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To aZZ whom ¿t may concern.' .  _ 

Be it known that I, Aznr. C. HoUGH; a 
citizep of the United States of America, and 
a resident of Janesville, in the county of 
Rock and State of Wisconsin, have invented 
a new and useful Method of and Means for 
Color Striping Wood Strips, of which the 
following is a specification. ` C 
My invention relates to the art of. apply 

ing stripes of coloring matter or material to 
wood slats or strips, such, for example, as 
are commonly used in the manufacture of 
porch Aor other shades having wood slats 
f_or their weft units, and consists in print 
ing on or applying to opposite sides of a 
strip color stripes or stripes of stain which“ 
cover only portions of such sides, in dry 

’ ing the stain thus applied, and in applying 
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to both sides again of said strip other color 
stripes or "stripes of stain, the stain this time 
being applied to the portions of the strip 
left uncolored or unstained by the first ap 
plication, the edges of the stripes lastly'ap 
plied preferably slightly overlapping the 
edges of the stripes first applied, two pairs 
or sets of printing rolls or wheels of pecu 
liar construction being employed in applying 
the stain to the strip, the wheels in one pair` 
or set beingv provided with color-applying 
felt disc-s each of which approximates in 
width or thickness the distance between ad 
jacent color-applying felt discs with which 

 each wheel in the other pair or set is pro 
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vided, together with feed rolls for the print 
ing wheels, and such other parts and mem 
bers as may be necessary or desirable in 
order to render complete and serviceable in 

every respect the mechanical means em 
ployed in carrying out the method, all as 
hereinafterl set forth. ` `  

Attemptshave been made for a periodv 
covering many years to color stripe wood 
slats or strips in a uniform and satisfactory 
manner by methods and means which were 
commercially practicable, but without avail 
until I discovered and devised- the present 
method and means. The primary object 
of my invention is, therefore, to color stripe 
wood strips in an economical, expeditious, 

Iefficient, and highly satisfactory manner, 
thereby overcoming or removing the difli 
culties which heretofore have stood in the 

_ way 'of accomplishing `this most desirable 

55 
and valuable result. 
. Another object is to provide practical and 

efficient means for color striping wood strips, 
which means is susceptible of a wide range 
of variation, so that practically any color 
combination may be employed, to the end 
Athat wood strips can be striped‘in an almost 
endless variety of colors, shades, or tints, and 
"with varying numbers of stripes on such 
strips. „ 1 . 

If desired, mottled effects in the stripes 
may be produced by my method and with 
my mechanical means. 
The mechanical means which forms part 

of my invention is simple as well as prac 
ticable and efficient. ' 
Other objects and advantages will ap 

pear in the course of the following descrip 
tion. ' 

I attain the objects and secure the ad 
vantages of my invention by the method 
hereinafter set forth in detail, andprefer 
_ably with the aid“ of the mechanical means 
illustrated in the accompanying drawings, 
in which- ' 

Figure 1 is a side elevation of a preferred 
form or embodiment of my invention so 
far as the mechanical means for applying 
color stripes to wood strips are concerned, 
the guide being in section; Fig. 2, an 'en 
larged elevation of two of the printing 
wheels of said mechanical means, with a 
Wood strip between them in the act of being 
striped, 'such elevation being at right-angles 
to the elevation of the printing wheels in the 
preceding view; Fig. 3, a Icentral, vertical 
section through one of said wheels; Fig. 4, 
an enlarged elevation of a printin wheel 
which is adapted to produce a mottle stripe, 
and, Fig. 5, anenlarged elevation of the sec- ` 
ond pair of printing wheels, with the strip 

- between in the act of being striped, the 
wheels in said second pair being complemen 
tary to the wheels in said first pair. . 
ï Similar reference characters designate 
similai- parts throughout the several views. 
In detail, my method of color striping 

wood strips consists in applying to both sides 
of a wood strip stripes of color or stain 
which are spaced apart so as to leave be 
tween them uncolored >or unstainedystripes, 
in drying the color or stain thus applied to « 
the strip, in applying again to both sides of 
said strip stripes of color or stain to the 
uncolored portions thereof, with the stripes 
last applied slightly overlapping at their 
longitudinal edges the contiguous edges of 
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the stripes first applied, and in drying the 
stripes last applied. 'I‘he strip thus 4colored 
or stained bears on opposite sides thereof 
stripes of the stain first applied and between ' 
such stripes other stripes of the stain lastly 
applied, and, where the two colors overlap, 
it being assumed naturally that the stains 
are different in color or shade from each 
other, narrow intermediate stripes are pro 
duced which are of still a different color, 
shade, or tint, l 
Although various mechanical means may 

be employed in carrying out the above 
method, I have found that the mechanical 
means illustrated in connection herewith and 
described in detail below is more practical 
and efficient than any other which I have 
been able to devise or discover up to the pres 
ent time. 
The aforesaid means comprises a guide 1, 

upper and under stripingxor printing rolls 
or wheels of special and peculiar' construc 
tion, as hereinafter described, stain-apply 
ing or feed rolls 2_2, a tank or reservoir 
3 for the color or stain, a conduit 4 which 
is provided with a valve 5, and leads from 
said reservoir downwardly therefrom to 
discharge the stain on the peripheries of 
said feed rolls. The conduit 4 has a branch 
G extending therefrom and opening at 7 
over the upper feed roll 2. and a branch 8 eX 
tending therefrom and opening at 9 ove-r the 
lower feed roll 2. Each of the openings 7 
and 9 is practicaly of the same length as 
the width of the adjacent feed roll. The 
guide 1 has at the right-hand or front end 
a flaring mouth 10, and there is a longi 
tudinal passage extending rearwardly from 
said mouth clear through said guide, which 
passage is of a size and shapel to embrace 
on the top and bottom and longitudinal 
edges a slat or strip, as 11, when the same 
is fed into and through the guide. 
Each feed roll 2 preferably consists of a 

wood disc 12 and a moderately thick, pe 
ripheral band 13 of felt. The feed rolls 2 
are mounted on shafts 14-14, one being 
aboveI and the other below the guide 1. 
Two or more pairs or sets of printing 

wheels are required in any given case, and 
two shafts 15 are provided for the wheels 
in each pair or set.. The shafts 15 are lo 
cated above and below the horizontal, central 
plane of the. guide l, and equal distances from 
such plane, with their axes in the same -ver 
tical plane. The shafts 15 are so positioned 
that they carry the printing wheels mounted 
thereon in firm contact with the top and 
bottom of the strip 11, when the same passes 
between said wheels, and the feed rolls 2 
are carried by their shafts 14 in position to 
bear with their peripheries firmly against 
the peripheries of the printing wheels, or 
against the printing or striping portions of 
the peripheries of such wheels. The print- 
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ing wheels on the shafts 15 and the feed-rolls 
2 should be driven in unison in the directions 
indicated by the associated arrows in Fig. 
1, and for this purpose any of the old and 
well-known mechanical driving means for 
groups of wheels, rollers, and the like, may 
be employed. 
In the present embodiment of the me 

chanical feature of my invention, I employ 
one pair of printing wheels 40, which wheels 
lay on or apply to o posite sides of the strip 
six stripes in space -apart relationship, vand 
a second pair of printing wheels 50, which 
last-named wheels apply to opposite sides 
of the strip four stripes that are spaced 
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apart and cover the surfaces left uncovered , 
by the first pair of printing wheels. Thus 
there are five stripes on top and tive stripes 
on the bottom of the strip. It is very 
obvious, however, that a great variety of 
stripe combinations may be obtained, merely 
by varying in number and width or thick 
ness the portions of the printing wheels, that 
directly apply the stripes to the wood, and 
I do not, therefore, desire in any wa to 
be limited as to the number or width o the 
striping portions of the printing wheels. 
Each shaft 15 is shouldered at 16 some 

little distance from one end thereof, and 
said shaft at such end or terminal is screw 
threaded to receive a nut 17. Mounted on 
the shaft 15 and secured thereto by means 
of a key 18 is a collar 19. The collar 19 
is mounted on the shaft 15 with one face 
of said collar flush with the shoulder 16. 
A collar 20 is also mounted on the shaft 15 
back of the nut 17. Between the collars 19 
and 2O are two lsupporting and clamping 
discs 21 of metal or other rigid material, 
three felt striping discs 22, or two felt strip 
ing discs 23, and two supporting and clamp 
ing discs 24, or a single metallic disc 25, of 
metal or otherrigid material. In different 
printing wheels the number and thickness 
of the striping discs 22 and 23 and of the 
clamping discs 24 and 25 will vary, and 
may vary very widely or greatly. The discs 
22 and 23 are the parts of the printing 
wheels which apply the color` or tint di 
rectly to the wood strip, they applying the 
vsaine with their peripheries, and receiving 
it on their peripheries from the peripheries 
of the feed rolls 2. 
Each printing wheel 40 is assembled by 

slipping onto its shaft in the order named, 
when the nut 17 and the collar 20 are re 
moved, one of the discs 21, one of the discs 
22, one of the discs'24, another of the discs 
22, the second disc 24, the third disc 22, 
and the other disc 21, after which the collar 
20 and the> nut 17 are placed on the shaft, 
and said nut tightened against said last 
named collar, with the result- that the parts 
between the said collars are forced together 
and firmly compressed between said collars, 
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so that all. parts of the wheel are rigidly 
held and secured to the shaft. Thls descrip 
tion applies to either of the wheels 40 which 
vcomprlses three striping dises. In t e case 
of either of the printing wheels 50, which 
comprises two striping discs (23) and a 
single intermediate supporting disc (25), 
the parts are assembled and secured to the 
shaft in practically the same manner as that 
just described, except that there are less 
members. 
The clamping discs 21, 24, and 25 are 

'made as large in'diameter as possible with 
out contacting with the strip being striped 
and interferin with the stripin operation, 
in order that täe felt discs 22 am? 23 shall be 
supported as near their peripheries as pos 
sible. The peripheries of the discs 21 are 
preferably beveled, and the discs 24 and 25 
are preferably channeled to provide periph.-v 
eral parts that correspond with the beveled 
edges of said iirst-named discs, substantially 
as shown. 
Assuming that theprinting wheels 40 are 

in place on the shaftsV 15, and >that said 
wheels with the feed rolls 2 are in motion, 
with the color ̀ or stain cfeedin through Ithe 
pipe 4 and the outlets-7 an 9 from the 
branches 6 and 8, respectively, onto said 
rolls, the wood slat or strip 11 to be striped 
is inserted at one end of the mouth 10 of 
the guide 1 and pushed through said guide 
and between> the said Wheels. As soon as 
the strip 11 is received in the bite between 
the wheels 40, its rearward movement is 
continued by the action of said .wheels there 
on, and, as said strip is thus actuated be 
tween said wheels, the felt discs 22 impress 
or impose on both sides of the stri , that 
is to say, on the top and bottom t ereof, 
three stripes of the color which is bein fed 
to the rolls 2 and b them to said iscs. 
The stripes impressed7 on the strip at this 
time are located at and adjacent to the edges 
of said stri and in the longitudinal center 
thereof, on oth sides. 
After the strip 11 has been striped by the 

wheels 40, said strip is dried in any suitable 
It may 

be laid aside until dry, or it may be sub 
jected to hot-air or heat in some form. 

Meanwhile,- the printing wheels 40 are 
removed from the shafts 15 and the printing 
wheels 50 are placed on said shafts. It will 
be» remembered that the collars 19 are per 
manently attached to the shafts 15, conse 
uently said collars are not changed when 

t e printing wheels _are changed. The strip 
11, after the color thereon has become dry, 
is again thrust into the mouth of the gulde 
1 and pushed through' said guide into the 
bite between the wheels 50, when the latter 
grasps said strip and actuates it rearwardly 
until it passes clear of said .wheels In 
being actuated by and in passing between 

` `the discs 23 

3 

and in contact vwith the wheels 50, the felt 
discs 23 of said wheels im ose or apply to 
both sides of said strip stripes ofthe color 
being supplied to said discs by the feed rolls 
2 from the reservoir 3, just as was the case 
with the wheels 40. _The stripes applied by 

cover the portions on both sides 
of the strip that were left uncovered by the 
discs 22. The color applied to the strip 
by the wheels 50 is, of course, different from 
that applied to said strip by the wheels 40. 
Inasmuch as each felt disc 23 is a little 

wider or thicker than the space between each 
pair of felt discs 22, it vnecessarily follows 
that the color or stain applied by said ~first 
named discs overlaps a little the color or 
stain applied by .said second-named discs, 
with the results that no ragged edges be 
tween the stripes are left, no part of the 
top or bottom of the strip 11 is left bare, 
and narrow stripes of a third color, shade, 
or tint, which is a combination of the twov 
colors applied by the wheels 40 and 50, eX-' 
tend the entire length of the strip on both 
sides, said narrow stripes being between the 
stripes made directly on the wood with the 
discs 22 and the stripes made directly on 
the wood with the discs 23. After the strip 
11 leaves the wheels 50 the'stripes lastly im 
posed thereon are dried, when said strip is 
complete so faras the present invention is 
concerned. , 

If it be desired to produce a mottled ef 
feet on the wood strip, the same may be 
accomplished by formmg pits, depressions, 
or indentations in the peripher or periph 
eries of one or more of the fe t discs. In 
Fig. 4 is shown a printing wheel having an 
intermediate felt disc 26, in the peri hery 
of lwhich are numerous recesses or indianta 
tions. When the disc 26 is applied to a 
strip, the color or stain imposed by said 
disc on said strip is incompletely distrib 
uted and a spotted or mottled effect is 
thus produced, such result being due to the 
fact that theindented portions of said disc 
do not print, but leave the wood bare. The 
striping disc 26 is a little wider than the 
yother striping discs in the wheel, which latter 
felt discs correspond with the striping discs 
22 in each wheel 40, and the end and inter 
mediate supporting discs, 'efï‘the wheel of 
which the disc 26 is a part, correspond with 
similar discs in each wheel 40, except that 
here the intermediate supporting discs, in 
dicated by the numeral 27, >'are a little nar 
rower 4than the discs 24. One or more of 
the felt discs in a wheel may be itted or 
recessed, and one or more of the elt discs 
in theucompanion wheel may be pitted or 
recessed. VThus it is seen that a wood strip 
may have one or more mottled stripes on 
one side and plain stri es on the other side, 
or it may have mottle stripes on both sides 
which may be similar or re atively diñ'erent. 
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The passage through the guide 1 for the 
strip 11 is at right-angles to the vertical 
plane in which are located the axes of the 
shafts i5, and the horizontal central plane 
of said passage it continued would bisect 
said vertical plane between said axes. 
The terms “color” and “stain”, and their 

derivatives, are intended to include any col 
oring material of any tint, shade, or charac 
ter whatsoever, that is or may be applicable 
'for use in carrying out my method, or in 
connection with the particular mechanical 
means herein described. 
“telt” is considered as including any fibrous 
material that is suitable for my purpose. 
The striping discs are made entirely of 

telt for the reason that only with such 
discs is it practicable or even possible to 
obtain the required effect. Such etl'ect can 
not be obtained with printing wheels con 
structed like the feed rolls 2, for example. 
Other modifications and changes, such as 

will readily occur to one skilled in the art, 
and in addition to those hereinbefore spe 
ci?ically pointed out, may be made in my 
invention and its application without de 
parting from the spirit of the same or eX 
ceeding the scope of what is claimed. 
lVhat I claim as my invention, and desire 

to secure by Letters Patent, is 
l. A method, of color striping wood 

strips, consisting in moving such strip lon 
gitudinally, in applying to such strip, while 
thus being moved, a color stripe which is 
of less width than the strip, in drying such 
stripe, in again moving said strip longitudi 
nally, and in applying to said strip, while 
thus being moved a second time, a stripe 
.alongside of said first-named stripe. 

Q. A method, of color striping wood 
strips, consisting in moving such a strip 
longitudinally, in applying to such strip, 
while thus being moved, color stripes which 
are spaced apart from each other, in drying 
such stripes, in again moving said strip lon 
gitudinally, and in applying to said strip, 
while thus being moved a second time, color 
stripes between those íirst applied. 

8. A method, of color striping wood 
strips, consisting in moving such a strip 
longitudinally, in applying to both sides of 
such strip, while thus being moved, color 
stripes which are less width than the strip, 
in drying such stripes, in again moving said 
strip longitudinally, and in applying to 
both sides of said strip, while thus being 
moved a second time, color stripes along 
side of said iirst-named stripes. 

4. A method, of color striping wood 

And the term ~ 
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in moving such a Ustrip 
longitudinally, in applying to both sides of 
such striipfwhile thus. being moved, color 
stripes which are spaced apart Cfrom each 
other on each side ot' the strip, in drying 
such stripes, in again moving said strip lon 
gitudinally, and in .applying Àto both sides 
of said strip, while thus being moved a sec 
ond time, color stripes between those iirst 
applied. , . i. . 

5. A method, of color striping »wood 
strips, consisting in ap' lying to such a 
strip a color stripe whic is of less width 
than the width of the strip, in drying such 
stripe, and in applying to said strip along 
side ot said first-named stripe a color> stripe 
which slightly overlaps said first-named 
stri ie. 

6i A method, of color striping wood 
strips, consisting in applying to such a strip 
color stripes which are spaced apart from 
each other, in drying such stripes, in apply 
ing to said strip color stripes between and 
overlapping those .first applied. 

7. A method, of color striping wood 
strips, consisting in applying to both sides' 
of such a strip fcolor stripes >which are of less 
width than the strip, .in»dryi.ng said stripes, 
and in applying to bothìsides of said strip 
color stripes alongside of and overlapping 
said first-named stripes. 

8. A method, of color . striping wood 
strips, consisting in applying to both sides 
of such a strip color stripes which are spaced 
apart from each other on each side of the 
strip, in drying such stripes, and in apply 
ing to both sides` of said strip color stripes 
between and overlapping those first applied. 

` 9. In means for color striping wood 
strips, two shafts _ and printing wheels 
mounted thereon andV consisting in part- ot' 
felt discs spaced apart on said shafts, and 
two other shafts and'printing wheels mount 

strips, consisting 

led thereon, said last-named printing wheels 
also consisting in part of felt discs on said 
last-named shafts and of widths to corre 
spond with the spaces .between said felt discs 
in said first-named printing wheels. 

l0. In means tor color striping wood 
strips, one pair of printing wheels adapted 
to receive a wood strip between them, said 
printing wheels comprising felt discs which 
are spaced apart, and another pair of print 
Ning wheels adapted to receive between them 
such strip, said last-named printing wheels 
comprising feltdiscs each of which is wider 
than the corresponding space between two 
of the discs in said first-named wheels. 

AZEL C. HOUGH. 

60 

65 

70 

75 

80 

85 

90 

95 

100 

105 

110 


