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(57) ABSTRACT 

The subject-matter of the present invention is a transfer-free 
composition comprising (a) at least one of a di-block, 
tri-block, multi-block and/or radial block copolymer and 
optionally (b) a ?lm former or a mixture of ?lm formers. The 
composition may comprise any one of a di-block, tri-block, 
multi-block or radial block copolymer or any mixture or 
blend of co-polymers. Cosmetic and pharmaceutical com 
positions of the invention result in a ?lm With very good 
retention, good transfer resistant properties, and Which does 
not migrate over time. The compositions have cosmetic 
properties Which are improved in relation to those of the 
“transfer free” products of the prior art. 
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COSMETIC COMPOSITIONS CONTAINING 
DI-BLOCK, TRI-BLOCK, MULTI-BLOCK AND 

RADIAL BLOCK COPOLYMERS 

[0001] The present invention relates to a composition, in 
particular a cosmetic composition, With transfer resistance, 
long Wearing, and Waterproof properties. The composition 
comprises, in particular, di-block, tri-block, multi-block 
and/or radial or star block copolymers. It also relates to 
cosmetic and pharmaceutical products containing this com 
position. 
[0002] Many cosmetic compositions including pigmented 
cosmetics such as foundations, concealers, mascaras, lip 
sticks, and other cosmetic and sunscreen lotions leave soft 
oily ?lms that can transfer quite easily. This means that the 
composition is capable of becoming deposited, at least in 
part, on certain supports With Which it is brought into 
contact, such as, for example, a glass, a cup, an item of 
clothing or the skin. On becoming deposited, the composi 
tion leaves a mark on the support. The result is less than 
optimal persistence of the composition and it requires appli 
cation to be repeated regularly. 
[0003] There are several transfer resistant cosmetic com 
positions that are knoWn in the art; hoWever, the majority of 
these compositions can still be improved. So-called “trans 
fer-free” make-up compositions knoWn in the art generally 
comprise, among their constituent fatty substances, volatile 
oils, in particular volatile silicone oils and/or volatile hydro 
carbon oils. Additionally, the majority of these transfer free 
compositions is tacky; thus, the application and spreadabil 
ity of the compositions could still be improved. 
[0004] For example, one reason for poor ?lm formation is 
that a “transfer-free” make-up composition can require the 
use of a complex composition in Which the oils are partially 
replaced by volatile solvents Which evaporate on contact 
With the skin, leaving a layer composed essentially of Waxes 
and/or resins, pigments, ?llers and actives. Apart from the 
preparation dif?culties associated With the use of volatile 
compounds, this solution can have the draWback of leading 
to a make-up effect of poWdery and matte appearance. 

[0005] Another problem that can be encountered With 
transfer free compositions is stability. Many ?lm formers 
used in the art need to be gelled in a solvent in order to 
functions as a thickener. The resulting formulations can 
present a problem if the solvent in these gel thickeners tends 
to migrate out of the gel matrix causing instability of the 
formulation. The need therefore remains for a stable cos 
metic composition Which transfers little or not at all, that is 
to say a “transfer free” or transfer resistant composition 
Which also possesses good cosmetic properties such as ease 
of application, comfort, ease of make-up removal, non 
greasy, non tacky, non draggy during and after application, 
and Water resistance. 

[0006] The present invention is a composition Which can 
overcome these disadvantages and obtain a ?lm having 
properties such as a very good adherence to the substrate, 
?exibility, Wearability, good dry time, non tacky, good 
retention, non transfer, and loW migration over time. Film 
formation occurs When the solvent evaporates at a rate that 
preferably alloWs the ?lm to form continuously and free 
from imperfections. The composition of the present inven 
tion also has cosmetic properties Which can be improved in 
relation to those of the “transfer free” products of the prior 
art. 
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[0007] The present invention relates to a transfer resistant 
composition comprising (a) an effective amount of at least 
one of a di-block, tri-block, multi-block and/or radial or star 
block copolymer ?lm former. The composition may further 
comprise (b) an additional ?lm former or a mixture of 
additional ?lm formers. The composition may comprise any 
one of a di-block, tri-block, multi-block or radial or star 
block copolymer ?lm former or any mixture or blend of 
co-polymer ?lm formers. A preferred embodiment is a 
composition comprising a tri-block or a radial or star 
copolymer ?lm former or a mixture thereof. This preferred 
embodiment may also comprise an additional ?lm former or 
a mixture of additional ?lm formers. 

[0008] In a another preferred embodiment, the transfer 
resistant composition may comprise an effective amount of 
at least one copolymer ?lm former selected from di-block, 
tri-block, multi-block, and radial or star copolymers, and at 
least one additional ?lm former With the proviso that the 
additional ?lm former is not selected from alkyl cycloalky 
lacrylate. 
[0009] The transfer resistant compositions of the invention 
may be used in a variety of cosmetic and pharmaceutical 
products. An effective amount of di-block, tri-block, multi 
block and/or radial or star block copolymer ?lm former or 
additional ?lm former in a cosmetic or pharmaceutical 
product is the amount necessary to obtain the desired degree 
of transfer resistance properties . One of skill in the art Will 
be able to determine routinely the effective amount of block 
copolymer ?lm former and additional ?lm former depending 
on the application and the transfer resistance properties 
desired. One of skill in the art Will also be able to determine 
routinely the amount of block copolymer ?lm former, addi 
tional ?lm former, and other ingredients needed to obtain a 
stable cosmetic or pharmaceutical product, depending on the 
application. A stable cosmetic or pharmaceutical product is 
one of suf?cient stability to enable effective commercialiZa 
tion of the cosmetic or pharmaceutical product. 

[0010] By Way of background, suspending and thickening 
agents typically include Waxes, silica gels, gums, clays, 
fumed silica, fatty acid soaps, and various hydrocarbon gels. 
Hydrocarbon gels comprising di-block, tri-block, multi 
block and/or radial or star block copolymers are used in the 
art as gelling agents or suspending and dispersing agents. 
See US. Pat. No. 5,756,082, WO 98/42298, and EP 0 497 
144 B1, the disclosures of Which are hereby incorporated by 
reference. Copolymers of this type are knoWn in the art to 
have advantageous properties When used as a suspension 
agent for various solids and liquids. See WO 98/38981, the 
disclosure of Which is hereby incorporated by reference. 

[0011] In a preferred embodiment, the di-block, tri-block, 
multi-block and/or radial or star block copolymer ?lm 
formers used in the invention contain at least tWo thermo 
dynamically incompatible segments. A di-block is usually 
de?ned as A-B type or a hard segment (A) folloWed by a soft 
segment (B) in sequence. A tri-block is usually de?ned as a 
A-B-A type copolymer or a ratio of one hard, one soft, and 
one hard segment. Multiblock or radial or star copolymer 
?lm formers usually contain any combination of hard and 
soft segments, provided that there are both hard and soft 
characteristics. An example of a hard block copolymer 
segment is styrene, While examples of soft block copolymer 
segments are ethylene, propylene, and butylene or combi 
nations thereof. 
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[0012] In another preferred embodiment, the copolymer 
?lm former of the present invention is chosen from the class 
of Kraton® rubbers (Shell Chemical Company) or from 
similar gelling agents. In a further preferred embodiment, 
the copolymer ?lm former comprises Kraton® rubbers that 
are present in a gel in amounts from about 10 to about 20% 
concentration by Weight. Kraton® rubbers are thermoplastic 
elastomers in Which the polymer chains comprise a tri 
block, di-block, or radial or star block con?guration or 
numerous mixtures thereof. The Kraton® tri-block rubbers 
have polystyrene segments on each end of a rubber segment, 
While the Kraton® di-block rubbers have a polystyrene 
segment attached to a rubber segment. The Kratone® radial 
or star con?guration, in a further preferred embodiment, 
may be a four-point or other multipoint star made of rubber 
With a polystyrene segment attached to each end of a rubber 
segment. The con?guration of each of the Kraton® rubbers 
form separate polystyrene and rubber domains. 

[0013] Each molecule of Kraton® rubber is said to com 
prise block segments of styrene monomer units and rubber 
monomer and/or co-monomer units. The most common 

structure for the Kraton® triblock copolymer is the linear 
A-B-A block type styrene-butadiene-styrene, styrene-iso 
prene-styrene, or styrene-ethylenebutylene-styrene. The 
Kraton® di-block is preferably the AB block type such as 
styrene-ethylenepropylene, styrene-ethylenebutylene, sty 
rene-butadiene, or styrene-isoprene. The Kraton® rubber 
con?guration is Well knoWn in the art and any block copoly 
mer ?lm former With a similar con?guration is Within the 
practice of the invention. 

[0014] Other preferred embodiments include the use of 
block copolymer ?lm formers comprising a styrene/buty 
lene/ethylene/styrene copolymer (tri-block), an ethylene/ 
propylene/styrene copolymer (radial or star block) or a 
mixture or blend of the tWo. (Some manufacturers refer to 
block copolymers as hydrogenated block copolymers, e.g. 
hydrogenated styrene/butylene/ethylene/styrene copolymer 
(tri-block) or hydrogenated ethylene/propylene/styrene 
copolymer (radial or star block), all of Which are Within the 
scope of the invention.) Speci?c examples include Versagel 
M5960, or Versagel M5970, all of Which are available from 
Penreco of Houston Tex. and block copolymers available 
from Brooks Industries, such as Gel Base. 

[0015] The block copolymer ?lm former may preferably 
be formulated by dissolving the block copolymer in a 
hydrocarbon solvent. Hydrocarbons useful in the practice of 
the invention include but are not limited to mineral oils, 
mineral solvents, mineral spirits, petroleum, Waxes, syn 
thetic hydrocarbons, animal oils, vegetable oils, and mix 
tures of various hydrogen carbons. In a preferred embodi 
ment, the block copolymer ?lm former is formulated by 
dissolving the block copolymer in isododecane or a light 
paraf?nic solvent. In another preferred embodiment, the 
block copolymer ?lm former may be formulated by dissolv 
ing the block copolymer in a non-hydrocarbon solvent such 
as amyl acetate, butyl acetate, isobutyl acetate, ethyl acetate, 
propyl acetate or isopropyl acetate. 

[0016] The solvent and solubility conditions for formulat 
ing a block copolymer ?lm former from a block copolymer 
Will be chosen by a person skilled in the art in order to 
prepare a composition Which has the desired properties. One 
of ordinary skill in the art Will be able to determine the 
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solubility parameters and choose a solvent based on the 
block copolymer chosen for the envisaged application. More 
information regarding solubility parameters and solvents 
useful in the processing of speci?c block copolymers is 
available from the various manufacturers of block copoly 
mers, e.g. Shell Chemical Company. Additional discussions 
of polymer solubility parameter concepts are presented in: 
Encyclopedia of Polymer Science and Technology, Vol. 3, 
Interscience, NeW York (1965) and Encyclopedia of Chemi 
cal Technology, Supp. Vol., Interscience, NeW York (1971), 
the disclosures of Which are hereby incorporated by refer 
ence. 

[0017] Preferably, the block copolymer ?lm formers of the 
present invention are Water insoluble, can be processed at 
room temperature, offer excellent adherence to the skin, and 
are tack free. It is preferred that the copolymer ?lm former 
be present in the outer phase of any cosmetic formulation 
and at high concentrations. Additionally, it is preferred that 
the copolymer ?lm former be compatible With the other raW 
materials of that phase. 

[0018] In another preferred embodiment, the block 
copolymer ?lm former may be combined in a formulation 
With an additional ?lm former This additional ?lm 
former may improve smoothness or spreadability, Water 
resistance, transfer resistance properties , or other cosmetic 
or pharmaceutical properties desired by one of skill in the 
art. 

[0019] Depending on the application, the concentration of 
block copolymer ?lm former may vary considerably. One of 
skill in the art Will be able to determine routinely the 
preferred concentration of block copolymer ?lm former 
depending on the application and the transfer resistance 
properties desired. For example, for cosmetic foundations, 
the block copolymer ?lm former or block copolymer ?lm 
former mixtures may preferably be used in an amount from 
less than about 1% to about 30% by Weight, and more 
preferably from about 1% to about 15% by Weight. For 
eyeliner formulations, the block copolymer ?lm former or 
block copolymer ?lm former mixture preferably may vary 
from about 5% to about 70% by Weight, and more preferably 
from about 20% to about 70% by Weight. For lipstick 
formulations, the block copolymer ?lm former or block 
copolymer ?lm former mixture preferably may vary from 
about 1% to about 70% by Weight, and more preferably from 
about 10% to about 70% by Weight. 

[0020] The preferred concentration of additional ?lm 
formers may also be determined by one of skill in the art and 
can vary considerably based on the application. For 
example, for cosmetic emulsions, an additional ?lm former 
or combination of additional ?lm formers is preferably used 
in an amount from less than 1% to 15 % by Weight, and more 
preferably from 1% to 10% by Weight. For eyeliner formu 
lations, the additional ?lm former or combination of addi 
tional ?lm formers are preferably used in an amount from 
less than 0.5% to 15% by Weight, more preferably from 1% 
to 10% by Weight. For lipstick formulations, the additional 
?lm former or combination of additional ?lm formers is 
preferably used in an amount from less than 0.5% to 15% by 
Weight, more preferably from 1% to 10% by Weight. 

[0021] Examples of preferred additional ?lm formers that 
may be used in the practice of the invention include: 
vinylpyrrolidone/vinyl acetate (PVP/VA) copolymers such 
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as the Luviskol VA grades (all ranges) from BASF® Cor 
poration and the PVP/VA series from ISP; acrylic ?uorinated 
emulsion ?lm formers including Foraperle® ?lm formers 
such as Foraperle® 303 D from Elf Atochem although 
Foraperle® may not be preferable for some cosmetic for 
mulations; GANEX® copolymers such as Butylated PVP, 
PVP/Hexadecene copolymer, PVP/Eicosene copolymer or 
tricontanyl; Poly (vinylpyrrolidone/diethylaminoethyl meth 
acrylate) or PVP/Dimethylaminoethylmethacrylate copoly 
mers such as Copolymer 845; Resin ACO-5014 (ImidiZed 
IB/MA copolymer); other PVP based polymers and copoly 
mers; Silicone gums; Cyclomethicone and Dimethicone 
crosspolymers (For example, DoW Corning® 2-9040, See 
US. Pat. No. 5,654,362, the disclosure of Which is hereby 
incorporated by reference); trimethyl siloxysilicates such as 
SR 1000, SS4230, or SS4267 available from GE Silicones; 
alkyl cycloalkylacrylate copolymers (See WO 98/42298 the 
disclosure of Which is hereby incorporated by reference); or 
Mexomere® ?lm formers and other allyl stearate/vinyl 
acetate copolymers (allyl stearate/VA copolymers); Polyol 
prepolymers such as PPG-12/SMDI copolymer, Polyolpre 
polymers such as PPG-12/SMDI copolymer, Poly(oxy-1,2 
ethanediyl), ot-hydro-uu-hydroxy-, polymer With 1,1‘ 
methylene-bis-(4-isocyanatocyclohexane) available from 
Barnet; AvalureTM AC Polymers (Acrylates Copolymer) and 
AvalureTM UR polymers (Polyurethane Dispersions), avail 
able from BFGoodrich. 

[0022] Additional ?lm formers Which also may be used 
Within the frameWork of the invention include any ?lm 
former chemistry knoWn in the art such as: PVP, acrylates, 
and urethanes; synthetic polymers of the polycondensate 
type or free-radical type, or ionic type, polymers of natural 
origin and mixtures thereof or any other ?lm formers knoWn 
Within the practice of the cosmetic and pharmaceutical arts 
Which one skilled in the art may determine to be compatible. 

[0023] In a further preferred embodiment of the invention, 
the cosmetic product is a Water-in-oil emulsion or an oil 
in-Water emulsion. While at least one of the copolymer ?lm 
former and/or the additional ?lm formers of the invention 
may be in the Water or in the oil phase, maximum ef?cacy 
has been demonstrated When at least one of the block 
copolymer ?lm formers is in the oil phase. In a preferred 
embodiment, at least one of the block copolymer ?lm 
formers is in the oil phase and at least one additional ?lm 
formers is in the oil phase. In other embodiments of the 
invention, at least one additional ?lm former may be in the 
oil phase, the Water phase, or there may be at least one 
additional ?lm former in both the Water and oil phases. 

[0024] Other compositions knoWn in the art that are 
intended to leave a ?lm on the skin or hair may also be added 
to the compositions of the invention, including emollients 
and other ingredients usually employed in the ?eld envis 
aged. These added ingredients may include gels, oils, Waxes, 
preservatives, thickener agents, solvents, surfactants, emol 
lients and other ingredients that When incorporated into the 
formulation stay on top of the skin and do not strongly 
adhere to the substrate. Characteristics of some of these 
materials may include an oily feeling and increased spread 
ability, as observed With some esters and organic sunscreens. 
In embodiments Where these materials are added to the 
formulations of the invention to enhance the spreadability 
and the emollience of the product, hoWever, it is preferred 
that the above materials be present in loW enough concen 
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trations for the formulation to retain its transfer resistance 
properties. The choice of block copolymer ?lm former, 
additional ?lm former and their concentration may also be 
adjusted to vary the transfer resistance properties. 

[0025] Other emollients that may preferably be used in the 
compositions of the invention include glycerine, propylene 
glycol, cyclomethicone, dimethicone, and emollients and 
other similar ingredients disclosed in the International Cos 
metic Dictionary and Handbook Vol 2., more particularly the 
emollients disclosed on pages 1656-1661. The disclosure of 
the International Cosmetic Dictionary and Handbook Vol 2. 
is hereby incorporated by reference. In a preferred embodi 
ment, emollients are present at a concentration of about 
0.5% to about 8% by Weight. 

[0026] The compositions of the invention may further 
include the fatty substances, and/or Waxes Which are usually 
employed in the ?eld of application envisaged or other 
formulation aids. The formulation aids include organic and 
organosilicone emulsi?ers for Water-in-oil Systems. 
Examples of organic emulsi?ers include any ethoxylated 
surfactants knoWn in the art such as Polysorbate-20, Lau 
reth-7, and Laureth-4. Examples of organosilicone emulsi 
?ers include cetyl dimethicone copolyol-polyglyceryl-4 
isostearate-hexylaurate (ABIL WE 09) available from 
Goldschmidt Chemical Corporation, Cetyl Dimethicone 
Copolyol (ABIL® EM 90), (ABIL® EM 97), Laurylmethi 
cone Copolyol (5200), Cyclomethicone (and) Dimethicone 
Copolyol (DC 5225 C) available from GE silicones, Cyclo 
pentasiloxane & Dimethicone Copolyol (GE SF 1528) or 
any other formulation aids knoWn by one of skill in the art. 
Representative fatty substances include silicones in esteri 
?ed or unesteri?ed liquid form or in esteri?ed solid form, 
such as behenate dimethicone, nonsilicone fatty substances, 
such as oils, pastes and vegetable, mineral, animal and/or 
synthetic Waxes. In a preferred embodiment, formulation 
aids are present in amounts from about 1% to about 15% 
concentration by Weight. 

[0027] These fatty substances may be selected variously 
by the person skilled in the art in order to prepare a 
composition Which has the desired properties, for example, 
consistency or texture. In particular, the composition accord 
ing to the invention may include at least one of the above 
mentioned Waxes, so as to ensure a good mechanical 
strength, especially When the composition is in the form of 
a stick. 

[0028] In another preferred embodiment, spherical com 
pounds Were chosen to enhance a smooth feeling When 
applied and spread onto the skin. Spherical compounds 
Within the practice of the invention include polyurethane 
such as BPD 500, nylon 12, silica, polymethyl methacrylates 
and other acrylates or methacrylates and their esters, and 
other microspheres. 

[0029] It is also possible to add to the composition of the 
invention any customary additive from the ?eld of compo 
sitions to be applied in any cosmetic formulation including 
cosmetic foundations, eye liners, lipsticks, mascaras, eye 
shadoWs, concealers, lotions or any other mentioned appli 
cations of the invention such as: thickening agents, for 
example clays, or organoclays, silicas, cellulose derivatives; 
hectorites; synthetic polymers such as an acrylic polymer or 
an associative polymer of the polyurethane type; gums and 
in particular xanthan gum; spreading agents; dispersants; 
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preservatives, in particular Water-soluble preservatives; anti 
foaming agents; Wetting agents; UV-screening agents; per 
fumes; ?llers; cosmetic or pharmaceutical active agents; 
moisturizers; vitamins and derivatives thereof; biological 
materials and derivatives thereof. 

[0030] The present compositions may also possess the 
ability to enable processing of a formulation and/or a 
product With a large amount of a volatile solvent at a loW 
temperature. In a preferred embodiment, a formulation com 
prising the compositions of the invention can be processed 
at a temperature of 55° C. or loWer. 

[0031] The compositions of the invention can provide 
excellent transfer resistance, long Wearing and Waterproof 
ing properties in a broad range of applications. These 
applications include pigmented cosmetics, including foun 
dations, concealers, mascaras, eye liners, lipsticks, eyeshad 
oWs; nail varnishes; hairsprays, gels and mousses, sunscreen 
lotions, moisturiZing lotions, lotions With active ingredients, 
and fragrance. The products of the present invention can 
particularly be useful in any cosmetic or pharmaceutical 
application Which relates to formation of a ?exible ?lm that 
adheres strongly to the skin or hair. 

[0032] In a preferred embodiment, the compositions of the 
present invention can be used to hold or bind onto the 
substrate, topical coatings, actives and functional ingredi 
ents. The active or functional ingredients may include pig 
ments, UV ?lters, moisturiZing agents, fragrance, pharma 
ceutical agents and other active or functional ingredients 
known in the cosmetic or pharmaceutical arts. 

[0033] The composition of the invention may additionally 
include any additive usually employed in the ?eld envisaged 
such as antioxidants, perfumes, essential oils, stabiliZers, 
cosmetic active substances, moisturiZers, vitamins, essential 
fatty acids, lipophilic sunscreens, liposoluble polymers, and 
especially hydrocarbon polymers such as polyalkylenes and 
polyacrylates. 

[0034] The person skilled in the art Will of course take care 
to choose the optional additional compounds and/or their 
quantity is such a Way that the advantageous properties of 
the composition according to the invention are not, or are 
substantially not, impaired by the envisaged addition. 

[0035] The compositions of the present invention may also 
be effective in Waterproo?ng. The compositions may there 
fore minimiZe Washoff of the active or functional ingredi 
ents. The compositions may also retard dehydration of the 
skin by forming an occlusive ?lm and reducing trans epi 
dermal Water loss. 

[0036] In a preferred embodiment, the compositions can 
provide a barrier betWeen the skin and the environment, 
entrapping in betWeen the active and/or functional ingredi 
ents. The preferred composition and the barrier formed by 
said composition may boost the activity of the functional 
ingredients such as the SPF and UV light protection and/or 
block the effect of the humidity and the environment. 

[0037] In pigmented products, the ratio of copolymer ?lm 
formers and additional ?lm formers can be adjusted for best 
adherence to the skin or hair and Water resistance. An 
important consideration is the ratio of pigments to the 
amount of ?lm formers. Apigment should be understood to 
mean inorganic or organic, White or coloured particles. 
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Pigments that may be used in the practice of the invention 
include titanium dioxide, D & C Red No. 7 Calcium Lake, 
D & C Red No. 21 Aluminum Lake, Iron Oxides, FD & C 
YelloW No. 5 Aluminum Lake, FD & C Blue no. 1 Alumi 
num Lake and any other pigment or treated pigment knoWn 
in the cosmetic arts. 

[0038] Fillers and mothers-of-pearl may also be added to 
said formulations to modify the texture of the composition 
and the matteness/gloss effect. Fillers should be understood 
to mean lamellar or nonlamellar, inorganic or synthetic, 
colourless or White particles. Mothers-of pearl should be 
understood to mean irridescent particles produced especially 
by certain mollusks in their shell or else synthesiZed. Pearl 
ing agents that may be used in the practice of the invention 
include mica, iron oxides, titanium dioxide and any other 
pearling agent knoWn in the cosmetic arts. 

[0039] The subject of the invention includes any cosmetic 
formulation. A preferred subject of the invention relates to 
cosmetic foundations. In a preferred embodiment, the for 
mulation of a cosmetic foundation contains thickening 
agents in an amount from about 0.1 to 10% concentration by 
Weight and emollients in an amount from about 0.5% to 8% 
concentration by Weight. 

[0040] Another subject of the invention is mascara. Mas 
cara employing the composition of the invention may pro 
duce increased stability and better adherence to keratin 
?bres. Mascara using the composition of the invention may 
also provide greater Wear resistance, improved Water resis 
tance, and improved cosmetic properties. 

[0041] A preferred embodiment of mascara comprises at 
least one block copolymer ?lm former of the invention and 
an allyl stearate/vinyl acetate copolymer ?lm former an 
example of Which is a Mexomere® ?lm former. In a further 
preferred embodiment, a Mexomere® ?lm former is present 
in a concentration of about 0.5% to about 10% by Weight. 

[0042] A further subject of the invention includes lotions 
such as suntan lotion. Lotions employing the composition of 
the invention may provided increased transfer resistance and 
Water resistance. Lotions using the composition may also 
provide greater Wearability. 

[0043] Another subject of the invention includes eyeliner 
products. Eyeliner employing the composition of the inven 
tion may produce increased stability and better adherence to 
eyelid tissue. Eyeliners using the composition of the inven 
tion may also provide greater Water resistance and improved 
cosmetic properties. 

[0044] A preferred embodiment of eyeliner comprises the 
block copolymer ?lm formers of the invention and at least 
one allyl stearate/vinyl acetate copolymer ?lm former. In a 
further preferred embodiment, the allyl stearate/vinyl acetate 
copolymer ?lm former is a Mexomere® ?lm former. In a 
another preferred embodiment, a Mexomere® ?lm former is 
present in a concentration of about 0.5% to about 3.5% by 
Weight. 

[0045] In addition, eyeliners of the present invention may 
also include at least one of hydrocarbon gels or bentone type 
gels, Waxes such as beesWax, carnauba Wax and derivatives 
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thereof, preservatives, and other ingredients such as propy 
lene carbonate, isododecane, silica, silica silylate, petroleum 
distillates, polyethylene, preservatives, and pigments such as 
iron oxides, ultramarines, and black oxides. Another 
embodiment Would further comprise at least one bentone 

type gel, such as Gel SS71, Gel EA2786, Quaternium-18 
Bentonite, 38 CE, Gel ISD V or Gel ISD. The concentration 
of Bentone type gel preferably may range from less than 
about 1% to about 50% by Weight. 

[0046] Another subject of the invention is a make-up 
composition for the lips comprising a suf?cient quantity of 
at least one block copolymer ?lm former and optionally at 
least one additional ?lm former, the quantity being suf?cient 
to make it possible to obtain a transfer resistant ?lm. 

[0047] A make-up composition for the lips according to 
the invention makes it possible to obtain a homogeneous 
?lm Which has a light texture and remains comfortable to 
Wear throughout the day. The preferred ?lm is not tacky or 
sticky, While being soft, supple, elastic and ?exible on the 
skin. The ?lm can have very good retention, no transfer, no 
migration, and no stain. 

[0048] The packaging and application device for any 
subject of the invention may be chosen and manufactured by 
persons skilled in the art on the basis of their general 
knoWledge, and adapted according to the nature of the 
composition to be packaged. Indeed, the type of device to be 
used may be in particular linked to the consistency of the 
composition, in particular to its viscosity; it may also depend 
on the nature of the constituents present in the composition, 
such as the presence of volatile compounds. 

EXAMPLES OF COMPOSITION 

Example 1 

[0049] AWater/oil emulsion cosmetic foundation contain 
ing the folloWing Was prepared: 

Oil Phase 

Emulsi?ers & Volatile Silicones 15% 
Cyclomethicone & Dimethicone Copolyol 
Solvents 20% 
Pigments and Fillers 11% 
Rheological Additives 1.1% 
Film Formers 
Trimethyl Siloxy Silicate 3% 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 5% 
copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 
Preservatives 0.5% 
Microspheres 3% 
Emollients 3% 
Aqueous Phase 

Deionized Water 37.3% 
Emulsi?er 0.2% 
Electrolyte 0.6% 
Preservative 0.3% 

Jul. 12, 2001 

Example 2 

[0050] AWater/oil emulsion cosmetic foundation contain 
ing the folloWing Was prepared: 

Oil Phase 

Emulsi?ers & Volatile Silicones 13% 
Cyclomethicone & Dimethicone Copolyol 
Solvents 15.8% 
Pigments and Fillers 11% 
Rheological Additives 1.1% 
Film Formers 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 12% 
copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 
Preservatives 0.5% 
Microspheres 3% 
Emollients 3% 
Aqueous Phase 

Deionized Water 39.5% 
Emulsi?er 0.2% 
Electrolyte 0.6% 
Preservative 0.3% 

Example 3 

[0051] AWater/oil emulsion cosmetic foundation contain 
ing the folloWing Was prepared: 

Oil Phase 

Emulsi?ers & Volatile Silicones 12.50% 
Cyclomethicone & Dimethicone Copolyol 
Solvents 15.6% 
Pigments and Fillers 11% 
UV Filters 2% 
Rheological Additives 0.77% 
Film Formers 12.5% 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 
copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 
Preservatives 0.5% 
Microspheres 2.5% 
Emollients 2.5% 
Aqueous Phase 

Deionized Water 36.13% 
Film Formers 3% 
PVP/VA Copolymer 
Emulsi?er 0.2% 
Electrolyte 0.6% 
Preservative 0.2% 

Example 4 

[0052] AWater/oil emulsion cosmetic foundation contain 
ing the folloWing Was prepared: 

Oil Phase 

Laurylmethicone Copolyol 2% 
Solvents 18% 
Pigments and Fillers 10.8% 
UV Filters 2% 
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-continued 

Rheological Additives 0.77% 
Film Formers 12.5% 
Isododecane & Hydrogenated styrene-butylene-ethylene 
styrene copolymer and Hydrogenated ethylene-propylene 
styrene copolymer 
Preservatives 0.5% 
Microspheres 2.5% 
Emollients 2.5% 
Aqueous Phase 

DeioniZed Water 44.09.3% 
Film Formers 3% 
PVP/VA Copolymer 
Emulsi?er 0.2% 
Electrolyte 1% 
Preservative 0.2% 

Example 5 

[0053] AWater/oil emulsion cosmetic foundation contain 
ing the following Was prepared: 

Oil Phase 

Cetyl Dimethicone Copolyol Hexylaurate 
Solvents 
Pigments and Fillers 
Film Formers 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 
copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 
Preservatives 
Microspheres 
Emollients 
Aqueous Phase 

DeioniZed Water 
Emulsi?er 
Electrolyte 
Preservative 

5% 
17.5% 
11% 
25% 

0.5% 
3% 
3% 

33.9% 
0.2% 
0.6% 
0.3% 

Example 6 

[0054] AWater/oil emulsion cosmetic foundation contain 
ing the following Was prepared: 

Oil Phase 

Laurylmethicone Copolyol 
Solvents 
Volatile Silicone 
Pigments and Fillers 
Rheological Additives 
Film Formers 
Isododecane & Hydrogenated styrene-b utylene-ethylene-styrene 
copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 
Preservatives 
Microspheres 
Emollients 
Aqueous Phase 

DeioniZed Water 
Film Former 

2.0% 
16.6% 
5% 

15.7% 
0.7% 

12.5% 

0.1% 
2.5% 
2.5% 

38% 
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-continued 

PVP/VA Copolymer 3% 

Surfactant 0.2% 

Electrolyte 1.0% 

Preservative 0.2% 

Example 7 

[0055] Mascara 

Ingredient % 

Petroleum Distillates 48.63 

Pigments 6.00 
Bentone 5.02 

Solvent 9.80 

Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 

copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 5.00 
Starch 0.76 

Propylene Carbonate 1.65 

Waxes 13.69 

Allyl Stearate/Vinyl Acetate Copolymer 2.21 
Polyvinyl Laurate 0.74 

Pigment Dispersing agent 2.50 
Water 2.49 

Preservatives 0.01 

Filler 1.50 

Example 8 

[0056] Mascara 

Ingredient % 

Waxes 13.5 
Stearic Acid 4.00 
Preservatives 0.75 
PVP/Eicosene Copolymer 1.00 
Allyl Stearate/Vinyl Acetate Copolymer 1.00 
Water 50.95 
Aqueous Thickener 0.30 
Pigment Dispersing Agent 0.15 
Pigments 8.00 
PVP 1.00 
Butylene Glycol 3.00 
Tri-ethanol Amine 2.00 
Simethicone 0.10 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 5.00 
copolymer and Hydrogenated ethylene-propylene-styrene 
copolymer 
Isododecane 1.75 
Silica 2.00 
Polyurethane 0.50 
Water 1.00 
Alcohol 5.00 
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Example 9 

[0057] Suntan Lotion SPF 15 

Ingredient Weight 

Cetyl Dimethicone Copolyol-polyglyceryl-4- 5 
isostearate-hexylaurate 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 200 
copolyrner and Hydrogenated ethylene-propylene-styrene 
copolyrner 
Isododecane 144.65 
Oxymethoxycinnamate 70 
Oxybenzone 30 
Propylene Glycol 30.06 
Polyurethane 30 
Distilled Water 370.36 
Polysorbate 20 2.02 
Electrolytes 6.08 
Preservatives 9.13 

Example 10 

[0058] Lipstick 

Ingredient Weight 

Ethylene/Propylene Copolyrner 11.00 
PVP/Hexadecene copolyrner 0.50 
Acrylates copolyrner 0.50 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 10.00 
copolyrner and Hydrogenated ethylene-propylene-styrene 
copolyrner 
Waxes 7.50 
Silicone Ernollients 38.75 
Ester Ernollients 16.75 
Tocopherol 0.10 
Preservatives 0.40 
Pigments 14.50 

Example 11 

[0059] EYELINER 

Ingredient % 

A 

Allyl Stearate/VA copolymers 3.60 
Waxes 2.90 
Preservatives 0.30 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 25.00 
copolyrner and Hydrogenated ethylene-propylene-styrene 
copolyrner 
Isododecane 43.93 
B 3.85 
Bentone 
C 

Pigments 19.00 
Filler 0.17 
D 1.15 
Propylene Carbonate 

[0060] Procedure 

[0061] Combine A heat to 70-75 C. While stirring, add B 
and homogeniZe for 5 min. on Silverson; add C and continue 
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to homogeniZe for 10 more min.; add D and homogeniZe 15 
more min.; cool to 30-35 While stirring. 

Example 12 

[0062] EYELINER 

Ingredient % 

A 

Trimethyl Siloxy Silicate 10.00 
Isododecane 41.43 

B 

Preservatives 0.40 

Isaododecane & Hydrogenated styrene-butylene-ethylene-styrene 25.00 
copolyrner and Hydrogenated ethylene-propylene-styrene 
copolyrner 
C 3.00 

Bentone 

D 17.17 

Pigments 
E 1.00 

Propylene Carbonate 

[0063] Procedure 

[0064] Combine A, add B and mix until uniform; add C 
homogeniZe for 5 min.; add D and homogeniZe 5 more min.; 
add E and continue to homogeniZe 5 more min. 

Example 13 

[0065] EYELINER 

Ingredient % 

i 
Preservatives 0.40 
Bentone 42.74 
Petroleum Distillates 23.54 
Pigments 18.05 
Isododecane & Hydrogenated styrene-butylene-ethylene-styrene 5.00 
copolyrner and Hydrogenated ethylene-propylene-styrene 
copolyrner 
Polyethylene 2.85 
B 3.80 
Waxes 
C 0.20 
Filler 
D 1.00 
Propylene Carbonate 

[0066] Procedure 

[0067] Combine A and heat to 92-98 C. mix until uniform; 
combine B & heat to 85-90 C. mix until uniform; add B to 
A and homogeniZe 30 min. 90-95 C.; cool to 50 C. then add 
C and continue to homogeniZe for 10 more min.; add D and 
homogeniZe 15 more min.;; cool to 30-35 C. W/mixing. 
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Example 14 

[0068] EYELINER 

Ingredient % 

i 
Isododecane 40.47 
Isododecane & Hydrogenated styrene-ethylene-butylene-styrene 28.00 
copolymer 
Pigments 18.00 
Bentone 4.25 
Filler 0.10 
B 

Preservatives 0.40 
Allyl Stearate/VA Copolymer 3. 60 
Waxes 2.90 
C 1.28 
Propylene Carbonate 

[0069] Procedure 

[0070] Combine B and heat to 70-75 C.; in a separate 
beaker, combine A & homoginiZe(35%) for 35 min, heating 
to 65 C. during the last 15 min; add B to A & continue to 
homoginiZe (35%) for 5 min. heating to 70-75 C.; add C & 
continue to homoginiZe (45-50%) for 30 min. maintaining 
temperature between 75-80 C.; cool While stirring to 30-35 
C. 

We claim: 
1. A transfer resistant cosmetic composition comprising 

an effective amount of at least one radial block copolymer 
?lm former. 

2. A transfer resistant cosmetic composition of claim 1 
Wherein said composition further comprises at least one 
additional ?lm former. 

3. A transfer resistant cosmetic composition comprising 
an effective amount of at least one tri-block copolymer ?lm 
former. 

4. A transfer resistant cosmetic composition of claim 3 
Wherein said composition further comprises at least one 
additional ?lm former. 

5. A transfer resistant cosmetic composition comprising: 

(a) an effective amount of at least one copolymer ?lm 
former selected from di-block, tri-block, multi-block, 
and radial copolymers, and 

(b) at least one additional ?lm former With the proviso that 
said additional ?lm former (b) is not selected from 
alkyl cycloalkylacrylate. 

6. A transfer resistant cosmetic product comprising a 
Water/oil emulsion foundation, said emulsion comprising an 
effective amount of at least one radial block copolymer ?lm 
former. 

7. Atransfer resistant cosmetic product of claim 6 Wherein 
said emulsion further contains at least one additional ?lm 
former. 

8. Atransfer resistant cosmetic product of claim 7 Wherein 
said additional ?lm former is an Allyl Stearate/VA copoly 
mer ?lm former. 

9. Atransfer resistant cosmetic product of claim 6 Wherein 
the Water phase of said Water/oil emulsion further comprises 
at least one ?lm former. 
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10. A transfer resistant cosmetic product of claim 9 
Wherein said additional ?lm former of said Water phase is 
PVP/VA copolymer ?lm former. 

11. A transfer resistant cosmetic product comprising a 
Water/oil emulsion foundation, said emulsion comprising an 
effective amount of at least one tri-block copolymer ?lm 
former. 

12. A transfer resistant cosmetic product of claim 11 
Wherein said emulsion further comprises at least one addi 
tional ?lm former. 

13. A transfer resistant cosmetic product of claim 12 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

14. A transfer resistant cosmetic product of claim 11 
Wherein the Water phase of said Water/oil emulsion further 
comprises at least one ?lm former. 

15. A transfer resistant cosmetic product of claim 14 
Wherein said ?lm former of said Water phase is PVP/VA 
copolymer ?lm former. 

16. A transfer resistant cosmetic product comprising a 
Water/oil emulsion foundation, said emulsion comprising: 

(a) an effective amount of at least one copolymer ?lm 
former selected from di-block, tri-block, multi-block, 
and radial copolymers, and 

(b) at least one additional ?lm former With the proviso that 
said additional ?lm former (b) is not selected from 
alkyl cycloalkylacrylate. 

17. A transfer resistant cosmetic product of claim 16 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

18. A transfer resistant cosmetic product of claim 16 
Wherein the Water phase of said Water/oil emulsion further 
comprises at least one ?lm former. 

19. A transfer resistant cosmetic product of claim 18 
Wherein said ?lm former of said Water phase is a PVP/VA 
copolymer ?lm former. 

20. A transfer resistant eyeliner product comprising an 
effective amount of at least one radial block copolymer ?lm 
former. 

21. A transfer resistant eyeliner product of claim 20 
Wherein said product further comprises at least one addi 
tional ?lm former. 

22. A transfer resistant eyeliner product of claim 21 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

23. A transfer resistant eyeliner product of claim 21 
Wherein said product further comprises organo-clays. 

24. A transfer resistant eyeliner product comprising an 
effective amount of at least one tri-block copolymer ?lm 
former. 

25. A transfer resistant eyeliner product of claim 24, 
Wherein said product further comprises at least one addi 
tional ?lm former. 

26. A transfer resistant eyeliner product of claim 25 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

27. A transfer resistant eyeliner product of claim 25 
Wherein said product further comprises organo-clays. 

28. A transfer resistant eyeliner product comprising: 

(a) an effective amount of at least one copolymer ?lm 
former selected from di-block, tri-block, multi-block, 
and radial copolymers, and 
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(b) at least one additional ?lm former With the proviso that 
said ?lm former (b) is not selected from alkyl 
cycloalkylacrylate. 

29. A transfer resistant eyeliner product of claim 28 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

30. A transfer resistant eyeliner product of claim 28 
Wherein said product further comprises organo-clays. 

31. A transfer resistant mascara product comprising an 
effective amount of at least one radial block copolymer ?lm 
former. 

32. A transfer resistant mascara product of claim 31 
Wherein said product further comprises at least one addi 
tional ?lm former. 

33. A transfer resistant mascara product of claim 32 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

34. A transfer resistant mascara product comprising an 
effective amount of at least one tri-block copolymer ?lm 
former. 

35. A transfer resistant mascara product of claim 34, 
Wherein said product further comprises at least one addi 
tional ?lm former. 

36. A transfer resistant mascara product of claim 35 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 

37. A transfer resistant mascara product comprising: 

(a) an effective amount of at least one copolymer ?lm 
former selected from di-block, tri-block, multi-block, 
and radial copolymers, and 

(b) at least one additional ?lm former With the proviso that 
said ?lm former (b) is not selected from alkyl 
cycloalkylacrylate. 

38. A transfer resistant mascara product of claim 37 
Wherein said additional ?lm former is an Allyl Stearate/VA 
copolymer ?lm former. 
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39. A transfer resistant lotion comprising an effective 
amount of at least one radial block copolymer ?lm former. 

40. A transfer resistant lotion of claim 39 Wherein said 
product further comprises at least one additional ?lm former. 

41. A transfer resistant lotion comprising an effective 
amount of at least one tri-block copolymer ?lm former. 

42. A transfer resistant lotion of claim 41, Wherein said 
product further comprises at least one additional ?lm former. 

43. A transfer resistant lotion comprising: 

(a) an effective amount of at least one copolymer ?lm 
former selected from di-block, tri-block, multi-block, 
and radial copolymers, and 

(b) at least one additional ?lm former With the proviso that 
said ?lm former (b) is not selected from alkyl 
cycloalkylacrylate. 

44. A transfer resistant lipstick product comprising an 
effective amount of at least one radial block copolymer ?lm 
former. 

45. A transfer resistant lipstick product of claim 44 
Wherein said product further comprises at least one addi 
tional ?lm former. 

46. A transfer resistant lipstick product comprising an 
effective amount of at least one tri-block copolymer ?lm 
former. 

47. A transfer resistant lipstick product of claim 46, 
Wherein said product further comprises at least one addi 
tional ?lm former. 

48. A transfer resistant lipstick product comprising: 

(a) an effective amount of at least one copolymer ?lm 
former selected from di-block, tri-block, multi-block, 
and radial copolymers, and 

(b) at least one additional ?lm former With the proviso that 
said ?lm former (b) is not selected from alkyl 
cycloalkylacrylate. 

* * * * * 


