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(57) ABSTRACT 
Cards which contain any one of the following thermoplastic 
resin compositions I to III in its material can be used as 
magnetic cards, IC cards, etc. since they are excellent in heat 
resistance, processability and embossability: 

I. Acomposition consisting of the following ingredients 
(A) and (B) 

II. A composition consisting of the following ingredi 
ents (A), (B) and (D) 

III. A composition consisting of 100 parts by weight of 
one or more selected from the following ingredients 
(A), (B) and (D) and 2 to 25 parts by weight of the 
following ingredient (C) 

(In the above I to III, 

the Ingredient Ais a polyester composed of dicarboXy 
lic acid components with terephthalic acid compo 
nent as a main dicarboxylic acid component and 
ethylene glycol component (I) and 1,4-cycloheX 
anedimethanol component (II) as main glycol com 
ponents, with the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cyclohexanedimethanol 
component (II) kept at 1 or more; 

ingredient B is an aromatic polycarbonate; 

ingredient C is an inorganic sheet-like ?ller of 0.5 to 20 
pm in average grain siZe; and 

the ingredient (D) is a polyester composed of dicar 
boXylic acid components with terephthalic acid com 
ponent as a main dicarboxylic acid component and 
ethylene glycol component (I) and 1,4-cycloheX 
anedimethanol component (II) as main glycol com 
ponents, with the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cyclohexanedimethanol 
component (II) kept at smaller than 1.) 
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THERMOPLASTIC RESIN COMPOSITION AND 
SHEETS AND CARDS MADE FROM THE SAME 

BACKGROUND ART 

[0001] The present invention relates to cards such as 
magnetic cards and IC cards excellent in the balance among 
heat resistance, processability and embossability, a sheet 
suitable for such cards, and a thermoplastic resin composi 
tion for such cards and sheet. 

[0002] In recent years, cards such as magnetic cards and 
IC cards are used for various applications. These cards are 
often embossed to three-dimensionally highlight symbols 
and characters. These cards are generally formed by a 
multi-layer sheet made of hard polyvinyl chloride resin. 
HoWever, since polyvinyl chloride resin is poor in durability 
and heat resistance, it may be deformed When exposed to a 
high temperature, and an embossable card material excellent 
in heat resistance to substitute polyvinyl chloride resin has 
been being demanded. 

[0003] Since 1,4-cyclohexanedimethanol derivative copo 
lymeriZed polyesters are Well embossable resins and are also 
excellent in mechanical strength and chemicals resistance, 
their application to cards is being examined. The 1,4 
cyclohexanedimethanol derivative copolymeriZed polyes 
ters are about 80° C. in glass transition temperature and are 
characteristically excellent also in processability, since they 
can be thermally fused at loW temperatures of about 110 to 
120° C. When processed into multi-layer sheets. HoWever, 
because of the loW glass transition temperature, they cannot 
be used for applications requiring heat resistance. One of 
methods conventionally considered for improving the heat 
resistance of 1,4-cyclohexanedimethanol derivative copoly 
meriZed polyesters is to blend a polymer With a high glass 
transition temperature. 

[0004] Japanese Patent Laid-Open (Kokai) No. 53-94536 
discloses a blend of a polycarbonate and poly(1,4-cyclohex 
anedimethanol terephthalate-co-isophthalate and a sheet 
made of it. The blend remains compatible in a Wide range of 
mixing ratios, and has the transparency peculiar to the 
polycarbonate and poly(1,4-cyclohexanedimethanol tereph 
thalate-co-isophthalate). The blend consisting of a polycar 
bonate and poly(1,4-cyclohexanedimethanol terephthalate 
co-isophthalate) and a sheet made of it can be certainly 
improved in heat resistance by increasing the polycarbonate 
content. HoWever, if heat resistance is improved, the pro 
cessing temperature also rises, and the blend and sheet could 
not have both high heat resistance and high processability. 

[0005] Japanese Patent Laid-Open (Kokai) No. 59-120648 
discloses a blend consisting of a polycarbonate and a 1,4 
cyclohexanedimethanol derivative copolymeriZed polyester. 
The blend can be substantially transparent (When 1,4-cyclo 
hexanedimethanol content is larger), or translucent or 
opaque (When ethylene glycol content is larger), depending 
on Which of 1,4-cyclohexanedimethanol or ethylene glycol 
is contained more in the glycol component of the 1,4 
cyclohexanedimethanol derivative copolymeriZed polyester 
used. HoWever, a substantially transparent blend is difficult 
to have both high heat resistance and high processability, 
since the processing temperature rises if the heat resistance 
is improved. Furthermore, said Japanese Patent Laid-Open 
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(Kokai) 59-120648 does not state anything about the thermal 
fusibility of the sheet, and does not disclose anything about 
the applicability to a multi-layer sheet or cards. 

[0006] Moreover, a blend consisting of a polycarbonate 
and a 1,4-cyclohexanedimethanol derivative copolymeriZed 
polyester has a problem that it is not suitable for embossable 
cards since if the polycarbonate content is increased, the 
embossability greatly declines though the heat resistance can 
be improved. 

[0007] A polycarbonate alone is excellent in heat resis 
tance, but is poor in embossability, and has been little 
examined for application to cards. 

[0008] Japanese Patent Laid-Open (Kokai) No. 8-279150 
discloses a card using non-oriented heat-crystalliZed poly 
ethylene terephthalate. HoWever, this card has a problem of 
loW embossability though having excellent heat resistance. 

[0009] The problem of the present invention is to provide 
cards such as magnetic cards and IC cards excellent in the 
balance among heat resistance, processability and emboss 
ability, a sheet suitable for such cards, and a thermoplastic 
resin composition suitable for such cards and sheet. 

Disclosure of the Invention 

[0010] The inventors studied intensively to provide cards 
such as magnetic cards and IC cards excellent in the balance 
among heat resistance, processability and embossability, a 
sheet suitable for such cards, and a thermoplastic resin 
composition suitable for such cards and sheet, and as a 
result, found that a blend consisting of a polycarbonate and 
a polyester composed of dicarboxylic acid components With 
terephthalic acid component as a main dicarboxylic acid 
component and ethylene glycol component (I) and 1,4 
cyclohexanedimethanol component (II) as main glycol com 
ponents, With the molar ratio (I)/(II) of ethylene glycol 
component (I) to 1,4-cyclohexanedimethanol component 
(II) kept at 1 or more is high in the effect of improving heat 
resistance at a relatively loW load required for card appli 
cation, and furthermore that if a polyester composed of 
dicarboxylic acid components With terephthalic acid com 
ponent as a main dicarboxylic acid component, and ethylene 
glycol component (I) and 1,4-cyclohexanedimethanol com 
ponent (II) as main glycol components, With the molar ratio 
(I)/(II) of ethylene glycol component (I) to 1,4-cyclohex 
anedimethanol component (II) kept smaller than 1 is further 
contained, the processability and heat resistance can be 
further improved. Moreover, it Was found that an inorganic 
sheet-like ?ller With a speci?c average grain siZe is highly 
effective for improving the embossability. Thus, the present 
invention has been completed. 

[0011] The present invention is: 

[0012] (1) A card, comprising any one of the folloWing 
thermoplastic resin compositions I to III in its material: 

[0013] I. A composition consisting of the folloWing 
ingredients (A) and (B) 

[0014] II. A composition consisting of the folloWing 
ingredients (A), (B) and (D) 

[0015] III. A composition consisting of 100 parts by 
Weight, in total, of the folloWing ingredients (A), (B) 
and (D) and 2 to 25 parts by Weight of the folloWing 
ingredient (C) 
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[0016] (In the above I to III, 

[0017] the ingredient A is a polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more; 

[0018] 
[0019] the ingredient C is an inorganic sheet-like 

?ller of 0.5 to 20 pm in average grain siZe; and 

[0020] the ingredient (D) is a polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) and 1,4-cycloheXanedimetha 
nol component (II) kept at smaller than 1.) 

[0021] (2) A card, stated in the above (1), Which can 
electrically, optically or magnetically record readable and 
Writable information and/or can record information by 
embossing. 

[0022] (3) A card, stated in the above (1) or (2), Wherein 
the thermoplastic resin composition is the composition II 
With a dispersed structure in Which a phase mainly consist 
ing of the ingredients (A) and (D) exists as a continuous 
phase. 

[0023] (4) A card, stated in the above (1) or (2), Wherein 
the thermoplastic resin composition is the composition II 
With a dispersed structure in Which a phase mainly consist 
ing of the ingredients (D) and (B) exists as a continuous 
phase. 

[0024] (5) A card, stated in any one of the above (1) 
through (4), Wherein the thermoplastic resin is the compo 
sition III. 

[0025] (6) A card, stated in any one of the above (1) 
through (5), Wherein the thermoplastic resin composition is 
a composition consisting of the ingredients (A), (B), (C) and 
(D) With a dispersed structure in Which a phase mainly 
consisting of the ingredients (A) and (D) eXists as a con 
tinuous phase. 

[0026] (7) A card, stated in any one of the above (1) 
through (5), Wherein the thermoplastic resin composition is 
a composition consisting of the ingredients (A), (B), (C) and 
(D) With a dispersed structure in Which a phase mainly 
consisting of the ingredients (D) and (B) eXists as a con 
tinuous phase. 

[0027] (8) A card, stated in any one of the above (1) 
through (7), Which is embossed. 

[0028] (9) A card, stated in any one of the above (1) 
through (8), Wherein the sheet-like ?ller is talc. 

[0029] (10) A card, stated in any one of the above (1) 
through (9), Which is obtained by processing a sheet. 

[0030] (11) A card, stated in any one of the above (1) 
through (10), Which is obtained by processing a multi-layer 
sheet produced by laminating a plurality of sheets. 

the ingredient B is an aromatic polycarbonate; 
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[0031] The present invention is also: 

[0032] (12) A sheet, comprising a thermoplastic resin 
composition consisting of the folloWing ingredients (A), (D) 
and (B): 

[0033] Ingredient (A): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more 

[0034] 
[0035] Ingredient (D): A polyester composed of 

dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) and 1,4-cycloheXanedimetha 
nol component (II) kept at smaller than 1. 

[0036] (13) A sheet, stated in the above (12), Wherein the 
thermoplastic resin composition has a dispersed structure in 
Which a phase mainly consisting of the ingredients (A) and 
(D) eXists as a continuous phase. 

[0037] (14) A sheet, stated in the above (12), Wherein the 
thermoplastic resin composition has a dispersed structure in 
Which a phase mainly consisting of the ingredients (D) and 
(B) eXists as a continuous phase. 

Ingredient (B): An aromatic polycarbonate 

[0038] (15) A sheet, comprising a thermoplastic resin 
composition consisting of 100 parts by Weight of one or 
more thermoplastic resins selected from the folloWing ingre 
dients (A), (B) and (D) and 2 to 25 parts by Weight of the 
folloWing ingredient (C): 

[0039] Ingredient (A): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more 

[0040] 
[0041] Ingredient (C): An inorganic sheet-like ?ller 

of 0.5 to 20 pm in average grain siZe 

[0042] Ingredient (D): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at smaller than 1. 

[0043] (16) A sheet, stated in the above (15), Wherein the 
thermoplastic resin composition consists of 100 parts by 
Weight, in total, of the ingredients (A) and (B) and 2 to 25 
parts by Weight of the ingredient 

Ingredient (B): An aromatic polycarbonate 
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[0044] (17) A sheet, stated in the above (15), Wherein the 
thermoplastic resin composition consists of 100 parts by 
Weight, in total, of the ingredients (A), (D) and (B) and 2 to 
25 parts by Weight of the ingredient 

[0045] (18) A sheet, stated in the above (17), Wherein the 
thermoplastic resin composition has a dispersed structure in 
Which a phase mainly consisting of the ingredients (A) and 
(D) eXists as a continuous phase. 

[0046] (19) A sheet, stated in the above (17), Wherein the 
thermoplastic resin composition has a dispersed structure in 
Which a phase mainly consisting of the ingredients (D) and 
(B) eXists as a continuous phase. 

[0047] (20) A sheet, stated in any one of the above (15) 
through (19), Wherein the sheet-like ?ller is talc. 

[0048] (21) A multi-layer sheet, comprising a sheet made 
of a thermoplastic resin composition consisting of the fol 
loWing ingredients (A) and (B) at least as one layer: 

[0049] Ingredient (A): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more 

[0050] 
[0051] (22) A multi-layer sheet, stated in the above (21), 
Wherein the thermoplastic resin composition further con 
tains the folloWing ingredient (D): 

[0052] Ingredient (D): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at smaller than 1. 

[0053] (23) A multi-layer sheet, stated in the above (22), 
Wherein the thermoplastic resin composition has a dispersed 
structure in Which a phase mainly consisting of the ingre 
dients (A) and (D) eXists as a continuous phase. 

[0054] (24) A multi-layer sheet, stated in the above (22), 
Wherein the thermoplastic resin composition has a dispersed 
structure in Which a phase mainly consisting of the ingre 
dients (D) and (B) eXists as a continuous phase. 

[0055] (25) A multi-layer sheet, stated in any one of the 
above (21) through (24), Which is embossed. 

Ingredient (B): An aromatic polycarbonate 

[0056] (26) A multi-layer sheet, comprising a sheet made 
of a thermoplastic resin composition consisting of 100 parts 
by Weight of one or more thermoplastic resins selected from 
the ingredients (A), (B) and (D) and 2 to 25 parts by Weight 
of the folloWing ingredient (C): 

[0057] Ingredient (A): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
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components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more 

[0058] 
[0059] Ingredient (C): An inorganic sheet-like ?ller 

of 0.5 to 20 pm in average grain siZe 

[0060] Ingredient (D): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) and 1,4-cycloheXanedimetha 
nol component (II) kept at smaller than 1. 

Ingredient (B): An aromatic polycarbonate 

[0061] (27) A multi-layer sheet, stated in the above (26), 
Wherein the thermoplastic resin composition consists of 100 
parts by Weight, in total, of the ingredients (A) and (B) and 
2 to 25 parts by Weight of the ingredient 

[0062] (28) A multi-layer sheet, stated in the above (26), 
Wherein the thermoplastic resin composition consists of 100 
parts by Weight, in total, of the ingredients (A), (D) and (B) 
and 2 to 25 parts by Weight of the ingredient 

[0063] (29) A multi-layer sheet, stated in the above (28), 
Wherein the thermoplastic resin composition has a dispersed 
structure in Which a phase mainly consisting of the ingre 
dients (A) and (D) eXists as a continuous phase. 

[0064] (30) A multi-layer sheet, stated in the above (28), 
Wherein the thermoplastic resin composition has a dispersed 
structure in Which a phase mainly consisting of the ingre 
dients (D) and (B) eXists as a continuous phase. 

[0065] (31) A multi-layer sheet, stated in any one of the 
above (26) through (30), Wherein the sheet-like ?ller is talc. 

[0066] (32) A multi-layer sheet, stated in any one of the 
above (26) through (31), Wherein a sheet made of a ther 
moplastic resin composition consisting of one or more 
selected from the ingredients (A), (B) and (D), and the 
ingredient (C) is provided as an inner layer. 

[0067] (33) A multi-layer sheet, stated in the above (32), 
Wherein a sheet made of a thermoplastic resin composition 
consisting of the ingredients (A) and (B) is provided as a 
surface layer. 

[0068] (34) A multi-layer sheet, stated in the above (33), 
Wherein the thermoplastic resin composition consisting of 
the ingredients (A) and (B) further contains the ingredient 
D . 

[0069] (35) A multi-layer sheet, stated in the above (34), 
Wherein the thermoplastic resin composition consisting of 
the ingredients (A), (B) and (D) has a dispersed structure in 
Which a phase mainly consisting of the ingredients (A) and 
(D) eXists as a continuous phase. 

[0070] (36) A multi-layer sheet, stated in the above (34), 
Wherein the thermoplastic resin composition consisting of 
the ingredients (A), (B) and (D) has a dispersed structure in 
Which a phase mainly consisting of the ingredients (D) and 
(B) eXists as a continuous phase. 

[0071] (37) A multi-layer sheet, stated in any one of the 
above (26) through (36), Which is embossed. 
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[0072] The present invention is also: 

[0073] (38) A card, stated in any one of the above (1) 
through (9), Which is produced by injection molding of the 
thermoplastic resin composition. 

[0074] The present invention is also: 

[0075] (39) A thermoplastic resin composition, compris 
ing the following ingredients (A), (D) and (B): 

[0076] Ingredient (A): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more 

[0077] 
[0078] Ingredient (D): A polyester composed of 

dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at smaller than 1. 

Ingredient (B): An aromatic polycarbonate 

[0079] (40) A thermoplastic resin composition, stated in 
the above (39), Which has a dispersed structure in Which a 
phase mainly consisting of the ingredients (A) and (D) eXists 
as a continuous phase. 

[0080] (41) A thermoplastic resin composition, stated in 
the above (39), Which has a dispersed structure in Which a 
phase mainly consisting of the ingredients (D) and (B) eXists 
as a continuous phase. 

[0081] (42) A thermoplastic resin composition, compris 
ing 100 parts by Weight of one or more thermoplastic resin 
compositions selected from the folloWing ingredients (A), 
(B) and (D) and 2 to 25 parts by Weight of the folloWing 
ingredient (C): 

[0082] Ingredient (A): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more 

[0083] 
[0084] Ingredient (C): An inorganic sheet-like ?ller 

of 0.5 to 20 pm in average grain siZe 

[0085] Ingredient (D): A polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at smaller than 1. 

Ingredient (B): An aromatic polycarbonate 
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[0086] (43) A thermoplastic resin composition, stated in 
the above (42), Which consists of 100 parts by Weight, in 
total, of the ingredients (A) and (B) and 2 to 25 parts of the 
ingredient 

[0087] (44) A thermoplastic resin composition, stated in 
the above (42), Which consists of 100 parts by Weight, in 
total, of the ingredients (A), (D) and (B) and 2 to 25 parts by 
Weight of the ingredient 

[0088] (45) A thermoplastic resin composition, stated in 
the above (44), Which has a dispersed structure in Which a 
phase mainly consisting of the ingredients (A) and (D) eXists 
as a continuous phase. 

[0089] (46) A thermoplastic resin composition, stated in 
the above (44), Which has a dispersed structure in Which a 
phase mainly consisting of the ingredients (D) and (B) eXists 
as a continuous phase. 

[0090] The Most Preferred Embodiments of the Invention 

[0091] A card in the present invention refers to a molded 
rectangular sheet of 10 mm to 300 mm in long side length 
and 10 mm to 200 mm in short side length (the long side 
length can also be equal to the short side length, that is, the 
sheet can also be square) and of 50 to 5000 pm in thickness, 
and a molded sheet larger than the card in any of the 
dimensions is called a sheet. A preferable card has a rect 
angular form of 50 to 100 mm in long side length and 25 to 
80 mm in short side length and 400 to 2000 pm in thickness, 
and a more preferable card has a rectangular form of about 
85 mm in long side length and about 54 mm in short side 
length and 600 to 900 pm in thickness. 

[0092] The card in the present invention refers to a card 
Which can generally record information, and is especially 
suitable as a card Which can electrically, optically or mag 
netically record readable and/or Writable information, and/or 
can record information by embossing. Speci?cally, prefer 
able cards include magnetic cards, optical cards, etc. such as 
a contact type IC card (smart card), non-contact type IC card 
With an IC chip embedded in it and magnetically striped 
card. In vieW of applications, the cards include prepaid 
cards, credit cards, banking cards, various identi?cation 
cards, etc. 

[0093] The cards of the present invention are eXcellent in 
the balance among heat resistance, processability and 
embossability and can very practically endure the use under 
severe conditions. 

[0094] The cards of the present invention can be produced, 
preferably by molding a thermoplastic resin composition 
into a sheet, and cutting it into cards, or laminating such 
sheets to form a multi-layer sheet, and cutting it into cards. 
A sheet secondarily processed by press molding, etc. can 
also be processed into cards. Furthermore, a thermoplastic 
resin composition may be melt-kneaded and pelletiZed, and 
processed into cards by publicly knoWn press molding, but 
the production of cards by injection molding is preferable. 

[0095] For production of a sheet, any publicly knoWn 
methods such as T die method and in?ation method can be 
used. The sheet of the present invention can be a single-layer 
sheet or obtained by laminating tWo or more sheets of the 
same or different kinds. For laminating tWo or more sheets, 
knoWn methods such as co-eXtrusion method, heat lamina 
tion method and hot melt method can be used as desired. 
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Since the sheets of the present invention can be thermally 
fused at a loW temperature, heat lamination method can be 
preferably used. 

[0096] The thickness of the sheet in the present invention 
is not especially limited. In the case of a single-layer sheet, 
the thickness is preferably 50 to 5000 pm, more preferably 
100 to 1000 pm. In the case of a laminate consisting of tWo 
or more sheets, the entire thickness is preferably 150 to 5000 
pm, more preferably 300 to 1000 pm. The thicknesses of 
respective sheets can be properly decided, depending on the 
number of sheets laminated, the entire thickness, decorative 
effect, etc. 

[0097] The thermoplastic resin composition used as the 
material of the cards and sheets of the present invention is 
any one of the folloWing compositions I to III. 

[0098] I. Composition consisting of the folloWing 
ingredients (A) and (B) 

[0099] II. Composition consisting of the folloWing 
ingredients (A), (B) and (D) 

[0100] III. Composition consisting of 100 parts by 
Weight, in total, of the folloWing ingredients (A), (B) 
and (D) and 2 to 25 parts by Weight of the folloWing 
ingredient (C) 

[0101] (In the above I to III, 

[0102] the ingredient A is a polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at 1 or more; 

[0103] 
[0104] the ingredient C is an inorganic sheet-like 

?ller of 0.5 to 20 pm in average grain siZe; and 

[0105] the ingredient (D) is a polyester composed of 
dicarboXylic acid components With terephthalic acid 
component as a main dicarboXylic acid component 
and ethylene glycol component (I) and 1,4-cyclo 
heXanedimethanol component (II) as main glycol 
components, With the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol 
component (II) kept at smaller than 1.) 

[0106] At ?rst, the ingredients (A) through (D) are 
described beloW. 

[0107] In the present invention, the ingredient (A) is a 
polyester composed of dicarboXylic acid components With 
terephthalic acid component as a main dicarboXylic acid 
component and ethylene glycol component (I) and 1,4 
cycloheXanedimethanol component (II) as main glycol com 
ponents, With the molar ratio (I)/(II) of ethylene glycol 
component (I) to 1,4-cycloheXanedimethanol component 
(II) kept at 1 or more. 

[0108] The ingredient (A), preferably, has the molar ratio 
(I)/(II) of ethylene glycol component (I) to 1,4-cycloheX 
anedimethanol component (II) kept at 90/10~60/40, more 
preferably 75/25~65/35 in the glycol components, and con 
tains terephthalic acid as an acid component. 

the ingredient B is an aromatic polycarbonate; 
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[0109] In the present invention, the ingredient (D) is a 
polyester composed of dicarboXylic acid components With 
terephthalic acid component as a main dicarboXylic acid 
component and ethylene glycol component (I) and 1,4 
cycloheXanedimethanol component (II) as main glycol com 
ponents, With the molar ratio (I)/(II) of ethylene glycol 
component (I) to 1,4-cycloheXanedimethanol component 
(II) kept at smaller than 1. 

[0110] The ingredient (D), preferably, has the molar ratio 
(I)/(II) of ethylene glycol component (I) to 1,4-cycloheX 
anedimethanol component (II) at 2/3 or less in the glycol 
components, and can contain isophthalic acid component in 
addition to terephthalic acid component as acid components. 
More preferably, it has the molar ratio (I)/(II) of ethylene 
glycol component (I) to 1,4-cycloheXanedimethanol com 
ponent (II) kept at 30/70~40/60, and contains terephthalic 
acid component as an acid component. 

[0111] In the present invention, the method for producing 
the 1,4-cycloheXanedimethanol derivative copolymeriZed 
polyesters used as the ingredients (A) and (D) is not espe 
cially limited. For eXample, they can be produced by poly 
condensing terephthalic acid or any of its loWer alkyl esters, 
1,4-cycloheXanedimethanol and ethylene glycol in the pres 
ence of absence of a catalyst such as an organic titanium 
compound. As the polymeriZation conditions, for eXample, 
the conditions stated in US. Pat. No. 2,901,466 can be 
applied. 
[0112] In the present invention, the 1,4-cycloheX 
anedimethanol derivative copolymeriZed polyesters used as 
the ingredients (A) and (D) can have usually 20 mol % or 
less, preferably 10 mol % or less of another dicarboXylic 
acid such as isophthalic acid, orthophthalic acid, 2,6-naph 
thalenedicarboXylic acid, 2,7-naphthalenedicarboXylic acid, 
1,5-naphthalenedicarboXylic acid, methylterephthalic acid, 
4,4‘-biphenyldicarboXylic acid, 2,2‘-biphenyldicarboXylic 
acid, 1,2‘-bis(4-carboXyphenoXy)-ethane, succinic acid, adi 
pic acid, suberic acid, aZelaic acid, sebacic acid, dodecanedi 
onic acid, octadecanedicarboXylic acid, dimeric acid or 
1,4-cycloheXanedicarboXylic acid as another acid compo 
nent, and another glycol such as propylene glycol, 1,5 
pentanediol, 1,6-heXanediol, 1,8-octanediol, 1,10-de 
canediol, 1 ,3-cycloheXanedimethanol, 1 ,2 
cycloheXanedimethanol or 2,2-bis(2‘ 
hydroXyethoXyphenyl)propane as another glycol 
component, respectively copolymeriZed, as far as the effect 
of the present invention is not impaired. 

[0113] The aromatic polycarbonate used as the ingredient 
(B) in the present invention is preferably produced With at 
least one or more selected from 2,2‘-bis(4-hydroXyphenyl 
)propane (bisphenol A), 4,4‘ -dihydroXydiphenylsulfone and 
4,4‘-dihydroXydiphenyl ether as a main raW material, and 
among them, an aromatic polycarbonate produced With 
bisphenolA as a main raW material is preferable. Concretely, 
a polycarbonate obtained by the ester interchange method or 
phosgene method using said bisphenol A as a dihydroXy 
component is preferable. Furthermore, a polycarbonate 
obtained by using bisphenol A partially (preferably by 10 
mol % or less) substituted by 4,4‘ -dihydroXydiphenylal 
kane, 4,4‘-dihydroXydiphenylsulfone or 4,4‘-dihydroXy 
diphenyl ether, etc. is also preferable. 
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[0114] In the present invention, the inorganic sheet-like 
?ller as the ingredient (C) is preferably a ?ller of three 
dimensionally anisotropic and biaxially oriented grains. It 
can be selected, for example, from talc, kaolin, mica, seric 
ite, basic magnesium carbonate, aluminum hydroxide, glass 
?akes, etc. TWo or more of these ?llers can also be used 
together. Among these ?llers, talc and kaolin are preferable, 
and talc is most preferable. 

[0115] The average grain siZe of the inorganic sheet-like 
?ller is preferably, 0.5 to 20 pm, more preferably 1 to 10 pm 
in the stage before mixing. If the grain siZe is in this range, 
the moldability of the thermoplastic resin composition into 
a sheet and cards is good, and the effect for improving 
embossability is high. Furthermore, transparency is also 
excellent. 

[0116] The average grain siZe of the inorganic sheet-like 
?ller can be measured by the centrifugal precipitation 
method. 

[0117] The inorganic sheet-like ?ller can also be treated on 
the surfaces of its grains by a coupling agent such as an 
isocyanate based compound, organic silane based com 
pound, organic titanate based compound, organic borane 
based compound or epoxy compound. 

[0118] The compositions I to III are described beloW. 

[0119] The composition I consists of the ingredients (A) 
and The composition I is good in heat resistance and 
alloWs thermal fusion at a relatively loW temperature. There 
fore, the composition is especially useful as a material to be 
used as at least one layer of a multi-layer sheet, and is also 
suitable for cards obtained by processing it. 

[0120] The mixing ratio of the ingredients (A) and (B) in 
the composition I is not especially limited, and in the case 
of a dispersed structure in Which the ingredient (A) exists as 
a continuous phase or in the case of a dispersed structure in 
Which the ingredient (B) exists as a continuous phase, the 
composition can have both high heat resistance and high 
processability. In a dispersed structure, it can happen that the 
ingredient (3) exists as a dispersed phase in a continuous 
phase formed by the ingredient (A), or that both the ingre 
dients (A) and (B) exist as continuous phases, or that the 
ingredient (A) exists as a dispersed phase in a continuous 
phase formed by the ingredient A dispersed structure 
refers to any multi-phase structure other than a single phase. 

[0121] As for the mixing ratio in this case, it is preferable 
that the amount of the ingredient (A) is 10 to 90 Wt % While 
the amount of the ingredient (B) is 90 Wt % to 10 Wt % based 
on the total Weight of the ingredients (A) and In this 
mixing ratio range, cards and a multi-layer sheet excellent in 
both heat resistance and processability can be obtained. 
Especially if the amount of the ingredient (A) is 50 to 90 Wt 
% While the amount of the ingredient (B) is 50 to 10 Wt %, 
the ingredient (A) is likely to form a continuous phase, and 
the thermoplastic resin composition alloWs thermal fusion at 
a loW temperature of 110 to 130° C. On the other hand, if the 
amount of the ingredient (A) is 10 to 50 Wt % While the 
amount of the ingredient (B) is 90 to 50 Wt %, the ingredient 
(B) is likely to form a continuous phase, and the thermo 
plastic resin composition alloWs thermal fusion at a practical 
temperature of 130 to 150° C. even though excellent in heat 
resistance. 
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[0122] The composition II consists of the ingredients (A), 
(B) and The composition is preferably further higher in 
processability and heat resistance than the composition I, 
since it further contains the ingredient 

[0123] The mixing ratio of the respective ingredients in 
the composition II is not especially limited. In the case of a 
dispersed structure in Which a phase mainly consisting of the 
ingredients (A) and (B) exists as a continuous phase or in the 
case of a dispersed structure in Which a phase mainly 
consisting of the ingredients (B) and (D) exists as a con 
tinuous phase, heat resistance is especially high. In such a 
dispersed structure, it can happen that a phase mainly 
consisting of the ingredients (B) and (D) exists as a dis 
persed phase in a continuous phase mainly consisting of the 
ingredients (A) and (D), or that a phase mainly consisting of 
the ingredients (A) and (D) and a phase mainly consisting of 
the ingredients (B) and (D) exist as continuous phases, or 
that a phase mainly consisting of the ingredients (A) and (D) 
exist as a dispersed phase in a continuous phase mainly 
consisting of the ingredients (B) and 

[0124] In this case, as for the amounts of the respective 
ingredients, the amount of the ingredient (B) is preferably 10 
to 900 parts by Weight, more preferably 20 to 500 parts by 
Weight based on 100 parts by Weight in total of the ingre 
dients (A) and 

[0125] Especially When the amount of the ingredient (B) is 
10 to 100 parts by Weight based on 100 parts by Weight in 
total of the ingredients (A) and (D), a dispersed structure in 
Which a phase mainly consisting of the ingredients (A) and 
(D) exists as a continuous phase is likely to be obtained, and 
high processability can be assured preferably. Furthermore, 
if the amount of the ingredient (B) is more than 100 parts by 
Weight to 900 parts by Weight based on 100 parts by Weight 
in total of the ingredients (A) and (D), a dispersed structure 
in Which a phase mainly consisting of the ingredients (B) 
and (D) exists as a continuous phase is likely to be obtained, 
and higher heat resistance can be assured preferably. 

[0126] In this case, the ratio by Weight (A)/(D) of the 
ingredient (A) to the ingredient (D) is preferably 90/10~ 
30/70, more preferably 80/20~50/50, and in this range, an 
especially good dispersed structure can be obtained. 

[0127] The composition III consists of 100 parts by Weight 
of one or more selected from the ingredients (A), (B) and 
(D), and 2 to 25 parts by Weight of the ingredient Since 
the composition III contains the ingredient (C), embossabil 
ity is greatly improved preferably Without loWering heat 
resistance and processability. 

[0128] In the composition III, it is preferable to use at least 

the ingredient (A) or (D), especially the ingredient Furthermore, it is preferable to use at least tWo or more of 

the ingredients (A), (B) and 

[0129] Especially preferable combinations for the com 
pound III include a composition consisting of the ingredients 
(A), (B) and (C) and a composition consisting of the 
ingredients (A), (B), (C) and Among them, a compo 
sition consisting of the ingredients (A), (B), (C) and (D) is 
especially preferable. 
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[0130] The amount of the ingredient (C) is 2 to 25 parts by 
Weight, preferably 4 to 15 parts by Weight based on 100 parts 
by Weight in total of the ingredients (A), (B) and (D) (if any 
ingredient is not contained, the amount of the ingredient is 
0 part by Weight for calculating the total amount). If the 
amount is in this range, moldability is good, and a good 
sheet and cards can be obtained. Furthermore, the effect for 
improving embossability is high, and transparency is also 
excellent. 

[0131] When tWo or more are selected from the ingredi 
ents (A), (B) and (D), the ratio of the respective ingredients 
is optional. When the ingredients (A) and (B) are used 
together, or When all of the ingredients (A), (B) and (D) are 
used together, the preferable mixing ratios and modes stated 
for the above compositions I and II can be adopted. 

[0132] In the present invention, the method for blending 
the respective ingredients is not especially limited, and any 
publicly knoWn method can be used. Speci?cally a single 
screW or double-screW extruder can be used for homogenous 
melt-kneading. As another method, speci?c ingredients only 
can be preliminarily kneaded, and the kneaded mixture as a 
masterbatch can be kneaded With the remaining ingredients. 

[0133] The composition of the present invention can also 
contain other various additives as far as the object of the 
present invention is not impaired. These other additives 
include a reinforcing material such as glass ?bers, carbon 
?bers, asbestos ?bers, rock Wool, calcium carbonate, quartZ 
sand, bentonite, clay, Wollastonite, barium sulfate, glass 
beads, mica and titanium oxide, ?ller, antioxidant (phospho 
rus based, sulfur based, etc.), ultraviolet absorbent, thermal 
stabiliZer (hindered phenol based, etc.), lubricant, releasing 
agent, antistatic agent, anti-blocking agent, colorant includ 
ing dye and pigment, ?ame retarder (halogen based, phos 
phorus based, etc.), ?ame retarding aid (antimony com 
pound such as antimony trioxide, Zirconium oxide, 
molybdenum oxide, etc.), foaming agent, crosslinking agent 
(e.g., polyepoxy compound, isocyanate compound, acid 
anhydride, etc.), etc. Furthermore, any other synthetic resin 
(e. g., polyamide resin, polystyrene resin, acrylic resin, poly 
ethylene resin, ethylene/vinyl acetate copolymer, phenoxy 
resin, epoxy resin, silicone resin, etc.) can also be contained. 

[0134] The thermoplastic resin composition can be made 
opaque by adding, for example, titanium oxide, etc. When it 
is used as cards capable of recording information such as 
magnetic cards and IC cards, usually 2 to 25 parts by Weight 
of titanium oxide can be added based on 100 parts by Weight, 
in total, of the ingredients (A) to (D), for making the 
composition opaque. 

[0135] The thermoplastic resin composition can be 
molded into a sheet, and such sheets can be further lami 
nated into a multi-layer sheet. 

[0136] In the case of a multi-layer sheet, at least one layer 
is formed by said composition I, II or III. As the composition 
III, a thermoplastic resin composition consisting of 100 parts 
by Weight of one or more selected from the ingredients (A), 
(B) and (D) and 2 to 25 parts by Weight of the ingredient (C) 
is preferable, and especially, a thermoplastic resin compo 
sition consisting of 100 parts by Weight, in total, of the 
ingredients (A) and (B) and 2 to 25 parts by Weight of the 
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ingredient (C), and a thermoplastic resin composition con 
sisting of 100 parts by Weight, in total, of the ingredients (A), 
(B) and (D) and 2 to 25 parts by Weight of the ingredient (C) 
are preferable. 

[0137] Other preferable modes are also the same as 
described in detail for the compositions I to III. 

[0138] The materials of the other layers are not especially 
limited, and such materials as paper, cloth and synthetic 
resins (e.g., polyole?n resins, polyamide resins, polyimide 
resins, polyester resins, polyvinyl chloride resin, vinyl chlo 
ride/vinyl acetate copolymer resin, ABS resin, etc.) can be 
used. BetWeen the respective layers, as required, an adhesive 
layer can also be formed. Furthermore, the respective layers 
can be printed, and also be coated With a magnetic material. 
The magnetic layer can exist over the entire sheet or partially 
on the sheet as stripes. 

[0139] To produce a multi-layer sheet of the present inven 
tion by heat lamination, sheets of a material to alloW thermal 
fusion in a temperature range of 110 to 150° C., for example, 
amorphous polyester sheets can be preferably used. 

[0140] An amorphous polyester can be a polyester of 5 
cal/g or less in crystalliZation calorie When cooled from a 
molten state at a rate of 10° C./min by a differential scanning 
calorimeter. 

[0141] The amorphous polyester sheets to be laminated 
can be sheets of an amorphous polyester alone or of a 

composition containing an amorphous polyester. The amor 
phous polyester can be selected from amorphous polyeth 
ylene terephthalate, polyethylene terephthalate copolymer, 
1,4-cyclohexanedimethanol derivative copolymeriZed poly 
esters, etc. Any of these amorphous polyesters can be used 
as a mixture With another amorphous polymer. The amor 
phous polymer can be an aromatic polycarbonate or amor 

phous polyester, etc., and among them, an aromatic poly 
carbonate is preferable. The amount of the amorphous 
polymer to be added is preferably 10 to 90 Wt %. 

[0142] The multi-layer sheet of the present invention 
consists of tWo or more layers. It is preferable that the 
thickness of the sheet made of the composition I, the sheet 
made of the composition II or the sheet made of the 
composition III is at least 50% or more of all the sheets. It 
is more preferable that all the sheets are sheets made of the 
composition I, sheets made of the composition II or sheets 
made of the composition III, and these laminated sheets can 
be of the same material or different materials. 

[0143] If a sheet not containing the ingredient (C) is used 
as the surface layer, the multi-layer sheet is preferably 
excellent in appearance since the sheet is very excellent in 
transparency. A sheet containing the ingredient (C) is suit 
able for cards, since it is very excellent in embossability. 
Therefore, If a sheet made of the composition III as a sheet 
containing the ingredient (C) is used as an inner layer and a 
sheet made of the composition I or II is used as the surface 
layer, the multi-layer sheet is excellent in both heat resis 
tance and embossability. 
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EXAMPLES 

[0144] The effects of the present invention are described 
further below in reference to examples. 

Examples 1 to 8 

[0145] The raW materials stated in Table 1 Were dry 
blended at a ratio stated in Table 1, using a V blender, and 
the blend Was fed unto an extruder, and discharged from a 
T die, to obtain sheets of 100 pm and 600 pm in thickness. 
The sheet-like ?ller Was preliminarily kneaded, and supplied 
as a masterbatch. 

[0146] The sheets of 100 pm and 600 pm in thickness Were 
fed into a press molding machine, and held at the tempera 
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[0147] The dispersion mode of the tWo-layer sheet Was 
observed by a transmission electron microscope, and the 
observed mode is shoWn in Table 1. 

Comparative Examples 1 to 4 

[0148] TWo-layer sheets Were produced as described in 
Examples 1, 2, 5 and 6, except that poly(1,4-cyclohex 
anedimethanol terephthalate-co-isophthalate) Was used as 
the ingredient (A) instead of the polyester consisting of 
terephthalic acid component, ethylene glycol component 
and 1,4-cyclohexanedimethanol component, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4-cyclo 
hexanedimethanol component (II) kept at about 70/30, and 
the adhesiveness Was examined under the same conditions 
as in Example 1. 

TABLE 1 

Dispersion mode Fusion Adhesiveness 

Composition Continuous Dispersed temperature between the 

A(Wt %) B(Wt %) C(Wt %) D(Wt %) E(Wt %) phase phase (° C.) same sheets 

Example 1 70 30 — — — A B 120 0 

Example 2 35 30 — 35 — A + D B + D 120 0 

Example 3 63 27 10 — — A + C B + D 120 0 

Example 4 40 27 10 23 — A + D + C B + D + C 120 0 
Example 5 30 70 — — — B A 145 0 

Example 6 15 70 — 15 — B + D A + D 145 0 

Example 7 27 63 10 — — B + C A + C 145 0 

Example 8 18 63 10 9 — B + D + C A + D + C 145 0 
Comparative — 30 — — 70 Single phase 120 X 

example 1 
Comparative — 30 — 35 35 Single phase 120 X 

example 2 
Comparative — 70 — — 30 Single phase 145 X 

example 3 
Comparative — 70 — 15 15 Single phase 145 X 

example 4 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter GN071 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas Chemical Co., Inc. 
C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter DN003 produced by Eastman Chemical 
E: Poly(1,4-cyclohexanedimethanol terephthalate-co-isophthalate), Easter 6761 produced by Eastman Chemical 

ture stated in Table 1 at a pressure of 1 MPa for 10 minutes, 
to be thermally fused, and the adhesiveness Was examined. 
In Table 1, a laminate Which could be separated by hand Was 
expressed by x, and a laminate Which could not be separated 
by hand, by 0. The ingredient (A) used Was a polyester 
consisting of terephthalic acid component, ethylene glycol 
component and 1,4-cyclohexanedimethanol component, 
With the molar ratio (I)/(II) of ethylene glycol component (I) 
to 1,4-cyclohexanedimethanol component (II) kept at about 
70/30 (“Easter” GN071 produced by Eastman Chemical). 
The ingredient (B) used Was “Yupiron” S3000 produced by 
Mitsubishi Engineering Plastics KK. The ingredient (C) 
used Was talc LMS-300 produced by Fuji Talc Kogyo K.K. 
(1.4 pm in average grain siZe). The ingredient (D) used Was 
a polyester consisting of terephthalic acid component, eth 
ylene glycol component and 1,4-cyclohexanedimethanol 
component, With the molar ratio (I)/(II) of ethylene glycol 
component (I) to 1,4-cyclohexanedimethanol component 
(II) kept at about 35/65 (“Easter” DN003 produced by 
Eastman Chemical). 

Comparative Example 5 

[0149] A 1 mm thick hard polyvinyl chloride sheet 
(Takiron ESS8800A) Was fed into a press molding machine, 
to produce sheets of 100 pm and 600 pm in thickness at a 
temperature of 230° C. and at a pressure of 1 MPa. 

[0150] The sheets of 100 pm and 600 pm in thickness Were 
fed into a press molding machine, and held at a temperature 
of 120° C. and at a pressure of 1 MPa for 10 minutes, to be 
thermally fused. The adhesiveness Was examined. The tWo 
layer sheet had not been fused, and could be separated. 

Examples 9 to 13, and Comparative Examples 6 
and 7 

[0151] The raW materials stated in Table 2 Were dry 
blended at a ratio stated in Table 2 using a V blender, and the 
blend Was fed into an extruder and pelletiZed at 270° C., to 
obtain a thermoplastic resin composition. The thermoplastic 
resin composition Was molded into 100 mm><100 mm><0.8 
mm cards by press molding at a temperature of 230° C. and 
at a pressure of 1 MPa. 
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[0152] From the cards, specimens of 85 mm><54 mm Were 
cut out, to evaluate heat resistance by a heat sag test. TABLE 3 

Speci?cally, a one-end area of 20 mm><54 mm Was sup 

ported horizontally in a hot air oven of 105° C., and 60 Sheet Defor 

minutes later, the sag distance at the tip of the specimen Was Composition lamin' mation 

measured. 
A B C D ation in heat sag 

TABLE 2 (Wt %) (Wt %) (Wt %) (Wt %) mode test (mm) 

Sheet Defor- Example 14 15 70 — 15 Single 2 

Composition lamin- mation sheet 

Example 15 25 70 — 5 Single 1 

A B C D ation in heat sag Sheet 

(Wt %) (Wt %) (Wt %) (Wt %) mode test (mm) Example 16 27 63 10 _ Single 10 

sheet 

Example 9 35 3O — 35 Single 7 Example 17 14 63 10 13 Single 1 

sheet Sheet 

Example 10 5O 3O — 20 Single 9 Example 18 23 63 10 4 Single 1 

sheet Sheet 

Example 11 63 27 10 — Single 18 Comparative _ 7O _ 30 Single 38 

Sheet example 8 sheet 

Example 12 32 27 1O 31 Single 5 Comparative 100 — — — Single Vertical 

Sheet example 9 sheet sag 
Example 13 45 27 10 18 Single 7 

Sheet A: Poly(ethylene—co—1,4—cyclohexanedimethylene terephthalate), Easter 
Comparatve — 3O — 70 Single 43 GN07 produced by Eastman Chemical 

example 6 Sheet glsrrlcilgiiitgopollryccarbonate, Yupiron S3000 produced by Mitsubishi Gas 

Comparative 100 — — — Single Vertical C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo 

example 7 sheet sag K.K. 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
GN07 produced by Eastman Chemical 

B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas 
Chemical Co., Inc. 

C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo 
K.K. 

D: poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 

Examples 14 to 18, and Comparative Examples 8 
and 9 

[0153] The raW materials stated in Table 3 Were dry 

blended at a ratio stated in Table 3 using a V blender, and the 

blend Was fed into an extruder and pelletiZed at 270° C., to 

obtain a thermoplastic resin composition. The thermoplastic 
resin composition Was molded into cards of 100 mm><100 

mm><0.8 mm by press molding at a temperature of 230° C. 

and at a pressure of 1 MPa. 

[0154] From the cards, specimens of 85 mm><54 mm Were 
cut out, to evaluate heat resistance by a heat sag test. 

Speci?cally, a one-end area of 20 mm><54 mm Was sup 

ported horiZontally in a hot air oven of 135° C., and 60 

minutes later, the sag distance at the tip of the specimen Was 
measured. 

D: Poly(ethylene—co—1,4—cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 

Examples 19 to 26, and Comparative Example 10 

[0155] The raW materials stated in Table 4 Were dry 

blended at a ratio stated in Table 4 using a V blender, and the 

blend Was fed into an extruder, and discharged from a T die, 

to obtain sheets of 100 pm and 300 pm in thickness. 

[0156] The sheets of 100 pm and 300 pm in thickness Were 

overlapped in the order of 100/300/300/100 pm (“/” 
expresses lamination), and the laminate Was fed into a press 

molding machine and held at a temperature of 120° C. and 

at a pressure of 1 MPa for 10 minutes, to be thermally fused. 

In Examples 19 to 24, sheets of the same kind Were 

laminated. In Examples 25 and 26, sheets containing an 
inorganic sheet-like ?ller Were used as the inner layers and 

sheets not containing any inorganic sheet-like ?ller Were 

used as the surface layers. 

[0157] From the four-layer sheet, specimens of 85 mm><54 
mm>< 0.8 mm Were cut out, to evaluate heat resistance by a 

heat sag test. Speci?cally, a one-end area of 20 mm><54 mm 

Was supported horiZontally in a hot air oven of 105° C., and 

60 minutes later, the sag distance at the tip of the specimen 
Was measured. 
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TABLE 4 

Sheet Deformation 
Composition lamination in heat sag 

A(Wt %) B(Wt %) C(Wt %) D(Wt %) mode test (mm) 

Example 19 70 30 — — Multi-layer 19 

sheet 
Example 20 35 30 — 35 Multi-layer 6 

sheet 
Example 21 50 30 — 20 Multi-layer 8 

sheet 
Example 22 63 27 10 — Multi-layer 18 

sheet 
Example 23 32 27 10 31 Multi-layer 4 

sheet 
Example 24 45 27 10 18 Multi-layer 6 

sheet 
Example Surface 70 30 — — Multi-layer 18 

25 layer sheet 
Inner 63 27 — — Multi-layer 

layer sheet 
Example Surface 50 30 10 20 Multi-layer 7 
26 layer sheet 

Inner 45 27 10 18 Multi-layer 
layer sheet 

Comparative — 30 — 70 Single 43 

example 6 sheet 
Comparative 100 — — — Multi-layer Vertical 

example 10 sheet sag 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter GN071 produced by Eastman 
Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas Chemical Co., Inc. 
C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter DN003 produced by Eastman 
Chemical 

Examples 27 to 34, and Comparative Example 11 

[0158] The raW materials stated in Table 5 Were dry 

blended at a ratio stated in Table 5 using a V blender, and the 

blend Was fed into an extruder, and discharged from a T die, 
to obtain sheets of 100 pm and 300 pm in thickness. 

[0159] The sheets of 100 pm and 300 pm in thickness Were 

overlapped in the order of 100/300/300/100 pm (“/” 
expresses lamination), and the laminate Was fed into a press 
molding machine and held at a temperature of 145° C. and 

at a pressure of 1 MPa for 10 minutes, to be thermally fused. 

In Examples 27 to 32, sheets of the same kind Were 

laminated. In Examples 33 and 34, sheets containing an 
inorganic sheet-like ?ller Were used as the inner layers, and 
sheets not containing any inorganic sheet-like ?ller Were 
used as the surface layers. 

[0160] From the four-layer sheet, specimens of 85 mm><54 
mm>< 0.8 mm Were cut out, to evaluate heat resistance by a 

heat sag test. Speci?cally, a one-end area of 20 mm><54 mm 

Was supported horizontally in a hot air oven of 135° C., and 
60 minutes later, the sag distance at the tip of the specimen 
Was measured. 

TABLE 5 

Sheet Deformation 
Composition lamination in heat sag 

A(Wt %) B(Wt %) C(Wt %) D(Wt %) mode test (mm) 

Example 27 30 70 — — Multi-layer 12 

sheet 
Example 28 15 70 — 15 Multi-layer 2 

sheet 
Example 29 25 70 — 5 Multi-layer 1 

sheet 
Example 30 27 63 10 — Multi-layer 8 

sheet 
Example 31 14 63 10 13 Multi-layer 1 

sheet 
Example 32 23 63 10 4 Multi-layer 1 

sheet 
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TABLE 5-continued 

Sheet Deformation 
Composition lamination in heat sag 

A(Wt %) B(Wt %) C(Wt %) D(Wt %) mode test (mm) 

Example Surface 30 70 — — Multi-layer 10 

33 layer sheet 
Inner 27 63 10 — Multi-layer 

layer sheet 
Example Surface 25 70 — 5 Multi-layer 1 
34 layer sheet 

Inner 23 63 10 4 Multi-layer 
layer sheet 

Comparative — 70 — 30 Single 38 

example 8 sheet 
Comparative 100 — — — Multi-layer Vertical 

example 11 sheet sag 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter GN071 produced by Eastman 
Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas Chemical Co., Inc. 
C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter DN003 produced by Eastman 
Chemical 

Examples 35 to 39, and Comparative Examples 12 
and 13 

[0161] The raW materials stated in Table 6 Were dry 

blended at a ratio stated in Table 6 using a V blender, and the 

blend Was fed into an extruder and pelletiZed at 270° C., to 

obtain a thermoplastic resin composition. The thermoplastic 
resin composition Was fed into an injection molding 
machine, and molded into cards of 85 mm><54 mm><0.8 mm 

at a processing temperature of 275° C. and at a mold 

temperature of 60° C. 

[0162] A one-end area of 20 mm><54 mm of a specimen 

Was supported horizontally in a hot air oven of 105° C., and 

60 minutes later, the sag distance at the tip of the specimen 
Was measured. 

TABLE 6 

Defor 
mation 

Composition in heat sag 

A(Wt %) B(Wt %) C(Wt %) D(Wt %) test (mm) 

Example 35 35 30 — 35 8 

Example 36 50 30 — 20 10 

Example 37 63 27 10 — 18 

Example 38 32 27 10 31 6 
Example 39 45 27 10 18 8 
Comparative — 30 — 70 45 

example 12 
Comparative 100 — — — Vertical 

example 13 sag 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
GN07 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas 
Chemical Co., Inc. 
C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo 
K.K. 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 

Examples 40 to 44, and Comparative Examples 14 
and 15 

[0163] The raW materials stated in Table 7 Were dry 

blended at a ratio stated in Table 7 using a V blender, and the 

blend Was fed into an extruder and pelletiZed at 270° C., to 

obtain a thermoplastic resin composition. The thermoplastic 
resin composition Was fed into an injection molding 

machine, and molded into cards of 85 mm><54 mm><0.8 mm 

at a processing temperature of 275° C. and at a mold 

temperature of 60° C. 

[0164] A one-end area of a specimen Was supported hori 

Zontally in a hot air oven of 135° C., and 60 minutes later, 

the sag distance at the tip of the specimen Was measured. 

TABLE 7 

Defor 

mation 

Composition in heat sag 

A(Wt %) B(Wt %) C(Wt %) D(Wt %) test (mm) 

Example 40 15 70 — 15 2 

Example 41 25 70 — 5 1 

Example 42 27 63 10 — 12 

Example 43 14 63 10 13 1 

Example 44 23 63 10 4 1 

Comparative — 70 — 30 40 

example 14 
Comparative 100 — — — Vertical 

example 15 sag 

A: Poly(ethylene—co—1,4—cyclohexanedimethylene terephthalate), Easter 
GN07 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas 
Chemical Co., Inc. 
C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo 
K.K. 
D: Poly(ethylene—co—1,4—cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 
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Examples 45 to 49, and Comparative Examples 16 
to 18 

[0165] The raW materials stated in Table 8 Were dry 
blended at a ratio stated in Table 8 using a V blender, and the 
blend Was fed into an extruder and discharged from a T die, 
to obtain sheets of 100 pm and 300 pm in thickness. 

[0166] The sheets of 100 pm and 300 pm Were overlapped 
in the order of 100/300/300/100 pm (“/” expresses lamina 
tion), and the laminate Was fed into a press molding machine 
and held at a pressure of 1 MPa for 10 minutes, to be 
thermally fused, thus obtaining cards of 85 mm><54 mm><0.8 
mm. 

[0167] The cards Were embossed using a manual embosser 
(NE-1600 produced by Nippon Jikensha), and the Warping 
of the cards Was measured according to JIS X 6301. 

[0168] In Examples 45 and 46 and Comparative Examples 
16 and 17, cards Were produced at a sheet molding tem 
perature of 250° C. and at a thermal fusion temperature of 
120° C. In Comparative Example 18, cards Were produced 
at a sheet molding temperature of 270° C. and at a thermal 
fusion temperature of 200° C. In Examples 47 to 49, cards 
Were produced at a sheet molding temperature of 260° C. 
and at a thermal fusion temperature of 200° C. 

TABLE 8 

Composition 

A(parts B(parts C(parts D(parts Warping of 
by by by by card 
Weight) Weight) Weight) Weight) (mm) 

Example 45 100 — 11 — 1.4 

Example 46 — — 11 100 1.5 

Example 47 50 50 11 — 1.6 
Example 48 — 50 11 50 1.7 

Example 49 25 50 11 25 1.6 
Comparative 100 — — — 1.9 

example 16 
Comparative — — — 100 2.0 

example 17 
Comparative — 100 — — 2.9 

example 18 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
GNO7 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas 
Chemical Co., Inc. 
C: Talc, Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 

Examples 50 to 54, and Comparative Examples 19 
to 21 

[0169] The raW materials stated in Table 9 Were dry 
blended at a ratio stated in Table 9 using a V blender, and the 
blend Was melt-kneaded and pelletiZed by a double-screW 
extruder, to obtain a resin composition. The composition 
Was fed into an injection molding machine, to mold cards in 
conformity With JIS X 6301. 

[0170] The cards Were embossed using a manual embosser 
(NE-1600 produced by Nippon Jikensha), and the Warping 
of cards Was measured according to JIS X 6301. 

[0171] In Examples 50 and 51 and Comparative Examples 
19 and 20, cards Were produced at a processing temperature 
of 270° C. and at a mold temperature of 40° C. In Com 
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parative Example 21, cards Were produced at a processing 
temperature of 280° C. and at a mold temperature of 90° C. 
In Examples 52 to 54, cards Were produced at a processing 
temperature of 275° C. and at a mold temperature of 60° C. 

TABLE 9 

Composition 

A(parts B(parts C(parts D(parts Warping of 
by by by by card 
Weight) Weight) Weight) Weight) (mm) 

Example 50 100 — 11 — 1.5 

Example 51 — — 11 100 1.5 

Example 52 50 50 11 — 1.7 

Example 53 — 50 11 50 1.7 

Example 54 25 50 11 25 1.7 

Comparative 100 — — — 2.0 

example 19 
Comparative — — — 100 2.0 

example 20 
Comparative — 100 — — 3.0 

example 21 

A: Poly(ethylene—co—1,4—cyclohexanedimethylene terephthalate), Easter 
GNO7 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas 
Chemical Co., Inc. 
C: Talc, Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
D: Poly(ethylene—co—1,4—cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 

Examples 55 to 58, and Comparative Examples 22 
and 23 

[0172] The raW materials stated in Table 10 Were dry 
blended at a ratio stated in Table 10 using a V blender, and 
the blend Was fed into an extruder set at 260° C. and 

discharged from a T die, to obtain sheets of 100 pm and 300 
pm in thickness. 

[0173] The sheets of 100 pm and 300 pm Were overlapped 
in the order of 100/300/300/100 pm (“/” expresses lamina 
tion), and the laminate Was fed into a press molding machine 
and held at a pressure of 1 MPa for 10 minutes, to be 
thermally fused, thus obtaining cards of 85 mm><54 mm><0.8 
mm. 

[0174] The cards Were embossed using a manual embosser 
(NE-1600 produced by Nippon Jikensha), and the Warping 
of cards Was measured according to JIS X 6301. 

[0175] In Examples 55 and 56 and Comparative Examples 
22 and 23, cards Were produced at a sheet molding tem 
perature of 250° C. and at a thermal fusion temperature of 
120° C. In Examples 57 and 58, cards Were produced at a 
sheet molding temperature of 260° C. and at a thermal fusion 
temperature of 200° C. 

[0176] In Comparative Example 23, though the Warping 
Was small, the melt kneadability Was loW and the sheet 
discharge stability Was poor. So, moldability Was remark 
ably loW. 
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TABLE 10 

Composition 

A(parts B(parts C(parts D(parts Warping 
by by by by of Mold 
Weight) Weight) Weight) Weight) card (mm) ability 

Example 55 100 — 2 — 1.8 0 

Example 45 100 — 11 — 1.4 0 

Example 56 100 — 25 — 1.0 0 

Example 57 25 50 2 25 2.0 0 

Example 49 25 50 11 25 1.6 0 

Example 58 25 50 25 25 1.2 0 
Comparative 100 — 1 — 1.9 0 

example 22 
Comparative 100 — 30 — 0.9 x 

example 23 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
GN07 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas 
Chemical Co., Inc. 
C: Talc, Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter 
DN003 produced by Eastman Chemical 
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[0178] 
kaolin (burned kaolin “Satintone” 5 of 0.8 pm in average 

In Example 59, as an inorganic sheet-like ?ller, 

grain size produced by Hayashi Kasei In Compara 
tive Example 24, as an inorganic spherical ?ller, silica 

(“Nipseal” E150K produced by Nippon Silica Kogyo Was used. In Comparative Example 25, as an inorganic 

needle-like ?ller, Wollastonite (“NYAD G” produced by 

Nyco Minerals) Was used. 

[0179] The sheets of 100 pm and 300 pm Were overlapped 

in the order of 100/300/300/100 pm (“/” expresses lamina 

tion), and fed into a press molding machine, and held at a 

temperature of 200° C. and at a pressure of 1 MPa for 10 

minutes, to obtain cards in conformity With JIS X 6301. 

[0180] The cards Were embossed by a manual embosser 

(NE-1600 produced by Nippon Jikensha), and the Warping 
of cards Was measured according to JIS X 6301. 

TABLE 11 

Composition 

C (parts by Weight) 

Sheet- Sheet- Needle 

A B like like Spherical like D 

(parts by (parts by ?ller ?ller ?ller ?ller (parts by Warping of 
Weight) Weight) (talc) (kaolin) (silica) (Wollastonite) Weight) card (mm) 

Example 45 100 — 11 — — — — 1.4 

Example 46 100 — — 11 — — — 1.5 

Example 47 25 50 11 — — — 25 1.6 

Example 48 25 50 — 11 — — 25 1.7 

Comparative 100 — — — 11 — — 2.0 

example 24 
Comparative 100 — — — — 11 — 1.9 

example 25 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter GN071 produced by Eastman Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas Chemical Co., Inc. 

C: Inorganic sheet-like ?ller, Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
C: Sheet-like ?ller (kaolin), burned kaolin Satintone 5 produced by Hayashi Kasei 

C: Spherical ?ller (silica), Nipseal E150K produced by Nippon Silica Kogyo K.K. 
C: Needle-like ?ller (Wollastonite), NYAD G produced by Nyco Minerals 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter DN003 produced by Eastman Chemical 

Examples 59 and 60, and Comparative Examples 
24 and 25 

[0177] The raW materials stated in Table 11 Were dry 

blended at a ratio stated in Table 11 using a V blender, and 

the blend Was fed into an extruder set at 260° C., and 

discharged from a T die, to obtain sheets of 100 pm and 300 

pm in thickness. 

Examples 61 to 64, and Comparative Example 26 

[0181] The raW materials stated in Table 12 Were blended 

at a ratio stated in Table 12 using a V blender, and the blend 

Was fed into an extruder set at 260° C. and discharged from 

a T die, to obtain sheets of 100 pm and 300 pm in thickness. 
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[0182] In Examples 61 and 63, as an inorganic sheet-like 
?ller, talc of 5.5 pm in average grain size (PKP-80 produced 
by Fuji Talc Kogyo Was used. In Examples 62 and 64, 
as an inorganic sheet-like ?ller, talc of 12.0 pm in average 
grain size (NK48 produced by Fuji Talc Kogyo Was 
used. In Comparative Example 26, as an inorganic sheet-like 
?ller, talc of 24.5 pm in average grain size (Supercut 15 
produced by Fuji Talc Kogyo Was used. 

[0183] The sheets of 100 pm and 300 pm Were overlapped 
in the order of 100/300/300/100 pm (“/” expresses lamina 
tion), and the laminate Was fed into a press molding machine 
and held at a temperature of 200° C. and at a pressure of 1 
MPa for 10 minutes, to be thermally fused, thus obtaining 
cards in conformity With JIS X 6301. 

[0184] The cards Were embossed using a manual embosser 
(NE-1600 produced by Nippon Jikensha), and the Warping 
of cards Was measured according to JIS X 6301. 

TABLE 12 
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the ingredient B is an aromatic polycarbonate; 

the ingredient C is an inorganic sheet-like ?ller of 0.5 to 
20 pm in average grain size; and 

the ingredient (D) is a polyester composed of dicarboxylic 
acid components With terephthalic acid component as a 
main dicarboxylic acid component and ethylene glycol 
component (I) and 1,4-cyclohexanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cyclohexanedimethanol component (II) kept at smaller 
than 1.) 

2. A card, according to claim 1, Which can electrically, 
optically or magnetically record readable and Writable infor 
mation and/or can record information by embossing. 

3. A card, according to claim 1 or 2, Wherein the thermo 
plastic resin composition is the composition II With a 
dispersed structure in Which a phase mainly consisting of the 
ingredients (A) and (D) exists as a continuous phase. 

Composition 

C parts by Weight 

Average Average Average Average 
A B grain grain grain grain D 

(parts by (parts by size size size size (parts by Warping of 
Weight) Weight) 1.4 ,um 5.5 [um 12 [um 24.5 ,um Weight) card (mm) 

Example 45 100 — 11 — — — — 1.4 

Example 61 100 — — 11 — — — 1.1 

Example 62 100 — — — 11 — — 1.4 

Example 49 25 50 11 — — — 25 1.6 

Example 63 25 50 — 11 — — 25 1.3 

Example 64 25 50 — — 11 — 25 1.6 

Comparative 100 — — — — 11 — 1.9 

example 26 

A: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter GN071 produced by Eastman 
Chemical 
B: Aromatic polycarbonate, Yupiron S3000 produced by Mitsubishi Gas Chemical Co., Inc. 
C: Talc LMS-300 produced by Fuji Talc Kogyo K.K. 
C: Talc PKP-8O produced by Fuji Talc Kogyo K.K. 
C: Talc NK48 produced by Fuji Talc Kogyo K.K. 
C: Talc SC15 produced by Fuji Talc Kogyo K.K. 
D: Poly(ethylene—co—1,4-cyclohexanedimethylene terephthalate), Easter DNOO3 produced by Eastman 
Chemical 

1. A card, comprising any one of the folloWing thermo 
plastic resin compositions I to III in its material: 

I. A composition consisting of the folloWing ingredients 
(A) and (B) 

II. A composition consisting of the folloWing ingredients 
(A), (B) and (D) 

III. A composition consisting of 100 parts by Weight of 
one or more selected from the folloWing ingredients 
(A), (B) and (D) and 2 to 25 parts by Weight of the 
folloWing ingredient (C) 

(In the above I to III, 
the ingredient A is a polyester composed of dicarboxylic 

acid components With terephthalic acid component as a 
main dicarboxylic acid component and ethylene glycol 
component (I) and 1,4-cyclohexanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cyclohexanedimethanol component (II) kept at 1 or 
more; 

4. A card, according to claim 1 or 2, Wherein the thermo 
plastic resin composition is the composition II With a 
dispersed structure in Which a phase mainly consisting of the 
ingredients (D) and (B) exists as a continuous phase. 

5. A card, according to any one of claims 1 through 4, 
Wherein the thermoplastic resin is the composition III. 

6. A card, according to any one of claims 1 through 5, 
Wherein the thermoplastic resin composition is a composi 
tion consisting of the ingredients (A), (B), (C) and (D) With 
a dispersed structure in Which a phase mainly consisting of 
the ingredients (A) and (D) exists as a continuous phase. 

7. A card, according to any one of claims 1 through 5, 
Wherein the thermoplastic resin composition is a composi 
tion consisting of the ingredients (A), (B), (C) and (D) With 
a dispersed structure in Which a phase mainly consisting of 
the ingredients (D) and (B) exists as a continuous phase. 

8. A card, according to any one of claims 1 through 7, 
Which is embossed. 
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9. A card, according to any one of claims 1 through 8, 
wherein the sheet-like ?ller is talc. 

10. A card, according to any one of claims 1 through 9, 
Which is obtained by processing a sheet. 

11. A card, according to any one of claims 1 through 10, 
Which is obtained by processing a multi-layer sheet pro 
duced by laminating a plurality of sheets. 

12. Asheet, comprising a thermoplastic resin composition 
consisting of the folloWing ingredients (A), (D) and (B): 

Ingredient (A): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at 1 or 
more 

Ingredient (B): An aromatic polycarbonate 

Ingredient (D): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at smaller 
than 1. 

13. A sheet, according to claim 12, Wherein the thermo 
plastic resin composition has a dispersed structure in Which 
a phase mainly consisting of the ingredients (A) and (D) 
eXists as a continuous phase. 

14. A sheet, according to claim 12, Wherein a phase 
mainly consisting of the thermoplastic resin composition has 
a dispersed structure in Which a phase mainly consisting of 
the ingredients (D) and (B) eXists as a continuous phase. 

15. Asheet, comprising a thermoplastic resin composition 
consisting of 100 parts by Weight of one or more thermo 
plastic resins selected from the folloWing ingredients (A), 
(B) and (D) and 2 to 25 parts by Weight of the folloWing 
ingredient (C): 

Ingredient (A): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at 1 or 
more 

Ingredient (B): An aromatic polycarbonate 

Ingredient (C): An inorganic sheet-like ?ller of 0.5 to 20 
pm in average grain siZe 

Ingredient (D): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at smaller 
than 1. 

16. A sheet, according to claim 15, Wherein the thermo 
plastic resin composition consists of 100 parts by Weight, in 
total, of the ingredients (A) and (B) and 2 to 25 parts by 
Weight of the ingredient 

15 
Aug. 30, 2001 

17. A sheet, according to claim 15, Wherein the thermo 
plastic resin composition consists of 100 parts by Weight, in 
total, of the ingredients (A), (D) and (B) and 2 to 25 parts by 
Weight of the ingredient 

18. A sheet, according to claim 17, Wherein the thermo 
plastic resin composition has a dispersed structure in Which 
a phase mainly consisting of the ingredients (A) and (D) 
eXists as a continuous phase. 

19. A sheet, according to claim 17, Wherein the thermo 
plastic resin composition has a dispersed structure in Which 
a phase mainly consisting of the ingredients (D) and (B) 
eXists as a continuous phase. 

20. A sheet, according to any one of claims 15 though 19, 
Wherein the sheet-like ?ller is talc. 

21. A multi-layer sheet, comprising a sheet made of a 
thermoplastic resin composition consisting of the folloWing 
ingredients (A) and (B) as at least one layer: 

Ingredient (A): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at 1 or 
more 

Ingredient (B): An aromatic polycarbonate. 
22. A multi-layer sheet, according to claim 21, Wherein 

the thermoplastic resin composition further contains the 
following ingredient (D): 

Ingredient (D): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) and 
1,4-cycloheXanedimethanol component (II) kept at 
smaller than 1. 

23. A multi-layer sheet, according to claim 22, Wherein 
the thermoplastic resin composition has a dispersed structure 
in Which a phase mainly consisting of the ingredients (A) 
and (D) exists as a continuous phase. 

24. A multi-layer sheet, according to claim 22, Wherein 
the thermoplastic resin composition has a dispersed structure 
in Which a phase mainly consisting of the ingredients (D) 
and (B) exists as a continuous phase. 

25. Amulti-layer sheet, according to any one of claims 21 
through 24, Which is embossed. 

26. A multi-layer sheet, comprising a sheet made of a 
thermoplastic resin composition consisting of 100 parts by 
Weight of one or more thermoplastic resins selected from the 
ingredients (A), (B) and (D) and 2 to 25 parts by Weight of 
the ingredient (C): 

Ingredient (A): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at 1 or 
more 

Ingredient (B): An aromatic polycarbonate 



US 2001/0018111 A1 

Ingredient (C): An inorganic sheet-like ?ller of 0.5 to 20 
pm in average grain size 

Ingredient (D): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at smaller 
than 1. 

27. A multi-layer sheet, according to claim 26, Wherein 
the thermoplastic resin composition consists of 100 parts by 
Weight, in total, of the ingredients (A) and (B) and 2 to 25 
parts by Weight of the ingredient 

28. A multi-layer sheet, according to claim 26, Wherein 
the thermoplastic resin composition consists of 100 parts by 
Weight, in total, of the ingredients (A), (D) and (B) and 2 to 
25 parts by Weight of the ingredient 

29. A multi-layer sheet, according to claim 28, Wherein 
the thermoplastic resin composition has a dispersed structure 
in Which a phase mainly consisting of the ingredients (A) 
and (D) eXists as a continuous phase. 

30. A multi-layer sheet, according to claim 28, Wherein 
the thermoplastic resin composition has a dispersed structure 
in Which a phase mainly consisting of the ingredients (D) 
and (B) eXists as a continuous phase. 

31. A multi-layer sheet, according to any one of claims 26 
through 30, Wherein the sheet-like ?ller is talc. 

32. A multi-layer sheet, according to any one of claims 26 
through 31, Wherein a sheet made of a thermoplastic resin 
composition consisting of one or more selected from the 
ingredients (A), (B) and (D), and the ingredient (C) is 
provided as an inner layer. 

33. A multi-layer sheet, according to claim 32, Wherein a 
sheet made of a thermoplastic resin composition consisting 
of the ingredients (A) and (B) is provided as a surface layer. 

34. A multi-layer sheet, according to claim 33, Wherein 
the thermoplastic resin composition consisting of the ingre 
dients (A) and (B) further contains the ingredient 

35. A multi-layer sheet, according to claim 34, Wherein 
the thermoplastic resin composition consisting of the ingre 
dients (A), (B) and (D) has a dispersed structure in Which a 
phase mainly consisting of the ingredients (A) and (D) eXists 
as a continuous phase. 

36. A multi-layer sheet, according to claim 34, Wherein 
the thermoplastic resin composition consisting of the ingre 
dients (A), (B) and (D) has a dispersed structure in Which a 
phase mainly consisting of the ingredients (D) and (B) eXists 
as a continuous phase. 

37. A multi-layer sheet, according to any one of claims 26 
through 36, Which is embossed. 

38. A card, according to any one of claims 1 through 9, 
Which is produced by injection molding of the thermoplastic 
resin composition. 

39. A thermoplastic resin composition, comprising the 
folloWing ingredients (A), (D) and (B): 

Ingredient (A): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at 1 or 
more 
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Ingredient (B): An aromatic polycarbonate 

Ingredient (D): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at smaller 
than 1. 

40. Athermoplastic resin composition, according to claim 
39, Which has a dispersed structure in Which a phase mainly 
consisting of the ingredients (A) and (D) eXists as a con 
tinuous phase. 

41. Athermoplastic resin composition, according to claim 
39, Which has a dispersed structure in Which a phase mainly 
consisting of the ingredients (D) and (B) eXists as a con 
tinuous phase. 

42. A thermoplastic resin composition, comprising 100 
parts by Weight of one or more thermoplastic resin compo 
sitions selected from the folloWing ingredients (A), (B) and 
(D) and 2 to 25 parts by Weight of the folloWing ingredient 
(C): 

Ingredient (A): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at 1 or 
more 

Ingredient (B): An aromatic polycarbonate 

Ingredient (C): An inorganic sheet-like ?ller of 0.5 to 20 
pm in average grain siZe 

Ingredient (D): Apolyester composed of dicarboXylic acid 
components With terephthalic acid component as a 
main dicarboXylic acid component and ethylene glycol 
component (I) and 1,4-cycloheXanedimethanol compo 
nent (II) as main glycol components, With the molar 
ratio (I)/(II) of ethylene glycol component (I) to 1,4 
cycloheXanedimethanol component (II) kept at smaller 
than 1. 

43. Athermoplastic resin composition, according to claim 
42, Which consists of 100 parts by Weight, in total, of the 
ingredients (A) and (B) and 2 to 25 parts of the ingredient 
(C). 

44. Athermoplastic resin composition, according to claim 
42, Which consists of 100 parts by Weight, in total, of the 
ingredients (A), (D) and (B) and 2 to 25 parts by Weight of 
the ingredient 

45. Athermoplastic resin composition, according to claim 
44, Which has a dispersed structure in Which a phase mainly 
consisting of the ingredients (A) and (D) eXists as a con 
tinuous phase. 

46. Athermoplastic resin composition, according to claim 
44, Which has a dispersed structure in Which a phase mainly 
consisting of the ingredients (D) and (B) eXists as a con 
tinuous phase. 


