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(57) ABSTRACT 

Elongated composite deck sections or panels are formed by 
pultruding a plastics resin material with multiple layers or 
mats of glass ?bers and longitudinally extending unidirec 
tional ?bers to form a base wall integrally connecting 
upwardly projecting and longitudinally extending tubular 
ribs. Each rib has opposite side surfaces converging towards 
the base wall, and longitudinally extending ears project 
laterally outwardly from the side surfaces. The top surface of 
each panel is coated with epoxy adhesive, and the top 
surface of the base wall is also coated with an aggregate of 
crushed stone. The deck panels are assembled in laterally 
adjacent overlapping relation to form a permanent compos 
ite deck form. A mat of ?ber reinforced composite rods are 
spaced above the deck panels which are surrounded by 
border forms, and concrete is poured onto the deck panels 
which positively bond with the concrete. Vertical steel studs 
are welded to steel frame members which support the 
composite deck panels and project upwardly into the con 
crete to tie the concrete to the frame members. Angle support 
strips are attached to center support beams to provide a 
bridge deck system with a crown. 
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COMPOSITE DECK SYSTEM AND METHOD OF 
CONSTRUCTION 

BACKGROUND OF THE INVENTION 

[0001] In the construction and repair of concrete bridge 
decks, it is common to position a plurality of corrugated 
sheet steel panels in an overlapping manner on steel support 
beams for the deck to provide a permanent base form, and 
the panels may have various corrugated cross-sectional 
con?gurations. A Wood or steel form is installed around the 
periphera of the assembled deck panels, and the steel periph 
eral forms may be attached to the steel deck panels to remain 
as permanent forms With the deck panels. Upper and loWer 
layers or grids of reinforced steel rods or rebars are posi 
tioned at predetermined levels above the steel deck panels, 
and concrete is poured onto the deck panels up to the top 
level of the peripheral forms. 

[0002] The problem of corrosion of the steel deck panels 
and the steel reinforcing rods or rebars Within the concrete 
over a period of years is Well knoWn. Such corrosion is 
caused by atmospheric pollutants, road salt, vehicle emis 
sions, acid rain and other pollutants. Over a period of years, 
the concrete decks deteriorate due to Water seeping through 
pores and cracks Within the concrete and contacting the steel 
reinforcement rods, causing them to corrode. Eventually, the 
support strength of the steel and concrete deck signi?cantly 
reduces, thus requiring either reconstruction or replacement 
of the bridge deck. In order to avoid corrosion of the 
corrugated steel deck panels, it is knoWn to use precast 
concrete panels Which have embedded reinforcement, for 
example, as disclosed in US. Pat. No. 5,425,152. The 
precast concrete deck panels may also form parallel spaced 
concrete beams Which may be prestressed or post-tensioned 
With reinforcing cables. 

SUMMARY OF THE INVENTION 

[0003] The present invention is directed to an improved 
composite deck system Which is ideally suited for use in 
constructing bridge decks, and to the method of constructing 
the deck system. The deck system of the invention provides 
excellent corrosion resistance and thereby signi?cantly 
increases the service life of bridge decks. The composite 
deck system also provides a cost effective or relatively 
inexpensive solution to forming a non-corrosive deck Which 
is capable of supporting a substantial load over a long period 
of time. The deck system of the invention further enables the 
use of established design values for composite reinforcing 
materials in concrete so that bridge decks of various siZes 
and characteristics may be designed using conventional 
methods for designing bridge decks. 

[0004] In accordance With a preferred embodiment of the 
invention, elongated composite deck sections or panels are 
formed by pultruding a plastics resin material With longitu 
dinally extending mats of glass ?bers and longitudinally 
extending unidirectional ?bers to form a base Wall integrally 
connecting upWardly projecting and longitudinally extend 
ing tubular ribs each having a generally square cross 
sectional con?guration. The opposite side surfaces of each 
rib converge slightly toWards the base Wall, and longitudi 
nally extending ribs or ears project laterally outWardly from 
the side surfaces to aid in resisting potential vertical shearing 
at the concrete and composite panel interfaces. The pultru 
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sion is cut into sections or panels of predetermined lengths, 
and the top surface of each deck panel is coated With epoxy 
adhesive and an aggregate of crushed stone to protect the 
deck section against alkaline attack from concrete and to 
provide positive bonding to concrete. 

[0005] The deck panels are positioned or assembled in 
laterally adjacent overlapping relation and span parallel 
spaced steel frame members or beams to form a permanent 
pultruded deck form. A mat or grid of ?ber reinforced 
composite rods are spaced above the deck panels, and 
vertical steel studs are Welded to the steel beams Which 
support the composite deck panels. The studs project 
upWardly into a concrete layer Which is poured onto the deck 
panels to a predetermined level above the composite rein 
forcing rods. 

[0006] Other features and advantages of the invention Will 
be apparent from the folloWing description, the accompa 
nying draWings and the appended claims. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0007] FIG. 1 is a fragmentary vertical section of a 
composite deck system constructed in accordance With the 
invention; 

[0008] FIG. 2 is an enlarged cross-section of a composite 
deck panel constructed in accordance With the invention and 
used to form the deck system shoWn in FIG. 1; 

[0009] FIG. 3 is a fragmentary section of a composite 
deck system similar to that shoWn in FIG. 1 and With end 
portions of tWo pultruded deck panels supported by a steel 
support beam; 

[0010] FIG. 4 is a fragmentary section similar to FIG. 3 
and illustrating intermediate portions of the deck panels 
supported by a steel beam; 

[0011] FIGS. 5 & 6 are fragmentary sections similar to 
FIGS. 3 & 4 and shoWing the support of a center portion of 
the deck panels to form a croWn or haunch in the composite 

deck; 

[0012] FIG. 7 is a fragmentary section of a deck system 
similar to that shoWn in FIG. 1 and With opposite end 
portions of the assembled deck panels supported by steel 
beams; and 

[0013] FIG. 8 is a fragmentary section of the deck system 
and taken generally on the line 8-8 of FIG. 4. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

[0014] FIG. 1 illustrates a deck assembly or system 10 
Which spans a frame of parallel spaced steel support beams 
12 Which typically form the frameWork for a bridge. The 
deck system 10 includes a plurality of elongated and over 
lapping pultruded composite deck sections or panels 15. A 
concrete layer 18 is bonded to the deck panels and has an 
upper portion reinforced by a mat or grid 22 of pultruded 
composite reinforcing rods 24 each having longitudinally 
extending ?bers bonded together by a plastics resin. Such 
reinforcing rods are produced, for example, by Marshall 
Industries Composites, Inc. in Lima, Ohio and are disclosed 
in US. Pat. No. 5,650,109. 
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[0015] Referring to FIG. 2, each of the elongated com 
posite deck sections or panels 15 is pultruded With multiple 
layers each having parallel spaced or longitudinally extend 
ing continuous ?bers embedded in a plastics resin, and the 
?bers may be glass or carbon or high strength plastics 
material. Preferably, each base section or panel 15 comprises 
multiple individual layers of ?ber reinforcing mat With the 
?ber content about 57% by volume and the resin content 
about 43% by volume. The ?brous mats or layers preferably 
have parallel elongated ?bers oriented in different directions 
such as ?bers Which extend in +/—45° in one layer and 
unidirectional ?bers in another layer. Each of the deck 
panels 15 includes a generally ?at base Wall 26 having one 
off-set longitudinally extending edge portion 28 for over 
lapping the opposite edge portion of an adjacent panel as 
shoWn in FIG. 1. 

[0016] Each panel 15 also has a pair of longitudinally 
extending tubular ribs 32 each have a generally square 
cross-sectional con?guration and integrally connected by 
the base Wall 26. The ribs 32 project upWardly from the base 
Wall generally to the center portion of the concrete layer 18, 
as shoWn in FIG. 1. Each of the ribs 32 has opposite side 
surfaces 34 Which converge slightly toWards the base Wall 
26, and a longitudinally extending minor rib or ear 36 
projects laterally outWardly from each of the side surfaces 
34. The top surface of the base Wall 26 and the outer surfaces 
of each tubular rib 32 have a coating 38 of epoxy adhesive, 
and a layer 42 of aggregate or crushed stone is bonded by the 
epoxy coating 38 to the top surface of the base Wall 26, as 
shoWn in FIG. 2. 

[0017] The deck system 10 is installed on a support frame 
usually consisting of parallel spaced steel beams such as the 
I-beams 12 shoWn in FIGS. 1 and 3-8. The panels 15 are 
positioned so the edge portion 28 of each panel overlaps an 
edge portion of an adjacent panel, and the overlapping edge 
portions may be secured together by longitudinally spaced 
screWs or fasteners (not shoWn). After the panels are 
arranged or positioned to form a deck form on the beams 12, 
L-shaped edge panels or forms 46 are secured to the beams 
12 around the periphera of the deck form, and vertical steel 
studs 48 are Welded to the top surfaces of the beams 12 at 
longitudinally spaced intervals. 

[0018] Referring to FIG. 8, When necessary, circular holes 
52 are cut Within the deck panels 15 to provide for inserting 
and Welding the studs 48 to the beams 12. The mat or grid 
22 of composite reinforcing rods 24 is positioned above the 
assembled deck panels 15 by suitable plastic support chairs 
(not shoWn) Which are commercially available. The layer 18 
of concrete is then poured onto the assembled deck panels 15 
and through the reinforcing grid 22, and the top surface of 
the concrete layer 18 is leveled and ?nished With a screed. 

[0019] Referring to FIGS. 5 & 6, When it is desired to 
elevate center portions of the deck panels 15 to provide the 
deck system 10 With a croWn or haunch in the center portion 
of the deck, L-shaped brackets or strips 55 are ?rst Welded 
to the top ?ange of the beams 12 before the deck panels 15 
are assembled to establish the grade for the croWn. Thus 
When the panels are assembled, the base Walls of the panels 
are elevated above the support beams 12, and a series of 
screWs 57 may be used to secure the deck panels 15 to the 
spacer strips 55. As also shoWn in FIGS. 5 & 6, concrete or 
mortar may be used to ?ll the space betWeen parallel strips 
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55 to aid in supporting the center portion of the deck system 
in an elevated position above the beams. As also shoWn in 
FIGS. 3-6, an optional layer 60 of polymer or plastics 
material is coated over the concrete layer 18 to provide a 
high Wearing texture surface for the deck system. 

[0020] From the draWings and the above description, it is 
apparent that a deck system constructed in accordance With 
the present invention, provides desirable features and advan 
tages. For example, the deck system provides for excellent 
corrosion resistance and a cost effective or relatively inex 
pensive solution to the problem of forming a noncorrosive 
bridge deck. As a result, the service life of a bridge deck is 
signi?cantly increased. It is also apparent that the thickness 
of the concrete layer 18 may be selected according to the 
desired de?ection and loading and that the pultruded base 
sections or panels 15 provide the main or primary tensile 
reinforcing means for the deck system. The mat 22 of 
composite reinforcing rods 24 provide for positively rein 
forcing the upper portion of the concrete layer 18 and 
prevent cracking of the concrete especially When the base 
panels 15 extend over a support beam. The con?guration and 
treatment of each stay-in-place deck panel further provides 
for positive and permanent bonding of the concrete layer to 
the deck panels 15. This bonding is produced by the con 
verging side surfaces 34 and the laterally projecting ears 36 
on each rib 32 to form “undercuts” for the concrete, and by 
the layer 42 of aggregate or crushed stone bonded to the 
upper surfaces of the base Wall 26 of each panel 15. The 
epoxy coating 38 extending over the entire top surface of 
each base panel 15 also provides protection of the deck 
panels against alkaline attack from the concrete layer 18. 
The tubular ribs 32 also produce voids in the concrete layer 
18, thereby reducing the total Weight of the deck system. As 
another important advantage, the deck system of the inven 
tion may be designed using established design values for 
composite material in concrete, and conventional methods 
for designing bridge decks may be used With the deck 
system. 

[0021] While the form of deck system herein described 
and its method of construction constitute a preferred 
embodiment of the invention, it is to be understood that the 
invention is not limited to the precise method and form 
described, and that changes may be made therein Without 
departing from the scope and spirit of the invention as 
de?ned in the appended claims. 

We claim: 
1. Amethod of constructing a deck system adapted for use 

on a bridge, comprising the steps of pultruding a plurality of 
elongated deck panels of a composite plastics material With 
embedded elongated reinforcing ?bers and With each deck 
panel having a generally ?at base Wall and at least one 
upWardly projecting longitudinally extending rib, assem 
bling the deck panels in laterally adjacent relation to provide 
a permanent deck form, pouring concrete onto the 
assembled deck panels to a predetermined level above the 
reinforcing rods to form a concrete layer, and alloWing the 
concrete layer to cure and bond to the pultruded deck panels. 

2. The method of claim 1 Wherein each of the deck panels 
is pultruded With at least one tubular rib projecting upWardly 
from the base Wall With the rib closed by the base Wall, and 
pultruding each tubular rib With spaced side Walls having 
opposite outer side surfaces converging toWard the base 
Wall. 
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3. The method as de?ned in claim 2 Wherein the side Walls 
of each rib are pultruded With longitudinally extending and 
laterally projecting ears Which cooperate With the converg 
ing side surfaces to form a positive bond of the concrete 
layer to the pultruded deck panels. 

4. The method of claim 1 and including the step of coating 
a top surface of each deck panel With a layer of adhesive and 
stone aggregate material, and alloWing the layer to cure and 
harden to provide a positive bond betWeen the concrete layer 
and the deck panel. 

5. The method of claim 1 and including the steps of 
pultruding the base Wall of each deck panel With a longitu 
dinally extending offset edge portion, and overlapping oppo 
site edge portions of adjacent deck panels. 

6. The method of claim 1 and including the steps forming 
elongated composite rods each having resin bonded longi 
tudinally extending ?bers, and positioning the rods in spaced 
relation above the pultruded deck panels before pouring the 
concrete for reinforcing an upper portion of the concrete 
layer. 

7. The method of claim 1 and including the step of 
anchoring a plurality of generally vertical studs to a beam 
supporting the pultruded deck panels, and projecting the 
stubs upWardly above the base Walls of the deck panels for 
embedding the studs into the concrete layer. 

8. The method of claim 1 and including the step of 
protruding longitudinally extending and laterally projecting 
ears on the ribs of the deck panels to aid in forming a 
positive bond of the concrete layer to the pultruded deck 
panels. 

9. Amethod of constructing a deck system adapted for use 
on a bridge, comprising the steps of pultruding a plurality of 
elongated deck panels of a composite plastics material With 
embedded elongated reinforcing ?bers and With each deck 
panel having a generally ?at base Wall and a plurality of 
upWardly projecting and parallel spaced longitudinally 
extending ribs, coating a top surface of each deck panel With 
a protective bonding material, assembling the deck panels in 
laterally adjacent relation to provide a permanent deck form, 
pouring concrete onto the assembled deck panels to a 
predetermined level above the reinforcing rods to form a 
concrete layer, and alloWing the concrete layer to cure and 
bond to the pultruded deck panels. 

10. The method of claim 9 Wherein each of the deck 
panels is pultruded With the ribs being tubular and closed by 
the base Wall, and pultruding each tubular rib With spaced 
side Walls having opposite outer side surfaces converging 
toWard the base Wall. 

11. The method as de?ned in claim 10 Wherein the side 
Walls of each tubular rib are pultruded With longitudinally 
extending and laterally projecting ears Which cooperate With 
the converging side surfaces to form a positive bond of the 
concrete layer to the pultruded deck panels. 

12. The method of claim 9 Wherein the step of coating a 
top surface of each deck panel comprises applying a layer of 
adhesive and aggregate material to a top surface of the base 
Wall, and alloWing the layer to cure and harden to provide a 
positive bond betWeen the concrete layer and the deck panel. 

13. The method of claim 9 and including the steps of 
pultruding the base Wall of each deck panel With a longitu 
dinally extending offset edge portion, and overlapping oppo 
site edge portions of adjacent deck panels. 
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14. The method of claim 9 and including the steps forming 
elongated composite rods each having resin bonded longi 
tudinally extending ?bers to form reinforcing rods, and 
positioning the rods above the deck panels. 

15. The method of claim 9 and including the step of 
anchoring a plurality of generally vertical studs to a beam 
supporting the pultruded deck panels, and projecting the 
studs upWardly above the base Walls of the deck panels for 
embedding the studs into the concrete layer. 

16. The method of claim 9 and including the step of 
protruding longitudinally extending and laterally projecting 
ears on each of the ribs of each of the deck panels to aid in 
forming a positive bond of the concrete layer to the pul 
truded deck panels. 

17. A composite deck system adapted for use on a bridge, 
comprising a plurality of elongated pultruded deck panels of 
a composite plastics material With embedded elongated 
reinforcing ?bers, each of said deck panels having a gener 
ally ?at base Wall and at least one upWardly projecting 
longitudinally extending rib, said deck panels being 
assembled in laterally adjacent relation to provide a perma 
nent deck form, a layer of concrete overlying said assembled 
deck panels, and means bonding said concrete layer to said 
pultruded deck panels. 

18. A deck system as de?ned in claim 17 Wherein said rib 
of each of said pultruded deck panels is tubular and is closed 
by said base Wall, and each said tubular rib has spaced side 
Walls With opposite outer side surfaces converging toWard 
said base Wall. 

19. Adeck system as de?ned in claim 18 Wherein said side 
Walls of each said rib comprise longitudinally extending and 
laterally projecting ears Which cooperate With said converg 
ing side surfaces for forming a positive bond of said concrete 
layer to said pultruded deck panels. 

20. A deck system as de?ned in claim 17 Wherein each 
said deck panel has a top surface coated With a layer of 
adhesive and aggregate material, and said layer of adhesive 
and aggregate material is cured and hardened to provide a 
positive bond betWeen said concrete layer and said deck 
panel. 

21. A deck system as de?ned in claim 17 Wherein said 
base Wall of each said deck panel has a longitudinally 
extending offset edge portion for overlapping With an oppo 
site edge portion of an adjacent said deck panel. 

22. A deck system as de?ned in claim 17 and including a 
mat of elongated composite rods each having resin bonded 
longitudinally extending ?bers and positioned in spaced 
relation above said pultruded deck panels for reinforcing an 
upper portion of said concrete layer. 

23. A deck system as de?ned in claim 17 and including a 
plurality of generally vertical studs Welded to a beam 
supporting said pultruded deck panels, and said studs project 
upWardly above said base Walls of said deck panels and are 
embedded Within said concrete layer. 

24. Adeck system as de?ned in claim 17 Wherein each of 
said deck panels includes a plurality of parallel spaced and 
longitudinally extending said ribs, and said ribs have lon 
gitudinally extending ears projecting laterally into said con 
crete layer to aid in forming a positive bond of said concrete 
layer to said pultruded deck panels. 

* * * * * 


