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partan urg’ ( ) invention is comprised of tWo congruent tether panels that 

_ are joined to one another and to a respective air bag panel. 
(21) Appl' NO" 09/907’141 In a preferred embodiment, the tether panel that is attached 

- _ to the face panel of the air bag is cut in alignment With the 22 F1 d. l. 17 2001 
( ) 1 6 Ju ’ Warp and the ?ll of the fabric blank, While the rear tether 

Related US Application Data panel that is attached to the rear panel of the air bag is cut 
on the bias With respect to the Warp and the ?ll of the fabric 

(63) Continuationdnmart of application NO_ 09/549,284, blank. The tWo tether panels are then connected to one 
?led on Apr' 14, 2000, HOW Pat' No_ 6,315,324 another to form a functional tether system. This tWo-piece 

construction, With one bias-cut piece, decreases the amount 
Publication Classi?cation of fabric that is used in the manufacture of the air bag and 

tethers, While providing suf?cient elongation for the tether 
(51) Int. Cl.7 ................................................... .. B60R 21/16 system to be functional. 

7 



Patent Application Publication Mar. 7, 2002 Sheet 1 0f 7 US 2002/0027353 A1 

F16’. 

F16’. 
FIG’. —]C'— 



Patent Application Publication Mar. 7, 2002 Sheet 2 0f 7 US 2002/0027353 A1 

7 

FIG’. —ZA— 

FIG. —2B— 



Patent Application Publication Mar. 7, 2002 Sheet 3 0f 7 US 2002/0027353 A1 

FIG’. —ZD— 



Patent Application Publication Mar. 7, 2002 Sheet 4 0f 7 US 2002/0027353 A1 

FIG’. —3C— 



Patent Application Publication Mar. 7, 2002 Sheet 5 0f 7 US 2002/0027353 A1 

2 1 

/ I / / 

\ \ \ \ \ 

/ / / / / / 

_ _ 

.ll 

h\ /\ 
qullll J _|..i|||_ 

6 

/ 1 / / 
\ \ \ 

/ I f . 
\ \ \ \ 

/ / / I \ \ 

./ 4/ / 

2 1 

1 

FIG’. —3D— 





US 2002/0027353 A1 Patent Application Publication Mar. 7, 2002 Sheet 7 0f 7 

mm @ lmml @E m 
\?jhroi “WW, “om? Q2» 5E2 

a a’ a. 
IN? 6% \N] 9 

M 

Z/ I] 
z 

. .. . . . ’ . m 

. e 

a o .. we» .. We) .. m°°> .. we». ,. . W6 .. @9) .. a d 

. r. io’llool o a a o o a n e e o n o 0 . ¢ 

w?’w?’b?‘w?’g' @@ a“ a 8m +5 

H ‘ o i 4 © 4 © © 4 

QB,» o .. we. a. .00. .. we. be. ,ee. .00. 

. o o 2 . e . 2 9 . / 2 i \ B ‘C 

A $3 @865 v 



US 2002/0027353 A1 

AIR BAG TETHER CONSTRUCTION 

[0001] This application is a Continuation-in-part of US. 
application Ser. No. 09/549,284, ?led Apr. 14, 2000. 

TECHNICAL FIELD 

[0002] The present invention relates to air bag tethers and 
to a pattern-Wise arrangement of such tethers in relation to 
air bag panels on a fabric blank, thus resulting in increased 
fabric utiliZation and an overall cost savings per ?nished air 
bag. The air bag tether system of the present invention is 
comprised of tWo congruent tether panels that are joined to 
one another and to a respective air bag panel. In a preferred 
embodiment, the tether panel that is attached to the face 
panel of the air bag is cut in alignment With the Warp and the 
?ll of the fabric blank, While the rear tether panel (Which is 
attached to the rear panel of the air bag) is cut on the bias 
With respect to the Warp and the ?ll of the fabric blank. This 
tWo-piece construction, With one bias-cut piece, decreases 
the amount of fabric that is used in the manufacture of the 
air bag and tethers, While providing suf?cient elongation for 
the tether system to be functional. 

BACKGROUND 

[0003] Traditionally, air bag tethers have been used to 
control the excursion of an air bag as it in?ates. As gas is 
released, causing the air bag to rapidly in?ate, it is necessary 
to keep such in?ation from occurring in an uncontrolled 
manner. Tethers, Which are seWn to the face and rear panels 
of an air bag, keep the in?ating air bag from expanding so 
rapidly as to adversely affect the safety of the vehicle 
occupant, as the vehicle occupant contacts the air bag. 

[0004] Tethers are conventionally strip-shaped pieces of 
fabric that are aligned in pattern-Wise arrangement on a 
fabric blank, or are aligned in relation to air bag panels that 
may be cut from the same blank. The patterns for these 
tethers may include a circular portion in the center area of 
the tether strip around Which the strip is attached to the air 
bag panel. It is understood that such tethers should have a 
capacity for elongation (that is, the tethers should be able to 
stretch to accommodate the rapid excursion of the bag). For 
this reason, conventional tethers have been cut on the bias 
With respect to the Warp and ?ll of the fabric. HoWever, 
aligning the tether patterns to ful?ll this condition increases 
the amount of fabric needed to create an appropriate number 
of tethers for a plurality of air bags. Furthermore, because 
fabric utiliZation comprises more than ?fty percent of the 
costs of a ?nished air bag, aligning the tethers in this manner 
increases production costs. 

SUMMARY 

[0005] The present invention addresses the problems of 
fabric utiliZation and tether elongation. By understanding 
that the portions of the tether that are connected to the rear 
panel typically experience a greater level of stretch than the 
tether portions connected to the face panel, a fabric-saving 
solution Was created. Instead of the entire tether length being 
cut on the bias, only that portion of the tether attached to the 
rear panel is cut on the bias. Using a tWo-piece tether system 
in Which only the rear tether panel is cut on the bias increases 
fabric utiliZation by alloWing these bias-cut tether portions 
to be arranged around air bag panels into spaces Which 
otherWise be considered fabric Waste. The portion of the 
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tether that is attached to the face panel is cut in alignment 
With the Warp and ?ll of the fabric. The combination of the 
bias-cut and alignment-cut tether portions leads to an 
improved fabric utiliZation, While providing a tether system 
that is capable of sustaining the forces exerted by the 
in?ating air bag. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0006] FIG. 1A shoWs an overhead, or plan, vieW of a rear 
air bag panel as might be used in the formation of an air bag; 

[0007] FIG. 1B shoWs a plan vieW of a bias-cut tether 
panel of the present invention, as Would preferably be 
attached to the rear air bag panel of FIG. 1A; 

[0008] FIG. 1C shoWs a plan vieW of a front air bag panel 
as might be used With the air bag panel of FIG. 1A to form 
an air bag; 

[0009] FIG. 1D shoWs a plan vieW of a tether panel of the 
present invention that is cut in alignment With the Warp and 
?ll of a fabric blank, as Would be attached to the air bag 
panel of FIG. 1C; 

[0010] FIG. 1E shoWs a plan vieW of a circular reinforce 
ment as might be used With the tether panel of FIGS. 1B or 
1D; 
[0011] FIG. 2A shoWs a plan vieW of the rear air bag panel 
of FIG. 1A, to Which the tether panel of FIG. 1B and the 
circular reinforcement of FIG. 1E have been attached; 

[0012] FIG. 2B shoWs a plan vieW of the front air bag 
panel of FIG. 1C, to Which the tether panel of FIG. 1D and 
the circular reinforcement of FIG. 1E have been attached; 

[0013] FIG. 3A shoWs a plan vieW of the front of a 
completed air bag, using the air bag panels of FIGS. 1A and 
1C; 
[0014] FIG. 3B shoWs a side vieW of the completed air 
bag of FIG. 3A; 

[0015] FIG. 3C shoWs a cross-sectional vieW of the air 
bag of FIG. 3A, as taken along line 3-3, and further shoWs 
the lapped relation of the tether panels of FIGS. 1B and 1D; 

[0016] FIG. 4 shoWs a plan vieW of the arrangement of the 
air bag components of FIGS. 1A, 1B, 1C, 1D, and 1E on a 
fabric blank, in accordance With the teachings herein; and 

[0017] FIG. 5 shoWs a plan vieW of the arrangement of 
conventional air bag panels and tethers, in accordance With 
the teachings of the prior art; 

[0018] FIG. 6A shoWs a plan vieW of an arrangement of 
the air bag components of FIGS. 1A, 1B, 1C, 1D, and 1E on 
a fabric blank, Wherein the tethers are all cut substantially in 
alignment With the Warp or ?ll of the fabric; and 

[0019] FIG. 6B shoWs a plan vieW of an arrangement of 
the air bag components of FIGS. 1A, 1B, 1C, 1D, and 1E on 
a fabric blank, Wherein the tethers are all cut substantially on 
the bias at roughly a 45 degree angle With respect to the Warp 
and ?ll of the fabric. 

DETAILED DESCRIPTION 

[0020] In order to describe the invention, it is necessary 
that certain terms be de?ned. The term “bias” is intended to 
refer to a line cut diagonally across the Weave of a fabric, 
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typically at an angle of 45 degrees With respect to the Warp 
and ?ll. The term “front” shall refer to that portion of an air 
bag that is nearest a vehicle occupant, While the term “rear” 
shall refer to those portions of an air bag that are furthest 
from the vehicle occupant (e.g., in the case of front-seat air 
bags, nearest the Windshield). The term “tether” shall refer 
to a strip-shaped piece of fabric utilized to prevent the 
uncontrolled excursion of an in?ating air bag from adversely 
affecting a vehicle occupant With Whom such a bag comes 
into contact. The term “tether system” shall refer to a 
functional tether comprised of tWo or more joined tether 
panels, as in the case of the present invention. 

[0021] Because of the speed With Which an air bag in?ates, 
it is necessary, for the protection of vehicle occupants, to 
control the volume of space that the air bag occupies in the 
vehicle cabin. Tethers accomplish this task by preventing the 
uncontrolled expansion of the air bag. Tethers are securely 
connected to the interior portions of the air bag, usually by 
seWing or other joining techniques. 

[0022] FIG. 1A shoWs a rear air bag panel 6 that could be 
used in the creation of an air bag 10 (see also FIG. 3B). 
Panel 6 has the shape of a six-sided polygon for the purposes 
of discussion, but panels having other geometries, including 
those With straight or curved sides, could also be used as 
design speci?cations dictate. The positions of vent holes 7 
may also be modi?ed to meet design speci?cations. 

[0023] FIG. 1B shoWs a bias-cut tether panel 16 that is 
suitable for attachment to rear bag panel 6, in accordance 
With the teachings herein. Tether panel 16 is substantially 
rectangular in shape, With slight truncation along each area 
Where the right angles that form corners Would otherWise be 
located. As stated above, it has been found that the portion 
of a tether that is connected to the rear of the air bag 
experiences the greatest stress and, as a result, needs the 
capacity to stretch to accommodate such stress. Tether panel 
16 is capable of stretching to accommodate such stress, 
because tether panel 16 is cut on the bias of the fabric. 

[0024] FIG. 1C shoWs a front air bag panel 4 that could 
be used in the creation of air bag 10 (see also FIG. 3B). 
Panel 4 has the shape of a six-sided polygon for the purposes 
of discussion, but panels having other geometries, including 
those With straight or curved sides, could also be used as 
design speci?cations dictate. It has been found that congru 
ent panels having a like siZe and shape are most useful in 
creating air bag 10 (shoWn in FIGS. 3A and 3B). 

[0025] FIG. 1D shoWs a tether panel 14 that is suitable for 
attachment to front bag panel 4, in accordance With the 
teachings herein. Unlike tether panel 16, tether panel 14 is 
cut in alignment With the Warp and the ?ll of the fabric. As 
a result, tether panel 14 is less capable of elongation than 
tether panel 16. HoWever, this elongation difference has not 
been found to be problematic. Tether panel 16 contributes 
the majority of the elongation that is necessary for the entire 
tether system, and the fabric that is saved by utiliZing such 
a multi-piece tether system reduces production costs signi? 
cantly. In a preferred embodiment, tether panel 14 is 
attached to bag panel 4 and bias-cut tether panel 16 is 
attached to bag panel 6. It is believed, hoWever, that cir 
cumstances might arise in Which it Would be preferable for 
bias-cut tether panel 16 to be attached to bag panel 4. 

[0026] It is common for reinforcements, having a circular 
or other shape, to be used in the production of air bags 10. 
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Circular reinforcements 12, shoWn in FIG. 1E, are super 
imposed on tether panels 14, 16 in a central location. Such 
reinforcements 12 are particularly important in preventing 
tears around the mouth of air bag 10, at the location of the 
in?ation media. The position of tether panel 16 and rein 
forcements 12 on bag panel 6 is shoWn in FIG. 2A. The 
circular area provided by seam 11 creates an identi?able area 
at Which air bag 10 may be positioned With relation to the 
in?ator. An opening for the in?ator is then cut in tether panel 
16, inside the perimeter de?ned by seam 11. Often, more 
than one reinforcement 12 is used With rear tether panel 16 
on bag panel 6. The number of reinforcements 12 may vary 
from Zero to ?ve, With a preferred number being at least tWo, 
and a more preferred number being three. Front bag panel 4 
typically has one circular reinforcement 12 that is placed 
over front tether panel 14, but other numbers of reinforce 
ments 12 may be used as desired. Both tether panel 14 and 
reinforcement 12 are attached to bag panel 4 by seWing seam 
11 around the circumference of reinforcement 12. The 
relative positions of tether panel 14 and reinforcement 12 are 
shoWn in FIG. 2B. The circular area that is created by 
seaming around reinforcement 12 produces a slightly 
recessed area in the center region of air bag 10 When in?ated, 
Which provides a suitable surface for contact by a vehicle 
occupant. 
[0027] FIG. 3A shoWs in?ated air bag 10, as vieWed from 
the vehicle occupant. Circular seam 11 is in the center 
portion of air bag 10, seam 11 seWn around reinforcement 12 
(as previously described) to produce a slightly recessed area 
on front bag panel 4 of air bag 10. FIG. 3B is a side vieW 
of air bag 10, indicating the relative positions of front bag 
panel 4 and rear bag panel 6. FIG. 3C is a cross-sectional 
vieW of air bag 10, as taken along line 3-3 of FIG. 3A. In 
order to produce a functional tether system, tether panels 14, 
16 must be joined to one another. Tether panels 14, 16 are 
shoWn in lapped fashion in the interior of air bag 10. The 
joining of tether panels 14, 16 is shoWn as being achieved by 
means of rectangular seam 18, but such joining may be 
accomplished by any other means, such as Welding or other 
seaming techniques. Air bag 10 is ?nished by seWing, or 
otherWise securing, panels 4, 6 along their coincident perim 
eter portions. The layout of bag panels 4, 6, tether panels 14, 
16, and reinforcements 12 on fabric blank 30 is shoWn in 
FIG. 4. The fabric blank 30 is 1574.800 mm (1.72 yards) 
Wide by 7259.636 mm (7.91 yards) long. Vent reinforce 
ments 9, Which support the fabric surrounding vent holes 7 
on rear bag panel 6, are also incorporated into the pattern 
Wise con?guration of air bag components. It has been found 
that utiliZing panels 4, 6 having straight edges alloWs for 
greater ?exibility in the arrangement of components and an 
overall reduction in the amount of fabric not utiliZed in 
functional components. By Way of example only, and not as 
a limitation, panels 4, 6 having six sides are illustrated. The 
separation of the conventional tether into tWo tether panels 
14, 16 alloWs a greater number of air bag components to be 
produced from a smaller length of fabric, by nesting tether 
panels 14, 16 betWeen bag panels 4, 6 into areas that Would 
otherWise be considered fabric Waste. 

[0028] FIG. 5 shoWs a plan vieW of conventional one 
piece tethers 20 as arranged on a fabric blank 32 With 
conventional circular panels 24, 26. The fabric blank 32 is 
1574.800 mm (1.72 yards) Wide by 9028.880 mm (9.84 
yards) long. Reinforcements 22, 28, 29 on fabric blank 32 
are also shoWn. Because tethers 20 are formed in accordance 
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With the thinking that the entirety of tethers 20 must be cut 
on the bias, the amount of fabric blank 32 that must be used 
to create tethers 20 is considerably more than for the 
tWo-piece tether system of the present invention. 

[0029] Conventional air bag panels 24, 26 often feature 
non-linear sides or irregular geometries, making it dif?cult 
to position tethers 20 on a bias betWeen such panels 24, 26. 
Therefore, to arrange a plurality of such tethers 20 on a 
fabric blank 32 requires grouping tethers 20 in one area of 
blank 32 and cutting each tether 20 on a bias. The require 
ment that each tether 20 be cut on the bias (in order to 
achieve the desired elongation) results in an increased 
amount of fabric utiliZed per ?nished air bag 10 and an 
increased amount of fabric Waste. 

[0030] The multi-piece tether system includes a tether 
panel 14 that is cut in alignment With the Warp and ?ll of 
fabric blank 30 and a tether panel 15 that is cut on the bias 
With respect to the Warp and ?ll of fabric blank 30. By 
incorporating this multi-piece tether system, the present 
invention addresses the issues of fabric utiliZation and tether 
elongation, thus representing a useful advancement over the 
prior art. 

[0031] Various tether systems Were tested, and the results 
are reported in the three Examples beloW. 

EXAMPLE 1 

[0032] TWo tether pieces Were cut substantially in align 
ment With the Warp or ?ll of the fabric, and both pieces Were 
seWn together to form a tether system. The fabric usage for 
a single bag having a volume of 52 Liters Was 1.36 square 
yards per bag. The burst pressure Was measured at 13 Psi. 
This airbag Was manufactured in accordance With the nest 
ing pattern set forth in FIG. 6A. The square yardage per bag 
Was measured by multiplying the longitudinal yardage of the 
blank (1.72 yards) by the lateral Width of the blank (7.91 
yards) and dividing that number by the number of bags 
formed from the blank (10). 

EXAMPLE 2 

[0033] TWo tether pieces Were cut substantially on the bias 
of the fabric, at roughly a 45 degree angle With respect to the 
Warp and ?ll of the fabric, and both pieces Were seWn 
together to form a tether system. The fabric usage for a 
single bag having a volume of 52 Liters Was 1.41 square 
yards per bag. The burst pressure Was measured at 23 Psi. 
This airbag Was manufactured in accordance With the nest 
ing pattern set forth in FIG. 6B. The square yardage per bag 
Was measured by multiplying the longitudinal yardage of the 
blank (1.72 yards) by the lateral Width of the blank (8.24 
yards) and dividing that number by the number of bags 
formed from the blank (10). 

EXAMPLE 3 

[0034] One tether piece Was cut substantially on the bias 
of the fabric, at roughly a 45 degree angle With respect to the 
Warp and ?ll of the fabric, and one tether piece Was cut 
substantially in alignment With the Warp or ?ll of the fabric, 
and both pieces Were seWn together to form a tether system. 
The fabric usage for a single bag having a volume of 52 
Liters Was 1.36 square yards per bag. The burst pressure Was 
measured at 23 Psi. This airbag Was manufactured in accor 
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dance With the nesting pattern set forth in FIG. 4. The square 
yardage per bag Was measured by multiplying the longitu 
dinal yardage of the blank (1.72 yards) by the lateral Width 
of the blank (7.91 yards) and dividing that number by the 
number of bags formed from the blank (10). 

[0035] The bag burst test procedure for EXamples 1-3 Was 
based on an Autoliv version of the ISO bag burst pressure 
procedure, published in an Autoliv publication of Aug. 10, 
1994 entitled Bag Burst Test Procedure. The serial number 
for this test is $0044. Speci?cally, a test tank Was pressur 
iZed to 125 Psi. An ori?ce plate With one 4-inch hole Was 
used to mimic the gas ?oW rate from the in?ator. Vents in the 
bags Were plugged for testing With the same material as the 
bag. Plugs Were seWn on the inside of the back panel to 
ensure that the vent hole Was completely covered and seWn 
shut. The maXimum pressure in the bag Was recorded Within 
120 milliseconds of ?ring the in?ation tank. 

[0036] Table 1 beloW shoWs a comparison betWeen four 
airbags. Airbag Numbers 1-3 are the airbags described in 
EXamples 1-3 above, respectively. Airbag Number 4 is the 
prior art airbag having a one-piece tether system, Where the 
single tether is cut on the bias in accordance With the nesting 
pattern shoWn in FIG. 5. 

TABLE I 

Airbag Airbag 
Airbag No. 1 Airbag No. 2 No. 3 No. 4 

Cushion volume (L) 52 52 52 52 
Tether alignment to 90° 45° 90°/45° 45° 
Warp/?ll (Degrees) 
Tether TWo panels TWo panels tWo panels one panel 
Fabric usage per 1.36 1.417 1.36 1.69 
cushion (square 
yards) 
Average bag burst 13 23 23 24 
pressure (Psi) 

[0037] Table 1 shoWs that the tether system design 
described herein alloWs an airbag cushion to have roughly 
the same bag burst pressure and gas volume as a tether 
airbag system completely cut on the bias, but Which requires 
substantially less fabric in the manufacture of each bag. 
Thus, a fabric savings (and a cost savings) is realiZed 
Without sacri?cing siZe or performance of the airbag cush 
ion. From this table, it can be seen that the ratio betWeen gas 
volume (measured in liters) and fabric usage (measured in 
square yards) ranges betWeen about 36.7: 1 and 38.2: 1 for the 
present invention. The same ratio for the single bias-only 
bag of prior art as shoWn in Table 1 is about 30.7:1. 

[0038] While the invention has been described and dis 
closed in connection With certain preferred embodiments 
and procedures, these have by no means been intended to 
limit the invention to such speci?c embodiments and pro 
cedures. Rather, the invention is intended to cover all such 
alternative embodiments, procedures, and modi?cations 
thereto as may fall Within the true spirit and scope of the 
invention as de?ned and limited only by the appended 
claims. 

What is claimed is: 
1. Apparatus comprising: 

an airbag cushion having a tether system; 
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wherein said airbag cushion may contain a volume of at 
least 52 Liters of gas in an in?ated state and Wherein a 
burst pressure of said airbag cushion is at least about 13 
Psi, and Wherein less that 1.69 square yards of fabric 
are used to manufacture said airbag cushion. 

2. The apparatus set forth in claim 1, Wherein 1.42 square 
yards of fabric or less are used to manufacture said airbag 
cushion. 

3. The apparatus set forth in claim 1, Wherein 1.36 square 
yards of fabric or less are used to manufacture said airbag 
cushion. 

4. The apparatus set forth in claim 1, Wherein said tether 
system comprises at least tWo tether panels. 

5. The apparatus set forth in claim 1, Wherein said burst 
pressure is at least about 13 Psi. 
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6. Apparatus comprising: 

an airbag cushion having a tether system, and Wherein the 
ratio betWeen gas volume in liters and the fabric usage 
in square yards of fabric is at least about 31:1. 

7. The apparatus set forth in claim 5, Wherein said ratio is 
betWeen about 38.211 and 36.711. 

8. The apparatus set forth in claim 5, Wherein said airbag 
cushion has a burst pressure of at least 13 Psi. 

9. The apparatus set forth in claim 5, Wherein said airbag 
cushion has a burst pressure of at least 23 Psi. 


