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(57) ABSTRACT 

Acapacitor having an electrochemical cathode electrode, an 
electrolytic anode electrode, and a substantially non-aque 
ous electrolyte disposed betWeen the cathode and anode 
electrodes. The cathode includes a metal and a ?nely divided 

rnaterial, i.e. a conducting material With a very high ratio of 
surface area to volume. The anode includes an oxide form 

ing metal and a corresponding metal oxide. The substantially 
non-aqueous electrolyte is in contact With the ?nely divided 
rnaterial forming a double layer electrochemical cathode 
capacitor. The cathode provides the foundation for interleav 
ing a plurality of anodes With a plurality of cathodes. 
Insulating layers separate the interleaved anodes from the 
cathodes. 
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NON-SYMMECTRIC CAPACITOR 

CROSS-REFERENCE TO RELATED 
APPLICATION 

[0001] This application is a continuation-in-part of 
copending US. application Ser. No. 09/110,223, ?led Jul. 6, 
1998. This application also claims priority from copending 
PCT application serial no. PCT/US99/15207, ?led Jul. 6, 
1999. 

BACKGROUND OF THE INVENTION 

[0002] This invention relates to non-symmetric electro 
lytic/electrochemical capacitors. 
[0003] A typical symmetric aluminum electrolytic capaci 
tor (FIG. 1) includes an aluminum anode foil, an aluminum 
cathode foil, and a conductive liquid electrolyte, such as 
ethylene glycol. Ethylene glycol is a substantially non 
aqueous electrolyte, ie it contains less than 3% of Water. 
The liquid electrolyte is retained by a porous paper separator 
Which acts as a spacer betWeen the anode and cathode foils. 
The anode and cathode foils are connected to external 
terminals via aluminum tabs. 

[0004] The surfaces of the aluminum anode and cathode 
foils are coated With a layer of an insulating aluminum 
oxide, Which is formed by an electrochemical oxidation 
process called forming. For the forming process, a constant 
voltage is applied to the aluminum foils. The formation 
voltage is higher than a typical rated Working voltage of the 
capacitor. The aluminum oxide thickness is proportional to 
the applied voltage. In one example, an aluminum electro 
lytic capacitor may have rated Working voltages up to 600 C 
and forming voltages in the range of 850 to 900 V. 

[0005] The insulating aluminum oxide is in contact With 
the conductive electrolyte. The aluminum anode and cath 
ode foils, the corresponding aluminum oxides, and the 
electrolyte With the separator form tWo capacitors connected 
in series (FIG. 1A). The thickness of the insulating alumi 
num oxide layer determines the breakdoWn voltage of the 
capacitor. By varying the aluminum oxide layer thickness, 
the speci?c capacitance (i.e., capacitance per surface area) of 
each capacitor is varied. Increasing the aluminum oxide 
layer thickness reduces the speci?c capacitance and 
increases the breakdoWn voltage of the capacitor. The spe 
ci?c capacitance may be increased by increasing the active 
surface area of the aluminum foil. The active surface area of 
the aluminum foil is increased by etching. 

[0006] Another class of capacitors are the electrochemical 
capacitors. Electrochemical capacitors fall into tWo catego 
ries: Faradaic and double-layer. Double-layer capacitors rely 
solely on interfacial charge separation across a boundary 
betWeen an electrolyte and a conducting surface or an 
insulating surface such as a metal oxide. The Faradaic 
capacitors are often referred to as pseudo-capacitors. 
Pseudo-capacitors have enhanced charge storage derived 
from charge transfer through a chemical reaction that takes 
place across the interface betWeen an electrolyte and a 
conducting surface. The charge transfer can occur, for 
example by: (1) surface charge attachment to a metal 
hydride like ruthenium hydride, (2) volume charge diffusion 
into a metal like silver coated palladium, or (3) an oxidation/ 
reduction reaction at the surface of an oxide like ruthenium 
oxide. 
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[0007] Non-symmetric electrolytic/electrochemical 
capacitors use a conventional electrolytic capacitor at the 
anode and an electrochemical capacitor at the cathode. 
Evans US. Pat. No. 5,737,181 describes a non-symmetric 
capacitor that has a pseudo-capacitor ruthenium oxide 
ceramic cathode, a tantalum anode and an aqueous electro 
lyte. Non-symmetric capacitors With modi?ed metal cathode 
surfaces are disclosed in Libby US. Pat. No. 4,780,797 and 
Rogers US. Pat. No. 4,523,255, Which describe very aggres 
sive aqueous electrolytes (e.g., sulfuric acid) that have high 
conductivity and are compatible With tantalum and tantalum 
oxide anodes. 

SUMMARY OF THE INVENTION 

[0008] In one aspect, the invention features a capacitor 
having an electrochemical cathode, an electrolytic anode 
and a substantially non-aqueous electrolyte disposed 
betWeen the cathode and anode. The cathode includes a 
metal and a ?nely divided material, the anode includes an 
oxide forming metal and a corresponding metal oxide, and 
the substantially non-aqueous electrolyte is in contact With 
the ?nely divided material and the metal oxide. The cathode 
structure results in high capacitance, permitting much higher 
energy density. 

[0009] In preferred implementations of the invention, one 
or more of the folloWing features may be incorporated. The 
cathode may be a metal selected from the group consisting 
of nickel, titanium, platinum, other noble metals, other 
non-oxidiZing metals and metals forming a conducting or 
semiconducting oxide. The cathode may also be an 
expanded nickel mesh. The anode may be aluminum coated 
With aluminum oxide. The anode may also be a metal 
selected from the group consisting of tantalum, niobium, 
Zirconium, titanium, and alloys thereof. The ?nely divided 
material may be selected from the group consisting of 
activated carbon poWder, carbon ?bers, and graphite. The 
cathode may be a hydrated amorphous ruthenium oxide 
coating applied to a titanium sheet. The substantially non 
aqueous electrolyte may be an ethylene glycol solvent 
mixture With additives, or a butyrolactone solvent mixtures 
With additives. 

[0010] In another aspect the invention features a capacitor 
having a plurality of electrochemical cathodes, a plurality of 
electrolytic anodes interleaved With the electrochemical 
cathodes, and the plurality of anodes and cathodes form a 
plurality of parallel connected capacitors. A plurality of 
separators separate the cathodes from the anodes, and an 
electrolyte may be disposed betWeen the cathodes and 
anodes. A cathode lead electrically connects the cathodes to 
each other and to a cathode terminal. An anode lead elec 
trically connects the anodes to each other and to an anode 
terminal. 

[0011] In preferred implementations of the invention, the 
anode may be formed as a stack of individual metal sheets, 
and the individual metal sheets may be connected to each 
other by a collector strip. There may be a plurality of anodes 
arranged in a ?rst layer, and a plurality of cathode areas 
arranged in a second layer With the cathode areas approxi 
mately aligned With the anodes. The plurality of anodes may 
be Wound aluminum anodes in the shape of disks. The 
plurality of cathode areas may be hydrated amorphous 
ruthenium oxide areas applied to a titanium sheet. 



US 2002/0048145 A1 

[0012] In another aspect the invention features an AC start 
capacitor having a ?rst electrolytic anode, a second electro 
lytic anode, a ?oating electrochemical cathode interleaved 
betWeen the ?rst and second electrolytic anodes, and a non 
aqueous electrolyte. The ?rst and second electrolytic anodes 
include a metal and a corresponding metal oXide, and the 
electrochemical cathode includes a metal having top and 
bottom surfaces coated With a ?nely divided material. An 
AC voltage is connected to the ?rst and second electrolytic 
anodes. 

[0013] In another aspect the invention features forming a 
capacitor by fabricating a plurality of anodes, fabricating a 
plurality of cathodes, and then interleaving the anodes and 
cathodes While separating them With insulating separators. 
The anodes and cathodes are then connected in parallel to 
each other. The anodes are fabricated by transporting a 
continuous sheet of a ?rst metal, cutting pieces of the ?rst 
metal sheet at spaced intervals, stacking the pieces of the 
?rst metal, and Welding the stacked pieces of the ?rst metal. 
The cathodes are fabricated by transporting a continuous 
sheet of a second metal, and cutting pieces of the second 
metal. 

[0014] Among the advantages of the invention are that the 
non-symmetric capacitors can be used in high voltage appli 
cations Without a series construction. They have increased 
energy density over conventional electrolytic capacitors, 
improved service life, reduced time constant, and increased 
poWer density over serially connected chemical capacitors. 

[0015] Other features and advantages of the invention Will 
be apparent from the folloWing description of preferred 
embodiments, and from the claims. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0016] FIG. 1 is a cross-sectional vieW of a prior art 
symmetric aluminum electrolytic capacitor. 

[0017] FIG. 1A is an equivalent circuit diagram of a prior 
art symmetric electrolytic capacitor. 

[0018] FIG. 2 is a cross-sectional vieW of a non-symmet 
ric electrolytic/electrochemical capacitor embodiment of the 
invention. 

[0019] FIG. 2A is an exploded perspective vieW of 
another non-symmetric electrolyte/electrochemical capaci 
tor embodiment of the invention. 

[0020] FIG. 3 is a perspective vieW of an anode roll useful 
in some embodiments of the invention. 

[0021] FIG. 4 is a cross-sectional vieW of a thin etched 
aluminum foil. 

[0022] FIG. 5 is a perspective vieW of an expanded nickel 
mesh, used in the cathode of an embodiment of the inven 
tion. 

[0023] FIG. 6 is a perspective vieW of the eXpanded nickel 
mesh coated With carbon poWder, used in the cathode of an 
embodiment of the invention. 

[0024] FIG. 7 is a diagrammatic vieW of a multi-cell 
non-symmetric electrolytic/electrochemical capacitor, 
according to another embodiment of the invention. 

[0025] FIG. 8 is a How chart of the process for fabricating 
a capacitor according to the invention. 
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[0026] FIGS. 9A to 9D shoW impedance spectroscopy 
data for embodiments of the invention With a carbon coated 
nickel cathode, etched and formed aluminum anode and 
non-aqueous electrolyte. 

[0027] FIGS. 10A to 10D shoW impedance spectroscopy 
data for embodiments of the invention With a ruthenium 
oXide coated titanium cathode, etched and formed aluminum 
anode and non-aqueous electrolyte. 

[0028] FIGS. 11A to 11D shoW impedance spectroscopy 
data for embodiments of the invention With carbon coated 
nickel electrodes (anode and cathode)and With butyrolac 
tone based electrolyte. 

[0029] FIGS. 12A to 12D shoW impedance spectroscopy 
data for embodiments of the invention With carbon coated 
nickel electrodes (anode and cathode) and With ethylene 
glycol based electrolyte. 

[0030] FIG. 13A is a diagrammatic vieW of a double 
anode structure for an AC start capacitor. 

[0031] FIG. 13B is a plot of the applied AC voltage across 
the double anode structure of FIG. 13A. 

[0032] FIG. 14A is a diagrammatic vieW of a double 
anode With a ?oating capacitor structure for an AC start 
capacitor, according to an embodiment of this invention. 

[0033] FIG. 14B is a plot of the applied AC voltage across 
the double anode With the ?oating capacitor structure of 
FIG. 14A. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

[0034] Referring to FIG. 2, a multi-section non-symmet 
ric capacitor 50 includes capacitor sections 51a to 51c. 
Although only three sections are shoWn for purposes of 
illustration, a typical embodiment may have more sections 
(e.g., 5 to 50, or many more). Each capacitor section 51a 
includes an anode 52, a cathode 54, an electrolyte 58 (liquid 
that impregnates the capacitor or partially ?lls the interior of 
container 55), and separator disks 56. In one eXample, the 
anodes 52, cathodes 54, and the separator disks 56 have 
annular shapes With central openings 63, 65, and 67, respec 
tively. The anodes 52 are interleaved With the cathodes 54, 
and the individual capacitor sections are stacked so that a 
sequence of cathode/anode/cathode/anode is formed. The 
separator disks 56 separate the cathodes 54 from the anodes 
52 Within a capacitor section, and from the anodes in the 
adjacent capacitor section. The stacked sections 51a, 51b, 
and 51c are supported by a plastic support member 49, 
Which is fed through the central openings 63, 65 and 67. The 
section assembly is placed in a plastic container or other 
suitable container, such as an aluminum case 55 Which is 
closed on the top With a cover 59. The cover has a vent 61 
and anode and cathode voltage terminals 60a, 62a. The vent 
is con?gured to open When the pressure inside the capacitor 
eXceeds a certain value, e.g., 75 psi. 

[0035] The anodes 52 are formed by Winding etched and 
formed aluminum foil 82 into a Wide roll (in one eXample 
the Width may be in the range betWeen 50 to 100 cm) and 
then slitting the Wide roll to form a plurality of narroW rolls 
80 (FIG. 3). Conventional processes may be used to etch the 
aluminum foil and form the aluminum oXide layer 84 
(shoWn diagrammatically in FIG. 4). The etching process 
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produces micron size holes 86 in the foil. The holes increase 
the effective surface area of the anode. In one example, the 
aluminum foil is 6 mm Wide, and has a thickness of 100 
micrometers. The etched aluminum holes 86 With the alu 
minum oxide layer 84 may be approximately 40 microme 
ters deep on both surfaces. The anode may also be fabricated 
by Winding a ?attened small diameter etched aluminum Wire 
into a roll. The aluminum oxide layer is subsequently 
formed. 

[0036] The insulating aluminum oxide surface of the 
anode contacts the electrolyte 58, to form an anode capacitor 
consisting of conductive aluminum/insulating aluminum 
oxide/conductive electrolyte. 

[0037] The cathode 54 is formed by coating a nickel mesh 
70 (FIG. 5) With a ?nely divided material, such as carbon 
poWder 72 (FIG. 6). A ?nely divided material is a conduct 
ing material or any material Which supports Faradaic charge 
transfer at an interface With an electrolyte and has a very 
high ratio of surface area to volume. The surface of the 
nickel mesh is coated With a layer of a non-insulating nickel 
oxide 74. The carbon poWder 72 provides the interface With 
the electrolyte Which functions as a double layer electro 
chemical capacitor. The nickel and the non-insulating nickel 
oxide layer function as a current collecting conductor. In one 
example, the thickness of the cathode is in the range betWeen 
0.003 to 0.004 inch, and the nickel mesh has 9000 holes per 
square inch. 

[0038] Other materials may be used for the cathode cur 
rent collector. They include materials that do not oxidiZe, 
such as noble metals platinum or palladium, or materials 
Which form a conducting or a semiconducting oxide, such as 
nickel and titanium. 

[0039] Another cathode current collector, and the one 
presently preferred, is titanium printed With hydrated amor 
phous ruthenium oxide as disclosed in US. Pat. Nos. 
5,600,535 and 5,621,609, granted to the United States of 
America on Feb. 4, 1997 and Apr. 15, 1997, respectively. 
Such a cathode collector Will Work With an ethylene glycol 
electrolyte. 
[0040] A non-insulating oxide forming current collector is 
desired because if a thin insulating oxide layer develops 
betWeen the high gain cathode capacitor and the current 
collector, it Will contribute to the formation of an additional 
capacitor. The additional capacitor Will be formed betWeen 
the conductive current collector/insulating oxide/conductive 
carbon poWder. This additional capacitor Will be connected 
in series With the double layer cathode capacitor. When tWo 
capacitors are connected in series the capacitor With the 
smallest capacitance (in this case the additional capacitor) 
dominates and the bene?t of the increased energy density of 
the double layer capacitor With the large capacitance dimin 
ishes. 

[0041] The ?nely divided material, Which together With 
the electrolyte forms the double layer capacitor, may be 
carbon poWder, carbon ?bers, graphite, platinum poWder, 
ceramic oxide poWder, such as ruthenium oxide, or mixtures 
of these poWder materials. 

[0042] The electrolyte 58 is a conducting liquid using 
either gamma-butyrolactone or ethylene glycol as the major 
solvent. The gamma-butyrolactone is a substantially non 
aqueous solvent, using an aromatic dicarboxylic acid/or 
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ganic base as the major ionogen for conductivity. A cosol 
vent, such as methoscypropiomitrile, is added in 
concentrations up to 15% to modify loW temperature char 
acteristics. Speci?c depolariZers, such as benZyl, are added 
to reduce gassing, and organic phosphates to improve the 
oxide stability. 

[0043] The ethylene glycol system is also a substantially 
non-aqueous electrolyte, and uses aliphatic dicarboxylic 
acids/ammonia as ionogens. AWater content of 1.5 to 2.5% 
improves the oxide formation capability during aging and 
loW temperature characteristics. Speci?c depolariZers, such 
as p-nitrobenZoic acid are added to reduce gassing, and 
organic phosphates to improve the oxide stability. 

[0044] These electrolyte mixtures have very attractive 
properties for the aluminum anode. These include ability to 
form an insulating oxide layer through aging on the cut 
anode surfaces, long shelf life, ability to Withstand high 
surge voltages, both loW and high temperature performance 
With a small temperature coef?cient, strong gas absorption 
properties to provide long service life, and ability to Work 
With loW cost separators. The electrolyte mixtures also 
provide very high cathode gain for carbon coated nickel or 
titanium current collectors, even though they are non-aque 
ous and have a near neutral ph. 

[0045] Referring again to FIG. 2, the capacitor sections 
51a to 51c are connected in parallel to each other. The 
aluminum anodes 52 are spirally Wound disks and have 
metal tabs 53, Which are ultrasonically Welded to an anode 
lead 60. The anode lead 60 may be aluminum or other inert 
high conductivity metal, such as nickel or platinum, to 
prevent chloride contamination Within the capacitor. Simi 
larly, the cathodes 54 have ultrasonically Welded metal tabs 
57. The metal tabs 57 are ultrasonically Welded to a cathode 
lead 62. The cathode lead 62 may be aluminum for a nickel 
based cathode or nickel for a titanium based cathode. The 
anode and cathode leads 60 and 62 are connected to the 
voltage terminals 60a and 62a, respectively, located on the 
top cover 59. 

[0046] The separator disks 56 may be constructed from 
standard duplex or plain kraft paper or similar materials like 
Manila or Hemp (e.g., 50-200 micrometers thick). Other 
separator materials Which can be used With the butyrolac 
tone electrolyte mixtures and the ethylene glycol electrolyte 
mixtures include Kraft, manila or hemp ?bers, or composites 
made from other paper separators and polypropylene ?bers. 

[0047] The much higher capacitance of the cathode com 
pared to the anode alloWs the cathode to have a much 
smaller surface area, e.g., 0.2% to 2% of the area of the 
anode. 

[0048] FIG. 7 shoWs an alternative multi-section capacitor 
50, Which includes cathodes 54, separators 56, collector 
plates 61, and cubic anodes 52, Which are formed as stacks 
of etched and formed aluminum sheets 52a. The aluminum 
sheets 52a have a rectangular shape. The cubic anodes 52 
can be built in a progressive cut-to-length line With tWo 
degrees of freedom. The stacked, etched, and formed alu 
minum sheets 52a are spot Welded using a laser dot matrix 
pattern or ultrasonic Welding. Other geometric con?gura 
tions for the anode sheets are possible, including oval, and 
circular. 

[0049] The anode material is not limited to pre-etched and 
formed aluminum. The block can be formed from thin very 








