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COMPLETING WELLS IN UNCONSOLIDATED 
FORMATIONS 

DESCRIPTION 

[0001] 1. Technical Field 

[0002] The present invention relates to a method for 
completing a Well in an unconsolidated formation and in one 
of its aspects relates to a method for completing a Well in an 
unconsolidated formation Wherein a Zone Within the forma 
tion is consolidated by injecting a curable resin and then 
fractured once the resin has set to thereby provide ?uid 
communication betWeen the untreated formation and the 
Wellbore. 

[0003] 2. Background of the Invention 

[0004] In producing hydrocarbons or the like from loosely 
or unconsolidated subterranean formations, it is not uncom 
mon to produce large volumes of particulate material (eg 
sand) along With the formation ?uids. This “sand produc 
tion” routinely causes a variety of problems Which result in 
added expense and substantial doWntime. For example, the 
produced sand may cause (1) severe erosion and premature 
Wearing of the Well tubing and other production equipment; 
(2) clogging of the ?oW from the Well Which requires a 
Workover of the Well; (3) extra processing of the produced 
?uids at the surface to remove and dispose of the sand; (4) 
caving of the formation, etc. Accordingly, it is extremely 
important to control the production of sand from such Wells. 

[0005] There are several techniques that are Well knoWn 
for controlling “sand production” from unconsolidated for 
mations. One such knoWn technique involves injecting a 
consolidating agent, e.g. curable resin, into the formation to 
stabiliZe the area of the formation Which lies near the 
Wellbore. The resin is injected, in its uncured state, through 
the Wellbore into the near-Wellbore area of the formation 
Where it coats and bonds the grains of sand together to form 
a solidi?ed matrix around the Wellbore. In the prior art 
consolidated treatment, a post?ush liquid is then injected 
into the formation to displace the resin from the pore spaces 
formed betWeen the bonded grains of sand Within the matrix, 
thereby restoring some permeability to the treated area 
through Which the formation ?uids can ?oW through the 
matrix and into the Wellbore. 

[0006] While such techniques have been Widely used, 
unfortunately, they experience some major draWbacks. For 
example, since this type of consolidation treatment is usu 
ally carried out in a Well having an “open hole” completion 
(i.e. Wellbore is uncased adjacent formation to be treated), 
there is alWays uncertainty of Whether or not the resin has 
uniformly penetrated into the formation Which surrounds the 
Wellbore. In other Words, there is no assurance that the bulk 
of the resin did not merely ?oW into the formation at one 
point adjacent the Wellbore (i.e. path of least resistance) 
While leaving the areas around the Wellbore virtually 
untreated. This is obviously undesirable, if not unacceptable, 
since substantial amounts of sand may still be produced 
from the untreated areas of the formation abutting the 
Wellbore thereby signi?cantly defeating the overall bene?ts 
of the consolidation treatment. 

[0007] Further, the actual amount of permeability Which 
exists in the consolidated matrix once the resin has cured is 
dif?cult to predict and is often substantially less than 
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expected and, in some cases, is not adequate for commercial 
production. In such instances, the treatment may have to be 
repeated or some other Workover performed before the Well 
Will produce at satisfactory rates. 

SUMMARY OF THE INVENTION 

[0008] The present invention provides a method of com 
pleting an unconsolidated, subterranean formation by treat 
ing Zones of the formation With a consolidating agent, e.g. 
curable resin, Wherein (a) the injection of the resin is 
controlled to insure proper placement of the resin and (b) the 
?nal permeability of the consolidated Zone is assured 
Whereby ?oW of formation ?uids can ?oW into the Wellbore 
While ?oW of sand is prevented. Basically, in the present 
method, a curable resin is injected into selected Zones and is 
alloWed to set to form a consolidated mass Within these 
Zones. These Zones are then hydraulically fractured to estab 
lish ?uid communication betWeen the untreated area of the 
formation and the Wellbore and are propped by proppants, 
preferably resin-coated. 

[0009] More speci?cally, a Wellbore is drilled through the 
formation and is cased With a string of casing. TWo sets of 
openings (e.g. perforations, slots, etc.) are formed in the 
casing diametrically-opposed to each other With each set of 
openings lying substantially adjacent the natural fracture 
plane of the formation. Aconsolidating agent, eg a curable 
resin, is injected doWn the Wellbore and out into the forma 
tion through the opposed sets of openings in the casing and 
form tWo Zones in the formation Which lie adjacent the 
respective sets of openings. The resin is alloWed to set and 
cure in these Zones to become consolidated masses around 
the respective sets of openings. Preferably, the resin is a 
thermosetting resin Which is cured by the temperature in the 
formation. 

[0010] Once the resin has hardened, a fracturing ?uid is 
pumped under pressure doWn the Wellbore and out through 
the same respective sets of opposed openings in the casing 
to thereby create a fracture through the respective consoli 
dated Zones and thereby establish ?uid communication 
betWeen the untreated area of the formation outside of the 
Zones and said Wellbore. Preferably, the fracturing ?uid 
contains proppants Which are resin-coated so that once the 
proppants are placed in the fractures by the fracturing ?uid, 
the resin on the proppants sets and cures to bind the 
proppants together into a consolidated, permeable mass 
Within the fractures. This permeable mass of bonded prop 
pants alloWs ?uids from the untreated areas of the formation 
to ?oW into the Wellbore While acting as a ?lter in preventing 
?oW of sand therethrough. 

[0011] By injecting the consolidating agent through dia 
metrically-opposed openings in the Well casing, its place 
ment Will be controlled so that it ?oWs into those areas of the 
formation Which are to be treated. Further, by subsequently 
fracturing only the treated Zones Within the formation, only 
the desired production ?uids can ?oW from the untreated 
areas of the formation into the Wellbore. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0012] The actual construction, operation, and apparent 
advantages of the present invention Will be better understood 
by referring to the draWings Which are not necessarily to 
scale and in Which like numerals identify like parts and in 
Which: 
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[0013] FIG. 1 is a plan, cross-sectional vieW of a cased 
Wellbore at a point adjacent an unconsolidated formation to 
be completed illustrating an initial step of the method of the 
present invention; 

[0014] FIG. 2 is the plan, cross-sectional vieW of FIG. 1 
after an intermediate step of the present invention has been 
carried out; and 

[0015] FIG. 3 is the plan, cross-sectional vieW of FIG. 2 
after the formation has been completed in accordance With 
the present invention. 

[0016] While the invention Will be described in connection 
With its preferred embodiments, it Will be understood that 
this invention is not limited thereto. On the contrary, the 
invention is intended to cover all alternatives, modi?cations, 
and equivalents Which may be included Within the spirit and 
scope of the invention, as de?ned by the appended claims. 

BEST KNOWN MODE FOR CARRYING OUT 
THE INVENTION 

[0017] Referring more particularly to the draWings, FIG. 
1 illustrates a cross-sectional, plan vieW of Wellbore 10 
Which has been drilled from the surface (not shoWn) through 
an unconsolidated production formation 11. As Will be 
understood by those skilled in the art, Wellbore 10 has been 
cased and cemented With casing 12 and cement 13 through 
formation 11. In carrying out the method of the present 
invention, openings 14 are formed through casing 12 and 
cement 13 at point(s) adjacent formation 11 to thereby 
provide ?uid communication betWeen the formation and 
Wellbore 10. Openings 14 comprise tWo set of openings 
Which are formed diametrically-opposed from each other in 
casing 13 and are positioned to lie substantially on the 
natural fracture plane of the formation. 

[0018] Preferably, these openings are perforations Which 
are formed by a standard 180° perforating gun Which, in 
turn, has been oriented With respect to the fracture planes of 
formation 11 by commercially-available techniques. Alter 
natively, the sets of opposed openings 14 can be slots formed 
by standard, knoWn hydrojetting techniques. The forming of 
the opposed openings 13, either by perforating or by hydro 
jetting, Will also aid in initiating a single bi-Wing fracture 
When the formation is subsequently hydraulically-fractured 
as Will be more fully explained beloW. 

[0019] NeXt, a consolidating agent is injected doWn a 
Workstring (not shoWn) Within Wellbore 10 and into forma 
tion 11 through openings 14 in casing 13. The consolidating 
agent may be any substance Which can be placed in its liquid 
state and then hardens to bond the sand grains of the 
formation into a solid-like mass. Preferably, the consolidat 
ing agent is a curable resin, e.g. thermo-setting epoXy, 
phenolic, furan, polyurethane, or the like and a curing agent, 
if necessary, as is knoWn in the art. The resin ?oWs out 
through the opposed openings 14 and coats the sand grains 
into Zones 15 of formation 11 on either side of casing 13 as 
shoWn in FIG. 2. When the desired volume of resin has been 
injected, it is alloWed to set and cure (e. g. under the in?uence 
of the formation temperature) to thereby form a consolidated 
mass Within Zones 15 Which lie adjacent said openings 14. 

[0020] Once the resin has cured, a typical fracturing ?uid, 
e.g. cross-linked polymer gel, is pumped doWn a Workstring 
(not shoWn) and out into Zones 15 through openings 14 in 
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casing 13 to “hydraulically fracture” Zones 15. The fractur 
ing ?uid is pumped at a pressure sufficient to create the 
bi-Winged fracture 16 in the respective Zones 15 on either 
side of the casing as illustrated in FIG. 3. It is preferred that 
the fracturing ?uid carry particulate material (e. g. large grain 
sand having 8-60 mesh siZe) Which act as proppants to keep 
fractures 16 open When the fracturing pressure is relieved. 

[0021] Further, preferably, the particulate material is resin 
coated proppants, either pre-coated or “coated on-the-?y”, 
so that once placed in the fractures 16, the resin on the 
proppants sets and cures to bind the proppants together into 
a consolidated, permeable mass Within the fractures 16. This 
permeable mass of bonded proppants serves to ?uidly con 
nect the untreated, unconsolidated areas of formation 11 
outside of consolidated Zones 1b to the Wellbore 11 by 
alloWing ?oW of ?uids therethrough While acting as a ?lter 
in preventing ?oW of sand therethrough. 

What is claimed is: 
1. A method of completing an unconsolidated, subterra 

nean formation through a Wellbore, said method comprising: 

injecting a consolidating agent through said Wellbore and 
into at least one Zone Within said formation to form a 

consolidated mass therein; and 

fracturing said consolidated mass With a fracturing ?uid to 
establish ?uid communication betWeen the area of said 
formation outside of said Zone and said Wellbore. 

2. The method of claim 1 Wherein said consolidating 
agent is a curable resin. 

3. The method of claim 2 Wherein said resin is selected 
from the group consisting of thermo-setting epoXy, phenolic, 
furan, and polyurethane. 

4. The method of claim 1 Wherein said fracturing ?uid 
contains proppants. 

5. The method of claim 4 Wherein said proppants are 
resin-coated. 

6. A method of completing an unconsolidated subterra 
nean formation through a Wellbore, said method comprising: 

casing said Wellbore With a casing; 

forming openings in said casing adjacent said formation; 

injecting a consolidating agent doWn said Wellbore into 
said formation through said openings in said casing; 

alloWing said consolidating agent to set to form consoli 
dated Zones Within said formation Which lie adjacent 
said openings in said casing; and 

injecting a fracturing ?uid through said openings in said 
casing to fracture said consolidated Zones and thereby 
establish ?uid communication betWeen the untreated 
area of said formation outside said consolidated Zones 
and said Wellbore. 

7. The method of claim 6 Wherein said openings com 
prise: 

tWo sets of openings formed in said casing and spaced 
diametrically-opposed from each other. 

8. The method of claim 7 Wherein said tWo sets of 
openings are positioned adjacent the natural fracture plane 
of said formation. 

9. The method of claim 7 Wherein said openings are 
perforations through said casing. 



US 2002/0070020 A1 

10. The method of claim 7 wherein said openings are slots 
through said casing. 

11. The method of claim 7 Wherein said consolidating 
agent is a curable resin. 

12. The method of claim 11 Wherein said resin is selected 
from the group consisting of thermo-setting epoxy, phenolic, 
furan, polyurethane 
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13. The method of claim 11 Wherein said curable resin is 
injected into said formation through each of said tWo sets of 
openings in said casing to form respective consolidated 
Zones in said formation adjacent said sets of openings. 

14. The method of claim 13 Wherein said fracturing ?uid 
contains proppants. 


