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(57) ABSTRACT 

Highly porous, loW-k dielectric materials are mechanically 
reinforced to enable the use of these loW-k materials as 
interlayer dielectrics in advanced integrated circuits such as 
those Which incorporate highly porous ILD materials in a Cu 
damascene interconnect technology. An integrated circuit, 
embodying such a mechanically reinforced ILD generally 
includes a substrate having interconnected electrical ele 
ments therein, a ?rst dielectric layer disposed over the 
substrate, a plurality of electrically insulating structures 
disposed on the ?rst dielectric layer, and a second dielectric 
layer disposed on the ?rst dielectric layer such that the 
second dielectric surrounds the plurality of structures. A 
process, for making a mechanically reinforced, highly 
porous, loW-k ILD, generally includes forming a ?rst dielec 
tric layer on a substrate, patterning the ?rst dielectric layer 
such that a plurality of structures are formed, the structures 
each having a top surface, forming a second dielectric layer 
over and adjacent to the structures, the second dielectric 
layer having a top surface, and polishing the second dielec 
tric layer such that its top surface is substantially even With 
the top surfaces of the structures. The structures may be 
rectangular posts, or more geometrically complex forms. 
The structures may be identical, or a combination of various 
forms. 
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FORM AT LEAST ON VERTICALLY-ORIENTED 702 
NON-CONDUCTIVE 

REINFORCING STRUCTURE ON A SUBSTRATE 

FORM A DIELECTRIC LAYER SURROUNDING THE 704 
REINFORCING STRUCTURE 

FIG. 11 
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FORM A FIRST DIELECTRIC LAYER OVER METAL 802 
CONDUCT ORS AND AN INTRALAYER DIELECTRIC 

FORMASECOND DIELECTRIC LAYER OVERTHE FIRST 304 
DIELECTRIC LAYER 

PATTERN THE SECOND DIELECTRIC LAYER TO FORM 806 
REINFORCING STRUCTURES 

FORM ATHIRD DIELECTRIC LAYER OVER AND ADJACENT 808 
THE PATTERNED SECOND DIELECTRIC 

1 PLANARIZETHE THIRD DIELECTRIC LAYER I 810 

I FORM INLAID METAL INTERCONNECTION IN THE THIRD DIELECTRIC LAYER I 812 
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STRUCTURAL REINFORCEMENT OF HIGHLY 
POROUS LOW K DIELECTRIC FILMS BY ILD 

POSTS 

BACKGROUND OF THE INVENTION 

[0001] 1. Field of the Invention 

[0002] The present invention relates generally to micro 
electronic structures and fabrication methods, and more 
particularly to the formation of integrated circuit insulation 
having loW dielectric constants. 

[0003] 2. Background 

[0004] Advances in semiconductor manufacturing tech 
nology have led to the development of integrated circuits 
having multiple levels of interconnect. In such an integrated 
circuit, patterned conductive material on one interconnect 
level is electrically insulated from patterned conductive 
material on another interconnect level by ?lms of material 
such as silicon dioxide. 

[0005] A consequence of having of patterned conductive 
material separated by an insulating material, Whether the 
conductive material is on a single level or multiple levels, is 
the formation of undesired capacitors. The parasitic capaci 
tance betWeen patterned conductive material, or more sim 
ply, interconnects, separated by insulating material on 
microelectronic devices contributes to effects such as RC 
delay, unnecessary poWer dissipation, and capacitively 
coupled signals, also knoWn as cross-talk. 

[0006] One Way to reduce the unWanted capacitance 
betWeen the interconnects is to increase the distance 
betWeen them. Increased spacing betWeen interconnect lines 
has adverse consequences, such as increased area require 
ments and the corresponding increases in manufacturing 
costs. Another Way to reduce the unWanted capacitance 
betWeen the interconnects is to use an insulating material 
With a loWer dielectric constant. 

[0007] What is needed is a structure providing loW para 
sitic capacitance betWeen patterned conductors, and meth 
ods of making such a structure. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0008] FIG. 1 is a schematic cross-section of a partially 
processed substrate shoWing a dual damascene opening 
formed in a composite interlayer dielectric having ?rst and 
second layers in accordance With a prior art method. 

[0009] FIG. 2 is a schematic cross-section of a partially 
processed substrate shoWing a dual damascene opening 
formed in a composite interlayer dielectric having ?rst, 
second, and third layers in accordance With a prior art 
method. 

[0010] FIG. 3 is a schematic cross-section of a partially 
processed substrate shoWing a dual damascene opening 
formed in a composite interlayer dielectric having ?rst, 
second, third, fourth, and ?fth layers in accordance With a 
prior art method. 

[0011] FIG. 4 is a schematic cross-section of a partially 
processed substrate having a ?rst dielectric layer, and a 
second dielectric layer. 
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[0012] FIG. 5 is a schematic cross-section the structure of 
FIG. 4, after the second dielectric layer has been patterned 
to produce a plurality of posts. 

[0013] FIG. 6 is a schematic top vieW of eXemplary 
alternative reinforcement structures in accordance With the 
present invention. 

[0014] FIG. 7 is a schematic cross-section of the structure 
of FIG. 5, after a third dielectric layer has been formed over 
and around the posts. 

[0015] FIG. 8 is a schematic cross-section of the structure 
of FIG. 6, after the third dielectric layer has been planariZed. 

[0016] FIG. 9 is a schematic cross-section the of the 
structure of FIG. 7, after dual damascene openings have 
been etched in the third dielectric layer. 

[0017] FIG. 10 is a schematic cross-section of the struc 
ture of FIG. 8 after the dual damascene openings have had 
a copper diffusion barrier formed therein, copper metal has 
been plated thereon, eXcess copper has been removed and an 
etch stop/barrier layer has been formed over the copper, and 
third dielectric layer. 

[0018] FIG. 11 is a How diagram illustrating a process in 
accordance With the present invention. 

[0019] FIG. 12 is a How diagram illustrating an alternative 
process in accordance With the present invention. 

DETAILED DESCRIPTION 

[0020] Mechanically reinforced interlayer dielectric struc 
tures and methods of manufacturing such structures are 
described. Such mechanically reinforced interlayer dielec 
tric structures are useful for, at least, integrated circuits 
having highly porous loW-k interlayer dielectrics. In the 
folloWing description, numerous speci?c details are set forth 
to provide an understanding of the present invention. It Will 
be apparent hoWever, to those skilled in the art and having 
the bene?t of this disclosure, that the present invention may 
be practiced With apparatus, compositions, and processes 
that vary from those speci?ed herein. 

[0021] Reference herein to “one embodiment”, an 
embodiment”, or similar formulations, means that a particu 
lar feature, structure, or characteristic described in connec 
tion With the embodiment is included in at least one embodi 
ment of the present invention. Thus, the appearances of such 
phrases or formulations herein are not necessarily all refer 
ring to the same embodiment. Furthermore, various particu 
lar features, structures, or characteristics may be combined 
in any suitable manner in one or more embodiments. 

[0022] Terminology 
[0023] The terms, chip, integrated circuit, monolithic 
device, semiconductor device, and microelectronic device, 
are often used interchangeably in this ?eld. The present 
invention is applicable to all the above as they are generally 
understood in the ?eld. 

[0024] The terms metal line, interconnect line, trace, Wire, 
conductor, signal path and signaling medium are all related. 
The related terms listed above, are generally interchange 
able, and appear in order from speci?c to general. In this 
?eld, metal lines are sometimes referred to as traces, Wires, 
lines, interconnect or simply metal. Metal lines, generally 



US 2002/0079585 A1 

aluminum (Al), copper (Cu) or an alloy of Al and Cu, are 
conductors that provide signal paths for coupling or inter 
connecting, electrical circuitry. Conductors other than metal 
are available in microelectronic devices. Materials such as 
doped polysilicon, doped single-crystal silicon (often 
referred to simply as diffusion, regardless of Whether such 
doping is achieved by thermal diffusion or ion implantation), 
titanium (Ti), molybdenum (Mo), cobalt (Co), nickel (Ni), 
tungsten (W), and refractory metal silicides are examples of 
other conductors. 

[0025] The terms contact and via, both refer to structures 
for electrical connection of conductors from different inter 
connect levels. These terms are sometimes used in the art to 
describe both an opening in an insulator in Which the 
structure Will be completed, and the completed structure 
itself. For purposes of this disclosure, contact and via refer 
to the completed structure. 

[0026] Dishing, as used herein, refers to an amount of 
material, typically the metal of a metal damascene structure, 
that is removed during the polishing of the metal damascene 
structure. Dishing is similar to recess in that it represents an 
overpolishing of the metal (i.e., excess material removal), 
hoWever dishing typically results in a parabolic or concave 
shaped metal surface and is due to a mechanical interaction 
as the polish pad bends into the damascene structure. Dish 
ing is measured as a thickness, or distance, and more 
particularly, it is a measure of the distance betWeen the 
post-polish surface of the interlayer dielectric and the post 
polish surface of the metal. 

[0027] Erosion, as used herein, refers to the amount of a 
layer, typically an interlayer dielectric, that is removed 
during the polishing of a metal damascene structure. Erosion 
is measured as a thickness, or distance, and more particu 
larly, it is a measure of the distance betWeen the original 
surface of the layer and its post-polish surface. Erosion is 
generally an undesirable result of overpolishing. 

[0028] The expression, loW dielectric constant material, 
refers to materials having a loWer dielectric constant than 
silicon dioxide. For example, organic polymers, amorphous 
?uorinated carbons, nanofoams, silicon based insulators 
containing organic polymers, carbon doped oxides of sili 
con, and ?uorine doped oxides of silicon have loWer dielec 
tric constants than silicon dioxide. 

[0029] The letter k, is often used to refer to dielectric 
constant. Similarly, the terms high-k, and loW-k, are used in 
this ?eld to refer to high dielectric constant and loW dielec 
tric constant respectively. High and loW are relative to the 
dielectric constant of SiO2. 

[0030] The term intralayer dielectric as used in this ?eld is 
understood to refer to the dielectric material disposed 
betWeen interconnect lines on a given interconnect level. 
That is, an intralayer dielectric is found betWeen adjacent 
interconnect lines, rather than vertically above or beloW 
those interconnect lines. 

[0031] The term vertical, as used herein, means substan 
tially perpendicular to the surface of a substrate. 

[0032] Highly porous, loW-k ILD (inter-layer dielectric) 
materials having desirable electrical characteristics are pro 
vided With mechanically reinforcing structures to provide 
the additional strength for Withstanding subsequently occur 
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ring, physically demanding process operations. Such pro 
cess operations include, but are not limited to, those encoun 
tered in damascene metalliZation processes. 

[0033] The parasitic capacitance seen by an interconnect 
line is a function of the distance to another conductor and the 
dielectric constant of the material therebetWeen. HoWever, 
increasing the spacing betWeen interconnect lines increases 
the physical siZe, and thus the cost, of an integrated circuit. 
Therefore, in order to manufacture integrated circuits With 
loW parasitic capacitance betWeen interconnect lines, it is 
desirable to electrically isolate the conductors from each 
other With an insulator having a loW dielectric constant. 

[0034] One Way to reduce the adverse effects of parasitic 
capacitance (e.g., RC interconnect delay) is to, as mentioned 
above, use loW-k materials as insulators in advanced micro 
electronics products (e.g., integrated circuits). To achieve 
loW dielectric constants, a manufacturer can either use a 
material Which inherently possesses a loW dielectric con 
stant, and/or the manufacturer can introduce porosity into 
the material. Unfortunately, by increasing the ?lm void 
fraction, Which may be referred to as porosity, the thermal 
mechanical properties of the material may be degraded. 

[0035] Process integration of a highly porous ILD ?lm in 
a Cu damascene interconnect structure is a demanding 
challenge. For instance, the application of chemical 
mechanical polishing (CMP) to remove excess Cu in a 
damascene metalliZation process can induce mechanical 
failures Which result in delamination or tearing of the 
underlying ILD ?lms. Control of both the erosion and 
dishing of the Cu lines Will strongly determine the amount 
of shear imposed to these Weaker ILD materials. Similarly, 
packaging can subject interconnect layers to severe shear 
and normal forces. Workarounds have been devised to 
improve the robustness of the porous ILD layers With 
respect to the stresses introduced by the CMP of Cu. One 
example Workaround is to introduce “dummy” metal fea 
tures at the trench level to improve CMP uniformity (i.e., 
reduce over-polish by creating uniform clearing betWeen 
dense and non-dense line features). Inclusion of so-called 
“dummi?cation” features at the via layers are a more chal 
lenging task due to limitations of creating redundant vias as 
heat sinks to control metal self-heating. 

[0036] In accordance With the present invention, highly 
porous materials can be integrated into a Cu damascene 
interconnect structure. In one embodiment of the present 
invention, a process How includes the formation of ILD 
posts (alternatively referred to as pillars) through the via and 
metal layers Which provide mechanical reinforcement of an 
ILD stack. These posts may also act as thermal conduits for 
improved heat removal. HoWever, because the posts typi 
cally have a dielectric constant that is greater than the 
dielectric constant of the porous loW-k dielectric, the 
tradeoff in capacitance effects depends upon the placement 
of the posts and their material composition. 

[0037] Creation of mesoporous (nanoporous) loW-k mate 
rials can be achieved by several knoWn methods. For 
example, such porous ?lms can be engineered as aerogels/ 
xerogels (by sol-gel, templating processes, CVD, etc.) With 
either open or closed pore structures. In such ?lms the pore 
radius and void fraction can be modulated by the choice of 
precursors and conditioning techniques. Because the 
mechanical strength of a ?lm tends to decrease as porosity 
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is increased, processes such as e-beam, or UV ?ood expo 
sure, have been developed to increase the mechanical 
strength (such as hardness/modulus, or fracture toughness) 
of the ?lm. HoWever, these processes can degrade the ?lm 
dielectric constant (i.e., increase the dielectric constant) by 
increasing the ?lm density or the extent of cross-linking in 
the loW-k material. Additionally, ?lms that are highly porous 
may not even be susceptible to suf?cient ?lm strengthening 
by these processes. 

[0038] FIGS. 1-3 illustrate problematic approaches to pro 
viding a loW-k insulating material betWeen interconnect 
lines formed in a damascene process. FIG. 1 shoWs a carbon 
doped oxide (CDO) of silicon Which, While possessing a 
dielectric constant less than that of silicon dioxide, does not 
provide the same level of improvement as do various 
polymer dielectrics and highly porous dielectric materials. 
With respect to FIGS. 2 and 3, the bulk of the dielectric 
layer is comprised of a spin-on polymer, or other type of 
loW-k dielectric such as a highly porous material, and the 
remainder of the dielectric layer is comprised of one more 
relatively thin layers of alternative dielectric material. In 
each of the structures shoWn in FIGS. 2 and 3, there is 
limited resistance to lateral shearing forces, such as may be 
encountered during various integrated circuit manufacturing 
processes. 

[0039] In an illustrative embodiment of the present inven 
tion, silicon dioxide posts, are used to provide mechanical 
reinforcement of the comparatively Weak, highly porous 
dielectric material Which makes up the bulk of the ILD. 
More particularly, these oxide posts provide the mechanical 
strength necessary to stand up to the stresses created by 
chemical mechanical polishing. It should be noted that the 
composition of the posts is not limited to silicon dioxide, 
although oxides of silicon are typical, including those oxides 
that are doped With ?uorine, carbon, or both. 

[0040] Referring to FIG. 4, a cross-section of a partially 
processed Wafer is shoWn including a ?rst dielectric layer 
102 and a second dielectric layer 402. FIG. 4, does not shoW 
the underlying portion of the substrate in Which various 
circuit elements such as transistors are formed. Those skilled 
in the art and having the bene?t of this disclosure Will 
appreciate that the formation of such circuit elements is Well 
knoWn and their formation and structure Will not be 
described further. First dielectric layer 102 is typically 
formed over an underlying ILD layer, and be made from 
materials such as, but not limited to, silicon carbide, silicon 
nitride, or carbon doped oxides of silicon. First dielectric 
layer 102 may be formed over an ILD layer in Which metal 
?lled trenches and vias have previously been formed. Sec 
ond dielectric layer 402 is formed of a material that has 
greater mechanical strength than that possessed by highly 
porous loW-k dielectric materials. In one embodiment, sec 
ond dielectric layer 402 is made of silicon dioxide. 

[0041] Referring to FIG. 5, the structure of FIG. 4 is 
shoWn after second dielectric layer 402 has been patterned 
to form ILD posts 502. These posts may alternatively be 
referred to as pillars. Although shoWn as posts in the 
illustrated embodiment, various other structures may be 
patterned, including but not limited to structures such as 
Walls or crosses, as shoWn in top vieW in FIG. 6. Methods 
for patterning silicon dioxide are Well knoWn in this ?eld and 
may include the conventional operations of forming a layer 
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of photoresist over second dielectric layer 402, exposing and 
developing the photoresist, and etching the exposed portions 
of second dielectric layer 402 to form posts 502. As shoWn 
in FIG. 5, the posts have vertical sideWalls indicating an 
anisotropic etch. HoWever, the invention is not limited to 
formation of posts 502, or other reinforcing structures, by an 
anisotropic etch. Mechanical reinforcement structures may 
also be formed by isotropic etch, or a combination of 
isotropic and anisotropic etch operations. Those skilled in 
the art Will recogniZe that isotropic etch chemistries Will 
produce reinforcing structures having tapered, i.e., sloping 
sideWalls. The locations of posts 502 are selected based, at 
least in part, on Where the interconnect lines and vias are to 
be formed. That is, the locations of posts 502 are selected so 
as to not interfere With the formation of interconnect lines 
and vias. This selection process is useful regardless of 
Whether a damascene metal process or a subtractive metal 
process is used. 

[0042] Referring to FIG. 6, several alternative reinforcing 
structures in accordance With the present invention are 
shoWn. A top vieW of ILD posts 502 are shoWn as top 
surfaces 502a. A top surface 602 corresponds to a Wall, or 
fence-like, structure. Top surface 604 corresponds to a 
reinforcing structure in the shape of a complex polygon. Top 
surface 606 corresponds to an ILD post that is cylindrical. 
Top surface 608 corresponds to yet another alternative 
embodiment of a reinforcing structure. It Will be apparent to 
those skilled in the art and having the bene?t of this 
disclosure that the reinforcing structures of the present 
invention are not limited to any particular shape. 

[0043] Referring to FIG. 7, it can be seen that subsequent 
to the formation of posts 502, a layer of loW-k dielectric ?lm 
604 is formed over and around posts 502. In the illustrated 
example, ?lm 504 is a porous ?lm such as a mesoporous 
SiO2, or a polymer, and has a dielectric constant in the range 
of 1.2 to 2.8. Formation of loW-k ?lm 504 may be achieved 
by depositing material either by chemical vapor deposition 
(CVD) or by spin-on techniques. 

[0044] FIG. 8 shoWs the structure of FIG. 7, after chemi 
cal mechanical polishing has been performed to produce 
dielectric layer 506 by planariZing the surface of dielectric 
layer 504. Typically, the post-polish height of layer 506 is 
substantially equal to the height of posts 502. In other Words, 
the post-polish top surface of layer 506 is in the plane of, or 
Within manufacturing tolerances of the plane of the top 
surface of ILD posts 502. It Will be understood that because 
of the different physical properties of the materials Which 
comprise the posts and the materials Which comprise the 
surrounding dielectric layer, the vertical distances betWeen 
the top surfaces of the posts and the top surfaces of the 
dielectric layer may, if so desired, be adjusted to some extent 
by the polishing process. 

[0045] Optionally, dielectric layer 504 may be subjected to 
an aging or a curing process in order to increase its porosity. 
The increased porosity is desirable to reduce the parasitic 
capacitance betWeen electrical nodes in the integrated circuit 
Which is being manufactured. Posts 502 provide the 
mechanical strength and stability to Withstand the forces 
encountered during processing steps such as CMP. 

[0046] FIG. 9 shoWs the structure of FIG. 8, after trench 
opening 106a, and via opening 106b have been etched into 
dielectric layer 506. Trench opening 106a and via opening 
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106b are consistent With the damascene method of forming 
metal interconnections. The patterning of these damascene 
trench and via openings is Well-documented in the literature 
of this ?eld and Will not be described in greater detail herein. 

[0047] FIG. 10 shoWs the structure of FIG. 9, after a 
copper diffusion barrier 508 is formed upon the surfaces of 
trench opening 106a and via opening 106b. Various copper 
diffusion barriers, some electrically conductive and others 
electrically non-conductive are knoWn. In the illustrated 
embodiment, copper diffusion barrier 508 is formed of 
TiNSi. It should be noted that other materials, including but 
not limited to, TiN, TaN and Ta may be used. Acopper seed 
layer is formed over barrier 508 and copper 510 is deposited 
(i.e., plated) so as to ?ll via opening 106b and trench opening 
106a. Excess copper is removed by chemical mechanical 
polishing and an etch stop/barrier layer 512 is formed over 
posts 502, porous loW-k dielectric 506, diffusion barrier 508, 
and copper 510. Etch stop/barrier layer 512 may be formed 
of a material such as, but not limited to, silicon carbide, 
silicon nitride, and carbon doped oxides of silicon. 

[0048] FIGS. 11-12 are How diagrams shoWing processes 
in accordance With the present invention. FIG. 11 illustrates 
a method of forming a dielectric layer having mechanically 
reinforcing structures embedded therein. FIG. 12 illustrates 
a method of forming interconnects on an integrated circuit, 
including forming a dielectric layer having reinforcing struc 
tures therein. 

[0049] FIG. 11 illustrates a method in Which at least one 
vertically-oriented non-conductive reinforcing structure is 
formed on a substrate (702). As indicated above, silicon 
dioxide posts may be patterned by conventional photolitho 
graphic methods. Adielectric layer, typically a mechanically 
Weak material, such as, but not limited to, a highly porous 
material, is disposed betWeen the reinforcing structures 
(704). The posts, or reinforcing structures having other 
shapes, may be formed from materials other than silicon 
dioxide, as long as they provide the mechanical reinforce 
ment needed to give strength to the subsequently formed 
dielectric layer. 

[0050] FIG. 12 illustrates a process including forming a 
?rst dielectric layer over metal conductors and an intralayer 
dielectric (802). This is typically accomplished by forming 
a copper diffusion barrier over of Cu damascene intercon 
nect level. A second dielectric layer is then formed over the 
?rst dielectric layer (804). This second dielectric layer is the 
one from Which mechanically, or structurally, reinforcing 
members are constructed. The construction of mechanically 
reinforcing members, or structures, is accomplished in this 
illustrative embodiment by patterning the second dielectric 
layer (806). A third dielectric layer is then formed over and 
adjacent the patterned second dielectric layer (808). This 
third dielectric layer is typically of a material that provides 
a loWer dielectric constant than that of the second dielectric 
material. HoWever, the third dielectric layer is also mechani 
cally Weaker than the material of the second dielectric. In 
this illustrative embodiment of the present invention, the 
third dielectric layer is then planariZed such that its top 
surface is substantially even With the top surface of the 
patterned second dielectric layer (810). Inlaid metal inter 
connections are then formed in the third dielectric layer in 
accordance With knoWn damascene metalliZation techniques 
(812). 
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[0051] Conclusion 

[0052] In general, embodiments of the present invention 
provide loW dielectric constant insulators on integrated 
circuits. Methods, in accordance With one aspect of the 
present invention, permit integration of highly porous ILD 
materials into a Cu damascene interconnect manufacturing 
?oW by providing ILD posts through the via and metal layers 
Which in turn provide mechanical reinforcement of the ILD 
stack. 

[0053] An advantage of some embodiments of the present 
invention is that loW dielectric constants insulators having 
the necessary mechanical strength to Withstand subsequent 
processing, such as for example, chemical mechanical pol 
ishing are obtained. 

[0054] A further advantage of some embodiments of the 
present invention is that the reinforcing structures provide a 
greater degree of thermal conduction than is possible With 
the highly porous ILD alone. Because of this, the reinforcing 
structures may also bene?t an integrated circuit in terms of 
conducting heat aWay from the active circuit elements such 
as transistors. 

[0055] The present invention may be implemented With 
various changes and substitutions to the illustrated embodi 
ments. For example, the present invention may be imple 
mented on substrates comprised of materials other than 
silicon, such as, for example, gallium arsenide or sapphire. 
Similarly, the present invention may be implemented With 
various alloys of copper forming the metal interconnect 
lines. 

[0056] It Will be readily understood by those skilled in the 
art that various other changes in the details, materials, and 
arrangements of the parts and operations Which have been 
described and illustrated in order to explain the nature of this 
invention may be made Without departing from the prin 
ciples and scope of the invention as expressed in the 
subjoined Claims. 

What is claimed is: 
1. A process, comprising: 

forming a ?rst dielectric layer on a substrate; 

patterning the ?rst dielectric layer such that a plurality of 
vertically oriented posts are formed, the post having a 
top surface; 

forming a second dielectric layer over and adjacent to the 
posts, the second dielectric layer having a top surface; 
and 

polishing the second dielectric layer such that its top 
surface is substantially even With the top surfaces of the 
posts. 

2. The process of claim 1, Wherein the substrate comprises 
a dielectric material. 

3. The process of claim 1, Wherein the substrate is a 
material selected from the group consisting of silicon car 
bide, silicon nitride, and carbon doped oxides of silicon. 

4. The process of claim 1, further comprising curing the 
second dielectric layer. 

5. The process of claim 1, further comprising aging the 
second dielectric layer. 

6. The process of claim 1, further comprising forming 
dual damascene openings in the second dielectric layer. 
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7. The process of claim 1, wherein forming the ?rst 
dielectric layer comprises depositing an oxide of silicon. 

8. The process of claim 7, Wherein forming the second 
dielectric layer comprises chemical vapor deposition of a 
loW-k material. 

9. The process of claim 7, Wherein forming the second 
dielectric layer comprises spinning on a loW-k material. 

10. The process of claim 1, Wherein the second dielectric 
has a loWer dielectric constant than the ?rst dielectric. 

11. A dielectric structure, comprising: 

a plurality of posts disposed on a substrate, the posts 
comprising an electrically non-conductive material; 
and 

a loW-k dielectric material disposed around the posts. 
12. The dielectric structure of claim 11, Wherein the 

substrate comprises a material selected from the group 
consisting of silicon carbide, silicon nitride, and carbon 
doped oxides of silicon. 

13. The dielectric structure of claim 11, Wherein the posts 
are vertically oriented and comprised of an oxide of silicon. 

14. The dielectric structure of claim 13, Wherein the oxide 
of silicon is a ?uorine doped oxide. 

15. The dielectric structure of claim 13, Wherein the posts 
have a rectangular base. 

16. An integrated circuit, comprising: 

a substrate having interconnected electrical elements 
therein; 

a ?rst dielectric layer disposed over the substrate; 

at least one electrically non-conductive, vertically ori 
ented post disposed on the ?rst dielectric layer; and 

a second dielectric layer disposed on the ?rst dielectric 
layer such that the second dielectric surrounds the at 
least one post. 

17. The integrated circuit of claim 16, Wherein the second 
dielectric layers has trenches therein. 

18. The integrated circuit of claim 17, further comprising 
metal disposed in the trenches. 

19. The integrated circuit of claim 18, Wherein the metal 
comprises copper. 
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20. An integrated circuit, comprising: 

a substrate having interconnected electrical elements 
therein; 

a ?rst dielectric layer disposed over the substrate; 

a plurality of electrically insulating structures disposed on 
the ?rst dielectric layer; and 

a second dielectric layer disposed on the ?rst dielectric 
layer such that the second dielectric surrounds the 
plurality of structures. 

21. The integrated circuit of claim 20,Wherein the struc 
tures are identical. 

22. The integrated circuit of claim 20, further comprising 
metal ?lled damascene trenches in the second dielectric 
layer. 

23. The integrated circuit of claim 20, Wherein the struc 
tures are comprised of an oxide of silicon, and the second 
dielectric layer is comprised of a porous material having a 
dielectric constant loWer than that of silicon dioxide. 

24. A process, comprising: 

depositing a silicon nitride layer on a Wafer; 

depositing an insulating layer over the silicon nitride 
layer; 

patterning the insulating layer such that a plurality of 
structures are formed, the structures each having a top 
surface; 

depositing a porous dielectric material over and adjacent 
to the structures, the porous dielectric material having 
a void fraction; and 

polishing the porous dielectric material such that a top 
surface thereof is substantially even With the top sur 
faces of the structures; 

treating the porous dielectric material such that its void 
fraction is increased. 

25. The integrated circuit of claim 24, Wherein the porous 
dielectric material has a loWer dielectric constant than that of 
the structures. 


