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(57) ABSTRACT 

An apparatus for manufacturing a polymer ?ber shell from 
lique?ed polymer is provided. The apparatus includes: (a) a 
precipitation electrode being for generating the polymer 
?ber shell thereupon; (b) a dispenser, being at a ?rst poten 
tial relative to the precipitation electrode so as to generate an 
electric ?eld betWeen the precipitation electrode and the 
dispenser, the dispenser being for: charging the lique?ed 
polymer thereby providing a charged lique?ed polymer; and 
(ii) dispensing the charged lique?ed polymer in a direction 
of the precipitation electrode; and (c) a subsidiary electrode 
being at a second potential relative to the precipitation 
electrode, the subsidiary electrode being for modifying the 
electric ?eld betWeen the precipitation electrode and the 
dispenser. 
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METHOD AND APPARATUS FOR 
MANUFACTURING POLYMER FIBER SHELLS 

VIA ELECTROSPINNING 

FIELD AND BACKGROUND OF THE 
INVENTION 

[0001] The present invention relates to a method and 
apparatus for manufacturing polymer ?ber shells via elec 
trospinning. 
[0002] Polymer ?ber shells such as tubular shaped prod 
ucts, are used in the medical industry for various utilities 
including esophageal grafts, vascular grafts, stent coats and 
like. 

[0003] Numerous methods for manufacturing polymer 
?ber shells suitable for medical applications are knoWn in 
the art, including, for example, various injection molding 
methods, mandrel assisted extrusion or formation and vari 
ous Weaving techniques. 

[0004] Production of polymer ?ber shells suitable for use 
as vascular grafts is particularly dif?cult, since such grafts 
must Withstand high and pulsatile blood pressures While, at 
the same time, be elastic and biocompatible. 

[0005] Vascular grafts knoWn in the art typically have a 
microporous structure that in general alloWs tissue groWth 
and cell endotheliZation, thus contributing to long term 
engraftment and patency of the graft. 

[0006] In vascular grafts, tissue ingroWth and cell endot 
heliZation is typically enhanced With increased in grafts 
exhibiting increased porosity. HoWever, increasing the 
porosity of vascular grafts leads to a considerable reduction 
of the mechanical and tensile strength of the graft, and as a 
consequence to a reduction in the functionality thereof. 

[0007] Electrospinning has been used for generating vari 
ous products for medical applications, e.g., Wound dress 
ings, prosthetic devices, and vascular grafts as Well as for 
industrial use, e.g., electrolytic cell diaphragms, battery 
separators, and fuel cell components. It has already been 
proposed to produce by electrospinning products having the 
appearance of shells. For example, US. Pat. No. 4,323,525 
discloses a method of preparing a tubular product by elec 
trostatically spinning a ?ber forming material and collecting 
the resulting spun ?bers on a rotating mandrel. U.S. Pat. No. 
4,552,707 discloses a varying rotation rate mandrel Which 
controls the “anisotropy extent” of ?ber orientation of the 
?nal product. Additional examples of tubular shaped prod 
ucts and a like are disclosed, e.g., in US. Pat. Nos. 4,043, 
331, 4,127,706, 4,143,196, 4,223,101, 4,230,650 and 4,345, 
414. 

[0008] The process of electrospinning creates a ?ne stream 
or jet of liquid that upon proper evaporation yields a 
non-Woven ?ber structure. The ?ne stream of liquid is 
produced by pulling a small amount of a lique?ed polymer 
(either polymer dissolved in solvent (polymer solution) or 
melted polymer) through space using electrical forces. The 
produced ?bers are then collected on a suitably located 
precipitation device, such as a mandrel to form tubular 
structures. In the case of a melted polymer Which is normally 
solid at room temperature, the hardening procedure may be 
mere cooling, hoWever other procedures such as chemical 
hardening or evaporation of solvent may also be employed. 
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[0009] In electrospinning, an electric ?eld With high ?led 
lines density (i.e., having large magnitude per unit volume) 
may results in a corona discharge near the precipitation 
device, and consequently prevent ?bers from being collected 
by the precipitation device. The ?led lines density of an 
electric ?eld is determined inter alia by the geometry of the 
precipitation device; in particular, sharp edges on the pre 
cipitation device increase the effect of corona discharge. 

[0010] In addition, due to the effect of electric dipole 
rotation along the electric ?eld maximal strength vector in 
the vicinity of the mandrel, products With at least a section 
With a small radius of curvature are coated coaxially by the 
?bers. Such structural ?ber formation considerably reduces 
the radial tensile strength of a spun product, Which, in the 
case of vascular grafts, is necessary for Withstanding pres 
sures generated by blood ?oW. 

[0011] Various electrospinning based manufacturing 
methods for generating vascular grafts are knoWn in the 
prior art, see, for example, US. Pat. Nos. 4,044,404, 4,323, 
525, 4,738,740, 4,743,252, and 5,575,818. HoWever, such 
methods suffer from the above inherent limitations Which 
limit the use thereof When generating intricate pro?le ?ber 
shells. 

[0012] Hence, although electrospinning can be ef?ciently 
used for generating large diameter shells, the nature of the 
electrospinning process prevents ef?cient generation of 
products having an intricate pro?le and/or small diameter, 
such as vascular grafts. In particular, since porosity and 
radial strength are con?icting, prior art electrospinning 
methods cannot be effectively used for manufacturing vas 
cular grafts having both characteristics. 

[0013] There is thus a Widely recogniZed need for, and it 
Would be highly advantageous to have, a method and 
apparatus for manufacturing polymer ?ber shells via elec 
trospinning devoid of the above limitations. 

SUMMARY OF THE INVENTION 

[0014] According to one aspect of the present invention 
there is provided an apparatus for manufacturing polymer 
?ber shells from lique?ed polymer, the apparatus compris 
ing: (a) a precipitation electrode being for generating the 
polymer ?ber shell thereupon; (b) a dispenser, being at a ?rst 
potential relative to the precipitation electrode so as to 
generate an electric ?eld betWeen the precipitation electrode 
and the dispenser, the dispenser being for: charging the 
lique?ed polymer thereby providing a charged lique?ed 
polymer; and (ii) dispensing the charged lique?ed polymer 
in a direction of the precipitation electrode; and (c) a 
subsidiary electrode being at a second potential relative to 
the precipitation electrode, the subsidiary electrode being for 
modifying the electric ?eld betWeen the precipitation elec 
trode and the dispenser. 

[0015] According to another aspect of the present inven 
tion there is provided a method for forming a lique?ed 
polymer into a non-Woven polymer ?ber shells, the method 
comprising: (a) charging the lique?ed polymer thereby 
producing a charged lique?ed polymer; (b) subjecting the 
charged lique?ed polymer to a ?rst electric ?eld; (c) dis 
pensing the charged lique?ed polymer Within the ?rst elec 
tric ?eld in a direction of a precipitation electrode, the 
precipitation electrode being designed and con?gured for 
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generating the polymer ?ber shell; (d) providing a second 
electric ?eld being for modifying the ?rst electric ?eld; and 
(e) using the precipitation electrode to collect the charged 
lique?ed polymer thereupon, thereby forming the non-Wo 
ven polymer ?ber shell. 

[0016] According to further features in preferred embodi 
ments of the invention described beloW, the ?rst electric ?eld 
is de?ned betWeen the precipitation electrode and a dispens 
ing electrode being at a ?rst potential relative to the pre 
cipitation electrode. 

[0017] According to still further features in the described 
preferred embodiments step (c) is effected by dispensing the 
charged lique?ed polymer from the dispensing electrode. 

[0018] According to still further features in the described 
preferred embodiments the second electric ?eld is de?ned by 
a subsidiary electrode being at a second potential relative to 
the precipitation electrode. 

[0019] According to still further features in the described 
preferred embodiments the subsidiary electrode serves for 
reducing non-uniformities in the ?rst electric ?eld. 

[0020] According to still further features in the described 
preferred embodiments the subsidiary electrode serves for 
controlling ?ber orientation of the polymer ?ber shell gen 
erated upon the precipitation electrode. 

[0021] According to still further features in the described 
preferred embodiments the subsidiary electrode serves to 
minimiZe a volume charge generated betWeen the dispenser 
and the precipitation electrode. 

[0022] According to still further features in the described 
preferred embodiments the method further comprising mov 
ing the subsidiary electrode along the precipitation electrode 
during step (e). 

[0023] According to still further features in the described 
preferred embodiments the method further comprising mov 
ing the dispensing electrode along the precipitation electrode 
during step 

[0024] According to still further features in the described 
preferred embodiments the method further comprising syn 
chroniZing the motion of the dispensing electrode and the 
subsidiary electrode along the precipitation electrode. 

[0025] According to still further features in the described 
preferred embodiments the dispenser comprises a mecha 
nism for forming a jet of the charged lique?ed polymer. 

[0026] According to still further features in the described 
preferred embodiments the apparatus further comprising a 
bath for holding the lique?ed polymer. 

[0027] According to still further features in the described 
preferred embodiments the mechanism for forming a jet of 
the charged lique?ed polymer includes a dispensing elec 
trode. 

[0028] According to still further features in the described 
preferred embodiments the dispenser is operative to move 
along a length of the precipitation electrode. 

[0029] According to still further features in the described 
preferred embodiments the precipitation electrode includes 
at least one rotating mandrel. 
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[0030] According to still further features in the described 
preferred embodiments the rotating mandrel is a cylindrical 
mandrel. 

[0031] According to still further features in the described 
preferred embodiments the rotating mandrel is an intricate 
pro?le mandrel. 

[0032] According to still further features in the described 
preferred embodiments the intricate-pro?le mandrel 
includes sharp structural elements. 

[0033] According to still further features in the described 
preferred embodiments the cylindrical mandrel is of a diam 
eter selected from a range of 0.1 to 20 millimeters. 

[0034] According to still further features in the described 
preferred embodiments the precipitation electrode includes 
at least one structural element selected from the group 
consisting of a protrusion, an ori?ce, a groove, and a grind. 

[0035] According to still further features in the described 
preferred embodiments the subsidiary electrode is of a shape 
selected from the group consisting of a plane, a cylinder, a 
torus and a Wire. 

[0036] According to still further features in the described 
preferred embodiments the subsidiary electrode is operative 
to move along a length of the precipitation electrode. 

[0037] According to still further features in the described 
preferred embodiments the subsidiary electrode is tilted at 
angle With respect to a longitudinal axis of the precipitation 
electrode, the angle is ranging betWeen 45 and 90 degrees. 

[0038] According to still further features in the described 
preferred embodiments the subsidiary electrode is posi 
tioned at a distance of 5-70 millimeters from the precipita 
tion electrode. 

[0039] According to still further features in the described 
preferred embodiments the subsidiary electrode is posi 
tioned at a distance 6 from the precipitation electrode, 6 
being equal to 12[3R(1—V2/V1), Where [3 is a constant 
ranging betWeen about 0.7 and about 0.9, R is the curvature 
radius of the polymer ?ber shell formed on the precipitation 
electrode, V1 is the ?rst potential and V2 is the second 
potential. 

[0040] According to yet another aspect of the present 
invention there is provided an apparatus for manufacturing 
a polymer ?ber shells from lique?ed polymer, the apparatus 
comprising: (a) a dispenser, for: charging the lique?ed 
polymer thereby providing a charged lique?ed polymer; and 
(ii) dispensing the charged lique?ed polymer; and (b) a 
precipitation electrode being at a potential relative to the 
dispenser thereby generating an electric ?eld betWeen the 
precipitation electrode and the dispenser, the precipitation 
electrode being for collecting the charged lique?ed polymer 
draWn by the electric ?eld, to thereby form the polymer ?ber 
shell thereupon, Wherein the precipitation electrode is 
designed so as to reduce non-uniformities in the electric 
?eld. 

[0041] According to still further features in the described 
preferred embodiments the precipitation electrode is formed 
from a combination of electroconductive and non-electro 
conductive materials. 
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[0042] According to still further features in the described 
preferred embodiments a surface of the precipitation elec 
trode is formed by a predetermined pattern of the electro 
conductive and non-electroconductive materials. 

[0043] According to still further features in the described 
preferred embodiments the precipitation electrode is formed 
from at least tWo layers. 

[0044] According to still further features in the described 
preferred embodiments the at least tWo layers include an 
electroconductive layer and a partial electroconductive 
layer. 
[0045] According to still further features in the described 
preferred embodiments the partial electroconductive layer is 
partial electroconductive layer is formed from a combination 
of an electroconductive material and at least one dielectric 
material. 

[0046] According to still further features in the described 
preferred embodiments the dielectric material is selected 
from a group consisting of polyamide and polyacrylonitrile 
and polytetra?uoroethylene. 

[0047] According to still further features in the described 
preferred embodiments the dielectric material is Titanium 
Nitride. 

[0048] According to still further features in the described 
preferred embodiments the partial electroconductive layer, 
is selected of a thickness ranging betWeen 0.1 to 90 microns. 

[0049] The present invention successfully addresses the 
shortcomings of the presently knoWn con?gurations by 
providing an electrospinning apparatus and method capable 
of fabricating a non-Woven polymer ?ber shell Which can be 
used in vascular grafts. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0050] The invention is herein described, by Way of 
eXample only, With reference to the accompanying draWings. 
With speci?c reference noW to the draWings in detail, it is 
stressed that the particulars shoWn are by Way of eXample 
and for purposes of illustrative discussion of the preferred 
embodiments of the present invention only, and are pre 
sented in the cause of providing What is believed to be the 
most useful and readily understood description of the prin 
ciples and conceptual aspects of the invention. In this regard, 
no attempt is made to shoW structural details of the invention 
in more detail than is necessary for a fundamental under 
standing of the invention, the description taken With the 
draWings making apparent to those skilled in the art hoW the 
several forms of the invention may be embodied in practice. 

[0051] 
[0052] FIG. 1 is a schematic illustration of a prior art 
electrospinning apparatus; 

[0053] FIG. 2 is a schematic illustration of an electrospin 
ning apparatus Which includes a subsidiary electrode accord 
ing to the teachings of the present invention; 

[0054] FIG. 3 is a schematic illustration of an electrospin 
ning apparatus Which includes a planar subsidiary electrode 
according to the teachings of the present invention; 

In the draWings: 

[0055] FIG. 4 is a schematic illustration of an electrospin 
ning apparatus Which includes a cylindrical subsidiary elec 
trode according to the teachings of the present invention; 
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[0056] FIG. 5 is a schematic illustration of an electrospin 
ning apparatus Which includes a linear subsidiary electrode 
according to the teachings of the present invention; 

[0057] FIG. 6 is a schematic illustration of an electrospin 
ning apparatus Which includes a composite subsidiary elec 
trode according to the teachings of the present invention; 

[0058] FIG. 7 is an electron microscope image of material 
spun using conventional electrospinning techniques; 

[0059] FIG. 8 is an electron microscope image of material 
spun using an apparatus Which incorporates a ?at subsidiary 
electrode, positioned 20 millimeters from the mandrel, 
according to the teachings of the present invention; 

[0060] FIG. 9 is an electron microscope image of material 
spun using an apparatus Which incorporates a ?at subsidiary 
electrode, positioned 9 millimeters from the mandrel, 
according to the teachings of the present invention; and 

[0061] FIG. 10 is an electron microscope image of polar 
oriented material spun using an apparatus Which incorpo 
rates a linear subsidiary electrode according to the teachings 
of the present invention. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

[0062] The present invention is of a method and an 
apparatus for manufacturing a polymer ?ber shell using 
electrospinning. Speci?cally, the present invention can be 
used to manufacture intricate-pro?le products and vascular 
grafts of small to large diameter via electrospinning. 

[0063] For purposes of better understanding the present 
invention, as illustrated in FIGS. 2-10 of the draWings, 
reference is ?rst made to the construction and operation of 
a conventional (i.e., prior art) electrospinning apparatus as 
illustrated in FIG. 1. 

[0064] FIG. 1 illustrates an apparatus for manufacturing a 
tubular structure using a conventional electrospinning appa 
ratus, Which is referred to herein as apparatus 10. 

[0065] Apparatus 10 includes a dispenser 12 Which can be, 
for eXample, a bath provided With capillary apertures 14. 
Dispenser 12 serves for storing the polymer to be spun in a 
liquid form. Dispenser 12 is positioned at a predetermined 
distance from a precipitation electrode 16. 

[0066] Precipitation electrode 16 serves for generating the 
tubular structure thereupon. Precipitation electrode 16 is 
typically manufactured in the form of a mandrel or any other 
cylindrical structure. Precipitation electrode 16 is rotated by 
a mechanism such that a tubular structure is formed When 
coated With the polymer. 

[0067] Dispenser 12 is typically grounded, While precipi 
tation electrode 16 is connected to a source of high voltage 
preferably of negative polarity, thus forming an electric ?eld 
betWeen dispenser 12 and precipitation electrode 16. Alter 
natively, precipitation electrode 16 can be grounded While 
dispenser 12 is connected to a source of high voltage, 
preferably With positive polarity. 

[0068] To generate a tubular structure, a lique?ed polymer 
(e.g., melted polymer or dissolved polymer) is extruded, for 
eXample under the action of hydrostatic pressure, through 
capillary apertures 14 of dispenser 12. As soon as meniscus 
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forms from the extruded lique?ed polymer, a process of 
solvent evaporation or cooling starts Which is accompanied 
by the creation of capsules With a semi-rigid envelope or 
crust. An electric ?eld, occasionally accompanied a by 
unipolar corona discharge in the area of dispenser 12, is 
generated by the potential difference betWeen dispenser 12 
and precipitation electrode 16. Because the lique?ed poly 
mer possesses a certain degree of electrical conductivity, the 
above-described capsules become charged. Electric forces 
of repulsion Within the capsules lead to a drastic increase in 
hydrostatic pressure. The semi-rigid envelopes are stretched, 
and a number of point micro-ruptures are formed on the 
surface of each envelope leading to spraying of ultra-thin 
jets of lique?ed polymer from dispenser 12. 

[0069] The charges tend to distribute along the jets, thus 
preventing existence of any non-Zero component of electric 
?eld inside the jet. Thus, a conduction current ?oWs along 
the jets, Which results in the accumulation of (different sign) 
free charges on the lique?ed polymer surface. 

[0070] Under the effect of a Coulomb force, the jets depart 
from the dispenser 12 and travel toWards the opposite 
polarity electrode, i.e., precipitation electrode 16. Moving 
With high velocity in the inter-electrode space, the jet cools 
or solvent therein evaporates, thus forming ?bers Which are 
collected on the surface of precipitation electrode 16. Since 
electrode 16 is rotating the charged ?bers form a tubular 
shape. 

[0071] When using mandrels being at least partially With 
small radius of curvature, the orientation of the electric ?eld 
maximal strength vector is such that precipitation electrode 
16 is coated coaxially by the ?bers. Thus, small diameter 
products, have limited radial strength When manufactured 
via existing electrospinning methods, as described above. 

[0072] When using mandrels With sharp edges and/or 
variously shaped and siZed recesses, the electric ?eld mag 
nitude in the vicinity of precipitation electrode 16 may 
exceed the air electric strength (about 30 kV/cm), and a 
corona discharge may develop in the area of precipitation 
electrode 16. The effect of corona discharge decreases the 
coating efficiency of the process as described hereinbeloW, 
and may even resultant in a total inability of ?bers to be 
collected upon precipitation electrode 16. 

[0073] Corona discharge initiation is accompanied by the 
generation of a considerable amount of air ions having 
opposite charge sign With respect to the charged ?bers. Since 
an electric force is directed With respect to the polarity of 
charges on Which it acts, theses ions start to move at the 
opposite direction to ?bers motion i.e., from precipitation 
electrode 16 toWards dispenser 12. Consequently, a portion 
of these ions generate a volume charge (ion cloud), non 
uniformly distributed in the inter-electrode space, thereby 
causing electric ?eld lines to partially close on the volume 
charge rather than on precipitation electrode 16. Moreover, 
the existence of an opposite volume charge in the inter 
electrode space, decreases the electric force on the ?bers, 
thus resulting in a large amount of ?bers accumulating in the 
inter-electrode space and gradually settling under gravity 
force. It Will be appreciated that such an effect leads to a 
loW-efficiency process of ?ber coating. 

[0074] Using an in?nite-length/radius cylinder as a pre 
cipitation electrode 16 diminishes the effect described 
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above. HoWever, this effect is severe and limiting When 
small radii or complicated mandrels are employed for fab 
ricating small radius or intricate-pro?le structures. 

[0075] Before explaining at least one embodiment of the 
invention in detail, it is to be understood that the invention 
is not limited in its application to the details of construction 
and the arrangement of the components set forth in the 
folloWing description or illustrated in the draWings. The 
invention is capable of other embodiments or of being 
practiced or carried out in various Ways. Also, it is to be 
understood that the phraseology and terminology employed 
herein is for the purpose of description and should not be 
regarded as limiting. 

[0076] While reducing the present invention to practice, it 
Was uncovered that the use of a third electrode Within an 
electrospinning apparatus enables to control the electric ?eld 
generated betWeen the dispenser and precipitation electrode. 
Speci?cally, a third electrode may either substantially 
decreases non-uniformities in the electric ?eld or provides 
for controlled ?ber orientation upon deposition. 

[0077] Thus, according to the present invention there is 
provided an apparatus for manufacturing a polymer ?ber 
shell from a lique?ed polymer, Which apparatus is referred 
to herein as apparatus 20. 

[0078] As shoWn in FIG. 2, apparatus 20 includes a 
precipitation electrode 22 Which serves for generating the 
polymer ?ber shell thereupon. Precipitation electrode 22 can 
be, for example, a mandrel of uniform or varying radius, 
Which may include some structural elements such as, but not 
limited to, protrusions, ori?ces and grooves. The surface of 
precipitation electrode 22 may also contain grinds. The 
diameter of the mandrel may vary from about 0.1 millimeter 
up to about 20 millimeters depending on the diameter of the 
polymer ?ber shell to be spun thereupon. 

[0079] Apparatus 20 further includes a dispenser 24, 
Which is at a ?rst potential relative to precipitation electrode 
22. Such a potential can be generated by grounding dis 
penser 24, and connecting a source of high voltage With 
negative polarity to precipitation electrode 22. 

[0080] Alternatively, precipitation electrode 22 can be 
grounded While dispenser 24 is connected to a source of high 
voltage With positive polarity. In any case, an absolute value 
for the potential difference betWeen dispenser 24 and pre 
cipitation electrode 22 may range betWeen about 10 kV and 
about 100 kV. 

[0081] The potential difference betWeen dispenser 24 and 
precipitation electrode 22 ensures that an electric ?eld is 
maintained therebetWeen, Which electric ?eld is important 
for the electrospinning process as described hereinabove. 

[0082] Dispenser 24 serves for charging the lique?ed 
polymer, thereby providing a charged lique?ed polymer and 
dispensing the charged lique?ed polymer in a direction of 
precipitation electrode 22. Dispenser 24 may also include a 
mechanism for moving it along a longitudinal axis of 
precipitation electrode 22, thus enabling dispensing of the 
charged lique?ed polymer at various points along the lon 
gitudinal axis of precipitation electrode 22. 

[0083] The charged lique?ed polymer may be, for 
example polyurethane, polyester, polyole?n, polymethyl 
methacrylate, polyvinyl aromatic, polyvinyl ester, polya 
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mide, polyimide, polyether, polycarbonate, polyacrilonitrile, 
polyvinyl pyrrolidone, polyethylene oxide, poly (L-lactic 
acid), poly (lactide-CD-glycoside), polycaprolactone, poly 
phosphate ester, poly (glycolic acid), poly (DL-lactic acid), 
and some copolymers. Biolmolecules such as DNA, silk, 
chitoZan and cellulose may also be used. Improved charging 
of the polymer may also be required. Improved charging is 
effected according to the present invention by mixing the 
lique?ed polymer With a charge control agent (e. g., a dipolar 
additive) to form, for example, a polymer-dipolar additive 
complex Which apparently better interacts With ioniZed air 
molecules formed under the in?uence of the electric ?eld. It 
is assumed, in a non-limiting fashion, that the extra-charge 
attributed to the neWly formed ?bers is responsible for their 
more homogenous precipitation on the precipitation elec 
trode, Wherein a ?ber is better attracted to a local maximum, 
Which is a local position most under represented by older 
precipitated ?bers, Which keep their charge for 5-10 min 
utes. The charge control agent is typically added in the 
grams equivalent per liter range, say, in the range of from 
about 0.001 N to about 0.1 N, depending on the respective 
molecular Weights of the polymer and the charge control 
agent used. 

[0084] US. Pat. Nos. 5,726,107; 5,554,722; and 5,558, 
809 teach the use of charge control agents in combination 
With polycondensation processes in the production of elec 
tret ?bers, Which are ?bers characteriZed in a permanent 
electric charge, using melt spinning and other processes 
devoid of the use of an precipitation electrode. A charge 
control agent is added in such a Way that it is incorporated 
into the melted or partially melted ?bers and remains 
incorporated therein to provide the ?bers With electrostatic 
charge Which is not dissipating for prolonged time periods, 
say months. 

[0085] In a preferred embodiment of the present invention, 
the charge control agent transiently binds to the outer surface 
of the ?bers and therefore the charge dissipates shortly 
thereafter (Within minutes). This is because polycondensa 
tion is not exercised at all such the chemical intereaction 
betWeen the agent and the polymer is absent, and further due 
to the loW concentration of charge control agent employed. 
The resulting shell is therefore substantially charge free. 

[0086] Suitable charge control agents include, but are not 
limited to, monoand poly-cyclic radicals that can bind to the 
polymer molecule via, for example, —C=C—, =C—SH— 
or —CO—NH— groups, including biscationic amides, phe 
nol and uryl sul?de derivatives, metal complex compounds, 
triphenylmethanes, dimethylmidaZole and ethoxytrimethyl 
s1ans. 

[0087] Typically, the charged lique?ed polymer is dis 
pensed as a liquid jet, moving at high velocity under 
electrical forces caused by the electric ?eld. Thus, dispenser 
24 typically includes a bath for holding the lique?ed poly 
mer and a mechanism for forming a jet, Which mechanism 
may be, for example, a dispensing electrode. 

[0088] Apparatus 20 further includes at least one subsid 
iary electrode 26 Which is at a second potential relative to 
precipitation electrode 22. Subsidiary electrode 26 serves for 
controlling the direction and magnitude of the electric ?eld 
betWeen precipitation electrode 22 and dispenser 24 and as 
such, subsidiary electrode 26 can be used to control the 
orientation of polymer ?bers deposited on precipitation 
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electrode 22. In some embodiments, subsidiary electrode 26 
serves as a supplementary screening electrode. Broadly 
stated, use of screening results in decreasing the coating 
precipitation factor, Which is particularly important upon 
mandrels having at least a section of small radii of curvature. 

[0089] The siZe, shape, position and number of subsidiary 
electrode 26 is selected so as to maximiZe the coating 
precipitation factor, While minimiZing the effect of corona 
discharge in the area of precipitation electrode 22 and/or so 
as to provide for controlled ?ber orientation upon deposi 
tion. 

[0090] According to one preferred embodiment of the 
present invention, subsidiary electrode 26 is positioned 5-70 
mm aWay from precipitation electrode 22. 

[0091] Preferably, such a distance is selected according to 
the folloWing: 

[0092] Where [3 is a dimensionless constant named a 
?ber-charge accounting factor, Which ranges betWeen about 
0.7 and about 0.9, R is the curvature-radius of precipitation 
electrode 22, V1 is the potential difference betWeen dis 
penser 24 and precipitation electrode 22 and V2 is the 
potential difference betWeen subsidiary electrode 26 and 
precipitation electrode 22. 

[0093] Subsidiary electrode 26 may include a mechanism 
for moving it along a longitudinal axis of precipitation 
electrode 22. Such a mechanism may be in use When 
enhanced control over ?ber orientation is required. 

[0094] It Will be appreciated that in an apparatus in Which 
both dispenser 24 and subsidiary electrode 26 are capable of 
such longitudinal motion, such motion may be either inde 
pendent or synchroniZed. 

[0095] Subsidiary electrode 26 may also be tilted through 
an angle of 45-90 degrees With respect to the longitudinal 
axis of precipitation electrode 22. Such tilting may be used 
to provide for controlled ?ber orientation upon deposition, 
hence to control the radial strength of the manufactured 
shell; speci?cally, large angles result in higher radial 
strength. 

[0096] In addition to positioning, the shape and siZe of 
electrode 26 may also determine the quality of the shell 
formed by apparatus 20. Thus, electrode 26 may be fabri 
cated in a variety of shapes each serving a speci?c purpose. 
Electrode shapes Which can be used With apparatus 20 of the 
present invention include, but are not limited to, a plane, a 
cylinder, a torus a rod, a knife, an arc or a ring. 

[0097] An apparatus 20 Which includes a subsidiary elec 
trode 26 of a cylindrical (FIG. 4) or a ?at shape (FIG. 3) 
enables manufacturing intricate-pro?le products being at 
least partially With small radius of curvature, Which radius 
may range betWeen 0.025 millimeters and 5 millimeters. As 
can be seen in FIGS. 8-9 (further described in the Examples 
section), the coating of such structures is characteriZed by 
random-oriented (FIG. 8) or even polar-oriented (FIG. 9) 
?bers, as opposed to an axial coating Which is typical for 
small curvature products manufactured via existing electro 
spinning methods as demonstrated in FIG. 7 (further 
described in the Examples section). 
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[0098] Preferably, When a surface of large curvature is 
used as subsidiary electrode 26, as is the case above, the 
distance betWeen subsidiary electrode 26 and precipitation 
electrode 22 can be determined as o/x Where X is a factor 
ranging betWeen 1.8 and 2, and Where 6 is as de?ned by 
Equation 1 above. 

[0099] Thus, positioning and/or shape of electrode 26 
determines ?ber orientation in the polymer ?ber shell 
formed. 

[0100] The ability to control ?ber orientation is important 
When fabricating vascular grafts in Which a high radial 
strength and elasticity is important. It Will be appreciated 
that a polar oriented structure can generally be obtained also 
by Wet spinning methods, hoWever in Wet spinning methods 
the ?bers are thicker than those used by electrospinning by 
at least an order of magnitude. 

[0101] Control over ?ber orientation is also advantageous 
When fabricating composite polymer ?ber shells Which are 
manufactured by sequential deposition of several different 
?ber materials. 

[0102] Reference is noW made to FIG. 5, Which illustrates 
an apparatus 20 Which utiliZes a linear (e.g., a rod, a knife, 
an arc or a ring) subsidiary electrode 26. 

[0103] The effect of subsidiary electrode 26 of linear 
shape is based on the distortion it introduces to the electric 
?eld in an area adjacent to precipitation electrode 22. For 
maximum effect the diameter of subsidiary electrode 26 
must be considerably smaller than that of precipitation 
electrode 22, yet large enough to avoid generation of a 
signi?cant corona discharge. Fiber coating generated by 
apparatus 20 utiliZing a linear subsidiary electrode 26 is 
illustrated by FIG. 10 Which is further described in the 
Examples section hereinunder. 

[0104] Thus, the present invention provides an electro 
spinning apparatus in Which the electric ?eld is under 
substantial control, thereby providing either random or 
predetermined ?bers orientation. 

[0105] Although the use of at least one subsidiary elec 
trode is presently preferred, ?eld non-uniformities can also 
be at least partially overcome by providing a composite 
precipitation electrode. 

[0106] As illustrated in FIG. 6, precipitation electrode 34 
of apparatus 30 having a dispenser 32 can be designed and 
con?gured so as to reduce non-uniformities in the electric 
?eld. 

[0107] To overcome ?eld non-uniformities, precipitation 
electrode 34 is fabricated from at least tWo layers of mate 
rials, an inner layer 36 made of electroconductive material 
and an outer layer 38 made of a material having high 
dielectric properties. Such a fabrication design results in a 
considerable increase of corona discharge threshold thus 
considerably reducing corona discharge from precipitation 
electrode 34. 

[0108] Materials suitable for use With outer layer 38 of 
precipitation electrode 34, can be ceramic materials e.g., 
Titanium Nitride, Aluminum Oxide and the like, or polymer 
materials e.g., polyamide, polyacrylonitrile, polytetra?uoro 
ethylene and the like. The thickness of outer layer 38 
depends on the dielectric properties of the material from 
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Which it is made and can vary from less than one micron, in 
the case of, for example, a Titanium Nitride layer, or tens of 
microns, in the case of, for example, polytetra?uoroethyl 
ene, polyamide or polyacrylonitrile layer. In addition to 
diminishing corona discharge this precipitation electrode 
con?guration enables easier separation of formed structures 
therefrom. Thus, according to this con?guration outer layer 
38 of precipitation electrode 34 can also be con?gured for 
facilitating the removal of the ?nal product from the man 
drel. 

[0109] Additional objects, advantages, and novel features 
of the present invention Will become apparent to one ordi 
narily skilled in the art upon examination of the folloWing 
examples, Which are not intended to be limiting. Addition 
ally, each of the various embodiments and aspects of the 
present invention as delineated hereinabove and as claimed 
in the claims section beloW ?nds experimental support in the 
folloWing examples. 

EXAMPLES 

[0110] Reference is noW made to the folloWing examples, 
Which together With the above descriptions, illustrate the 
invention in a non limiting fashion. 

Electrospinning Material 

[0111] A polycarbonate resin grade Caliper 2071 Was 
purchased from DaW Chemical Co. This Polymer is char 
acteriZed as having good ?ber forming abilities and is 
convenient for electrospinning. Chloroform Was used as 
solvent in all of the examples described hereinbeloW. 

Example 1 

Axial Covering Using Conventional 
Electrospinning Method 

[0112] Reference is noW made to FIG. 7, Which is an 
example of non-randomiZed covering of thin mandrels via 
conventional electrospinning. A 3-mm cylindrical mandrel 
Was covered by polycarbonate ?ber using prior art electro 
spinning approaches. FIG. 7 is an electron microscope 
image of the ?nal product, in Which axial ?ber orientation is 
Well evident. Due to non-uniformities in the electric ?eld, 
the ?bers, While still in motion in the inter-electrode space, 
are oriented in conformity With the ?eld con?guration, and 
the obtained tubular structure exhibits axial orientation of 
?bers, and as such is characteriZed by axial, as opposed to 
radial strength. 

Example 2 

Random Covering Using Flat Subsidiary Electrode 

[0113] An apparatus constructed and operative in accor 
dance With the teachings of the present invention incorpo 
rating a ?at subsidiary electrode positioned 20 millimeters 
from the mandrel and having the same potential as the 
mandrel Was used to spin a polycarbonate tubular structure 
of a 3 mm radius. As is evident from FIG. 8, the presence 
of a subsidiary electrode randomiZes ?bers orientation. 

Example 3 

Polar-Oriented Covering Using Flat Subsidiary 
Electrode 

[0114] An apparatus constructed and operative in accor 
dance With the teachings of the present invention incorpo 
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rating a ?at subsidiary electrode positioned 9 millimeters 
from the mandrel and being at a potential difference of 5 kV 
from the mandrel Was used to spin a polycarbonate tubular 
structure of a 3 mm radius. 

[0115] As illustrated by FIG. 9, reduction of equalizing 
electrode-mandrel distance results in polar-oriented cover 
ing. Thus, by keeping subsidiary electrode and mandrel 
Within a relatively small distance, While providing a non 
Zero potential difference therebetWeen, leads to sloW or no 
?ber charge dissipation and, as a result, the inter-electrode 
space becomes populated With ?ber Which are held statically 
in a stretched position, oriented perpendicular to mandrel 
symmetry aXis. Once stretched, the ?bers are gradually 
coiled around the rotating mandrel, generating a polar 
oriented structure. 

Example 4 

Prede?ned Oriented Covering Using Linear 
Subsidiary Electrode 

[0116] FIG. 10 illustrates result obtained from an appa 
ratus con?guration Which may be employed in order to 
obtain a prede?ned oriented structural ?ber covering. 

[0117] An apparatus Which includes an elliptical subsid 
iary electrode and a dispenser both moving along the lon 
gitudinal aXis of the mandrel in a reciprocating synchronous 
movement Was used to coat a 3-mm cylindrical mandrel 
With polycarbonate ?ber. The subsidiary electrode had a 
large diameter of 120 mm, a small diameter of 117.6 mm and 
a thickness of 1.2 mm. The subsidiary electrode Was posi 
tioned 15 mm from the mandrel, at an 80° tilt With respect 
to the mandrel symmetry ads. 

[0118] It is appreciated that certain features of the inven 
tion, Which are, for clarity, described in the conteXt of 
separate embodiments, may also be provided in combination 
in a single embodiment. Conversely, various features of the 
invention, Which are, for brevity, described in the context of 
a single embodiment, may also be provided separately or in 
any suitable subcombination. 

[0119] Although the invention has been described in con 
junction With speci?c embodiments thereof, it is evident that 
many alternatives, modi?cations and variations Will be 
apparent to those skilled in the art. Accordingly, it is 
intended to embrace all such alternatives, modi?cations and 
variations that fall Within the spirit and broad scope of the 
appended claims. All publications, patents and patent appli 
cations mentioned in this speci?cation are herein incorpo 
rated in their entirety by reference into the speci?cation, to 
the same eXtent as if each individual publication, patent or 
patent application Was speci?cally and individually indi 
cated to be incorporated herein by reference. In addition, 
citation or identi?cation of any reference in this application 
shall not be construed as an admission that such reference is 
available as prior art to the present invention. 

What is claimed is: 
1. An apparatus for manufacturing polymer ?ber shell 

from lique?ed polymer, the apparatus comprising: 

(a) a precipitation electrode being for generating the 
polymer ?ber shell thereupon; 
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(b) a dispenser, being at a ?rst potential relative to said 
precipitation electrode so as to generate an electric ?eld 
betWeen said precipitation electrode and said dispenser, 
said dispenser being for: 

(i) charging the lique?ed polymer thereby providing a 
charged lique?ed polymer; and 

(ii) dispensing said charged lique?ed polymer in a 
direction of said precipitation electrode; and 

(c) a subsidiary electrode being at a second potential 
relative to said precipitation electrode, said subsidiary 
electrode being for modifying said electric ?eld 
betWeen said precipitation electrode and said dispenser. 

2. The apparatus of claim 1, Wherein said subsidiary 
electrode serves for reducing non-uniformities in said elec 
tric ?eld betWeen said precipitation electrode and said 
dispenser. 

3. The apparatus of claim 1, Wherein said subsidiary 
electrode serves for controlling ?ber orientation of said 
polymer ?ber shell generated upon said precipitation elec 
trode. 

4. The apparatus according to claim 1, Wherein said 
dispenser comprises a mechanism for forming a jet of said 
charged lique?ed polymer. 

5. The apparatus according to claim 1, further comprising 
a bath for holding the lique?ed polymer. 

6. The apparatus according to claim 4, Wherein said 
mechanism for forming a jet of said charged lique?ed 
polymer includes a dispensing electrode. 

7. The apparatus according to claim 1, Wherein said 
dispenser is operative to move along a longitudinal aXis of 
said precipitation electrode. 

8. The apparatus according to claim 1, Wherein said 
precipitation electrode includes at least one rotating man 
drel. 

9. The apparatus according to claim 8, Wherein said 
rotating mandrel is a cylindrical mandrel. 

10. The apparatus according to claim 9, Wherein said 
cylindrical mandrel is of a diameter selected from a range of 
0.11 to 20 millimeters. 

11. The apparatus according to claim 8, Wherein said 
rotating mandrel is an intricate-pro?le mandrel. 

12. The apparatus according to claim 11, Wherein said 
intricate-pro?le mandrel includes sharp structural elements. 

13. The apparatus according to claim 1, Wherein said 
precipitation electrode includes at least one structural ele 
ment selected from the group consisting of a protrusion, an 
ori?ce, a groove, and a grind. 

14. The apparatus according to claim 1, Wherein said 
subsidiary electrode is of a shape selected from the group 
consisting of a plane, a cylinder, a torus and a Wire. 

15. The apparatus according to claim 1, Wherein said 
subsidiary electrode is operative to move along a longitu 
dinal aXis of said precipitation electrode. 

16. The apparatus according to claim 1, Wherein said 
subsidiary electrode is tilted at angle With respect to a 
longitudinal aXis of said precipitation electrode, said angle is 
ranging betWeen 45 and 90 degrees. 

17. The apparatus according to claim 1, Wherein said 
subsidiary electrode is positioned at a distance of 5-70 
millimeters from said precipitation electrode. 

18. The apparatus according to claim 1, Wherein said 
subsidiary electrode is positioned at a distance 6 from said 
precipitation electrode, 6 being equal to 12[3R(1—V2/V1), 
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Where [3 is a constant ranging between about 0.7 and about 
0.9, R is a curvature-radius of the polymer ?ber shell formed 
on said precipitation electrode, V1 is said ?rst potential and 
V2 is said second potential. 

19. A method for forming a lique?ed polymer into a 
non-Woven polymer ?ber shell, the method comprising: 

(a) charging the lique?ed polymer thereby producing a 
charged lique?ed polymer; 

(b) subjecting said charged lique?ed polymer to a ?rst 
electric ?eld; 

(c) dispensing said charged lique?ed polymer Within said 
?rst electric ?eld in a direction of a precipitation 
electrode, said precipitation electrode being, designed 
and con?gured for generating the polymer ?ber shell 
thereupon; 

(d) providing a second electric ?eld being for modifying 
said ?rst electric ?eld; and 

(e) using said precipitation electrode to collect said 
charged lique?ed polymer thereupon, thereby forming 
the non-Woven polymer ?ber shells. 

20. The method according to claim 19, Wherein said ?rst 
electric ?eld is de?ned betWeen said precipitation electrode 
and a dispensing electrode being at a ?rst potential relative 
to said precipitation electrode. 

21. The method according to claim 20, Wherein step (c) is 
effected by dispensing said charged lique?ed polymer from 
said dispensing electrode. 

22. The method according to claim 19, further comprising 
moving said dispensing electrode along a longitudinal aXis 
of said precipitation electrode during step 

23. The method according to claim 19, Wherein said 
precipitation electrode includes at least one rotating man 
drel. 

24. The method according to claim 23, Wherein said 
rotating mandrel is a cylindrical mandrel. 

25. The method according to claim 24, Wherein said 
cylindrical mandrel is of a diameter selected from a range of 
0.1 to 20 millimeters. 

26. The method according to claim 23, Wherein said 
rotating mandrel is an intricate-pro?le mandrel. 

27. The method according to claim 26, Wherein said 
intricate-pro?le mandrel includes sharp structural elements. 

28. The method according to claim 25, Wherein said 
precipitation electrode includes at least one structural ele 
ment selected from the group consisting of a protrusion, an 
ori?ce, a groove, and a grind. 

29. The method according to claim 20, Wherein said 
second electric ?eld is de?ned by a subsidiary electrode 
being at a second potential relative to said precipitation 
electrode. 

30. The method according to claim 29, Wherein said 
subsidiary electrode serves for reducing non-uniformities in 
said ?rst electric ?eld. 

31. The method according to claim 19, Wherein said 
subsidiary electrode serves for controlling ?ber orientation 
of said polymer ?ber shell generated upon said precipitation 
electrode. 

32. The method according to claim 29, Wherein said 
subsidiary electrode is of a shape selected from the group 
consisting of a plane, a cylinder, a torus and a Wire. 
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33. The method according to claim 29, further comprising 
moving said subsidiary electrode along said precipitation 
electrode during step (e). 

34. The method according to claim 29, further comprising 
tilting said subsidiary electrode at angle With respect to a 
longitudinal aXis of said precipitation electrode, said angle 
ranging betWeen 45 and 90 degrees. 

35. The method according to claim 29, Wherein said 
subsidiary electrode is positioned at a distance of 5-50 
millimeters from said precipitation electrode. 

36. The method according to claim 29, Wherein said 
subsidiary electrode is positioned at a distance 6 from said 
precipitation electrode, 6 being equal to 12[3R(1—V2/V1), 
Where [3 is a constant ranging betWeen about 0.7 and about 
0.9, R is a curvature-radius of the polymer ?ber shell formed 
on said precipitation electrode, V1 is said ?rst potential and 
V2 is said second potential. 

37. An apparatus for manufacturing a polymer ?ber shell 
from lique?ed polymer, the apparatus comprising: 

(a) a dispenser, for: 

(i) charging the lique?ed polymer thereby providing a 
charged lique?ed polymer; and 

(ii) dispensing said charged lique?ed polymer; and 

(b) a precipitation electrode being at a potential relative to 
said dispenser thereby generating an electric ?eld 
betWeen s aid precipitation electrode and said dis 
penser, said precipitation electrode being for collecting 
said charged lique?ed polymer draWn by said electric 
?eld, to thereby form the polymer ?ber shell thereupon, 
Wherein said precipitation electrode is designed so as to 
reduce non-uniformities in said electric ?eld. 

38. The apparatus according to claim 37, Wherein said 
dispenser comprises a mechanism for forming a jet of said 
charged lique?ed polymer. 

39. The apparatus according to claim 37, further com 
prising a bath for holding the lique?ed polymer. 

40. The apparatus according to claim 38, Wherein said 
mechanism for forming a jet of said charged lique?ed 
polymer includes a dispensing electrode. 

41. The apparatus according to claim 37, Wherein said 
precipitation electrode is formed from a combination of 
electroconductive and non-electroconductive materials. 

42. The apparatus according to claim 41, Wherein a 
surface of said precipitation electrode is formed from a 
predetermined pattern of said electroconductive and non 
electroconductive materials. 

43. The apparatus according to claim 37, Wherein said 
precipitation electrode is formed from at least tWo layers. 

44. The apparatus according to claim 43, Wherein said at 
least tWo layers include an electroconductive layer and a 
partial electroconductive layer. 

45. The apparatus according to claim 44, Wherein said 
partial electroconductive layer is formed from a combination 
of an electroconductive material and at least one dielectric 
material. 

46. The apparatus according to claim 45, Wherein said 
dielectric material is selected from a group consisting of 
polyamide, polytetra?uoroethylene and polyacrylonitrile. 

47. The apparatus according to claim 45, Wherein said 
dielectric material is Titanium Nitride. 
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48. The apparatus according to claim 44, wherein said 
partially electroconductive layer, is of a thickness selected 
from a range of 0.1 to 90 microns. 

49. The apparatus according to claim 37, Wherein said 
precipitation electrode is of a diameter selected from a range 
of 0.1 to 20 millimeters. 

50. The apparatus according to claim 37, Wherein said 
precipitation electrode includes at least one rotating man 
drel. 

51. The apparatus according to claim 50, Wherein said 
rotating mandrel is a cylindrical mandrel. 

52. A tubular structure manufactured by the apparatus of 
claim 1. 

53. A tubular structure manufactured by the method of 
claim 29. 

54. A tubular structure manufactured by the apparatus of 
claim 37. 
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55. The apparatus of claim 1, Wherein said subsidiary 
electrode serves to minimiZe a volume charge generated 
betWeen said dispenser and said precipitation electrode. 

56. The method according to claim 29, Wherein said 
subsidiary electrode serves to minimiZe a volume charge 
generated betWeen said precipitation electrode and said 
dispensing electrode. 

57. The apparatus according to claim 1, Wherein said 
dispenser and said subsidiary electrode are operative to 
move synchronically along a longitudinal aXis of said pre 
cipitation electrode. 

58. The method according to claim 29, further comprising 
synchronically moving both said dispensing electrode and 
said subsidiary electrode along said precipitation electrode. 


