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(57) ABSTRACT 

A polarized light extraction optical element is formed by a 
light-transmitting base material and a polarization separa 
tion layer laminated thereonto, this polarization separation 
layer being a liquid crystal layer made of a cholesteric liquid 
crystal. The thickness of the liquid crystal layer is smaller 
than the thickness that Would be required to achieve a 
maximum re?ectivity, so that part of one of the right and left 
circularly polarized light components is re?ected With a 
re?ectivity smaller than the maximum re?ectivity. 
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POLARIZED LIGHT EXTRACTION OPTICAL 
ELEMENT 

BACKGROUND OF THE INVENTION 

[0001] 1. Field of the Invention 

[0002] The present invention relates to an optical element 
that extracts either circularly polarized light of a prescribed 
rotation direction or linearly polariZed light of a prescribed 
polariZation direction, and more particularly it relates to a 
polariZation extraction optical element that re?ects part of 
one of right and left circularly polariZed light or one of tWo 
linearly polariZed lights, the oscillation planes of Which are 
mutually perpendicular, and passes the remaining light. 

[0003] 2. Description of the Related Art 

[0004] A polariZing beam splitter or polariZing ?lter is 
knoWn as an optical element that re?ects either right or left 
circularly polariZed light and passes the other light. 

[0005] One type of polariZing ?lter is disclosed, for 
example, in Japanese Unexamined Patent Application pub 
lications 560-191203, 562-136602, and Japanese Unexam 
ined Patent Application publication H2-186301. 

[0006] All of the above make use of a cholesteric liquid 
crystal to re?ect either right or left circularly polariZed light 
of a speci?c Wavelength and pass the other light. 

[0007] As a method for broadening the Wavelength band 
of the passed light, there is, for example, the disclosure in 
Japanese Unexamined Patent Application publication 
H6-281814, in Which the helical pitch of a cholesteric liquid 
crystal is changed, or as disclosed in Japanese Unexamined 
Patent Application publication H9-304770, in Which several 
layers of cholesteric liquid crystals having different helical 
pitches are overlapped. 

[0008] An example of a linear polariZation extraction 
optical element Would be a polariZing beam splitter or a 
polariZing ?lter. These have a planar multilayer structure in 
Which a large number of layers of birefringent materials are 
laminated, arranged so that the difference in refractive 
indices of layers that are mutually adjacent in the thickness 
direction With respect to one of tWo linearly polariZed light 
components that have oscillation directions that are mutually 
perpendicular Within a plane is different than the difference 
in refractive indices of layers mutually adjacent in the 
thickness direction With respect to the other linearly polar 
iZed light component. 

[0009] An optical element that uses a cholesteric liquid as 
any of those described above re?ects either right or left 
circularly polariZed light in a speci?c Wavelength range and 
passes the other circularly polariZed light component in this 
Wavelength range, and also passes all of the left and right 
circularly polariZed light in other Wavelength regions, and 
light incident from the opposite side is affected in the same 
manner, either left or right circularly polariZed light being 
re?ected and therefore striking the optical element, the result 
being that, although it is possible extract as re?ected light 
either right or left circularly polariZed light in a speci?c 
Wavelength region, it is not possible to perform extraction 
from the transmitted light. 

[0010] A re?ecting/transmitting optical element using 
cholesteric liquid crystal has a ?xed re?ection/transmission 
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ratio of 50/50, and is therefore accompanied by the problem 
of preventing free changing of this ratio as required. 

[0011] Additionally, because either right or left circularly 
polariZed light is passed and the other light is re?ected, 
meaning that the light is separated in accordance With its 
polariZation direction, the extracted light is unnatural light 
made up of a single polariZation component. 

[0012] For this reason, for example, in the case of using 
this optical element as a polariZing ?lter for photographic 
equipment such as a camera or the like, depending upon the 
object being photographed, there is the problem of unex 
pected fringe patterns occurring. 

[0013] Additionally, When a linearly polariZation extrac 
tion optical element is used as a polariZing beam splitter or 
the like, the re?ection/transmission ratio is ?xed at 50/50, 
and cannot be changed freely as required. 

[0014] On one side of the element, it possible to extract 
either re?ected light or transmitted light of the incident light 
made up by a component of one linear polariZation only, it 
is not possible to extract from both the re?ected light and the 
transmitted light tWo linearly polariZed components having 
oscillation planes that are mutually perpendicular. 

[0015] Because one linearly polariZed component of tWo 
components having mutually perpendicular oscillation 
planes is transmitted and the other is re?ected, that is, 
because the light is separated in accordance With the polar 
iZation direction, the resulting light is unnatural, being made 
up of a light component of only one polarization direction. 

[0016] For this reason, When such a beam splitter is used 
as a polariZing ?lter in photographic equipment such as a 
camera, depending upon the object being photographed, 
there is the problem of unexpected fringe patterns occurring. 

[0017] The present invention Was made in consideration of 
the above-described draWbacks of past technology, and has 
as an object to provide a polariZed light extraction optical 
element that can extract, from both re?ected light and 
transmitted light, either one of right- and left-rotational 
circularly polariZed light of a speci?c Wavelength region, or 
one of tWo linearly polariZed light components of a speci?c 
Wavelength region, the oscillation planes of Which are 
mutually perpendicular. 

[0018] It is another object of the present invention to 
provide a polariZed light extraction optical element that 
enables the ratio betWeen a transmitted light component and 
a re?ected light component to be arbitrarily adjusted. 

[0019] It is yet another object of the present invention to 
provide a polariZed light extraction optical element that, by 
mixing different polariZed light components, can obtain light 
that approaches to being natural light. 

SUMMARY OF THE INVENTION 

[0020] The present invention has a polariZation separation 
layer laminated onto a light-transmitting substrate, this 
polariZation separation layer has one of tWo functions, one 
to separate at least part of non-polariZed incident light into 
tWo linearly polariZed lights, the polariZation directions of 
Which are mutually perpendicular, one being re?ected, and 
another being transmitted, the other to separate at least part 
of the non-polariZed incident light into tWo circularly polar 
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iZed lights, the rotation directions of Which are mutually 
opposite, one being re?ected and the other being transmit 
ted, the thickness of the polarization separation layer being 
Within the range of 10% to 90% of the thickness required to 
re?ect the one polarized light component With the maximum 
re?ectivity. 

[0021] In the above-noted polariZed light extraction opti 
cal element, there can be an auxiliary polariZation separation 
layer on the above-noted polariZation separation layer, this 
auxiliary polariZation separation layer having a function of 
transmitting a polariZed light component that remained from 
the re?ection by the polariZation separation layer and Was 
transmitted therethrough, and re?ecting the other polariZed 
light component that remained from the re?ection by the 
polariZation separation layer and Was transmitted there 
through, the thickness of the auxiliary polariZation separa 
tion layer being in the range of 10% to 90% of the thickness 
required to re?ect the other polariZation component With the 
maximum re?ectivity. 

[0022] In the above-noted polariZed light extraction opti 
cal element, the polariZation separation layer can be a liquid 
crystal having cholesteric characteristics, the helical axis of 
liquid crystal molecules thereof being formed so as to 
traverse the liquid-crystal layer in the thickness direction, 
and the thickness of the liquid-crystal layer being thinner 
than the thickness required to re?ect the one of the incident 
right or left circularly polariZed light components With 
maximum re?ectivity, so that this circularly polariZed light 
component is re?ected thereby With a re?ectivity that is less 
than the maximum re?ectivity, the other left or right circu 
larly polariZed light component being transmitted there 
through. 

[0023] Additionally, the number of molecular helix 
pitches in the part in Which the selective re?ection Wave 
length of the liquid-crystal layer in the polariZation separa 
tion layer is less than 20, and preferably betWeen 1 and 10 
pitches. 

[0024] Additionally, the thickness of the part in Which the 
selective re?ection Wavelength of the liquid crystal is in the 
visible light region in the polariZation separation layer is less 
than 30 pm, and preferably in the range 5 to 20 pm. 

[0025] Additionally, the pitch of the molecular helix of the 
liquid-crystal layer in the polariZation separation layer can 
be changed in the thickness direction of the liquid crystal 
layer, and the difference betWeen the maximum pitch and 
minimum pitch thereof can be made at least 100 nm. 

[0026] The pitch of the molecule helix in the liquid crystal 
layer is made such that the circularly polariZed light re?ec 
tion Wavelength bandWidth is 300 nm or greater, and pref 
erably in the range 400 to 800 nm. 

[0027] Additionally, the liquid crystal layer has a molecule 
helix pitch such that it minimally re?ects circularly polar 
iZed light of the colors red, green, and blue. 

[0028] There can be an auxiliary polariZation separation 
layer laminated onto said polariZation separation layer, 
Wherein said auxiliary polariZation separation layer is a 
liquid crystal having cholesteric characteristics, a helical 
axis of liquid crystal molecules thereof being formed so as 
to traverse said liquid-crystal layer in a thickness direction, 
and a thickness of said liquid-crystal layer being smaller 
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than a thickness required to re?ect said other circularly 
polariZed light components With maximum re?ectivity, so 
that said other circularly polariZed light component is 
re?ected thereby With a re?ectivity that is less than said 
maximum re?ectivity, said one circularly polariZed light 
component being transmitted therethrough. 

[0029] Additionally, the number of molecular helix 
pitches in a part in Which a selective re?ection Wavelength 
of said liquid-crystal layer in said auxiliary polariZation 
separation layer is less than 20, and preferably betWeen 1 
and 10 pitches. 

[0030] Additionally, the thickness of a part in Which a 
selective re?ection Wavelength of a liquid crystal is in the 
visible light region in said auxiliary polariZation separation 
layer is less than 30 pm, and preferably in a range 5 to 20 
pm. 

[0031] Additionally, the pitch of a molecular helix of said 
liquid-crystal layer in said auxiliary polariZation separation 
layer is changed in a thickness direction of said liquid crystal 
layer, and a difference betWeen a maximum pitch and a 
minimum pitch thereof is made at least 100 nm. 

[0032] Additionally, the pitch of a molecule helix in said 
liquid crystal layer is made such that the circularly polariZed 
light re?ection Wavelength bandWidth is 300 nm greater, and 
preferably in the range 400 to 800 nm. 

[0033] Additionally, the liquid crystal layer has a molecule 
helix pitch such that it minimally re?ects circularly polar 
iZed light of the colors red, green, and blue. 

[0034] In the present invention, With respect to light that 
is incident from one side of a laminate that exhibits choles 
teric behavior right or left circularly polariZed light having 
a broad Wavelength range is extracted as re?ected light, and 
it is possible to extract, as transmitted light incident from the 
opposite side, circularly polariZed light having the same 
rotational direction and in the same Wavelength region as the 
re?ected light on the same side as the re?ected light. 

[0035] In the above-noted polariZed light extraction opti 
cal element, the polariZation separation layer can be formed 
by a plurality of liquid crystal layers exhibiting cholesteric 
behavior, each of these liquid crystal layers being laminated 
so that they have the same liquid crystal molecule rotational 
direction and so that the molecule helix axis traverses the 
liquid crystal layer in the thickness direction. The liquid 
crystal layers have mutually different distances per pitch in 
their molecular helices, and the thicknesses of the liquid 
crystal layers are thinner than the thickness required to 
re?ect either the right or left circularly polariZed light 
component at the Wavelength of the incident light With 
maximum re?ectivity, so that the right or left circularly 
polariZed light is re?ected With a re?ectivity less than the 
maximum re?ectivity, the other circularly polariZed compo 
nent (left- or right-rotational, respectively) being transmit 
ted. 

[0036] In the present invention, it is possible to use a 
laminate made of a plurality of liquid crystal layers exhib 
iting cholesteric characteristics, the distance per pitch of the 
molecular helices in each liquid crystal layer being mutually 
different, enabling extraction of right or left circularly polar 
iZed light having a broad Wavelength region as re?ected 
light With respect to light incident to thereto from one side, 
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and extraction of circularly polarized light having the same 
rotational direction and in the same Wavelength region as the 
re?ected light on the same side as the re?ected light. 

[0037] In the above-noted polariZed light extraction opti 
cal element, the number of molecular helix pitches in said 
each liquid-crystal layers is less than 20, and preferably 
betWeen 1 and 10 pitches. 

[0038] In the above-noted polariZed light extraction opti 
cal element, the thickness of a part in Which a selective 
re?ection Wavelength of a liquid crystal is in the visible light 
region in said each polariZation separation layer is less than 
5 pm, and preferably in a range 1 to 4 pm. 

[0039] Additionally, the liquid crystal layer has three kind 
of helical pitch molecular such that it minimally re?ects 
circularly polariZed light of the colors red, green, and blue, 
and each kind of the helical pitch molecule consists of at 
least one liquid crystal layer. 

[0040] There can be an auxiliary polariZation separation 
layer laminated onto said polariZation separation layer, 
Wherein said auxiliary polariZation separation layer is a 
liquid crystal having cholesteric characteristics, a helical 
axis of liquid crystal molecules thereof being formed so as 
to traverse said liquid-crystal layer in a thickness direction, 
and a thickness of said liquid-crystal layer being smaller 
than a thickness required to re?ect said other circularly 
polariZed light components With maximum re?ectivity, so 
that said other circularly polariZed light component is 
re?ected thereby With a re?ectivity that is less than said 
maximum re?ectivity, said one circularly polariZed light 
component being transmitted therethrough. 

[0041] Additionally, the number of molecular helix 
pitches in a part in Which a selective re?ection Wavelength 
of said liquid-crystal layer in said auxiliary polariZation 
separation layer is less than 20, and preferably betWeen 1 
and 10 pitches. 

[0042] Additionally, the thickness of a part in Which a 
selective re?ection Wavelength of a liquid crystal is in the 
visible light region in said auxiliary polariZation separation 
layer is less than 30 pm, and preferably in a range 5 to 20 
pm. 

[0043] Additionally, the pitch of a molecular helix of said 
liquid-crystal layer in said auxiliary polariZation separation 
layer is changed in a thickness direction of said liquid crystal 
layer, and a difference betWeen a maximum pitch and a 
minimum pitch thereof is made at least 100 nm. 

[0044] Additionally, the pitch of a molecule helix in said 
liquid crystal layer is made such that the circularly polariZed 
light re?ection Wavelength bandWidth is 300 nm greater, and 
preferably in the range 400 to 800 nm. 

[0045] Additionally, the liquid crystal layer has a molecule 
helix pitch such that it minimally re?ects circularly polar 
iZed light of the colors red, green, and blue. 

[0046] In the above-noted polariZed light extraction opti 
cal element, the con?guration can be one in Which the 
polariZation separation layer is a birefringent layer is pro 
vided on a light-transmitting material, this birefringent layer 
being of multilayer planar construction made of at least three 
laminated layers of birefringent material such that the dif 
ference in refractive indices of layers that are mutually 
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adjacent in the thickness direction With respect to one of tWo 
linearly polariZed light components that have oscillation 
directions that are mutually perpendicular Within the plane 
of each layer is different than the difference in refractive 
indices of layers mutually adjacent thereto in the thickness 
direction With respect to the other linearly polariZed light 
component. Furthermore, the number of laminated layers of 
birefringent material can be made smaller than the number 
required to re?ect one of the linearly polariZed light com 
ponents With maximum re?ectivity, so that the one linearly 
polariZed light component is re?ected With re?ectivity 
smaller than the maximum re?ectivity, the other linearly 
polariZed light component being transmitted. 

[0047] Additionally, in the above-noted polariZed light 
extraction optical element, it is possible further provide an 
auxiliary polariZation separation layer on the above-noted 
polariZation separation layer, this auxiliary polariZation 
separation layer being of planar laminated construction of 
three or more layers of birefringent material, and being such 
that the difference in refractive indices of layers that are 
mutually adjacent in the thickness direction With respect to 
one of tWo linearly polariZed light components that have 
oscillation directions that are mutually perpendicular Within 
the plane of each layer is different than the difference in 
refractive indices of layers mutually adjacent thereto in the 
thickness direction With respect to the other linearly polar 
iZed light component. Furthermore the number of layers of 
birefringent material in the auxiliary polariZation separation 
layer can be made smaller than the number required to 
re?ect light other linear polarization direction With the 
maximum re?ectivity, so that the other linearly polariZed 
light component is re?ected With a re?ectivity that is smaller 
than the maximum re?ectivity, With light of the opposing 
linear polariZation direction being transmitted. 

[0048] In the above-noted polariZed light extraction opti 
cal element, the number of birefringent material layers in at 
least one of the polariZation separation layer and the auxil 
iary polariZation separation layer can be made 30 to 150. 

[0049] In the present invention, a prescribed linearly 
polariZed light component is extracted as re?ected light With 
respect to light incident from one side of the polariZation 
separation layer, and light of the same linear polariZation 
direction as the re?ected light is extracted as transmitted 
light in the opposite direction. 

[0050] Using a polariZed light extraction optical element 
according to the present invention it is possible, for example, 
When using a cholesteric color liquid crystal or birefringent 
layer to inspect the validity of such items as certi?cates and 
credit cards that have been patterned With information that 
cannot be seen With visible light, to extract circularly 
polariZed or linearly polariZed light from natural light and 
shine the extracted light onto the credit card or the like, 
causing light from a illumination lamp to be re?ected by a 
polariZed light extraction optical element of the present 
invention, the extracted circularly or linearly polariZed light 
being then shone onto the item to be validated. 

BRIEF EXPLANATION OF THE DRAWINGS 

[0051] FIG. 1 is a simpli?ed cross-section vieW shoWing 
a polariZed light extraction optical element according to a 
?rst embodiment of the present invention. 
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[0052] FIG. 2 is an enlarged perspective vieW showing the 
relationship betWeen the pitch and the directors cholesteric 
liquid crystal molecules. 

[0053] FIG. 3 is a simpli?ed cross-section vieW showing 
a polariZed light extraction optical element according a 
second embodiment of the present invention. 

[0054] FIG. 4 is a simpli?ed cross-section vieW illustrat 
ing the manufacturing process for a polariZed light extrac 
tion optical element according to the present invention. 

[0055] FIG. 5 is a simpli?ed cross-section vieW shoWing 
a polariZed light extraction optical element according to a 
third embodiment of the present invention. 

[0056] FIG. 6 is a simpli?ed cross-section vieW shoWing 
a polariZed light extraction optical element according to a 
fourth embodiment of the present invention. 

[0057] FIG. 7 is a simpli?ed cross-section vieW shoWing 
the manufacturing process for a polariZed light extraction 
optical element according to the present invention. 

[0058] FIG. 8 is a simpli?ed cross-section vieW shoWing 
a polariZed light extraction optical element according to a 
?fth embodiment of the present invention. 

[0059] FIG. 9 is a simpli?ed cross-section vieW shoWing 
a polariZed light extraction optical element according to a 
sixth embodiment of the present invention. 

DESCRIPTION OF PREFERRED 
EMBODIMENTS OF THE INVENTION 

[0060] Preferred embodiments of the present invention are 
described in detail beloW, With references being made to 
relevant accompanying draWings. 

[0061] As shoWn in FIG. 1, a polariZed light extraction 
optical element 10 according to an embodiment of the 
present invention is formed by a light-transmitting base 
material 12 and a liquid crystal layer 14 laminated onto the 
light-transmitting base material 12 as a polariZation separa 
tion layer. 

[0062] The liquid crystal layer 14 is made by aligning a 
liquid crystal exhibiting cholesteric characteristics so that 
molecular helix thereof transverses the liquid crystal in the 
thickness direction, the thickness thereof being made thinner 
than the thickness required to achieve the maximum re?ec 
tivity (usually 95 to 99%) With respect to either right or left 
circularly polariZed incident light, thereby causing re?ection 
of that direction of circularly polariZed light With a re?ec 
tivity that is smaller than the maximum re?ectivity, and 
transmission of the other direction of circularly polariZed 
light (left- or right-rotational, respectively). 

[0063] The above-noted cholesteric liquid crystal, based 
on based on physical molecule alignment, usually has selec 
tive circular polariZation characteristics that separate light of 
one circular polariZation from light of circular polariZation 
of the oppositely rotated direction, With light incident to the 
planarly oriented helix axis being split into tWo circularly 
polariZed components, left- and right-rotational, one of 
Which is transmitted, and the other of Which is re?ected. 

[0064] This phenomenon is knoWn as circular dichroism, 
and if the rotation direction of the circularly polariZed light 
is selected appropriately With respect to the incident light, 
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there is selective diffuse re?ection of circularly polariZed 
light having the same rotation direction as the helical axis 
direction in the cholesteric liquid crystal. 

[0065] The maximum circularly polariZed light diffusion 
in the above-noted case occurs at a Wavelength of Y0, given 
by Equation (1) 

[0066] In the above, p is the helical pitch, and nav is the 
average refractive index Within the plane perpendicular to 
the helical axis. 

[0067] The term helical pitch as used above, as shoWn 
in FIG. 2, refers to the distance p in the thickness direction 
required for one rotation of the director D of the liquid 
crystal molecules in the liquid crystal layer. 

[0068] The Wavelength bandWidth A)» under these condi 
tions is given by Equation 

[0070] Methods of broadening the Wavelength bandWidth 
A)» include that of changing the helical pitch (disclosed, for 
example, in Japanese Unexamined Patent Application pub 
lication H6-281814) and that of overlapping several layers 
of cholesteric liquid crystal for Which p differs (disclosed, 
for example, in Japanese Unexamined Patent Application 
publication H9-304770). 

In the above, An is the value of birefringence. 

[0071] As a cholesteric liquid crystal material, it is desir 
able to use a chiral nematic liquid crystal With a Shiff’s base, 
an aZo compound, an ester, or a biphenyl nematic liquid 
crystal compound, With an optically activated 2-methyl 
butyl group, a 2-methyl butoxy group, a 4-methyl hexyl 
group joined to an end group thereof, or a chiral reactive 
liquid crystal compound such as disclosed in the Japanese 
Unexamined Patent Application publication H7-258638, a 
ring organo-polysiloxane compound having a cholesteric 
phase as disclosed in the Japanese Unexamined Patent 
Application publication 557-165480, or a polymeriZable 
monomer and chiral compound such as disclosed in the 
Japanese Unexamined Patent Application publication S10 
508882. 

[0072] Whereas a general high-polymer liquid crystal is a 
high polymer in Which a mesogen group is introduced in the 
main chain, the side chain, or the main and side chain 
positions, a high-polymer cholesteric liquid crystal is 
obtained by introducing a cholesteryl group, for example, 
into the side chain. 

[0073] In the case of a high-polymer liquid crystal, it is 
desirable that, for example, a liquid crystal high polymer 
such as disclosed in the Japanese Unexamined Patent Appli 
cation publication H9-133810, or a liquid crystal high poly 
mer such as disclosed in the Japanese Unexamined Patent 
Application publication H11-293252 or the like be used as 
a cholesteric liquid crystal material. 

[0074] The light-transmitting base material 12 is made of 
a single or a copolymer of an acrylic ester such as polym 
ethyl metacrylate or metacrylate ester, a polyester such as 
polyethylene teraphthalate, a transparent resin such as poly 
carbonate or polyethylene, transparent glass, or a transparent 
ceramic or the like, formed into a planar sheet or plate. 
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[0075] The polarization separation action of the choles 
teric liquid crystal causes passes of either the right or the left 
circularly polarized light, and re?ection of the circularly 
polariZed light of the other rotational direction. When re?ec 
tion occurs, the right or left circularly polariZed light is 
re?ected Without change, as right or left circularly polariZed 
light. 
[0076] In the case of a cholesteric liquid crystal, in order 
to re?ect either the right or the left circularly polariZed light 
With the maximum re?ectivity and pass the circularly polar 
iZed light of the other direction, it is necessary to make the 
number of pitches of the molecular helix in the part for 
Which the selective re?ection Wavelength is the same be at 
least 8. In contrast to this, in the present invention the 
number of pitches in the part for Which the selective re?ec 
tion Wavelength is the same is made 6.4, this being less than 
the required number of pitches. 

[0077] Therefore, in the Wavelength range A)», the amount 
of re?ection of either right or left circularly polariZed light 
can be made 80%, With the amount of transmitted light being 
20%. With regard to the polariZed light of the other circular 
polariZation, compared to the case in Which there are 8 
pitches in a cholesteric liquid crystal, the transmissivity is 
improved to nearly 100%. In FIG. 1 and FIG. 2 (as Will be 
described beloW), the reference symbols R and L refer to 
right and left circularly polariZed light, respectively. 

[0078] Therefore, as shoWn in FIG. 1, When the liquid 
crystal layer 14 re?ects 80% of the left circularly polariZed 
light of the incident natural light from above, With respect to 
light incident from the opposite side (i.e., the bottom), there 
is 20% transmission of left circularly polariZed light to the 
same side (upWard) as the 80% re?ected left circularly 
polariZed light. That is, it is possible to obtain light of the 
same left circularly polariZation from both re?ected light 
and transmitted light. 

[0079] If the number of pitches of in the liquid crystal 
layer 14 is made, for example, 5.6 pitches, it is possible to 
make the re?ectivity for either right or left circularly polar 
iZed light in the liquid crystal layer be 70%, With the 
transmitted proportion of light being 30%. That is, depend 
ing upon the thickness of the liquid crystal layer 14, it is 
possible to obtain an arbitrary re?ectivity and transmissivity 
With respect to the maximum re?ectivity. 

[0080] In the case of a cholesteric liquid crystal, in order 
to re?ect either right or left circularly polariZed light With the 
maximum re?ectivity in the visible light region, With the 
other direction of circularly polariZed light being transmit 
ted, it is generally necessary to make the thickness of the 
liquid crystal layer in the part in Which the selectively 
re?ected Wavelength is in the visible light region 30 pm. 

[0081] In contrast to this, in the present invention the 
thickness of the liquid crystal layer made of the above-noted 
cholesteric liquid crystal is made, for example, 10 pm, Which 
is thinner than the above-noted 30 pm. 

[0082] Therefore, in contrast to the 30-pm thickness, it is 
possible to make the re?ectivity for right or left circularly 
polariZed light 70%, With the transmissivity being 30%. 
With regard to the circularly polariZed light of the other 
direction, compared to the case in Which the thickness of the 
cholesteric liquid crystal is 30 pm, the transmissivity is 
improved to nearly 100%. In FIG. 1, and FIG. 2 (as Will be 
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described beloW), the reference symbols R and L refer to 
right and left circularly polariZed light, respectively. 

[0083] Therefore, as shoWn in FIG. 1, When the liquid 
crystal layer 14 re?ects 70% of the left circularly polariZed 
light of the incident natural light from above, With respect to 
light incident from the opposite side (i.e., the bottom), there 
is 30% transmission of left circularly polariZed light to the 
same side (upWard) as the 70% re?ected left circularly 
polariZed light. That is, it is possible to obtain light of the 
same left circularly polariZation from both re?ected light 
and transmitted light. 

[0084] For example, if the thickness of the liquid crystal 
layer 14 is made 15 pm, it is possible to make the re?ectivity 
for either right or left circularly polariZed light in the liquid 
crystal layer be 80%, With the transmitted proportion of light 
being 20%. That is, depending upon the thickness of the 
liquid crystal layer 14, it is possible to obtain an arbitrary 
re?ectivity and transmissivity With respect to the maximum 
re?ectivity. 
[0085] Next, a polariZed light extraction optical element 
20 according to the second embodiment of the present 
invention is described beloW, With reference made to FIG. 
3. 

[0086] The polariZed light extraction optical element 20 
uses a liquid crystal layer 14 as a polariZation separation 
layer, over Which a second liquid crystal layer 22 is lami 
nated as an auxiliary polariZation separation layer. 

[0087] The second liquid crystal layer 22, similar to the 
liquid crystal layer 14, is made of a cholesteric liquid crystal, 
the alignment and thickness thereof, also similar to the liquid 
crystal layer 14, are such that a circularly polariZed light of 
one rotational direction is re?ected With a re?ectivity that is 
less than the maximum re?ectivity. 

[0088] In contrast to the liquid crystal layer 14, hoWever, 
the direction of the helical axis of the molecules of this 
auxiliary polariZation separation layer is such that a part of 
the circularly polariZed light of either right or left polariZa 
tion that is 100% transmitted by the liquid crystal layer 14 
is re?ected, and the remaining light is transmitted, so that 
part of the light is re?ected by at the liquid crystal layer 14 
and one circularly polariZed component of the remaining 
light is transmitted. 

[0089] In the re?ecting/transmitting optical element 20, by 
establishing the thicknesses of the liquid crystal layer 14 and 
the liquid crystal layer 22 appropriately, it is possible to 
arbitrarily adjust the proportion of right or left circularly 
polariZed light that is transmitted by the second liquid 
crystal layer 22 so that, for example, these are equal. 

[0090] Because the re?ected component from the second 
liquid crystal layer 22 passes therethrough Without being 
re?ected by the liquid crystal layer 14, there is interference 
that is set up betWeen the re?ected component from the 
second liquid crystal layer 22 and the light re?ected by the 
liquid crystal layer 14, so that, similar to the case of the 
second liquid crystal layer 22, it is possible to arbitrarily 
adjust the proportion of right- and left-rotational circularly 
polariZed light. 
[0091] Therefore, both the light that passes through the 
polariZed light extraction optical element 20 and the light 
re?ected thereby can be made to approach the condition of 
natural light. 
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[0092] Next, a method of forming the above-noted liquid 
crystal layer 14 is described below, With reference being 
made to FIG. 4. 

[0093] In the method illustrated in FIG. 4, When a cho 
lesteric liquid crystal or a chiral nematic liquid crystal is 
injected betWeen a pair of substrates 24A and 24B, beads 26 
having a diameter equal to the desired thickness of the liquid 
crystal are dispersed as spacers, thereby establishing the 
thickness of the gap betWeen the substrates 24A and 24B. 

[0094] In this process, because there Will be a bright spot 
occurring at the boundary betWeen the beads and the cho 
lesteric liquid crystal layer if there is a difference betWeen 
the refractive indices of the beads and the cholesteric liquid 
crystal layer, the difference betWeen the indices of refraction 
of the beads 26 and the cholesteric liquid crystal layer should 
be made small. 

[0095] At least one liquid crystal side of the above-noted 
substrates 24A and 24B has formed on it an alignment ?lm 
(not shoWn in the draWing), Whereby the molecular helix 
axis in the liquid crystal injected betWeen the substrates is 
aligned so as to traverse the liquid crystal in the thickness 
direction thereof. 

[0096] A method of achieving alignment of the liquid 
crystal molecules is to use extended PET (polyethylene 
terephthalate) in place of the alignment ?lm. 

[0097] After curing the liquid crystal betWeen the sub 
strates 24A and 24B by, for example, shining UV light 
thereonto, one substrate is removed, either leaving the 
alignment ?lm, or removed With the alignment ?lm. If 
necessary, the exposed liquid crystal layer 14 is covered by 
a protective ?lm (not shoWn in the draWing). It is alternately 
possible to use the light-transmitting base material 12 in 
place of the substrate 24A. 

[0098] It is also possible for the second liquid crystal layer 
22, to use side of the cured liquid crystal layer 14 as a 
substrate, or to use this as a substrate on the opposite side of 
the light-transmitting base material 12 from the side on 
Which is formed the liquid crystal layer 14. 

[0099] Next, a polariZed light extraction optical element 
30 according to the third embodiment of the present inven 
tion is described beloW, With reference being made to FIG. 
5. 

[0100] The polariZed light extraction optical element 30, 
similar to the case of the polariZed light extraction optical 
element 10 of FIG. 1, uses a liquid crystal layer 32 having 
cholesteric characteristics as a polariZation separation layer, 
this liquid crystal layer 32, in contrast to the above-noted 
liquid crystal layer, having a helical pitch in the molecules 
of the cholesteric liquid crystal that is changed in the 
thickness direction thereof, so that it is possible to obtain 
re?ected and transmitted light over a broad Wavelength 
region, for example over the entire visible light region. 

[0101] The structure of a cholesteric liquid crystal in 
Which the helical pitch is changed in this manner can be 
formed by a method that is disclosed, for example, in the 
Japanese Unexamined Patent Application publication 
H6-281814. 

[0102] The liquid crystal layer 32 in the polariZed light 
extraction optical element 30 as Well has a thickness that is 

Aug. 22, 2002 

smaller than the thickness for maximum re?ectivity, as is the 
case With the above-described liquid crystal layer 14 and 
second liquid crystal layer 22. 

[0103] Therefore, similar to the case 0 the polariZed light 
extraction optical elements 10 and 20, it is possible With the 
polariZed light extraction optical element 30 to arbitrarily 
establish the re?ectivity and transmissivity. 

[0104] In this embodiment, the pitch of the molecular 
helix in the liquid crystal layer 32 is changed in the thickness 
direction of the liquid crystal layer, and the difference 
betWeen the maximum pitch and the minimum patch is made 
at least 100-nm. 

[0105] Speci?cally, the pitch of the molecular helix in the 
liquid crystal layer 32 is made so that the circularly polariZed 
light re?ection Wavelength bandWidth is 300 nm or greater, 
and preferably so that it is 400 to 800 n. 

[0106] If the above is done, it is possible to obtain 
re?ected light over the entire visible light region. 

[0107] In this case, if the molecular helical pitch is made 
such that the at least red, green, and blue circularly polariZed 
light are re?ected, these three primary colors can be used to 
obtain circularly polariZed light over the entire visible light 
region. 
[0108] Any of the above-described polariZed light extrac 
tion optical elements 10, 20, and 30 can be used as either a 
beam splitter or a polariZing ?lter. 

[0109] By virtue of the above-described constitution, it is 
possible to extract With respect to light incident to a laminate 
having cholesteric characteristics from one direction a right 
or left-rotational circularly polariZed light over a broad 
Wavelength region and to transmit light incident from the 
opposite direction, this being extracted on the same side as 
and With the same rotational direction as the re?ected light, 
and over the same broad Wavelength region. In addition to 
being able to arbitrarily set the proportions of left that are 
re?ected and transmitted, it is possible to mix light of 
differing polariZation components in the transmitted light, 
thereby enabling achievement of light that is near to natural 
light. 
[0110] The fourth embodiment of the present invention is 
described beloW, With reference being made to FIG. 6. 

[0111] As shoWn in FIG. 6, a polariZed light extraction 
optical element 40 according to the present invention, is 
formed by a light-transmitting base material 12 and a 
laminate 44 formed as a polariZation separation layer on the 
light-transmitting base material 12. 

[0112] The laminate 44 is formed by a plurality of liquid 
crystal layers 45A, 45B, 45C, and so on, Which have 
cholesteric characteristics, the rotational direction of the 
molecules in each liquid crystal layer being the same, and 
the lamination being done so that the molecular helix axes 
thereof traverse the liquid crystal in the thickness direction. 

[0113] In the liquid crystal layers 45A, 45B, 45C, and so 
on, the distances per pitch of the molecular helix (i.e., the 
helical pitches) are mutually different, and the thicknesses of 
the liquid crystal layers 45A, 45B, 45C, and so on are 
smaller than the thickness required for re?ection of either 
right or left circularly polariZed light at the Wavelength of 
light to strike the layers at the maximum re?ectivity, so that 
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this one circularly polarized light component (right or left) 
is re?ected therefrom With a re?ectivity that is less than the 
maximum re?ectivity, the other circularly polarized light of 
the right and left circularly polarized light being transmitted 
therethrough. 

[0114] In the case of a cholesteric liquid crystal, in order 
to re?ect one of the right and left circularly polarized light 
components With a maximum re?ectivity (usually 95 to 
99%), and transmit the other of the right and left circularly 
polarized light components, it is generally necessary that the 
there be at least 8 pitches. 

[0115] In contrast to this, hoWever, in the present inven 
tion, as described above, the number of pitches in the liquid 
crystal layers 45A, 45B, 45C, and so on is made 6.4, this 
being less than the required number of pitches. 

[0116] Therefore, in the Wavelength range A)», the amount 
of re?ection of either right or left circularly polarized light 
can be made 80%, With the amount of transmitted light being 
20%. With regard to the polarized light of the other circular 
polarization, compared to the case in Which there are 8 
pitches in a cholesteric liquid crystal, the transmissivity is 
improved to nearly 100%. 

[0117] If the number of pitches of in the liquid crystal 
layers 45A, 45B, 45C, and so on is made, for example, 5.6 
pitches, it is possible to make the re?ectivity for either right 
or left circularly polarized light in the liquid crystal layers be 
70%, With the transmitted proportion of light being 30%. 
That is, depending upon the thickness of the liquid crystal 
layers, it is possible to obtain an arbitrary re?ectivity and 
transmissivity With respect to the maximum re?ectivity. 

[0118] In the case of the above-noted cholesteric liquid 
crystal, in order to re?ect one of the right and left circularly 
polarized light components With a maximum re?ectivity 
(usually 95 to 99%), and transmit the other of the right and 
left circularly polarized light components, it is generally 
necessary With respect to a Wavelength of 380 nm, that the 
thickness thereof be at least 1.6 pm, and With respect to a 
Wavelength of 780 nm, that the thickness thereof be 3.3 pm. 

[0119] In contrast to this, hoWever, in the present inven 
tion, the thicknesses of the liquid crystal layers 45A, 45B, 
45C, and so on made of cholesteric liquid crystal are, for 
example, in the range 1.2 pm (380 nm light) to 2.6 pm (780 
nm light) for the visible light region, the thicknesses of each 
layer being varied linearly With respect to the selective 
re?ection Wavelength of the cholesteric liquid crystal layer, 
and all of them being thinner than the thickness required to 
achieve maximum re?ectivity. 

[0120] Therefore, for example, With the thicknesses of the 
liquid crystal layers 45A, 45B, 45C, and so on in the range 
from 1.1 pmm (380 nm light) to 2.3 pm (780 nm light), if the 
thicknesses of each layer is varied linearly With respect to 
the selective re?ection Wavelength of each cholesteric liquid 
crystal layer, it is possible to make the re?ectivity of each of 
the liquid crystal layers 45A, 45B, 45C, and so on be 70% 
With respect to one of the right and left circularly polarized 
light, the 30% of circularly polarized light of the other 
rotational direction being transmitted therethrough. That is, 
it is possible obtain arbitrary re?ectivities and transmissivi 
ties With respect to the maximum re?ectivity, according to 
the thicknesses of each liquid crystal layer. 
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[0121] Therefore, if the helical pitches of the liquid crystal 
molecules in the liquid crystal layers 45A, 45B, 45C, and so 
on are, for example, made so that light of Wavelengths 
corresponding to red (R), green (G), and blue (B) are 
re?ected, this condition is suitable for reading, as noted 
above, color information that has been Written onto a credit 
card or the like using circularly polarized light. 

[0122] Additionally, because in the polarized light extrac 
tion optical element 40 the liquid crystal layers 45A, 45B, 
45C, and so on are thinner than Would be required to re?ect 
one circularly polarized light of right and left circularly 
polarized light, it is possible to obtain, from transmitted light 
incident from the opposite side as light that strikes for the 
purpose of forming re?ected light, transmitted light With the 
same kind of circular polarization as the re?ected light. 
Therefore, the polarized light extraction optical element 40 
also enables the reading of information that is Written by 
circularly polarized light such as noted above. 

[0123] When reading the above-noted information, it is 
alternately possible to perform the reading via the polarized 
light extraction optical element. 

[0124] Next, a method of forming the above-noted liquid 
crystal layers 45A, 45B, 45C, and is described beloW, With 
reference being made to FIG. 7. 

[0125] In the method illustrated in FIG. 4, When a cho 
lesteric liquid crystal or a chiral nematic liquid crystal is 
injected betWeen a pair of substrates 24A and 24B, beads 26 
having a diameter equal to the desired thickness of the liquid 
crystal are dispersed as spacers, thereby establishing the 
thickness of the gap betWeen the substrates 24A and 24B. 

[0126] In this process, because there Will be a bright spot 
occurring at the boundary betWeen the beads and the cho 
lesteric liquid crystal layer if there is a difference betWeen 
the refractive indices of the beads and the cholesteric liquid 
crystal layer, the difference betWeen the indices of refraction 
of the beads 26 and the cholesteric liquid crystal layer should 
be made small. 

[0127] At least one liquid crystal side of the above-noted 
substrates 24A and 24B has formed on it an alignment ?lm 
(not shoWn in the draWing), Whereby the molecular helix 
axis in the liquid crystal injected betWeen the substrates is 
aligned so as to traverse the liquid crystal in the thickness 
direction thereof. 

[0128] A method of achieving alignment of the liquid 
crystal molecules is to use extended PET (polyethylene 
terephthalate) in place of the alignment ?lm. 

[0129] After curing the liquid crystal betWeen the sub 
strates 24A and 24B by, for example, shining UV light 
thereonto, one substrate is removed, either leaving the 
alignment ?lm, or removed With the alignment ?lm, thereby 
completing the liquid crystal layer 45A, Which the ?rst 
liquid crystal layer. 

[0130] The second liquid crystal layer, 45B, is formed by 
the same procedure as described above, using the cured 
liquid crystal layer 45A as one substrate, this process being 
successively repeated so as to laminate the liquid crystal 
layers 45A, 45B, 45C, and so on, thereby completing the 
laminate 44. If necessary, the exposed laminate 44 is covered 
by a protective ?lm (not shoWn in the draWing). 
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[0131] Although in the foregoing description the liquid 
crystal layers 14, 22, 45A, 45B, 45C, and soon are made of 
cholesteric liquid crystals, the present invention does not 
impose this as a restriction, and can use any liquid crystal 
With cholesteric characteristics and having a helical molecu 
lar structure. Thus, it is alternately possible to use a chiral 
nematic liquid crystal, in Which case handling is facilitated 
by ?rst performing three-dimensional bridging (polymeriz 
ing). 
[0132] By adopting the constitution described in detail 
above, the present invention has superior effectiveness in 
obtaining circularly polariZed light of a prescribed rotational 
direction, by either re?ected light or transmitted light. 

[0133] The ?fth embodiment of the present invention is 
described above, With reference made to FIG. 8. 

[0134] A polariZed light extraction optical element 50 in 
the ?fth embodiment of the present invention is obtained by 
forming a birefringent layer 54 as a polariZation separation 
layer on a light-transmitting base material 12, so as to 
transmit one of tWo linearly polariZed light components that 
have mutually perpendicular oscillation directions and 
re?ect the other linearly polariZed light component. 

[0135] The birefringent layer 54 has a planar multilayer 
structure in Which at least three layers of birefringent mate 
rials are laminated, arranged so that the difference in refrac 
tive indices of layers that are mutually adjacent in the 
thickness direction With respect to one of tWo linearly 
polariZed light components that have oscillation directions 
that are mutually perpendicular Within a plane is different 
than the difference in refractive indices of layers mutually 
adjacent in the thickness direction With respect to the other 
linearly polariZed light component. 
[0136] A birefringent ?lm such as noted above is dis 
closed, for example, in Japanese Unexamined Patent Appli 
cation publication H3-75705, in Which draWing or the like is 
used to obtain a substance such as a polycarbonate resin, a 
polyester resin, a polyvinyl alcohol resin, and an acetyl 
cellulose resin or other substance that exhibits intraplanar 
birefringence (refractive index anisotropy). 
[0137] For example, if the refractive index With respect to 
a light beam Which oscillates in the X-axis direction of 
adjacent birefringent layers (?lms) is nx, the refractive index 
difference Anx betWeen layers adjacent in the X axis is given 
as Anx=|nx—nx|, Which is substantially Zero. 

[0138] In contrast to this, if the refractive indices With 
respect to a light beam oscillating in the Y-axis direction of 
the ?rst and the third layers of a three-layer birefringent 
layer are both ny1 and the refractive index of the second 
layer in the same direction is ny2#ny1, then the refractive 
index betWeen layers adjacent in the Y-axis direction, Any, 
is substantially not Zero. 

[0139] The re?ection of light oscillating in a direction 
(Y-axis direction) in Which the refractive index difference is 
large is greater than the re?ection of light oscillating in a 
direction in Which the refractive index is small (X-axis 
direction), and the transmission of X-axis direction light is 
greater than the transmission of Y-axis direction light. 

[0140] For this reason, as seen from light oscillating in the 
X-axis direction, even if the birefringent layer has a planar 
multilayer structure, because its refractive index is substan 
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tially uniform, there is only a slight re?ection at the point of 
incidence to and the point of exit from the birefringent layer. 

[0141] In contrast to the above, as seen from light oscil 
lating in the Y-axis direction, because the refractive indices 
of different layers of the planar multilayer structure mutually 
differ, there is not only re?ection at the point of incidence to 
and exit from the birefringent layer, but also at the surfaces 
(boundaries) betWeen each of the layers, the number of 
re?ections of light oscillating in the Y-axis direction increas 
ing With an increase in the number of layers in the birefrin 
gent layer. 

[0142] For example, While the birefringent layer 54 is 
laminated of approximately 200 layers in order to obtain the 
maximum re?ectivity, in the case of the present invention, 
this number is reduced to, for example, approximately 20 to 
170 layers. 

[0143] If this is done, of the tWo linearly polariZed com 
ponents of light that strikes the polariZed light extraction 
optical element having mutually perpendicular oscillation 
directions, the one direction indicated by the symbol X in 
FIG. 8 is re?ected With a re?ectivity loWer than the maxi 
mum re?ectivity as in the case of 200 layers, the remaining 
light being transmitted, in all cases With a transmissivity that 
is greater than the maximum transmissivity, this being 
indicated by the symbol Y. 

[0144] Therefore, for example, it is possible to obtain at 
the top of the polariZed light extraction optical element 50 
linearly polariZed light X as re?ected light incident from the 
top in FIG. 8, and linearly polarized light Y as transmitted 
light from the bottom in FIG. 8. Of the transmitted light, 
there are tWo linearly polariZed light components having 
mutually perpendicular oscillation directions. 

[0145] By appropriately establishing the number of lami 
nations of the birefringent layer 54, it is possible to adjust the 
re?ectivity and transmissivity, enabling the achievement of 
an arbitrary amount of re?ected light and amount of trans 
mitted light. 

[0146] A polariZed light extraction optical element 60 
according to the sixth embodiment of the present invention 
is described beloW, With reference being made to FIG. 6. 

[0147] The polariZed light extraction optical element 60 is 
formed by a birefringent layer 54, onto Which is laminated 
a second birefringent layer 56 as an auxiliary polariZation 
separation layer, this second birefringent layer 56, similar to 
the birefringent layer 54, having feWer laminations that the 
number of laminations for achieving the maximum re?ec 
tivity. 
[0148] The linearly polariZed light component re?ected by 
the second birefringent layer 56 is the same as the linearly 
polariZed light component transmitted through the birefrin 
gent layer 54. 

[0149] Therefore, in the polariZed light extraction optical 
element 60, by appropriately adjusting the birefringent layer 
54 and the second birefringent layer 56, it is possible to 
arbitrarily adjust the proportions of tWo linearly polariZed 
light components having mutually perpendicular oscillation 
directions in the transmitted light and the re?ected light. 

[0150] Both the above-described polariZed light extraction 
optical elements 50 and 60 can be used as either a beam 
splitter or a polariZing ?lter. 
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[0151] By adopting the above-described constitution of 
the present invention, it is possible to extract one of tWo 
linearly polarized light component having mutually perpen 
dicular oscillation directions from both the re?ected light 
and the transmitted light at side of the optical element, and 
further possible not only to arbitrarily adjust the proportion 
of re?ected light and transmitted light, but also to mix 
polariZation components in the transmitted light. 

What is claimed is: 
1. ApolariZed light extraction optical element comprising: 

a substrate; and 

a polariZation separation layer laminated onto to said 
substrate, 

Wherein said polariZation separation layer has one of tWo 
functions, one to separate at least part of non-polariZed 
incident light into tWo linearly polariZed lights, the 
polariZation directions of Which are mutually perpen 
dicular, one being re?ected, and another being trans 
mitted, and the other to separate at least part of non 
polariZed incident light into tWo circularly polariZed 
lights, the rotational directions of Which are mutually 
opposite, one being re?ected and another being trans 
mitted, 

a thickness of said polariZation separation layer is Within 
a range of 10% to 90% of a thickness required to re?ect 
the one polariZed light component With a maximum 
re?ectivity, 

said polariZation separation layer is a birefringent layer of 
multilayer planar construction comprising at least three 
laminated layers of birefringent material such that a 
difference in refractive indices of layers that are mutu 
ally adjacent in a thickness direction With respect to one 
of tWo linearly polariZed light components that have 
oscillation directions that are mutually perpendicular 
Within the plane of each layer is different than a 
difference in refractive indices of layers mutually adja 
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cent thereto in said thickness direction With respect to 
the other linearly polariZed light component, and 

the number of laminated layers of birefringent material is 
made smaller than the number required to re?ect one of 
said linearly polariZed light components With maxi 
mum re?ectivity, so that said one linearly polariZed 
light component is re?ected With re?ectivity smaller 
than the maximum re?ectivity, said other linearly polar 
iZed light component being transmitted. 

2. The polariZed light extraction optical element accord 
ing to claim 1, Wherein it is possible further provide an 
auxiliary polariZation separation layer on said polariZation 
separation layer, said auxiliary polariZation separation layer 
having planar laminated construction of three or more layers 
of birefringent material, such that a difference in refractive 
indices of layers that are mutually adjacent in a thickness 
direction With respect to one of tWo linearly polariZed light 
components that have oscillation directions that are mutually 
perpendicular Within the plane of each layer is different than 
a difference in refractive indices of layers mutually adjacent 
thereto in said thickness direction With respect to said other 
linearly polariZed light component, 

Wherein the number of laminations of said birefringent 
material in the auxiliary polariZation separation layer is 
made smaller than the number required to re?ect one of 
the other linearly polariZed light components With the 
maximum re?ectivity, so said other linearly polariZed 
light component is re?ected With a re?ectivity that is 
smaller than the maximum re?ectivity, With light of the 
opposing linear polariZation direction being transmit 
ted. 

3. The polariZed light extraction optical element accord 
ing to claim 1, Wherein the number of birefringent material 
layers in at least one of the polariZation separation layer and 
the auxiliary polariZation separation layer is made 30 to 150. 


