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(57) ABSTRACT 

A soft, ?brous material having excellent abrasion resistance 
and superior softness is made by relatively highly consoli 
dating and then incrementally stretching a nonWoven mate 
rial. The ?nished material is a nonWoven Web having a 
plurality of discrete, spaced apart relatively high basis 
Weight regions Which are at least partially surrounded by at 
least one relatively loW basis Weight region. In one embodi 
ment the soft, ?brous material is made from a nonWoven 
Web having a consolidation area of at least about 30%, and 
the material has a bending rigidity (Which correlates to 
softness) in a machine direction aXis of bending of less than 
about 0.018 gcmz/cm. In another embodiment, the soft, 
?brous material is made from a nonWoven Web having a 
consolidation area of at least about 30%, and the material 
has a fuZZ removal value (Which correlates to abrasion 
resistance) of less than about 0.30 mg/cm2. 
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ABRASION RESISTANT, SOFT NONWOVEN 

CROSS REFERENCE TO RELATED 
APPLICATION 

[0001] This is a continuation-in-part of prior application 
Ser. No. 09/687,458 (P&G Case 8293) ?led on Oct. 13, 
2000. 

FIELD OF THE INVENTION 

[0002] The present invention relates to nonWoven Webs or 
fabrics. In particular, the present invention relates to non 
Woven Webs having superior abrasion resistance and excel 
lent softness characteristics. 

BACKGROUND 

[0003] NonWoven Webs or fabrics are desirable for use in 
a variety of products such as bandaging materials, garments, 
disposable diapers, and other personal hygiene products, 
including pre-moistened Wipes. NonWoven Webs having 
high levels of strength, softness and abrasion resistance are 
desirable for disposable absorbent garments, such as diapers, 
incontinence briefs, training pants, feminine hygiene gar 
ments, and the like. For example, in a disposable diaper, it 
is highly desirable to have soft, strong, nonWoven compo 
nents, such as topsheets or backsheets (also knoWn as outer 
covers). Topsheets form the inner, body-contacting portion 
of a diaper Which makes softness highly bene?cial. Back 
sheets bene?t from the appearance of being cloth-like, and 
softness adds to the cloth-like perception consumers prefer. 
Abrasion resistance relates to a nonWoven Web’s durability, 
and is characteriZed by a lack of signi?cant loss of ?bers in 
use. 

[0004] Abrasion resistance can be characteriZed by a non 
Woven’s tendency to “fuZZ,” Which may also be described as 
“linting” or “pilling”. FuZZing occurs as ?bers, or small 
bundles of ?bers, are rubbed off, pulled off, or otherWise 
released from the surface of the nonWoven Web. FuZZing can 
result in ?bers remaining on the skin or clothing of the 
Wearer or others, as Well as a loss of integrity in the 
nonWoven, both highly undesirable conditions for users. 
FuZZing can be controlled in much the same Way that 
strength is imparted, that is, by bonding or entangling 
adjacent ?bers in the nonWoven Web to one another. To the 
extent that ?bers of the nonWoven Web are bonded to, or 
entangled With, one another, strength can be increased, and 
fuZZing levels can be controlled. 

[0005] Softness can be improved by mechanically post 
treating a nonWoven. For example, by incrementally stretch 
ing a nonWoven Web by the method disclosed in commonly 
assigned, co-pending application Ser. No. 09/274,976, ?led 
Mar. 23, 1999, in the names of Dobrin et al., and US. Pat. 
No. 5,626,571, issued May 6, 1997 in the names of Young 
et al., it can be made soft and extensible, While retaining 
sufficient strength for use in disposable absorbent articles. 
Dobrin et al. ’976, Which is hereby incorporated herein by 
reference, teaches making a nonWoven Web soft and exten 
sible by employing opposed pressure applicators having 
three-dimensional surfaces Which at least to a degree are 
complementary to one another. Young et al., Which is hereby 
incorporated herein by reference, teaches making a non 
Woven Web Which is soft and strong by permanently stretch 
ing an inelastic base nonWoven in the cross-machine direc 
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tion. HoWever, neither Young et al., nor Dobrin et al., teach 
the non-fuZZing tendency of their respective nonWoven 
Webs. For example, the method of Dobrin et al. may result 
in a nonWoven Web having a relatively high fuZZing ten 
dency. That is, the soft, extensible nonWoven Web of Dobrin 
et al. has relatively loW abrasion resistance, and tends to fuZZ 
as it is handled or used in product applications. 

[0006] One method of bonding, or “consolidating”, a 
nonWoven Web is to bond adjacent ?bers in a regular pattern 
of spaced, thermal spot bonds. One suitable method of 
thermal bonding is described in US. Pat. No. 3,855,046, 
issued Dec. 17, 1974 to Hansen et al., Which is hereby 
incorporated herein by reference. Hansen et al. teach a 
thermal bond pattern having a 10-25% bond area (termed 
“consolidation area” herein) to render the surfaces of the 
nonWoven Web abrasion resistant. HoWever, even greater 
abrasion resistance together With increased softness can 
further bene?t the use of nonWoven Webs in many applica 
tions, including disposable absorbent articles, such as dia 
pers, training pants, feminine hygiene articles, and the like. 

[0007] By increasing the siZe of the bond sites, or by 
decreasing the distance betWeen bond sites, more ?bers are 
bonded, and abrasion resistance can be increased (fuZZing 
can be reduced). HoWever, the corresponding increase in 
bond area of the nonWoven also increases the bending 
rigidity (i.e., stiffness), Which is inversely related to a 
perception of softness (i.e. as bending rigidity increases, 
softness decreases). In other Words, abrasion resistance is 
directly proportional to bending rigidity When achieved by 
knoWn methods. Because abrasion resistance correlates to 
fuZZing, and bending resistance correlates to perceived soft 
ness, knoWn methods of nonWoven production require a 
tradeoff betWeen the fuZZing and softness properties of a 
nonWoven. 

[0008] Various approaches have been tried to improve the 
abrasion resistance of nonWoven materials Without compro 
mising softness. For example, US. Pat. Nos. 5,405,682 and 
5,425,987, both issued to ShaWyer et al. teach a soft, yet 
durable, cloth-like nonWoven fabric made With multicom 
ponent polymeric strands. HoWever, the multicomponent 
?bers disclosed comprise a relatively expensive elastomeric 
thermoplastic material (i.e. KRATON®) in one side or the 
sheath of multicomponent polymeric strands. US. Pat. No. 
5,336,552 issued to Strack et al. discloses a similar approach 
in Which an ethylene alkyl acrylate copolymer is used as an 
abrasion resistance additive in multicomponent polyole?n 
?bers. US. Pat. No. 5,545,464, issued to Stokes describes a 
pattern bonded nonWoven fabric of conjugate ?bers in Which 
a loWer melting point polymer is enveloped by a higher 
melting point polymer. 

[0009] Bond patterns have also been utiliZed to improve 
strength and abrasion resistance in nonWovens While main 
taining or even improving softness. Various bond patterns 
have been developed to achieve improved abrasion resis 
tance Without too negatively affecting softness. US. Pat. No. 
5,964,742 issued to McCormack et al. discloses a thermal 
bonding pattern comprising elements having a predeter 
mined aspect ratio. The speci?ed bond shapes reportedly 
provide suf?cient numbers of immobiliZed ?bers to 
strengthen the fabric, yet not so much as to increase stiffness 
unacceptably. US. Pat. No. 6,015,605 issued to Tsujiyama et 
al. discloses very speci?c thermally press bonded portions in 
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order to deliver strength, hand feeling, and abrasion resis 
tance. However, With all bond pattern solutions it is believed 
that the essential tradeoff betWeen bond area and softness 
remains. 

[0010] Accordingly, there is a continuing unaddressed 
need for a nonWoven having a suf?ciently high percentage 
of bond area for abrasion resistance, While maintaining 
sufficiently loW bending rigidity, especially in a machine 
direction, for a desirable perception of softness. 

[0011] Additionally, there is a continuing unaddressed 
need for a loW fuZZing, soft nonWoven suitable for use as a 
component in a disposable absorbent article. 

[0012] Additionally, there is a continuing unaddressed 
need for a soft, extensible nonWoven Web having relatively 
high abrasion resistance. 

[0013] Further, there is a continuing unaddressed need for 
a method of processing a nonWoven such that abrasion 
resistance is achieved With little or no decrease in softness. 

SUMMARY OF THE INVENTION 

[0014] A soft, ?brous material having excellent abrasion 
resistance and superior softness is made by relatively highly 
consolidating and then incrementally stretching a nonWoven 
material. The ?nished material is a nonWoven Web having a 
plurality of discrete, spaced apart relatively high basis 
Weight regions Which are at least partially surrounded by at 
least one relatively loW basis Weight region. In one embodi 
ment the soft, ?brous material is made from a nonWoven 
Web having a consolidation area of at least about 30%, and 
the material has a bending rigidity (Which correlates to 
softness) in a machine direction axis of bending of less than 
about 0.018 gcmZ/cm. In another embodiment, the soft, 
?brous material is made from a nonWoven Web having a 
consolidation area of at least about 30%, and the material 
has a fuZZ removal value (Which correlates to abrasion 
resistance) of less than about 0.30 mg/cm2. The relatively 
high consolidation of the nonWoven can be achieved by 
multiple passes through a calendar-type thermal bonding 
apparatus. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0015] FIG. 1 is a schematic representation of an appa 
ratus for producing a Web of the present invention. 

[0016] FIG. 2 is a photomicrograph shoWing a greatly 
enlarged representative pattern of thermal bond sites in a 
partially consolidated nonWoven suitable for use in the 
present invention. 

[0017] FIG. 3A is a photomicrograph shoWing a greatly 
enlarged representative pattern of thermal bond sites in an 
overbonded (once overbonded) consolidated nonWoven suit 
able for further processing into a Web of in the present 
invention. 

[0018] FIG. 3B is a photomicrograph shoWing a greatly 
enlarged representative pattern of thermal bond sites in an 
additionally overbonded (tWice overbonded) consolidated 
nonWoven suitable for further processing into a Web of in the 
present invention. 

[0019] FIG. 4 is a perspective vieW of an incremental 
stretching system. 
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[0020] FIG. 5 is a cross-sectional fragmentary enlarged 
vieW of a portion of an incremental stretching system 
comprising inter-engaging incremental stretching rollers. 

[0021] FIG. 6 shoWs a graph of elongation to break for 
several samples of the Web of the present invention. 

[0022] FIG. 7 is an enlarged vieW of an alternative incre 
mental stretching system. 

[0023] FIG. 8 is an enlarged vieW of another alternative 
incremental stretching system. 

[0024] FIG. 9 is a perspective vieW of a disposable 
absorbent article having components that can be made of a 
nonWoven Web material of the present invention. 

[0025] FIG. 10 is a schematic representation of the 
method of marking and selecting a tensile test sample. 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0026] As used herein, the term “absorbent article” refers 
to devices Which absorb and contain body exudates, and, 
more speci?cally, refers to devices Which are placed against 
or in proximity to the body of the Wearer to absorb and 
contain the various exudates discharged from the body. 

[0027] The term “disposable” is used herein to describe 
absorbent articles Which are not intended to be laundered or 
otherWise restored or reused as an absorbent article (i.e., 
they are intended to be discarded after a single use and, 
preferably, to be recycled, composted or otherWise disposed 
of in an environmentally compatible manner). A “unitary” 
absorbent article refers to absorbent articles Which are 
formed of separate parts united together to form a coordi 
nated entity so that they do not require separate manipulative 
parts like a separate holder and liner. 

[0028] As used herein, the term “nonWoven Web”, refers 
to a Web that has a structure of individual ?bers or threads 

Which are interlaid, but not in any regular, repeating manner. 
NonWoven Webs have been, in the past, formed by a variety 
of processes, such as, for example, air laying processes, 
meltbloWing processes, spunbonding processes and carding 
processes, including bonded carded Web processes. 

[0029] As used herein, the term “micro?bers”, refers to 
small diameter ?bers having an average diameter not greater 
than about 100 microns. Fibers, and in particular, spunbond 
?bers utiliZed in the present invention can be micro?bers, or 
more speci?cally, they can be ?bers having an average 
diameter of about 15-30 microns, and having a denier from 
about 1.5-3.0. 

[0030] As used herein, the term “meltbloWn ?bers”, refers 
to ?bers formed by extruding a molten thermoplastic mate 
rial through a plurality of ?ne, usually circular, die capil 
laries as molten threads or ?laments into a high velocity gas 
(e.g., air) stream Which attenuates the ?laments of molten 
thermoplastic material to reduce their diameter, Which may 
be to a micro?ber diameter. Thereafter, the meltbloWn ?bers 
are carried by the high velocity gas stream and are deposited 
on a collecting surface to form a Web of randomly dispersed 
meltbloWn ?bers. 

[0031] As used herein, the term “spunbonded ?bers”, 
refers to small diameter ?bers Which are formed by extrud 
ing a molten thermoplastic material as ?laments from a 
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plurality of ?ne, usually circular, capillaries of a spinneret 
With the diameter of the extruded ?laments then being 
rapidly reduced by drawing. 

[0032] As used herein, the terms “consolidation” and 
“consolidated” refer to the bringing together of at least a 
portion of the ?bers of a nonWoven Web into closer prox 
imity to form a site, or sites, Which function to increase the 
resistance of the nonWoven to external forces, e.g., abrasion 
and tensile forces, as compared to the unconsolidated Web. 
“Consolidated” can refer to an entire nonWoven Web that has 
been processed such that at least a portion of the ?bers are 
brought into closer proximity, such as by thermal point 
bonding. Such a Web can be considered a “consolidated 
Web”. In another sense, a speci?c, discrete region of ?bers 
that is brought into close proximity, such as an individual 
thermal bond site, can be described as “consolidated”. 

[0033] Consolidation can be achieved by methods that 
apply heat and/or pressure to the ?brous Web, such as 
thermal spot (i.e., point) bonding. Thermal point bonding 
can be accomplished by passing the ?brous Web through a 
pressure nip formed by tWo rolls, one of Which is heated and 
contains a plurality of raised points on its surface, as is 
described in the aforementioned US. Pat. No. 3,855,046 
issued to Hansen et al. Consolidation methods can also 
include ultrasonic bonding, through-air bonding, and 
hydroentanglement. Hydroentanglement typically involves 
treatment of the ?brous Web With high pressure Water jets to 
consolidate the Web via mechanical ?ber entanglement 
(friction) in the region desired to be consolidated, With the 
sites being formed in the area of ?ber entanglement. The 
?bers can be hydroentangled as taught in Us. Pat. No. 
4,021,284 issued to KalWaites on May 3, 1977 and US. Pat. 
No. 4,024,612 issued to Contrator et al. on May 24, 1977, 
both of Which are hereby incorporated herein by reference. 
In the currently preferred embodiment, the polymeric ?bers 
of the nonWoven are consolidated by point bonds, some 
times referred to as “partial consolidation” because of the 
plurality of discrete, spaced-apart bond sites. 

[0034] As used herein, the term “polymer” generally 
includes, but is not limited to, homopolymers, copolymers, 
such as, for example, block, graft, random and alternating 
copolymers, terpolymers, etc., and blends and modi?cations 
thereof. Furthermore, unless otherWise speci?cally limited, 
the term “polymer” shall include all possible geometrical 
con?gurations of the material. These con?gurations include, 
but are not limited to, isotactic, syndiotactic and random 
symmetries. 

[0035] As used herein, the term “extensible” refers to any 
material Which, upon application of a biasing force, is 
elongatable, to at least about 50 percent Without experienc 
ing catastrophic failure. 

[0036] As used herein are all percentages are Weight 
percentages unless otherWise speci?ed. 

[0037] An abrasion resistant, soft nonWoven of the present 
invention is produced by the method described With refer 
ence to the Figures. The description of the method Will also 
serve to describe the nonWoven Web so produced. Although 
the nonWoven Web of the present invention can ?nd ben 
e?cial use as a component of a disposable absorbent article, 
such as a diaper, its use is not limited to disposable absorbent 
articles. The nonWoven Web of the present invention can be 
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used in any application requiring, or bene?ting from, soft 
ness and abrasion resistance, such as Wipes, polishing cloths, 
furniture linings, durable garments, and the like. 

[0038] The abrasion resisitant, soft nonWoven of the 
present invention may be in the form of a laminate. Lami 
nates may be combined by any number of bonding methods 
knoWn to those skilled in the art including, but not limited 
to, thermal bonding, adhesive bonding including, but not 
limited to spray adhesives, hot melt adhesives, latex based 
adhesives and the like, sonic and ultrasonic bonding, and 
extrusion laminating Whereby a polymer is cast directly onto 
another nonWoven, and While still in a partially molten state, 
bonds to one side of the nonWoven, or by depositing melt 
bloWn ?ber nonWoven directly onto a nonWoven. These and 
other suitable methods for making laminates are described in 
US. Pat. No. 6,013,151, Wu et al., issued Jan. 11, 2000, and 
US. Pat. No. 5932, 497, Morman et al., issued Aug. 3, 1999, 
both of Which are incorporated by reference herein. 

[0039] In general, the method of the present invention can 
be described as a tWo step process: (1) formation of a 
consolidated nonWoven having a relatively high consolida 
tion area; and (2) mechanical post-treatment of the relatively 
highly consolidated nonWoven Web. The relatively high 
consolidation area achieved in the ?rst step results in 
expected increases in abrasion resistance, but also produces 
expected relatively high stiffness (i.e., bending rigidity). The 
bending rigidity correlates to softness, such that an increase 
in bending rigidity correlates to a decrease in softness. 

[0040] It has been surprisingly discovered that the bending 
rigidity intrinsic to the relatively highly consolidated non 
Woven Web can be signi?cantly reduced, Without a corre 
sponding decrease in abrasion resistance, by the mechanical 
post-treatment methods of the present invention. That is, by 
the method of the present invention, a highly consolidated 
Web exhibits high levels of abrasion resistance, demon 
strated by loW fuZZing, as Well as high levels of softness, 
demonstrated by loW bending rigidity. 

[0041] A schematic representation of an apparatus 10 for 
producing a Web 50 of the present invention is shoWn in 
FIG. 1. Abase nonWoven Web 12 is supplied from a roll 14 
in the direction shoWn by the arroWs, Which direction is 
denoted as the machine direction MD. Base nonWoven Web 
12 can be any of nonWoven Webs produced by knoWn 
processes, such as by carding, meltbloWing, spunbonding, or 
air laying, Which have sufficient integrity, strength, and 
extensibility properties to be processed by the methods 
described herein. In general spunbond nonWoven Webs and 
carded Webs comprising suitable elongatable ?bers have 
been successfully processed by the method of the present 
invention. 

[0042] Examples of suitable thermoplastic ?bers for use in 
the present invention include, but are not limited to poly 
ethylene, polypropylene, polyethylene-polypropylene 
copolymers, polyvinyl alcohol, polyesters, nylon, polylac 
tides, polyhydroxyalkanoates, aliphatic ester polyconden 
sates, and mixtures thereof. Bicomponent ?bers (e.g. 
polypropylene/polyethylene) have been found to be particu 
larly suitablefor making the nonWovens of the present 
invention. The bicomponent ?bers can be in various con 
?gurations such as, but not limited to, sheath/core, side-by 
side, segmented pie, holloW segmented pie, islands-in-the 
sea, segmented ribbon, and tipped multilobal, With sheath/ 
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core being preferred. Natural ?bers such as cellulosic (e.g., 
Wood pulp ?bers, cotton ?bers, hemp ?bers, jute ?bers, ?ax 
?bers, and mixtures thereof), silk ?bers, keratin, and starch 
can also be used in the present invention. These and other 
suitable ?bers and the nonWoven materials prepared there 
from are generally described in Riedel, “NonWoven Bond 
ing Methods and Materials,” NonWoven World (1987); and 
The Encyclopedia Americana, vol. 11, pp. 147-153, and vol. 
26, pp. 566-581 (1984) Which are all incorporated by 
reference herein in their entirety. 

[0043] Base nonWoven Web 12 may be produced directly 
in line With the method of the present invention, thereby not 
requiring it to be ?rst rolled into roll 14. HoWever, it is 
currently preferred to provide base nonWoven Web 12 on a 
roll, for further processing as described herein. 

[0044] Suitable base nonWoven Webs 12 can have a basis 
Weight (Weight per unit area) from about 10 grams per 
square meter (gsm) to about to about 100 gsm. The basis 
Weight can also be from about 20 gsm to about 40 gsm, and 
in one embodiment it Was 30 gsm. Suitable base nonWoven 
Webs 12 can have an average ?lament denier of about 0.10 
to about 10. Very loW deniers can be achieved by the use of 
splittable ?ber technology, for example. In general, reducing 
the ?lament denier tends to produce softer ?brous Webs, and 
loW denier micro?bers from about 0.10 to 2.0 denier can be 
utiliZed for even greater softness. 

[0045] For commercial feasibility, prior to being pro 
cessed by the method of the present invention, base non 
Woven Web 12 should be initially consolidated such that it 
has sufficient integrity to be handled as roll stock. The 
degree of consolidation can be expressed as a percentage of 
the total surface area of the Web that is consolidated. Initial 
consolidation can be substantially complete, as When an 
adhesive is uniformly coated on the surface of the non 
Woven, or When bicomponent ?bers are sufficiently heated 
so as to bond virtually every ?ber to every adjacent ?ber. 
Air-through bonding methods can be utiliZed, as knoWn in 
the art, for such consolidation. Generally, hoWever, consoli 
dation is preferably partial, as in point bonding, such as 
thermal point bonding. 

[0046] The discrete, spaced-apart bond sites formed by 
point bonding, such as thermal point bonding, only bond the 
?bers of the nonWoven in the area of localiZed energy input. 
Fibers or portions of ?bers remote from the localiZed energy 
input remain substantially unbonded to adjacent ?bers. 
Similarly, With respect to ultrasonic or hydroentanglement 
methods, discrete, spaced apart bond sites can be formed to 
make a partially consolidated nonWoven Web. The consoli 
dation area, When consolidated by these methods, refers to 
the area per unit area occupied by the localiZed sites formed 
by bonding the ?bers into point bonds (alternately referred 
to as “bond sites”), typically as a percentage of total unit 
area. Amethod of determining consolidation area is detailed 
beloW. 

[0047] Consolidation area can be determined from scan 
ning electron microscope (SEM) images With the aid of 
image analysis softWare. For all consolidation areas reported 
herein, at least three SEM images Were taken from different 
positions on a nonWoven Web sample at 20x magni?cation. 
These images Were saved digitally and imported into Image 
Pro Plus® softWare for analysis. The bonded areas Were then 
traced and the percent area for these areas Was calculated 
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based on the total area of the SEM image. The average of 
three images Was taken as the consolidation area for the 
sample. 

[0048] A typical pattern for consolidating via thermally 
point bonding a ?brous nonWoven With a plurality of dis 
crete bond sites is shoWn greatly magni?ed in FIG. 2. The 
pattern shoWn in FIG. 2 can be made by the method 
described in the aforementioned US. Pat. No. 3,855,046, for 
example. The siZe, number and spacing of discrete bond 
sites 7 per unit area determine the percent consolidation 
area. The number, siZe, shape and pattern of discrete bond 
sites 7 can be varied, and is dependent on the corresponding 
siZe, shape, and pattern of the plurality of raised points on 
the heated pressure roll(s) used to form the thermal bonds. 

[0049] A typical consolidated nonWoven Web 12 as pur 
chased from a nonWoven supplier, and shoWn in FIG. 2, has 
a 14% consolidation area, With a pattern of regularly spaced 
diamond shaped bond sites generally as shoWn in FIG. 2. 
Each diamond-shaped bond site 7 can have a long dimension 
of about 0.9 mm and a short dimension of about 0.8 mm. The 
horiZontal distance (as vieWed in FIG. 2) betWeen horiZon 
tally-aligned bond sites can be about 1.5 mm. The vertical 
distance (as vieWed in FIG. 2) betWeen vertically-aligned 
bond sites can be about 1.5 mm. The distance betWeen 
vertically-columnar roWs or horiZontally-oriented roWs (as 
vieWed in FIG. 2) of bond sites can be 0.30 to 0.35 mm. 
Consolidated nonWoven Webs are not typically produced 
With higher percentage consolidation areas because greater 
consolidation produces an unacceptably stiff nonWoven 
Web. 

[0050] A Web of the present invention preferably exhibits 
a percent consolidation area of betWeen about 22% and 
about 50% prior to mechanical post-treatment. Without 
being bound by theory, it is believed that higher consolida 
tion areas, up to 60% or 70%, can be utiliZed With similarly 
bene?cial results. Therefore, typical consolidated nonWoven 
Webs as purchased from nonWoven vendors must be further 
consolidated by additional consolidation, e.g., point bond 
ing, to achieve the levels of abrasion resistance desired for 
some components of disposable absorbent articles, such as 
backsheets for diapers. This additional consolidation via 
additional point bonding, termed “overbonding” herein, is 
effective at increasing the abrasion resistance of the Web 
because the higher the consolidation area, the more ?bers are 
constrained by bonding to adjacent ?bers, and therefore, 
fuZZing is decreased and abrasion resistance is increased. 
Therefore, in general, the higher the consolidation area, the 
less fuZZing is experienced for a given ?brous nonWoven 
Web. HoWever, as discussed above, a higher consolidation 
area typically produces a stiffer Web, and therefore, a less 
soft Web. Bending rigidity correlates With softness, such that 
an increase in bending rigidity corresponds to an increase in 
softness, that is, perceived softness When handled by a user 
or felt by a Wearer. 

[0051] Applicants have unexpectedly discovered, hoW 
ever, that further processing of a Web having a relatively 
high consolidation area, including “overbonded” Webs, by 
mechanical post-treatment, as disclosed beloW, can result in 
a nonWoven Web having relatively high abrasion resistance 
and relatively loW bending rigidity. In fact, the bending 
rigidity of a Web of the present invention can be less than the 
bending rigidity of the base nonWoven, Without a decrease 
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in abrasion resistance. That is, by the method of the present 
invention, a Web of the present invention can be made that 
is softer than the base nonWoven Web, Without an increase 
in fuZZing levels. In certain embodiments, both the softness 
and the abrasion resistance of the base nonWoven are 
signi?cantly improved. 
[0052] If base nonWoven Web 12 does not already have a 
sufficiently high consolidation area, it must be processed to 
increase the consolidation area. Currently, no commercially 
available nonWoven Webs having suf?cient consolidation 
area for purposes of the present invention have been iden 
ti?ed. Therefore, additional consolidation is required to 
provide for suf?cient total consolidation area. As shoWn in 
FIG. 1, a preferred method for additional consolidation (i.e., 
overbonding), is by the use of a thermal point bond roller 
arrangement 16, Which can be a bonding operation as 
described in the aforementioned U.S. Pat. No. 3,855,046, or 
other similar and improved operations as are knoWn in the 
art. Base nonWoven 12 is fed into the nip 14 of thermal point 
bond roller arrangement 16, Which comprises a patterned 
calendar roller 18 and a smooth anvil roller 20. One or both 
of the patterned calendar roller 18 and the smooth anvil 
roller 20 are heated and the pressure betWeen the tWo rollers 
is adjusted by Well knoWn means to provide the desired 
temperature and pressure to form additional bond sites 7‘, as 
shoWn in FIG. 3A. As shoWn in FIG. 3A, additional bond 
sites 7‘ may or may not overlap the eXisting bond sites 7 in 
base nonWoven Web 12, but after processing through the 
thermal bond roller arrangement 16 the consolidation area of 
overbonded Web 12‘ is typically greater than that of the base 
nonWoven Web 12. If an identical bond pattern is used for the 
overbonding as Was used for the base nonWoven, as shoWn 
in FIG. 3A, the consolidation area of overbonded Web 12‘ 
can be up to 100% greater than that of the base nonWoven 
Web 12. 

[0053] Typically, additional bond sites 7‘ of overbonded 
Web 12‘ Will not lie totally in registry With eXisting bond sites 
7 of base nonWoven 12, even if the same bond pattern is used 
for overbonded Web 12‘. In fact, base nonWoven 12 need not 
have any eXisting bond sites, but may be partially consoli 
dated by other means, for eXample, by adhesive bonding. In 
a preferred embodiment, hoWever, base nonWoven Web 12 is 
a thermally point bonded Web having a relatively loW 
consolidation area. In general, due to inherent misalignment, 
or differences in patterns of patterned roller 18, additional 
bond sites 7‘ typically signi?cantly increase the consolida 
tion area of the base nonWoven Web 12 being processed. 

[0054] If additional consolidation is necessary to increase 
the consolidation area, overbonded nonWoven Web 12‘ can 
be further processed by additional passes through the same 
(after being rolled as roll stock and re-entered into nip 13 by 
knoWn methods), or another thermal bond roller arrange 
ment, such as secondary thermal bond roller arrangement 16‘ 
to produce nonWoven Web 12“ having further additional 
overbonded bond sites. Secondary thermal bond roller 
arrangement 16‘ operates in an analogous manner as thermal 
bond roller arrangement 16, and the components designated 
as “prime” numbers are analogous to the corresponding 
components of thermal bond roller arrangement 16. As 
shoWn in FIG. 3B, secondary thermal bond roller arrange 
ment 16‘ produces additional overbonding, forming addi 
tional bond sites 7“ Which further increase the consolidation 
area of Web 12“. As before, additional bond sites 7“ may or 
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may not overlap the eXisting bond sites 7 in base nonWoven 
Web 12, or bond sites 7‘ in overbonded Web 12‘, but if the 
same bond patterns are used, as shoWn in FIG. 3B, after 
processing through the thermal bond roller arrangement 16‘ 
the consolidation area of overbonded Web 12“ can be 
200%-300% greater than that of the base nonWoven Web 12. 

[0055] The nonWoven Web being processed can be over 
bonded through a thermal bond roller arrangement 16 or 16‘, 
etc., as many times as necessary to achieve sufficiently high 
consolidation area in the Web prior to stretching as described 
beloW. Alternatively, it is believed that a single thermal bond 
roller arrangement 16 having suf?cient numbers and spacing 
of point bonding protuberances can be utiliZed, thus achiev 
ing adequate consolidation area in a single point bonding 
operation. In general, it has been found that a consolidation 
area of greater than 20%, preferably at least 25%, and more 
preferably at least 30% prior to stretching is suf?ciently high 
for purposes of the present invention. Consolidation areas as 
great as 40% prior to stretching have also been successfully 
utiliZed in Webs of the present invention, and consolidation 
areas greater than 50% to 60% are believed be feasible. 

[0056] The patterned calendar roller 18 (and 18‘, etc.) is 
con?gured to have a circular cylindrical surface 22, and a 
plurality of protuberances or pattern elements 24 Which 
eXtend outWardly from surface 22. The protuberances 24 are 
disposed in a predetermined pattern. The pattern of protu 
berances on patterned calendar roller 18 may produce a 
pattern of bond sites identical to that of the original base 
nonWoven Web 12 (as manufactured or as supplied from the 
vendor), or it may produce a pattern much different, either 
in the siZe, shape, or spacing of the bond sites 7. Protuber 
ances can eXtend outWardly from surface 22 a distance of 
from about 0.01 inch to about 0.10 inch and can be posi 
tioned in a density of about 50 to 300 protuberances/square 
inch. In a preferred embodiment, the protuberances are 
distributed in a predetermined pattern in a density of about 
144/square inch. 

[0057] The temperature of patterned calendar roller 18 
should be suf?ciently high to cause effective melt bonding of 
adjacent ?bers throughout the nonWoven Web in the local 
iZed melt bond site. By “throughout” is meant through the 
thickness of the nonWoven Web in the localiZed melt bond 
area. “Effective” melt bonding is achieved When most of the 
?bers in the localiZed melt Zone of a particular bond site are 
captured and thermally bonded into a visually distinct bond 
site. Effective bonding is dependent upon factors that can be 
variably altered by knoWn methods, such as bond pattern, 
surface area of protuberances, thickness, basis Weight, and 
composition of the nonWoven Web, and line speed. In 
general, polyole?nic spunbond Webs can be overbonded 
With roller 18 temperatures from about 180° F. to about 325° 
F. For the polyole?nic bicomponent ?bers in a nonWoven 
Web having a basis Weight of 30 gsm, as shoWn in the 
Examples beloW, calendar roll temperatures of about 240 
250° F. Were used. Other suitable processing parameters 
such as nip pressures and line speeds can be determined by 
one skilled in the art, depending on the basis Weight and 
material composition of base Web 12. 

[0058] Virtually any of knoWn patterns and methods of 
thermal calendar point bonding can be used to impart 
additional consolidation area to the base nonWoven Web 12. 
Without being bound by theory, it is believed that suf?cient 
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consolidation area can be achieved in one thermal point 
bonding process. However, it has been found that there is 
bene?t in achieving the desired consolidation area in mul 
tiple passes as described above. As shoWn in the Examples 
beloW, by forming suf?cient consolidation area in multiple 
passes, the temperature of patterned calendar roller 18 can 
be varied With each pass, thereby imparting bene?cial tem 
perature-dependent properties to the ?nal Web. For example, 
it has been found bene?cial to process a base nonWoven Web 
12 through thermal bond roller arrangement 16, 16‘, etc., at 
least tWice to produce the Web 100 of the present invention, 
With the second bonding achieved at a loWer temperature 
than the ?rst. 

[0059] Patterned calendar roller 16 can have a repeating 
pattern of protuberances 24 Which eXtend about the entire 
circumference of surface 22. Alternatively, the protuber 
ances 24 may eXtend around a portion, or portions of the 
circumference of surface 22. Likewise, the protuberances 24 
may be in a non-repeating pattern. 

[0060] Anvil roller 20 is preferably a smooth surfaced, 
right circular cylinder of steel. The pressure betWeen pat 
terned calendar roller 16 and anvil roller 20 can be varied by 
methods knoWn in the art to produce suf?cient pressure to 
adequately form bond sites 50. After overbonded Web 12‘, 
12“, etc., has been suf?ciently consolidated, that is, the 
consolidation area is suf?ciently high, the Web 12‘, 12“, etc., 
is neXt uniformly stretched to effectively loWer the basis 
Weight in the unbonded regions of the Web. Stretching can 
be accomplished by knoWn methods, but it is believed that 
uniform stretching is best achieved by utiliZing an incre 
mental stretching system, as described herein. In addition to 
loWering the basis Weight, the incremental stretching system 
of the present invention simultaneously softens the Web, 
gives it better hand and loWers its bending rigidity. 

[0061] Stretching of the overbonded Web is preferably 
achieved by incremental stretching. Overbonded Web (12‘, 
12“, etc.) is fed into the nip 30 formed by an incremental 
stretching system 32 employing opposed pressure applica 
tors 34 and 36 having three-dimensional surfaces Which at 
least to a degree are complementary to one another. Refer 
ring noW to FIG. 4, there is shoWn an incremental stretching 
system 32, commonly referred to as a “ring rolling” system, 
comprising incremental stretching rollers 34 and 36, each of 
Which rotate about their respective aXes A in an inter 
engaged relationship. Incremental stretching roller 34 
includes a plurality of teeth 60 and corresponding grooves 
61 Which eXtend about the entire circumference of roller 34. 
Incremental stretching roller 36 includes a plurality of teeth 
62 and a plurality of corresponding grooves 63 Which eXtend 
about the entire circumference of roller 36. The teeth 60 on 
roller 34 intermesh With or engage the grooves 63 on roller 
36, While the teeth 62 on roller 36 intermesh With or engage 
the grooves 61 on roller 34. The teeth of each roller are 
generally triangular-shaped, as shoWn in FIG. 5, but can be 
signi?cantly elongated to increase the depth of engagement 
betWeen the mating rollers. The apeX of the teeth are slightly 
rounded With a predetermined radius of curvature, Which can 
be varied as desired, or as required for certain effects in the 
?nished Web. 

[0062] FIG. 5 shoWs in cross-section a fragmentary vieW 
of a portion of incremental stretching rollers 34 and 36. The 
term “pitch” as used herein, refers to the distance betWeen 
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the apeXes of adjacent teeth on a given roller, 34 or 36. The 
pitch can be betWeen about 0.02 to about 0.30 inches, and is 
preferably betWeen about 0.05 and about 0.15 inches. The 
height (or depth) of the teeth is measured from the base of 
the tooth to the apeX of the tooth, and is preferably equal for 
all teeth. The height of the teeth can be betWeen about 0.10 
inches and 0.90 inches, and is preferably about 0.25 inches 
and 0.50 inches. 

[0063] The teeth 60 in one roll are typically offset by 
one-half the pitch from the teeth 62 in the other roll, such 
that the teeth of one roll (e.g., teeth 60) mesh in the valley 
(e.g., valley 63) betWeen teeth in the mating roll. The offset 
permits intermeshing of the tWo rollers When the rollers are 
“inter-engaged” or in an intermeshing, operative position 
relative to one another. In a preferred embodiment, the teeth 
of the respective rollers are only partially intermeshing, or 
may be offset by more or less than one-half the pitch. 

[0064] The degree to Which the teeth on the opposing rolls 
intermesh is referred to herein as the “depth of engagement” 
(alternately referred to as “DOE” herein) of the teeth. As 
shoWn in FIG. 5, the DOE is the distance betWeen a position 
designated by plane P1 Where the apeXes of the teeth on the 
respective rolls are in the same plane (0 inches engagement) 
to a position designated by plane P2 Where the apeXes of the 
teeth of one roll eXtend inWard beyond the plane P1 toWard 
the valley on the opposing roll. The optimum or effective 
DOE for particular nonWoven Webs is dependent upon the 
height and the pitch of the teeth and the materials of the Web, 
all of Which can be varied as desired. 

[0065] In other embodiments the teeth of the mating rolls 
need not be aligned With the valleys of the opposing rolls. 
That is, the teeth may be out of phase With the valleys to 
some degree, ranging from slightly offset to greatly offset. 

[0066] As the nonWoven Web 12‘, 12“, etc., passes through 
the incremental stretching system 32 it is subjected to 
tensioning in the CD, or cross-machine direction, (Which is 
orthogonal to the machine direction MD generally in the 
plane of the MD) causing it to be eXtended in the CD 
direction. Alternatively, or additionally, the nonWoven Web 
12‘, 12“, etc., may be tensioned in the MD (machine direc 
tion) as described beloW. After being subjected to the 
tensioning force applied by the incremental stretching sys 
tem 32, the overbonded, stretched, nonWoven Web is an 
abrasion resistant, soft nonWoven Web, denoted 50 in FIG. 
1, Which eXhibits dramatically improved softness as dem 
onstrated by relatively loW bending rigidity characteristics. 

EXAMPLES, SUPPORTING DATA, AND 
ANALYSIS 

[0067] The Tables beloW summariZe the results of several 
embodiments (Samples) of Web 50 of the present invention. 
The data reported in the Tables beloW is shoWn for various 
Samples, identi?ed by Sample Numbers for consistency in 
each of the Tables beloW. For all the Samples tested and 
reported in the Tables beloW, base nonWoven 12 Was a 30 
gsm spunbond 80/20 sheath/core PE/PP partially consoli 
dated nonWoven obtained from BBA NonWovens (Simpson 
ville, S.C.) having a bond pattern of a plurality of discrete, 
spaced apart diamond shape bond sites 7 in a pattern density 
of 144 pins/in2 and 14% consolidation area (similar to that 
shoWn in FIG. 2). The base nonWoven 12 Was overbonded 
one or tWo times using a thermal bond roller arrangement 16 
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as described above. The ?rst or second overbonding passes 
Were either at the same temperature as the original bonding 
of the base nonWoven Web 12 (250° or at a loWer 

temperature (240° 

[0068] Each Sample (except Sample 1, Which is the base 
nonWoven) Was processed by overbonding and stretching in 
the CD direction by incremental stretching as described 
above With respect to incremental stretching system 32 (as 
shoWn in FIGS. 1 and 4). The incrementally stretched 
Samples are noted in the Tables by the notation “(IS)”. 
Incremental stretching Was achieved using mating rollers 
having a 0.060“ pitch at a speed of 500 ft/min. The depth of 
activation (DOE) for the incrementally stretched Samples 
Was varied as shoWn in the Tables to determine the effects on 

fuZZ levels and bending rigidity for each material. 

[0069] One surprising discovery that contributes to the 
successful manufacture of the Web of the present invention 
is that overbonding of a nonWoven Web by the method 
described above does not signi?cantly decrease the tensile 
elongation at break characteristic of the base nonWoven Web 
12. For example, elongation at break in the cross-machine 
(CD) direction data is shoWn in Table 1, portions of Which 
are graphed in FIG. 6 (for the base nonWoven overbonded 
but not incrementally stretched). The CD Peak Load and CD 
Break Elongation data points of Table 1 Were obtained by 
standard tensile test method beloW. 

[0070] As shoWn in Table 1 and the graph in FIG. 6, 
overbonding once or tWice at various temperatures did not 
signi?cantly change the elongation at break properties of the 
base nonWoven Web. This is surprising, since in previous 
development Work, attempts at achieving maximum elon 
gation to break properties Were guided by nonWoven sup 
pliers’ recommendations to select nonWoven materials hav 
ing relatively loW consolidation area (e.g., 14% or less). The 
elongation to break characteristics exhibited by the over 
bonded nonWoven Webs are important to successful pro 
cessing by stretching as described above. 

TABLE 1 

Cross-Direction Tensile Properties for Webs of the Present Invention 

CD Tensile at CD Break 
Sample DOE Peak Elongation 

# Description (in) (g/in) (%) 

1 Base nonWoven (Base) * 791 143 

1-A Base-(IS) 0.060 573 147 
1-B Base-(IS) 0.075 359 219 
1-C Base-(IS) 0.095 158 277 
2 Overbonded once at * 967 154 

250° F. 
2-A Overbonded once at 0.060 667 135 

250° F. - (IS) 
2-B Overbonded once at 0.075 380 179 

250° F. - (IS) 
3 Overbonded 1 time at * 805 130 

240° F. 
3-A Overbonded once at 0.060 454 164 

240° F. - (IS) 
3-B Overbonded once at 0.075 211 206 

240° F. - (IS) 
3-C Overbonded once at 0.095 140 254 

240° F. - (IS) 
4 Overbonded tWice at * 1111 124 

250° F. 
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TABLE 1-continued 

Cross-Direction Tensile Properties for Webs of the Present Invention 

CD Tensile at CD Break 
Sample DOE Peak Elongation 

# Description (in) (g/in) (%) 

4-A Overbonded tWice at 0.060 493 133 
250° F. - (IS) 

4-B Overbonded tWice at 0.075 304 165 
250° F. - (IS) 

5 Overbonded tWice at * 860 134 

240° F. 
5-A Overbonded tWice at 0.060 481 165 

240° F. - (IS) 
5-B Overbonded tWice at 0.075 184 228 

240° F. - (IS) 
5-C Overbonded tWice at 0.095 90 257 

240° F. - (IS) 

[0071] After being subjected to the tensioning force 
applied by the incremental stretching system 32, the Web 50 
can have a variable Width, depending on the pitch, DOE, and 
the extent to Which the undulations formed by the incre 
mental stretching system 32 are ?attened out, such as by 
spreading, or extension in a direction generally parallel to 
the direction of incremental stretching. For example, as the 
nonWoven Web exits incremental stretching system 32, it can 
be spread out, or extended in the cross-machine (CD) 
direction to have a Width, W2, greater than the Width, W1, 
prior to incremental stretching. As discussed, the amount of 
spread is dependent upon the incremental stretching system 
32 parameters, such as the pitch and depth of engagement of 
the inter-engaging teeth, as Well as the tension applied in 
reWinding onto roll 38. In general, hoWever, a slight spread 
ing of the Web upon exiting incremental stretching system 
32 can be expected prior to being Wound on roll 32, and is 
not considered detrimental. The amount of spreading can be 
controlled by the Winding tension When Winding the Web 50 
into roll stock, and the actual Width of Web 50 can be 
controlled to approximate the Width of overbonded Web 12‘ 
or 12“, etc. That is, the overall Width W2 of Web 50 (as 
shoWn in FIG. 4) can be kept the same as the Width W1 of 
overbonded Web 12‘ or 12“, etc. prior to stretching by 
keeping the undulations produced by incremental stretching 
system 32 substantially intact. By increasing the tension of 
the reWind roll 38 as shoWn on FIG. 1, the Width W2 can 
also be less than Width W1 due to necking of the material. 

[0072] One factor in?uenced by the tendency of the Web 
50 to spread or extend in the CD after exiting incremental 
stretching system 32 is the resulting consolidation area of 
Web 50. Because the amount of extension available is 
variable, depending on the parameters of incremental 
stretching system 32, the ?nal consolidation area is also 
variable. As shoWn in Table 2, the consolidation area of Web 
50 can be measured in an “as Wound” condition in Which 
there is little or no actual increase in Web Width (i.e., W1 
approximately equal to W2). In the “as Wound” condition, 
the consolidation area of Web 50 is observed to be about 
20% to about 30%. In general, as shoWn by the Samples in 
Table 2, the consolidation area as a percentage can be 
expected to be less after incremental stretching, accounting 
for an increase in surface area prior to Winding on roll 38. 
For example, in the Sample 4 series, the consolidation area 
decreased from 30% to 21% for a 27% decrease. In the 
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Sample 5 series, the consolidation area decreased from 37% 
to 21% for a 43% decrease. Likewise, for the same Samples 
When spread or ?attened, the consolidation area is typically 
reduced to about 12%-15% (e.g., Sample 5-B). Table 2 
beloW summariZes consolidation area measurements for 
each of the Samples. 

TABLE 2 
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less than the basis Weight of the bond sites 7, 7‘, 7“, etc. This 
is because the basis Weight of the bonded regions, i.e., bond 
sites 7, 7‘, 7“, etc., is essentially the same as the basis Weight 
of base nonWoven Web 12 prior to processing by the method 
of the present invention. Therefore, for each of the ?nished 
Webs 50 reported in the Table 2 above, the basis Weight of 

Consolidation Area of Webs of the Present Invention 

Bonded Unbonded 
Basis Area Area Basis 

% Bond % Bond Weight Basis Basis Weight 
Sample Area (as Area (spread) Weight Weight Differential 

# Description DOE (in) Wound) (spread) (g/m2) (g/m2) (g/m2) (g/m2) 

1 Base nonWoven * 14 14 30 30 30 0 

(Base) 
1-A Base-(IS) 0.060 14 13 26 30 25 15 
1-B Base-(IS) 0.075 13 10 22 30 21 30 
1-C Base-(IS) 0.095 13 10 19 30 18 41 
2 Overbonded * 29 29 35 35 35 0 

once at 250° F. 

2-A Overbonded 0.060 22 19 26 35 24 32 
once at 250° F. — 

(Is) 
2-B Overbonded 0.075 23 17 27 35 25 28 

once at 250° F. — 

(Is) 
3 Overbonded 1 * 30 30 28 28 28 0 

time at 240° F. 
3-A Overbonded 0.060 21 15 23 28 22 21 

once at 240° F. — 

(Is) 
3-B Overbonded 0.075 21 12 17 28 16 45 

once at 240° F. — 

(Is) 
3-C Overbonded 0.095 21 12 17 28 16 45 

once at 240° F. — 

(Is) 
4 Overbonded * 40 40 34 34 34 0 

tWice at 250° F 
4-A Overbonded 0.060 29 26 26 34 23 32 

tWice at 250° F. — 

(Is) 
4-B Overbonded 0.075 30 21 26 34 24 30 

tWice at 250° F. — 

(Is) 
5 Overbonded * 37 37 29 29 29 0 

tWice at 240° F 
5-A Overbonded 0.060 21 14 19 29 17 40 

tWice at 240° F. — 

(Is) 
5-B Overbonded 0.075 23 12 18 29 17 43 

tWice at 240° F. — 

(Is) 
5-C Overbonded 0.095 21 12 17 29 15 47 

tWice at 240° F. — 

(Is) 

[0073] The decrease in consolidation area is a result of the 
overall increase in Web area due to the incremental stretch 
ing. The overall increase in Web area also has the effect of 
loWering the overall Web basis Weight, as indicated in Table 
2 above. Because basis Weight is a measure of Weight per 
unit area, the overall basis Weight of the Web 50 of the 
present invention depends upon the amount of spread in the 
Web after incremental stretching. The basis Weights of the 
?nished Webs 50 shoWn for each Sample in Table 2 above 
are average basis Weights for each Web When fully spread or 
extended. HoWever, in general, it can be stated that the basis 
Weight in the unbonded regions of Web 50 are signi?cantly 

the bond sites remains essentially 30 gsm. The term “essen 
tially” is used because of slight very localiZed differences in 
basis Weight of the nonWoven Web, as Well as some con 

traction of ?bers as described beloW, Which may result in a 
slight variation in the actual basis Weight at the bond sites. 
HoWever, in general, the average basis Weight at the bond 
sites can be considered to be essentially the same as the 
average basis Weight of the base nonWoven Web 12. 

[0074] Some contraction of the ?bers can occur upon 
heating to form bond sites Which can increase the overall 
basis Weight of overbonded Web 12, 12‘, etc., prior to 



US 2002/0119720 A1 

incremental stretching. For example, as shown in Table 2 
above, Samples 2 and 4, Which Were overbonded at 250° F. 
shoW a slight increase in Web basis Weight prior to incre 
mental stretching. Samples 3 and 5, each bonded at 240° F. 
shoW negligible change in the basis Weight of base non 
Woven (Sample 1). HoWever, in each Sample the unbonded 
regions undergo signi?cant stretching, Which decreases the 
basis Weight of these regions. For eXample, in the Sample 2 
series, there is a decrease in the basis Weight of the overall 
Web betWeen Sample 2 and Sample 2-B of almost 23%. 
Likewise, in the Sample 5 series, there is a decrease in 
overall Web basis Weight of greater than 40% betWeen 
Sample 5 and Sample 5-C. 

[0075] Because the bond sites are very localized, discrete, 
and have essentially the same basis Weight as the base 
nonWoven Web, the basis Weight of the unbonded regions 
(and therefore a basis Weight differential) can be calculated. 
The folloWing equation Was used to calculate the basis 
Weight of the unbonded regions (BWU), assuming that the 
basis Weight of the bonded regions (BWB) is essentially the 
same as the basis Weight of the base nonWoven Web (BWi): 

BW = 
U (1 —BA) 

[0076] Where BA is the fractional bond area of the Web and 
BWT is the total measured basis Weight of the Web. These 
values are calculated for each of the samples and shoWn in 
Table 2. Thus, a basis Weight differential from about 15% to 
about 47% is observed betWeen the bond sites and the 
surrounding, unbonded areas of ?nished Web 50. In general, 
therefore, it is observed that the overall average basis Weight 
of the Web 50 is signi?cantly loWer than base nonWoven Web 
12, or overbonded Webs 12‘, or 12“, as re?ected in the data 
of Table 2, Which indicates that the Webs of the present 
invention exhibit a basis Weight differential throughout the 
Web. 

[0077] Accordingly, the Web 50 can be characterized as a 
relatively planar nonWoven Web comprising only the ?bers 
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of a nonWoven Web (i.e., the base nonWoven Web, With no 

additional components such as adhesives, particulate matter, 
and the like) having a plurality of discrete, spaced apart 
(either regularly, or randomly spaced) regions of relatively 
high basis Weight regions, the relatively high basis Weight 
regions being at least partially surrounded generally in the 
plane of the Web by a relatively loW basis Weight region. As 
opposed to the discrete nature of the relatively high basis 
Weight regions, the relatively loWer basis Weight region can 
be characterized as “continuous”. That is the relatively loW 
basis Weight region can be described as a net-like, or 
reticulated, pattern, Wherein any point on the Web in the 
relatively loW basis Weight region can be reached from any 
other point on the Web in the relatively loW basis Weight 
region, Without leaving the surface of the Web or necessarily 
crossing over any regions of relatively high basis Weight. 

[0078] Another bene?t of the variable basis Weight char 
acteristic of Web 50 is its relatively loW basis Weight 
(overall, average) but relatively high number of ?bers cap 
tured by point bonds. That is, substantially all of the ?bers 
bonded during the bonding process described herein remain 
bonded after incremental stretching. Even though some of 
the thermal bond sites fracture due to the incremental 
stretching, it can be shoWn by magni?ed observation that 
almost all of the bonded ?bers remain bonded. Thus, the 
loWer basis Weight Web of the present invention can be 
achieved Without sacri?cing the actual number of ?bers 
captured in bond sites. Therefore, the consolidation level, 
that is, the number of ?bers captured and immobilized by 
consolidation, can remain relatively high, in a relatively loW 
basis Weight Web. This greatly bene?ts the abrasion resis 
tance characteristics as determined by fuzz levels reported 
more fully beloW. 

[0079] The Web of the present invention is characterized 
by high abrasion resistance and high softness, Which prop 
erties are quanti?ed by the Webs tendency to fuzz and 
bending rigidity, respectively. Fuzz levels and bending rigid 
ity Were determined by the methods described in the Test 
Methods section beloW, and the data is reported in Table 3 
beloW. 

TABLE 3 

Fuzz Level and Bending Rigidity for Webs of the Present Invention 

% Con- MD Fuzz MD 
soli- (Pattern Bending 

Sample dation Side) Rigidity 
# Description DOE (in) Area (mg/cm2) (g * cmz/cm) 

1 Base nonWoven (Base) * 14 0.32 0.018 

1-A Base-(IS) 0.060 14 0.42 0.017 
1-B Base-(IS) 0.075 13 0.46 0.015 
1-C Base-(IS) 0.095 13 0.50 0.012 
2 Overbonded once at 250° F. * 29 0.25 0.029 

2-A Overbonded once at 250° F. — (IS) 0.060 22 0.30 0.019 

2-B Overbonded once at 250° F. — (IS) 0.075 23 0.30 0.017 

3 Overbonded 1 time at 240° F. * 30 0.23 0.020 

3-A Overbonded once at 240° F. — (IS) 0.060 21 0.28 0.013 

3-B Overbonded once at 240° F. — (IS) 0.075 21 0.24 0.008 

3-C Overbonded once at 240° F. — (IS) 0.095 21 0.30 0.009 

4 Overbonded tWice at 250° F. * 40 0.19 0.026 

4-A Overbonded tWice at 250° F. — (IS) 0.060 29 0.28 0.018 










