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(57) ABSTRACT 

An improved loWer leg prosthesis is disclosed that, during 
use, provides an improved dynamic feel at heel strike and 
that provides improved inversion/eversion compliance. The 
prosthesis includes an elongated pylon having an upper, 
generally vertical section and a loWer, forwardly oriented 
foot section, and it further includes a generally horizontally 
oriented foot plate disposed beneath the pylon and including 
a heel section projecting a substantial distance rearWardly of 
a vertical pylon axis. An elastomeric layer is interposed 
betWeen the pylon and the foot plate, extending along 
substantially the entire length of the heel section of the foot 
plate, for attaching the pylon and foot plate together. During 
use of the prosthesis, at heel strike, upward de?ection of the 
foot plate’s heel section is limited in substantial part both by 
the stiffness of the heel section, itself, and by compression 
of the portion of the elastomeric layer disposed rearWardly 
of the vertical pylon axis. 
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FIG. 2 

FIG. 3 
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LOWER LEG PROSTHESIS 

BACKGROUND OF THE INVENTION 

[0001] This invention relates generally to loWer leg pros 
theses and, more particularly, to loWer leg prostheses con 
?gured to duplicate the dynamic performance characteristics 
of the human foot and ankle. 

[0002] Signi?cant advancements in the ?eld of loWer leg 
prostheses have been made in recent years, due largely to the 
development of composite materials technology. LoWer leg 
prostheses incorporating ?berglass/epoxy and carbon ?ber/ 
epoxy composite materials have been developed, Which 
closely duplicate the dynamic performance characteristics of 
the human foot and ankle. 

[0003] One such loWer leg prosthesis is disclosed in US. 
Pat. No. 4,959,073 issued to Merlette. The Merlette pros 
thesis incorporates an elongated composite main member 
having a leg section and a forWardly extending foot section, 
and it further incorporates a heel member projecting rear 
Wardly from the underside of the main member’s foot 
section. A high-density polyurethane elastomer is disposed 
betWeen the heel member and the main member’s foot 
section, to permanently attach the tWo members together and 
to provide limited cushioning. The upper end of the main 
member’s leg section supports an amputation socket for 
receiving the amputee’s residual limb, and a crepe sole can 
be attached to the underside of the heel member. Afoam foot 
shell or cosmesis can be placed over the composite mem 
bers, to provide the prosthesis With an appearance of a 
natural human foot. 

[0004] The Merlette loWer leg prosthesis described brie?y 
above has enjoyed substantial commercial success. Never 
theless, it is believed that the Merlette prosthesis can be 
improved upon by modifying the structure that resists 
upWard de?ection of its heel section at heel strike and also 
by providing enhanced inversion/eversion compliance. 

[0005] It should therefore be appreciated that there exists 
a need for a loWer leg prosthesis that, during use, provides 
an improved dynamic feel at heel strike and that provides 
improved inversion/eversion compliance. The present 
invention ful?lls this need and provides further related 
advantages. 

SUMMARY OF THE INVENTION 

[0006] The present invention is embodied in an improved 
loWer leg prosthesis that, during use, provides an improved 
dynamic feel at heel strike and that provides improved 
inversion/eversion compliance. The prosthesis includes an 
elongated pylon having an upper, generally vertical section 
and a loWer, forWardly oriented foot section, Wherein the 
upper section de?nes a vertical pylon axis, and it further 
includes a generally horiZontally oriented foot plate dis 
posed beneath the pylon and including a heel section pro 
jecting a substantial distance rearWardly of the vertical pylon 
axis. The pylon and the foot plate both are formed of a 
high-strength composite material, e.g., an epoxy/carbon 
?ber composite material. Further, an elastomeric layer, e.g., 
formed of a high-density polyurethane material, is inter 
posed betWeen the pylon and the foot plate, extending along 
substantially the entire length of the heel section of the foot 
plate, for attaching the pylon and foot plate together. During 
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use of the prosthesis, at heel strike, upWard de?ection of the 
foot plate’s heel section is limited in substantial part both by 
the stiffness of the heel section, itself, and by compression 
of the portion of the elastomeric layer disposed rearWardly 
of the vertical pylon axis. 

[0007] In a more detailed feature of the invention, the 
forWard tip of the foot plate is disposed substantially beneath 
the forWard tip of the pylon’s forWardly oriented foot 
section, and the elastomeric layer extends along substan 
tially the entire length of the foot plate, from its forWard tip 
to the rearWard tip. The elastomeric layer preferably has a 
Width that tapers from a minimum at the foot plate’s forWard 
tip to a maximum at a mid-portion of the foot plate to a 
minimum at the foot plate’s rearWard tip. In addition, the 
pylon’s forWardly oriented foot section has a Width that 
tapers from a maximum at a location substantially aligned 
With the maximum Width of the elastomeric layer to a 
minimum at the foot section’s forWard tip. The points of 
maximum Width of the pylon’s forWardly oriented foot 
section and the elastomeric layer preferably are located 
forWard of the vertical pylon axis. 

[0008] In other more detailed features of the invention, the 
portion of the elastomeric layer disposed on the heel section 
of the foot plate has a concave upper surface. This concave 
upper surface preferably is a circular arc, substantially 
tangent both to the pylon’s upper, vertical section and to the 
foot plate’s rearWard tip. 

[0009] The portion of the elastomeric layer disposed rear 
Wardly of the vertical pylon axis preferably provides at least 
about one-third of the total resistance to upWard ?exing of 
the foot plate’s heel section at heel strike. In addition, this 
layer has a thickness of at least about one-half centimeter 
along substantially its entire length. 

[0010] Other features and advantages of the present inven 
tion should become apparent from the folloWing description 
of the preferred embodiments, taken in conjunction With the 
exemplary draWings, Which illustrate the principles of the 
invention. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0011] FIG. 1 is a perspective vieW of a loWer leg pros 
thesis in accordance With he invention, the prosthesis includ 
ing a pylon and a foot plate that are permanently attached to 
each other by an intermediate elastomeric layer. 

[0012] FIG. 2 is a side elevational vieW of the loWer leg 
prosthesis of FIG. 1. 

[0013] FIG. 3 is a top plan vieW of the loWer leg prosthesis 
of FIG. 1. 

[0014] FIG. 4 is a rear elevational vieW of the loWer leg 
prosthesis of FIG. 1. 

[0015] FIG. 5 is a graph depicting the heel tip de?ection 
as a function of load, both for the loWer leg prosthesis of 
FIG. 1 and for a similar prosthesis in Which the portion of 
the elastomeric layer disposed rearWardly of the vertical 
pylon axis has been removed, normaliZed to have the same 
total de?ection at maximum load. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

[0016] With reference noW to the illustrative draWings, 
and particularly to FIGS. 1-4, there is shoWn a loWer leg 
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prosthesis 10 in accordance With the invention, the prosthe 
sis incorporating an elongated pylon 12 having an upper, 
vertically oriented ankle/shin section 14 and a loWer, for 
Wardly oriented forefoot section 16, and further incorporat 
ing an underlying foot plate 18. As best shoWn in FIG. 2, the 
forWard tip 20 of the foot plate is disposed substantially 
beneath the forWard tip 22 of the pylon’s forefoot section. In 
addition, the foot plate’s rearWard end de?nes a heel section 
24 that projects rearWardly of a vertical aXis 26 de?ned by 
the pylon’s ankle/shin section. An elastomeric layer 28 
eXtends along substantially the entire length of the foot 
plate, or permanently attaching the foot plate to the pylon. 
The prosthesis duplicates the dynamic performance charac 
teristics of the normal human foot, yet it is of simple 
construction and can be manufactured relatively ineXpen 
sively. 
[0017] The pylon 12 preferably is formed of a conven 
tional epoXy/carbon ?ber material, and it has a rectangular 
cross-section along its entire length. The pylon’s ankle/shin 
section 14 transitions smoothly doWnWardly and forWardly 
to the forefoot section 16. The pylon’s Width is substantially 
uniform along the ankle/shin section, but increases to a 
maximum at the beginning of the forefoot section and then 
tapers to a minimum at the forefoot section’s forWard tip 22. 
The pylon’s thickness, likeWise, is substantially uniform 
along the ankle/shin section, but increases to a maXimum 
Where it transitions to the forefoot section, and then 
decreases through the forefoot section to a minimum thick 
ness at the forWard tip. 

[0018] The foot plate 18, likeWise, preferably is formed of 
a conventional epoXy/carbon ?ber material, and it has a 
rectangular cross-section along its entire length. The foot 
plate’s peripheral shape generally matches that of a natural 
human foot, as best shoWn in FIG. 3. In addition, the foot 
plate’s thickness is generally uniform, but tapers to mini 
mum at the foot plate’s toe tip 20 and heel tip 30. 

[0019] The elastomeric layer 28 is formed of a high 
density polyurethane material, and it is interposed betWeen 
the foot plate 18 and the forefoot section 16 of the pylon 12 
to permanently bond the members together. This elastomeric 
layer eXtends along substantially the entire length of the foot 
plate, from its toe tip 22 to its heel tip 30. In the region 
beneath the forefoot section, the elastomeric layer has a 
substantially uniform thickness of about one-half centimeter 
and a Width that is slightly narroWer than that of the forefoot 
section, thus tapering to a minimum at its forWard tip. 

[0020] The portion of the elastomeric layer 28 that is 
disposed rearWardly of the pylon’s vertical aXis 26, Which 
portion is identi?ed by the reference numeral 32, intercon 
nects the foot plate’s heel section 24 to the portion of the 
pylon 12 that transitions betWeen its ankle/shin section 14 
and forefoot section 16. The Width of this elastomeric layer 
portion 32 tapers smoothly to a minimum at the heel tip 30. 
In addition, the thickness of this elastomeric layer portion 
has a concave curvature, With a substantially uniform radius 
of about siX centimeters. This curvature has tangent points 
substantially at the heel tip 30 and at the ankle/shin section 
14. It Will be appreciated that alternative shapes for this 
elastomeric layer portion 32 also could be used. 

[0021] The elastomeric layer portion 32 disposed rear 
Wardly of the pylon’s vertical aXis 26 functions not only to 
assist in permanently attaching the foot plate 18 to the pylon 
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12, but also to enhance the performance of the prosthesis 10 
during its use, particularly at heel strike. During the heel 
strike phase of the amputee’s gait, the heel section 24 of the 
foot plate 18 de?ects upWardly, to cushion the prosthesis’ 
impact on the ground. Resistance to this upWard de?ection 
is provided not only by the inherent stiffness of the heel 
section, itself, but also by compression of the elastomeric 
layer portion 32. This contrasts With many prior composite 
loWer leg prostheses incorporating projecting heel sections, 
Which resist upWard de?ection of the heel section solely by 
the heel section’s inherent stiffness. 

[0022] At the point of maXimum de?ection, the compres 
sion of the elastomeric layer portion 32 is believed to 
contribute about one-third of the prosthesis’ total resistance 
to de?ection of the heel section 24 of the foot plate 18. Thus, 
if a prosthesis Were to be constructed Without the elasto 
meric layer portion, a similar amount of upWard de?ection 
of the heel section Would occur for an impact force about 
one-third less in magnitude. 

[0023] Moreover, the inherent stiffness of the heel section 
24 of the foot plate 18 and compression of the elastomeric 
layer portion 32 contribute in different Ways to resisting 
upWard de?ection of the heel section. In particular, the 
contribution of the elastomeric layer portion to upWard 
de?ection tends to be greatest When impact forces are loW, 
While the contribution of the inherent stiffness of the heel 
section tends to be greatest When impact forces are high. 

[0024] The different dynamic performance characteristics 
of the heel section 24 and the elastomeric layer portion 32 
in resisting the heel section’s upWard de?ection can be 
appreciated With reference to FIG. 5, Which depicts a graph 
of the heel section’s load/de?ection curve. Actually, tWo 
curves for the load/de?ection relationship are presented, 
including one shoWing the de?ection as the load is being 
applied and the other shoWing the de?ection as the load is 
being removed. Slightly greater de?ection occurs in the 
latter case, for a given load. 

[0025] Also depicted in FIG. 5 is a graph of the load/ 
de?ection curves for a prosthesis constructed Without an 
elastomeric layer portion located rearWardly of the prosthe 
sis’ vertical pylon aXis, normaliZed to have a total de?ection 
the same as that of the prosthesis 10. It Will be noted that the 
prosthesis 10 experiences less de?ection of its heel section 
at non-maximum loads. This difference is believed to pro 
vide an improved dynamic feel for the amputee. 

[0026] Another performance bene?t provided by the elas 
tomeric layer 28 results from its substantial thickness along 
its entire length. As mentioned above, the layer has a 
substantially uniform thickness of about one-half centimeter 
along its entire length beneath the pylon’s forefoot section 
16. This thickness facilitates limited articulation, including 
inversion and eversion movement, of the pylon 12 relative 
to the foot plate 18. The prosthesis 10 thereby better 
duplicates the motion of the natural human foot. 

[0027] It should be appreciated from the foregoing 
description that the present invention provides an improved 
loWer leg prosthesis that, during use, provides an improved 
dynamic feel at heel strike and that provides improved 
inversion/eversion compliance. The prosthesis includes an 
elongated pylon having an upper, generally vertical section 
and a loWer, forWardly oriented foot section, and it further 
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includes a generally horizontally oriented foot plate dis 
posed beneath the pylon and including a heel section pro 
jecting a substantial distance rearWardly of a vertical pylon 
axis. An elastomeric layer is interposed betWeen the pylon 
and the foot plate, extending along substantially the entire 
length of the heel section of the foot plate, for attaching the 
pylon and foot plate together. During use of the prosthesis, 
at heel strike, upWard de?ection of the foot plate’s heel 
section is limited in substantial part both by the stiffness of 
the heel section, itself, and by compression of the portion of 
the elastomeric layer disposed rearWardly of the vertical 
pylon axis. 

[0028] Although the invention has been described in detail 
With reference to the presently preferred embodiment, those 
of ordinary skill in the art Will appreciate that various 
modi?cations can be made Without departing from the 
invention. Accordingly, the invention is de?ned only by the 
folloWing claims. 

I claim: 
1. A loWer leg prosthesis comprising: 

an elongated pylon having an upper, generally vertical 
section and a loWer, forWardly oriented forefoot sec 
tion, Wherein the upper section de?nes a vertical pylon 
axis; 

a generally horiZontally oriented foot plate disposed 
beneath the pylon and including a heel section project 
ing a substantial distance rearWardly of the vertical 
pylon axis; 

Wherein the pylon and the foot plate both are formed of a 
high-strength composite material; and 

an elastomeric layer interposed betWeen, and attaching 
together, the pylon and the foot plate, Wherein the 
elastomeric layer extends along substantially the entire 
length of the heel section of the foot plate; 

Wherein during use of the prosthesis, at heel strike, 
upWard de?ection of the heel section of the foot plate 
is limited in substantial part both by the stiffness of the 
heel section, itself, and by compression of the portion 
of the elastomeric layer disposed rearWardly of the 
vertical pylon axis. 

2. A loWer leg prosthesis as de?ned in claim 1, Wherein: 

the forWard tip of the foot plate is disposed substantially 
beneath the forWard tip of the pylon’s forefoot section; 
and 
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the elastomeric layer extends along substantially the 
entire length of the foot plate, from its forWard tip to the 
rearWard tip. 

3. A loWer leg prosthesis as de?ned in claim 2, Wherein 
the elastomeric layer has a Width that tapers from a mini 
mum at the foot plate’s forWard tip to a maximum at a 
mid-portion of the foot plate to a minimum at the foot plate’s 
rearWard tip. 

4. A loWer leg prosthesis as de?ned in claim 3, Wherein 
the pylon’s forefoot section has a Width that tapers from a 
maximum at a location substantially aligned With the maxi 
mum Width of the elastomeric layer to a minimum at the 
forefoot section’s forWard tip. 

5. A loWer leg prosthesis as de?ned in claim 4, Wherein 
the points of maximum Width of the pylon’s forefoot section 
and the elastomeric layer are located forWard of the vertical 
pylon axis. 

6. A loWer leg prosthesis as de?ned in claim 2, Wherein 
the portion of the elastomeric layer disposed on the heel 
section of the foot plate has a concave upper surface. 

7. A loWer leg prosthesis as de?ned in claim 6, Wherein 
the concave upper surface of the portion of the elastomeric 
layer disposed on the heel section of the foot plate is a 
circular arc, substantially tangent both to the pylon’s upper, 
vertical section and to the foot plate’s rearWard tip. 

8. A loWer leg prosthesis as de?ned in claim 1, Wherein 
the pylon and the foot plate each are of unitary construction. 

9. A loWer leg prosthesis as de?ned in claim 8, Wherein: 

the unitary pylon and the unitary foot plate each are 
formed of an epoxy/carbon ?ber composite material; 

the elastomeric layer is formed of a high-density poly 
urethane material; and 

the elastomeric layer non-removably attaches the foot 
plate to the pylon. 

10. A loWer leg prosthesis as de?ned in claim 1, Wherein 
the portion of the elastomeric layer disposed rearWardly of 
the vertical pylon axis provides at least about one-third of 
the total resistance to upWard de?ection of the foot plate’s 
heel section at heel strike. 

11. A loWer leg prosthesis as de?ned in claim 1, Wherein 
the elastomeric layer has a thickness of at least about 
one-half centimeter along substantially its entire length. 


