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(57) ABSTRACT 

This invention provides organic electroluminescent devices 
in Which a diffraction grating is formed as a constituent 
element thereof on the re?ecting surface of the cathode or on 
the light output side, resulting in an improvement in light 
output ef?ciency. 
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ORGANIC ELECTROLUMINESCENT DEVICE 
WITH A DEFRACTION GRADING AND 

LUMINESCENT LAYER 

BACKGROUND OF THE INVENTION 

[0001] 1. Field of the Invention 

[0002] This invention relates to organic electrolumines 
cent devices having high luminous ef?ciency. 

[0003] 2. Description of the Prior Art 

[0004] Organic electroluminescent devices are self-lumi 
nous devices based on the principle that, When an electric 
?eld is applied, a ?uorescent material emits light oWing to 
the energy of the recombination of positive holes injected 
from an anode and electrons injected from a cathode. Since 
loW-voltage driven organic electroluminescent devices of 
the laminated structure type Were reported by C. W. Tang et 
al. (e.g., C. W. Tang and S. A. VanSlyke, Applied Physics 
Letters, Vol. 51, p. 913, 1987), active investigations on 
organic electroluminescent devices using organic materials 
as components have been carried on. Tang et al. used 
tris(8-quinolinol)-aluminum for the luminescent layer and a 
triphenyldiamine derivative for the hole transport layer. 
Advantages of the laminated structure are such that the 
ef?ciency of the injection of positive holes into the lumi 
nescent layer can be enhanced, the ef?ciency of the forma 
tion of eXcitons by recombination can be enhanced by 
blocking electrons injecting from the cathode, and the eXci 
tons formed in the luminescent layer can be con?ned. As can 
be seen from these examples, the Well-knoWn structures of 
organic electroluminescent devices include, for eXample, a 
tWo-layer type consisting of a hole transport (or injection) 
layer and an electron-transporting luminescent layer, and a 
triple-layered type consisting of a hole transport (or injec 
tion) layer, a luminescent layer and an electron transport (or 
injection) layer. In these devices of the laminated structure 
type, various attempts have been made to modify the device 
structure or their fabrication method and thereby enhance 
the ef?ciency of the recombination of injected positive holes 
and electrons. 

[0005] HoWever, in organic electroluminescent devices, 
the probability of singlet formation during carrier recombi 
nation is limited oWing to its dependence on spin statistics. 
Consequently, there is an upper limit to the probability of 
light emission. This upper limit is knoWn to have a value of 
about 25%. Moreover, in organic electroluminescent 
devices, light having an eXit angle greater than the critical 
angle undergoes total re?ection oWing to the in?uence of the 
refractive indeX of the luminescent material, and cannot be 
taken out of the device as shoWn in FIG. 1. Consequently, 
on the assumption that the luminescent material has a 
refractive indeX of 1.6, only 20% of the total light produced 
can be effectively utiliZed. When the probability of singlet 
formation is also taken into consideration, energy conver 
sion ef?ciency is inevitably limited to as loW as about 5% 
(Tetsuo Tsutsui, “Present State and Trend of Organic Elec 
troluminescent”, The Display Monthly, Vol. 1, No. 3, p. 11, 
September, 1995). In organic electroluminescent devices in 
Which the probability of light emission is severely limited, 
loW light output efficiency Would cause a fatal reduction in 
ef?ciency. 
[0006] The method of improving light output ef?ciency 
has conventionally been investigated in light-emitting 
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devices having a similar structure, such as inorganic elec 
troluminescent devices. For eXample, there have been pro 
posed a method for enhancing ef?ciency by imparting 
light-condensing properties to the substrate (Japanese Patent 
Laid-Open No. 314795/’88) and a method for enhancing 
ef?ciency by forming re?ecting surfaces on the sides or 
other parts of the device (Japanese Patent Laid-Open No. 
220394/’89). These methods are effective for devices having 
a large light emission area. HoWever, for devices having a 
minute picture element area, such as dot matrix displays, it 
is difficult to fabricate lenses for providing light-condensing 
properties or form lateral re?ecting surfaces or the like. 
Moreover, since the luminescent layer of an organic elec 
troluminescent device has a thickness of several microme 
ters or less, it is difficult to make the device tapered and form 
re?ecting mirrors on the sides thereof according to current 
?ne machining techniques. Even if it is possible, a consid 
erable increase in cost Will be caused. Furthermore, a 
method for forming an antire?ection ?lm by interposing a 
?at layer having an intermediate refractive indeX betWeen 
the glass substrate and the luminescent layer is also knoWn 
(Japanese Patent Laid-Open No. 172691/’87). This method 
is effective in improving light output ef?ciency in the 
forWard direction, but cannot prevent total re?ection. Con 
sequently, this method is effective for inorganic electrolu 
minescent devices having a high refractive indeX, but fails to 
produce a remarkable ef?ciency-improving effect on organic 
electroluminescent devices using a luminescent material 
having a relatively loW refractive indeX. 

[0007] Accordingly, the conventional light output method 
used for organic electroluminescent devices is still unsatis 
factory, and the development of a neW light output method 
is essential for the purpose of enhancing the ef?ciency of 
organic electroluminescent devices. 

[0008] Japanese Patent Laid-open No. 83688/96 discloses 
an organic EL device having a light scattering part on an 
outside surface of the element. Japanese Patent Laid-open 
No. 115667/97 discloses an EL device having a light re?ect 
ing structure Which re?ects light from the light emitting 
surface. Japanese Utility-model Laid-open No. 54184/88 
discloses an EL device having micro lense ?lm on the EL 
element. 

[0009] These three publications neither teach nor suggest 
the present organic EL device having a diffraction grating or 
Zone plate as a constituent element. 

SUMMARY OF THE INVENTION 

[0010] An object of the present invention is to improve 
light output ef?ciency in organic electroluminescent devices 
and thereby provide organic electroluminescent devices 
having higher ef?ciency. 
[0011] In order to accomplish the above objects, the 
present invention provides a EL device Which has the 
folloWing feature. 

[0012] (1) In an organic electroluminescent device having 
one or more organic layers including a luminescent layer 
betWeen an anode and a cathode, the device additionally 
includes a diffraction grating or Zone plate as a constituent 
element. 

[0013] In preferred embodiments, the present invention 
also has the folloWing features. 
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[0014] (2) In the device described above in (1), the anode 
and the cathode form the same picture elements, one of these 
electrodes is an electrode re?ecting visible light, and the 
diffraction grating or Zone plate is formed in this re?ecting 
electrode. 

[0015] (3) In the device described above in (2), the device 
has a structure in Which the diffraction grating or Zone plate, 
the re?ecting electrode, the organic layers and the transpar 
ent electrode are formed on a substrate in the order men 
tioned. 

[0016] (4) In the device described above in (1), the anode 
and the cathode form the same picture elernents, one of these 
electrodes is an electrode re?ecting visible light, and the 
diffraction grating or Zone plate is formed in the electrode 
opposite to the re?ecting electrode. 

[0017] (5) In the device described above in (4), the device 
has a structure in Which the diffraction grating or Zone plate, 
the transparent electrode, the organic layers and the re?ect 
ing electrode are formed on a transparent substrate in the 
order rnentioned. 

[0018] (6) In the device described above in (4) or (5), the 
diffraction grating or Zone plate has no light-intercepting 
part. 

[0019] (7) In the device described above in any of (1) to 
(6), the diffraction grating has a two-dimensional periodic 
con?guration. 

[0020] As described above, the present invention relates to 
an organic electrolurninescent device having one or more 
organic thin-?lrn layers including a lurninescent layer 
betWeen an anode and a cathode, the device additionally 
includes a diffraction grating or Zone plate as a constituent 
element. This diffraction grating or Zone plate may be either 
of the re?ection type or the transmission type. In the case of 
a diffraction grating or Zone plate of the transmission type, 
not only an amplitude grating formed by providing it With 
light-intercepting parts can be used, but also a phase grating 
formed by modulating the thickness of a layer having a 
different refractive index may be used to further enhance 
light output ef?ciency. Moreover, in the case of a diffraction 
grating, a grating having a two-dimensional periodic con 
?guration rnay be used. Thus, as compared With a conven 
tional diffraction grating consisting of a plurality of stripes, 
light output in a direction parallel to the stripes can be 
improved. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0021] FIG. 1 is a sectional vieW for explaining the 
structure of a device having a re?ection type diffraction 
grating according to the present invention; 

[0022] FIG. 2 is a sectional vieW for explaining the 
structure of a device having a transmission type diffraction 
grating according to the present invention; 

[0023] FIG. 3 is a schematic vieW for explaining the 
re?ection of light on a diffraction grating; 

[0024] FIG. 4 is a graph for explaining the relationship 
betWeen incidence angle and exit angle for a diffraction 
grating having a grating interval of 1 mm, a Wavelength of 
500 nrn, and a refractive index of 1.7; 
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[0025] FIG. 5 is a graph shoWing the dependence of 
incidence angle and exit angle on the grating interval/optical 
Wavelength ratio for ?rst-order diffraction by a diffraction 
grating; 

[0026] 
[0027] FIG. 7 is a plan vieW of a two-dimensional grating 
pattern used in Examples 4 and 5; and 

[0028] FIG. 8 is a sectional vieW for explaining a con 
ventional organic electrolurninescent device. 

FIG. 6 is a plan vieW for explaining a Zone plate; 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0029] First of all, the principle of the present invention is 
explained beloW. 

[0030] In an organic electrolurninescent device, the refrac 
tive index of the organic layer including the luminescent 
layer is higher than that of the substrate material (e.g., glass), 
so that all of the light produced therein cannot be taken out 
oWing to the occurrence of total re?ection at the interface 
betWeen the organic layer and the substrate. Even Where the 
light is taken out from the side opposite to the substrate, total 
re?ection also occurs at the interface betWeen the device and 
air oWing to the difference in refractive index between them. 
The principle of the present invention is that, in order to 
suppress such total re?ection, a diffraction grating is formed 
in the substrate interface or the re?ecting surface so as to 
alter the incidence angle of light With respect to the light 
output surface and thereby enhance light output efficiency. 

[0031] It is knoWn that, When light strikes on a diffraction 
grating at an incidence angle 0t as shoWn in FIG. 3, the 
relationship among exit angle [3, grating interval d, light 
wavelength 2», refractive index n, and order of diffraction k. 
is expressed by the folloWing equation 

[0032] Accordingly, for light having an incidence angle 
greater than the critical angle for total re?ection, its inci 
dence angle can be reduced to a value smaller than the 
critical angle by controlling the grating interval properly. For 
example, on the assumption that an organic material having 
a refractive index of 1.7 is used, the critical angle for total 
re?ection is 36.0 degrees. The exit angle observed When 
light having a Wavelength of 500 nrn is incident on a 
re?ection type diffraction grating having a grating interval of 
2 urn is shoWn in FIG. 4. It can be seen from this ?gure that, 
in order to give an exit angle Within 36 degrees, the 
incidence angle must be less than 46 degrees for ?rst-order 
diffraction, must be less than 60 degrees for second-order 
diffraction, and may have any desired value for third-order 
diffraction. 

[0033] In the case of a device structure as shoWn in FIG. 
1, i.e., a structure obtained by forming a re?ection type 
diffraction grating 5 on a surface of a substrate 1 so as to 
serve as a cathode 4, too, and depositing thereon an organic 
layer 3 and an anode 2 comprising a transparent electrode, 
the diffraction grating serves as a re?ecting surface. Conse 
quently, most of the light having an incidence angle greater 
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than 36 degrees and having undergone total re?ection at the 
interface betWeen the transparent electrode 2 and the ambi 
ent medium of the device has an exit angle less than 36 
degrees. Thus, this light reaches again the interface betWeen 
the transparent electrode and the ambient medium of the 
device, and leaves the device Without undergoing total 
re?ection. The component obtained by ?rst-order diffraction 
and re?ected at an exit angle greater than 36 degrees 
undergoes total re?ection at the interface betWeen the trans 
parent electrode and the ambient medium of the device, and 
strikes again on the diffraction grating. After this process is 
repeated, almost all of the light is eventually taken out of the 
device. 

[0034] The re?ection type diffraction grating used in this 
case may have any desired shape, so long as it can function 
as a diffraction grating. For example, a laminary grating 
having a rectangular cross section or an echelette grating 
having a tapered cross section may be formed on the 
substrate, and the cathode may be deposited thereon so as to 
serve as a re?ecting surface. Alternatively, the cathode may 
be deposited in the form of alternating stripes by using tWo 
cathode materials having different re?ection coef?cients, or 
the cathode itself may be formed in a striped pattern to make 
a diffraction grating. 

[0035] Where it is desired to use a transmission type 
diffraction grating, a device may be fabricated by forming a 
diffraction grating 5 on a substrate 1 and then depositing 
thereon an anode 2, an organic layer 3 and a cathode 4 in that 
order, as shoWn in FIG. 2. In this case, the transmission type 
diffraction grating may comprise either an amplitude grating 
or a phase grating, and may have any desired shape. For 
example, a phase grating may be made by forming grooves 
in the substrate surface, depositing thereon a layer of a 
transparent material having a different refractive index, 
planariZing it, and then depositing an anode, an organic layer 
and a cathode successively in the usual manner. In the case 
of an amplitude grating, a material opaque to light may be 
deposited on the substrate surface in the form of stripes, or 
the anode itself may be formed in a striped pattern. In the 
latter case, the anode material may be either transparent or 
opaque. For example, a device may be fabricated by forming 
a gold electrode having a striped pattern as the anode, and 
then depositing thereon an organic layer and a cathode. 

[0036] When a transmission type diffraction grating is 
used, the light incident on the diffraction grating is divided 
into transmitted light and re?ected light. HoWever, since the 
re?ected light has a smaller exit angle, it strikes on the 
diffraction grating again at a smaller incidence angle after 
being re?ected by the cathode. Thus, similarly to a device 
using a re?ection type diffraction grating, almost all of the 
light can be taken out of the device. 

[0037] The dimensions of the diffraction grating should be 
determined so that the light output ef?ciency is enhanced for 
the desired Wavelength region of the electroluminescent 
device. Speci?cally, When the Wavelength of the electrolu 
minescent device is in the region of visible light (i.e., in the 
Wavelength region of 350 to 800 nm), the effect of the ratio 
(R) of the grating interval to the optical Wavelength for the 
desired Wavelength (i.e., the value obtained by dividing the 
Wavelength by the refractive index) is shoWn in FIG. 5. 
Speci?cally, if the ratio is unduly large, the diffraction 
grating is less effective in reducing the exit angle, so that 
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re?ection at a mirror surface is repeated many times to cause 
a considerable loss. If the ratio is unduly small, light having 
a large incidence angle gives re?ected light having a large 
exit angle, so that the proportion of light taken out in the 
forWard direction is decreased. Thus, unduly large and 
unduly small ratios both reduce the light output ef?ciency. 
Accordingly, it is desirable that the ratio is in the range of 0.1 
to 10. 

[0038] In the case of an ordinary diffraction grating, no 
diffraction effect is produced in a direction parallel to the 
stripes, so that the light output ef?ciency in this direction 
cannot be enhanced. This disadvantage can be overcome by 
using a tWo-dimensional diffraction grating. Alternatively, a 
diffraction grating made by forming grooves in a concentric 
pattern may also be used. In this case, the intervals of the 
concentric grooves may be periodic or, as shoWn in FIG. 6, 
may be determined according to the interval rule for the 
formation of a Zone plate. Similarly to the above-described 
diffraction gratings, these diffraction gratings may also be 
made by forming grooves in the substrate or by forming an 
electrode itself in a grating pattern. Moreover, the groove 
may have any desired cross-sectional shape. 

[0039] Next, the various constituent elements of the 
device are explained beloW. With respect to the electrodes of 
an organic electroluminescent device, the anode functions to 
inject positive holes into a hole transport layer, and it is 
effective that the anode has a Work function of not less than 
4.5 eV. Speci?c examples of the anode materials Which can 
be used in the present invention include indium-tin oxide 
alloy (ITO); tin oxide (NESA); metals such as gold, silver, 
platinum and copper, and their oxides; and mixtures thereof. 
On the other hand, the cathode serves to inject electrons into 
an electron transport layer or a luminescent layer, and it is 
preferable to use a material having a small Work function. 
Although no particular limitation is placed on the type of the 
cathode material, speci?c example of usable cathode mate 
rials include indium, aluminum, magnesium, magnesium 
indium alloy, magnesium-aluminum alloy, aluminum 
lithium alloy, aluminum-scandium-lithium alloy, 
magnesium-silver alloy, and mixtures thereof. 

[0040] With respect to these electrodes, one of the anode 
and the cathode is transparent in the region of visible light, 
and the other has high re?ectivity. No particular limitation is 
placed on the thicknesses of these electrodes, so long as they 
can perform their proper functions. HoWever, their thick 
nesses are preferably in the range of 0.02 to 2 pm. 

[0041] The organic electroluminescent devices of the 
present invention have a structure in Which one or more 

organic layers are disposed betWeen the aforesaid elec 
trodes, and no additional restriction is imposed on their 
structure. Examples thereof are those consisting of (1) an 
anode, a luminescent layer and a cathode, (2) an anode, a 
hole transport layer, a luminescent layer, an electron trans 
port layer and a cathode, (3) an anode, a hole transport layer, 
a luminescent layer and a cathode, and (4) an anode, a 
luminescent layer, an electron transport layer and a cathode. 
Moreover, in order to improve charge injection characteris 
tics, suppress dielectric breakdoWn, or enhance luminous 
ef?ciency, a thin-?lm layer formed of an inorganic dielectric 
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or insulator (e.g., lithium ?uoride, magnesium ?uoride, 
silicon oxide, silicon dioxide or silicon nitride), a layer -continued 
formed of a mixture of an organic material and an electrode 
material or metal, or a thin ?lm of an organic polymer (e.g., CH3 
polyaniline, a polyacetylene derivative, a polydiacetylene 
derivative, a polyvinyl carbaZole derivative or a poly(p 

[5] 

CH3 

phenylene-vinylene) derivative) may be interposed betWeen 
adjacent organic layers and/or betWeen an organic layer and 
an electrode. N N 

[0042] No particular limitation is placed on the type of the 
luminescent material used in the present invention, and there 
may be used any compound that is commonly used as a 
luminescent material. As given beloW, examples thereof _ _ 
include tris(8-quinolinol)-aluminum complex (Alq3) [1], 
bis(diphenylvinyl)biphenyl (BDPVBi) [2], 1,3-bis(p-t-bu 
tylphenyl-l,3,4-oxadiaZolyl)phenyl (OXD-7) [3], N,N‘ 
bis(2,5-di-t-butylphenyl)perylenetetracarboxylic acid diim 

CH3 CH3 ide (BPPC) [4] and 1,4-bis(p-tolyl-p-methylstyrylphenyl 
amino)naphthalene 

[0043] Alternatively, a layer of a charge transport material 
[1] doped With a ?uorescent material may be used as a lumi 

nescent material. Examples thereof include a layer of a 
quinolinol-metal complex such as the aforesaid Alq3[1], 

\ doped With 4-dicyanomethylene-2-methyl-6-(p-dimethy 
laminostyryl)-4H-pyran (DCM) [6], a quinacridone deriva 

N tive such as 2,3-quinacridone [7] or a coumarin derivative 0 

/ / such as 3-(2‘-benZothiaZole)-7-diethylaminocoumarin [8]; a 
layer of the electron transport material bis(2-methyl-8-hy 

A1—O droxyquinoline)-4-phenylphenol-aluminum complex [9] 
O/ \ doped With a fused polycyclic aromatic compound such as 

perylene [10]; or a layer of the hole transport material 
N 4,4‘-bis(m-tolylphenylamino)biphenyl (TPD) [11] doped 
/ With rubrene [12]. 
— 6 

[2] NC CN [ 1 

\ N(CH3)2 

[7] 
O 

[3] 

N—N N—N 

(H3C)3C_©_( \ l \ C(CH3)3 O O 

[8] 
(C2H5)2N O O 

[4] 

o o C(CH ) 
3 3 / /N 

5% N S 
(H3C)3C O O C(CH3)3 
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-continued 

CH3 

[10] 

[11] 

NWN 

[12] 

[0044] No particular limitation is placed on the type of the 
hole transport material used in the present invention, and 
there may be used any compound that is commonly used as 
a hole transport material. Examples thereof include triph 
enyldiamines such as bis[di(p-tolyl)aminophenyl]-1,l-cy 
cloheXane [13], TPD [11] and N,N‘-diphenyl-N,N‘-bis(1 
naphthyl)-1,1‘-biphenyl-4,4‘-diamine (NPB) [14]; and 
starburst type molecules (e.g., [15] to [17]). 
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[13] 

@601; 
H3C CH3 

[14] 

C6 : : 3C9 
[15] 

CH3 CH3 

[16] 
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-continued 
[17] 

CH3 ; ,CH3 

H3C N : ; U N 
N 

CH3 

H3C. : N ; 
CH3 

[0045] No particular limitation is placed on the type of the 
electron transport material used in the present invention, and 
there may be used any compound that is commonly used as 
an electron transport material. Examples thereof include 
oXadiaZole derivatives such as 2-(4-biphenylyl)-5-(4-t-bu 
tylphenyl)-1,3,4-oXadiaZole (Bu-PBD) [18] and OXD-7[3]; 
triaZole derivatives (e.g., [19] and [20]); and quinolinol 
metal complexes (e.g., [1], [9], and [21] to [24]). 

[18] 

(I113 N—N 

H3C— C / \ O O l 0 
CH3 

[19] 

(I113 N—N 

H3C— C / \ O O l N 
CH3 

[20] 

(I113 N—N 

H3C— C / \ O O l N 
CH3 
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-continued 
[21] 

[0046] No particular limitation is placed on the method for 
forming the various layers constituting the organic electrolu 
minescent device of the present invention. Any convention 
ally knoWn methods such as vacuum evaporation and spin 
coating may be employed. The organic thin-?lm layers each 
containing a compound as described above, Which is used in 
the organic electroluminescent device of the present inven 
tion, can be formed according to any Well-known method 
such as vapor evaporation, molecular beam evaporation 
(MBE), or coating method such as dipping (in a solution 
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prepared by dissolving the compound in a solvent), spin 
coating, casting, bar coating or roll coating. 

[0047] No particular limitation is placed on the thickness 
of each organic layer used in the organic electroluminescent 
device of the present invention. HoWever, it is usually 
preferable that each organic layer have a thickness ranging 
from several tens of nanometers to 1 micrometer. 

EXAMPLES 

[0048] The present invention is further illustrated by the 
folloWing examples. HoWever, these examples are not to be 
construed to limit the scope of the invention. 

Comparative Example 1 

[0049] The procedure for the fabrication of an organic 
thin-?lm electroluminescent device serving as a compara 
tive example is described beloW. As illustrated in FIG. 8, 
this device comprises a substrate 1 having thereon an anode 
2, an organic layer 3 (composed of a hole injection layer, a 
luminescent layer and an electron transport layer) and a 
cathode 4. An ITO layer having a thickness of 100 nm Was 
deposited on a 50 mm><25 mm glass substrate (a thickness of 
1.1 mm; NA 45 manufactured by Hoya Corp.) by sputtering. 
In this step, a metal mask Was used to deposit the ITO layer 
in the form of stripes measuring 2 mm><50 mm. Its sheet 
resistance Was 20 Q/El. 

[0050] Then, an organic luminescent layer Was deposited 
by means of a resistance heating type vapor evaporator. 
While the substrate Was mounted in the upper part of a 
vacuum chamber, a molybdenum boat Was placed at a 
position 250 mm beloW the substrate. The substrate Was 
arranged so as to give an incidence angle of 38° and rotated 
at a speed of 30 rotation per minutes. As soon as a pressure 
of 5 x10‘7 Torr Was reached, evaporation Was started, and the 
deposition rate Was controlled by means of a crystal oscil 
lator type ?lm thickness controller mounted beside the 
substrate. The deposition rate Was preset at 0.15 nm per 
second. Under the above-described conditions, a hole injec 
tion layer comprising compound [15] Was deposited to a 
thickness of 40 nm. Thereafter, a 70 nm thick luminescent 
layer comprising compound [5] and a 40 nm thick electron 
transport layer comprising compound [19] Were succes 
sively evaporated under the same conditions as described 
above. 

[0051] Subsequently, a cathode comprising a magnesium 
silver alloy Was deposited by evaporating magnesium and 
silver simultaneously from separate boats. Using the afore 
said ?lm thickness controller, the deposition rates of mag 
nesium and silver Were adjusted to 1.0 and 0.2 nm per 
second, respectively, and the ?lm thickness Was preset at 200 
nm. During this evaporation, a metal mask Was used to 
deposit the cathode in such a Way that it consisted of 12 
stripes measuring 25 mm><2 mm Which Were arranged at 
intervals of 1 mm and in a direction orthogonal to the stripes 
of ITO. When a voltage of 10 V Was applied, this device 
exhibited a current density of 50 mA/cm2 and a luminance 
of 1,950 cd/m2. Consequently, its ef?ciency Was 3.9 cd/A or 
1.22 lm/W. 

Example 1 

[0052] On a glass substrate similar to that used in Com 
parative Example 1, a grating pattern having a line Width of 
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1 pm and an interval of 1 pm Was formed according to a 
photolithographic process. Speci?cally, a 2 pm thick layer of 
an i-line resist (THMR-iP1700; manufactured by Tokyo 
Ohka Kogyo Co., Ltd.) Was formed on the substrate by spin 
coating, and patterned by means of an i-line stepper. Then, 
this substrate Was soaked in a hydro?uoric acid solution to 
form grooves having a depth of 200 nm, and the remaining 
resist Was removed by use of an exclusive stripping ?uid. 
After a cathode comprising a 200 nm thick layer of a 
magnesium-silver alloy Was evaporated thereon under the 
same conditions as described in Comparative Example 1, 
organic layers With reverse order of Comparative Example 
1 and an ITO layer Were successively deposited. 

[0053] When a voltage of 10 V Was applied, this device 
exhibited a current density of 55 mA/cm2 and a luminance 
of 3,265 cd/m2. Consequently, its ef?ciency Was 5.94 cd/A 
or 1.86 lm/W. 

Example 2 

[0054] A device Was fabricated in exactly the same man 
ner as in Example 1, except that the grating pattern had a line 
Width of 0.40 pm and an interval of 0.40 pm. 

[0055] When a voltage of 10 V Was applied, this device 
exhibited a current density of 58 mA/cm2 and a luminance 
of 4,028 cd/m2. Consequently, its ef?ciency Was 6.94 cd/A 
or 2.18 lm/W. 

Example 3 

[0056] In order to make a diffraction grating, grooves Were 
formed in a substrate according to the same procedure as 
described in Example 1. Thereafter, a 500 nm thick layer 
having a high refractive index Was deposited over the 
grooves according to a sputtering process using titanium 
oxide as the target, and its surface Was planariZed by 
ordinary optical polishing. Subsequently, an ITO layer, an 
organic layer and a cathode Were deposited thereon in 
exactly the same manner as in Comparative Example 1 to 
fabricate a device. 

[0057] When a voltage of 10 V Was applied, this device 
exhibited a current density of 50 mA/cm2 and a luminance 
of 2,623 cd/m2. Consequently, its ef?ciency Was 5.246 cd/A 
or 1.647 lm/W. 

Example 4 

[0058] A device Was fabricated in exactly the same man 
ner as in Example 1, except that the tWo-dimensional grating 
pattern shoWn in FIG. 7 Was used. When a voltage of 10 V 
Was applied, this device exhibited a current density of 52 
mA/cm and a luminance of 3,733 cd/m2. Consequently, its 
ef?ciency Was 7.17 cd/A or 2.25 lm/W. 

Example 5 

[0059] A device Was fabricated in exactly the same man 
ner as in Example 3, except that the tWo-dimensional grating 
pattern shoWn in FIG. 7 Was used. When a voltage of 10 V 
Was applied, this device exhibited a current density of 58 
mA/cm and a luminance of 3,210 cd/m2. Consequently, its 
ef?ciency Was 5.53 cd/A or 1.73 lm/W. 

Example 6 

[0060] The tWo-dimensional grating pattern shoWn in 
FIG. 6 Was used. According to Fresnel’s method for the 
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formation of annular Zones, the Widths and intervals of Zones 
Were determined on the basis of the radius r from the center 
as expressed by the following equation 

[0061] In this equation, 1 is 0.08 pm, rO is 3 pm, and n is 
an integer ranging from 1 to 100. Grooves Were formed in 
the Zones Where n changes from an even number to an odd 
number. After this Zone pattern Was formed so as to cover a 

5 mm><5 mm area of the substrate surface, the treatment 
(e. g., planariZation) and the formation of several layers Were 
carried out in the same manner as in Example 3. 

[0062] When a voltage of 10 V Was applied, this device 
exhibited a current density of 50 mA/cm2 and a luminance 
of 3,640 cd/m2. Consequently, its efficiency Was 7.28 cd/A 
or 2.28 lm/W. 

What is claimed is: 
1. An organic electroluminescent device having one or 

more organic layers including a luminescent layer betWeen 
an anode and a cathode, Wherein said device additionally 
includes a diffraction grating or Zone plate as a constituent 
element. 

2. An organic electroluminescent device as claimed in 
claim 1 Wherein the anode and the cathode form the same 
picture elements, one of these electrodes is an electrode 
re?ecting visible light, and the diffraction grating or Zone 
plate is formed in this re?ecting electrode. 

3. An organic electroluminescent device as claimed in 
claim 2 Wherein said device has a structure in Which the 
diffraction grating or Zone plate, the re?ecting electrode, the 
organic layers and the transparent electrode are formed on a 
substrate in the order mentioned. 

4. An organic electroluminescent device as claimed in 
claim 1 Wherein the anode and the cathode form the same 
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picture elements, one of these electrodes is an electrode 
re?ecting visible light, and the diffraction grating or Zone 
plate is formed in the electrode opposite to the re?ecting 
electrode. 

5. An organic electroluminescent device as claimed in 
claim 4 Wherein said device has a structure in Which the 
diffraction grating or Zone plate, the transparent electrode, 
the organic layers and the re?ecting electrode are formed on 
a transparent substrate in the order mentioned. 

6. An organic electroluminescent device as claimed in 
claim 4 Wherein the diffraction grating or Zone plate has no 
light-intercepting part. 

7. An organic electroluminescent device as claimed in 
claim 5 Wherein the diffraction grating or Zone plate has no 
light-intercepting part. 

8. An organic electroluminescent device as claimed in 
claim 1 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 

9. An organic electroluminescent device as claimed in 
claim 2 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 

10. An organic electroluminescent device as claimed in 
claim 3 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 

11. An organic electroluminescent device as claimed in 
claim 4 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 

12. An organic electroluminescent device as claimed in 
claim 5 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 

13. An organic electroluminescent device as claimed in 
claim 6 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 

14. An organic electroluminescent device as claimed in 
claim 7 Wherein the diffraction grating has a tWo-dimen 
sional periodic con?guration. 


