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DESULFURIZATION AND NOVEL 
COMPOSITIONS FOR SAME 

FIELD OF THE INVENTION 

[0001] This invention relates to the removal of sulfur from 
hydrocarbon streams. In another aspect, this invention 
relates to compositions suitable for use in the desulfuriZation 
of ?uid streams of cracked gasolines and diesel fuels. A 
further aspect of this invention relates to processes for the 
production of compositions for use in the removal of sulfur 
bodies from ?uid streams of cracked gasolines and diesel 
fuels. 

BACKGROUND OF THE INVENTION 

[0002] The need for cleaner burning fuels has resulted in 
a continuing World-Wide effort to reduce sulfur levels in 
hydrocarbon streams such as gasoline and diesel fuels. The 
reduction of sulfur in such hydrocarbon streams is consid 
ered to be a means for improving air quality because of the 
negative impact the sulfur has on performance of sulfur 
sensitive items such as automotive catalytic converters. The 
presence of oXides of sulfur in automotive engine eXhaust 
inhibits and may irreversibly poison noble metal catalysts in 
the converter. Emissions from an inef?cient or poisoned 
converter contain levels of non-combusted, non-methane 
hydrocarbons, oXides of nitrogen, and carbon monoXide. 
Such emissions are catalyZed by sunlight to form ground 
level oZone, more commonly referred to as smog. 

[0003] Thermally processed gasolines such as, for 
eXample, thermally cracked gasoline, visbreaker gasoline, 
coker gasoline and catalytically cracked gasoline (hereinaf 
ter collectively referred to as “cracked gasoline”) contain, in 
part, ole?ns, aromatics, sulfur, and sulfur containing com 
pounds. Since most gasolines, such as, automobile gaso 
lines, racing gasolines, aviation gasolines, boat gasolines, 
and the like contain a blend of, at least in part, cracked 
gasoline, reduction of sulfur in cracked gasoline Will inher 
ently serve to reduce the sulfur levels in most gasolines, such 
as, for example, automobile gasolines, racing gasolines, 
aviation gasolines, boat gasolines, and the like. 

[0004] The public discussion about gasoline sulfur has not 
centered on Whether or not sulfur levels should be reduced. 
A consensus has emerged that loWer sulfur gasoline reduces 
automotive emissions and improves air quality. Thus, the 
rules to date have focused on the required level of reduction, 
the geographical areas in need of loWer sulfur gasoline, and 
the time frame for implementation. 

[0005] As the concern over the impact of automotive air 
pollution continues, it is clear that further effort to reduce the 
sulfur level in automotive fuels Will be required. While the 
current gasoline products contain about 330 parts per million 
(ppm) sulfur, the US Environmental Protection Agency 
recently issued regulations requiring the average sulfur 
content in gasoline to be less than 30 ppm average With an 
80 ppm cap. By 2008, the standards Will effectively require 
every blend of gasoline sold in the United States to meet the 
30 ppm level. 

[0006] In addition to the need to be able to produce loW 
sulfur content automotive fuels, there is also a need for a 
process Which Will have a minimal effect on the ole?n 
content of such fuels so as to maintain the octane number 
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(both research and motor octane number). Such a process 
Would be desirable since saturation of ole?ns greatly affects 
the octane number. Such adverse effect on the ole?n content 
is generally due to the severe conditions normally employed, 
such as during hydrodesulfuriZation, to remove thiophenic 
compounds (such as, for example, thiophenes, ben 
Zothiophenes, alkyl thiophenes, alkylbenZothiophenes, alkyl 
dibenZothiophenes and the like) Which are some of the most 
dif?cult sulfur containing compounds to remove from 
cracked gasoline. In addition, there is a need to avoid a 
system Wherein the conditions are such that the aromatic 
content of the cracked gasoline is lost through saturation. 
Thus, there is a need for a process Which achieves desulfu 
riZation and maintains the octane number. 

[0007] In addition to the need for removal of sulfur from 
cracked gasolines, there is a need for the petroleum industry 
to reduce the sulfur content in diesel fuels. In removing 
sulfur from diesel fuels by hydrodesulfuriZation, the cetane 
is improved but there is a large cost in hydrogen consump 
tion. Such hydrogen is consumed by both hydrodesulfuriZa 
tion and aromatic hydrogenation reaction. 

[0008] Thus, there is a need for a desulfuriZation process 
Without a signi?cant consumption of hydrogen so as to 
provide a more economical process for the treatment of 
cracked gasolines and diesel fuels. 

[0009] As a result of the lack of success in providing a 
successful and economically feasible process for the reduc 
tion of sulfur levels in cracked gasolines and diesel fuels, it 
is apparent that there is a need for a better process for the 
desulfuriZation of such hydrocarbon streams Which has 
minimal effect on octane levels While achieving high levels 
of sulfur removal. 

[0010] Traditionally, compositions used in processes for 
the removal of sulfur from hydrocarbon streams have been 
agglomerates used in ?Xed bed applications. Because of the 
various process advantages of ?uidiZed beds, hydrocarbon 
streams are sometimes processed in ?uidiZed bed reactors. 
FluidiZed bed reactors have advantages over ?Xed bed 
reactors, such as, for eXample, better heat transfer and better 
pressure drop. FluidiZed bed reactors generally use reactants 
that are particulate. The siZe of these particulates is generally 
in the range of from about 1 micron to about 1000 microns. 
HoWever, the reactants used generally do not have suf?cient 
attrition resistance for all applications. Consequently, ?nd 
ing a composition With suf?cient attrition resistance that 
removes sulfur from these hydrocarbon streams and that can 
be used in ?uidiZed, transport, moving, or ?Xed bed reactors 
is desirable and Would be a signi?cant contribution to the art 
and to the economy. 

SUMMARY OF THE INVENTION 

[0011] It is thus an object of the present invention to 
provide novel compositions that can be used for the removal 
of sulfur from hydrocarbon streams. 

[0012] Another object of the present invention is to pro 
vide processes for the production of novel compositions 
Which are usable in the desulfuriZation of hydrocarbon 
streams. 

[0013] Another object of the present invention is to pro 
vide a process for the removal of sulfur from hydrocarbon 
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streams Which minimizes the consumption of hydrogen and 
the saturation of ole?ns and aromatics contained in such 
streams. 

[0014] A still further object of the present invention is to 
provide a desulfuriZed cracked gasoline that contains less 
than about 100 ppm, preferably less than 50 ppm, of sulfur 
based on the Weight of the desulfuriZed cracked gasoline, 
and Which contains essentially the same amount of ole?ns 
and aromatics as are in the cracked gasoline from Which 
such desulfuriZed cracked gasoline Was made. 

[0015] The ?rst embodiment of this invention includes a 
novel composition suitable for use in desulfuriZing hydro 
carbons. The novel composition can comprise: 

[0016] a) an iron oxide; and 

[0017] b) a promoter Wherein at least a portion of the 
promoter is present as a reduced valence promoter. 

[0018] The invention further includes a second embodi 
ment With another novel composition suitable for use in 
desulfuriZing hydrocarbons. The novel composition com 
prises: a) an iron oxide; b) a silicon-containing material; c) 
an aluminum-containing material selected from the group 
consisting of alumina, aluminate and combinations thereof; 
and d) a promoter Wherein at least a portion of the promoter 
is present as a reduced valence promoter. 

[0019] The third embodiment of this invention includes a 
novel process for the production of the inventive composi 
tion comprising: 

[0020] a) admixing: 1) a liquid, 2) an iron-containing 
compound, 3) a silicon-containing material, 4) alu 
mina, and 5) a promoter so as to form a mixture 
thereof; 

[0021] b) drying the mixture so as to form a dried 
mixture; 

[0022] c) calcining the dried mixture so as to form a 
calcined mixture; 

[0023] d) reducing the calcined mixture With a suit 
able reducing agent under suitable conditions to 
produce a composition having a reduced valence 
promoter content therein, and 

[0024] 
[0025] The fourth embodiment of this invention includes 
another novel process for the production of the inventive 
composition comprising: 

[0026] a) admixing: 1) a liquid, 2) an iron-containing 
compound, 3) a silicon-containing material, and 4) 
alumina so as to form a mixture thereof; 

e) recovering the composition. 

[0027] b) drying the mixture so as to form a dried 
mixture; 

[0028] c) calcining the dried mixture so as to form a 
calcined mixture; 

[0029] d) incorporating a promoter onto or into the 
calcined mixture so as to form a promoted mixture; 

[0030] e) drying the promoted mixture so as to form 
a dried promoted mixture; 
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[0031] f) calcining the dried promoted mixture so as 
to form a calcined promoted mixture; 

[0032] g) reducing the calcined promoted mixture 
With a suitable reducing agent under suitable condi 
tions to produce a composition having a reduced 
valence promoter content therein; and 

[0033] h) recovering the composition. 

[0034] The ?fth embodiment of this invention includes a 
process for the removal of sulfur from a hydrocarbon stream 
comprising: 

[0035] a) contacting the hydrocarbon stream With a 
composition comprising an iron oxide and a pro 
moter Wherein at least a portion of the promoter is 
present as a reduced valence promoter in an amount 
Which Will effect the removal of sulfur from the 
hydrocarbon stream in a desulfuriZation Zone under 
conditions such that there is formed a desulfuriZed 
hydrocarbon stream and a sulfuriZed composition; 

[0036] b) separating the desulfuriZed hydrocarbon 
stream from the sulfuriZed composition thereby 
forming a separated desulfuriZed hydrocarbon 
stream and a separated sulfuriZed composition; 

[0037] c) regenerating at least a portion of the sepa 
rated sulfuriZed composition in a regeneration Zone 
so as to remove at least a portion of the sulfur 
contained therein and/or thereon thereby forming a 
regenerated composition; 

[0038] d) reducing the regenerated composition in a 
reduction Zone so as to provide a reduced composi 
tion having a reduced valence promoter content 
therein Which Will effect the removal of sulfur from 
a hydrocarbon stream When contacted With same; 
and thereafter 

[0039] e) returning at least a portion of the reduced 
composition to the desulfuriZation Zone. 

[0040] In step (a), the composition can also comprise, 
consist of, or consist essentially of an iron oxide, a silicon 
containing material, an aluminum-containing material 
selected from the group consisting of alumina, aluminate 
and combinations thereof, and a promoter Wherein at least a 
portion of the promoter is present as a reduced valence 
promoter in an amount Which Will effect the removal of 
sulfur from the hydrocarbon stream in a desulfuriZation Zone 
under conditions such that there is formed a desulfuriZed 
hydrocarbon stream and a sulfuriZed composition. 

[0041] Other aspects, objectives, and advantages of the 
present invention Will be apparent from the detailed descrip 
tion of the invention and the appended claims. 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0042] The term “gasoline” denotes a mixture of hydro 
carbons boiling in the range of from about 100° F. to about 
500° F, or any fraction thereof. Examples of suitable 
gasoline include, but are not limited to, hydrocarbon streams 
in re?neries such as naphtha, straight run naphtha, coker 
naphtha, catalytic gasoline, visbreaker naphtha, alkylate, 
isomerate, reformate, and the like and combinations thereof. 
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[0043] The term “cracked gasoline” denotes a mixture of 
hydrocarbons boiling in the range of from about 100° F. to 
about 500° F, or any fraction thereof, that are products from 
either thermal or catalytic processes that crack larger hydro 
carbon molecules into smaller molecules. Examples of suit 
able thermal processes include, but are not limited to, 
coking, thermal cracking, visbreaking, and the like and 
combinations thereof. Examples of suitable catalytic crack 
ing processes include, but are not limited to, ?uid catalytic 
cracking, heavy oil cracking, and the like and combinations 
thereof. Thus, examples of suitable cracked gasoline 
include, but are not limited to, coker gasoline, thermally 
cracked gasoline, visbreaker gasoline, ?uid catalytically 
cracked gasoline, heavy oil cracked gasoline, and the like 
and combinations thereof. In some instances, the cracked 
gasoline may be fractionated and/or hydrotreated prior to 
desulfuriZation When used as a hydrocarbon stream in the 
process of the present invention. 

[0044] The term “diesel fuel” denotes a mixture of hydro 
carbons boiling in the range of from about 300° F. to about 
750° F, or any fraction thereof. Examples of suitable diesel 
fuels include, but are not limited to, light cycle oil, kerosene, 
jet fuel, straight-run diesel, hydrotreated diesel, and the like 
and combinations thereof. 

[0045] The term “sulfur” denotes sulfur in any form such 
as elemental sulfur or a sulfur compound normally present 
in a hydrocarbon-containing ?uid such as cracked gasoline 
or diesel fuel. Examples of sulfur Which can be present 
during a process of the present invention usually contained 
in a hydrocarbon stream, include, but are not limited to, 
hydrogen sul?de, carbonyl sul?de (COS), carbon disul?de 
(CS2), mercaptans (RSH), organic sul?des (R—S—R), 
organic disul?des (R—S—S—R), thiophenes, substituted 
thiophenes, organic trisul?des, organic tetrasul?des, ben 
Zothiophenes, alkyl thiophenes, alkyl benZothiophenes, 
alkyl dibenZothiophenes, and the like and combinations 
thereof as Well as the heavier molecular Weights of same 
Which are normally present in a diesel fuel of the types 
contemplated for use in a process of the present invention, 
Wherein each R can be an alkyl or cycloalkyl or aryl group 
containing one carbon atom to ten carbon atoms. 

[0046] The term “?uid” denotes gas, liquid, vapor, and 
combinations thereof. 

[0047] The term “gaseous” denotes that state in Which the 
hydrocarbon-containing ?uid, such as cracked-gasoline or 
diesel fuel, is primarily in a gas or vapor phase. 

[0048] In accordance With the ?rst embodiment of the 
present invention, the inventive composition comprises, 
consists of, or consists essentially of an iron oxide and a 
promoter. 

[0049] The term “iron oxide”, as used herein, denotes any 
oxide of iron, including but not limited to ferric oxide 
(Fe2O3), ferrous oxide (FeO), and ferroso-ferric oxide 
(F6304) 
[0050] The iron oxide Will preferably be present in the 
inventive composition in an amount in the range of from 
about 10 to about 90 Weight percent iron oxide, more 
preferably in an amount in the range of from about 30 to 
about 80 Weight percent iron oxide, and most preferably in 
an amount in the range of from about 40 to about 70 Weight 
percent iron oxide based on the total Weight of the inventive 
composition. 
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[0051] The term “promoter” denotes any component, 
Which When added to the composition of the present inven 
tion, helps promote the desulfuriZation of hydrocarbon 
streams. Such promoters can be at least one metal, metal 
oxide, precursor for the metal oxide, solid solution of more 
than one metal, or alloy of more than one metal Wherein the 
metal component is selected from the group consisting of 
nickel, cobalt, iron, manganese, copper, Zinc, molybdenum, 
tungsten, silver, tin, antimony, vanadium, gold, platinum, 
ruthenium, iridium, chromium, palladium, titanium, Zirco 
nium, rhodium, rhenium, and combinations of any tWo or 
more thereof. 

[0052] Some examples of promoter metal containing com 
pounds include metal acetates, metal carbonates, metal 
nitrates, metal sulfates, metal thiocyanates, and the like and 
combinations thereof. Preferably, the metal of the promoter 
is selected from the group consisting of nickel, iron, and 
combinations there. 

[0053] The inventive composition having a reduced 
valence promoter content is a composition that has the 
ability to react chemically and/or physically With sulfur. It is 
also preferable that the inventive composition removes 
diole?ns and other gum forming compounds from cracked 
gasoline. 
[0054] The term “metal” denotes metal in any form such 
as elemental metal or a metal-containing compound. 

[0055] The term “metal oxide” denotes metal oxide in any 
form such as a metal oxide or a metal oxide precursor. 

[0056] During the preparation of a composition of the 
present invention, the promoter selected from the group 
consisting of metals, metal oxides, and the like and combi 
nations thereof may initially be in the form of a metal 
containing compound and/or a metal oxide precursor. It 
should be understood that When the promoter is initially a 
metal-containing compound and/or a metal oxide precursor, 
a portion of, or all of, such compound and/or precursor may 
be converted to the corresponding metal or metal oxide of 
such compound and/or precursor during the inventive pro 
cess disclosed herein. 

[0057] Typically, the common oxidation state of the pro 
moter is combined With the iron oxide portion of the 
inventive composition. The number of oxygen atoms asso 
ciated With the promoter must be reduced to form a reduced 
valence promoter. Consequently, at least a portion of the 
promoter present in the inventive composition must be 
present as a reduced valence promoter. While not Wishing to 
be bound by theory, it is believed that the reduced valence 
promoter can chemisorb, cleave, or remove sulfur. Thus, 
either the number of oxygen atoms associated With the 
promoter is reduced or the oxidation state of the promoter is 
a Zero-valent metal. For example, if nickel is the promoter 
metal, nickel oxide (NiO) can be used and the reduced 
valence nickel (promoter metal) can be either nickel metal 
(Ni°) or a non-stoichiometric nickel oxide having a formula 
of NiO(1_X Wherein 0<x<1. If tungsten is the promoter, 
tungsten oxide (W03) can be used and the reduced valence 
tungsten (promoter metal) can be either tungsten oxide 
(W03), tungsten metal (W0), or a non-stoichiometric tung 
sten oxide having a formula of WO(3_y) Wherein 0<y<3. 

[0058] Preferably, the promoter is present in an amount 
Which Will effect the removal of sulfur from the hydrocarbon 
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stream When contacted With the inventive composition under 
desulfuriZation conditions. Of the total quantity of the pro 
moter present in the inventive composition, it is preferred for 
at least about 10 Weight percent of the promoter to be present 
in the form of a reduced valence promoter, more preferably 
at least about 40 Weight percent of the promoter is a reduced 
valence promoter, and most preferably at least 80 Weight 
percent of the promoter is a reduced valence promoter for 
best activity in sulfur removal. The reduced valence pro 
moter Will generally be present in the inventive composition 
in an amount in the range of from about 1 to about 60 Weight 
percent reduced valence promoter based on the total Weight 
of the inventive composition, preferably in an amount in the 
range of from about 5 to about 40 Weight percent reduced 
valence promoter, and most preferably in an amount in the 
range of from 8 to 20 Weight percent reduced valence 
promoter for best activity in sulfur removal. When the 
promoter comprises a bimetallic promoter, the bimetallic 
promoter should comprise a ratio of the tWo metals forming 
such bimetallic promoter in the range of from about 20:1 to 
about 1:20. 

[0059] In accordance With the second embodiment of the 
present invention the inventive composition can also com 
prise, consist of, or consist essentially of an iron oxide, an 
aluminum-containing material selected from the group con 
sisting of alumina, aluminate, and combinations thereof, a 
silicon-containing material, and a promoter. 

[0060] The disclosure included With the ?rst embodiment 
regarding an iron oxide and a promoter and the Weight 
percents of same are incorporated hereto and apply equally 
to the inventive composition of this second embodiment. 

[0061] The silicon-containing material used in the prepa 
ration of, and present in the inventive compositions may be 
either in the form of silica or in the form of one or more 
silicon-containing materials. 

[0062] Any suitable silicon-containing material may be 
employed in the composition such as, for example, diato 
mite, expanded perlite, silicalite, silica colloid, ?ame-hy 
droliZed silica, silica gel, precipitated silica, and the like, and 
combinations thereof. In addition, silicon compounds that 
are convertible to silica such as silicic acid, ammonium 
silicate, and the like, and combinations thereof can also be 
employed. 
[0063] More preferably the silicon-containing material is 
in the form of expanded perlite. The term “perlite” as used 
herein is the petrographic term for a siliceous volcanic rock, 
Which naturally occurs in certain regions throughout the 
World. The distinguishing feature, Which sets it apart from 
other volcanic minerals, is its ability to expand four to 
tWenty times its original volume When heated to certain 
temperatures. When heated above 1600° F., crushed perlite 
expands due to the presence of combined Water With the 
crude perlite rock. The combined Water vaporiZes during the 
heating process and creates countless tiny bubbles in the 
heat softened glassy particles. The glass sealed bubbles 
account for its light Weight. Expanded perlite can be manu 
factured to Weigh as little as 2.5 lbs per cubic foot. 

[0064] The typical elemental analysis of expanded perlite 
is: silicon 33.8%, aluminum 7%, potassium 3.5%, sodium 
3.4%, calcium 0.6%, magnesium 0.2%, iron 0.6%, trace 
elements 0.2%, oxygen (by difference) 47.5%, and bound 
Water 3%. 
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[0065] Typical physical properties of expanded perlite are: 
softening point 1600-2000° F., fusion point 2300-2450° F., 
pH 6.6-6.8, and speci?c gravity 2.2-2.4. 

[0066] The term “particulate expanded perlite” or “milled 
expanded perlite” as used herein denotes that form of 
expanded perlite Which has been subjected to crushing so as 
to form a particulate mass Wherein the particle siZe of such 
mass is comprised of at least 97% of particles having a siZe 
of less than 2 microns. 

[0067] The inventive composition contains an aluminum 
containing material selected from the group consisting of 
alumina, aluminate, and combinations thereof. Alumina can 
be used to produce the composition. The alumina employed 
in the preparation of the composition can be any suitable 
commercially available aluminum-containing substance 
including, but not limited to, aluminum chlorides, aluminum 
nitrates, colloidal alumina solutions, hydrated aluminas, 
peptiZed aluminas, and, generally, those alumina compounds 
produced by the dehydration of alumina hydrates. The 
preferred alumina is hydrated alumina such as, for example, 
bohemite or pseudobohemite for best activity and sulfur 
removal. When the composition is exposed to high tempera 
tures (e.g., during calcinations) at least a portion, preferably 
a substantial portion of the alumina can be converted to an 
aluminate. 

[0068] The aluminum-containing material Will preferably 
be present in the inventive composition in an amount in the 
range of from about 1.0 to about 30 Weight percent, pref 
erably in an amount in the range of from about 5 to about 25 
Weight percent, and most preferably, in the range of from 10 
to 22 Weight percent, based on the total Weight of the 
inventive composition. 

[0069] The silicon-containing material Will preferably be 
present in the inventive composition in an amount in the 
range of from about 10 to about 40 Weight percent silicon 
containing material based on the total Weight of the inven 
tive composition, more preferably in an amount in the range 
of from about 12 to about 35 Weight percent, and most 
preferably in the range of from 15 to 30 Weight percent. 

[0070] The inventive composition can be a particulate in 
the form of one of granules, extrudates, tablets, spheres, 
pellets, or microspheres. Preferably, the particulate is a 
microsphere. 

[0071] In accordance With the third embodiment of the 
present invention, the inventive composition(s) can be pro 
duced by the folloWing inventive process. 

[0072] In the production of an inventive composition, the 
composition can generally be prepared by admixing a liquid, 
an iron-containing compound, a silicon-containing material, 
alumina, and a promoter in appropriate proportions by any 
suitable method or manner Which provides for the intimate 
mixing of such components to thereby provide a substan 
tially homogenous mixture thereof comprising a liquid, an 
iron-containing compound, a silicon-containing material, 
alumina, and a promoter. The term “admixing,” as used 
herein, denotes mixing components in any order and/or any 
combination or sub-combination. Any suitable means for 
admixing the components of the inventive composition can 
be used to achieve the desired dispersion of such compo 
nents. Examples of suitable admixing include, but are not 
limited to, mixing tumblers, stationary shelves or troughs, 



US 2004/0007498 A1 

Eurostar mixers, Which are of the batch or continuous type, 
impact mixers, and the like. It is presently preferred to use 
a Eurostar mixer in the admixing of the components of the 
inventive composition. 

[0073] The liquid can be any solvent capable of dispersing 
an iron-containing compound, a silicon-containing material, 
alumina, and a promoter, and, preferably, the liquid can be 
selected from the group consisting of Water, ethanol, acetone 
and combinations of any tWo or more thereof. Most prefer 
ably, the liquid is Water. 

[0074] The iron-containing compound used in the prepa 
ration of a composition of the present invention can either be 
in the form of an iron oxide or in the form of one or more 
iron compounds that are convertible to an iron oxide under 
the conditions of preparation described herein. Examples of 
suitable iron compounds include, but are not limited to, iron 
sul?des, iron sulfates, iron hydroxides, iron carbonates, iron 
acetates, iron nitrates, and the like and combinations thereof. 
Preferably, the iron-containing compound is in the form of 
a poWdered iron oxide. 

[0075] As stated above, the starting alumina component of 
the composition can be any suitable commercially available 
aluminum-containing substance including, but not limited 
to, aluminum chlorides, aluminum nitrates, colloidal alu 
mina solutions and, generally, those alumina compounds 
produced by the dehydration of alumina hydrates. 

[0076] The components of the inventive composition are 
mixed to provide a mixture Which can be in the form 
selected from the group consisting of a Wet mix, dough, 
paste, slurry and the like. Such mixture can then be shaped 
to form a particulate selected from the group consisting of a 
granule, an extrudate, a tablet, a sphere, a pellet, or a 
microsphere. For example, if the resulting mixture is in the 
form of a Wet mix, the Wet mix can be densi?ed, dried under 
a drying condition as disclosed hereinafter, calcined under a 
calcining condition as disclosed hereinafter, and thereafter 
shaped, or particulated, through the granulation of the den 
si?ed, dried, calcined mix to form granulates. Also, for 
example, When the mixture of the components results in a 
form of the mixture Which is either in a dough state, or a 
paste state, such mixture can then be shaped, preferably 
extruded to form a particulate. The resulting particulates are 
then dried under a drying condition as disclosed hereinafter 
and then calcined under a calcining condition as disclosed 
hereinafter. More preferably, When the mix is in the form of 
a slurry, the particulation of such slurry is achieved by spray 
drying the slurry to form microspheres thereof having a siZe 
of about 500 or less microns. Such microspheres are then 
subjected to drying under a drying condition as disclosed 
hereinafter and are then calcined under a calcining condition 
as disclosed hereinafter. 

[0077] When the particulation is achieved by preferably 
spray drying, a dispersant component can optionally be 
utiliZed and can be any suitable compound that helps to 
promote the spray drying ability of the mix Which is pref 
erably in the form of a slurry. In particular, these components 
are useful in preventing deposition, precipitation, settling, 
agglomerating, adhering, and caking of solid particles in a 
?uid medium. Suitable dispersants include, but are not 
limited to, condensed phosphates, sulfonated polymers, and 
combinations thereof. The term “condensed phosphates” 
refers to any dehydrated phosphate containing more than 
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one phosphorus atom and having a phosphorus-oxygen 
phosphorus bond. Speci?c examples of suitable dispersants 
include sodium pyrophosphate, sodium metaphosphate, sul 
fonated styrene maleic anhydride polymer, and combina 
tions thereof. The amount of dispersant component used is 
generally in the range of from about 0.01 Weight percent 
based on the total Weight of the components to about 10 
Weight percent. Preferably, the amount of the dispersant 
component used is generally in the range of from about 0.1 
Weight percent to about 8 Weight percent. 

[0078] In preparing the preferred spray dried composition, 
an acid component can be used. In general, the acid com 
ponent can be an organic acid or a mineral acid such as nitric 
acid. If the acid component is an organic acid, it is preferred 
to be a carboxylic acid. If the acid component is a mineral 
acid, it is preferred to be a nitric acid or a phosphoric acid. 
Mixtures of these acids can also be used. Generally, the acid 
is used With Water to form a dilute aqueous acid solution. 
The amount of acid in the acid component is generally in the 
range of from about 0.01 volume percent based on the total 
volume of the acid component to about 20 volume percent. 

[0079] Generally, the spray dried mixture has a mean 
particle siZe in the range of from about 10 micrometers to 
about 1000 micrometers, preferably in the range of from 
about 20 micrometers to from about 150 micrometers. 

[0080] The term “mean particle siZe” refers to the siZe of 
the particulate material as determined by using a RO-TAP® 
Testing Sieve Shaker, manufactured by W. S. Tyler Inc., of 
Mentor, Ohio, or other comparable sieves. The material to be 
measured is placed in the top of a nest of standard 8-inch 
diameter stainless steel framed sieves With a pan on the 
bottom. The material undergoes sifting for a period of about 
10 minutes; thereafter, the material retained on each sieve is 
Weighed. The percent retained on each sieve is calculated by 
dividing the Weight of the material retained on a particular 
sieve by the Weight of the original sample. This information 
is used to compute the mean particle siZe. 

[0081] The mixture is dried to form a dried mixture. The 
drying conditions, as referred to herein, can include a 
temperature in the range of from about 150° F. to about 450° 
F., preferably in the range of from about 190° F. to about 
410° F. and, most preferably, in the range of from 200° F. to 
350° F. Such drying conditions can also include a time 
period generally in the range of from about 0.5 hour to about 
60 hours, preferably in the range of from about 1 hour to 
about 40 hours, and most preferably, in the range of from 1.5 
hours to 20 hours. Such drying conditions can also include 
a pressure generally in the range of from about atmospheric 
(i.e., about 14.7 pounds per square inch absolute) to about 
150 pounds per square inch absolute (psia), preferably in the 
range of from about atmospheric to about 100 psia and, most 
preferably about atmospheric, so long as the desired tem 
perature can be maintained. Any drying method(s) knoWn to 
one skilled in the art such as, for example, air drying, heat 
drying, and the like and combinations thereof can be used. 
Preferably, heat drying is used. 

[0082] The dried mixture is then calcined to form a 
calcined mixture. Preferably, the dried mixture is calcined in 
an oxidiZing atmosphere such as in the presence of oxygen 
or air. The calcining conditions, as referred to herein, can 
include a temperature in the range of from about 400° F. to 
about 1500° F., preferably in the range of from about 800° 
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F. to about 1500° F. and, more preferably, in the range of 
from 900° F. to 1400° F. Such calcining conditions can also 
include a pressure, generally in the range of from about 7 
psia to about 750 psia, preferably in the range of from about 
7 psia to about 450 psia and, most preferably, in the range 
of from 7 psia to 150 psia, and a time period in the range of 
from about 1 hour to about 60 hours, preferably for a time 
period in the range of from about 1 hour to about 20 hours 
and, most preferably, for a time period in the range of from 
1 hour to 15 hours. In the process of this invention, the 
calcination can convert at least a portion of the alumina to 
aluminate. 

[0083] The calcined mixture is thereafter subjected to 
reduction With a suitable reducing agent, preferably hydro 
gen, so as to produce a composition having a substantially 
reduced valence promoter content therein, preferably a sub 
stantially Zero-valent promoter content therein, With such 
Zero-valent promoter being present in an amount sufficient 
to permit the removal of sulfur from a hydrocarbon stream 
such as cracked gasoline or diesel fuel, according to the 
process disclosed herein. 

[0084] The reduction conditions can include a temperature 
in the range of from about 100° F. to about 1500° F., a 
pressure in the range of from about 15 psia to about 1500 
psia and for a time sufficient to permit the formation of a 
reduced valence promoter. 

[0085] The composition is then recovered. 

[0086] In accordance With the fourth embodiment of the 
present invention, the inventive composition(s) can also be 
produced by the folloWing inventive process. 

[0087] In the production of an inventive composition of 
the present invention, the composition can generally be 
prepared by admixing a liquid, an iron-containing com 
pound, a silicon-containing material, and alumina in appro 
priate proportions by any suitable methods or manner Which 
provides for the intimate mixing of such components to 
thereby provide a substantially homogenous mixture com 
prising a liquid (as described above), an iron-containing 
compound, a silicon-containing material, and alumina. Any 
suitable means for admixing these components, as described 
above, can be used to achieve the desired dispersant of such 
components. 

[0088] The components are mixed to provide a mixture 
Which can be in the form selected from the group consisting 
of a Wet mix, dough, paste, slurry, and the like. Such mixture 
can then optionally be shaped by densifying, extruding, or 
spray drying to form a particulate selected from the group 
consisting of a granule, an extrudate, a tablet, a sphere, a 
pellet, or a microsphere, as described above. 

[0089] The mixture is then dried to form a dried mixture, 
according to the drying conditions described above. 

[0090] The dried mixture is then calcined to form a 
calcined mixture according to the calcining conditions 
described above. This calcining step can convert at least a 
portion of the alumina to aluminate. 

[0091] The calcined mixture comprising an iron-contain 
ing compound, a silicon-containing material, and alumina 
(or aluminate), is then incorporated With a promoter. The 
promoter can be incorporated into or onto the calcined 
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mixture by any suitable means or method knoWn in the art 
for incorporating a promoter into or onto a substrate mate 
rial. 

[0092] A preferred method of incorporating is to impreg 
nate using any standard incipient Wetness impregnation 
technique (i.e. essentially completely or partially ?lling the 
pores of a substrate material With a solution of the incorpo 
rating elements) for impregnating a substrate. This preferred 
method uses an impregnating solution comprising the desir 
able concentration of a promoter so as to ultimately provide 
a promoted mixture that can then be subjected to drying and 
calcining folloWed by reduction With a reducing agent such 
as hydrogen. 

[0093] A preferred impregnating solution comprises a 
solution formed by dissolving a metal containing compound, 
preferably such metal containing compound is in the form of 
a metal salt such as a metal chloride, a metal nitrate, a metal 
sulfate, and he like and combinations thereof, in a solvent 
such as Water, alcohols, esters, ethers, ketones, and combi 
nations thereof. The concentration of the metal promoter in 
the solution can be in the range of from about 0.1 gram of 
metal promoter per gram of solution to about 16.6 grams of 
metal promoter per 100 grams of solution. Preferably, the 
Weight ratio of metal promoter to the solvent of such 
solution can be in the range of from about 1:1 to about 4:1 
but, more preferably it is in the range of from 1.5:1 to 3:1. 
It is preferred for the particulates to be impregnated With a 
nickel component by use of a solution containing nickel 
nitrate hexahydrate dissolved in Water. 

[0094] FolloWing the incorporating of the calcined mix 
ture, preferably by impregnation, With a promoter, the 
resulting promoted mixture is then subjected to drying under 
drying conditions, as described above, and calcined under 
calcining conditions, as described above, to form a calcined 
promoted mixture. The calcined promoted mixture can then 
be subjected to reduction With a reducing agent, as described 
above, to thereby provide an inventive composition. The 
composition can then be recovered. 

[0095] In preparing the composition, a promoter can be 
added as a component of the original mixture, as in the third 
embodiment, or it can be added after the original mixture has 
been spray dried and calcined, as in the fourth embodiment. 
If a promoter is added after the mixture has been dried and 
calcined, the promoted mixture should be dried and calcined 
a second time. The promoted mixture is preferably dried a 
second time at a temperature generally in the range of from 
about 100° F. to about 650° F. Preferably, the promoted 
mixture can be dried a second time at a temperature gener 
ally in the range of from about 150° F. to about 600° F. and, 
more preferably, in the range of from 200° F. to 550° F. The 
time period for conducting the drying the second time is 
generally in the range of from about 0.5 hour to about 8 
hours, preferably in the range of from about 1 hour to about 
6 hours, and more preferably in the range of from 1.5 hours 
to 4 hours. Such drying a second time is generally carried out 
at a pressure in the range of from about atmospheric (i.e. 
about 14.7 psia) to about 100 psia, preferably about atmo 
spheric. This dried promoted mixture is then calcined, 
preferably in an oxidiZing atmosphere such as in the pres 
ence of oxygen or air, under calcining conditions, as 
described above. 
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[0096] The ?fth embodiment of this invention includes a 
novel process for the removal of sulfur from a hydrocarbon 
stream. This process comprises: 

[0097] a) contacting the hydrocarbon stream With a 
composition of the ?rst, second, third or fourth 
embodiment of the present invention in a desulfur 
iZation Zone under conditions such that there is 
formed a desulfuriZed hydrocarbon stream and a 
sulfuriZed composition; 

[0098] b) separating the desulfuriZed hydrocarbon 
stream from the sulfuriZed composition thereby 
forming a separated desulfuriZed hydrocarbon 
stream and a separated sulfuriZed composition; 

[0099] c) regenerating at least a portion of the sepa 
rated sulfuriZed composition in a regeneration Zone 
so as to remove at least a portion of the sulfur 
contained therein and/or thereon thereby forming a 
regenerated composition; 

[0100] d) reducing the regenerated composition in a 
reduction Zone so as to provide a reduced composi 
tion having a reduced valence promoter content 
therein Which Will effect the removal of sulfur from 
a hydrocarbon stream When contacted With same; 
and thereafter 

[0101] e) returning at least a portion of the reduced 
composition to the desulfuriZation Zone. 

[0102] The contacting, in step a), of the hydrocarbon 
stream With the inventive composition in the desulfuriZation 
Zone can be by any method knoWn to those skilled in the art. 

[0103] The desulfuriZation Zone can be any Zone Wherein 
desulfuriZation of a hydrocarbon stream can take place. 
Examples of suitable Zones are ?xed bed reactors, moving 
bed reactors, ?uidized bed reactors, transport reactors, and 
the like. Presently a ?uidized bed reactor or a ?xed bed 
reactor is preferred. 

[0104] The desulfuriZation Zone of step a) includes the 
folloWing conditions: total pressure, temperature, Weight 
hourly space velocity, and hydrogen ?oW. These conditions 
are such that the inventive composition can desulfuriZe the 
hydrocarbon stream to produce a desulfuriZed hydrocarbon 
stream and a sulfuriZed composition. 

[0105] The total pressure can be in the range of from about 
15 pounds per square inch absolute (psia) to about 1500 psia. 
HoWever, it is presently preferred that the total pressure be 
in a range of from about 50 psia to about 500 psia. 

[0106] In general, the temperature should be suf?cient to 
keep the hydrocarbon stream in essentially a vapor or gas 
phase. While such temperatures can be in the range of from 
about 100° F. to about 1000° F., it is presently preferred that 
the temperature be in the range of from about 400° F. to 
about 800° F. When treating a cracked-gasoline, and in the 
range of from about 500° F. to about 900° F. When treating 
a diesel fuel. 

[0107] Weight hourly space velocity (“WHSV”) is de?ned 
as the numerical ratio of the rate at Which a hydrocarbon 
stream is charged to the desulfuriZation Zone in pounds per 
hour at standard conditions at temperature and pressure 
(STP) divided by the pounds of composition contained in the 
desulfuriZation Zone to Which the hydrocarbon stream is 
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charged. In the practice of the present invention, such 
WHSV should be in the range of from about 0.5 hr.-1 to 
about 50 hrs._1, preferably in the range of from about 1 hr.“1 
to about 50 hrs-1. 

[0108] Any suitable hydrocarbon stream, Which com 
prises, consists of, or consists essentially of sulfur contain 
ing hydrocarbons can be used as the feed to be contacted 
With the inventive composition. The hydrocarbon stream 
preferably comprises, consists of, or consists essentially of 
a fuel selected from the group consisting of a cracked 
gasoline, diesel fuel, and combinations thereof. 

[0109] The amount of sulfur in the hydrocarbon stream 
can be in the range of from about 100 ppm sulfur by Weight 
of the hydrocarbon stream to about 50,000 ppm. When the 
hydrocarbon stream is cracked gasoline, the amount of 
sulfur can be in the range of from about 100 ppm sulfur by 
Weight of the cracked gasoline to about 10,000 ppm sulfur 
by Weight of the cracked gasoline. When the hydrocarbon 
stream is diesel fuel, the amount of sulfur can be in the range 
of from about 100 ppm sulfur by Weight of the diesel fuel to 
about 50,000 ppm sulfur by Weight of the diesel fuel. 

[0110] As used herein, the terms “sulfur” or “ppmW sul 
fur” denotes the amount of atomic sulfur (about 32 atomic 
mass units) contained in the sulfur-containing hydrocarbons 
of the hydrocarbon stream, based on the total Weight of the 
hydrocarbon stream, not the atomic mass, or Weight, of a 
sulfur compound, such as an organo-sulfur compound. 

[0111] The cracked gasoline or diesel fuel, suitable as a 
feed in a process of the present invention, is a composition 
that contains, in part, ole?ns, aromatics, sulfur, paraf?ns and 
naphthenes. 

[0112] The amount of ole?ns in cracked gasoline is gen 
erally in the range of from about 10 to about 35 Weight 
percent ole?ns based on the total Weight of the cracked 
gasoline. For diesel fuel there is essentially no ole?n con 
tent. 

[0113] The amount of aromatics in cracked gasoline is 
generally in the range of from about 20 to about 40 Weight 
percent aromatics based on the total Weight of the cracked 
gasoline. The amount of aromatics in diesel fuel is generally 
in the range of from about 10 to about 90 Weight percent 
aromatics based on the total Weight of the diesel fuel. 

[0114] In carrying out the desulfuriZation step of a process 
of the present invention, it is preferred that the hydrocarbon 
stream be in a gas or vapor phase. HoWever, in the practice 
of the present invention, it is not essential that such hydro 
carbon stream be totally in a gas or vapor phase. 

[0115] In carrying out the desulfuriZing step, it is presently 
preferred that an agent be employed Which interferes With 
any possible chemical or physical reacting of the ole?nic or 
aromatic compounds in the hydrocarbon stream Which is 
being treated With the inventive composition. Preferably 
such agent is hydrogen. 

[0116] Hydrogen How in the desulfuriZation Zone is gen 
erally such that the mole ratio of hydrogen to the hydrocar 
bon stream is the range of from about 0.1 to about 10, 
preferably in the range of from about 0.2 to about 3. 

[0117] If desired, during the desulfuriZation of the cracked 
gasoline or diesel fuel, diluents such as methane, carbon 
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dioxide, ?ue gas, nitrogen, and the like and combinations 
thereof can be used. Thus, it is not essential to the practice 
of the present invention that a high purity hydrogen be 
employed in achieving the desired desulfuriZation of the 
hydrocarbon stream such as, but not limited to, cracked 
gasoline or diesel fuel. 

[0118] It is presently preferred When utiliZing a ?uidized 
bed reactor system that a composition be used having a 
particle siZe in the range of from about 10 micrometers to 
about 1000 micrometers. Preferably, such composition 
should have a particle siZe in the range of from about 20 
micrometers to about 500 micrometers, and, more prefer 
ably, in the range of from 30 micrometers to 400 microme 
ters. When a ?xed bed reactor system is employed for the 
practice of a desulfuriZation process of the present invention, 
the composition should generally have a particle siZe in the 
range of about 1/32 inch to about 1/2 inch diameter, preferably 
in the range of from about 1/32 inch to about 1A inch diameter. 

[0119] It is further presently preferred to use a composi 
tion having a surface area in the range of about 1 square 
meter per gram (mZ/g) to about 1000 square meters per gram 
of composition, preferably in the range of from about 1 m2/ g 
to about 800 m2/g. 

[0120] The desulfuriZed hydrocarbon stream can be sepa 
rated from the sulfuriZed composition by any appropriate 
separation method knoWn in the art thereby forming a 
separated desulfuriZed hydrocarbon stream and a separated 
sulfuriZed composition. 

[0121] Examples of such means are cyclonic devices, 
settling chambers, impingement devices for separating sol 
ids and gases, and the like and combinations thereof. Sepa 
ration can include, but is not limited to, alloWing the 
hydrocarbon stream to How out of the desulfuriZation Zone. 
The desulfuriZed gaseous cracked gasoline or desulfuriZed 
gaseous diesel fuel, can then be recovered and preferably 
lique?ed. Liqui?cation of such desulfuriZed hydrocarbon 
streams can be accomplished by any manner knoWn in the 
art. 

[0122] The amount of sulfur in the desulfuriZed hydrocar 
bon stream, folloWing treatment in accordance With a des 
ulfuriZation process of the present invention, is less than 
about 500 ppm sulfur by Weight of hydrocarbon stream, 
preferably less than about 150 ppm sulfur by Weight of 
hydrocarbon stream, and more preferably less than about 50 
ppm sulfur by Weight of hydrocarbon stream. 

[0123] In carrying out the process of the present invention, 
if desired, a stripper unit can be inserted before and/or after 
the regeneration of the sulfuriZed composition. Such stripper 
Will serve to remove a portion, preferably all, of any 
hydrocarbon from the sulfuriZed composition. Such stripper 
can also serve to remove oxygen and sulfur dioxide from the 
system prior to the introduction of the regenerated compo 
sition into the reduction Zone. The stripping comprises a set 
of conditions that include total pressure, temperature, and a 
stripping agent partial pressure. 

[0124] Preferably, the total pressure in the stripper When 
employed is in the range of from about 25 psia to about 500 
psia. 

[0125] Temperature for such stripping can be in the range 
of from about 100° F. to about 1000° F. 
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[0126] The stripping agent is a composition that helps to 
remove hydrocarbon from the sulfuriZed composition. Pref 
erably, the stripping agent is nitrogen. The sulfuriZed com 
position can have sulfur contained therein (for example, 
Within the pores of the composition) or thereon (for 
example, located on the surface of the composition). 

[0127] The regeneration Zone employs a set of conditions 
that includes total pressure and sulfur removing agent partial 
pressure. The total pressure is generally in the range of from 
about 25 psia to about 50 psia. 

[0128] The sulfur removing agent partial pressure is gen 
erally in the range of from about 1% to about 25% of the 
total pressure. 

[0129] The sulfur-removing agent is a composition that 
helps to generate gaseous sulfur containing compounds and 
oxygen containing compounds such as sulfur dioxide, as 
Well as to burn off any remaining hydrocarbon deposits that 
might be present. The preferred sulfur removing agent 
suitable for use in the regeneration Zone is selected from 
oxygen containing gases such as, but not limited to, air. 

[0130] The temperature in the regeneration Zone is gen 
erally in the range of from about 100° F. to about 1500° F., 
preferably in the range of from about 800° F. to about 1200° 
F. 

[0131] The regeneration Zone can be any vessel Wherein 
the desulfuriZing or regeneration of the sulfuriZed compo 
sition can take place. 

[0132] The regenerated composition is then reduced in a 
reduction Zone With a reducing agent including, but not 
limited to, hydrogen, so that at least a portion of the 
promoter content of the composition is reduced to produce 
a reduced composition having a reduced valence promoter 
content to permit the removal of sulfur from the hydrocar 
bon stream according to the inventive process disclosed 
herein. 

[0133] In general, When practicing the present invention, 
reduction of the desulfuriZed composition is carried out at a 
temperature in the range of from about 100° F. to about 
1500° F. and at a pressure in the range of from about 15 psia 
to about 1500 psia. Such reduction is carried out for a time 
suf?cient to achieve the desired level of promoter reduction 
of the promoter, Which is preferably contained in the skin of 
the composition. Such reduction can generally be achieved 
in a time period in the range of from about 0.01 hour to about 
20 hours. 

[0134] FolloWing the reduction of the regenerated com 
position, at least a portion of the resulting reduced compo 
sition can be returned to the desulfuriZation Zone. 

[0135] In carrying out the process of the present invention, 
the steps of desulfuriZation, regeneration, reduction, and 
optionally stripping before and/or after such regeneration 
can be accomplished in the single Zone or vessel or in 
multiple Zones or vessels. 

[0136] When carrying out the process of the present 
invention in a ?xed bed reactor system, the steps of des 
ulfuriZation, regeneration, reduction, and optionally strip 
ping before and/or after such regeneration are accomplished 
in a single Zone or vessel. 

[0137] The desulfuriZed cracked gasoline can be used in 
the formulation of gasoline blends to provide gasoline 
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products suitable for commercial consumption and can also 
be used Where a cracked gasoline containing loW levels of 
sulfur is desired. 

[0138] The desulfuriZed diesel fuel can be used in the 
formulation of diesel fuel blends to provide diesel fuel 
products. 

EXAMPLES 

[0139] The following examples are intended to be illus 
trative of the present invention and to teach one of ordinary 
skill in the art to make and use the invention. These 
examples are not intended to limit the invention in any Way. 

Example I 

[0140] A ferric oxide/alumina/perlite composition Was 
prepared. 29.4 grams of ferric oxide (Fe2O3), 10.6 grams of 
Condea Disperal alumina (an acid dispersible boehmite 
alumina), and 12.5 grams of perlite (Sibrico Sil-Kleer #27 
M) Were added to deioniZed Water. After mixing thoroughly, 
the composition Was put into a muffle furnace. The tem 
perature Was increased 3° C. per minute to 150° C. and held 
there for an hour. The temperature Was then increased to 
635° C. and held there for an hour. After cooling, the sample 
Was crushed, siZed betWeen 840 and 1700 microns, and then 
tested. 

Example II 

[0141] The composition as prepared in Example I Was 
tested for its desulfuriZation activity as folloWs. 10 grams of 
the material as prepared Were placed in a 1/2 inch diameter 
quartZ tube having a length of about 12 inches and having a 
glass frit positioned above the loWer one-third so as to 
provide an inert support for the bed of sorbent. 

[0142] During each reaction cycle, the reactor Was main 
tained at a temperature of 7500 F and a pressure of 15 
pounds per square inch absolute (psia). Hydrogen How Was 
at 130 standard cubic centimeters per minute (seem) diluted 
With 130 seem of nitrogen. Gaseous cracked-gasoline Was 
pumped upWardly through the reactor at a rate of 13.4 ml per 
hour. Such conditions are hereinafter referred to as “reaction 
conditions.” 

[0143] The gaseous cracked-gasoline had a motor octane 
number of 80.5 (MON) or 91.4 (RON) by engine tests, an 
ole?n content of 20.4 Weight percent, 340 parts per million 
(ppm) sulfur by Weight sulfur-compounds based on the total 
Weight of the gaseous cracked-gasoline With about 95 
Weight percent of the sulfur in the form of thiophenic 
compounds. 
[0144] Before Cycle 1 Was initiated, the composition Was 
reduced With hydrogen ?oWing at a rate of 300 seem at a 
temperature of 750° F. for a period of one hour. Such 
conditions are hereinafter referred to as “reducing condi 
tions.” Each reaction cycle consisted of four hours With the 
product sulfur (ppm) for each cycle measured after tWo, 
three, and four hours of exposure to the feed. 

[0145] After completion of the reaction cycle, the com 
position Was ?ushed With 180 seem nitrogen at 750° F. for 
?fteen minutes. The temperature Was then raised to 1000° F. 
Where the composition Was regenerated under 120 seem air 
and 180 seem nitrogen for tWo hours. The temperature Was 
then decreased to 750° F. and the sample purged With 
nitrogen for 15 minutes. Such conditions are hereinafter 
referred to as “regeneration conditions.” Cycle 2 began, like 
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Cycle 1 under reducing conditions; i.e., With treatment at 
750° F. of the sorbent in hydrogen at a How rate 300 seem 
for one hour. 

[0146] The composition in Example I Was tested over tWo 
reaction cycles With regeneration occurring after Cycle 1. 
The results in Table I Were obtained Where the values given 
are the parts per million by Weight of sulfur in the product 
after the second hour, third hour, and fourth hour of treat 
ment, respectively. 

TABLE I 

Fe2O3 Alone 
Feed — 340 ppm Sulfur 

Time Cycle 1 (ppm S) Cycle 2 (ppm S) 

Second Hour 13 132 
Third Hour 31 179 
Fourth Hour 56 172 

[0147] The effect of this treatment upon octane number 
Was determined from gas chromatographic analysis of the 
feed and product samples. These measurements on samples 
taken after third hour indicate that the desulfuriZation reac 
tion caused a slight decrease in product (RON+MON)/2 of 
0.07 for cycle 1 and 0.17 for cycle 2. 

Example III 

[0148] A ferric oxide/alumina/perlite composition pro 
moted With nickel Was prepared. 39.6 grams of nickel nitrate 
hexahydrate, 29.4 grams of ferric oxide (Fe2O3), 10.6 grams 
of Condea Disperal alumina (an acid dispersible boehmite 
alumina), and 12.5 grams of perlite (Sibrico Sil-Kleer #27 
M) Were added to deioniZed Water. After mixing thoroughly, 
the composition Was put into a muffle furnace. The tem 
perature Was increased 30 C. per minute to 150° C. and held 
there for an hour. The temperature Was then increased to 
635° C. and held there for an hour. After cooling, the sample 
Was crushed, siZed betWeen 840 and 1700 microns, and then 
tested. 

Example IV 

[0149] 10 grams of the nickel promoted ferric oxide 
composition as prepared in Example III Were tested for 
desulfuriZation activity as described in Example II. The 
composition Was tested over tWo reaction cycles With the 
results in Table II given in parts per million by Weight of 
sulfur in the product after the second hour, third hour, and 
fourth hour of treatment, respectively. 

TABLE II 

Fe2O3 Promoted With Nickel 
Feed — 340 ppm Sulfur 

Time Cycle 1 (ppm S) Cycle 2 (ppm S) 

Second Hour 7 11 
Third Hour 23 25 
Fourth Hour 35 35 

[0150] The nickel promoted sorbent shoWed almost no 
change in desulfuriZation activity over the tWo cycles. The 
effect of this treatment upon octane number Was also deter 
mined from gas chromatographic analysis of the feed and 
product samples. These measurements on samples taken 



US 2004/0007498 A1 

after third hour indicate that the desulfuriZation reaction 
caused a slight decrease in product (RON+MON)/2 of 0.36 
for cycle 1 and 0.34 for cycle 2. These results demonstrate 
that these compositions give high desulfuriZation With small 
octane changes. 

That Which is claimed: 
1. A composition comprising: 

(a) an iron oxide; and 

(b) a promoter 

Wherein at least a portion of said promoter is present as a 
reduced valence promoter. 

2. A composition in accordance With claim 1 Wherein said 
promoter is present in an amount Which Will effect the 
removal of sulfur from a hydrocarbon stream When con 
tacted With said composition under desulfuriZation condi 
tions. 

3. A composition in accordance With claim 1 Wherein said 
promoter comprises a metal selected from the group con 
sisting of nickel, cobalt, iron, manganese, copper, Zinc, 
molybdenum, tungsten, silver, tin, antimony, vanadium, 
gold, platinum, ruthenium, iridium, chromium, palladium, 
titanium, Zirconium, rhodium, rhenium, and combinations of 
any tWo or more thereof. 

4. A composition in accordance With claim 1 Wherein said 
iron oxide is present in an amount in the range of from about 
10 to about 90 Weight percent. 

5. A composition in accordance With claim 1 Wherein said 
iron oxide is present in an amount in the range of from about 
30 to about 80 Weight percent. 

6. A composition in accordance With claim 1 Wherein said 
iron oxide is present in an amount in the range of from 40 
to 70 Weight percent. 

7. A composition in accordance With claim 1 Wherein said 
promoter is present in an amount in the range of from about 
1 to about 60 Weight percent. 

8. A composition in accordance With claim 1 Wherein said 
promoter is present in an amount in the range of from about 
5 to about 40 Weight percent. 

9. A composition in accordance With claim 1 Wherein said 
promoter is present in an amount in the range of from 8 to 
20 Weight percent. 

10. A composition in accordance With claim 1 Wherein 
said promoter comprises nickel. 

11. A composition in accordance With claim 1 Wherein 
said promoter comprises iron. 

12. A composition in accordance With claim 1 Wherein 
said composition is a particulate in the form of one of 
granules, extrudates, tablets, spheres, pellets, or micro 
spheres. 

13. A composition in accordance With claim 12 Wherein 
said particulate is a microsphere. 

14. A composition comprising: 

(a) an iron oxide; 

(b) a silicon-containing material; 

(c) an aluminum-containing material selected from the 
group consisting of alumina, aluminate, and combina 
tions thereof; and 

(d) a promoter 

Wherein at least a portion of said promoter is present as a 
reduced valence promoter. 
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15. A composition in accordance With claim 14 Wherein 
said promoter is present in an amount Which Will effect the 
removal of sulfur from a hydrocarbon stream When con 
tacted With said composition under desulfuriZation condi 
tions. 

16. A composition in accordance With claim 14 Wherein 
said promoter comprises a metal selected from the group 
consisting of nickel, cobalt, iron, manganese, copper, Zinc, 
molybdenum, tungsten, silver, tin, antimony, vanadium, 
gold, platinum, ruthenium, iridium, chromium, palladium, 
titanium, Zirconium, rhodium, rhenium, and combinations of 
any tWo or more thereof. 

17. A composition in accordance With claim 14 Wherein 
said iron oxide is present in an amount in the range of from 
about 10 to about 90 Weight percent. 

18. A composition in accordance With claim 14 Wherein 
said iron oxide is present in an amount in the range of from 
about 30 to about 80 Weight percent. 

19. A composition in accordance With claim 14 Wherein 
said iron oxide is present in an amount in the range of from 
40 to 70 Weight percent. 

20. A composition in accordance With claim 14 Wherein 
said promoter is present in an amount in the range of from 
about 1 to about 60 Weight percent. 

21. A composition in accordance With claim 14 Wherein 
said promoter is present in an amount in the range of from 
about 5 to about 40 Weight percent. 

22. A composition in accordance With claim 14 Wherein 
said promoter is present in an amount in the range of from 
8 to 20 Weight percent. 

23. A composition in accordance With claim 14 Wherein 
said silicon-containing material is present in an amount in 
the range of from about 10 to about 40 Weight percent and 
said aluminum-containing material is present in an amount 
in the range of from about 1 to about 30 Weight percent. 

24. A composition in accordance With claim 14 Wherein 
said silicon-containing material is present in an amount in 
the range of from about 12 to about 35 Weight percent and 
said aluminum-containing material is present in an amount 
in the range of from about 5 to about 25 Weight percent. 

25. A composition in accordance With claim 14 Wherein 
said silicon-containing material is present in an amount in 
the range of from 15 to 30 Weight percent and said alumi 
num-containing material is present in an amount in the range 
of from 10 to 22 Weight percent. 

26. A composition in accordance With claim 14 Wherein 
said promoter comprises nickel. 

27. A composition in accordance With claim 14 Wherein 
said promoter comprises iron. 

28. A composition in accordance With claim 14 Wherein 
said silicon-containing material is present in the form of 
expanded perlite. 

29. A composition in accordance With claim 28 Wherein 
said expanded perlite is milled. 

30. A composition in accordance With claim 14 Wherein 
said composition is a particulate in the form of one of 
granules, extrudates, tablets, spheres, pellets, or miscro 
spheres. 

31. A composition in accordance With claim 30 Wherein 
said particulate is a microsphere. 
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32. A process for the production of a composition com 
prising: 

(a) admixing: 1) a liquid, 2) an iron-containing com 
pound, 3) a silicon-containing material, 4) alumina, and 
5) a promoter so as to form a mixture thereof; 

(b) drying said mixture so as to form a dried mixture; 

(c) calcining said dried mixture so as to form a calcined 
mixture; 

(d) reducing said calcined mixture With a suitable reduc 
ing agent under suitable conditions to produce a com 
position having a reduced valence promoter content 
therein, and 

(e) recovering said composition. 
33. A process in accordance With claim 32 Wherein said 

calcined mixture is reduced in step (d) such that said 
composition Will effect the removal of sulfur from a stream 
of hydrocarbons When such stream is contacted With same 
under desulfuriZation conditions. 

34. A process in accordance With claim 32 Wherein said 
promoter comprises a metal selected from the group con 
sisting of nickel, cobalt, iron, manganese, copper, Zinc, 
molybdenum, tungsten, silver, tin, antimony, vanadium, 
gold, platinum, ruthenium, iridium, chromium, palladium, 
titanium, Zirconium, rhodium, rhenium, and combinations of 
any tWo or more thereof. 

35. A process in accordance With claim 32 Wherein said 
silicon-containing material is in the form of expanded per 
lite. 

36. A process in accordance With claim 32 Wherein said 
mixture from step (a) is in the form of one of a Wet mix, 
dough, paste, or slurry. 

37. A process in accordance With claim 32 Wherein said 
mixture from step (a) is particulated prior to said drying in 
step 

38. A process in accordance With claim 32 Wherein said 
mixture from step (a) is particulated in the form of one of 
granules, extrudates, tablets, spheres, pellets, or micro 
spheres prior to said drying in step 

39. A process in accordance With claim 32 Wherein said 
mixture from step (a) is particulated by spray drying in step 
(b) so as to form said dried mixture. 

40. A process in accordance With claim 32 Wherein said 
mixture is dried in step (b) at a temperature in the range of 
from about 150° F. to about 450° F. 

41. A process in accordance With claim 32 Wherein said 
dried mixture is calcined in step (c) at a temperature in the 
range of from about 400 to about 1500° F. 

42. A process in accordance With claim 32 Wherein said 
composition recovered in step (e) comprises: 

(a) an iron oxide; 

(b) said silicon-containing material; 

(c) an aluminum-containing material selected from the 
group consisting of alumina, aluminate and combina 
tions thereof, and 

(d) a promoter 

Wherein at least a portion of said promoter is present as a 
reduced valence promoter. 
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43. A process in accordance With claim 42 Wherein said 
iron oxide is present in an amount in the range of from about 
10 to about 90 Weight percent. 

44. A process in accordance With claim 42 Wherein said 
iron oxide is present in an amount in the range of from about 
30 to about 80 Weight percent. 

45. A process in accordance With claim 42 Wherein said 
iron oxide is present in an amount in the range of from 40 
to 70 Weight percent. 

46. A process in accordance With claim 42 Wherein said 
promoter is present in an amount in the range of from about 
1 to about 60 Weight percent. 

47. A process in accordance With claim 42 Wherein said 
promoter is present in an amount in the range of from about 
5 to about 40 Weight percent. 

48. A process in accordance With claim 42 Wherein said 
promoter is present in an amount in the range of from 8 to 
20 Weight percent. 

49. A process in accordance With claim 42 Wherein said 
silicon-containing material is present in an amount in the 
range of from about 10 to about 40 Weight percent and said 
aluminum-containing material is present in an amount in the 
range of from about 1 to about 30 Weight percent. 

50. A process in accordance With claim 42 Wherein said 
silicon-containing material is present in an amount in the 
range of from about 12 to about 35 Weight percent and said 
aluminum-containing material is present in an amount in the 
range of from about 5 to about 25 Weight percent. 

51. A process in accordance With claim 42 Wherein said 
silicon-containing material is present in an amount in the 
range of from 15 to 30 Weight percent and said aluminum 
containing material is present in an amount in the range of 
from 10 to 22 Weight percent. 

52. A process in accordance With claim 32 Wherein said 
promoter is comprised of nickel. 

53. A process in accordance With claim 32 Wherein said 
promoter is comprised of iron. 

54. A process in accordance With claim 32 Wherein said 
calcined mixture is reduced in step (d) at a temperature in the 
range of from about 100° F. to about 1500° F. and at a 
pressure in the range of from about 15 to about 1500 psia and 
for a time sufficient to permit the formation of a reduced 
valence promoter. 

55. Aprocess in accordance With claim 32 Wherein during 
said calcining of step (c) at least a portion of said alumina 
is converted to aluminate. 

56. A composition prepared by the process of claim 32. 
57. A composition prepared by the process of claim 37. 
58. A composition prepared by the process of claim 43. 
59. A composition prepared by the process of claim 44. 
60. A composition prepared by the process of claim 46. 
61. A composition prepared by the process of claim 47. 
62. A composition prepared by the process of claim 49. 
63. A process for the production of a composition com 

prising: 

(a) admixing: 1) a liquid, 2) an iron-containing com 
pound, 3) a silicon-containing material, and 4) alumina 
so as to form a mixture thereof; 

(b) drying said mixture so as to form a dried mixture; 

(c) calcining said dried mixture so as to form a calcined 

mixture; 
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(d) incorporating a promoter onto or into said calcined 
mixture so as to form a promoted mixture; 

(e) drying said promoted mixture so as to form a dried 
promoted mixture; 

(f) calcining said dried promoted mixture so as to form a 
calcined promoted mixture; 

(g) reducing said calcined promoted mixture With a suit 
able reducing agent under suitable conditions to pro 
duce a composition having a reduced valence promoter 
content therein; and 

(h) recovering said composition. 
64. A process in accordance With claim 63 Wherein said 

calcined promoted mixture is reduced in step (g) such that 
said composition of step (g) Will effect the removal of sulfur 
from a stream of hydrocarbons When such stream is con 
tacted With same under desulfuriZation conditions. 

65. A process in accordance With claim 63 Wherein said 
calcined mixture from step (c) is incorporated With a pro 
moter comprised of at least one metal selected from the 
group consisting of nickel, cobalt, iron, manganese, copper, 
Zinc, molybdenum, tungsten, silver, tin, antimony, vana 
dium, gold, platinum, ruthenium, iridium, chromium, palla 
dium, titanium, Zirconium, rhodium, rhenium, and combi 
nations of any tWo or more thereof. 

66. A process in accordance With claim 63 Wherein said 
silicon-containing material is present in the form of 
expanded perlite. 

67. A process in accordance With claim 63 Wherein said 
mixture from step (a) is in the form of one of a Wet mix, 
dough, paste, or slurry. 

68. A process in accordance With claim 63 Wherein said 
mixture from step (a) is particulated prior to drying in step 
(b) 

69. A process in accordance With claim 63 Wherein said 
mixture from step (a) is particulated in the form of one of 
granules, extrudates, tablets, spheres, pellets, or micro 
spheres. 

70. A process in accordance With claim 63 Wherein said 
mixture from step (a) is particulated by spray drying in step 
(b) so as to form said dried mixture. 

71. A process in accordance With claim 63 Wherein said 
mixture and said promoted mixture are each dried in steps 
(b) and (e), respectively, at a temperature in the range of 
about 150° F. to about 450° F. 

72. A process in accordance With claim 63 Wherein said 
dried mixture and said dried promoted mixture are each 
calcined in steps (c) and (f), respectively, at a temperature in 
the range of about 400 to about 1500° F. 

73. A process in accordance With claim 63 Wherein said 
composition recovered in step (h) comprises: 

(a) an iron oxide; 

(b) said silicon-containing material; 

(c) an aluminum-containing material selected from the 
group consisting of alumina, aluminate and combina 
tions thereof; and 

(d) a promoter 

Wherein at least a portion of said promoter is present as a 
reduced valence promoter. 
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74. A process in accordance With claim 73 Wherein said 
iron oxide is present in an amount in the range of from about 
10 to about 90 Weight percent. 

75. A process in accordance With claim 73 Wherein said 
iron oxide is present in an amount in the range of from about 
30 to about 80 Weight percent. 

76. A process in accordance With claim 73 Wherein said 
iron oxide is present in an amount in the range of from about 
40 to about 70 Weight percent. 

77. A process in accordance With claim 73 Wherein said 
promoter is present in an amount in the range of from about 
1 to about 60 Weight percent. 

78. A process in accordance With claim 73 Wherein and 
said promoter is present in an amount in the range of from 
about 5 to about 40 Weight percent. 

79. A process in accordance With claim 73 Wherein said 
promoter is present in an amount in the range of from 8 to 
20 Weight percent. 

80. A process in accordance With claim 73 Wherein said 
silicon-containing material is present in an amount in the 
range of from about 10 to about 40 Weight percent and said 
aluminum-containing material is present in an amount in the 
range of from about 1.0 to about 30 Weight percent. 

81. A process in accordance With claim 73 Wherein said 
silicon-containing material is present in an amount in the 
range of from about 12 to about 35 Weight percent and said 
aluminum-containing material is present in an amount in the 
range of from about 5 to about 25 Weight percent. 

82. A process in accordance With claim 63 Wherein said 
silicon-containing material is present in an amount in the 
range of from 15 to 30 Weight percent and said alumina is 
present in an amount in the range of from 10 to 22 Weight 
percent. 

83. A process in accordance With claim 63 Wherein said 
promoter is comprised of nickel. 

84. A process in accordance With claim 63 Wherein said 
promoter is comprised of iron. 

85. A process in accordance With claim 63 Wherein the 
reduction of said calcined promoted mixture in step (g) is 
carried out at a temperature in the range of from about 100° 
F. to about 1500° F. and at a pressure in the range of from 
about 15 to about 1500 psia and for a time suf?cient to 
permit the formation of a reduced valence promoter. 

86. Aprocess in accordance With claim 63 Wherein during 
said calcining in step (c) at least a portion of said alumina is 
converted to aluminate. 

87. A composition prepared by the process of claim 63. 
88. A composition prepared by the process of claim 68. 
89. A composition prepared by the process of claim 74. 
90. A composition prepared by the process of claim 75 . 
91. A composition prepared by the process of claim 77. 
92. A composition prepared by the process of claim 78. 
93. A composition prepared by the process of claim 80. 
94. Aprocess for the removal of sulfur from a hydrocar 

bon stream comprising: 

(a) contacting said hydrocarbon stream With a composi 
tion comprising an iron oxide and a promoter Wherein 
at least a portion of said promoter is present as a 
reduced valence promoter and in an amount Which Will 
effect the removal of sulfur from said hydrocarbon 
stream in a desulfuriZation Zone under conditions such 
that there is formed a desulfuriZed hydrocarbon stream 
and a sulfuriZed composition; 
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(b) separating said desulfuriZed hydrocarbon stream from 
said sulfuriZed composition thereby forming a sepa 
rated desulfuriZed hydrocarbon stream and a separated 
sulfuriZed composition; 

(c) regenerating at least a portion of said separated sul 
furiZed composition in a regeneration Zone so as to 
remove at least a portion of the sulfur contained therein 
and/or thereon thereby forming a regenerated compo 
sition; 

(d) reducing said regenerated composition in a reduction 
Zone so as to provide a reduced composition having a 
reduced valence promoter content therein Which Will 
effect the removal of sulfur from a hydrocarbon stream 
When contacted With same; and thereafter 

(e) returning at least a portion of said reduced composi 
tion to said desulfuriZation Zone. 

95. A process in accordance With claim 94 Wherein said 
hydrocarbon stream comprises a fuel selected from the 
group consisting of cracked-gasoline, diesel fuel, and com 
binations thereof. 

96. A process in accordance With claim 94 Wherein said 
desulfuriZation in step (a) is carried out at a temperature in 
the range of from about 100° F. to about 1000° F. and a 
pressure in the range of from about 15 to about 1500 psia for 
a time sufficient to effect the removal of sulfur from said 
stream. 

97. A process in accordance With claim 94 Wherein said 
regeneration in step (c) is carried out at a temperature in the 
range of from about 100° F. to about 1500° F. and a pressure 
in the range of from about 10 to about 1500 psia for a time 
sufficient to effect the removal of at least a portion of the 
sulfur from said separated sulfuriZed composition. 

98. A process in accordance With claim 94 Wherein air is 
present in step (c) as a regeneration agent in said regenera 
tion Zone. 

99. A process in accordance With claim 94 Wherein said 
regenerated composition from step (c) is subjected to reduc 
tion With hydrogen in step (d) in said reduction Zone Which 
is maintained at a temperature in the range of from about 
100° F. to about 1500° F. and at a pressure in the range of 
from about 15 to about 1500 psia and for a period of time 
sufficient to effect a reduction of the valence of the promoter 
content of said regenerated composition. 

100. A process in accordance With claim 94 Wherein said 
separated sulfuriZed composition from step (b) is stripped 
prior to introduction into said regeneration Zone in step 

101. A process in accordance With claim 94 Wherein said 
regenerated composition from step (c) is stripped prior to 
introduction to said reduction Zone in step 

102. The cracked-gasoline product of the process of claim 
94. 

103. The diesel fuel product of the process of claim 94. 
104. A process for the removal of sulfur from a hydro 

carbon stream comprising: 

(a) contacting said hydrocarbon stream With a composi 
tion comprising an iron oxide, a silicon-containing 
material, an aluminum-containing material selected 
from the group consisting of alumina, aluminate, and 
combinations thereof, and a promoter Wherein at least 
a portion of said promoter is present as a reduced 
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valence promoter and in an amount Which Will effect 
the removal of sulfur from said hydrocarbon stream in 
a desulfuriZation Zone under conditions such that there 
is formed a desulfuriZed hydrocarbon stream and a 
sulfuriZed composition; 

(b) separating said desulfuriZed hydrocarbon stream from 
said sulfuriZed composition thereby forming a sepa 
rated desulfuriZed hydrocarbon stream and a separated 
sulfuriZed composition; 

(c) regenerating at least a portion of said separated sul 
furiZed composition in a regeneration Zone so as to 
remove at least a portion of the sulfur contained therein 
and/or thereon thereby forming a regenerated compo 
sition; 

(d) reducing said regenerated composition in a reduction 
Zone so as to provide a reduced composition having a 
reduced valence promoter content therein Which Will 
effect the removal of sulfur from a hydrocarbon stream 
When contacted With same; and thereafter 

(e) returning at least a portion of said reduced composi 
tion to said desulfuriZation Zone. 

105. Aprocess in accordance With claim 104 Wherein said 
hydrocarbon stream comprises a fuel selected from the 
group consisting of cracked-gasoline, diesel fuel, and com 
binations thereof. 

106. Aprocess in accordance With claim 104 Wherein said 
desulfuriZation in step (a) is carried out at a temperature in 
the range of from about 100° F. to about 1000° F. and a 
pressure in the range of from about 15 to about 1500 psia for 
a time sufficient to effect the removal of sulfur from said 
stream. 

107. Aprocess in accordance With claim 104 Wherein said 
regeneration in step (c) is carried out at a temperature in the 
range of from about 100° F. to about 1500° F. and a pressure 
in the range of from about 10 to about 1500 psia for a time 
sufficient to effect the removal of at least a portion of the 
sulfur from said separated sulfuriZed composition. 

108. Aprocess in accordance With claim 104 Wherein air 
is present in step (c) as a regeneration agent in said regen 
eration Zone. 

109. Aprocess in accordance With claim 104 Wherein said 
regenerated composition from step (c) is subjected to reduc 
tion With hydrogen in step (d) in said reduction Zone Which 
is maintained at a temperature in the range of from about 
100° F. to about 1500° F. and at a pressure in the range of 
from about 15 to about 1500 psia and for a period of time 
sufficient to effect a reduction of the valence of the promoter 
content of said regenerated composition. 

110. Aprocess in accordance With claim 104 Wherein said 
separated sulfuriZed composition from step (b) is stripped 
prior to introduction into said regeneration Zone in step 

111. Aprocess in accordance With claim 104 Wherein said 
regenerated composition from step (c) is stripped prior to 
introduction to said reduction Zone in step 

112. The cracked-gasoline product of the process of claim 
104. 

113. The diesel fuel product of the process of claim 104. 


