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(57) ABSTRACT 

Welded structures having a ?rst and a second member 
formed from sheet metal, tubes, and similar shapes, are 
economically fabricated through use of a method for joining 
a second member to a ?rst member having a folded rim 
extending therefrom. The folded rim de?nes an air gap 
Within the folded rim. The ?rst and second members are 
joined together by forcing the folded rim against the second 
member under sufficient pressure to ?atten the folded rim to 
a point that there remains substantially no air gap inside the 
folded rim, and resistance Welding together the ?rst and 
second members. The second member and the rim respec 
tively de?ne faying surfaces thereof. The air gap inside the 
folded rim extends generally parallel to the faying surfaces. 
The faying surfaces of the rim and second member are 
forced against one another by applying pressure through the 
folded rim in a direction generally perpendicular to the 
faying surfaces. While applying pressure, a ?rst level of 
electrical current may be passed through the ?rst and second 
members for softening the rim by electrical resistance heat 
ing and causing the softened rim to deform against the 
second member. Pressure is maintained, and a second level 
of electrical current, higher than the ?rst level of current, is 
applied for a time sufficient to at least partially melt the 
folded rim and form a deformation resistance Weld betWeen 
the ?rst and second member. 
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DEFORMATION RESISTANCE WELDING OF 
SHEET METAL, TUBES, AND SIMILAR SHAPES 

TECHNICAL FIELD OF THE INVENTION 

[0001] This invention relates to metallurgy, and more 
particularly to a method for metallurgically joining tWo 
members. 

BACKGROUND OF THE INVENTION 

[0002] Resistance Welding of a ?rst metal member to a 
second metal member (also knoWn as electric-resistance 
Welding) is a knoWn metallurgical process Wherein the ?rst 
and second metal members are heated by their oWn electrical 
resistance to a semi-fused or a fused state by the passage of 
very heavy electrical currents through the members for very 
short lengths of time, and are then Welded together, by 
forcing the ?rst and second members together under pres 
sure While the Welding current is applied across the mem 
bers. Resistance Welding has many advantages in ef?ciently 
and effectively providing consistently reliable Welds in 
high-volume manufacturing operations, When compared to 
alternative braZing or Welding methods using gas torches or 
electrical arcs. 

[0003] In order to achieve a complete resistance Weld of 
the interface betWeen the tWo mating members, the members 
must ?t together very tightly at the interface at the time 
Welding current is applied. The need for having the members 
?t together tightly, makes it so dif?cult to economically 
resistance Weld together thin-Walled metal members, in the 
form of sheets, tubes, or similar shapes, in high-volume 
production, even Where the con?guration of the members is 
fairly simple, that such members are typically braZed or arc 
Welded together rather than being resistance Welded. 

[0004] For example, in the past, prior to joining a metal 
sheet to a tube intersecting the sheet at an angle, the mating 
edges or surfaces of the members to be joined had to be cut 
or prepared along a three-dimensional contour so that the 
intersection betWeen the members Would ?t together tightly 
enough before Welding to alloW a good Weld joint to be 
made. This can be very dif?cult to achieve in thin-Walled 
members that tend to ?ex under the pressure of the tooling 
used for preparing the mating edges or surfaces. The manu 
facturing costs for preparing the edges of the members to 
achieve an acceptably tight ?t before Welding, together With 
the cost of engineering for designing the members them 
selves and the equipment used for machining the members 
to achieve a tightly ?lling interface is undesirably high. 

[0005] In addition to the cost associated With machining 
the members, complex ?xtures Were required in the past to 
hold the members in position and to apply pressure along an 
interface, Which is often three-dimensional, during resis 
tance Welding of the interface. 

[0006] Commonly assigned US. patent application Ser. 
No. 09/969,066, titled “Method For Metallurgically Attach 
ing Together TWo Members” by Ananthanarayanan, et al, 
Which is incorporated herein by reference, provides a 
method for resistance Welding together an interface betWeen 
tWo annular shaped members having one member ?tted into 
a hole in the second member. One member includes a 
through hole having a longitudinal axis and ?rst and second 
longitudinal ends, and a longitudinally projecting ?ange 
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surrounding the hole. The second member includes a solid 
transversely-projecting annular rim. The second member is 
partially disposed through the hole in the ?rst member With 
the ?ange of ?rst member projecting aWay from the rim of 
the second member, and applying clamping pressure and 
electrical current through electrodes to form a Weld, Wherein 
after the Weld is created, the rim of the second member is 
seated on the ?rst member at the ?rst longitudinal end of the 
through hole. The method may be used for second members 
?tting into the hole in the ?rst member With either an 
interference or a non-interference ?t betWeen the ?rst and 
second members. The electrodes may be used for longitu 
dinally compressing the transversely-projecting solid annu 
lar rim, and transversely compressing the longitudinally 
projecting ?ange during the Welding process to achieve a ?t 
tight enough for a high quality resistance Weld to be made 
at the interface betWeen the ?rst and second members. 

[0007] While the approach disclosed by Ser. No. 09/969, 
066 to Anananthanarayanan, et al, Works Well With certain 
annular shaped members, such as tubes, and alleviates many 
of the problems described above, further improvement is 
desirable to alloW resistance Welding of non-annular shaped 
members, and to further facilitate resistance Welding of 
thin-Walled annular shaped members. 

[0008] What is needed, therefore, is an improved method 
for resistance Welding of thin-Walled sheet metal tubes and 
similar shapes. 

SUMMARY OF THE INVENTION 

[0009] Our invention provides such an improved method 
for resistance Welding of thin-Walled sheet metal tubes and 
similar shaped members, through utiliZation of a folded rim 
on one of the members that de?nes an air gap inside the 
folded rim. The folded rim is forced against the other 
member under suf?cient pressure to ?atten the folded rim to 
a point that there remains substantially no air gap inside the 
folded rim, and the members are resistance Welded together. 

[0010] Through practice of our invention, thin-Walled 
sheet metal tubes and similar shaped members can be 
Welded together With signi?cantly less need for a close 
pre-Weld ?t betWeen the members than Was required in prior 
methods for joining such thin Walled members. Our inven 
tion may also be used With members of non-annular shape. 

[0011] The folded rim on the ?rst of the tWo members, and 
the second member, may de?ne faying surfaces, With the air 
gap inside the folded rim extending generally parallel to the 
faying surfaces of the members. The method may further 
comprise forcing the faying surfaces of the folded rim and 
second member against one another by applying pressure 
through the folded rim in a direction generally perpendicular 
to the faying surfaces. 

[0012] The ?rst and second members may de?ne a junc 
ture betWeen one another, intersecting and extending from 
the faying surfaces, and the method may further include 
engaging the folded rim of the ?rst member With a ?rst 
electrode having a portion thereof extending beyond the 
folded rim, and applying pressure against the folded rim 
With the ?rst electrode in a ?rst direction generally perpen 
dicular to the faying surfaces. The second member is 
engaged With a second electrode, and pressure is applied 
against the second member With the second electrode in a 
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direction opposite the ?rst direction. An electrical current 
may then be applied betWeen the electrodes for resistance 
heating of the ?rst and second members, and the ?rst 
electrode moved toWard the second electrode, While resis 
tance Welding together the ?rst and second members, to a 
point Where the portion of the ?rst electrode extending 
beyond the folded rim contacts the second member. Pressure 
and electrical current may be continued after the portion of 
the ?rst electrode extending beyond the folded rim contacts 
the second member, to thereby continue resistance heating 
of the juncture and force a portion of the material from the 
melted folded rim to How into the juncture betWeen the ?rst 
and second members for Welding them together. 

[0013] Pressure and a ?rst level of electrical current ?oW 
through the ?rst and second members may be continued for 
a ?rst period of time for softening the rim by electrical 
resistance heating and causing the softened rim to deform 
against the second member. A second level of electrical 
current higher than the ?rst level of current may then be 
applied for a second period of time sufficient to at least 
partially melt the folded rim and form a deformation resis 
tance Weld betWeen the ?rst and second member. The 
method may further include applying the second level of 
electrical current for a period of time suf?cient to substan 
tially completely melt the folded rim. The ?rst and second 
members may de?ne a juncture thereof intersecting and 
extending from the faying surfaces, and the pressure and 
electrical current at the second level are maintained for a 
period of time suf?cient for a portion of the material from 
the melted folded rim to How into the juncture and Weld 
together the ?rst and second members. 

[0014] The foregoing and other features and advantages of 
our invention Will become further apparent from the folloW 
ing detailed description of exemplary embodiments, read in 
conjunction With the accompanying draWings. The detailed 
description and draWings are merely illustrative of our 
invention rather than limiting, the scope of the invention 
being de?ned by the appended claims and equivalents 
thereof. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0015] FIGS. 1A through 1C are progressive cross sec 
tions of an exemplary embodiment of Welded joint betWeen 
tWo tubes joined co-linearly end-to-end through the use of 
folded rim, by the method of our invention; 

[0016] FIG. 2 is a cross section of an exemplary embodi 
ment of Welded joint betWeen tWo tubes joined end-to-end, 
at an angle to one another, by the method of our invention; 

[0017] FIG. 3 is a cross section shoWing a small tube 
Welded to a large tube, by the method of our invention, With 
the axis of the smaller tube oriented perpendicularly to the 
axis of the larger tube; 

[0018] FIGS. 4A and 4B shoW tWo tubes of similar 
diameter joined to form a tee junction, by the method of our 
invention, With additional forming operations used in con 
junction With the folded rim of our invention to provide an 
oval end on one tube and localiZed ?attening the Wall of the 
second tube; 

[0019] FIG. 5 shoWs an application of our method in a 
joint having a non-tubular member in the form of a ?at 
stamping having a folded rim, Welded into a slot in a tube, 
according to our invention; 
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[0020] FIG. 6 shoWs a U-shaped channel having a folded 
rim, Welded to a tube having a locally ?attened area With a 
notch for receiving the end of the channel and the folded rim, 
according to our invention; and 

[0021] FIG. 7, shoWs a butt Welded joint, according to our 
invention, betWeen a ?rst member having a folded rim and 
a second member. 

DETAILED DESCRIPTION OF THE 
PRESENTLY PREFERRED EMBODIMENTS 

[0022] FIGS. 1A through FIG. 1C sequentially depict an 
exemplary embodiment of our invention for joining a second 
thin-Walled sheet metal member, in the form of a second 
tube 12, to a ?rst thin-Walled sheet metal member, in the 
form of a ?rst tube 10, by a process that We call “deforma 
tion resistance Welding.” 

[0023] The second tube 12 de?nes a longitudinal axis 14, 
and an inside and an outside surface 16, 18 of the second 
tube 12. The loWer axial end, as oriented in FIGS. 1-3, of the 
second tube 12 is formed outWard to form an annular shaped 
?ange 20 extending generally transversely to the longitudi 
nal axis 14. 

[0024] The ?rst tube 10 includes an annular Wall 22 
having inside and outside surfaces 24, 26, With a portion of 
the annular Wall 22 being shaped to form a folded rim 28 
extending radially outWard from the outer surface 26 of the 
?rst tube 10 in a generally transverse direction to the 
longitudinal axis 14. The inner surface 24 of the Wall 22 of 
the ?rst tube 10 de?nes an air gap 30 inside of the folded rim 
28. The upper end, as shoWn in FIGS. 1-3, of the ?rst tube 
10 includes a piloting portion 32 thereof extending longi 
tudinally from the folded rim 28, for insertion into the open 
end of the second tube 12 inside of the annular ?ange 20. 

[0025] The loWer surface of the annular ?ange 20 of the 
second member 10 and the upper surface of the folded rim 
28 respectively de?ne faying (i.e. mating) surfaces 34, 36 
thereof. The air gap 30 inside the folded rim 28 extends in 
a direction generally parallel to the faying surfaces 34, 36, 
both prior to and after resistance Welding the ?rst and second 
tubes 10, 12 together. 

[0026] With the piloting portion 32 of the ?rst tube 10 
inserted into the second tube 12 and the faying surfaces 34, 
36 contacting one another, as described above and shoWn in 
FIG. 1A, a Welded joint is formed betWeen the ?rst and 
second tubes 10, 12 by forcing the folded rim 28 against the 
annular ?ange 20 of the second member 12 under suf?cient 
pressure to ?atten the folded rim 28 to a point, as shoWn in 
FIG. 1B, Where there remains substantially no air gap 30 
inside the folded rim 28, and resistance Welding together the 
?rst and second members 10, 12. 

[0027] The folded rim 28 is forced against the annular 
?ange 20 by engaging the folded rim 28 With a ?rst electrode 
38, and applying pressure against the folded rim 28 With the 
?rst electrode 38 in a ?rst direction generally perpendicular 
to the faying surfaces 34, 36, While simultaneously engaging 
the annular ?ange 20 second member 12 With a second 
electrode 40, and applying pressure against the ?ange 20 
With the second electrode 40 in a direction opposite the ?rst 
direction. The folded rim 28 is ?attened by applying suf? 
cient pressure through the electrodes 38, 40, and moving at 
least one of the ?rst and second electrodes 38, 40 toWard the 
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other electrode 38, 40, While resistance Welding together the 
?rst and second tubes 10, 12, by applying an electrical 
current betWeen the electrodes 38, 40 for resistance heating 
of the ?rst and second members 10, 12 to a temperature that 
a metallurgical bond is formed at the faying surfaces 34, 36 
and betWeen the portion of the inner surface 24 Within the 
?attened folded rim 28. 

[0028] With some materials and joint con?gurations, it is 
advantageous apply pressure and a ?rst level of electrical 
current ?oW through the ?rst and second members 10, 12 for 
a ?rst period of time, for softening the rim 28 by electrical 
resistance heating and causing the softened rim 28 to deform 
against the second member 12, under the pressure exerted by 
the electrodes 38, 40. A second level of electrical current, 
higher than the ?rst level of current, is then applied for 
second period of time suf?cient to at least partially melt the 
folded rim 28, and form a deformation resistance Weld 
betWeen the ?rst and second members 10, 12. 

[0029] The space formed betWeen the faying surfaces 34, 
36 of the ?rst and second members 10, 12 de?nes a juncture 
42 betWeen the members 10, 12 that may be either a tight 
press ?t, or be a looser ?t to provide a small gap betWeen the 
faying surfaces 34, 36. The length of time that current is 
maintained at the second level for resistance Welding of the 
juncture 42 Will depend upon the degree of melting that is 
desired for a particular joint. 

[0030] For the joint shoWn in FIG. 1C, pressure and 
electrical current at the second level have been maintained 
at a level and for a period of time suf?cient to substantially 
completely melt the folded rim 28 and force the melted 
material from the folded rim 28 into the juncture 42 betWeen 
the ?rst and second tubes 10, 12. To facilitate complete 
melting of the folded rim 28, and the How of the material 
from the melted folded rim 28 into the juncture 42, the ?rst 
electrode 38 includes a portion 44 thereof that extends 
radially beyond the folded rim, in such a manner that the 
portion 44 of the ?rst electrode 38 extending beyond the 
folded rim 28 contacts the ?ange 20 second member 12, as 
pressure and movement of the electrodes are continued 
during the deformation resistance Welding process. When 
the ?rst electrode 38 has been moved into contact With the 
second tube 12, resistance heating of the juncture 42 is 
continued While a portion of the material from the melted 
folded rim 28 is forced into the juncture 42, to thereby 
facilitate How of the melted material into the juncture 42 
betWeen the ?rst and second members 10, 12 for Welding 
them together. In this manner, the melted material can be 
forced to How through a fairly long juncture 42, and the 
members 10, 12 to be joined can be maintained at an 
optimum temperature for ensuring that a complete and high 
quality Weld is formed. 

[0031] In some joints, it may be desirable to not com 
pletely melt the folded rim 28, but rather to maintain the 
pressure and electrical current at the second level only long 
enough to partially melt the folded rim 28 so that the faying 
surfaces 34, 36, and the inner surface 24 of the ?rst element 
10 Within the folded rim 28 are resistance Welded together, 
resulting in a joint having a reinforced Welded rim, essen 
tially as depicted in FIG. 1B. 

[0032] Where it is desirable to heat a joint to a ?rst 
temperature for a ?rst period of time to soften and alloW 
pressure forming of folded rim 28, and to then continue 
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heating the joint at a second level of current for a second 
period of time to completely melt the folded rim 28 during 
Welding, We have found that the ?rst level of electrical 
current applied during forming of the folded rim 28 may be 
approximately half of the second level of current applied 
during Welding, and that the ?rst and second periods of time 
may be substantially the same duration. It may also be 
desirable for some materials to pulse the current during 
either or both of the forming and Welding operations. The 
speci?c current levels and heating periods Will, of course, 
vary dependent upon factors including the joint con?gura 
tion, the materials used for the members, and the physical 
shape and thickness of the members, as is illustrated by the 
folloWing examples: 

EXAMPLE 1 

[0033] 

SHAPE: Tubular members .125 inches inside diameter 
THICKNESS: .050 inch Wall thickness 
FORMING CURRENT: 3-4 thousand amps; pulsed for 5—10 

cycles at 60 HZ. 
FORMING PRESSURE: 300 pounds force 
WELDING CURRENT: 6-8 thousand amps; pulsed for 5-10 

cycles at 60 HZ. 
WELDING PRESSURE: 300 pounds force 

EXAMPLE 2 

[0034] 

SHAPE: Tubular members 4-5 inches inside diameter 
THICKNESS: .125 inch Wall thickness 
FORMING CURRENT: 60 to 75 thousand amps; for 1 second 
FORMING PRESSURE: 800 to 1000 pounds force 
WELDING CURRENT: 125 to 150 thousand amps for one second 
WELDING PRESSURE: 800 to 1000 pounds force 

[0035] Those having skill in the art Will recogniZe that our 
invention may be practiced in many arrangements, Within 
the scope of our invention, other than the exemplary 
embodiments speci?cally described thus far. For example, 
our method may be utiliZed for joining tWo tubes 10, 12, 
end-to-end as described above, but at an angle as shoWn in 
FIG. 2, rather than co-linearly as Was the case in the joint 
shoWn in FIGS. 1A-1C. In the joint shoWn in FIG. 3, a small 
tube 10 is Welded to a large tube 12, With the axis 44 of the 
smaller tube 10 oriented perpendicularly to the axis 14 of the 
larger tube 12. It Will be appreciated that for a joint of this 
type, the ability to form the folded rim 28 against the 
compound curvature of the faying surfaces 34, 36 at the 
juncture 42 of the tubes 10, 12, eliminates the close tolerance 
machining required in prior joining methods, and consider 
ably simpli?es and facilitates both construction and opera 
tion of the equipment used to make the joint. 

[0036] FIGS. 4A and 4B shoW tWo tubes 10, 12 of similar 
diameter joined to form a tee junction. FIGS. 4A and 4B 
also illustrate an example of a joint having additional 
forming operations, speci?cally forming an oval end on one 
tube 10 and locally ?attening the Wall of the second tube 12, 
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used in conjunction With the folded rim 28 to form a 
deformation resistance Weld according to our invention. 

[0037] Our invention may also be utilized to join non 
tubular members. FIG. 5 shoWs a ?at stamping 46 having a 
folded rim 28, Welded into a slot 48 in a tube 50. FIG. 6 
shoWs a U-shaped channel 52 having a folded rim 28, 
Welded to a tube 54 having a locally ?attened area 56 With 
an notch 58 for receiving the end of the channel 52 and the 
folded rim 28. 

[0038] As shoWn in FIG. 7, our invention may also be 
used for butt Welding a ?rst member 60 having a folded rim 
28 to a second member 62, Without the use of a piloting 
portion 32 of the embodiment depicted in FIGS. 1A 
through IC. 

[0039] We Wish to expressly state that our invention may 
be utiliZed With virtually any metal that can be resistance 
Welded, including steel and aluminum. Our invention may 
be practiced With either AC Welding equipment, or DC 
Welding equipment of either polarity. Our invention may 
also be practiced using ?uxing or ?ller materials added as 
plating on the faying surfaces, or in other forms, to facilitate 
completing the Weld. 

[0040] In summary therefore, While the embodiments of 
our invention disclosed herein are presently considered to be 
preferred, various changes and modi?cations can be made 
Without departing from the spirit and scope of the invention. 
The scope of the invention is indicated in the appended 
claims, and all changes or modi?cations Within the meaning 
and range of equivalents are intended to be embraced 
therein. 

We claim: 

1. A method for joining a second member to a ?rst 
member having a folded rim extending therefrom, With the 
folded rim de?ning an air gap therein, the method compris 
ing: 

forcing the folded rim against the second member under 
suf?cient pressure to ?atten the folded rim to a point 
that there remains substantially no air gap inside the 
folded rim; and 

resistance Welding together the ?rst and second members. 
2. The method of claim 1, Wherein the second member 

and folded rim respectively de?ne faying surfaces thereof, 
the folded rim de?nes an air gap inside thereof extending 
generally parallel to the faying surfaces, and the method 
further comprises forcing the faying surfaces of the folded 
rim and second member against one another by applying 
pressure through the folded rim in a direction generally 
perpendicular to the faying surfaces. 

3. The method of claim 2, further comprising: 

engaging the folded rim of the ?rst member With a ?rst 
electrode and applying pressure against the folded rim 
With the ?rst electrode in a ?rst direction generally 
perpendicular to the faying surfaces; 

engaging the second member With a second electrode and 
applying pressure against the second member With the 
second electrode in a direction opposite the ?rst direc 
tion; and 
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moving at least one of the ?rst and second electrodes 
toWard the other electrode While resistance Welding 
together the ?rst and second members. 

4. The method of claim 2, Wherein the ?rst and second 
members de?ne a juncture thereof intersecting and extend 
ing from the faying surfaces, and the method further com 
prises: 

engaging the folded rim of the ?rst member With a ?rst 
electrode having a potion thereof extending beyond the 
folded rim; 

applying pressure against the folded rim With the ?rst 
electrode in a ?rst direction generally perpendicular to 
the faying surfaces; 

engaging the second member With a second electrode; 

applying pressure against the second member With the 
second electrode in a direction opposite the ?rst direc 
tion; 

applying an electrical current betWeen the electrodes for 
resistance heating of the ?rst and second members; 

moving the ?rst electrode toWard the second electrode, 
While resistance Welding together the ?rst and second 
members, to a point Where the portion of the ?rst 
electrode extending beyond the folded rim contacts the 
second member; and 

continuing to apply pressure and electrical current after 
the portion of the ?rst electrode extending beyond the 
folded rim contacts the second member, to thereby 
continue resistance heating of the juncture and force a 
portion of the material from the melted folded rim to 
How into the juncture betWeen the ?rst and second 
members for Welding them together. 

5. The method of claim 2 further comprising applying 
pressure and a ?rst level of electrical current ?oW through 
the ?rst and second members for a ?rst period of time for 
softening the rim by electrical resistance heating and causing 
the softened rim to deform against the second member. 

6. The method of claim 5 further comprising applying a 
second level of electrical current higher than the ?rst level 
of current for second period of time sufficient to at least 
partially melt the folded rim and form a deformation resis 
tance Weld betWeen the ?rst and second member. 

7. The method of claim 6 further comprising applying the 
second level of electrical current for a period of time 
suf?cient to substantially completely melt the folded rim. 

8. The method of claim 6, Wherein the ?rst level of current 
is about one half of the second level of current. 

9. The method of claim 6, Wherein the ?rst and second 
periods of time are substantially equal in length. 

10. The method of claim 7 Wherein the ?rst and second 
members de?ne a juncture thereof intersecting and extend 
ing from the faying surfaces, and the pressure and electrical 
current at the second level are maintained for a period of 
time sufficient for a portion of the material from the melted 
folded rim to How into the juncture and Weld together the 
?rst and second members. 

11. The method of claim 10 Wherein the juncture of the 
?rst and second members de?nes a gap therebetWeen for 
receipt of a portion of the material from the melted folded 
rim. 
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12. The method of claim 10, wherein the folded rim and 
second member de?ne corresponding faying surfaces 
thereof, and the method further comprises: 

engaging the folded rim of the ?rst member With a ?rst 
electrode having a potion thereof extending beyond the 
folded rim; 

applying pressure against the folded rim With the ?rst 
electrode in a ?rst direction generally perpendicular to 
the faying surfaces; 

engaging the second member With a second electrode; 

applying pressure against the second member With the 
second electrode in a direction opposite the ?rst direc 
tion; 

applying an electrical current betWeen the electrodes for 
resistance heating of the ?rst and second members; 

moving the ?rst electrode toWard the second electrode, 
While resistance Welding together the ?rst and second 
members, to a point Where the portion of the ?rst 
electrode extending beyond the folded rim contacts the 
second member; and 

continuing to apply pressure and electrical current after 
the portion of the ?rst electrode extending beyond the 
folded rim contacts the second member, to thereby 
continue resistance heating of the juncture and force a 
portion of the material from the melted folded rim to 
How into the juncture betWeen the ?rst and second 
members for Welding them together. 

13. The method of claim 1 Wherein at least one of the ?rst 
and second members has a tubular cross-section. 

14. The method of claim 1 Wherein neither of the ?rst and 
second members has a tubular cross-section. 

15. The method of claim 1 Wherein the second member 
includes a Wall thereof de?ning an opening therein for 
receipt of a portion of the ?rst member, and the ?rst member 
includes a portion thereof extending from the folded rim for 
insertion into the opening in the second member. 

16. The method of claim 15 Wherein the opening in the 
Wall of the second member is a through hole having a 
longitudinal axis extending generally perpendicular to a 
plane de?ned by the folded rim, With the through hole 
further having a ?rst and a second longitudinal end, the ?rst 
longitudinal end being located adjacent the folded rim of the 
?rst member. 

17. A method for joining a second member to a ?rst 
member by deformation resistance heating, the method 
comprising: 

forming a folded rim on the ?rst member having a faying 
surface thereof generally contoured to mate With a 
corresponding faying surface of the second member, 
With the folded rim also de?ning an air gap inside 
thereof extending generally parallel to the faying sur 
faces; 

Mar. 25, 2004 

forcing the folded the faying surfaces of the rim and 
second member against one another by applying suf 
?cient pressure through the folded rim in a direction 
generally perpendicular to the faying surfaces rim 
against the second member to ?atten the folded rim to 
a point that there remains substantially no air gap inside 
the folded rim; and 

applying an electrical current for resistance heating the 
?rst and second members. 

18. The apparatus of claim 17 further comprising applying 
a ?ller metal to a portion of at least one of the ?rst and 
second members that melts at a melting temperature loWer 
than the melting temperature of the ?rst and second mem 
bers. 

19. The method of claim 17 further comprising applying 
electrical current at a level and for a period of time suf?cient 
to at least partially melt the folded rim and form a defor 
mation resistance Weld betWeen the ?rst and second mem 
ber. 

20. The method of claim 18 Wherein the ?rst and second 
members de?ne a juncture thereof intersecting and extend 
ing from the faying surfaces, and the pressure and electrical 
current are maintained for a period of time suf?cient for a 
portion of the material from the melted folded rim to How 
into the juncture and Weld together the ?rst and second 
members. 

21. A method for deformation resistance Welding together 
a ?rst and a second member, the method comprising: 

forming a folded rim on the ?rst member, the folded rim 
having a faying surface thereof generally contoured to 
mate With a corresponding faying surface of the second 
member, the folded rim also de?ning an air gap inside 
thereof extending generally parallel to the faying sur 
faces; 

forcing the faying surfaces of the rim and second member 
against one another by applying pressure to the folded 
rim in a direction generally perpendicular to the faying 
surfaces against the second member; 

applying a ?rst level of electrical current through the ?rst 
and second members for a ?rst period of time suf?cient 
for softening the rim by electrical resistance heating 
and causing the softened rim to deform and ?atten 
against the second member to a point that there remains 
substantially no air gap inside the folded rim; and 

applying a second level of electrical current higher than 
the ?rst level of current for second period of time 
suf?cient to at least partially melt the folded rim and 
form a deformation resistance Weld betWeen the ?rst 
and second member. 


