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ENHANCED BRIGHTNESS LIGHT EMITTING 
DEVICE SPOT EMITTER 

BACKGROUND 

[0001] 1. Field of Invention 

[0002] The present invention relates generally to increas 
ing the brightness of a light emitting diode light source. 

[0003] 2. Description of Related Art 

[0004] FIG. 1 illustrates a lens 12 transmitting light gen 
erated by a light source 10 such as a light emitting diode. A 
key issue in designing light sources to be used With optical 
systems comprised of passive optical imaging elements, 
such as lens 12, is illustrated in FIG. 1. Only light emitted 
from the source area that is consistent With the optical 
invariant or etendue of lens 12 can be usefully focused onto 
the target area 20 (for example, a transparent microdisplay). 
The etendue of a given optical system is de?ned as: 

E=]](cos 6)dAdQ (1) 
[0005] Where 0 is the angle betWeen the normal to the 
surface element dA and the centroid of the solid angle 
element dQ. Etendue is a geometric property of the optics 
related to the divergence and cross-sectional area of the 
beam. The etendue cannot be decreased for if it Were, the 
energy density at the image could exceed that of the source, 
violating the second laW of thermodynamics. 

[0006] Source 10 may be, for example, a light emitting 
diode (LED), Which emits light in all directions from both 
the top and side surfaces. As illustrated in FIG. 1, only light 
16 emitted from the center of the top surface of source 10 
and Within the cone accepted by the lens can be focused on 
the target 20. Light 14 emitted from the sides of light source 
10, emitted from the top of source 10 far from lens 12, and 
emitted near lens 12 but at an angle outside the etendue 
limit, is not utiliZed by lens 12, and is lost. In the case of a 
light emitting diode light source 10, as the area of source 10 
increases, in general the total light emitted from source 10 
may also increase. HoWever, the etendue of lens 12 imposes 
a maximum value on the amount of light ?ux that an optical 
system using lens 12 can utiliZe, regardless of hoW large 
light source 10 is made. 

[0007] There are several Ways to increase the amount of 
usefully captured light in an optical system. First, a lens With 
a larger diameter 20 may be used. HoWever, as the diameter 
of a lens increases, the cost of the lens increases. Thus, it is 
desirable to limit the siZe of the lenses in an optical system, 
in order to control the cost. 

[0008] Second, the light ?ux per unit area of the light 
source may be increased. In the case of a light emitting diode 
light source, the amount of light generated per unit area is 
generally proportional to the electrical current density in the 
light generating layers of the device. Thus, the light per unit 
area may be increased by increasing the current density. 
HoWever, the efficiency of light emitting diodes usually falls 
at high current densities due to, for example, heating effects, 
saturation in the light emitting layers of the charge carriers 
that recombine to produce light, or the loss of con?nement 
of the charge carriers that recombine to produce light. The 
loss of light generating ef?ciency at high current density 
limits the amount of light generated per unit area that can be 
created in a light emitting diode. 
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SUMMARY 

[0009] In accordance With embodiments of the invention, 
the amount of usefully captured light in an optical system 
may be increased by concentrating light in a region Where it 
can be collected by the optical system. 

[0010] In some embodiments, a light emitting device 
includes a transparent substrate having a ?rst surface and a 
second surface opposite the ?rst surface, a region of ?rst 
conductivity type overlying the ?rst surface of the substrate, 
an active region overlying the region of ?rst conductivity 
type, and a region of second conductivity type overlying the 
active region. A re?ective material overlies a portion of the 
second surface of the substrate and has an opening through 
Which light exits the device. The re?ective material may be, 
for example, a re?ective metal, a non-specular paint, or part 
of an optical structure separated from the substrate by a layer 
of transparent material. The transparent material may be 
index-matched to the substrate. A Wavelength-converting 
material may cover the portion of the second surface of the 
substrate not covered by the re?ective material. 

[0011] In some embodiments, a light emitting device 
includes a substrate, a plurality of semiconductor layers 
overlying the substrate, and a contact disposed on a ?rst 
surface of the plurality of semiconductor layers. Light is 
extracted from the device through the ?rst surface. A re?ec 
tive material overlies a portion of the ?rst surface and has an 
opening through Which light exits the device. 

[0012] In some embodiments, a light emitting device 
includes a transparent member With a ?rst surface and an 
exit surface. At least one light emitting diode is disposed on 
the ?rst surface. The transparent member is shaped such that 
light emitted from the light emitting diode is directed toWard 
the exit surface. In some embodiments, the transparent 
member has tWo surfaces that form a Wedge, With the apex 
of the Wedge opposite the exit surface, and tWo parallel 
surfaces. LEDs are disposed on the tWo surfaces that form 
a Wedge, and the tWo parallel surfaces are coated With 
re?ective material. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0013] FIG. 1 illustrates an optical system including a 
light emitting diode, a lens, and a target image area. 

[0014] FIG. 2 illustrates a top vieW of a light emitting 
device according to embodiments of the present invention. 

[0015] FIG. 3 illustrates a cross sectional vieW of a light 
emitting device including a re?ective layer, according to an 
embodiment of the present invention. 

[0016] FIG. 4 illustrates a cross sectional vieW of an 
alternate embodiment of a light emitting device including a 
re?ective layer that covers both the sides as Well as a portion 
of the top of the chip. 

[0017] FIG. 5 illustrates a cross sectional vieW of a light 
emitting device including an optical element, according to 
an embodiment of the present invention. 

[0018] FIG. 6 illustrates a top vieW of the device shoWn 
in FIG. 5. 

[0019] FIG. 7 illustrates a cross sectional vieW of a light 
emitting device including a ?uorescent material, according 
to an embodiment of the present invention. 
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[0020] FIG. 8 illustrates a cross sectional vieW of a light 
emitting device including a dome, according to an embodi 
ment of the present invention. 

[0021] FIG. 9 illustrates an exploded vieW of a packaged 
light emitting device. 

[0022] FIG. 10 illustrates a cross sectional vieW of an 
alternate embodiment of a light emitting device. 

[0023] FIGS. 11A and 11B illustrate a device With LEDs 
disposed on the sides of a transparent Wedge. 

[0024] FIG. 12 illustrates a red LED disposed on a side of 
a transparent Wedge With a dichroic ?lter. 

DETAILED DESCRIPTION 

[0025] In accordance With embodiments of the invention, 
the amount of light captured in an optical system may be 
increased by directing light from the source into the etendue 
limit of the optical system so that it can be captured by the 
optical system. The light source may be a semiconductor 
light emitting device such as a light emitting diode. Embodi 
ments of the invention are applicable to semiconductor light 
emitting devices of various materials systems, including, for 
example, III-V systems such as III-nitride, III-phosphide, 
and III-arsenide, and II-VI systems. Further, embodiments 
of the invention are applicable to any semiconductor light 
emitting devices Where the device layers and substrate are 
reasonably transparent to light, including devices having 
both contacts formed on the same side of the device, such as 
?ip-chip and epitaxy-up devices, as Well as devices having 
contacts formed on opposite sides of the device. 

[0026] FIG. 2 illustrates a top vieW of a light emitting 
device, the side of the device through Which light is 
extracted and Which is often adjacent to optics such as 
lenses. A portion of the device face illustrated in FIG. 2 is 
covered by a re?ective layer 22. Light only escapes from 
region 24, Which may correspond to the maximum source 
area consistent With the etendue-limit of a lens in the optical 
system. 

[0027] FIG. 3 illustrates a cross sectional vieW of a light 
emitting device. A layer of ?rst conductivity type 26 is 
formed on a substrate 25. If the device shoWn in FIG. 3 is 
a III-nitride light emitting diode, ?rst conductivity type layer 
26 may be an n-type III-nitride layer and substrate 25 may 
be sapphire, SiC, GaN, or any other suitable substrate. A 
light emitting region 28, also referred to as the active region, 
is formed on ?rst conductivity type layer 26, then a layer of 
second conductivity type 32 is formed on active region 28. 
A ?rst contact 35 is connected to the layer of ?rst conduc 
tivity type and a second contact 34 is connected to the layer 
of second conductivity type. At least one of contacts 34 and 
35 may be re?ective. Interconnects 36 connect the light 
emitting diode to a submount. Interconnects 36 may be, for 
example, solder bumps or gold bumps. 

[0028] A re?ective layer 22 prevents light from escaping 
the device outside an area that matches the etendue-limit of 
a lens in the optical system. The semiconductor layers in an 
LED are typically quite transparent to light at the emission 
Wavelength. Thus, a light ray 30 Which Would normally 
escape substrate 25 outside the etendue-limit of lens 12 is 
re?ected off re?ective layer 22, transmitted through layers 
26, 28, and 32 Without absorption, then re?ected off re?ec 
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tive contact 34 until ray 30 escapes substrate 25 in region 24, 
the region of the surface of the light emitting diode that is not 
covered by re?ective layer 22. Re?ective layer 22 and 
re?ective contacts 34 and 35 create an optical cavity Where 
light generated from active region 28 outside the etendue 
limit of lens 12 is re?ected back and forth until the light 
reaches region 24, Where it can be utiliZed by lens 12. 

[0029] In one embodiment, re?ective layer 22 may be, for 
example, a metal having a re?ectivity greater than 90%. 
Optical modeling has demonstrated that using a metal hav 
ing a re?ectivity greater than 98% yields up to a 50% gain 
in light collected by the optical system. Examples of suitable 
metals are as silver, aluminum, rhodium, and gold. The 
re?ective metal may be selected based on the material on 
Which it is to be deposited, or the Wavelength of the light it 
is to re?ect. For example, gold is highly re?ective of light in 
the red or infra-red Wavelength ranges. 

[0030] In another embodiment, re?ective layer 22 may be, 
for example, a non-specular (White) highly-re?ective layer. 
One example of a suitable material is a White poWder or 
paint containing barium sulfate, such as White Re?ectance 
Coatings available from Munsell Color Services of NeW 
Windsor, NY. The non-specular layer may be applied by, for 
example, painting or electrophoretic deposition. 

[0031] FIG. 4 illustrates an alternative embodiment of the 
invention, Where re?ective layer 22 extends doWn over the 
sides of the light emitting diode. A ray of light 38 Which 
Would normally be emitted out the side of the light emitting 
diode is re?ected off re?ective layer 22 on the side of the 
device, then re?ected off re?ective layer 22 on the top of the 
light emitting diode, then re?ected off re?ective contact 34 
until it escapes through substrate 25 in region 24. In embodi 
ments Where re?ective layer 22 is insulating, such as When 
re?ective layer 22 is a non-specular paint layer, re?ective 
layer 22 may be deposited directly on the sides of the light 
emitting diode. In embodiments Where re?ective layer 22 is 
conducting, such as When re?ective layer 22 is a re?ective 
metal, a dielectric layer must ?rst be deposited over the sides 
of the light emitting diode, to prevent re?ective layer 22 
from creating a short betWeen the layer of ?rst conductivity 
type and the layer of second conductivity type. Alternatively, 
if re?ective layer 22 is conducting, it may cover only part of 
the sides of the light emitting diode such as the sides of 
substrate 25, so as not to create a short. 

[0032] Different materials may be used to create re?ective 
layer 22 in different areas on the light emitting diode. For 
example, a re?ective metal may be used on the top of the 
diode, While an insulating non-specular material may be 
used on the sides of the diode. 

[0033] FIG. 5 illustrates a device With an optical structure 
41 bonded to the light emitting diode. The top of optical 
structure 41 is shaped to re?ect light emitted outside the 
etendue-limit limit of an optical system back into the device, 
such that it can be extracted from region 24. Optical struc 
ture 41 includes a transparent material 44, and a re?ective 
layer 42 formed over some edges of transparent material 44. 
Re?ective layer 42 may be, for example, a re?ective metal 
such as those described above in the text accompanying 
FIG. 3. Transparent material 44 may be index-matched to 
the adjacent material, substrate 25 in FIG. 5. A light ray 46 
outside the etendue-limited area (region 24) is transmitted 
through transparent material 44, then re?ected off re?ective 
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layer 42. Light ray 46 reenters the device, Where it is 
re?ected off contact 34, then escapes substrate 25 in region 
24. Optical structure 41 may be used in conjunction With 
re?ective layer 22, shoWn in FIGS. 2-4. For example, optical 
structure 41 may be used on the top surface of the device, 
While a re?ective layer 22 is used on the sides of the device. 

[0034] FIG. 6 illustrates a top vieW of the device shoWn 
in FIG. 5. Three concentric circles 49 correspond to the ends 
of portions of re?ective layer 42 of optical structure 41, 
shoWn in FIG. 5. Note the light-escape area 24 need not be 
circular. Light-escape area 24 may be square, rectangular, 
oval, or any other shape. For example, if the light from the 
device is to be coupled into a long, thin lightguide, light 
escape area 24 may be long and thin. The boundary of the 
light emitting diode is shoWn by reference 45. 

[0035] FIG. 8 illustrates a cross sectional vieW of a device 
With an alternative optical structure, including a transparent 
dome 60. Portions of dome 60 are covered by a re?ective 
material 61 such that light is only emitted from dome 60 in 
the light-escape area 24. The device shoWn in FIG. 8 differs 
from the device shoWn in FIG. 5 in that dome 60 covers 
light-escape escape area 24, While optical structure 41 of 
FIG. 5 has a hole corresponding to light-escape area 24. As 
is clear to one of skill in the art, any suitable optical structure 
may be used according to embodiments of the invention, not 
just the dome structure shoWn in FIG. 8 or the fresnel-like 
structure shoWn in FIG. 5. 

[0036] FIG. 7 illustrates an embodiment of the invention 
Where a Wavelength-converting material is deposited over 
light-escape area 24. Material 50 may be, for example, a 
?uorescent material such as phosphor deposited over the 
region of substrate 25 that is left exposed re?ective layer 22. 
Though FIG. 7 shoWs material 50 deposited over the device 
illustrated in FIG. 3, any of the other embodiments 
described above may be combined With Wavelength-con 
verting material 50. If active region 28 is III-nitride such that 
the emission from active region 28 is blue, material 50 may 
be a Ce-doped Yttrium Aluminum Garnet (YAG) phosphor, 
Which absorbs blue emission and emits yelloW light. YelloW 
light from material 50 may mix With blue light from active 
region 28 such that the light from region 24 appears an 
intense White light source. 

[0037] FIG. 10 illustrates an embodiment of the invention 
Where the light emitting diode is an epitaxy-up device 
instead of a ?ip chip device. The device shoWn in FIG. 10 
has transparent contacts 82 instead of re?ective contacts. 
Light is extracted through the contacts. In embodiment 
illustrated in FIG. 10, re?ective material 22 is a metal, to 
Which Wire bonds 80 are connected for making electrical 
contact to transparent contacts 82. The bottom of substrate 
25 may be coated With a re?ective material (not shoWn). 

[0038] FIG. 9 is an exploded vieW of a packaged light 
emitting device. A heat-sinking slug 100 is placed into an 
insert-molded leadframe 106. The insert-molded leadframe 
106 is, for example, a ?lled, plastic material molded around 
a metal frame that provides an electrical path. Slug 100 may 
include an optional re?ector cup 102. The light emitting 
device die 104, Which may be any of the devices described 
above, is mounted directly or indirectly via a thermally 
conducting submount 103 to slug 100. An optical lens 108 
may be added. 

[0039] FIGS. 11A and 11B illustrate another device for 
directing light emitted by a source into the etendue-limit of 
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an optical system. The device of FIG. 11A has multiple light 
sources 91 and 92 disposed along the edges of a transparent 
Wedge 96. Wedge 96 may be, for example, sapphire, glass, 
acrylic, silicone, or any other suitable material capable of 
maintaining transparency When exposed to the light and heat 
emitted by light sources 91 and 92. The light sources may be 
LEDs mounted on submounts 94 and attached to the Wedge 
by, for example, gluing, pressing, or bonding. The siZe and 
shape of an exit surface 95 of transparent Wedge 96 is 
selected to correspond to the etendue-limit of an optical 
system (not shoWn). The sides of the Wedge With LEDs need 
not be completely covered With LEDs. portion of the sides 
not covered With LEDs may be coated With a re?ective 
coating. The sides of the Wedge Without LEDs may also be 
coated With a re?ective coating 93. The coated side 93 and 
LEDs 91 and 92 create a tapered cavity With only one 
opening, the exit surface. Since the semiconductor layers 
and substrate in LEDs 91 and 92 are transparent to the 
emitted light, the light is re?ected off sides 93 and the 
re?ective contacts of LEDs 91 and 92 until the light exit 
surface, as illustrated in FIG. 11B. The shape of the Wedge 
directs all light to the exit surface. In some embodiments, 
exit surface 95 has the same dimensions as a single LEDs, 
though it may be larger or smaller. 

[0040] A Wedge With eight perfectly re?ective LEDs and 
an exit surface the same siZe as a single LEDs produces eight 
times more light in the same area as a single LED. Real 
devices are generally not perfectly re?ective. AWedge With 
eight LEDs that are 85% re?ective Will produce four to ?ve 
times more light in the same area as a single LED. 

[0041] The Wedge device illustrated in FIGS. 11A and 
11B may be suitable as a source in many applications 
requiring high brightness, including, for example, projec 
tors, car headlights, ?ber optics, and theater lights. Homo 
geneous illumination of the exit surface makes the Wedge 
particularly suitable to projection applications. The siZe and 
shape of the exit surface of Wedge may be tailored to 
individual applications. 

[0042] In some embodiments, LEDs of different colors are 
mounted on the edges of Wedge 96, such that the light 
emitted from the exit surface is a mixture of the different 
colors. For example, red, blue, and green LEDs may be used 
such that the mixed light exiting the exit surface appears 
White. Red LEDs are generally not very re?ective of blue 
and green light. Thus, a dichroic materal may be used in 
embodiments including red LEDs, as illustrated in FIG. 12. 
A red ?ip chip LED 102 With a re?ective contact 101 is 
mounted on Wedge 96 With a dichroic ?lter 103 betWeen the 
LED and the Wedge. Red light 104 emitted from the active 
region of LED 102 passes through dichroic ?lter 103. Red 
light 105 inside the Wedge passes through dichroic ?lter 103, 
is re?ected off contact 101, then passes through dichroic 
?lter 103 again to reenter the Wedge. Blue or green light 106 
is re?ected by dichroic ?lter 103. The dichroic material is 
selected to re?ect blue and green light and to transmit red 
light. 
[0043] Having described the invention in detail, those 
skilled in the art Will appreciate that, given the present 
disclosure, modi?cations may be made to the invention 
Without departing from the spirit of the inventive concept 
described herein. Therefore, it is not intended that the scope 
of the invention be limited to the speci?c embodiments 
illustrated and described. 
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What is being claimed is: 
1. A light emitting device comprising: 

a substrate having a ?rst surface and a second surface 
opposite the ?rst surface; 

a region of ?rst conductivity type overlying the ?rst 
surface of the substrate; 

an active region overlying the region of ?rst conductivity 
type; 

a region of second conductivity type overlying the active 
region; 

a re?ective material overlying a portion of the second 
surface of the substrate, the re?ective material sur 
rounding an aperture through Which light eXits the 
device. 

2. The light emitting device of claim 1 further comprising: 

a ?rst side perpendicular to the second surface of the 
substrate, 

a re?ective material covering a portion of the ?rst side. 
3. The light emitting device of claim 2 Wherein the 

re?ective material covering the portion of the substrate is the 
same as the re?ective material covering a portion of the ?rst 
side. 

4. The light emitting device of claim 2 Wherein the 
re?ective material covering the portion of the substrate is a 
different material from the re?ective material covering a 
portion of the ?rst side. 

5. The light emitting device of claim 1 Wherein the 
re?ective material is a metal. 

6. The light emitting device of claim 5 Wherein the metal 
has a re?ectance greater than 90%. 

7. The light emitting device of claim 5 Wherein the metal 
is selected from the group consisting of silver, gold, alumi 
num, and rhodium. 

8. The light emitting device of claim 1 Wherein the 
re?ective material is a non-specular (White) layer. 

9. The light emitting device of claim 8 Wherein the 
non-specular layer comprises barium sulfate. 

10. The light emitting device of claim 7 Wherein the 
non-specular layer is insulating. 

11. The light emitting device of claim 1 further compris 
ing an optical system positioned near the second surface of 
the substrate. 

12. The light emitting device of claim 11 Wherein the 
portion of the substrate covered by the re?ective material is 
outside an area corresponding to an etendue-limit of the 
optical system. 

13. The light emitting device of claim 1 Wherein the 
re?ective material is separated from the substrate by a 
transparent material. 

14. The light emitting device of claim 13 Wherein the 
transparent material comprises a dome. 

15. The light emitting device of claim 13 Wherein the 
transparent material comprises a fresnel lens. 

16. The light emitting device of claim 13 Wherein: 

the substrate has a ?rst indeX of refraction; 

the transparent material has a second indeX of refraction; 
and 

the second indeX of refraction is greater than or equal to 
the ?rst indeX of refraction. 
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17. The light emitting device of claim 1 Wherein a portion 
of the substrate not covered by the re?ective material is 
covered by a Wavelength converting material. 

18. The light emitting device of claim 17 Wherein the 
Wavelength converting material is a phosphor. 

19. The light emitting device of claim 1 Wherein the 
aperture is located substantially in a center of the device. 

20. The light emitting device of claim 1 Wherein the 
aperture is one of circular and rectangular. 

21. The light emitting device of claim 1 Wherein light 
eXiting from the aperture comprises the primary light output 
of the device. 

22. A light emitting device comprising: 

a light emitting diode comprising a substrate, a plurality 
of semiconductor layers overlying the substrate, and a 
contact disposed on a ?rst surface of the plurality of 
semiconductor layers, Wherein light is eXtracted 
through the ?rst surface; and 

a re?ective material overlying a portion of the ?rst 
surface, the re?ective material having an aperture 
through Which light eXits the device. 

23. The light emitting device of claim 22 Wherein the 
contact is at least partially transparent. 

24. A light emitting device comprising: 

a transparent member having a ?rst surface, a second 
surface, and an eXit surface; 

at least a ?rst light emitting diode disposed on the ?rst 
surface; and 

one of a second light emitting diode and a re?ective 
coating disposed on the second surface; 

Wherein the transparent member is shaped such that light 
emitted from the at least one light emitting diode is 
directed toWard the eXit surface. 

25. The light emitting device of claim 24 further com 
prising a re?ective coating disposed on a portion of the ?rst 
surface not covered by the ?rst light emitting diode. 

26. The light emitting device of claim 24 Wherein the 
second surface is coated With a re?ective coating, the device 
further comprising: 

a third surface; 

a fourth surface coated With a material re?ective of light 
emitted from the ?rst light emitting diode; and 

a second light emitting diode disposed on the third 
surface; 

Wherein the ?rst and third surfaces form a Wedge With an 
apeX opposite the eXit surface, and the second and 
fourth surfaces are substantially parallel. 

27. The light emitting device of claim 26 Wherein the ?rst 
light emitting diode and the second light emitting diode each 
emit light at a different Wavelength. 

28. The light emitting device of claim 26 Wherein the 
second light emitting diode emits red light, the device 
further comprising a dichroic material disposed betWeen the 
second light emitting diode and the third surface. 

29. The light emitting device of claim 28 further com 
prising a third light emitting diode disposed on one of the 
?rst surface and the third surface, Wherein one of the ?rst 
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and the third light emitting diodes emits green light and the 
other of the ?rst and the third light emitting diodes emits 
blue light. 

30. The light emitting device of claim 26 Wherein the ?rst 
light emitting diode and the second light emitting diode each 
emit light of substantially the same color. 

31. The light emitting device of claim 24 Wherein the ?rst 
light emitting diode comprises: 

a transparent substrate; 

a plurality of semiconductor layers that are transparent to 
light emitted by the ?rst light emitting diode; and 

a contact re?ective of light emitted by the light emitting 
diode, Wherein the plurality of semiconductor layers 
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are disposed betWeen the transparent substrate and the 
contact. 

32. The light emitting device of claim 31 further com 
prising a submount attached to the contact, Wherein the ?rst 
light emitting diode is mounted on the ?rst surface such that 
the transparent substrate is closest to the ?rst surface. 

33. The light emitting device of claim 24 Wherein the ?rst 
surface and the eXit surface are not parallel. 

34. The light emitting device of claim 24 Wherein the 
transparent member is selected from the group consisting of 
sapphire, glass, acrylic, and silicone. 


