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(57) ABSTRACT 

A vertical trench double-diffused rnetal-oXide-serniconduc 
tor (DMOS) ?eld effect transistor characterized by a reduced 
drain-to-source resistance and a loWer gate charge and 
providing a high transconductance and an enhanced fre 
quency response. 
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METHOD OF FORMING VERTICAL MOSFET 
WITH ULTRA-LOW ON-RESISTANCE AND LOW 

GATE CHARGE 

CROSS-REFERENCES TO RELATED 
APPLICATIONS 

[0001] This application is a divisional of US. application 
Ser. No. 09/640,955, ?led Aug. 16, 2000, now US. Pat. No. 

, entitled “Vertical MOSFET With Ultra-loW Resis 
tance and LoW Gate Charge”, Which disclosure is incorpo 
rated herein by reference. A ?rst related application is US. 
application Ser. No. 09/640,954 in the names of Henry W. 
Hurst et al., and entitled “A Method of Creating Thick Oxide 
on the Bottom Surface of a Trench Structure in Silicon” and 
assigned to the present assignee. A second related applica 
tion is US. application Ser. No. 09/640,496 in the name of 
James J. Murphy, and entitled “Selective Oxide Deposition 
in the Bottom of a Trench” and assigned to the present 
assignee. Both of these applications are incorporated by 
reference for all purposes. 

STATEMENT AS TO RIGHTS TO INVENTIONS 
MADE UNDER FEDERALLY SPONSORED 

RESEARCH OR DEVELOPMENT 

[0002] NOT APPLICABLE 

REFERENCE TO A “SEQUENCE LISTING,” A 
TABLE, OR A COMPUTER PROGRAM LISTING 

APPENDIX SUBMITTED ON A COMPACT 
DISK 

[0003] NOT APPLICABLE 

BACKGROUND OF THE INVENTION 

[0004] The present invention relates to ?eld effect tran 
sistors (FETs) and, in particular, to trench double-diffused 
metal-oxide-semiconductor (DMOS) transistors and meth 
ods of fabricating the same. 

[0005] PoWer Metal-Oxide-Semiconductor Field Effect 
Transistors (MOSFETs) are Well knoWn in the semiconduc 
tor industry. One type of MOSFET is a double-diffused 
trench MOSFET, or What is knoWn as a “trench DMOS” 
transistor. A cross-sectional vieW of a portion of a typical 
n-channel trench DMOS transistor 10 is shoWn in FIG. 1. It 
should be pointed out that the relative thickness of the 
various layers are not necessarily draWn to scale. 

[0006] The trench DMOS transistor 10, shoWn in FIG. 1, 
includes an n-type substrate 100 over Which a substrate 
out-diffusion layer 101 is formed. An n-type epitaxial layer 
102 is formed over substrate out-diffusion layer 101 and a 
p-type body layer 108 covers epitaxial layer 102. One or 
more trenches 109 extend through the body layer 108 and a 
portion of the epitaxial layer 102. Gate oxide layer 104 lines 
the sideWalls and bottom of each trench 109 and a conduc 
tive material 106, typically doped polysilicon, lines gate 
oxide layer 104 and ?lls each trench 109. N+ source regions 
110 ?ank each trench 109 and extend a predetermined 
distance into body layer 108. Heavy body regions 112 are 
positioned Within body layer 108, betWeen source regions 
110, and extend a predetermined distance into body layer 
108. Finally, dielectric caps 114 cover the ?lled trenches 109 
and also partially cover source regions 110. Note that trench 
DMOS transistor 10 also typically includes one or more 
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metal layers, Which contact source regions 110, With adja 
cent metal layers separated by an insulating material. These 
metal layers are not shoWn in FIG. 1. 

[0007] FIG. 2 shoWs a doping concentration pro?le, taken 
along a cross-section labeled “xx” in FIG. 1. Cross section 
xx is representative of the resistance path 116 that a drain 
to-source current, IDS, encounters as charge carriers travel 
from source region 110 to the drain of trench DMOS 
transistor 10, When trench DMOS transistor is on. The 
various regions that comprise path 116 are source region 
110, body region 108, epitaxial layer 102, substrate out 
diffusion layer 101 and substrate 100. 

[0008] The resistance encountered by IDS due to the pres 
ence of these various regions is typically quanti?ed as the 
drain-to-source resistance, RDS(on). A high drain-to-source 
resistance, i.e. RDS(on), limits certain performance charac 
teristics of the transistor. For example, both the transcon 
ductance, gm, of the device, Which is a measure of the 
current carrying capability of the device (given a certain gate 
voltage) and the frequency response of the device, Which 
characteriZes the speed of the device, are reduced the higher 
RDS(on) is. Another factor that limits the speed of the trench 
DMOS transistor is the gate oxide charge, Qg. The higher Qg 
is the larger the gate-to-drain overlap capacitance becomes 
and, consequently, the loWer the sWitching capability of the 
device becomes. 

[0009] Because the drain-source voltage is dropped almost 
entirely across the channel region, Which comprises the 
body and epitaxial layers, the channel length, channel resis 
tance and channel concentration pro?le are critical charac 
teristics that affect the operating performance of a trench 
MOSFET. Whereas the absolute values of these character 
istics are important, so too is the controllability of their 
variation. Wide device-to-device variations negatively affect 
the reproducibility of a device having desired performance 
capabilities. 

BRIEF SUMMARY OF THE INVENTION 

[0010] Generally, according to an exemplary embodiment 
of the present invention a trench DMOS transistor and its 
method of manufacture is provided. The trench DMOS 
transistor is characteriZed by an ultra-loW on resistance (i.e., 
RDS(on)) and a loW gate charge. The method of manufacture 
minimiZes variations in the transistor characteristics by 
controlling out-diffusion from the substrate. 

[0011] In a ?rst aspect of the invention, a trench DMOS 
transistor is disclosed. In an exemplary embodiment the 
trench DMOS transistor comprises a substrate having a ?rst 
conductivity type that embodies a drain layer of the tran 
sistor, the substrate having a substrate doping concentration; 
a substrate out-diffusion layer formed over the substrate, the 
substrate out-diffusion layer having a ?rst major surface 
closest to the substrate that has a doping concentration 
approximately equal to that of the substrate doping concen 
tration and a second major surface having a loWer concen 
tration than the substrate doping concentration; a body 
region having a second conductivity type, Which is epitaxi 
ally formed over the substrate; at least one trench having a 
bottom and sideWalls, each trench extending through the 
substrate out-diffusion layer and the body region; a dielectric 
material lining the sideWalls and bottom of the at least one 
trench; a conductive material lining the dielectric material 
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and substantially ?lling the trenches; and source regions 
having the ?rst conductivity type positioned next to each 
trench Within the body region. 

[0012] In a second aspect of the invention, a substrate cap 
layer is positioned betWeen the substrate and the substrate 
out-diffusion layer in the trench DMOS transistor described 
in reference to the ?rst aspect of the invention. 

[0013] In a third aspect of the invention, the thickness of 
the dielectric material at the bottom of the trenches is thicker 
than a thickness of the dielectric material on the sideWalls of 
the trenches so that improved gate charge performance is 
realiZed. 

[0014] In a fourth aspect of the invention, a method of 
fabricating a trench DMOS transistor is disclosed. The 
method comprises providing a substrate having a ?rst con 
ductivity type that embodies a drain layer of the transistor, 
the substrate having a substrate doping concentration; form 
ing a substrate out-diffusion layer over the substrate, the 
substrate out-diffusion layer having a ?rst major surface 
closest to the substrate that has a doping concentration 
approximately equal to that of the substrate doping concen 
tration and a second major surface having a loWer concen 
tration than the substrate doping concentration; forming a 
body region having a second conductivity type over the 
substrate; forming one or more trenches through the sub 
strate out-diffusion layer and the body region, each trench 
having a bottom and sideWalls; forming a dielectric plug at 
the bottom of each trench; lining the sidewalls and bottom 
of each trench With a dielectric material; lining the dielectric 
material With a conductive material and substantially ?lling 
the trenches With the conductive material; and forming 
source regions having the ?rst conductivity type positioned 
next to each trench Within the body region. 

[0015] In a ?fth aspect of the invention, the dielectric plug 
described in reference to the fourth aspect of the invention 
is formed either by high density plasma chemical vapor 
deposition or sub-atmospheric chemical vapor deposition. 

[0016] A further understanding of the nature and advan 
tages of the inventions herein may be realiZed by reference 
to the remaining portions of the speci?cation and the 
attached draWings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0017] FIG. 1 shoWs a cross-sectional vieW of a conven 
tional trench DMOS transistor; 

[0018] FIG. 2 shoWs a doping concentration pro?le, taken 
along a cross-section labeled “xx” in FIG. 1, of the trench 
DMOS transistor shoWn in FIG. 1; 

[0019] FIG. 3 shoWs a cross-sectional vieW of an exem 
plary n-channel trench DMOS transistor 30 according to one 
embodiment of the present invention; 

[0020] FIG. 4 shoWs an exemplary doping concentration 
pro?le, taken along a cross-section labeled “yy” in FIG. 3, 
of the trench DMOS transistor shoWn in FIG. 3; 

[0021] FIG. 5 shoWs an exemplary process ?oW, accord 
ing to another aspect of the invention, for fabricating the 
trench DMOS transistor shoWn in FIG. 3; and 

[0022] FIGS. 6A-6K shoW cross-sectional vieWs of the 
formation of the trench DMOS transistor according to the 
process How shoWn in FIG. 5. 
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DETAILED DESCRIPTION OF THE 
INVENTION 

[0023] The present invention is directed at a trench MOS 
FET device, and its method of manufacture, that can be used 
in applications such as cellular phone poWer supplies, bat 
tery sWitching. The trench MOSFET of the present invention 
is de?ned by a structure having a loW drain-to-source 
resistance, loW gate charge and a method of fabrication that 
minimiZes device-to-device variations in operating charac 
teristics by controlling out-diffusion from the transistor 
substrate. 

[0024] FIG. 3 shoWs a cross-sectional illustration of an 
exemplary n-channel trench DMOS transistor 30 according 
to one embodiment of the present invention. Trench DMOS 
transistor 30 includes an n-type substrate 300, Which has a 
resistivity of, for example, 1-5 mQ-cm, over Which a sub 
strate cap layer 301 is formed. Substrate cap layer 301 is 
heavily doped and has a resistivity of, for example, 1 
mQ-cm. Substrate cap layer 301 functions to provide a more 
constant resistivity range than What substrate vendors typi 
cally guarantee. For example, substrate vendors typically 
guarantee that the resistivity of an Arsenic n-type substrate 
be only someWhere Within the range of 1-5 mQ-cm. As 
explained beloW, the more precisely controlled resistivity of 
substrate cap layer 301, relative to substrate resistivities, 
ensures a more predictable and stable channel length. 

[0025] A substrate out-diffusion layer 302 is formed over 
substrate cap layer 301. Substrate cap layer 301 functions to 
better control and reduce the channel length of trench 
DMOS transistor 30 by inhibiting substrate out-diffusion. 
Better control of the channel length leads to a more predict 
able and reproducible RDS(on), Qg and breakdoWn voltage. 
A p-type body 308 is formed over substrate out-diffusion 
layer 302. The thickness and resistivity of p-type body are, 
for example, 4 pm and 0.1 Q-cm, respectively. One or more 
trenches 309 extend through the body layer 308, substrate 
out-diffusion layer 302, substrate cap layer 301 and, pref 
erably, a portion of substrate 300. Gate oxide layer 304 lines 
the sideWalls and bottom of each trench 309 and a conduc 
tive material 306, for example, doped polysilicon, lines gate 
oxide layer 304 and ?lls each trench 309. The thickness of 
gate oxide layer 304 is preferably thicker at the bottom of 
each trench 309 than on the sideWalls of the trench 309. 

[0026] N+ source regions 310 ?ank each trench 309 and 
extend a predetermined distance into body layer 308. Heavy 
body regions 312 are positioned Within body layer 308, 
betWeen source regions 310, and extend a predetermined 
distance into body layer 308. Finally, dielectric caps 314 
cover the ?lled trenches 309 and also partially cover source 
regions 310. 

[0027] Trench DMOS transistor 30 also includes one or 
more metal layers, Which contact source regions 310, With 
adjacent metal layers separated by an insulating material. 
These metal layers are not shoWn in FIG. 3. 

[0028] Comparing trench DMOS transistor 30 to the 
trench DMOS transistor 10 in FIG. 1 reveals some impor 
tant distinctions. First, as Was described above, it is preferred 
that the thickness of gate oxide layer 304 be larger at the 
bottoms of each trench 309 than on the sideWalls of each 
trench 309. The reason for this is that a thicker gate oxide at 
the bottom trenches 309 alleviates high electric ?elds in the 
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vicinity of the bottom of trenches 309, thereby providing a 
higher breakdown voltage, BVdss. The relatively greater 
thickness also has the effect of reducing the drain overlap 
capacitance, so that the gate charge, Qg, is reduced. 

[0029] Second, trench DMOS transistor 30 does not incor 
porate an n-type epitaxial layer as trench DMOS transistor 
10 does (see, layer 102 in FIG. 1). The primary purpose of 
the epitaxial layer is to provide a region for depletion to 
avoid reach through. HoWever, While not necessarily limited 
to, the trench DMOS transistor of the present invention is 
envisioned to be mainly for loW voltage applications. A 
bene?t of the absence of any n-type epitaxial layer in trench 
DMOS transistor 30 is that a reduced current path is realiZed 
so that RDS(on) is loWered. As explained above, a loWer 
RDS(on) improves certain performance capabilities of the 
device, Which are characteriZed by, for example, a higher 
transconductance, gm, and an improved frequency response. 

[0030] Finally, body 308 is formed by epitaxial deposition, 
as compared to an implant/diffusion process as used in the 
manufacture of the trench DMOS transistor shoWn in FIG. 
1. The diffusion step in the manufacture of a trench DMOS 
is typically performed at high temperature and operates to 
drive all junctions, including the substrate out-diffusion 
layer 102, for example, in the trench DMOS transistor 
shoWn in FIG. 1. A typical diffusion cycle used in the 
manufacture of the trench DMOS transistor 10 of FIG. 1 can 
result in a substrate out-diffusion layer thickness of over 2 
gm. Because a diffusion cycle is not required for forming 
body 308 of trench DMOS transistor 30, the thickness of 
substrate out-diffusion layer 302 can be made much thinner, 
for example approximately less than or equal to 1 pm. 
Moreover, for a given channel length, channel 318 can hold 
more charge than that of a conventional trench DMOS 
transistor having a body formed using an implant/diffusion 
process. Because the channel 318 of trench DMOS transistor 
30 can hold more charge, it is less likely that drain-to-source 
punch-through Will occur. Hence, the channel length of 
channel 318 of trench DMOS 30 can be reduced. The 
reduction in length of channel 318 and substrate out-diffu 
sion layer 302, reduce the overall distance of the drain/ 
source path, so that a loWer RDS(on) is realiZed. 

[0031] Referring noW to FIG. 4, there is shoWn an exem 
plary doping concentration pro?le, taken along a cross 
section labeled “yy,” for the trench DMOS transistor 30 
shoWn in FIG. 3. Comparing this doping pro?le to the 
doping pro?le of a conventional trench DMOS transistor, 
shoWs that (1) there is no n-type epitaxial layer used in the 
trench DMOS transistor 30 of the present invention; (2) the 
channel length of the trench DMOS transistor 30 of the 
present invention is shorter; and (3) the substrate out 
diffusion layer is shorter and has a steeper concentration 
gradient for the trench DMOS transistor 30 of the present 
invention. All of these characteristics have the effect of 
reducing the overall drain to source current path, thereby 
making RDS(on) smaller. 

[0032] Referring noW to FIG. 5, there is shoWn an exem 
plary process ?oW, according to another aspect of the 
invention, for fabricating a trench DMOS transistor. This 
process How can be used, for example, to fabricate the trench 
DMOS transistor shoWn in FIG. 3. The process How shoWn 
in FIG. 5 Will noW be described in reference to FIGS. 6A 
through 6K. 
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[0033] The ?rst step, 500, a substrate 300, having a 
resistivity of, for example 1 to 5 mQ-cm is provided. This 
is shoWn in FIG. 6A. Next, in step 502, a substrate cap layer 
301 is formed over the substrate 300. Substrate cap layer 301 
has a resistivity of, for example less than or approximately 
equal to 1 mQ-cm and a thickness of approximately 1 pm. 
The structure folloWing step 502 is shoWn in FIG. 6B. 

[0034] FolloWing formation of cap layer 301 in step 502 a 
substrate out-diffusion layer 302 is formed over substrate 
cap layer 301. This is shoWn in FIG. 6C. In an alternative 
embodiment, an out-diffusion layer is formed coincidentally 
as various high-temperature processing steps (e.g. steps 530 
and 532 in FIG. 5) performed later in the fabrication 
process. In step 504 a p-type body region 308 is formed over 
substrate out-diffusion layer 302. Body region is formed, for 
example, using an implant and drive in process, using boron 
as the dopant With a dose of about 1E12 to 1E15 cm-2. 
FolloWing the drive in, body region 308 has a depth of 
approximately 4 pm. The structure folloWing step 504 is 
shoWn in FIG. 6D. Next, in step 506 an initial oxide layer 
is formed over the p-type body region 308, over Which an 
active area of transistor 30 is de?ned using, for example, 
standard photolithography. 

[0035] After the active area has been de?ned, in step 508 
trenches 309 are formed. Preferably, an anisotropic etch is 
used to create trenches 309. The anisotropic etch is in the 
form of a plasma, Which is an almost neutral mixture of 
energetic molecules, ions and electrons that have been 
excited in a radio-frequency electric ?eld. Different gases 
are used depending on the material to be etched. The 
principal consideration is that the reaction products must be 
volatile. For etching silicon, the reactants may be, for 
example, He:O2, NF3 and HBr the pressure may be, for 
example, 140 mTorr and the duration of the etch may be 
approximately 3 minutes. In this example, the trenches have 
a depth of approximately 2.5 pm. As shoWn in FIG. 6E, each 
trench 309 extends vertically doWnWard from an exposed 
surface of body region 308, into and through body region 
308, through substrate out-diffusion layer 302, through 
substrate cap layer 301 and partially into substrate 300. 

[0036] Next in the process, an oxide plug 303 is formed at 
the bottom of each trench 309. These oxide plugs 303 can be 
formed in a variety of Ways. In a ?rst embodiment of the 
invention to this regard, in step 510, sub-atmospheric chemi 
cal vapor deposition (SA-CVD) is used to deposit oxide on 
the sideWalls, bottom and over the upper and loWer corners 
of each trench 309. Then, in step 512, the oxide is etched 
back so that only an oxide plug 303 remains at the bottom 
of each trench 309. At this stage in the process a sacri?cial 
oxide, having a thickness of about 500 A may be deposited 
(step 514) and then stripped (step 516) to prepare the trench 
sideWalls for a gate oxide. These sacri?cial oxide and strip 
steps are optional. The oxide plug 303 can be alternatively 
formed using a process knoWn as high-density plasma 
chemical vapor deposition (HDP-CVD). Using this process, 
in step 520, oxide is deposited on the sideWalls, bottom and 
over the upper and loWer corners of each trench 309. Then, 
in step 522, the oxide is etched back using a Wet etch to leave 
an oxide plug 303 at the bottom of each trench 309. The 
structure folloWing formation of oxide plugs 303 is shoWn in 
FIG. 6F. 



US 2004/0142523 A1 

[0037] Next, in optional step 526, the threshold voltage of 
the structure can be adjusted by administering a p-type 
implant having, for example, an energy and dose of 70 keV 
and 3E13 cm-2, respectively. 

[0038] After trenches 309 are formed With the oxide plugs 
303, a gate oxide 304 is formed on the sideWalls of trenches 
309 as is shoWn in FIG. 6G. The thickness of gate oxide 304 
in this example, is preferably about 200 FolloWing 
formation of gate oxide 304, in step 528, trenches 309 are 
lined and ?lled With polysilicon and then doped using, for 
example, an n-type implant or by administering a conven 
tional POCL3 doping process. Doping can also be performed 
using an in-situ process, i.e., as the polysilicon is deposited. 
The structure folloWing step 528 is shoWn in FIG. 6H. 

[0039] Next in another optional step 530, a p+ heavy body 
region 312 can be formed betWeen adjacent trenches 309. In 
this example, a surface through Which heavy body region 
312 is to be formed is de?ned using, for example, conven 
tional photolithography. Through this surface, tWo separate 
p-type (e.g., boron) implants are performed, although in 
some applications a single implant may be suf?cient. In this 
example, a ?rst implant is performed at a dose and energy of, 
for example, 2E15 cm-2 and 135 keV, respectively and a 
second implant is performed at a dose and energy of 5E14 
cm-2 and 70 keV, respectively. The primary purpose of the 
?rst implant is to bring the depth of heavy body region 312 
as deep as is necessary to compensate for the n+ source 
region, Which is formed later in the process. The second 
implant has a loW energy but a high dose. The purpose of this 
implant is to extend high concentration of the p+ heavy body 
from the ?rst implant to the surface so that an ohmic contact 
can be formed. The dose is made high enough to accomplish 
this but not so high as to overcompensate the n+ source 
region, Which is formed later in the process. In an alternative 
embodiment, heavy body region can be formed folloWing a 
contact de?ning step (step 536), Which is performed later in 
the process. 

[0040] In step 532 a source region 310 is formed. Similar 
to formation of heavy body region 312, in this example a 
double implant is used. In this example, a surface through 
Which source region 310 is to be formed is de?ned using, for 
example, conventional photolithography. Through this sur 
face, tWo separate n-type implants are performed, although 
in some applications a single implant may be suf?cient. In 
this example, a ?rst implant of arsenic is performed at a dose 
and energy of, for example, SE15 cm-2 and 80 keV, respec 
tively and a second implant of phosphorous is performed at 
a dose and energy of 5E15 cm-2 and 60 keV, respectively. 
The purpose of the ?rst implant is to form a source region 
310 and the purpose of the second implant is to extend 
source region 310 to the surface so that a source contact can 
be formed. The structure folloWing formation of source 
region 310 is shoWn in FIG. 6J. 

[0041] Whereas the above description described formation 
of heavy body region 312 prior to the formation of source 
region 310, in an alternative embodiment the source region 
could be formed before formation of the heavy body region. 

[0042] Next, in step 534, an insulating layer, e.g., boro 
phosphosilicate glass, having a thickness in the range of 
about 5 to 15 kA is deposited over the exposed surface of the 
entire structure. Then the insulating layer is densi?ed or 
“?owed”. 
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[0043] In step 536, the insulating layer is patterned and 
etched using, for example, standard photolithography, to 
de?ne electrical contact areas for the trench DMOS struc 
ture. As shoWn in FIG. 6K, the etch is controlled to preserve 
insulating caps 314 over trenches 309. FolloWing step 536, 
metalliZation and passivation steps are performed, although 
they are not shoWn in the process diagramed in FIGS. 5 and 
6. One skilled in the art Would understand, hoWever, What is 
necessary to perform these steps. 

[0044] Although the invention has been described in terms 
of a speci?c process and structure, it Will be obvious to those 
skilled in the art that many modi?cations and alterations 
may be made to the disclosed embodiment Without departing 
from the invention. For example, one of skill in the art Would 
understand that one could begin With a p-type substrate to 
manufacture a p-channel trench DMOS, Which has silicon 
layer With complementary doping relative to the trench 
DMOS structure shoWn in FIG. 3. Also, all of the numbers 
provided for dimensions, temperatures, doping concentra 
tions, etc. are for illustrative purposes only and may be 
varied to re?ne and/or enhance particular performance char 
acteristics of the trench DMOS transistor. Hence, these 
modi?cations and alterations are intended to be Within the 
spirit and scope of the invention as de?ned by the appended 
claims. 

What is claimed is: 
1. A method of forming a ?eld effect transistor, compris 

ing: 

providing a silicon substrate of a ?rst conductivity type; 

forming a substrate cap layer of the ?rst conductivity type 
over the silicon substrate; 

epitaxially forming a body layer of a second conductivity 
type over the substrate cap layer; 

forming a trench extending through the body layer and the 
substrate cap layer, the trench having a bottom and 
sideWalls; and 

forming a source region of the ?rst conductivity type in 
the body layer adjacent the trench, 

Wherein a substrate out-diffusion region of the ?rst con 
ductivity type is formed betWeen the substrate cap layer 
and the source regions such that a spacing betWeen 
each source region and the substrate out-diffusion 
region de?nes a channel length of the ?eld effect 
transistor. 

2. The method of claim 1 further comprising: 

lining the sideWalls and bottom of the trench With a 
dielectric material; and 

lining the dielectric material With a conductive material 
and substantially ?lling the trench With the conductive 
material. 

3. The method of claim 2 Wherein a thickness of the 
dielectric material at the bottom of the trench is thicker than 
a thickness of the dielectric material on the sideWalls of the 
trench. 

4. The method of claim 2 further comprising: 

forming a dielectric plug at the bottom of each trench 
using high density plasma chemical vapor deposition. 
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5. The method of claim 2 further comprising: 

forming a dielectric plug at the bottom of each trench 
using sub-atmospheric chemical vapor deposition. 

6. The method of claim 2 Wherein: 

the trench extends through the substrate out-diffusion 
region, and 

the conductive material in the trench extends through a 
substantial depth of the substrate out-diffusion region. 

7. The method of claim 1 Wherein the trench extends 
partially into the silicon substrate. 

8. The method of claim 1 Wherein the substrate out 
diffusion region has a graded doping concentration decreas 
ing from a surface of the substrate out-diffusion region at an 
interface betWeen the substrate out-diffusion region and the 
substrate cap layer to an opposing surface of the substrate 
out-diffusion region. 

9. The method of claim 1 Wherein the substrate cap layer 
has a loWer doping concentration than that of the silicon 
substrate. 

10. The method of claim 1 Wherein the channel length 
extends vertically along a sideWall of the trench. 

11. The method of claim 1 further comprising: 

administering a channel implant to change a threshold 
voltage of the ?eld effect transistor. 

12. A method of forming a ?eld effect transistor, com 
prising: 

providing a silicon substrate of a ?rst conductivity type; 

forming a substrate cap layer of the ?rst conductivity type 
over the silicon substrate; 

epitaxially forming a body layer of a second conductivity 
type over the substrate cap layer; 

forming a plurality of trenches each extending through the 
body layer and the substrate cap layer, each trench 
having a bottom and sideWalls; 

lining the sideWalls and bottom of each trench With a 
dielectric material; 

lining the dielectric material With a conductive material 
and substantially ?lling each trench With the conductive 
material; and 

forming a plurality of source regions of the ?rst conduc 
tivity type in the body layer adjacent the plurality of 
trenches, 
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Wherein a substrate out-diffusion region of the ?rst con 
ductivity type is formed such that a spacing betWeen 
each source region and the substrate out-diffusion 
region de?nes a channel length of the ?eld effect 
transistor, the channel length extending vertically along 
a sideWall of each trench. 

13. The method of claim 12 Wherein: 

the plurality of trenches extend through the substrate 
out-diffusion region, and 

the conductive material in each trench extends through a 
substantial depth of the substrate out-diffusion region. 

14. The method of claim 12 Wherein the dielectric mate 
rial in each trench is thicker along the bottom of each trench 
than along the sideWalls of each trench. 

15. The method of claim 12 further comprising: 

forming a dielectric plug along the bottom of each trench 
so that each trench has a thicker dielectric material 
along its bottom than along its sideWalls. 

16. The method of claim 15 Wherein the dielectric plug in 
each trench is formed using high density plasma chemical 
vapor deposition. 

17. The method of claim 16 Wherein the dielectric plug in 
each trench is formed using sub-atmospheric chemical vapor 
deposition. 

18. The method of claim 12 Wherein the substrate out 
diffusion region has a graded doping concentration decreas 
ing from a surface of the substrate out-diffusion region at an 
interface betWeen the substrate out-diffusion region and the 
substrate cap layer to an opposing surface of the substrate 
out-diffusion region. 

19. The method of claim 18 Wherein the substrate cap 
layer has a loWer doping concentration than that of the 
silicon substrate. 

20. The method of claim 12 Wherein each trench extends 
partially into the silicon substrate. 

21. The method of claim 12 Wherein the substrate out 
diffusion region has a thickness of less than or equal to one 
micrometer. 

22. The method of claim 12 further comprising: 

administering a channel implant to change a threshold 
voltage of the ?eld. effect transistor. 


