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APPARATUS AND METHOD FOR 
LEAK-PROOFING SEAMS OF SYNTHETIC FIBER 

FABRIC ITEMS 

CITATION TO PARENT APPLICATION(S) 

[0001] This is a continuation-in-part With respect to co 
pending US. patent application Ser. No. 09/669,234 from 
Which priority is claimed pursuant to 35 U.S.C. 120. 

BACKGROUND OF THE INVENTION 

[0002] 1. Field of the Invention 

[0003] The present invention relates to apparatus and 
methods for repairing tents, tarps, and similar fabric Weather 
barrier items. 

[0004] 2. Background Information 

[0005] Conventional tents, tarps, and related fabric 
Weather barrier items, once made predominately of canvas, 
are noW predominately made of fabrics made from synthetic 
?bers, such as polyester. 

[0006] Avery serious problem encountered by tents users 
(the military in particular) relates to leaks along and seWn 
seams. Unlike natural ?bers from Which conventional tents 
Were once made, synthetic ?bers do not tend to sWell When 
exposed to moisture and thereby “seal” the needle holes of 
seams. Substantial experimentation and research has gone 
into trying to solve this problem, but thus far Without 
promising or economically viable results. The same prob 
lems are true With respect to tarps, vehicle tops, temporary 
roofs for ?eld dWellings, etc. as are made from like, syn 
thetic ?ber fabrics, but further discussion here With usually, 
simply refer to “tents” as a collective reference to all such 
items. 

[0007] It Would Well serve users of tents and similar 
Weather barrier fabric items, mass users in particular (the 
military being the prime example) to provide some meth 
odology by Which tents made from synthetic ?ber fabric can 
be made not to leak. Better still than making neW tents that 
do not leak, is providing a methodology by Which existing 
tents may be economically and effectively repaired to 
thereby avoid the very substantial expense of completely 
replacing existing tent inventories, again, particularly for 
mass users of tents. 

[0008] The present inventor previously developed certain 
technology Which has greatly advanced the art of tent leak 
repair, and such is the subject of the co-pending parent 
application of this continuation-in-part. HoWever, the inven 
tor has very recently completed Work and necessary testing 
on improved methods Which build on and substantially 
improve results in leak repair. The inventor’s original 
method as earlier disclosed still represents a substantial 
bene?t to those Who must deal With leaking tents, tarps, etc., 
but the presently disclosed method represents a further 
advance in this ?eld. 

SUMMARY OF THE INVENTION 

[0009] It is an object of the present invention to provide a 
neW and unobvious apparatus for repairing leaky tents and 
similar fabric items made of substantially synthetic fabric. 
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[0010] It is an object of the present invention to provide a 
neW and unobvious method for repairing leaky tents and 
similar fabric items made of substantially synthetic fabric. 

[0011] In satisfaction of these and related objectives, 
Applicant’s present invention provides a novel and unobvi 
ous apparatus and method for repairing (or initially com 
pleting at manufacture) items made from synthetic ?ber 
fabrics and Which, therefore, are not Water impervious along 
seWn seams. Modern tents, tarpaulins (“tarps”), aWnings and 
some vehicle tops are items Which are made from synthetic 
?ber fabrics and, therefore, are prone to leakage along 
seams. 

[0012] The present apparatus and method have been tested 
and proven to provide effective, highly economical repairs 
of existing tents, and to thereby provide an avenue for 
avoiding the substantial expense of replacing existing inven 
tories of tents, tarps, etc. 

[0013] The present apparatus and method solves a long 
felt, but unsatis?ed need Which is evidenced by the enthu 
siastic endorsement of military of?cials in Wanting to move 
forWard With governmental adopting of the herein described 
process. This, in turn, arises, not only from the effectiveness 
of the process, but its cost savings over the only present 
alternative to dealing With leaking tents—to replace them. 
The military in particular has repeatedly investigated the 
problem With leaking tents in particular, and, until the 
present method Was presented for consideration, Was With 
out any viable suggestion for dealing With existing inven 
tories. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0014] FIG. 1 is a side elevational vieW of the apparatus 
of the preferred embodiment. 

[0015] FIG. 2 is a perspective vieW of only the noZZle, 
roller and stripping portions of the apparatus of FIG. 1 
shoWn atop a to-be-leak-proofed fabric item (path of strip 
ping application demarcated by dotted lines). 

[0016] FIG. 3 is a perspective vieW of only the noZZle, 
roller and stripping portions of the apparatus of FIG. 1 
shoWn atop a to-be-repaired fabric item (tear shoWn in this 
draWing). 
[0017] FIG. 4 is a side elevational vieW of the noZZle 
portion of the above apparatus, shoWing orientation of the 
noZZle for effecting hot air ?oW Which is juxtaposed and 
substantially parallel to the surface of a to-be-treated fabric 
item. 

[0018] FIG. 5 is a front elevational vieW of the noZZle of 
the preferred apparatus, shoWing the ori?ce thereof. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

[0019] The present apparatus used in, and the method for 
“leak-proo?ng” seams of principally synthetic fabric tents, 
tarps, vehicle roofs, aWnings, and similar fabric shelter and 
enclosure items, or for repairing rips and Worn areas thereof, 
involves “Welding” strips of reinforced vinyl to the damaged 
or leaking item. An example of suitable vinyl material is 
described as 2% vinyl laminate tape, mil spec C-43006, Type 
2, Class 2. 
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[0020] The previously-referenced and earlier-disclosed 
method of the present inventor involved the same essential 
process as that described here, but certain details disclosed 
hereafter yield substantially better and more long-lasting 
results. 

[0021] Referring to FIGS. 1-6, the present method is best 
performed, and yields the best time ef?ciency When under 
taken With a tent Welding apparatus, Which in FIGS. 1 and 
2 is identi?ed generally by the reference number 10. 

[0022] Apparatus 10 simply rolls atop the surface of a 
to-be-repaired (or to-be-improved) fabric item A. Apparatus 
10 applies and Welds the vinyl stripping 20 as the user moves 
apparatus 10 across the surface of item A. 

[0023] Of course, inventor’s process, at its most basic 
level, can be carried out by-hand, in such instances as the 
repair of small items, or very small areas of an item, 
hoWever properly orienting a suitable hot air stream, apply 
ing and applying suitable pressure to the vinyl stripping 20, 
etc. is often more than one person can carry out alone, or any 
combination of persons can carry out effectively, even in 
concert. 

[0024] Apparatus 10 includes as its elemental components 
a rolling cart 11, a hot air bloWer assembly 12 mounted on 
cart 11, a hot air manifold 24 for receiving air ?oW from hot 
air bloWer assembly 12, a Welder noZZle 14 Which receives 
and appropriately focuses hot air from bloWer assembly 12 
as channeled via hot air manifold 24, a vinyl strip roll carrier 
assembly 16, and a surface roller 18. 

[0025] A hot air bloWer assembly 12 is, in the present 
context, simply an apparatus Which produces a super-heated 
jet of air. 

[0026] While alternative hot air bloWer assemblies 12 may 
be substituted, the presently preferred unit is the WEG 18PR 
model from Wegener North America, Inc. of Burr Ridge, Ill. 
Substituting a different hot air Welder Will require some 
calibration of heat and “creep speed” of cart 11, but the 
settings Which Will accomplish the required thermal Welding 
betWeen fabric and vinyl tape Will be apparent With little 
practice or effort. 

[0027] When using the WEB 18PR model Welder, one sets 
the heat setting to betWeen “6” and “7” and sets the speed 
setting to betWeen “41/2” and “5.” When using a 2% vinyl 
laminate tape satisfying mil spec C-43006, Type 2, Class 2, 
these settings Will result in an optimum heat Weld to effect 
an ideally sealed seam When repairing, for example, a 
standard Weight, polyester ?ber fabric military tent or 
vehicle cover (Mil C-44103 and C-20696 respectively). 

[0028] Surface roller 18 includes a heat-tolerant, slightly 
resilient outer surface, for effecting the most complete 
juxtaposition of stripping 20 to the surface of fabric item A. 

[0029] Vinyl stripping 20 is advanced from carrier assem 
bly 16 to a position for surface roller 18 to roll atop lengths 
of stripping 20 as it is lain atop the to-be-repaired fabric item 
A. Welder noZZle 14 is positioned for focusing hot air from 
bloWer assembly 12 very nearly to the point of juxtaposition 
betWeen stripping 20 and fabric surface item A. 

[0030] As depicted particularly in FIGS. 3-6, noZZle 14 is 
con?gured for directing ef?uent hot air ?oW from its ori?ce 
28 substantially juxtaposed, and in a direction Which is 
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substantially parallel to the surface of item A. Because 
bloWer assembly 20 cannot, as a practical matter, lie on the 
surface of item A, this involves a reorientation of noZZle tip 
22 relative to the long axis of manifold 24. 

[0031] A recently developed improvement of the present 
method, Which substantially improves performance and 
results of the inventor’s methodology, involves placing 
padding material 26 underneath fabric item A during repair. 
The preferred padding material 26 is 1A“, medium density 
silicone foam padding. Use of this padding material 26 
achieves at least tWo bene?ts: (1) it alloWs surface roller 18 
to conform stripping 20 to every irregularity of fabric item 
A(much as a rubber stamp produces the best, most complete 
image When some form of padding underlies the stamped 
paper, rather than merely a hard desk surface); and (2) it 
serves as an insulator Which retains heat in the immediate 
area of the Welding action, rather than alloWing it to heat 
sink into a cold surface underneath the fabric item AWhich, 
in turn, can dramatically affect the quality of the Weld and 
resulting over-all repair. During recent testing (Summer of 
2003), the addition of use of padding material 26 has 
substantially improved the present inventor’s over-all qual 
ity of repairs. 

[0032] As With the present inventor’s original methodol 
ogy, it is quite important to adequately clean fabric item A 
before attempting the Welding process. Simply Wiping the 
to-be-repaired area of fabric item AWith laquer thinner Will 
suf?ce. Such Wiping should clearly continue until any visible 
dirt, grease, etc. is removed, but, even if none is present, the 
process must still be undertaken, albeit for little more than 
a feW Wipes over the affected area. Once the surfaces have 
been prepared, apparatus 10 is used as described above. 

[0033] As is apparent from any logical interpretation of 
the draWings, use of apparatus 10 Will involve moving 
apparatus 10 in an “application direction” Whereby stripping 
20 is progressively lain atop fabric item A, With hot air ?oW 
from ori?ce 28 of noZZle 14 being directed to the progress 
ing line of juxtaposition betWeen stripping 20 as it is applied 
to the surface of fabric item A. As apparatus 10 rolls atop 
fabric item A, roller 18 applies pressure rearWard of the 
progressing line of juxtaposition (to the already-juxtaposed 
stripping 20 and fabric item A) to press the just-melted 
materials together and thereby effect the Weld. 

[0034] A user of the present method must be alert to 
charring of tape or fabric on the one hand, and inadequate 
Welding on the other. Minor adjustments to heat and/or 
speed of movement of apparatus 10 may be required as 
ambient temperature or other conditions may slightly 
adversely affect otherWise appropriate settings and methods. 
Minimal experience With the present method Will be 
required to recogniZe and correct such problems. Clearly, 
apparatus 10 should never be left in one position on fabric 
item 10, While bloWer assembly 12 is operative. 

[0035] In addition to heat settings, and speed of movement 
of apparatus 10, it is also important to insure that the 
to-be-repaired fabric item A is lain ?at on a ?at Working 
surface. OtherWise, ripples in the fabric or vinyl tape Will 
result in the materials coming closer or farther aWay from 
ori?ce 28 of noZZle 14 than is necessary to achieve an 
optimum Weld. 

[0036] Although the invention has been described With 
reference to speci?c embodiments, this description is not 
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meant to be construed in a limited sense. Various modi?ca 
tions of the disclosed embodiments, as Well as alternative 
embodiments of the inventions Will become apparent to 
persons skilled in the art upon the reference to the descrip 
tion of the invention. It is, therefore, contemplated that the 
appended claims Will cover such modi?cations that fall 
Within the scope of the invention. 

I claim: 
1. A method for repairing a synthetic ?ber fabric com 

prising the steps of: 

selecting a hot air Welding apparatus comprising: 

rolling support means; 

a hot air bloWer mounted to said rolling support means, 
said hot air bloWer having attached noZZle means for 
directing hot air from said hot air bloWer to a 
substantially de?ned area; 

vinyl stripping supply means supported on said rolling 
support means for, upon movement of said rolling 
support means in an application direction, progres 
sively applying elongate strips of said stripping to a 
fabric item Whereby said hot air from said hot air 
bloWer is directed to the progressive line of juXta 
position of said stripping and said fabric item as said 
Welding apparatus is moved across a surface of said 
fabric item; 

surface roller means for progressively applying pres 
sure to juxtaposed said stripping and said fabric item 
substantially adjacent said progressive line of juXta 
position; 
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placing that portion of a to-be-repaired said fabric item 
atop a padding member; 

orienting said rolling support means for moving said 
rolling support means in said application direction 
relative to said fabric item Whereby said stripping, upon 
actuation of said hot air bloWer, and is Weldingly 
applied to a desired length of said fabric item; and 

actuating said hot air bloWer. 
2. Aplastic strip applicator and Welder for use in applying 

plastic stripping to substantially synthetic items comprising: 

rolling support means; 

a hot air bloWer mounted to said rolling support means, 
said hot air bloWer having attached noZZle means for 
directing hot air from said hot air bloWer to a substan 
tially de?ned area; 

vinyl stripping supply means supported on said rolling 
support means for, upon movement of said rolling 
support means in an application direction, progres 
sively applying elongate strips of said stripping to a 
fabric item Whereby said hot air from said hot air 
bloWer is directed to the progressive line of juxtaposi 
tion of said stripping and said fabric item as said 
Welding apparatus is moved across a surface of said 
fabric item; and 

surface roller means for progressively applying pressure 
to juxtaposed said stripping and said fabric item sub 
stantially adjacent said progressive line of juxtaposi 
tion. 


