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(57) ABSTRACT 

The present invention relates to a medical device or implant 
made at least in part of a high strength, loW modulus metal 
alloy comprising Niobium, Tantalum, and at least one ele 
ment selected from the group consisting of Zirconium, 
Tungsten, and Molybdenum. The medical devices according 
to the present invention provide superior characteristics With 
regard to bio-compatibility, radio-opacity and MRI compat 
ibility. 
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METAL ALLOY FOR MEDICAL DEVICES AND 
IMPLANTS 

[0001] The present invention relates to an improved metal 
alloy for medical implants or devices for desired material 
properties. 

BACKGROUND OF THE INVENTION 

[0002] Amedical implant or device must satisfy a number 
of requirements. Factors affecting the choice of the medical 
implant or device and the material thereof are mainly all 
mechanical properties and biocompatibility. The material 
must not cause any in?ammatory reaction or allergic reac 
tion. Commonly used materials often include nickel, like 
medical grade 316L stainless steel, Which contains about 
16% nickel. For patients With an allergic reaction the 
implantation of such materials is contraindicated. Another 
consideration in material selection is the need for the 
implanting physician to be able to visualiZe the position of 
the medical implant or device during procedure to the 
desired target site in the body, and for purposes of eXami 
nation from time to time thereafter at the implant site, 
typically by X-ray ?uoroscopy. 

[0003] With the groWing importance of magnetic reso 
nance imaging (MRI), MRI compatibility is desirable. The 
metal alloys commonly used for implantation (like stainless 
steel 316) induce a local disturbance of the magnetic ?eld 
used in MRI, to the eXtent that imaging of surrounding tissue 
is impeded. Although alloys like Nitinol behave more 
favourably in MRI, their MRI compatibility is not consid 
ered to be sufficiently good. 

[0004] This invention relates to medical devices or 
implants in general such as catheters, guide Wires, stents, 
stent grafts and heart valve repair devices. 

[0005] Stents are generally thin Walled tubular-shaped 
devices composed of complex patterns of inter-connecting 
struts Which function to hold open a segment of a blood 
vessel or other body lumen like oesophagus and urethra. 
Stent grafts are stents With a circumferential covering or 
lining and are suitable for supporting a dissected artery or 
intimal ?ap that can occlude a vessel lumen. Stents and stent 
grafts are typically implanted by use of a catheter. Initially 
they are maintained in a radially compressed state to 
manoeuvre them through the lumen. Once in position, they 
are deployed. The material from Which the vascular pros 
thesis like stents or stent grafts is constructed must alloW the 
prosthesis to undergo eXpansion, Which typically requires 
substantial deformation. Once eXpanded the stent must 
maintain its siZe and shape and must be capable of With 
standing the structural loads, namely radial compressive 
forces, imposed on the stent as it supports the Walls of a 
vessel lumen. The Wall of the prosthesis must be sufficiently 
thick, depending on the stent material, not only to Withstand 
the vessel Wall recoil but also alloW the stent to be seen on 
the ?uoroscope. Finally, the prosthesis material must be 
biocompatible so as not to trigger any adverse vascular 
responses like restenosis or thrombus formation in the 
treated vessel. 

[0006] For medical devices such as all kind of catheters 
and guide Wires special mechanical properties are desired to 
have perfect trackability and pushability during the inter 
vention. Moreover, good radio-opacity and MRI compat 
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ibility are essential in order to survey medical procedures via 
X-ray and MRI. Finally also for these medical devices 
biocompatibility is a must. 

[0007] In the past years increased effort Was undertaken to 
?nd neW materials for medical implants and devices bearing 
superior characteristics over commonly used metals like 
stainless steel or titanium. Numerous publications focus on 
titanium alloys aiming at corrosion resistant, high strength 
and biocompatible alloys. As described for eXample in US. 
Pat. No. 6,312,455, US 2001/0007953, and WO 99/58184 
many Titanium-alloys thereof are super-elastic or shape 
memory alloys. Apseudo-elastic [3-titanium alloy fabricated 
from Titanium, Molybdenum, Aluminium and optionally 
Niobium, Chrome and Vanadium is described in US. Pat. 
No. 6,258,182. EP 0 788 802 provides a self-expanding stent 
consisting of a titanium alloy including at least about 68 
Weight percent titanium and optionally Niobium, Zirconium, 
and Molybdenum. US. Pat. No. 6,238,491 and WO 
00/68448 describe a Niobium-Titanium-Zirconium-Molyb 
denum alloy for medical devices providing a uniform 
[3-structure, Which is corrosion resistant, and can be pro 
cesses to develop high-strength and loW-modulus. The alloy 
comprises 29 to 70 Weight percent Niobium, 10 to 46 Weight 
percent Zirconium, 3 to 15 Weight percent Molybdenum and 
a balance of Titanium. In another approach Davidson (EP 0 
601 804) employ an alloy consisting essentially of Titanium, 
10 to 20 or 25 to 50 Weight percent Niobium and optionally 
up to 20 Weight percent Zirconium, the alloy having an 
elastic modulus less than 90 GPa. Similar Titanium-alloys 
for medical implants also published by Davidson comprise 
Titanium, 10 to 20 or 35 to 50 Weight percent Niobium and 
optionally up to 20 Weight percent each Zirconium and 
Tantalum (EP 0 437 079) or Titanium, 10 to 20 or 35 to 50 
Weight percent each Niobium and Tantalum and optionally 
up to 20 Weight percent Zirconium (US. Pat. No. 5,690, 
670). EP 0 707 085 also provides a loW modulus, bio 
compatible Titanium-base alloy for medical devices consist 
ing of 20 to 40 Weight percent Niobium, 4,5 to 25 Weight 
percent Tantalum, 2,5 to 13 Weight percent Zirconium and 
the balance Titanium. A further high strength, loW modulus 
and biocompatible Titanium-alloy is laid open in US. Pat. 
No. 4,857,269 and EP 0 359 446 consisting of Titanium and 
up to 25 Weight percent Niobium, Zirconium, and Molyb 
denum. EP 1 046 722 describes a corrosion resistant Tita 
nium-Zirconium-type alloy for medical appliances consist 
ing of 25 to 50 Weight percent Titanium, 5 to 30 Weight 
percent Niobium, 5 to 40 Weight percent Tantalum and 25 to 
60 Weight percent Zirconium. 

[0008] Further approaches to develop biocompatible, high 
strength alloys Which are also suf?ciently radio-opaque and 
do not contain Titanium are described in Us. Pat. No. 
6,478,815 and WO 02/43787. Both documents reveal stents 
made from at least 90 Weight percent Niobium. Niobium is 
a relatively soft and ductile metal, Which is alloyed With 
traces of other elements, eg Zirconium, Tantalum or Tita 
nium for reinforcement of the alloy. HoWever, Niobium 
surfaces cannot be electropolished because of their tendency 
to smear Stents fabricated from binary Tantalum-Alloys, 
namely Tantalum-Niobium and Tantalum-Tungsten, are dis 
closed in WO 02/05863. 
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DETAILED DESCRIPTION OF THE 
INVENTION 

[0009] Aim of the present invention is to provide an 
inventive material for medical implants and devices, Which 
comprises favourable mechanical properties, excellent bio 
compatibility, optimal radio-opacity While at the same time 
exhibiting minor image artefact in MRI examination (MRI 
compatibility) and does therefore overcome the drawbacks 
of recently available metals for medical purposes. 

[0010] The alloy ful?ls all mechanical and structural 
requirements according to its function in a medical implant 
or device. Moreover, the device is suf?ciently radio-opaque 
to alloW for good imaging of the device under x-ray Without 
the addition of an extra layer or portion of radio-opaque 
material. Also, the device is not overly bright and therefore 
does not obscure the image of the surrounding tissue, as 
Would be the case With a device made from an extremely 
dense material. In addition, the device is MRI safe and 
compatible, preferably also visible under MRI. 

[0011] Surprisingly, it has been found that the desired 
properties can be given to a metal alloy comprising Tanta 
lum, Niobium and at least one element selected from the 
group consisting of Tungsten, Zirconium and Molybdenum. 

[0012] Tantalum is knoWn as a very hard metal With a high 
melting point, high strength, and good ductility and is almost 
completely inert at body temperature. Tantalum has a high 
atomic number (73) and a density of 16.6 g/cm3 resulting in 
a high radio-opacity. Therefore, medical implants or devices 
made of pure tantalum have the disadvantage that they are 
excessively radio-opaque, leading to a completely black area 
on the x-ray image in the region Where the medical implant 
or device is located. 

[0013] The radio-opacity of the inventive metal alloy is 
adjusted by adding further elements possessing higher or 
loWer atomic numbers to the tantalum based alloy, Which 
loWers the density of the alloy. Niobium has an atomic mass 
of approximately half that of Tantalum. Thus, tailoring the 
density of the inventive alloy by variation of the Niobium 
portion alloWs achievement of appropriate radio-opacity for 
each medical device or implant manufactured at least in part 
of the inventive alloy. It is possible to fabricate an alloy 
according to the present invention, Which is suf?ciently 
radio-opaque to be readily visualiZed under x-ray during 
medical procedures and yet is not so radio-opaque as to 
interfere With the visualization of surrounding body tissue. 

[0014] The alloys of the invention shoW excellent melting 
and mixing properties With excellent uniformity since Nio 
bium and tantalum are arbitrarily miscible. Varying the 
amount of Tungsten, Zirconium and Molybdenum, or 
optionally, the amount of Cerium, Rhenium, or Hafnium, 
alloWs adjustment of the granular siZe of the alloy. 

[0015] Surprisingly, the alloy according to the present 
invention is stronger than pure tantalum and in speci?c 
compositions even stronger than stainless steel. In a pre 
ferred embodiment a stent is manufactured from the alloy of 
the invention comprising a tailored radio-opacity While 
having a reduced Wall thickness. Such a stent combines 
desired visibility under x-ray and excellent radial force With 
minimised delivery pro?le and less turbulence When 
employed in the vessel. 
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[0016] An additional advantage of the inventive alloy is 
the formation of a passive oxide ?lm primarily composed of 
Tantalum-oxide (Ta2O5), Which is generally more durable 
and more corrosion resistant than for example the chro 
mium-oxide ?lm formed during the passivation of stainless 
steel. 

[0017] The inventive alloy can be easily cold-Worked to 
increase strength and reduce elastic modulus. It is possible 
to form a hard, abrasion resistant surface on the inventive 
alloy through standard oxidation and nitridiZing methods 
knoWn by those skilled in the art. The presence of a hard, 
inert, abrasion resistant surface layer presents an important 
option for medical implants and devices in Which it is 
desirable to have loWer friction and Wear, electrical insula 
tion and improved corrosion resistance. 

[0018] To further improve the biocompatibility of the 
medical implant or device fabricated at least in part from the 
inventive alloy, at least a portion of the surface of the 
inventive alloy can be conversion surface hardened and/or 
coated. Such coatings can include, but are not limited to a 
polymer, a blend of polymers, a metal, a blend of metals, a 
ceramic and/or biomolecules, in particular peptides, pro 
teins, lipids, carbohydrates and/or nucleic acids (eg col 
lagen, heparin, ?brin, phosphorylcholine, cellulose, mor 
phogenic proteins or peptides, groWth factors). Further-more 
the alloy surface or the coatings can comprise stem cells 
and/or a bioactive substances, in particular drugs, antibiot 
ics, groWth factors, anti-in?ammatory agents and/or anti 
thrombogenic agents. Further, the surface can be modi?ed 
by electropolishing or mechanical polishing for formation of 
a completely smooth surface, sintering to achieve a porous 
coating as for example described in EP0601804, or by 
roughening procedures or microblasting, in particular sand 
blasting, to achieve a rough surface. 

[0019] The inventive alloy is useful in the manufacturing 
of a variety of medical implants and devices. The manufac 
ture of medical devices from the invention alloy includes 
minimal-invasive devices, in particular guide Wires, cath 
eters (balloon catheters, guiding catheter, angiographic cath 
eters, functional catheters, . . . ), intra-cavernous implants, in 

particular intra-oesophagus, intra-urethra, intra-tracheal 
implants and intra-vascular implants, in particular stents, 
stent grafts, stent graft connector, heart valve repair device 
or ?lters. 

[0020] Preferred alloys contain the folloWing elements: 

[0021] (a) betWeen about 0,1 and 70 Weight percent 
Niobium, 

[0022] (b) betWeen about 0,1 and 30 Weight percent 
in total of at least one element selected from the 
group consisting of Tungsten, Zirconium and Molyb 
denum, 

[0023] (c) up to 5 Weight percent in total of at least 
one element selected from the group consisting of 
Hafnium, Rhenium and Lanthanides, in particular 
Cerium, 

[0024] (d) and a balance of Tantalum 

[0025] The alloys preferably provide for a uniform beta 
structure, Which is uniform and corrosion resistant, and have 
the ability for conversion oxidation or nitridiZation surface 
hardening of the medical implant or device. 
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[0026] The tungsten content is preferably betWeen 0,1 and 
15 Weight percent. 

[0027] The Zirconiurn content is preferably betWeen 0,1 
and 10 Weight percent. 

[0028] The molybdenum content is preferably betWeen 0,1 
and 20 Weight percent an more preferably betWeen 0,1 and 
10 Weight percent. 

[0029] The niobiurn content is preferably betWeen 5 and 
25 Weight percent. 

[0030] Especially preferred alloys contain about 10 Weight 
percent Niobium and about 2,5 Weight percent Tungsten. 

[0031] Also preferred are alloys which comprise about 10 
Weight percent Niobiurn and about 7,5 Weight percent Tung 
sten. 

[0032] Also preferred are alloys which comprise about 10 
Weight percent Niobiurn and about 1 Weight percent Zirco 
niurn. 

[0033] Also preferred are alloys which comprise about 10 
Weight percent Niobiurn and about 3 Weight percent Zirco 
niurn. 

[0034] The invention also relates to medical implants or 
devices fabricated from the above-mentioned alloys, e.g. 
rninirnal-invasive devices, in particular catheters or guide 
Wires, or intra-cavernous implants, in particular intravascu 
lar irnplants, such as stents, a stent grafts, stent graft con 
nectors or heart valve repair devices. 

[0035] In the above implants and devices the surface of the 
metal alloys may be passivated by oxidation or nitridiZation, 
or may be electropolished, rnechanically polished, rnicro 
blasted, roughened or sintered, or may be coated With a 
polymer, a blend of polymers, a metal, a blend of metals, a 
ceramic and/or biornolecules, in particular peptides, pro 
teins, lipids, carbohydrates and/or nucleic acids; or may be 
coated With stern cells and/or a bioactive substance, in 
particular drugs, antibiotics, groWth factors, anti-in?amma 
tory agents and/or anti-thrornbogenic agents. 

EXAMPLE 

[0036] The invention may be carried out With an alloy of 
the following composition: 

[0037] Ta: 71,5 

[0038] Nb: 27,5 

[0039] Zr: 1,0 

[0040] Methods of producing the alloy are knoWn to the 
person skilled in the art. 

1. A medical irnplant or device fabricated from a metal 
alloy, said rnedical irnplant or device comprising compo 
nents at least partially fabricated from a metal alloy corn 
prising: 

(a) betWeen about 0.1 and 70 Weight percent Niobiurn; 

(b) betWeen about 0.1 and 30 Weight percent in total of at 
least one element selected from the group consisting of 
Tungsten, Zirconiurn and Molybdenurn; 
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(c) up to 5 Weight percent in total of at least one element 
selected from the group consisting of Hafniurn, Rhe 
niurn and Lanthanides; 

(d) and a balance of Tantalurn, 

Wherein the alloy provides for a uniform beta structure, 
Which is uniform and corrosion resistant, and has the 
ability for conversion oxidation or nitridiZation surface 
hardening of the medical irnplant or device. 

2. A medical irnplant or device according to claim 1, 
Wherein the Lanthanide is ceriurn. 

3. A medical irnplant or device according to claim 1, 
Wherein the alloy cornprises betWeen 0.1 and 15 Weight 
percent Tungsten. 

4. A medical irnplant or device according to claim 1, 
Wherein the alloy cornprises betWeen 0.1 and 10 Weight 
percent Zirconiurn. 

5. A medical irnplant or device according to claim 1, 
Wherein the alloy cornprises betWeen 0.1 and 20 Weight 
percent Molybdenurn. 

6. A medical irnplant or device according to claim 1, 
Wherein the alloy cornprises betWeen 5 and 25 Weight 
percent Niobiurn. 

7. A medical irnplant or device according to claim 3, 
Wherein the alloy comprises about 10 Weight percent Nio 
biurn and about 2.5 Weight percent Tungsten. 

8. A medical irnplant or device according to claim 3, 
Wherein the alloy comprises about 10 Weight percent Nio 
biurn and about 7.5 Weight percent Tungsten. 

9. A medical irnplant or device according to claim 4, 
Wherein the alloy comprises about 10 Weight percent Nio 
biurn and about 1 Weight percent Zirconiurn. 

10. A medical irnplant or device according to claim 4, 
Wherein the alloy comprises about 10 Weight percent Nio 
biurn and about 3 Weight percent Zirconiurn. 

11. A medical irnplant or device according to claim 1, 
Wherein the medical device is a rninirnal-invasive device. 

12. Arnedical irnplant according to claim 11, Wherein the 
device is one of a catheter and a guide Wire. 

13. A medical irnplant or device according to claim 1, 
Wherein the medical implant is an intra-cavernous irnplant. 

14. A medical irnplant or device according to claim 13, 
Wherein the implant is an intravascular irnplant. 

15. Arnedical irnplant according to claim 13, Wherein the 
medical implant is one of the group consisting of a stent, a 
stent graft, a stent graft connector and a heart valve repair 
device. 

16. A medical irnplant or device according to claim 1, 
Wherein the metal alloy has a surface that is passivated by 
oxidation or nitridiZation. 

17. A medical irnplant or device according to claim 1, 
Wherein the metal alloy has a surface that is one of elec 
tropolished, rnechanically polished, rnicro blasted, rough 
ened and sintered. 

18. A medical irnplant or device according to claim 1, 
Wherein the metal alloy has a surface coated With at least one 
of the group consisting of a polymer, a blend of polymers, 
a metal, a blend of metals, a ceramic and biornolecules. 

19. A medical irnplant or device according to claim 18, 
Wherein the surface of the metal alloy is coated by at least 
one of the group consisting of peptides, proteins, lipids, 
carbohydrates and nucleic acides. 
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20. A medical implant or device according to claim 1, one of the group consisting of drugs, antibiotics, growth 
Wherein the metal alloy has a surface coated With at least one factors, anti-in?ammatory agents and anti-thrombogenic 
of stem cells and bioactive substance. agents. 

21. A medical implant or device according to claim 20, 
Wherein the surface of the metal alloy is coated With at least * * * * * 


