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POLYOLEFIN MULTILAYER PIPE 

FIELD OF THE INVENTION 

[0001] The invention relates to polyole?n multilayer 
pipes, ?ttings, chambers and the like Wherein at least one of 
the layers comprises a [3-nucleated propylene polymer, as 
Well as a process for producing them. 

BACKGROUND OF THE INVENTION 

[0002] Polyole?n multilayer pipes Wherein at least one of 
the layers of the multilayer pipe comprises a propylene 
polymer are knoWn. 

[0003] WO 98/43806 discloses a multilayer plastic tube, 
comprising a base tube consisting of a propylene polymer, a 
barrier layer coating the base tube, and a protective layer, 
containing a lubricant, applied on top of the barrier layer. 

[0004] WO 97/33117 discloses a multilayer pipe With at 
least tWo layers of different plastic materials, in Which one 
layer consists of a Ziegler-Natta propylene copolymer, 
optionally With 1-30% by Weight elastomer content. 

[0005] The disadvantage of these multilayer pipes is the 
insufficient balance of high stiffness and good impact prop 
erties, especially at loW temperatures. 

OBJECT OF THE INVENTION 

[0006] It is the object of the present invention to provide 
polyole?n multilayer pipes, Where at least one of the layers 
of the multilayer pipe comprises a [3-nucleated propylene 
polymer, With a superior combination of high stiffness and 
good impact properties, especially at loW temperatures. 

BRIEF DESCRIPTION OF THE INVENTION 

[0007] According to the present invention, this object is 
achieved by polyole?n multilayer pipes Where at least one of 
the layers of the multilayer pipe comprises a propylene 
homopolymer With melt indices of 0.05 to 10 g/10 min at 
230° C./2.16 kg or propylene copolymers from 90.0 to 
99.9% by Weight of propylene and 0.1 to 10.0% by Weight 
of ot-ole?ns With 2 or 4 to 18 carbon atoms With melt indices 
of 0.05 to 15 g/10 min at 230° C./2.16 kg, or miXtures 
thereof, Wherein the propylene homopolymers and/or pro 
pylene copolymers are [3-nucleated propylene polymers and 
the multilayer pipe With a pipe diameter of less than 0.25 m 
has an impact energy ED (normalised) of at least 400 Nm/m 
and a ring stiffness S determined according to ISO 9969 24 
kN/m2 and a multilayer pipe With a pipe diameter of 20.25 
m has an impact energy E of at least 120 Nm and a ring 
stiffness S determined according to ISO 9969 24 kN/m2. 

[0008] [3-nucleated propylene polymers are isotactic pro 
pylene polymers composed of chains in a 31 helical confor 
mation having an internal microstructure of [3-form spheru 
lites being composed of radial arrays of parallel stacked 
lamellae. This microstructure can be realiZed by the addition 
of [3-nucleating agents to the melt and crystalliZation. The 
presence of the [3-form can be detected through the use of 
Wide angle X-ray diffraction (Moore, J ., Polypropylene 
Hand-book, p. 134-135, Hanser Publishers Munich 1996). 

[0009] According to an advantageous feature of the 
present invention the [3-nucleated propylene polymers in at 
least one of the layers of the multilayer pipe are [3-nucleated 
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propylene homopolymers having an IRtZ098, a tensile 
modulus of 21500 MPa at +23° C. and a Charpy impact 
strength, using notched test specimens, at —20° C. 23 kJ/m2 
and/or [3-nucleated propylene block copolymers having an 
IR1 of the propylene homopolymer block of 20.98, a tensile 
modulus of 21100 MPa at +23° C. and a Charpy impact 
strength 26 kJ/m2 at —20° C. using notched test specimens. 

[0010] The IR1 of the propylene polymers is measured and 
calculated as described in EP 0 277 514 A2 on page 5 
(column 7, line 53 to column 8, line 11). 

[0011] According to a preferred embodiment the [3-nucle 
ated propylene homopolymers or the propylene homopoly 
mer block of the [3-nucleated propylene block copolymers 
have an IR1 of 20.985. The difference of 0.005 in IR, IR1 
being a measure for isotacticity, encompasses a signi?cant 
increase in mechanical polymer properties, especially in 
stiffness. 

[0012] The propylene homopolymers used in at least one 
layer of the multilayer pipe according to the present inven 
tion have melt indices of 0.05 to 15 g/10 min at 230° C./2.16 
kg, preferably 0.1 to 8 g/10 min at 230° C./2.16 kg, most 
preferably 0.2 to 5 g/10 min at 230° C./2.16 kg. 

[0013] The propylene copolymers have melt indices of 
0.05 to 20 g/10 min at 230° C./2.16 kg, preferably 0.1 to 8 
g/10 min at 230° C./2.16 kg, most preferably 0.2 to 5 g/10 
min at 230° C./2.16 kg. 

[0014] According to the present invention the propylene 
homopolymers used for at least one layer of the multilayer 
pipe shoW a tensile modulus E 1500 MPa, preferably 2 1600 
MPa and the propylene copolymers shoW a tensile modulus 
Z1100 MPa, preferably Z1300 MPa and most preferably 
2 1500 MPa. 

[0015] The propylene homopolymers according to the 
preseznt invention have a Charpy impact strength of 23 
kJ/m at —20° C., preferably 4 to 10 kJ/m2 at —20° C., most 
preferably 5 to 10 kJ/m2 at —20° C. 

[0016] The propylene copolymers according to the present 
invention have a Charpy impact strength of 26 kJ/m2 at 
—20° C., preferably Z9kJ/m2 at —20° C., most preferably 
210 kJ/m2 at —20° C. Charpy impact strength of up to at 
least 60 kJ/m2 is possible for copolymers used for the 
production of at least one layer of the multilayer pipe 
according to the invention. 

[0017] According to a preferred embodiment of the 
present invention the [3-nucleated propylene polymers With 
an IR1§098 in at least one of the layers of the multilayer 
pipe being propylene polymers obtained by polymeriZation 
With a Ziegler-Natta catalyst system comprising titanium 
containing solid components, an organoalumina, magne 
sium or titanium compound as cocatalyst and an eXternal 
donor according to the formula 

RXR'ySi(MeO)4,X,y, 
[0018] Wherein R and R‘ are identical or different and are 
branched or cyclic aliphatic or aromatic hydrocarbon resi 
dues, and y and X independently from each other are 0 or 1, 
provided that X+y are 1 or 2. 

[0019] Example of propylene polymers With high ste 
reospeci?ty obtained by polymeriZation With a Ziegler-Natta 
catalyst system, are propylene polymers as described in WO 
99/24478 and WO 99/16797. 
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[0020] A preferred external donor in the Ziegler-Natta 
catalyst system for producing the propylene polymers With 
high stereospeci?ty comprised at least in one of the layers of 
the multilayer pipe is dicyclopentyldimethoxysilane. 

[0021] According to an advantageous embodiment of the 
present invention the [3-nucleated propylene polymer con 
tains 0.0001 to 2.0 Wt %, based on the polypropylenes used, 

[0022] dicarboxylic acid derivative type diamide 
compounds from C5-C8-cycloalkyl monoamines or 
C6-C12-aromatic monoamines and C5-C8-aliphatic, 
C5-C8-cycloaliphatic or C6-C12-aromatic dicarboxy 
lic acids, and/or 

[0023] diamine derivative type diamide compounds 
from C5-C8-cycloalkyl monocarboxylic acids or 
C6-C12-aromatic monocarboxylic acids and C5-C8 
cycloaliphatic or C6-C12-aromatic diamines, and/or 

[0024] amino acid derivative type diamide com 
pounds from amidation reaction of C5-C8-alkyl-, 
C5-C8-cycloalkyl- or C6-C12-arylamino acids, 
C5-C8-alkyl-,C5-C8-cycloalkyl- or C6-C12-aromatic 
monocarboxylic acid chlorides and C5-C8-alkyl-, 
C5-C8-cycloalkyl- or C6-C12-aromatic mono 
amines, and/or 

[0025] quinacridone derivative compounds of the 
type quinacridone compounds, quinacridonequinone 
compounds, and/or dihydroquinacridone type com 
pounds, and/or 

[0026] dicarboxylic acid salts of metals from group 
IIa of periodic system and/or mixtures of dicarboxy 
lic acids and metals from group IIa of periodic 
system, and/or 

[0027] salts of metals from group IIa of periodic 
system and imido acids of the formula 

R 

[0028] Wherein x=1 to 4; R=H, —COOH, C1-C12 
alkyl, C5-C8-cycloalkyl or C6-C12-aryl, and 
Y=C1-C12-alkyl, C5-C8-cycloalkyl or C6-C12 
aryl-substituted bivalent C6-C12-aromatic resi 
dues, 

[0029] 
[0030] Example of the dicarboxylic acid derivative type 
diamide compounds from C5-C8-cycloalkyl monoamines or 
C6-C12-aromatic monoamines and C5-C8-aliphatic, C5-C8 
cycloaliphatic or C6-C12-aromatic dicarboxylic acids, 
optionally contained in the [3-nucleated propylene polymers 
of at least one of the layers of the multilayer pipe, are 

[0031] N,N‘-di-C5—C8-cycloalkyl-2,6-naphthalene 
dicarboxamide compounds such as N,N‘-dicyclo 
hexyl-2,6-naphthalene dicarboxamide and N,N‘-di 
cyclooctyl-2,6-naphthalene dicarboxamide, 

[0032] N,N‘-di-C5—C8-cycloalkyl-4,4-biphenyldicar 
boxamide compounds such as N,N‘-dicyclohexyl-4, 

as [3-nucleating agent. 
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4-biphenyldicarboxamide and N,N‘-dicyclopentyl-4, 
4-biphenyldicarboxamide, 

[0033] N,N‘-di-C5-C8-cycloalkyl-terephthalamide 
compounds such as N,N‘-dicyclohexylterephthala 
mide and N,N‘-dicyclopentylterephthalamide, 

[0034] N,N‘-di-C5-C8-cycloalkyl-l,4-cyclohexanedi 
carboxamide compounds such as N,N‘-dicyclohexyl 
1,4-cyclohexanedicarboxamide and N,N‘-dicyclo 
hexyl-1,4-cyclopentanedicarboxamide. 

[0035] Example of the diamine derivative type diamide 
compounds from C5-C8-cycloalkyl monocarboxylic acids or 
C6-C12-aromatic monocarboxylic acids and C5-C8-cy 
cloaliphatic or C6-C12-aromatic diamines, optionally con 
tained in the [3-nucleated propylene polymers of at least one 
of the layers of the multilayer pipe, are 

[0036] N,N‘-C6—ClZ-arylene-bis-benZamide com 
pounds such as N,N‘-p-phenylene-bis-benZamide 
and N,N‘-1,5-naphthalene-bis-benZamide, 

[0037] N,N‘-C5-C8-cycloalkyl-bis-benZamide com 
pounds such as N,N‘-1,4-cyclopentane-bis-benZa 
mide and N,N‘-1,4-cyclohexane-bis-benZamide. 

[0038] N,N‘-p-C6-C12-arylene-bis-C5-C8-cycloalkyl 
carboxamide compounds such as N,N‘-1,5-naphtha 
lene-bis-cyclohexanecarboxamide and N,N‘-1,4 
phenylene-bis-cyclohexanecarboxamide. 

[0039] N,N‘-C5-C8-cycloalkyl-bis-cyclohexanecar 
boxamide compounds such as N,N‘-1,4-cyclopen 
tane-bis-cyclohexanecarboxamide and N,N‘-1,4-cy 
clohexane-bis-cyclohexanecarboxamide. 

[0040] Example of the amino acid derivative type diamide 
compounds, optionally contained in the [3-nucleated propy 
lene polymers of at least one of the layers of the multilayer 
pipe, are 

[0041] N-phenyl-S—(N-benZoylamino)pentaneamide 
and/or 

[0042] N-cyclohexyl-4-(N-cyclohexylcarbonylami 
no)benZamide. 

[0043] Example of the quinacridone type compounds, 
optionally contained in the [3-nucleated propylene polymers 
of at least one of the layers of the multilayer pipe, are 
quinacridone, dimethylquinacridone and/or dimethox 
yquinacridone. 
[0044] Example of the quinacridonequinone type com 
pounds, optionally contained in the [3-nucleated propylene 
polymers of at least one of the layers of the multilayer pipe, 
are quinacridonequinone, a mixed crystal of 5,12-dihydro(2, 
3b)acridine-7,14-dione With quino(2,3b)acridine-6,7,13,14 
(5H,12H)-tetrone as disclosed in EP-B 0 177 961 and/or 
dimethoxyquinacridonequinone. 
[0045] Example of the dihydroquinacridone type com 
pounds, optionally contained in the [3-nucleated propylene 
polymers of at least one of the layers of the multilayer pipe, 
are dihydroquinacridone, dimethoxydihydroquinacridone 
and/or dibenZodihydroquinacridone. 

[0046] Example of the dicarboxylic acid salts of metals of 
group IIa of periodic system, optionally contained in the 
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[3-nucleated propylene polymers of at least one of the layers 
of the multilayer pipe, are pimelic acid calcium salt and/or 
suberic acid calcium salt. 

[0047] Example of salts of metals from group IIa of 
periodic system and imido acids of the formula 

CO 
R 

[0048] are the calcium salts of phthaloylglycine, hexahy 
drophthaloylglycine, N-phthaloylalanine and/or N-4-meth 
ylphthaloylglycine. 

[0049] Astill further embodiment of the present invention 
is a 3-layer pipe, Wherein the outer and inner layer of the 
pipe comprises a [3-nucleated propylene polymer and the 
mid layer comprises a recycled propylene polymer, a pro 
pylene polymer of higher stiffness than the [3-nucleated 
propylene polymer, and/or a propylene polymer containing 
?llers. 

[0050] Astill further embodiment of the present invention 
is a 2-layer pipe, Wherein the outer layer of the pipe 
comprises a [3-nucleated propylene polymer and the inner 
layer comprises a recycled propylene polymer, a propylene 
polymer of higher stiffness than the [3-nucleated propylene 
polymer and/or a propylene polymer containing ?llers. 

[0051] Preferred propylene polymers of higher stiffness 
than the [3-nucleated propylene polymer in the mid layer of 
the 3-layer pipe or in the inner layer of the 2-layer pipe are 
ot-nucleated propylene homopolymers and/or copolymers 
from 90.0 to 99.9% by Weight of propylene and 0.1 to 10.0% 
by Weight of ot-ole?ns With 2 or 4 to 18 carbon atoms. 

[0052] Preferred ot-nucleating agents, contained from 0.05 
to 2% by Weight in the propylene polymers of higher 
stiffness, are dibenZylidene sorbitol, derivatives of sorbitol 
and/or diphenylglycine; salts of C6-C18 aliphatic or C7-C13 
aromatic carbonic acids, selected from sodium benZoate, 
tert.-butylbenZoic acid alumina salt and/or long chain 
C8-C18-carbonic acid salts; phosphoric acid derivatives, 
selected from ammonium polyphosphate, cyclic calcium 
phosphate compounds, sodium-2,2‘-methylenebis-(4,6-di 
tert.-butylphenyl)phosphate and/or bis(tert.-butyl)-phospho 
ric acid sodium salt; and/or talc. 

[0053] Further polymers of higher stiffness may be poly 
mers different from isotactic propylene polymers, selected 
from the group, of tetra?uoroethylene polymers, polycar 
bonates, polybutyleneterephthalate, polyethyleneterephtha 
late, 3-methyl-butene polymers, 4-methylpentene-1-poly 
mers, syndiotactic propylene polymers, 
polyphenyleneoxides, propylene methylbutene copolymers, 
styrene acrylonitrile copolymers, poly-allyltrimethylsilanes 
and/or hydrolysed ethylene vinylacetate copolymers. 

[0054] Preferred ?llers contained in the propylene poly 
mers of the mid layer of the 3-layer pipe or in the inner layer 
of the 2-layer pipe are A1203, Al(OH)3, barium sulfate, 
calcium carbonate, glass beads, Wood ?our, silica, holloW 
microspheres, carbon black, talcum, bentonite, mica and/or 
Wollastonite. 
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[0055] A further object of the present invention is a 
process for producing polyole?n multilayer pipes by extru 
sion or injection molding processes Where at least one of the 
layers of the multilayer pipe comprises a propylene 
homopolymer With melt index of 0.05 to 10 g/ 10 min at 230° 
C./2.16 kg and/or copolymers from 90.0 to 99.9% by Weight 
of propylene and 0.1 to 10.0% by Weight of ot-ole?ns With 
2 or 4 to 18 carbon atoms With melt indices of 0.05 to 15 
g/10 min at 230° C./2.16 kg, Wherein the propylene 
homopolymers and/or propylene copolymers are [3-nucle 
ated propylene polymers. 

[0056] In the production of polyole?n multilayer pipes 
according to the invention conventional extruders are suit 
able. For example, the polyole?n layers may be manufac 
tured With single screW extruders With an L/D of 20 to 40 or 
tWin screW extruders or other types of extruders, suitable for 
multilayer extrusion, as described for example in Us. Pat. 
No. 5,387,386 and Fl 83184. Optionally, a melt pump and/or 
a static mixer can be used additionally betWeen the extruder 
and the ring die head. Ring shaped dies With diameters 
ranging from approximately 20 to 2000 mm and even 
greater are possible. Advantageous die temperatures for 
discharging the melt are 180 to 240° C. After leaving the 
ring-shaped die, the polyole?n multilayer plastic pipes are 
taken off over a calibrating sleeve and cooled. 

[0057] The multilayer pipe can also be manufactured in 
extrusion Winding processes in diameters up to 3 to 4 meters 
or even larger. 

[0058] The pipes may also be processed in corrugating 
devices in combination or close to the calibration step, for 
example for manufacturing of multilayer pipes of corrugated 
double/triple Wall design With or Without holloW sections or 
multilayer pipes With ribbed design. 

[0059] The knoWn methods of multilayer pipe extrusion or 
injection molding are described for instance, in Djordjevic, 
D., “Coextrusion”, Rapra RevieW Reports, Vol. 6, No. 2, 
1992, pp 51-53, or Plastic Extrusion technology, Hanser 
Publishers 1997, Chapter 3 Hensen). 

[0060] For producing the polyole?n multilayer pipes 
according to the invention, usual auxiliary materials eg 
0.01 to 2.5 Wt % stabiliZers, 0.01 to 1 Wt % processing aids, 
0.1 to 1 Wt % antistatic agents and 0.2 to 3 Wt % pigments, 
in each case based on the ole?n polymers used, may be used. 

[0061] As stabiliZers preferably mixtures of 0.01 to 0.6 Wt 
% phenolic antioxidants, 0.01 to 0.6Wt % 3-arylbenZofura 
nones, 0.01 to 0.6 Wt % processing stabiliZers based on 
phosphites, 0.01 to 0.6 Wt % high temperature stabiliZers 
based on disul?des and thioethers and/or 0.01 to 0.8 Wt % 
sterically hindered amines (HALS) are suitable. 

[0062] According to a feature of the present invention the 
[3-nucleated propylene polymers for use in at least one layer 
of the multilayer pipe are propylene polymers produced by 
melt mixing propylene homopolymers and/or propylene 
copolymers With 0.01 to 2.0% by Weight, based on the 
polypropylenes used, D-nucleating agents at temperatures 
from 175 to 250° C. 

[0063] Preferred applications of polyole?n multilayer 
pipes are non pressure pipe applications, preferably for 
outdoor use, for above as Well as underground drainage and 
seWerage pipe systems, surface Water pipes, pipes for cable 
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protection, pipes for cold climate conditions and for indoor 
use, soil and Waste Water pipes. 

[0064] The advantage of the polyole?n multilayer pipes 
according to the invention is the possibility to produce 
tailor-made polyole?n pipes, ?ttings, chambers and the like 
With a superior combination of high stiffness and good 
impact properties, especially at loW temperatures. The layer 
of [3-nucleated propylene polymer alloWs thinner pipe Walls 
of the polyole?n multilayer pipes, utiliZing larger amounts 
of high stiffness propylene polymers in the mid layers, and 
using larger amounts of recycled propylene polymers and 
?llers in the mid layers. 

[0065] For practical testing of the impact resistance, the 
pipes Were subjected to external bloWs by the staircase 
method according to EN 1411. In this test, a series of the 
polyole?n multilayer pipes Were conditioned at 0° C. and 
subjected to a hammer With a striker type d 90 falling from 
different heights. As a result, H50[=m] indicates the height, 
at Which 50% of the pipes fail. 

[0066] The energy E of the striker is calculated according 
to the formula 

[0067] Wherein m is the mass of the striker in kg (normally 
betWeen 4 and 12.5 kg) and g is the gravitational accelera 
tion (9.81 m/s2) and H50 is the height in meter from Which 
the striker is dropped, When 50% of the pipes fail. 

[0068] The energy ED normaliZed for different pipe diam 
eters can be calculated as the energy E divided by the outer 
diameter of the pipe (in meter). 

[0069] For pipes With outer diameters of less than 0.25 m 
it is desirable that the impact energy ED is at least 400 
Nm/m, preferably Z600 Nm/m, more preferably Z800 
Nm/m, most preferably Z1000 Nm/m. 

[0070] For pipes With outer diameters of 20.25 m the pipe 
dimensions are normally relatively thinner and it is desirable 
that the energy E is at least 120 Nm, preferably 2180 Nm, 
more preferably 2240 Nm and most preferably 2300 Nm. 

[0071] Ring stiffness tests have been performed according 
to ISO 9969 at +23° C. According to the thus determined 
ring stiffness values the pipes may be classi?ed in ring 
stiffness classes Which are 2, 4, 8, 10,16, 20 etc. 

[0072] Pipes according to the invention Will be classi?ed 
at least as ring stiffness class 4. 

[0073] It has also been found that With certain pipes 
according to the present invention it is possible to avoid the 
stress Whitening phenomenon as is normally seen for pipes 
from polypropylene block copolymer materials. 

[0074] Stress Whitening is due to cavitational effects, i. e. 
the volume contraction of the material during cooling is 
different in the amorphous rubber phase compared With the 
PP-homopolymer matriX. When suf?cient strain or stress is 
applied on the material, cavities in the interface Will appear 
Which Will scatter light. This Will give an optical Whitening 
effect in the material, but for this it is necessary to either 
elongate the material to around the yield point, or alterna 
tively hit (impact) the material, Which for eXample could 
happen during rough installation/transport or during pro 
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cessing (process elongation during manufacturing of inline 
sockets, during manufacturing of corrugated pipes etc). 

[0075] Thus, the bene?cial properties of polypropylenes 
and beta nucleated polypropylenes, and especially the good 
impact properties of beta nucleated propylene homopoly 
mer, can be utilised, Without having the negative effect of 
stress Whitening as it Would be the case When using a 
propylene block copolymer material (alpha or beta nucle 
ated) in order to get suf?cient impact properties. Stress 
Whitening is also reduced With beta nucleated propylene 
block copolymers compared With alpha nucleated propylene 
block copolymers, due to the difference in crystal density 
(alpha=0.936 and beta=0.921). With the materials according 
to the invention the stiffness is also high. 

[0076] A further preferred embodiment of the present 
invention is therefore a multilayer pipe With reduced stress 
Whitening, Where at least an inner or outer layer (or both) is 
comprised of a [3-nucleated polypropylene homopolymer 
and/or propylene block copolymer as it is used according to 
the invention. By using such beta nucleated propylene 
polymers there Will be a reduced or no Whitening effect but 
still good impact and stiffness as Well as other properties. 
Still higher stiffness levels can be achieved by, for eXample, 
a mid leayer, Which is comprised of eg a-nucleated and/or 
?lled material. 

EXAMPLES 

[0077] The folloWing tests Were made using injection 
molded test specimen prepared according to ISO 1873 

[0078] Tensile modulus according to ISO 527 (cross 
head speed 1 mm/min) at +23° C. 

[0079] Charpy impact strength, notched, according to 
ISO 179/1 eA 

[0080] Impact resistance according to EN 1411 (stair 
case method, striker d 90, Hso-value at 0° C./4.0 kg) 

[0081] Ring stiffness according to ISO 9969 at +23° C. 

EXample 1 

[0082] 1.1 Preparation of the [3-Nucleated Propylene Poly 
mer 

[0083] A Mixture of 

[0084] 90 Wt % of a propylene block copolymer, obtained 
by combined bulk and gas phase polymeriZation using a 
Ziegler-Natta catalyst system With dicyclopentyldimethoX 
ysilane as eXternal donor, having an ethylene content of 8.3 
Wt %, an IR1 of the propylene homopolymer block of 0.985 
and a melt indeX of 0.30 g/10 min at 230° C./2.16 kg, 

[0085] 10% by Weight of a master batch comprising 99 
parts by Weight of a propylene block copolymer having an 
ethylene content of 8.3 Wt %, an IR1 of the propylene 
homopolymer block of 0.985, and a melt indeX of 0.30 g/ 10 
min at 230° C./2.16 kg, and 1 part by Weight of pimelic acid 
calcium salt, and 0.1 Wt % calcium stearate, 0.1 Wt % 
tetrakis[methylene(3,5-di-t-butylhydroXyhydrocinnamate)] 
methane and 0.1 Wt % tris-(2,4-di-t-butylphenyl)phosphite, 
based on the sum of the propylene polymers used, is melted 
in a tWin screW eXtruder With a temperature pro?le of 
100/145/185/210/220/225/225/225/220/200/185° C., 
homogeniZed, discharged and pelletiZed. 
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[0086] The resulting polypropylene polymer has a melt 
index of 0.32 g/10 min at 230° C./2.16 kg, a tensile modulus 
of 1290 MPa and a Charpy impact strength, using notched 
test specimens, at —20° C. of 39 kJ/m2. 

[0087] 1.2 Manufacture of the Polyole?n 2-Layer Pipe 

[0088] For manufacturing the polyole?n multilayer pipes, 
a conventional pipe extruder having a screW diameter of 60 
mm, L/D=28, and one conventional side extruder having a 
screW diameter of 50 mm, all connected to a multilayer tool 
of conventional design, having the possibility of extruding 
1-3 layers of varying thickness of the materials and com 
position of the layers, Was used. The pipes Were calibrated 
and cooled by means of a conventional doWnstream equip 
ment. 

[0089] For producing the 2-layer pipe, the 60 mm extruder 
(temperature pro?le 200/230/230/ 230/230/230/210/210° 
C.) for the inner layer Was fed With a recycled mixed 
propylene polymer (melt index 0.5 g/10 min at 230° C./2.16 
kg), and a 50 mm side extruder (temperature pro?le 180/ 
200/225/225/210° C.) for the outer layer Was fed With the 
[3-nucleated propylene polymer of 1.1. 

[0090] 1.2.1. 

[0091] The resulting 2-layer pipe, produced at a line speed 
of 1.1 m/min, has an outer diameter of 110 mm and an Wall 
thickness of 5.2 mm. Thickness of the outer layer Was 1.9 
mm and of the inner layer 3.3 mm. 

[0092] Energy ED Was Z1070 Nm/m and ring stiffness 
Was 11.7 kN/m2. 

[0093] 1.2.2. 

[0094] A further 2 layer pipe, produced at a line speed of 
1.1 m/min has an outer diameter of 110 mm and a Wall 
thickness of 4.1 mm. Thickness of the outer layer Was 1.0 
mm and of the inner layer 3.1 mm. 

[0095] Energy ED Was 2620 Nm/m and ring stiffness Was 
6 kN/m2. 

[0096] 1.2.3 

[0097] A further 2 layer pipe, produced at a line speed of 
1.1 m/min has an outer diameter of 110 mm and a Wall 
thickness of 3.5 mm. Thickness of the outer layer Was 1.0 
mm and of the inner layer 2.5 mm. 

[0098] Energy ED Was 2470 Nm/m and ring stiffness Was 
4.2 kN/m2. 

Example 2 

[0099] 2.1 Preparation of the [3-Nucleated Propylene Poly 
mer 

[0100] A mixture of 

[0101] 94 Wt % of a propylene homopolymer, obtained by 
bulk polymeriZation using a Ziegler-Natta catalyst system 
With dicyclopentyldimethoxysilane as external donor, hav 
ing an IR1 of 0.985 and a melt index of 0.2 g/10 min at 230° 
C./2.16 kg, 6 Wt % of a master batch comprising 99.8 parts 
by Weight of a propylene block copolymer having an eth 
ylene content of 8.3% by Weight, an IR1 of the propylene 
homopolymer block of 0.985, and a melt index of 0.30 g/ 10 
min at 230° C./2.16 kg, and 0.2 parts by Weight of a mixed 
crystal of 5,12-dihydro(2,3b)acridine-7,14-dione With 
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quino(2,3b)acridine-6,7,13,14-(5H,12H)tetrone, and 0.05 
Wt % magnesium stearate, 0.1 Wt % tetrakis[methylene(3, 
5-di-t-butyl-hydroxyhydrocinnamate)]methane and 0.1 Wt 
% tris-(2,4-di-t-butyl-phenyl)-phosphite, based on the sum 
of the propylene polymers used, is melted in a tWin screW 
extruder With a temperature pro?le of 100/145/190/215/225/ 
230/230/215/205/190° C., homogeniZed, discharged and 
pelletiZed. 
[0102] The resulting polypropylene polymer has a melt 
index of 0.22 g/10 min at 230° C./2.16 kg, a tensile modulus 
of 1335 MPa and a Charpy impact strength, using notched 
test specimens, at —20° C. of 35 kJ/m2. 

[0103] 2.2 Manufacture of the Polyole?n Multilayer Pipe 

[0104] For producing the 3-layer pipe, the pipe extruder of 
1.2 Was used. The 60 mm extruder (temperature pro?le 
200/230/230/230/230/230/210/210° C.) for the intermediate 
layer Was fed With a blend of 70% by Weight of a block 
propylene-ethylene copolymer (melt index 0.5 g/10 min at 
230° C./2.16 kg, 4.2% by Weight of ethylene) and 30% by 
Weight of talcum, and both 50 mm side extruders (tempera 
ture pro?le 180/200/225/225° C.) for the inner and outer 
layer Were fed With the [3-nucleated propylene polymer of 
2.1. 

[0105] The resulting 3-layer pipe, produced at a line speed 
of 1.0 m/min, has an outer diameter of 110 mm and an Wall 
thickness of 3.8 mm. The thickness of the outer layer Was 1.0 
mm, of the intermediate layer 1.8 mm and of the inner layer 
1.0 mm. Energy ED Was 2 1070 Nm/m and ring stiffness Was 
8.1 kN/m2. 

Example 3 

[0106] 3.1 Preparation of the [3-Nucleated Propylene Poly 
mer 

[0107] A Mixture of 

[0108] 75 Wt % of a propylene block copolymer obtained 
by combined bulk and gas phase polymeriZation using a 
Ziegler-Natta catalyst system With dicyclopentyldimethox 
ysilane as external donor, having an ethylene content of 8.3 
Wt %, an IR1 of the propylene homopolymer block of 0.985, 
and a melt index of 0.30 g/10 min at 230° C./2.16 kg, 25 Wt 
% of a master batch comprising 99.5 parts by Weight of a 
propylene block copolymer having an ethylene content of 
8.3 Wt %, an IR1 of the propylene homopolymer block of 
0.985 and a melt index of 0.30 g/10 min at 230° C./2.16 kg, 
and 0.5 parts by Weight of hexahydrophthaloylglycine cal 
cium salt, and 0.1 Wt % calcium stearate, 0.1 Wt % tetrakis 
[methylene(3,5-di-t-butylhydroxyhydrocinnamate)]meth 
ane and 0.1 Wt % tris-(2,4-di-t-butylphenyl)phosphite, based 
on the sum of the propylene polymers used, is melted in tWin 
screW extruder With a temperature pro?le of 100/145/185/ 
210/220/225/225/200/ 185° C., homogeniZed, discharged 
and pelletiZed. The resulting polypropylene polymer has a 
melt index of 0.32 g/10 min at 230° C./2.16 kg, a tensile 
modulus of 1310 MPa and a Charpy impact strength, using 
notched test specimens, at —20° C. of 37 kJ/m2. 

[0109] 3.2. Manufacture of the Polyole?n Multilayer Pipe 

[0110] For producing the 2-layer pipe, the pipe extruder of 
1.2 Was used. The 60 mm extruder (temperature pro?le 
200/230/230/230/230/210° C.) for the inner layer Was fed 
With a random propylene-ethylene copolymer (melt index 
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0.25 g/10 min at 230° C./2.16 kg, 3.5% by Weight of 
ethylene), and the 50 mm side extruder (temperature pro?le 
180/200/225/225/210° C.) for the outer layer Was fed With 
the [3-nucleated propylene polymer of 3.1. 

[0111] The resulting 2-layer pipe, produced at a line speed 
of 1.6 m/min, has an outer diameter of 110 mm and an Wall 
thickness of 5 .0 mm. The thickness of both layers Was 2.5 
mm. 

[0112] Energy ED Was Z1070 Nm/m and ring stiffness 
Was 10.1 kN/m2. 

Example 4 

[0113] 4.1 Preparation of the [3-Nucleated Propylene Poly 
mer 

[0114] A Mixture of 

[0115] 93 Wt % of a propylene homopolymer, obtained by 
bulk polymeriZation using a Ziegler-Natta catalyst system 
With dicyclopentyldimethoxysilane as external donor, hav 
ing an IR1 of 0.985 and a melt index of 0.2 g/10 min at 230° 
C./2.16 kg, 

[0116] 7 Wt % of a master batch comprising 99.8 parts by 
Weight of a propylene block copolymer having an ethylene 
content of 8.3% by Weight, an IR1 of the propylene 
homopolymer block of 0.985, and a melt index of 0.30 g/ 10 
min at 230° C./2.16 kg, and 0.2 parts by Weight of a mixed 
crystal of 5,12-dihydro(2,3b)acridine-7,14-dione With 
quino(2,3b)acridine-6,7,13,14-(5H,12H)tetrone, and 0.05 
Wt % magnesium stearate, 0.1 Wt % tetrakis[methylene(3, 
5-di-t-butyl-hydroxyhydrocinnamate)]methane and 0.1 Wt 
% tris-(2,4-di-t-butyl-phenyl)-phosphite, based on the sum 
of the propylene polymers used, is melted in a tWin screW 
extruder With a temperature pro?le of 100/145/190/215/225/ 
230/230/215/205/190° C., homogeniZed, discharged and 
pelletiZed. 

[0117] The resulting polypropylene polymer has a melt 
index of 0.22 g/10 min at 230° C./2.16 kg, a tensile modulus 
of 1340 MPa and a Charpy impact strength, using notched 
test specimens, at —20° C. of 36 kJ/m2. 

[0118] 4.2 Manufacture of the Polyole?n Multilayer Pipe 

[0119] For producing the 3-layer pipe, the pipe extruder of 
1.2 Was used. The 60 mm extruder (temperature pro?le 
200/230/230/230/230/230/210/210° C.) for the intermediate 
layer Was fed With a blend of 70% by Weight of a block 
propylene-ethylene copolymer (melt index 0.5 g/10 min at 
230° C./2.16 kg, 4.2% by Weight of ethylene) and 30% by 
Weight of talcum, and both 50 mm side extruders (tempera 
ture pro?le 180/200/225/225° C.) for the inner and outer 
layer Were fed With the [3-nucleated propylene polymer of 
4.1. 

[0120] 4.2.1 

[0121] The resulting 3-layer pipe, produced at a line speed 
of 1.0 m/min, has an outer diameter of 110 mm and a Wall 
thickness of 5.0 mm. The thickness of the outer layer Was 1.0 
mm, of the intermediate layer 3.0 mm and of the inner layer 
1.0 mm. Energy ED Was 2 1070 Nm/m and ring stiffness Was 
17.0 kN/m2. 
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[0122] 4.2.2 

[0123] A further 3-layer pipe, produced at a line speed of 
1.0 m/min, has an outer diameter of 110 mm and a Wall 
thickness of 3.8 mm. Thickness of the outer layer Was 0.5 
mm, of the intermediate layer 2.8 mm and of the inner layer 
0.5 mm. 

[0124] Energy ED Was 2440 Nm/m and ring stiffness Was 
8.5 kN/m2. 

Example 5 
[0125] 5.1. Preparation of the [3-nucleated propylene poly 
mer 

[0126] A Mixture of 

[0127] 75 Wt % of a propylene block copolymer obtained 
by combined bulk and gas phase polymeriZation using a 
Ziegler-Natta catalyst system With dicyclopentyldimethox 
ysilane as external donor, having an ethylene content of 8.3 
Wt %, an IR1 of the propylene homopolymer block of 0.985, 
and a melt index of 0.30 g/10 min at 230° C./2.16 kg, 25 Wt 
% of a master batch comprising 99.5 parts by Weight of a 
propylene block copolymer having an ethylene content of 
8.3 Wt %, an IR1 of the propylene homopolymer block of 
0.985 and a melt index of 0.30 g/10 min at 230° C./2.16 kg, 
and 0.5 parts by Weight of hexahydrophthaloylglycine cal 
cium salt, and 0.1 Wt % calcium stearate, 0.1 Wt % tetrakis 
[methylene(3,5-di-t-butylhydroxyhydrocinnamate)]meth 
ane and 0.1 Wt % tris-(2,4-di-t-butylphenyl)phosphite, based 
on the sum of the propylene polymers used, is melted in tWin 
screW extruder With a temperature pro?le of 100/145/185/ 
210/220/225/225/200/ 185° C., homogeniZed, discharged 
and pelletiZed. The resulting polypropylene polymer has a 
melt index of 0.32 g/10 min at 230° C./2.16 kg, a tensile 
modulus of 1310 MPa and a Charpy impact strength, using 
notched test specimens, at —20° C. of 37 kJ/m2. 

[0128] 5.2. Manufacture of the Polyole?n Multilayer Pipe 

[0129] For producing the 2-layer pipe, the pipe extruder of 
1.2 Was used. The 60 mm extruder (temperature pro?le 
200/230/230/230/230/210° C.) for the inner layer Was fed 
With a mixture of 70% random propylene-ethylene copoly 
mer (melt index 0.25 g/10 min at 230° C./2.16 kg, 3.5% by 
Weight of ethylene), With 30% talc and the 50 mm side 
extruder (temperature pro?le 180/200/225/225/210° C.) for 
the outer layer Was fed With the [3-nucleated propylene 
polymer of 3.1. 

[0130] The resulting 2-layer pipe, produced at a line speed 
of 1.6 m/min, has an outer diameter of 110 mm and an Wall 
thickness of 4.2 mm. The thickness of both layers Was 2.1 
mm. 

[0131] Energy ED Was Z1070 Nm/m and ring stiffness 
Was 9.9 kN/m2. 

Example 6 
[0132] 6.1 Preparation of the [3-Nucleated Propylene Poly 
mer 

[0133] A Mixture of 

[0134] 95 Wt % of a propylene homopolymer, obtained by 
bulk phase polymeriZation using a Ziegler-Natta catalyst 
system With dicyclopentyldimethoxysilane as external 
donor, having an IR1 of 0.987 and a melt index of 1.1 g/10 
min at 230° C./2.16 kg, 
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[0135] 5 Wt % of a master batch comprising 97.5 parts by 
Weight of a propylene homopolymer having an IR1 of 0.987 
and a melt index of 4.2 g/10 min at 230° C./2.16 kg, and 2.5 
parts by Weight of N,N‘-dicycloheXyl-2,6-naphthalenedicar 
boXamide and 0.05 Wt % calcium stearate, 0.1 Wt % tetrakis 
[methylene(3,5-di-t-butylhydroXyhydrocinnamate)]-meth 
ane and 0.1 Wt % tris-(2,4-di-t-butylphenyl)-phosphite, 
based on the sum of the propylene polymers used, is melted 
in a tWin screW eXtruder With a temperature pro?le of 
100/145/190/215/225/205/190° C., homogenized, dis 
charged and pelletiZed. 

[0136] The resulting polypropylene polymer has a melt 
indeX of 1.2 g/10 min at 230° C./2.16 kg, a tensile modulus 
of 1765 MPa and a Charpy impact strength, notched, of 5.5 
kJ/m2 at —20° C. 

[0137] 6.2. Manufacture of the Polyole?n Multilayer Pipe 

[0138] For producing the 3-layer pipe, the pipe eXtruder of 
1.2 Was used. The 60 mm eXtruder (temperature pro?le 
200/230/230/230/230/230/210/210° C.) for the intermediate 
layer Was fed With a blend of 70% by Weight of a propylene 
homopolymer (melt indeX 0.8 g/10 min at 230° C./2.16 kg, 
4.2% by Weight of ethylene) and 30% by Weight of talcum, 
and both 50 mm side eXtruders (temperature pro?le 180/ 
200/225/225° C.) for the inner and outer layer Were fed With 
the [3-nucleated propylene polymer of 6.1. 

[0139] 6.2.1 

[0140] The resulting 3-layer pipe, produced at a line speed 
of 1.0 m/min, has an outer diameter of 110 mm and a Wall 
thickness of 5.0 mm. The thickness of the outer layer Was 1.0 
mm, of the intermediate layer 3.0 mm and of the inner layer 
1.0 mm. Energy ED Was 2490 Nm/m and ring stiffness Was 
21.5 kN/m2. 

[0141] 6.2.2 

[0142] A further 3-layer pipe, produced at a line speed of 
1.0 m/min, has an outer diameter of 110 mm and a Wall 
thickness of 4.2 mm. Thickness of the outer layer Was 0.7 
mm, of the intermediate layer 2.7 mm and of the inner layer 
0.8 mm. 

[0143] Energy ED Was 2420 Nm/m and ring stiffness Was 
12.2 kN/m2. 

1) polyole?n multilayer pipes Where at least one of the 
layers of the multilayer pipe comprises a propylene 
homopolymer With melt indices of 0.05 to 10 g/10 min at 
230° C./2.16 kg or a propylene block copolymer from 90.0 
to 99.9% by Weight of propylene and 0.1 to 10.0% by Weight 
of ot-ole?ns With 2 or 4 to 18 carbon atoms With melt indices 
of 0.05 to 15 g/10 min at 230° C./2.16 kg, or miXtures 
thereof, Wherein the propylene homopolymer and/or propy 
lene block copolymer are [3-nucleated propylene polymers 
and Where the [3-nucleated propylene homopolymer has an 
IRtZ098, a tensile modulus of 21500 MPa at +23° C. and 
a Charpy impact strength, using notched test specimens, at 
—20° C. 23 kj/m2 and Where the [3-nucleated propylene 
block copolymer has an IRt of the propylene homopolymer 
block of 20.98, a tensile modulus of 21100 MPa at +23° C. 
and a Charpy impact strength 26 kJ/m2 at —20° C. using 
notched test specimens and the multilayer pipe With a pipe 
diameter of less than 0.25 m has an impact energy ED 
(normalised) of at least 400 Nm/m and a ring stiffness S 
determined according to ISO 996924 kN/m and a multi 
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layer pipe a pipe diameter of 20.25 m has impact energy E 
of at least 120 nm and a ring stiffness S determined accord 
ing to ISO 996924 kN/m2. 

2) Polyole?n multilayer pipes according to claim 1 
Wherein the multilayer pipe With a pipe diameter of less than 
0.25 m has an impact energy ED (normalised) of at least 600 
Nm/m and a ring stiffness S determined according to ISO 
9969 24 kN/m2 and a multilayer pipe With a pipe diameter 
of 225 m has impact energy E of at least 180 Nm and a ring 
stiffness S determined according to ISO 9969 24 kN/m2. 

3) Polyole?n multilayer pipe according to one of the 
claims 1 or 2, Wherein the [3-nucleated propylene polymers 
With an IRt§098 are propylene polymers obtained by 
polymeriZation With a Ziegler-Natta catalyst system com 
prising titanium-containing solid components, an organoalu 
mina, magnesium or titanium compound as cocatalyst and 
an eXternal donor according to the formula 

Wherein R and R‘ are identical or different and are 
branched or cyclic aliphatic or aromatic hydrocarbon 
residues, and y and X independently from each other are 
0 or 1, provided that X+y are 1 or 2. 

4) Polyole?n multilayer pipe according to claim 3, 
Wherein the eXternal donor is dicyclopentyldimethoXysilane. 

5) Polyole?n multilayer pipe according to one of claims 
1 to 4, Wherein the [3-nucleated propylene polymer contains 
0.0001 to 2.0 Wt %, based on the polypropylenes used, 

dicarboXylic acid derivative type diamide compounds 
from C5-C8-cycloalkyl monoamines or C6-C12-aro 
matic monoamines and C5-C8-aliphatic, C5-8-cy 
cloaliphatic or C6-C12-aromatic dicarboXylic acids, 
and/or 

diamine derivative type diamide compounds from C5-C8 
cycloalkyl monocarboXylic acids or C8-C12-aromatic 
monocarboXylic acids and C5-8-cycloaliphatic or 
C6-C12-aromatic diamines, and/or 

amino acid derivative type diamide compounds from 
amidation reaction of C5-C8-alkyl-, C5-8-cycloalkyl- or 
C5-12-arylamino acids, C5-8-alkyl-C5-8-cycloalkyl- or 
C5-12-aromatic monocarboXylic acid chlorides and 
C5-8-alkyl-, C5-C8-cycloalkyl- or C6-C12-aromatic 
mono-amines, and/or 

quinacridone derivative compounds of the type quinacri 
done compounds, quinacridonequinone compounds, 
and/or dihydroquinacridone type compounds, and/or 

dicarboXylic acid salts of metals from group IIa of peri 
odic system and/or mixtures of dicarboXylic acids and 
metals from group IIa of periodic system, and/or 

salts of metals from group 11a of periodic system and 
imido acids of the formula 

CO 
R 

Wherein X=1 to 4; R=H, =COOH, Cl-Clz-alkyl, C5-8 
cycloalkyl or C6-C12-aryl, and Y=C5-12-alkyl, C5-8 
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cycloalkyl or C6-12-aryl-substituted bivalent C8-12 
aromatic residues, as [3-nucleating agent. 

6) Polyole?n multilayer pipe according to one of claims 
1 to 5, Wherein the multilayer pipe is a 3-layer pipe, Wherein 
the outer and inner layer of the pipe comprises a [3-nucleated 
propylene polymer and the mid layer comprises a recycled 
propylene polymer, a propylene polymer of higher stiffness 
than the [3-nucleated propylene polymer, a propylene poly 
mer containing ?llers. 

7) Polyole?n multilayer pipe according to one of claims 
1 to 6, Wherein the multilayer pipe is a 2-layer pipe, Wherein 
the outer layer of the pipe comprises a [3-nucleated propy 
lene polymer and the inner layer comprises a recycled 
propylene polymer, a propylene polymer of higher stiffness 
than the [3-nucleated propylene polymer, a propylene poly 
mer containing ?llers. 

8) Polyole?n multilayer pipe according to one of the 
claims 1 or 7, characteriZed in that the multilayer pipe is a 
smooth pipe With or Without holloW sections. 

9) Polyole?n pipe according to one of the claims 1 or 8, 
characteriZed in that the multilayer pipe is a corrugated or 
ribbed pipe With or Without holloW sections. 

10) A process for producing polyole?n multilayer pipes 
by extrusion or injection molding processes Where at least 
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one of the layers of the multilayer pipe comprises a propy 
lene homopolymer With melt indeX of 0.05 to 10 g/10 min 
at 230° C./2.16 kg and/or block copolymers from 90.0 to 
99.9 Wt % of propylene and 0.1 to 10.0 Wt % of ot-ole?ns 
With 2 or 4 to 18 carbon atoms With melt indeXes of 0.1 to 
15 g/10 min at 230° C./2.16 kg, Wherein the propylene 
homopolymers and/or propylene block copolymers are 
[3-nucleated propylene polymers and Wherein the propylene 
homopolymer and/or the homopolymer block of the propy 
lene block copolymer has an IRt§0.98. 

11) Aprocess for producing polyole?n multilayer pipes of 
claim 11, Wherein [3-nucleated propylene polymers are pro 
pylene polymers produced by melt miXing propylene 
homopolymers and/or propylene copolymers With 0.0001 to 
2.0% by Weight, based on the polypropylenes used, [3-nucle 
ating agents at temperatures from 175 to 250° C. 

12) Use of polyole?n multilayer pipes of any one of 
claims 1 to 10 for non pressure pipe applications, preferably 
for outdoor use, for above as Well as underground drainage 
and seWerage pipe systems, surface Water pipes, pipes for 
cable protection, pipes for cold climate conditions and for 
indoor use, soil and Waste Water pipes. 

* * * * * 


