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(57) ABSTRACT 

Systems and methods for Welding of parts are described. In 
one embodiment, a method for ultrasonic Welding of parts 
by means of an ultrasonic Welding device including at least 
a generator, a converter, and a sonotrode based on a set curve 

of a time-dependent Welding parameter appropriate to a 
Welding connection meeting set requirements, Where the 
Welding duration corresponding to the set curve runs 
betWeen a starting time t0 and an end time ts, Wherein during 
Welding of the parts an actual curve of the time-dependent 
Welding parameter is measured, Where in the period betWeen 
t0 and t6 the actual curve is compared With the set curve and, 
depending on the existing difference, at least one process 
parameter affecting Welding is altered such that an equal 
ization of set curve and actual curve occurs during further 
Welding. 
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Fig.3 

Fig.4 
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SYSTEMS AND METHODS FOR WELDING OF 
PARTS 

REFERENCE TO RELATED APPLICATIONS 

[0001] This application claims priority to German Patent 
Applications DE 103 19 797.4 and DE 103 24 094.2 ?led on 
Apr. 30, 2003 and May 27, 2003, respectively. 

BACKGROUND 

[0002] German Patent Application DE 198 10 509 
describes Welding of dissimilar materials Without prior tests. 
In DE 198 10 509, ultrasonic Waves can be coupled into a 
Welding material and recorded as a measurement signal 
based on interactions With a joining layer. The measurement 
signal can be stored in a measurement data memory. Sub 
sequently, an evaluation unit can use the measurement signal 
to determine characteristic quantities for a Welding process. 

[0003] German Patent Application DE 43 21 874 A1 
describes control and regulation of process parameters dur 
ing ultrasonic Welding of plastic parts. In DE 43 21 874 A1, 
the joining force can be measured during Welding to monitor 
the energy applied to the joining point betWeen the parts 
being Welded. 

[0004] European Patent Application EP 0 567 426 B1 
describes a method for Welding of plastic parts in Which an 
oscillation amplitude of a sonotrode that is Welding plastic 
parts can be reduced after a pre-determined time. As such, 
the sonotrode can Work at a reduced oscillation amplitude 
during a remaining Welding time. A control signal for 
reducing the oscillation amplitude can be triggered directly 
or indirectly based on the poWer transmitted to the parts 
being Welded, as described, for example, in International 
Patent Application Publication WO 98/49009 and US. Pat. 
Nos. 5,435,863, 5,658,408, and 5,855,706. 

[0005] International Patent Application Publication WO 
02/098636 describes a method for Welding of plastic parts in 
Which an oscillation amplitude of a sonotrode can be 
reduced based on a pre-determined course for optimiZation 
of Welding. Subsequently, a characteristic parameter of a 
part being Welded can be measured, and the sonotrode can 
complete the Welding process based on the value of the 
measured parameter With a constant oscillation amplitude. 

[0006] German Patent Application DE 101 10 048 A1 
describes checking connections made by ultrasonic Wire 
bonding. In DE 101 10 048 A1, connections can be moni 
tored on-line based on pre-determined stored master values 
and, based on monitoring the connections, conclusions can 
be draWn about the strength of the connections. 

SUMMARY 

[0007] Systems and methods for Welding of parts are 
described herein. 

[0008] In one embodiment, a method for Welding of parts 
can include generating a measured or actual curve of a 

time-dependent Welding parameter during Welding, compar 
ing the actual curve With a set curve during the period 
betWeen to (the starting time of the set curve) and t6 (the 
ending time of the set curve), and, based on a difference 
betWeen the actual curve and the set curve, altering one or 
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more Welding process parameters such that the actual curve 
approaches the set curve during further Welding. 

[0009] In one aspect, the set curve and the actual curve can 
be compared at least at a time t1, in Which tO<t1<te, 

[0010] In one aspect, the set curve and the actual curve can 
be compared at identical Welding parameter values (eg 
poWer values) and/or identical areas underneath the curves 
(e.g. energy values). For eXample, the set curve and the 
actual curve can be compared based on an energy input, 
Which can be represented by the integral of a poWer vs. time 
curve. 

[0011] In one aspect, changes to one or more Welding 
process parameters can be based on comparisons made at 
one or more times (for eXample, times t1, t2, . . . , tn, With 

n22) betWeen the set curve and actual curve. 

[0012] In one aspect, the Welding process parameters can 
be gradually altered over time. 

[0013] In one aspect, the Welding process parameters can 
be regulated based on the differences betWeen the set curve 
and actual curve. 

[0014] In one aspect, the Welding process parameters can 
be altered based on stored values associated With the set 
curve (eg from tables of values associated With the set 
curve) and/or based on mathematical functions (eg eXtrapo 
lations and/or interpolations based on the tables of values). 

[0015] The disclosed methods can be used in ultrasonic 
Welding of parts. For eXample, the methods can be used With 
an ultrasonic Welding device that includes a generator, a 
converter, and a sonotrode. 

[0016] In one aspect, the time-dependent Welding param 
eter can include the emitted and/or the received poWer of an 
ultrasonic Welding device. 

[0017] In one aspect, the Welding process parameters can 
include one or more of an oscillation amplitude of a 

sonotrode, a pressure acting on the parts being Welded, a 
force acting on the parts being Welded, an energy input from 
a sonotrode, and an oscillation frequency of a sonotrode. 

[0018] These and other features of the systems and meth 
ods described herein can be more fully understood by 
referring to the folloWing detailed description and accom 
panying draWings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0019] FIG. 1 shoWs poWer vs. time curves for one system 
for Welding conductors. 

[0020] FIGS. 2-5 shoW poWer vs. time curves for an 
eXemplary system for Welding conductors. 

[0021] FIG. 6 shoWs an eXemplary system for Welding 
conductors. 

DETAILED DESCRIPTION 

[0022] Illustrative embodiments Will noW be described to 
provide an overall understanding of the systems and meth 
ods described herein. One or more eXamples of the illustra 
tive embodiments are shoWn in the draWings. Those of 
ordinary skill in the art Will understand that the systems and 
methods described herein can be adapted and modi?ed to 
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provide devices, methods, schemes, and systems for other 
applications, and that other additions and modi?cations can 
be made to the systems and methods described herein 
Without departing from the scope of the present disclosure. 
For example, aspects, components, features, and/or modules 
of the illustrative embodiments can be combined, separated, 
interchanged, and/or rearranged to generate other embodi 
ments. Such modi?cations and variations are intended to be 
included Within the scope of the present disclosure. 

[0023] In one method of Welding conductors, values of 
Welding parameters for previous empirically-determined 
“good” Welds of conductors (i.e. satisfactory Welds of con 
ductors) can be stored and associated With the total cross 
sections of the conductors that Were Welded. The Welding 
parameters can include one or more of pressure, amplitude, 
frequency, tool siZe, energy, Welding time, and other param 
eters knoWn to those of ordinary skill in the art. Subse 
quently, a Weld of conductors having a given total cross 
section can be performed based on the stored parameters 
associated With the given total cross-section. For example, 
during Welding, a Welding parameter (eg a poWer) can be 
compared to a corresponding stored parameter. If the value 
of the Welding parameter is substantially similar and/or 
identical to the corresponding stored value of the parameter, 
a time WindoW At folloWing the stored Welding end time te 
can be determined. The time WindoW At can be based on the 
time te—to, Where te is the stored Welding end time and to is 
the stored Welding start time. The time WindoW At can range 
from about 10% to about 20% of the time difference te—to. 
A Weld can be classi?ed as a “good” Weld if a Weld of 
conductors can be completed betWeen t6 and te+At. AWeld 
can be classi?ed as an “insuf?cient” Weld if the Weld of 
conductors cannot be completed until after te+At. 

[0024] In one example of the previously described 
method, a poWer vs. time curve for a good Weld can be 
empirically determined, in Which the area underneath the 
curve can represent the energy input associated With a Weld 
of conductors having a total cross-section. A subsequent 
Welding of parts having the same total cross-section can be 
classi?ed as “good” if the end time of Welding occurs Within 
the poWer vs. time curve or in a subsequent time WindoW 
thereafter. 

[0025] FIG. 1 shoWs poWer vs. time curves for the pre 
viously described method. In FIG. 1, the poWer vs. time 
curve labelled 10 can correspond to a set curve associated 
With a satisfactory Weld of conductors. The area underneath 
the set curve 10 can represent the energy input E, in Which 

1:12 

E = f Pdr, 
1:0 

[0026] Where P represents poWer and t represents time. 
Other conductors having the same total cross-section as the 
conductors used to generate the set curve 10 can be Welded 
using an energy input that is identical to that for the set curve 
10 (i.e. identical to the value E, as previously provided). In 
FIG. 1, the poWer vs. time curves labelled 12 (dash-dotted 
curve) and 14 (dashed curve) can represent subsequent 
Welds of conductors, in Which the areas underneath the 
curves (i.e. the energy inputs) are identical to that of the set 
curve 10 (i.e. identical to the value E, as previously pro 
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vided). As shoWn in FIG. 1, the subsequent Welds can be 
completed at different times, such as the times tel, and tez. 
Based on previously collected empirical data (eg the 
empirical data used to generate the set curve 10), Welds in 
Which the end of Welding occurs before te of set curve 10 or 
Within a subsequent time WindoW At after te can be deemed 
good. In the present example, therefore, the Weld repre 
sented by the curve 12 can be deemed good, since Welding 
for curve 12 Was completed at the time tell, which time 
occurs Within the time WindoW At of the time te. In contrast, 
the Weld represented by the curve 14 can be rejected, 
because Welding for curve 14 Was completed at the time tez, 
Which time occurs later than the time te+At. As previously 
described, the time WindoW At can range from about 10% to 
about 20% of the duration of Welding (i.e. the time differ 
ence te—to) associated With the set curve 10. 

[0027] As Will be understood by those of ordinary skill in 
the art, different materials, different placements of conduc 
tors in a Welding tool (e.g. different placements of conduc 
tors betWeen a sonotrode and an anvil), and/or ?uctuations 
in temperature and/or environmental conditions can 
adversely affect Welds. For example, one or more of these 
factors can cause a Weld having the same total cross-section 
as a pre-determined Weld to not be completed Within a 
subsequent time WindoW of the Welding end time of a 
pre-determined poWer vs. time curve. 

[0028] Potentially advantageously, the disclosed systems 
and methods can regulate Welding processes to compensate 
for one or more of these factors. 

[0029] FIGS. 2-5 shoWs poWer vs. time curves for an 
exemplary system for Welding of conductors, in Which set 
curves are labelled With reference numeral 10. Generally, as 
further described herein, comparisons can be made betWeen 
Welds having total cross-sections that are substantially iden 
tical to the cross-section of the Weld used to generate the set 
curve 10. In embodiments, the comparisons can be made at 
one or more times, at one or more constant poWer values (i.e. 
When the set curve and an actual curve have the same poWer 

value), and/or at one or more constant energy input values 
(i.e. When the set curve and an actual curve have the same 
integrated area). 
[0030] As shoWn in FIG. 2, in one embodiment, a com 
parison can be made at a time, eg time t1, betWeen the set 
curve 10 and one or more actual curves ascertained during 

Welding, such as actual curves 16 (dash-dotted) and 18 
(dashed). As shoWn, at time t1, the actual curve 16 can have 
a poWer value that is less than the poWer value of the set 
curve 10. Based on the poWer values of the actual curve 16 
and the set curve 10 at time t1, one or more Welding process 
parameters in the Weld represented by the actual curve 16 
can be changed so that the actual curve 16 can approach the 
set curve 10. For example, a Welding process parameter such 
as the amplitude of a sonotrode and/or a force exerted by the 
sonotrode on the parts being Welded can be changed (e.g. 
increased or decreased). In some embodiments, one or more 
Welding process parameters can be increased based on an 
actual curve having a poWer value that is less than a poWer 
value of a set curve at a given time, While one or more 

Welding process parameters can be decreased based on an 
actual curve having a poWer value that is greater than a 
poWer value of a set curve at a given time. 

[0031] As shoWn in FIG. 2, in one embodiment, a com 
parison can be made at a second time that is later than a ?rst 
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time, eg at a time t2 that is later than the time t1. Based on 
changing one or more Welding process parameters at time t1, 
the actual curve 16 can approach the set curve 10, ie the 
former can comes closer to the latter at times t later than t1. 
As shoWn in FIG. 2, the actual curve 16 can have a poWer 
value that is greater than the poWer value of the set curve 10 
at time t2. As previously described, in some embodiments, 
one or more Welding process parameters can be changed 
based on this difference betWeen the actual curve 16 and the 
set curve 10. For example, in some embodiments, the 
amplitude and/or the force associated With a sonotrode can 
be changed (e.g. reduced). Alternatively and/or in combina 
tion, the total energy input can be changed. In embodiments, 
regulation of Welding can be performed at various frequen 
cies of an ultrasonic Welding device, for example, at fre 
quencies including one or more of 20 kHZ, 35 kHZ, 40 kHZ, 
etc. 

[0032] As shoWn in FIG. 2, the Welding represented by 
the actual curve 16 can be completed at a time te3 Which can 
be later than the end time te of the set curve 10. Generally, 
for the disclosed systems and methods, a good Weld can be 
formed regardless of Whether the Welding end time (e. g. te3) 
occurs With a pre-determined time WindoW Elt of the ending 
time te of the set curve 10. As used herein, a “good” Weld can 
include a satisfactory Weld as that term is understood by 
those of ordinary skill in the art. For the disclosed systems 
and methods, the Welding end time of a good Weld can be 
greater than or less than te. As Will be understood by those 
of ordinary skill in the art, an upper limit on the Welding end 
time can be chosen to inhibit continued regulation of Weld 
ing. For example, as shoWn in FIG. 2, the upper limit of 
Welding end time can be denoted as time tmaX. In one 
embodiments, Welds having Welding end times greater than 
time trnaX can be rejected. 

[0033] FIG. 2 shoWs a second actual curve 18 (dashed 
curve). As shoWn in FIG. 2, the actual curve 18 can run 
above the set curve 10 at time t1. As previously described 
herein, one or more Welding process parameters can be 
changed (e.g. reduced) in order to approximate the actual 
curve 18 to the set curve 10. As also shoWn in FIG. 2, the 
actual curve 18 can match the set curve 10 at time t2. Based 
on the value of the Welding process parameter previously 
stored and/or changed based of the difference betWeen the 
set curve 10 and the actual curve 18 at time t1, the Welding 
operation represented by the actual curve 18 can be com 
pleted at a time te1 that is earlier than the time te of the set 
curve 10. 

[0034] Generally, comparisons betWeen a set curve, such 
as set curve 10, and one or more actual curves, such as actual 
curves 16 and 18, can be made at one or more times tn and/or 
at one or more constant poWer values, and/or at one or more 

constant energy inputs. These comparisons are shoWn in 
FIG. 2. For example, the actual curves 16, 18 and the set 
curve 10 can be compared at constant times t1, and/or 
constant areas E1, and/or constant poWer values P1. As 
described herein, one or more Welding process parameters of 
a Welding operation represented by an actual curve 16, 18 
can be changed based on one or more of the comparisons 
shoWn in FIG. 2. For example, based on a comparison 
betWeen the set curve 10 and actual curves 16, 18 at constant 
poWer value P1, the Welding operations represented by the 
actual curves 16, 18 can be changed, eg one or more 
Welding process parameters can be increased (for curve 16, 
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for example) or decreased (for curve 18, for example). Also 
for example, based on a comparison betWeen the set curve 
10 and actual curves 16, 18 at constant energy input E1, the 
Welding operation represented by the actual curve 16 can be 
changed to so that one or more Welding process parameters 
can be increased, and the Welding operation represented by 
the actual curve 18 can be changed so that one or more 

Welding process parameters can be decreased. 

[0035] FIGS. 3 to 5 shoW other poWer vs. time curves for 
an exemplary system for Welding of parts as described 
herein, in Which the set curves are labelled With reference 
numeral 10. 

[0036] As previously described herein With reference to 
FIG. 2, a Welding operation using an ultrasonic Welding 
device can be regulated based on comparisons betWeen a set 
curve 10 and an actual curve 20 at one or more poWer values 

P1 . . . Pn. Changes in Welding process parameters can be 
triggered based on differences betWeen the set curve 10 and 
the actual curve 20 at different poWer values P1 . . . PD. For 

example, as shoWn in FIG. 3, based on comparing the set 
curve 10 and the actual curve 20 at a poWer value P2, one or 
more Welding process parameters can be changed (e.g. 
increased) in order to drive actual curve 20 to set curve 10. 
Regardless of this change, the total energy inputs for the 
Welding operation to be regulated (i.e. the Welding operation 
represented by the actual curve 20) and the process upon 
Which the set curve 10 is based can be kept identical. As 
shoWn in FIG. 3, the end time te1 at Which the Welding 
operation represented by the actual curve 20 is completed is 
betWeen t1 and tmaX. 

[0037] As shoWn in FIG. 4, a regulation betWeen the set 
curve 10 and an actual curve 22 can be performed based on 
an energy input. For example, as shoWn in FIG. 4, if the 
actual curve 22 and the set curve 10 diverge With reference 
to the energy input E at the respective measurement times t1, 
t2, . . . t in Which 

[0038] then one or more Welding process parameters can 
be changed based on the systems and methods described 
herein. Regardless of this change, the Welding operation 
represented by the actual curve 22 can be completed When 
the energy input of actual curve 22 is identical to that of set 
curve 10. 

[0039] As previously described, one or more Welding 
process parameters, such as a pressure and/or an amplitude 
of an ultrasonic Welding device, can be changed based on the 
schemes described herein. Alternatively and/or in combina 
tion, an energy input can be changed (e.g. increased). For 
example, as shoWn in FIG. 5, When the integral of actual 
curve 24 is identical to that of the set curve 10, a further 
energy input AEZUS can be made before the Welding opera 
tion is completed at time tX. As previously described, com 
parisons betWeen the actual curve 24 and the set curve 10 
can be made at different times t1 . . . t 

[0040] FIG. 6 shoWs an exemplary system for Welding of 
parts, such as electrical conductors. As shoWn in FIG. 6, in 
one embodiment, a system 50 for Welding parts as described 
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herein can include an ultrasonic Welding device 25 having a 
converter 26 and a sonotrode 30. As shown in FIG. 6, in 
some embodiments, the system for Welding parts can 
include a booster 28. The sonotrode 30 (i.e. the entire 
sonotrode 30 or a portion of the sonotrode 30) can be 
associated With a counter electrode 32 serving as an anvil. 
The counter electrode 32 can include one or more parts and 
can be constructed based on schemes similar to those 
described in US. Pat. Nos. 4,596,352 and 4,869,419. The 
counter electrode 32 can provide a compression area of 
adjustable cross-section inside of Which parts to Welded can 
be placed. The parts to be Welded can include metallic parts 
(eg conductors) and/or non-metallic parts (eg plastic 
parts). The converter 26 can be connected via a lead 34 to a 
generator 36, and the generator 36 can be connected via a 
lead 38 to a digital data processing device 40 (e. g. a personal 
computer (PC)). The digital data processing device 40 can 
control the ultrasonic Welding device 25 and/or the generator 
36 based on the schemes previously described herein. For 
eXample, the digital data processing device 40 can provide 
the Welding process parameters and/or or the cross-section 
of conductors to be Welded to the ultrasonic Welding device 
25 and/or the generator 36. The digital data processing 
device 40 can be con?gured to determine the poWer emis 
sion of the generator 36, generate and/or otherWise be 
provided With a set curve and an actual curve of a Welding 
process, compare the actual curve With the set curve, and 
alter one or more Welding process parameters based on a 
difference betWeen the actual curve and the set curve. The 
digital data processing device 40 can include one or more 
softWare programs con?gured to perform one or more of 
these functions When eXecuted on the digital data processing 
device 40. 

[0041] While the systems and methods described herein 
have been shoWn and described With reference to the shoWn 
embodiments, those of ordinary skill in the art Will recogniZe 
or be able to ascertain many equivalents to the embodiments 
described herein by using no more than routine experimen 
tation. Such equivalents are intended to be encompassed by 
the scope of the present disclosure and the appended claims. 

[0042] For eXample, the systems and methods described 
herein can be used to Weld metallic parts (eg conductors) 
and non-metallic parts (eg plastic parts) and are not limited 
to Welding of electrical conductors. 

[0043] Also for example, one or more Welding process 
parameters can be changed based on the schemes described 
herein. The one or more Welding process parameters can be 
altered sequentially and/or concurrently. 

[0044] Also for eXample, the poWer curves described 
herein can be ascertained based on the poWer emitted by a 
generator and/or the poWer input of a sonotrode or oscillator 
over time based on schemes knoWn by those of ordinary skill 
in the art 

[0045] Accordingly, the appended claims are not to be 
limited to the embodiments described herein, can comprise 
practices other than those described, and are to be inter 
preted as broadly as alloWed under prevailing laW. 
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1. A method for ultrasonic Welding of parts by means of 
an ultrasonic Welding device including at least a generator, 
a converter, and a sonotrode, based on a set curve of a 
time-dependent Welding parameter appropriate to a Welding 
connection meeting set requirements, Where the Welding 
duration corresponding to the set curve runs betWeen a 
starting time t0 and an end time te, Wherein during Welding 
of the parts an actual curve of the time-dependent parameter 
is measured, Where in the period betWeen t0 and t6 the actual 
curve is compared With the set curve and, depending on the 
eXisting difference, at least one Welding process parameter 
affecting Welding is altered such that an equaliZation of set 
curve and actual curve occurs during further Welding. 

2. The method of claim 1, Wherein the set curve is 
compared With the actual curve at a time t1, Where tO<t1<te. 

3. The method of claim 1, Wherein the actual curve is 
compared With the set curve at an identical poWer value. 

4. The method of claim 1, Wherein the actual curve is 
compared With the set curve at an identical energy input 
measured from the beginning of Welding. 

5. The method of claim 1, further comprising: based on a 
difference betWeen the actual curve and the set curve, 
altering at least one process parameter of correspondingly 
stored values. 

6. The method of claim 1, Wherein at least one Welding 
process parameter is altered gradually over time. 

7. The method of claim 1, Wherein the actual curve is 
matched to the set curve by a regulation process. 

8. The method of claim 1, Wherein the at least one Welding 
process parameter is altered based on comparisons made at 
various times t1, t2 . . . tn Where n22 betWeen the set values 
and actual values. 

9. The method of claim 8, Wherein a regulation of the at 
least one Welding process parameter based on differences 
betWeen the set curve and actual curve is performed at the 
times t1, t2 . . . tn Where n22. 

10. The method of claim 1, Wherein the emitted/received 
poWer of the ultrasonic Welding device is selected as the 
time-dependent Welding parameter. 

11. The method of claim 1, Wherein the Welding process 
parameter to be altered includes one or more of: an ampli 

tude of the sonotrode, a frequency of the sonotrode, a 
pressure acting on the parts to be Welded, a force acting on 
the parts to be Welded, and an energy input into the parts to 
be Welded. 

12. The method of claim 1, Wherein one or more Welding 
process parameters are altered singly. 

13. The method of claim 1, Wherein one or more Welding 
process parameters are altered jointly. 

14. The method of claim 1, Wherein Welding is regulated 
over its full duration based on the respective current differ 
ence betWeen set curve and actual curve. 

15. The method of claim 1, Wherein Welding is regulated 
over at least part of its duration based on the respective 
current difference betWeen set curve and actual curve. 


