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(57) ABSTRACT 

The present invention provides ?brin microbeads that are 
biologically active and comprise extensively cross-linked 
?brin(ogen), and a method for preparing the ?brin micro 
beads. The present invention also provides a composition 
comprising cells bound to the ?brin microbeads, and meth 
ods for culturing and separating cells using the ?brin micro 
beads of the present invention. Finally, the present invention 
provides methods for transplanting cells and engineering 
tissue using the ?brin microbeads of the present invention. 
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4-12 96 SDS Gel Non-Reduced 
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4-12 % SDS Gel (Reduced) 
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SEM of fibrin microbeads (FMB) with cultured cells. 

FMB + Fibroblasts 
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FIG. 5A 
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FIBRIN MICROBEADS AND USES THEREOF 

BACKGROUND OF THE INVENTION 

[0001] The invention relates to ?brin microbeads, methods 
for preparing the ?brin microbeads, and their use as vehicles 
for culturing, separating and transporting cells, as vehicles 
for transplanting cells involved in Wound healing, and as 
vehicles for tissue engineering. 

[0002] Fibrin clots are formed in vivo based upon the 
reaction of ?brinogen and thrombin in the presence of 
calcium ions. The initial phase of Wound healing starts after 
the formation of ?brin clot, and involves the mobiliZation of 
cells from surrounding undamaged tissue. Normally, the 
earliest cells mobiliZed to the Wound are in?ammatory 
Where they are active for a period of at least 1-3 days 
folloWing injury. Subsequently, they are displaced by cells 
of the mesenchyme lineage Which are immobiliZed into, 
navigate through and digest ?brin and replace ?brin With 
extracellular matrix (ECM) of different collagen types, 
?bronectin and hyaloron. Endothelial cells also in?ltrate the 
?brin and generate microcapillary structures. Ultimately, 
these cells replace the provisional ?brin matrix With granu 
lation tissue populated by parenchymal cells and vasculature 
in secreted ECM. 

[0003] Human ?broblasts are the major cellular entities 
responsible for the regeneration of the extracellular matrix 
(ECM) Within the Wound bed. Human ?broblasts also 
express speci?c membrane receptors to ?brinogen and 
thrombin. In the case of skin Wounds, human ?broblasts 
reform the matrix of the dermis. For example, during the 
course of healing of an incisional skin Wound, human 
?broblasts are mobiliZed from the surrounding tissue and 
enter into the ?brin clot, help dissolve it and generate as Well 
as reform the collagens (i.e. type I and type III) in the 
extracellular matrix. Based upon these properties of human 
?broblasts, ?broblast implants have been suggested as a 
means for supplementing the body’s natural Wound healing 
regime (Gorodetsky, R., et al. Radiat. Res. 125:181-186 
(1991)). 
[0004] BenZoylated hyaluronic acid (HA) sheets contain 
ing holes or pores have been used as a carrier for ?broblasts 
and keratinocytes for Wound healing (Andreassi; L., et al. 
Wounds 3(3): 116-126 (1991)). Speci?cally, HA sheets are 
cultured With these cells and then affixed to the site of the 
burn injury, Where the cells migrate out of the sheet and 
accelerate the rate of Wound re-granulation. A major prob 
lem With implanted HA sheets, hoWever, is that they are not 
metaboliZed by tissue, are cumbersome to administer, and 
may result in long-term immunological problems. 

[0005] Puri?ed ?brin(ogen) (Which is knoWn in the art as 
a mixture of ?brin and ?brinogen) and several of its lytic 
fragments (i.e. FPA, FPB, D and E) have been shoWn to be 
chemotactic to a variety of cells including macrophages, 
human ?broblasts and endothelial cells (Gorodetsky, 
R., et al. J. Lab. Clin. Med., in press (1997); BroWn, L. F., 
et al.Amen J. Pathol. 142:273-283 (1993); Clark, R. A. F., 
et al. J. Invest. Dermatol. 79:624-629 (1982); Ciano, P. S., 
et al. Lab. Invest. 54: 62-69 (1986); Dejana, E., et al. J. Clin. 
Invest. 75:11-18 (1985)). Thrombin also has been shoWn to 
exert proliferative effect on various cells including ?bro 
blasts, endothelial cells, and to enhance Wound healing in rat 
skin (Kang, Y. H., et al. J. Histochem. Cytochem. 39:413 
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423 (1991); Shuman, F., NYAcad. Sci. 408:228-235 (1986); 
Biedermann, B., et al. J. Lab. Clin. Med. 124:339-347 
(1994)). 
[0006] Fibrin microbeads have been described in the prior 
art for use as drug delivery systems ((Ho, et al. Drag Dev. 
and Ind. Pharm. 20(4):535-546 (1994); Senderoff, et al. J. 
Parenteral Sci. & Tech. 45(1):2-6 (1991)). HoWever, it has 
not been suggested or taught in the prior art that such ?brin 
microbeads have chemotactic and/or proliferative effects on 
any cells. Furthermore, the ?brin microbeads of Ho, et al. 
and Senderoff, et al. Would not be particularly useful or 
desirable as vehicles for culturing cells. In this regard, the 
Ho, et al. microbeads contain glutaraldehyde Which cross 
links proteins and destroys certain biologically active sites, 
thereby interfering With the binding of the microbeads to 
cells. Glutaraldehyde treatment may also render the micro 
beads immunogenic. The Senderoff, et al. microbeads con 
tain essentially the same relatively loW degree of cross 
linking as ?brin. Thus, the Senderoff, et al. microbeads are 
not stable in aqueous solutions and therefore Would not be 
useful as vehicles for culturing cells Which require matrices 
that do not readily dissolve in aqueous solutions. 

SUMMARY OF THE INVENTION 

[0007] The present invention provides ?brin microbeads 
that, unlike the ?brin microbeads of the prior art, do not 
contain any exogenous cross-linking agents such as glut 
araldehyde that can damage certain biologically active sites 
that permit the microbeads to react With various types of 
cells. In addition, the ?brin microbeads of the present 
invention, unlike the prior art ?brin microbeads, contain 
extensive cross-linking of ?brin(ogen) Which renders the 
?brin microbeads stable for prolonged periods in aqueous 
solution, a property Which is particularly desirable for use as 
vehicles for culturing cells, and for other uses. 

[0008] Accordingly, it is an object of the, present inven 
tion to provide ?brin microbeads that are biologically active 
and comprise extensively cross-linked ?brin(ogen). 

[0009] It also is an object of the present invention to 
provide a method for preparing the ?brin microbeads of the 
present invention. 

[0010] It is a further object of the present invention to 
provide a composition comprising cells bound to the ?brin 
microbeads of the present invention. 

[0011] It is a still further object of the present invention to 
provide methods for culturing and separating one cell type 
from another using the ?brin microbeads of the present 
invention. 

[0012] In addition, it is an object of the present invention 
to provide a method for transplanting cells using the ?brin 
microbeads of the present invention. 

[0013] It also is an object of the present invention to 
provide a method for promoting healing of a Wound using 
cells bound to the ?brin microbeads of the present invention. 

[0014] Finally, it is an object of the present invention to 
provide a method for engineering tissue using the ?brin 
microbeads of the present invention. 

[0015] Additional objects of the present invention Will be 
apparent from the description Which folloWs. 
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BRIEF DESCRIPTION OF THE FIGURES 

[0016] FIG. 1 represents an SDS-PAGE (non-reduced) of 
various FMB preparations of the present invention (lanes 
3-7) in comparison With albumin (lane 2) and ?brin, (lane 8). 
Lane 0 represents molecular Weight (MW) marker, While 
lane 1 is blank. The results shoW that the ?brin microbead 
(“FMB”) preparations of the present invention (lanes 3-7) 
are more extensively cross-linked than ?brin (lane 8). 

[0017] FIG. 2 represents an SDS-PAGE (reduced) of 
FMB preparation of the present invention (lane 3) in com 
parison With ?brinogen (lane 1), ?brin (lane 2) and micro 
bead of Senderoff, et al. (1994) (lane 4). Lane 0 represents 
molecular Weight (MW) marker. The SDS-PAGE shoWs that 
the FMB preparation (lane 3) of the present invention is 
signi?cantly more cross-linked than ?brinogen (lane 1), 
?brin (lane 2) and the microbead of Senderoff, et al. (1994) 
(lane 4). 
[0018] FIGS. 3A-3D represent densitometric tracings of 
?brinogen (FIG. 3A), ?brin (FIG. 3B), the microbead of 
Senderoff, et al. (1994) (FIG. 3C) and the FMB preparation 
of the present invention (FIG. 3D). The densitometric 
tracings shoW that the FMB preparation of the present 
invention (FIG. 3D) is signi?cantly more cross-linked than 
?brinogen (FIG. 3A), ?brin (FIG. 3B) and the microbead of 
Senderoff, et al. (1994) (FIG. SC). 

[0019] FIG. 4 represents a scanning electron micrograph 
of FMB of the present invention With ?broblasts, and shoWs 
hoW closely the cells are bound to the surface of the FMB. 

[0020] FIGS. 5A and 5B represents ?uorescent micro 
graph of FMB of the present invention With human ?bro 
blasts visualiZed by a computeriZed ?uorescence micro 
scope. FIG. 5A shoWs the FMB and ?broblasts in culture, 
While FIG. 6A shoWs ?broblasts leaving FMB after being 
transferred to a neW culture ?ask. 

[0021] FIG. 6 represents a comparison of the groWth of 
?broblasts on FMB and Biosilon beads. Cell number Was 
assayed by the MTS Assay. 

[0022] FIGS. 7A and 7B depict the responses of cells to 
FMB. FIG. 7A represents the rates of attachment (hapto 
taxis) to ?broblasts, smooth muscle and endothelial cells. 
The % of the FMB that Were attached to the cultured cells 
at different time points Was monitored by light microscopy. 
FIG. 7B sets forth the rates of proliferation of pig kidney 
epithelial cells. About 1 million cells Were loaded on FMB 
and maintained at different media conditions. Cell number 
on FMB Was evaluated by the MTS assay. 

[0023] FIGS. 8A-8D set forth micrographs of ?broblasts 
on FMB. FIG. 8A shoWs a confocal microscopy image of 
EMT-6 cells on a single FMB. The composite image of 
superimposed 50 optical slices reveals approximately 200 
cells loaded on a single FMB. FIG. 8B shoWs ?uorescent 
micrographs of HF, red PI stained nuclei, groWn on small 
FMB. The high cell density aggregated the beads to form a 
tissue-like structure. FIG. 8C shoWs a combined ?uorescent 
and light microscopy image of cells loaded on FMB and 
embedded in loW density ?brin droplet on a tissue plate. The 
upper part is a ?uorescence image of the PI red-stained 
nuclei. The loWer half of the image is combined ?uorescent 
With light microscopy that shoWs the borders of the ?brin gel 
and the cells migrating from the FMB (B1) and (B2) With the 
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translucent outlines around B2 that indicate the gel digestion 
track. FIG. 8D shoWs composite superimposed slices taken 
by confocal microscopy of densely populated FMB as 
described in panel The high intensity PI ?uorescence of 
the nuclei shoW the position of cells digesting their Way from 
the FMB and the surrounding ?brin. 

[0024] FIG. 9 sets forth a 31P-NMR spectra of endothelial 
cells on FMB taken over a period of up to 24 hours. The 
varied PCI signal (~+3 ppm) indicates the stress induced 
consumption of the energy reserves of the cells. By contrast, 
the [3 ATP signal at ~—8 ppm re?ects the cell viability With 
the period of the 21 hours folloW-up. 

[0025] FIGS. 10A-10H represent pig skin Wound healing 
at day 3 by the histology of porcine cutaneous Wounds 
implanted With 3 mg/mL ?brin and combinations of FMB, 
human skin ?broblasts, PDGF-BB, and controls. FIG. 10A 
represents a Wound With no addition other than human ?brin. 
No evidence of granulation tissue is shoWn. FIG. 10B 
represents a Wound containing exogenous PDGF-BB. 
Increased ?broblast number is shoWn beneath the Wound, 
but no granulation tissue. FIG. 10C represents a Wound to 
Which ?broblasts suspended in ?brin Were added. Individual 
?broblasts in the ?brin clot are evident, but granulation 
tissue is not shoWn. FIG. 10D represents a Wound to Which 
?broblasts suspended in a ?brin+PDFG-BB Were added. 
Nascent granulation tissue is shoWn on the bottom of the 
Wound (arroWs) as Well as increased numbers of individual 
?broblasts in the ?brin clot. FIG. 1E represents a Wound to 
Which FMB suspended in ?brin Were added. FMB are shoWn 
along the base of the Wound. FIG. 10F represents a Wound 
to Which FMB suspended in ?brin+PDGF-BB Were added. 
FMB are shoWn along the base of the Wound and a great 
number of ?broblasts in the underlying subcutaneous tissue 
(arroWs). FIG. 10G represents a Wound to Which ?broblast 
loaded FMB suspended in ?brin Were added. FMB are 
shoWn along the base of the Wound. A large number of 
?broblasts Were observed betWeen the FMB and the under 
lying subcutaneous tissue. FIG. 10H shoWs a Wound to 
Which ?broblasts loaded FMB suspended in ?brin and 
PDGF-BB Were added. FMB are shoWn along the base of 
the Wound, and robust granulation tissue betWeen the FMB 
and in the underlying subcutaneous tissue. 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0026] The present invention is directed to biologically 
active, ?brin microbeads comprising extensively cross 
linked ?brin(ogen). As used herein, “biologically active” 
means that the ?brin microbeads possess biologically active 
sites that permit the microbeads to attract and facilitate the 
groWth of various types of cells. This is different than ?brin 
microbeads of the prior art that are treated With exogenous 
cross-linking agents, such as glutaraldehyde, Which render 
?brin microbeads unattractive to cells and biologically inac 
tive. 

[0027] “Extensively cross-linked” means that the ?brin(o 
gen) contains at least 30% cross-linked ?brin(ogen), and 
more preferably at least 50% cross-linked ?brin(ogen). The 
extensive cross-linking of the ?brin microbeads of the 
present invention is believed to occur during their manufac 
ture, Which utiliZes high temperatures that help denature the 
native ?brin(ogen) structure, speci?cally the D-domain, 
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thereby exposing sites for cross-linking by factor XIII, 
Which are not normally cross-linked by native conformers of 
?brin(ogen) at ambient temperatures. The SDS-PAGE gel 
patterns (FIG. 1) shoW extensive cross-linking due to such 
factor XIII mediated reactions. The extensive cross-linking 
renders the microbeads of the present invention insoluble 
and stable in an aqueous environment, thus rendering the 
microbeads stable for cell culturing and other uses. 

[0028] It also is Within the con?nes of the present inven 
tion that the ?brin microbead also may, comprise at least one 
bioactive agent. Suitable bioactive agents include but are not 
limited to drugs, neurologics, vitamins, vitamin derivatives, 
groWth factors, glucocorticosteroids, steroids, antibiotics, 
antibacterial compounds including bacteriocidal and bacte 
riostatic compounds, antiviral compounds, antifungal com 
pounds, antiparasitic compounds, tumoricidal compounds, 
tumoristatic compounds, toxins, enZymes, enZyme inhibi 
tors proteins, peptides, minerals, neurotransmitters, lipo 
proteins, glycoproteins, immunomodulators, immunoglobu 
lins and fragments thereof, dyes, radiolabels, radiopaque 
compounds, ?uorescent compounds, fatty acid derivatives, 
polysaccharides, cell receptor binding molecules, anti-in 
?ammatories, antiglaucomic compounds, mydriatic com 
pounds, anesthetics, nucleic acids, polynucleotides, and the 
like. 

[0029] The ?brin microbeads of the present invention are 
produced in the folloWing manner. First, an aqueous solution 
comprising ?brinogen, thrombin and factor XIII is prepared. 
This solution may be prepared by combining ?brinogen 
containing endogenous factor XIII With thrombin, by com 
bining cryoprecipitate containing endogenous ?brinogen 
and endogenous factor XIII With thrombin, or by combining 
?brinogen, factor XIII and thrombin individually into an 
aqueous solution. It also is Within the con?nes of the present 
invention that equivalent proteases such as snake venom 
proteases (e.g. reptilase) may be used as an alternative to 
thrombin. The ratio of ?brinogenzthrombin:factor XIII in the 
aqueous solution is preferably 5-100 mg/mL: 1-100 U/mL:1 
50 U/mL, and most preferably 20-40 mg/mL:5-10 U/mL12 
20 U/mL. In addition to these proteins, the aqueous solution 
also may contain ?bronectin and other blood-derived pro 
teins that may be present in the ?brinogen and cryoprecipi 
tate starting materials. If it is desired for the ?brin microbead 
to contain any bioactive agents, then those agents can be 
added into the ?brinogen or thrombin solutions prior to their 
mixing, or directly to the aqueous solution. 

[0030] Next, prior to the onset of coagulation, the aqueous 
solution is introduced into an oil heated to a temperature in 
the range of about 50-80° C. to form an emulsion. A 
hydrophobic organic solvent such as isooctane also may be 
included in the oil. The inventors have found that using the 
concentrations of ?brinogen and thrombin presented in the 
Experimental Details Section beloW, coagulation occurs at 
about 30 seconds after the ?brinogen and thrombin are 
combined. HoWever, for other concentrations of ?brinogen 
and thrombin, the onset of coagulation can be determined by 
using knoWn coagulation assays. 

[0031] Suitable oils include but are not limited to veg 
etable oils (such as corn oil, olive oil, soy oil, and coconut 
oil), petroleum based oils, silicone oils, and combinations 
thereof. Vegetable oils are preferred because they can be 
metaboliZed by cells and may provide nutrients to the cells. 
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In the most preferred embodiment, the oil is corn oil. The 
inventors believe that minerals oils should be avoided since 
they are not metaboliZed by cells. In addition, oils that 
contain unsaturated bonds (i.e. Canola oil) should be 
avoided since they may be oxidiZed. 

[0032] After the aqueous solution is introduced into the 
heated oil, the emulsion is then maintained at a temperature 
of about 50-80° C. and mixed at an appropriate speed until 
?brin microbeads comprising extensively cross-linked 
?brin(ogen) are obtained in the emulsion. The mixing speed 
Will depend upon the volume of the emulsion, and the 
desired siZe of the microbeads. For volumes of 400 mL oil 
and 100 mL aqueous phase in a 1 L ?ask, the preferred 
mixing speed is 300-500 rpm. The emulsion is generally 
mixed for about 3-9 hours, although the actual time Will vary 
depending upon the temperature, the concentration of the 
initial reactants and the volume of the emulsion. As dis 
cussed above, it is believed that at temperatures of about 
50-80° C., the native ?brin(ogen) structure denatures expos 
ing sites for cross-linking by factor XIII, Which are not 
normally cross-linked at ambient temperatures. Such cross 
linking occurs during the ?rst phase of the mixing/heating 
cycle. The heating also serves the purpose of dehydrating the 
emulsi?ed system (drying process) thereby producing cross 
linked ?brin(ogen) particles that do not stick together or 
coalesce, as such particles do When they possess too much 
Water. 

[0033] Finally, the extensively cross-linked ?brin micro 
beads may be isolated from the emulsion using procedures 
such as centrifugation, ?ltration, or a combination thereof. 
The isolated ?brin microbeads may then preferably be 
Washed With solvents such as hexane, acetone and/or etha 
nol, and then air dried. The microbeads may then be graded 
to the desired siZe using commercially available ?lters or 
sieves. Preferably, the ?brin microbeads of the present 
invention are graded to a diameter of about 50-200 microns, 
although larger or smaller ?brin microbeads may be siZed, if 
desired. 

[0034] The present invention also provides a composition 
comprising cells bound to the ?brin microbeads of the 
present invention. The cells include any cells that bind to the 
?brin microbeads. Such cells include but are not limited to 
?broblasts, endothelial cells, chondrocytes, neuroblastoma 
cells, kidney cells, liver cells, pancreatic cells, thyroid cells, 
glial cells, smooth muscle cells, mouse mammary carcinoma 
cells, bone/cartilage forming cells, and combinations 
thereof. 

[0035] As certain cells also proliferate on the ?brin micro 
beads, the present invention also provides a method for 
culturing ?brin microbead binding cells With the ?brin 
microbeads of the present invention in a culture medium 
under conditions permitting the cells to bind to the ?brin 
microbeads. The advantage of culturing cells With the ?brin 
microbeads of the present invention is that the cells bind and 
groW on the ?brin microbeads. Thus, as the cells are needed 
for other uses, they may be easily removed from the cell 
culture medium by pipetting or pouring off the ?brin micro 
beads Without trauma to the cells. This is a substantial 
improvement over conventional means for removing cells 
from culture plates such as trypsiniZation, Which may dam 
age certain receptors on the cells and otherWise cause trauma 
to the cells. The ability to transfer cells from one environ 
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ment to another using the ?brin microbeads of the present 
invention also means that such cells can be reseeded into 
fresh culture medium With minimal damage to the cells. 

[0036] In addition to these advantages, the ?brin micro 
beads of the present invention, because they attract and groW 
a population of cells that is signi?cantly more dense than 
conventional cell cultures, can be used as a more ef?cient 
means for producing recombinant proteins, viruses, bacteria, 
the cloning of desirable nucleic acids, and the like, than 
conventional cell cultures. As such, it is envisioned that the 
cells cultured in connection With the ?brin microbeads of the 
present invention can be transformed or transfected With 
various vectors, viruses, bacteria, nucleic acid, and the like. 
In this manner, the ?brin microbeads of the present invention 
can be used as vehicles for the production of viruses, 
recombinant proteins, cloning of nucleic acids, and the like. 

[0037] In addition, because not all cells bind to the ?brin 
microbeads of the present invention, the ?brin microbeads 
also are very useful for separating cells. In this regard, the 
present invention also provides a method for separating cells 
that bind to ?brin microbeads from a cell culture containing 
the ?brin microbead binding cells and cells that do not bind 
to ?brin microbeads. In this method, cells can be cultured 
With the ?brin microbeads in a groWth medium under 
conditions permitting the ?brin microbead binding cells to 
bind to the ?brin microbeads. The cells of interest that bind 
to the microbeads can then be isolated from the culture 
medium by removing the ?brin microbeads. 

[0038] Furthermore, because the ?brin microbeads of the 
present invention bind certain cells it also is envisioned that 
the microbeads can be used as a vehicle for transplanting 
such cells. For example, because the ?brin microbeads of the 
present invention bind cells involved in Wound healing, the 
?brin microbeads can be used to transplant Wound healing 
promoting cells into a Wound. As used herein, “Wound” 
includes surgical Wounds, burns, ulcers, lacerations, and the 
like. This can be accomplished by culturing the desired cells 
With the ?brin microbeads, and applying a Wound healing 
effective amount of the cells bound to the ?brin microbeads 
to the Wound. Suitable Wound healing promoting cells 
include but are not limited to ?broblasts, smooth muscle 
cells, endothelial cells, chondrocytes, bone/cartilage form 
ing cells and combinations thereof. It also is Within the 
con?nes of the present invention that the ?brin microbeads 
may further comprise at least one bioactive agent selected 
from the group consisting of Wound healing promoting 
agents, groWth factors, glucocorticosteroids, steroids, anti 
biotics, antibacterial compounds, antiviral compounds, and 
antifungal compounds. The composition may be affixed to 
the Wound using ?brin glue. 

[0039] In addition, it also is envisioned that the ?brin 
microbeads may be used for transplanting cells that have 
been modi?ed by knoWn recombinant methods to express 
desirable proteins for treating diseases associated With a 
de?ciency of these proteins. For example, vectors containing 
nucleic acid encoding insulin may be used to incorporate the 
nucleic acid into the cells by knoWn recombinant techniques 
so that the cells express insulin. The insulin producing cells 
can then be cultured With the ?brin microbeads of the 
present invention and then introduced into the patient for 
treating diabetes. Other diseases that may be treated include 
but are not limited to hemophilia A (factor VIII de?ciency), 
hemophilia B (factor IX de?ciency) and cystic ?brosis. 
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[0040] Finally, because the ?brin microbeads of the 
present invention also bind cells involved in the formation of 
tissue, it is envisioned that the ?brin microbeads can also be 
used as a vehicle for facilitating tissue engineering. In this 
connection, a suspension of the desired cells can be prepared 
by culturing the cells With the ?brin microbeads. The 
suspension of the ?brin microbeads carrying the desired 
cells can then be applied to a surface of a prosthetic device 
using ?brin glue, for example, and the cells cultured in a 
tissue culture medium until the desired extracellular matrix 
or tissue is formed on the surface of the prosthetic device. 
The choice of cells Will depend upon the tissue desired and 
include but are not limited to ?broblasts, endothelial cells, 
chondrocytes, neuroblastoma cells, kidney cells, liver cells, 
pancreatic cells, thyroid cells, glial cells, smooth muscle 
cells, bone/cartilage forming cells, and any combination 
thereof. 

[0041] The present invention is described in the folloWing 
Experimental Details Section Which is set forth to aid in an 
understanding of the invention, and should not be construed 
to limit in any Way the invention as de?ned in the claims 
Which folloW thereafter. 

Experimental Details Section 

Materials and Methods 

[0042] Proteins. The source of ?brinogen used in the 
experiments Was either ?brinogen prepared by fractionation 
of pooled plasma, or cryoprecipitate obtained from froZen 
and thaWed pooled plasma. The biochemical composition of 
the puri?ed ?brinogen Was as folloWs: 41:5 mg/mL protein, 
40:5 mg/mL ?brinogen, 1:1 mg/mL ?bronectin, trace IgG 
and 20:10 U/mL Factor XIII. The biochemical composition 
of the pooled cryoprecipitate Was as folloWs: 72:10 mg/mL 
protein, 13:5 mg/mL ?brinogen, 3:1 mg/mL ?bronectin, 
13:2 mg/mL IgG and 511 U/mL Factor XIII. Thrombin Was 
either bovine or human, and Was prepared as described (Zou, 
et al. US. Pat. No. 5,677,162 (1997)) With unitage deter 
mined by clot time assays calibrated against an international 
standard. 

[0043] FMB Preparation Protocol. A typical preparation 
Was carried out by heating 400 mL corn oil and isooctane to 
55° C. With mechanical stirring. A solution of 25 mL 
?brinogen (40 mg/mL) or cryoprecipitate (diluted 1:2 in 
Tris/saline buffer) Was mixed With 5 mL thrombin to 5 U/mL 
(?nal concentration). This level induced coagulation Within 
30 seconds. After adding the thrombin but before coagula 
tion occurred, the protein mixture Was sloWly added to the 
heated oil so that the stirring dispersed the aqueous phase 
into droplets suspended in the oil. Mixing and heating Was 
continued for 1 hour. The isooctane evaporated out of the oil 
eventually, after Which the temperature Was elevated to 
approximately 75° C. Mixing continued for 4-8 hours. The 
heat Was then turned off and stirring continued for 2 hours 
until the mixture reached room temperature. 

[0044] The oil suspension Was rendered less viscous by 
adding 100 mL hexane, ?ltered through a Whatman #42 
?lter paper, and the particulate FMB Was rinsed With hexane. 
The crude FMB Was then suspended in 50 mL 95% ethanol 
and homogeniZed for 1 minute. The FMB particles Were 
alloWed to settle for 10-20 seconds and the supernatant 
“?nes” decanted. These procedures Were repeated three 












