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(57) ABSTRACT 
Systems and methods are disclosed to perform semiconduc 
tor processing With a process chamber; a ?ash lamp adapted 
to be repetitively triggered; and a controller coupled to the 
control input of the ?ash lamp to trigger the ?ash lamp. The 
system can deploy a solid state plasma source in parallel 
With the ?ash lamp in Wafer processing. 
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SEMICONDUCTOR PROCESSING SYSTEM AND 
METHOD 

[0001] This application is a division of application Ser. 
No. 09/840,349, ?led Apr. 21, 2001. 

BACKGROUND 

[0002] The present invention relates to semiconductor 
processing. 
[0003] The fabrication of modern semiconductor device 
structures has traditionally relied on plasma processing in a 
variety of operations such as etching, depositing or sputter 
ing. Plasma etching involves using chemically active atoms 
or energetic ions to remove material from a substrate. 
Plasma Enhanced Chemical Vapor Deposition (PECVD) 
uses plasma to dissociate and activate chemical gas so that 
the substrate temperature can be reduced during deposition. 
Plasma sputtering also deposits materials onto substrates, 
Where plasma ions such as argon impact a material surface 
and sputter the material that is then transported as neutral 
atoms to a substrate. Additional plasma processes include 
plasma surface cleaning and physical-vapor deposition 
(PVD) of various material layers. 

[0004] Conventionally, plasma is generated using a radio 
frequency poWered plasma source. In a “typical” radio 
frequency poWered plasma source, alternating current (AC) 
poWer is recti?ed and sWitched to provide current to a RF 
ampli?er. The RF ampli?er operates at a reference frequency 
(13.56 MHZ, for example), drives current through an output 
matching netWork, and then through a poWer measurement 
circuit to the output of the poWer supply. The output match 
is usually designed to be connected a generator that is 
optimiZed to drive particular impedance such as 50 ohms, in 
order to have the same characteristic impedance as the 
coaxial cables commonly used in the industry. PoWer ?oWs 
through the matched cable sections, is measured by the 
match controller, and is transformed through the load match. 
The load match is usually a motoriZed automatic tuner, so 
the load match operation incurs a predetermined time delay 
before the system is properly con?gured. After passing 
through the load match, poWer is then channeled into a 
plasma excitation circuit that drives tWo electrodes in an 
evacuated processing chamber. A processing gas is intro 
duced into the evacuated processing chamber, and When 
driven by the circuit, plasma is generated. Since the match 
ing netWork or the load match is motoriZed, the response 
time from the matching netWork is typically in the order of 
one second or more. 

[0005] Conventionally, plasma is continuously generated 
in order to obtain the large amount of poWer necessary to 
deposit the layers at high speed and thereby to improve the 
shapes of stepped parts thereof (coverage). As noted in US. 
Pat. No. 5,468,341 entitled “Plasma-etching method and 
apparatus therefor”, the amount of ion energy reaching a 
surface of the object to be etched in conventional RF sources 
can be accomplished by controlling the poWer of RF Waves, 
the controllable range of dissociation process in plasmas is 
narroW and, therefore, the extent of controllable etching 
reactions on the surface of the object Wafer is narroWly 
limited. Also, since the magnetic ?elds are present in a 
plasma generation chamber for high-density plasmas, a 
magnetohydrodynamic plasma instability can exist due to, 
for example, drift Waves generated in the plasmas, Which 
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leads to a problem Wherein the ion temperature rises and the 
directions of ion motions become nonuniform. Further, the 
problems include a degradation of a gate oxide ?lm and a 
distortion of etching pro?le due to the charges accumulated 
on the Wafer. 

[0006] In a deposition technology knoWn as atomic layer 
deposition (ALD), various gases are injected into the cham 
ber for about 100-500 milliseconds in alternating sequences. 
For example, a ?rst gas is delivered into the chamber for 
about 500 milliseconds and the substrate is heated, then the 
?rst gas (heat optional) is turned off. Another gas is deliv 
ered into the chamber for another 500 milliseconds (heat 
optional) before the gas is turned off. The next gas is 
delivered for about 500 milliseconds (and optionally heated) 
before it is turned off. This sequence is done for until all 
gases have been cycled through the chamber, each gas 
sequence forming a monolayer Which is highly conformal. 
ALD technology thus pulses gas injection and heating 
sequences that are betWeen 100 and 500 milliseconds. This 
approach has a high dissociation energy requirement to 
break the bonds in the various precursor gases such as silane 
and oxygen and thus requires the substrate to be heated to a 
high temperature, for example in the order of 600-800 
degree Celsius for silane and oxygen processes. 

SUMMARY 

[0007] In one aspect, an apparatus to perform semicon 
ductor processing includes a process chamber; a ?ash lamp 
adapted to be repetitively triggered; and a controller coupled 
to the control input of the ?ash lamp to trigger the ?ash 
lamp. 
[0008] Implementations of the above aspect may include 
one or more of the folloWing. The ?ash lamp can be pulsed 
to perform atomic layer processing, Which includes one or 
more of the folloWing: deposition, etching, epitaxial depo 
sition, and sputter deposition. Asolid state plasma generator 
employing frequency tuning can be used to achieve output 
matching. The plasma generator can be a solid state gen 
erator Without any moving parts and having a short tuning 
response time. The solid state generator includes: a sWitch 
ing poWer supply; an ampli?er coupled to the poWer supply; 
a reference frequency generator coupled to the ampli?er; a 
poWer measurement circuit providing feedback to a com 
parator and to the reference frequency generator; an output 
match section coupled to the poWer measurement circuit; 
and a plasma excitation circuit coupled to the output match 
section. Aplurality of precursor inlets can be coupled to the 
chamber, and the precursor from the precursor inlets reacts 
When the ?ash lamp is triggered. The controller can be 
computer controlled or can be a hardWired circuit. The 
controller turns on the ?ash lamp in an atomic layer process. 
The controller can cycle the ?ash lamp multiple times to 
perform atomic layer processing in the process chamber. The 
multiple layers can be plasma-assisted layers and non 
plasma-assisted layers. 
[0009] In another aspect, a method to deposit multi-layer 
?lms on a semiconductor includes introducing a gas into a 
processing chamber; and triggering a ?ash lamp to generate 
thermal energy in the chamber to deposit a layer. 

[0010] Implementations of the aspect may include one or 
more of the folloWing. The method includes purging the 
chamber and then sequentially pulsing the ?ash lamp for 
each layer to be deposited. 
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[0011] In yet another aspect, a multi-layer semiconductor 
processing chamber includes a gas source coupled to the 
chamber for introducing a processing gas into a reaction 
chamber having a sample disposed therein; a high intensity 
?ash lamp coupled to the chamber to react the processing 
gas; and a controller coupled to the ?ash lamp to trigger the 
?ash lamp for each deposited layer. 

[0012] Implementations of the above aspect may include 
one or more of the folloWing. A solid state RF plasma source 
can be used in conjunction With the ?ash lamp, the source 
including: sWitching poWer supply; an RF ampli?er coupled 
to the poWer supply; a reference frequency generator 
coupled to the RF ampli?er; a poWer measurement circuit 
providing feedback to a comparator and to the reference 
frequency generator; an output match section coupled to the 
poWer measurement circuit; and a plasma excitation circuit 
coupled to the output match section. The controller triggers 
the ?ash lamp and/or pulses the solid state RF plasma 
source. The controller sequentially triggers the ?ash lamp 
and/or pulses the solid state RF plasma source for each layer 
to be deposited. 

[0013] Advantages of the system may include one or more 
of the folloWing. The system can instantaneously deliver a 
signi?cant amount of energy to the Wafer surface to initiate 
a desirable surface reaction. The system can perform a 
combination of pulsed plasma and/or ?ash heating to ther 
mally activate chemical precursors on the surface of the 
substrate at temperatures slightly beloW that required to 
initiate a sustained thermal reaction. This technique can be 
used to build extremely thin layers of material for Atomic 
Layer Deposition processes. The system offers better control 
thickness. Customer can use thinner ?lms to achieve the 
same result, thereby extending Moore’s laW. The resulting 
high quality ?lms possess superior properties such as high 
uniformity, controlled resistivity, high diffusion resistance, 
and high conformality, among others. The system thus 
enables high precision etching, deposition or sputtering 
performance. The pulse modulation of a ?ash bulb and/or a 
radio frequency poWered plasma source enables a tight 
control the radical production ratio in plasmas, the ion 
temperature and the charge accumulation. Also, since the 
time for accumulation of charges in a Wafer is on the order 
of milli-seconds, the accumulation of charges to the Wafer is 
suppressed by the pulse-modulated plasma on the order of 
micro-seconds, and this enables the suppression of damage 
to devices on the Wafer caused by the charge accumulation 
and of notches caused during the electrode etching process. 
The system alloWs the substrate be heated to a relatively loW 
temperature, typically less than 400 degrees Celsius. The 
processing of the Wafer at loWer temperatures can reduce the 
thermal budget and can be advantageous in reducing ther 
mally induced mechanical stresses, diffusion alloying of 
adjacent layers Within the substrate, and minimiZing grain 
groWth, among others. 

[0014] Other advantages may include one or more of the 
folloWing. The system attains highly efficient plasma opera 
tion in a compact substrate process module that can attain 
excellent characteristics for etching, depositing or sputtering 
of semiconductor Wafers as represented by high etch rate, 
high uniformity, high selectivity, high anisotropy, and loW 
damage. The system achieves high density and highly uni 
form plasma operation at loW pressure for etching substrates 
and for deposition of ?lms on to substrates. Additionally, the 
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system is capable of operating With a Wide variety of gases 
and combinations of gases, including highly reactive and 
corrosive gases. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0015] FIG. 1 shoWs an exemplary pulsed processing 
system With a processing chamber. 

[0016] FIG. 2 shoWs a ?oWchart of one exemplary semi 
conductor manufacturing process using the system of FIG. 
1. 

[0017] FIGS. 3A-3B shoW exemplary pulse generator 
embodiments. 

[0018] FIG. 4 shoWs a multi-chamber semiconductor pro 
cessing system. 

[0019] FIG. 5 shoWs an exemplary an apparatus for liquid 
and vapor precursor delivery. 

[0020] FIGS. 6A-6B shoW tWo operating conditions of an 
embodiment to perform barrier pulsed plasma atomic layer 
deposition. 

DESCRIPTION 

[0021] FIG. 1 shoWs an exemplary pulsed processing 
system 100 With a processing chamber 102. The process 
chamber 102 has a chamber body enclosing components of 
the process chamber such as a chuck 103 supporting a 
substrate 105. The process chamber typically maintains 
vacuum and provides a sealed environment for process gases 
during substrate processing. On occasions, the process 
chamber needs to be periodically accessed to cleanse the 
chamber and to remove unWanted materials cumulating in 
the chamber. To support maintenance for the process cham 
ber, an opening is typically provided at the top of the process 
chamber that is suf?ciently large to provide access to the 
internal components of the process chamber. 

[0022] The chamber 102 includes a plasma excitation 
circuit 106 driven by a solid-state plasma generator 110 With 
fast ignition capability. One commercially available plasma 
source is the Litmas source, available from LITMAS World 
Wide of Matthews, NC. The generator 110 includes a 
sWitching poWer supply 112 that is connected to an alter 
nating current (AC) line. The poWer supply 112 recti?es AC 
input and sWitches the AC input to drive an RF ampli?er 
116. The RF ampli?er 116 operates at a reference frequency 
(13.56 MHZ, for example) provided by a reference fre 
quency generator 104. The RF ampli?er 116 drives current 
through a poWer measurement circuit 118 that provides 
feedback signals to a comparator 120 and to the reference 
frequency generator 104. In this embodiment, poWer is 
measured only once, and the information is used to control 
the RF ampli?er 116 gain, as Well as a tuning system if 
needed. PoWer is then delivered to an output match section 
122, Which directly drives the plasma excitation circuit 106. 
In one embodiment, the plasma excitation circuit 106 uses 
parallel plate electrodes in the chamber. HoWever, other 
equivalent circuits can be used, including an external elec 
trode of capacitance coupling or inductance coupling type, 
for example. 

[0023] A controller 130 generates a periodic pulse and 
drives one input of the frequency reference 104. The pulse 
effectively turns on or off the plasma generation. One 
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embodiment of the controller 130 generates a pulse With a 
frequency of ten hertZ (10 HZ) or less. In another embodi 
ment, the pulse generated has a pulse-Width of approxi 
mately tWo hundred ?fty (250) millisecond and the pulse is 
repeated approximately every ?fty (50) microseconds. 
[0024] The chamber 102 includes one or more ?ash lamps 
113 controlled by the controller 130 to heat the substrate. 
Various commercially available ?ash lamps can be used. In 
one embodiment, Xenon ?ash lamps (bulbs or tubes) are 
used to emit large amounts of spectral energy in short 
duration pulses. A number of suitable ?ash lamps knoWn to 
those skilled in the art may be used. For example, as 
discussed in Alex D. McLeod’s article entitled “Design 
Considerations for Triggering of Flash lamps” and available 
at http://opto.perkinelmer.com/library/papers/tp10.htm, 
poWer supply energy accumulates in a storage capacitor. 
When this energy is released and dissipated it forms highly 
excited xenon plasma Within the ?ash lamp. The energy 
released covers a Wide spectral range from ultraviolet (UV) 
to infrared (IR), closely resembling sunlight. The charged 
energy-storage-capacitor is normally connected across the 
tWo main electrodes (commonly called anode and cathode) 
of the ?ash lamp. The voltage to Which this capacitor is 
charged is usually loWer than that Which Would cause the 
xenon to ioniZe. 

[0025] The process that effects the initial ioniZation is 
knoWn as triggering, Which creates a voltage gradient (Volts/ 
Inch) in the gas of sufficient magnitude to cause ioniZation. 
Most triggering schemes use a trigger transformer to pro 
duce high voltage pulses of short duration. Several different 
circuits have been developed Which introduce this voltage to 
achieve ioniZation. Once this has occurred as evidenced by 
a thin streamer betWeen the main electrodes, a conductive 
path exists through Which the energy-storage-capacitor can 
discharge. As the level of ioniZation increases, the streamer 
increases in cross section and produces an intense ?ash. 

[0026] A number of triggering methods can be used, 
including external, series injection, and pseudo-series injec 
tion. These three triggering methods are can be triggered by 
Simmer or Pseudo-Simmer Mode circuits. The simmer 
mode technique requires that the ?ash lamp be triggered 
only once in a sequence of ?ashes. A separate poWer supply 
With a specially designed load characteristic is used to force 
the current to continue ?oWing in the lamp in a loW, but 
stable state of ioniZation. Depending on the ?ash lamp type, 
typical simmer current may be from 100 milliamps up to 
several amperes. The voltage across the lamp Will be 100 to 
150 volts. The main discharge energy, obtained from a 
capacitor charged to a separate poWer supply, may noW be 
sWitched into the lamp. A semiconductor sWitch, such as an 
SCR or a gas or vacuum gap may also be used. The gas in 
the lamp Will become more highly ioniZed, producing a ?ash 
as the energy is dissipated. The gas Will then be forced to 
return to the simmer state. Care must be taken in circuit 
design and layout, that transients due to parasitic elements 
do not cause deioniZation to occur, or that semiconductors or 
insulation do not become over stressed. Pseudo simmer 
mode is a variation on the simmer mode circuit that com 
bines the simmer poWer supply With the capacitor charging 
supply. Operating conditions are limited by lamp and poWer 
supply load line considerations. 

[0027] In one embodiment With external triggering, a high 
voltage trigger pulse is used to create a thin ioniZed streamer 
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betWeen the anode and cathode Within the lamp. IoniZation 
starts When gas adjacent to the tube Wall is excited by the 
voltage gradient induced by this high voltage pulse from the 
trigger transformer. A thin nickel Wire can be Wrapped 
around the surface of the glass (or quartZ) envelope (tube) 
and touch the glass over as much as possible of the length 
of the envelope, betWeen the electrode inner tips. The trigger 
transformer high voltage output (secondary Winding) is 
connected to one end of this Wire. The trigger voltage 
required to reliably trigger a particular ?ash lamp depends 
on the arc length, bore diameter, ?ll pressure, electrode 
material and is normally given in the ?ash lamp character 
istic data. Other factors such as ambient radiant energy and 
aging characteristics of the lamp also affect triggering 
requirements. The trigger pulse Width is important using this 
method because a ?nite amount of time is required for the 
ioniZed streamer to propagate doWn the bore of the ?ash 
lamp. Triggering has been found to be most reliable When 
the pulse Width is at least 200 nanoseconds per inch of arc 
length. 
[0028] In another embodiment With series injection trig 
gering, the discharge current from the energy-storage-ca 
pacitor is passed through the secondary Winding of the 
trigger transformer. The secondary Winding of the trigger 
transformer must therefore be designed to carry the total 
current of the discharge Within the ambient temperature 
design limits. The inductance of the secondary Winding (of 
the trigger transformer) is noW part of the discharge circuit 
and may be utiliZed to control the energy-storage-capacitor’s 
current pulse Wave shape. Since ?ash lamp life is inversely 
proportional to peak current, it is desirable to optimiZe this 
inductance for damping and design a critically damped 
circuit. This Will produce minimum peak current and prevent 
current reversal that may damage the ?ash lamp. The life of 
the ?ash lamp is noW maximiZed for the particular energy 
required and the poWer requirement noW dictates the siZe of 
the trigger transformer. Pseudo series injection triggering 
retains some of the advantages of series injection triggering 
Without some of the penalties, especially those of siZe, 
Weight and cost. FIG. 5 shoWs four versions of this circuit 
in various possible con?gurations of polarities and grounded 
nodes. The trigger voltage is applied to the ?ash lamp in the 
same manner as With series injection, hoWever, in this case 
the main energy discharge does not ?oW through the trigger 
transformer secondary Winding. Instead, a path is provided 
through a suitable diode. 

[0029] The pulse generator 130 also generates a periodic 
pulse that drives the ?ash lamp 113. The pulse effectively 
turns on or off the plasma generation. One embodiment of 
the pulse generator 130 generates a pulse With a frequency 
of ten hertZ (10 HZ) or less. In another embodiment, the 
pulse generated has a pulse-Width of approximately ?fty 
(50) millisecond and the pulse is repeated approximately 
every ?ve seconds. 

[0030] The characteristics of a ?lm deposited by the above 
techniques are dependent upon the electron temperature in 
the plasma, the energy of ion incident on a substrate, and the 
ion and radical produced in the vicinity of an ion sheath. The 
electron temperature distribution in the plasma, the kind of 
each of the ion and radical produced in the plasma, and the 
ratio betWeen the amount of the ion and the amount of the 
radical, can be controlled by modulating a high-frequency 
voltage in the same manner as having been explained With 



US 2005/0037597 A1 

respect to the plasma etching. Accordingly, When conditions 
for depositing a ?lm having excellent characteristics are 
knoWn, the discharge plasma is controlled by a modulated 
signal according to the present invention so that the above 
conditions are satis?ed. Thus, the processing characteristics 
With respect to the ?lm deposition can be improved. 

[0031] FIG. 2 shoWs a ?oWchart of one exemplary semi 
conductor manufacturing process using the system 100 of 
FIG. 1. First, a Wafer is positioned inside the chamber (step 
200). Next, suitable processing gas is introduced into the 
chamber (step 202), and the controller 130 is periodically 
turned on in accordance With a process activation sWitch to 
drive the desired process (step 204). The controller can 
activate one or more ?ash bulbs, one or more solid state RF 

heaters, or any of these tWo heat sources in combination and 
in any sequence. The particular type of process to be 
performed affects the process activation sWitch choice. The 
choice of activation sWitch for any device fabrication pro 
cess, regardless of Whether the process is a deposition or 
etch process, also may signi?cantly affect the ?nal semi 
conductor device properties. At the conclusion of the pro 
cessing of one layer of material, the gas in the chamber is 
purged (step 206), and the chamber is ready to accept further 
processing. Thus, for the next layer of material, suitable 
processing gas is introduced into the chamber (step 208), 
and the controller 130 is periodically turned on to drive the 
desired process (step 210). At the conclusion of the process 
ing of the second layer of material, the gas in the chamber 
is purged (step 212), and the chamber is ready to accept yet 
another layer of material. This process is repeated for each 
layer in the multi-layer Wafer. 

[0032] FIG. 3A shoWs one exemplary controller 300. The 
controller 300 includes a computer 302 driving a digital to 
analog converter (DAC) 306. The DAC 306 generates 
shaped Waveforms and is connected to a high-voltage iso 
lation unit 308 such as a poWer transistor or a relay to drive 
the plasma generator 110. The controller 300 can generate 
various Waveforms such as a rectangular Wave and a sinu 
soidal Wave, and moreover can change the period and 
amplitude of such Waveforms. Further, in the above expla 
nation, the RF poWer supplied to a plasma is modulated With 
a rectangular Wave. HoWever, the modulation Waveform is 
not limited to the rectangular Wave. In other Words, When a 
desired ion energy distribution, a desired electron tempera 
ture distribution, and a desired ratio betWeen the amount of 
the desired ion and the amount of the desired radical, are 
knoWn, the modulation Waveform is determined in accor 
dance With these factors. The use of a rectangular Wave as 
the modulation Waveform has an advantage that a processing 
condition can be readily set and the plasma processing can 
be readily controlled. It is to be noted that since the 
rectangular Wave modulates the signal from the RF source in 
a discrete fashion, the rectangular Wave can readily set the 
processing condition, as compared With the sinusoidal Wave 
and the compound Wave of it. Further, the pulse generator 
can also generate amplitude modulated signals in addition or 
in combination With the frequency modulated signals. 

[0033] FIG. 3B shoWs an exemplary embodiment that 
uses a timer chip such as a 555 timer, available from 
Signetics of Sunnyvale, Calif. The timer chip 555 is pre 
con?gured through suitable resistive-capacitive (RC) net 
Work to generate pulses at speci?ed intervals. The timer chip 
555 generates shaped Waveforms and is connected to a 
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high-voltage isolation unit 308 such as a poWer transistor or 
a relay to drive the plasma generator 110, as discussed 
above. 

[0034] Referring noW to FIG. 4, a multi-chamber semi 
conductor processing system 800 is shoWn. The processing 
system 800 has a plurality of chambers 802, 804, 806, 808 
and 810 adapted to receive and process Wafers 842. Con 
trollers 822, 824, 826, 828 and 830 control each of the 
chambers 802, 804, 808 and 810, respectively. Additionally, 
a controller 821 controls another chamber, Which is not 
shoWn for illustrative purposes. 

[0035] Each of chambers 802-810 provides a lid 104 on 
the chamber body 102. During maintenance operations, the 
lid 104 can be actuated into the open position so that 
components inside the chamber body 102 can be readily 
accessed for cleaning or replacement as needed. 

[0036] The chambers 802-810 are connected to a transfer 
chamber 840 that receives a Wafer 842. The Wafer 842 rests 
on top of a robot blade or arm 846. The robot blade 846 
receives Wafer 842 from an outside processing area. 

[0037] The transport of Wafers 842 betWeen processing 
areas entails passing the Wafers through one or more doors 
separating the areas. The doors can be load lock chambers 
860-862 for passing a Wafer-containing container or Wafer 
boat that can hold about tWenty-?ve Wafers in one embodi 
ment. The Wafers 842 are transported in the container 
through the chamber from one area to another area. The load 
lock can also provide an air circulation and ?ltration system 
that effectively ?ushes the ambient air surrounding the 
Wafers. 

[0038] Each load lock chamber 860 or 862 is positioned 
betWeen sealed opening 850 or 852, and provides the ability 
to transfer semiconductor Wafers betWeen fabrication areas. 
The load locks 860-862 can include an air circulation and 
?ltration system that effectively ?ushes the ambient air 
surrounding the Wafers. The air Within each load lock 
chamber 860 or 862 can also be purged during Wafer transfer 
operations, signi?cantly reducing the number of airborne 
contaminants transferred from one fabrication area into the 
other. The load lock chambers 860-862 can also include 
pressure sensors 870-872 that take air pressure measure 
ments for control purposes. 

[0039] During operation, a Wafer cassette on a Wafer boat 
is loaded at openings 850-852 in front of the system to a load 
lock through the load lock doors. The doors are closed, and 
the system is evacuated to a pressure as measured by the 
pressure sensors 870-872. A slit valve (not shoWn) is opened 
to alloW the Wafer to be transported from the load lock into 
the transfer chamber. The robot blade takes the Wafer and 
delivers the Wafer to an appropriate chamber. A second slit 
valve opens betWeen the transfer chamber and process 
chamber, and Wafer is brought inside the process chamber. 

[0040] Containers thus remain Within their respective fab 
rication areas during Wafer transfer operations, and any 
contaminants clinging to containers are not transferred With 
the Wafers from one fabrication area into the other. In 
addition, the air Within the transfer chamber can be purged 
during Wafer transfer operations, signi?cantly reducing the 
number of airborne contaminants transferred from one fab 
rication area into the other. Thus during operation, the 
transfer chamber provides a high level of isolation betWeen 
fabrication stations. 
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[0041] FIG. 5 shows an exemplary an apparatus 40 for 
liquid and vapor precursor delivery using either the system 
100 or the system 300. The apparatus 40 includes a chamber 
44 such as a CVD chamber. The chamber 40 includes a 
chamber body that de?nes an evacuable enclosure for car 
rying out substrate processing. The chamber body has a 
plurality of ports including at least a substrate entry port that 
is selectively sealed by a slit valve and a side port through 
Which a substrate support member can move. The apparatus 
40 also includes a vapor precursor injector 46 connected to 
the chamber 44 and a liquid precursor injector 42 connected 
to the chamber 40. 

[0042] In the liquid precursor injector 42, a precursor 60 
is placed in a sealed container 61. An inert gas 62, such as 
argon, is injected into the container 61 through a tube 63 to 
increase the pressure in the container 61 to cause the copper 
precursor 60 to How through a tube 64 When a valve 65 is 
opened. The liquid precursor 60 is metered by a liquid mass 
?oW controller 66 and ?oWs into a tube 67 and into a 
vaporiZer 68, Which is attached to the CVD chamber 71. The 
vaporiZer 68 heats the liquid causing the precursor 60 to 
vaporiZe into a gas 69 and How over a substrate 70, Which 
is heated to an appropriate temperature by a susceptor to 
cause the copper precursor 60 to decompose and deposit a 
copper layer on the substrate 70. The CVD chamber 71 is 
sealed from the atmosphere With exhaust pumping 72 and 
alloWs the deposition to occur in a controlled partial 
vacuum. 

[0043] In the vapor precursor injector 46, a liquid precur 
sor 88 is contained in a sealed container 89 Which is 
surrounded by a temperature controlled jacket 100 and 
alloWs the precursor temperature to be controlled to Within 
0.1° C. A thermocouple (not shoWn) is immersed in the 
precursor 88 and an electronic control circuit (not shoWn) 
controls the temperature of the jacket 100, Which controls 
the temperature of the liquid precursor and thereby controls 
the precursor vapor pressure. The liquid precursor can be 
either heated or cooled to provide the proper vapor pressure 
required for a particular deposition process. A carrier gas 80 
is alloWed to How through a gas mass ?oW controller 82 
When valve 83 and either valve 92 or valve 95 but not both 
are opened. Also shoWn is one or more additional gas mass 
?oW controllers 86 to alloW additional gases 84 to also How 
When valve 87 is opened, if desired. Additional gases 97 can 
also be injected into the vaporiZer 68 through an inlet tube 
attached to valve 79, Which is attached to a gas mass ?oW 
controller 99. Depending on its vapor pressure, a certain 
amount of precursor 88 Will be carried by the carrier gases 
80 and 84, and exhausted through tube 93 When valve 92 is 
open. 

[0044] After the substrate has been placed into the CVD 
chamber 71, it is heated by a heater 100 or 300, as discussed 
above. After the substrate has reached an appropriate tem 
perature, valve 92 is closed and valve 95 is opened alloWing 
the carrier gases 80 and 84 and the precursor vapor to enter 
the vaporiZer 68 through the attached tube 96 attached tube 
96. Such a valve arrangement prevents a burst of vapor into 
the chamber 71. The precursor 88 is already a vapor and the 
vaporiZer is only used as a shoWerhead to evenly distribute 
the precursor vapor over the substrate 70. After a predeter 
mined time, depending on the deposition rate of the copper 
and the thickness required for the initial copper deposition, 
valve 95 is closed and valve 92 is opened. The How rate of 
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the carrier gas can be accurately controlled to as little as 1 
sccm per minute and the vapor pressure of the precursor can 
be reduced to a fraction of an atmosphere by cooling the 
precursor 88. Such an arrangement alloWs for accurately 
controlling the copper deposition rate to less than 10 ang 
stroms per minute if so desired. Upon completion of the 
deposition of the initial copper layer, the liquid source 
delivery system can be activated and further deposition can 
proceed at a more rapid rate. 

[0045] FIGS. 6A-6B shoW tWo operating conditions of an 
embodiment 600 to perform barrier pulsed plasma atomic 
layer deposition. FIG. 6A shoWs the embodiment 600 in a 
deposition condition, While FIG. 6B shoWs the embodiment 
600 in a rest condition. Referring noW to FIGS. 6A-6B, a 
chamber 602 receives gases through one or more gas inlets 
604. A solid state plasma generator 605 is mounted on top 
of the chamber 602 and one or more plasma excitation coils 
607 are positioned near the gas inlets 604. A ?ash bulb 611 
is positioned above a substrate 610. A liquid precursor 
system 606 introduces precursor gases through a vaporiZer 
609 into the chamber 602 using a precursor distribution ring 
630. 

[0046] A chuck 608 movably supports the substrate 610. 
In FIG. 6A, the chuck 608 and the substrate 610 are elevated 
and ready for deposition. The substrate 610 is positioned 
inside the chamber. Suitable processing gas is introduced 
into the chamber through the inlets 604, and a pulsed plasma 
controller 605 is periodically turned on in accordance With 
a process activation sWitch to drive the desired process. The 
particular type of process to be performed affects the process 
activation sWitch choice. The choice of activation sWitch for 
any device fabrication process, regardless of Whether the 
process is a deposition or etch process, also may signi? 
cantly affect the ?nal semiconductor device properties. At 
the conclusion of the processing of one layer of material, the 
gas in the chamber 602 is purged, and the chamber 602 is 
ready to accept further processing. This process is repeated 
for each layer in the multi-layer Wafer. At the conclusion of 
deposition of all layers, the chuck 608 is loWered and the 
substrate 610 can be removed through an opening 611. 

[0047] The system alloWs the substrates to have tempera 
ture uniformity through reliable real-time, multi-point tem 
perature measurements in a closed-loop temperature control. 
The control portion is implemented in a computer program 
executed on a programmable computer having a processor, 
a data storage system, volatile and non-volatile memory 
and/or storage elements, at least one input device and at least 
one output device. 

[0048] Each computer program is tangibly stored in a 
machine-readable storage medium or device (e.g., program 
memory 522 or magnetic disk) readable by a general or 
special purpose programmable computer, for con?guring 
and controlling operation of a computer When the storage 
media or device is read by the computer to perform the 
processes described herein. The invention may also be 
considered to be embodied in a computer-readable storage 
medium, con?gured With a computer program, Where the 
storage medium so con?gured causes a computer to operate 
in a speci?c and prede?ned manner to perform the functions 
described herein. 

[0049] It should be realiZed that the above examples 
represent a feW of a virtually unlimited number of applica 
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tions of the plasma processing techniques embodied Within 
the scope of the present invention. Furthermore, although 
the invention has been described With reference to the above 
speci?c embodiments, this description is not to be construed 
in a limiting sense. For example, the duty ratio, cycle time 
and other parameter/condition may be changed in order to 
obtain a desired characteristic for the Wafer. 

[0050] Various modi?cations of the disclosed embodi 
ment, as Well as alternative embodiments of the invention 
Will become apparent to persons skilled in the art upon 
reference to the above description. The invention, hoWever, 
is not limited to the embodiment depicted and described. For 
instance, the radiation source can be a radio frequency heater 
rather than a lamp. Hence, the scope of the invention is 
de?ned by the appended claims. It is further contemplated 
that the appended claims Will cover such modi?cations that 
fall Within the true scope of the invention. 

What is claimed is: 
1. A method to deposit a ?lm in a processing chamber, 

comprising: 
(a) introducing a ?rst plurality of precursors to deposit a 

thin layer; 

(b) either 

triggering a ?ash lamp to generate thermal energy to 
modify the deposited layer; or 

triggering a plasma source to generate a plasma energy 
to modify the deposited layer; or 

triggering a ?ash lamp to generate thermal energy and 
triggering a plasma source to generate a plasma 
energy to modify the deposited layer. 

2. The method of claim 1, further comprising a step a1, 
after step a, of: 

a1. Purging the ?rst precursors. 
3. The method of claim 1, Wherein the step b further 

comprising the introduction of a second plurality of precur 
sors. 

4. The method of claim 3, further comprising a step b1, 
after step b, of: 

b1. Purging the second precursors. 
5. The method of claim 1, further comprising a plurality 

of the steps a-b until a desired ?lm thickness is reached. 
6. The method of claim 2, further comprising a plurality 

of the steps a-b until a desired ?lm thickness is reached. 
7. The method of claim 4, further comprising a plurality 

of the steps a-b1 until a desired ?lm thickness is reached. 
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8. The method of claim 1, Wherein the step a comprises a 
plasma energy in the deposition process. 

9. The method of claim 1, Wherein the ?rst plurality of 
precursors in steps a comprises CVD precursors. 

10. The method of claim 3, Wherein the second plurality 
of precursors in steps b comprises process gases, selected 
from a group consisting of nitrogen, oxygen, hydrogen, 
ammonia, NF3, silane, oZone, argon. 

11. The method of claim 3, Wherein the second plurality 
of precursors in steps b comprises CVD precursors. 

12. A method to deposit a ?lm in a processing chamber, 
comprising: 

(a) deposit a thin layer using a plasma assisted process; 
and 

(b) triggering a ?ash lamp to generate thermal energy to 
modify the deposited layer. 

13. The method of claim 12, further comprising a step a1, 
after step a, of: 

a1. Purging the ?rst precursors. 
14. The method of claim 12, Wherein the step b further 

comprising the introduction of a second plurality of precur 
sors, and further comprising a step b1, after step b, of: 

b1. Purging the second precursors. 
15. The method of claim 12, further comprising a plurality 

of the steps a-b until a desired ?lm thickness is reached. 
16. A method to deposit a ?lm in a processing chamber, 

comprising: 

(a) deposit a thin layer using a ?ash lamp assisted process; 
and 

(b) triggering a plasma source to generate plasma energy 
to modify the deposited layer. 

17. The method of claim 16, further comprising a step a1, 
after step a, of: 

a1. Purging the ?rst precursors. 
18. The method of claim 16, Wherein the step b further 

comprising the introduction of a second plurality of precur 
sors, and further comprising a step b1, after step b, of: 

b1. Purging the second precursors. 
19. The method of claim 16, further comprising a plurality 

of the steps a-b until a desired ?lm thickness is reached. 
20. The method of claim 16, Wherein the step a comprises 

a plasma energy in the deposition process. 

* * * * * 


