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(57) ABSTRACT 
A memory device and a method of forming the memory 
device. The memory device comprises a storage transistor at 
a surface of a substrate comprising a body portion betWeen 
?rst and second source/drain regions, Wherein the source/ 
drain regions are regions of a ?rst conductivity type. The 
storage transistor also comprises a gate structure that Wraps 
at least partially around the body portion in at least tWo 

(21) Appl, No; 10/680,158 spatial planes. Abit line is connected to the ?rst source/drain 
region and a Word line connected to the gate structure. The 
memory device does not require an additional capacitive 
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1T/0C RAM CELL WITH A WRAPPED-AROUND 
GATE DEVICE STRUCTURE 

FIELD OF THE INVENTION 

[0001] The present invention relates to memory devices, 
more speci?cally to a dynamic random access memory 
device including a ?eld effect transistor storage device. 

BACKGROUND OF THE INVENTION 

[0002] Semiconductor memory, such as a random access 
memory (RAM), is an essential semiconductor device. A 
RAM device alloWs the user to execute both read and Write 
operations on its memory cells. DRAM is a speci?c category 
of RAM containing an array of individual memory cells. 
DRAM devices are the most cost effective high speed 
memory used With computers and computer systems. Typi 
cally, each cell includes a capacitor for holding a charge and 
a transistor for accessing the charge held in the capacitor. 
The transistor is often referred to as the access transistor or 
the transfer device of the DRAM cell. 

[0003] FIG. 1 illustrates a portion of a DRAM memory 
circuit containing tWo neighboring DRAM cells 100. Each 
cell 100 contains a storage capacitor 104 and an access ?eld 
effect transistor (FET) 102. For each cell, one side of the 
storage capacitor 104 is connected to a reference voltage 
(illustrated as a ground potential for convenience purposes). 
The other side of the storage capacitor 104 is connected to 
the drain of the transfer device 102. The gate of the transfer 
device 102 is connected to a line knoWn in the art as a Word 
line 108. The source of the transfer device 102 is connected 
to a line knoWn in the art as a bit line 106 (also knoWn in the 
art as a digit line). With the memory cell 100 components 
connected in this manner, it is apparent that the Word line 
108 controls access to the storage capacitor 104 by alloWing 
or preventing the signal (representing a logic “0” or a logic 
“1”) carried on the bit line 106 to be Written to or read from 
the storage capacitor 104. Thus, each cell 100 contains one 
bit of data (i.e., a “0” or “1”). 

[0004] As DRAM devices continue to be scaled doWn in 
siZe, it is dif?cult to provide capacitors in a small area With 
sufficient capacitance, typically greater than 30 femtoFarads 

In addition, it is dif?cult to provide an access transistor 
With good off-state leakage characteristics for refresh opera 
tions and good on-state characteristics to Write into the cell. 
Several designs have been proposed to address these issues. 

[0005] One such design is a silicon-on-insulator (SOI) 
based memory cell that eliminates the need for a capacitor. 
See K. Inoh et al, “FBC (Floating Body Cell) for Embedded 
DRAM on SOI,” 2003 Symp. on VLSI Tech. Digest, June 
2003; P. FaZan et al., “Capacitor-less 1-T DRAM,” 2002 
IEEE Int’l. SOI C0nf., pp. 10-13, October 2002; H. Wann et 
al., “A Capacitorless DRAM Cell on SOI Substrate,”Tech. 
Digest, Int’l Electron Device Mtg., pp. 635-638, December 
1993. The above references discuss one-transistor capacitor 
less (lT/OC) DRAM cells and the operation of a DRAM 
circuit employing such cells. The above references are 
incorporated herein by reference. 

[0006] Such capacitor-less cells, hoWever, can suffer from 
poor performance characteristics related to retention time, 
access time, distribution characteristics, and reliability. In a 
lT/OC DRAM cell, carriers are generated in the substrate 
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bulk to Write a “1,” and are pulled out from the substrate 
bulk to Write a “0.” In a lT/OC DRAM cell employing a 
planar SOI device, carrier generation can present problems. 
For eXample, When impact ioniZation is essential for opera 
tion of such a DRAM cell, device reliability can be poor and 
ef?ciency can be reduced at higher temperatures due to a 
decrease in ioniZation. Also, a planar device can result in 
limited operation speed, disturb, and Write operations that 
consume a lot of poWer because the transistor must be in an 
on-state. Further, When the planar SOI devices are scaled to 
smaller siZes charge storage can be limited due to the 
reduced active area. 

[0007] It Would be advantageous to provide a storage 
device structure for use in a memory cell that Would alloW 
for reduced siZe While providing improved performance 
characteristics. 

BRIEF SUMMARY OF THE INVENTION 

[0008] Embodiments of the invention provide a memory 
cell and a method of forming the memory cell. The memory 
cell comprises a storage transistor at a surface of a substrate. 
The storage transistor comprises a body portion betWeen 
?rst and second source/drain regions, Wherein the source/ 
drain regions are regions of a ?rst conductivity type. The 
storage transistor also comprises a gate structure that Wraps 
at least partially around the body portion in at least tWo 
spatial planes. Abit line is connected to the ?rst source/drain 
region and a Word line is connected to the gate structure. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0009] The foregoing and other advantages and features of 
the invention Will become more apparent from the detailed 
description of eXemplary embodiments provided beloW With 
reference to the accompanying draWings in Which: 

[0010] FIG. 1 is a schematic diagram of a pair of con 
ventional DRAM cells; 

[0011] FIG. 2 is a three dimensional schematic diagram of 
a memory cell according to an exemplary embodiment of the 
invention; 
[0012] FIG. 3 is a cross sectional vieW of the memory cell 
of FIG. 2 along the X direction; 

[0013] FIG. 4 is a cross sectional vieW of the memory cell 
of FIG. 2 along the Y direction; 

[0014] FIG. 5 is a schematic diagram of a portion of a 
memory cell array according to an eXemplary embodiment 
of the invention; 

[0015] FIG. 6A is a cross sectional vieW of the memory 
cell of FIG. 2 along the X direction at an initial stage of 
processing; 
[0016] FIG. 6B is a cross sectional vieW of the memory 
cell of FIG. 2 along the X direction at an intermediate stage 
of processing; 

[0017] FIG. 6C is a cross sectional vieW of the memory 
cell of FIG. 2 along the X direction at an intermediate stage 
of processing; 

[0018] FIG. 6D is a cross sectional vieW of the memory 
cell of FIG. 2 along the X direction at an intermediate stage 
of processing; 
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[0019] FIG. 6E is a cross sectional vieW of the memory 
cell of FIG. 2 along the Y direction at an intermediate stage 
of processing; 

[0020] FIG. 6F is a cross sectional vieW of the memory 
cell of FIG. 2 along the Y direction at an intermediate stage 
of processing; 

[0021] FIG. 6G is a cross sectional vieW of the memory 
cell of FIG. 2 along the Y direction at an intermediate stage 
of processing; 

[0022] FIG. 6H is a cross sectional vieW of the memory 
cell of FIG. 2 along the Y direction at an intermediate stage 
of processing; 

[0023] FIG. 7 is a cross sectional vieW of a memory cell 
according to another exemplary embodiment of the inven 
tion; 
[0024] FIG. 8 is a cross sectional vieW of a memory cell 
according to another exemplary embodiment of the inven 
tion; 

[0025] FIG. 9A is a cross sectional vieW of a memory cell 
according to another exemplary embodiment of the inven 
tion; 
[0026] FIG. 9B is an energy band diagram for a portion of 
the memory cell of FIG. 9A; 

[0027] FIG. 10 is a cross sectional vieW of a memory cell 
according to another exemplary embodiment of the inven 
tion; 

[0028] FIG. 11 is a block diagram of a memory device 
according to an exemplary embodiment of the invention; 
and 

[0029] FIG. 12 is a schematic diagram of a processor 
system including the memory device of FIG. 11. 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0030] In the folloWing detailed description, reference is 
made to the accompanying draWings, Which form a part 
hereof and illustrate speci?c embodiments in Which the 
invention may be practiced. In the draWings, like reference 
numerals describe substantially similar components 
throughout the several vieWs. It is noted that the draWings of 
the invention are not to scale. The draWings are intended to 
depict only exemplary embodiments of the invention and, 
therefore, should not be considered as limiting the scope of 
the invention. These embodiments are described in suf?cient 
detail to enable those skilled in the art to practice the 
invention, and it is to be understood that other embodiments 
may be utiliZed, and that structural, logical, and electrical 
changes may be made Without departing from the spirit and 
scope of the present invention. 

[0031] The terms “Wafer” and “substrate” are to be under 
stood as including silicon, silicon-on-insulator (SOI), sili 
con-on-sapphire (SOS), and silicon-on-nothing (SON) tech 
nology, doped and undoped semiconductors, epitaxial layers 
of silicon supported by a base semiconductor foundation, 
and other semiconductor structures. Furthermore, When ref 
erence is made to a “Wafer” or “substrate” in the folloWing 
description, previous process steps may have been utiliZed 
to form regions or junctions in the base semiconductor 
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structure or foundation. In addition, the semiconductor need 
not be silicon-based, but could be based on silicon-germa 
nium, germanium, or gallium-arsenide. 

[0032] Embodiments of the present invention provide a 
storage transistor having a Wrapped-around gate structure 
for use in a memory cell, and particularly for use in a one 
transistor capacitor-less (lT/OC) DRAM cell. The storage 
transistor is con?gured to employ any of the folloWing 
means to generate charge to be stored in the storage tran 
sistor: a) impact ioniZation; b) band-to-band tunneling; and 
c) channel-initiated secondary hot electrons (CHISEL). A 
combination of these three methods can be used to increase 
carrier generation efficiency. Carriers, e.g., holes, generated 
by these methods are stored in the body of the storage 
transistor during a Write operation. 

[0033] Impact ioniZation generates carriers When a ?rst 
generation high-energy undergoes a collision (scattering 
event) With the lattice of the substrate. For example, a ?rst 
generation high-energy electron in the conduction band 
undergoes a collision, thereby liberating a second generation 
electron from the valence band. The second generation 
electron leaves behind a hole. High-energy ?rst generation 
carriers lose energy upon collision as energy is transferred to 
the second generation electron. 

[0034] Impact ioniZation is a strong function of carrier 
energy. Impact ioniZation is strongly dependent on tempera 
ture and is aided by a high electric ?eld, but is not dependent 
upon the electric ?eld. The frequency of impact ioniZation 
decreases at higher temperatures due to increased lattice 
scattering. Further, impact ioniZation also depends strongly 
on the energy band structure of the substrate, Which is an 
intrinsic material property. See V. Chandramouli et al., 
“Design Consideration for High Performance Avalanche 
Photodiode Multiplication Layers,”IEEE Transactions on 
Electron Devices, vol. 41, pp. 648-654, 1994, Which is 
incorporated herein by reference, discussing impact ioniZa 
tion. 

[0035] Band-to-band tunneling of carriers occurs When 
there is signi?cant band bending in the presence of electric 
?elds in a device. Like impact ioniZation, band-to-band 
tunneling results in charge carrier ampli?cation. There are, 
hoWever, signi?cant differences. Band-to-band tunneling is 
strongly dependent on electric ?eld and is independent of 
temperature. In transistors, band-to-band tunneling is a 
primary cause of gate-induced-drain-leakage (GIDL). 

[0036] CHISEL mechanisms also result in carrier ampli 
?cation. As is knoWn in the art, carrier generation through 
CHISEL mechanisms involve impact ioniZation and second 
generation carrier energy gain in the presence of an electric 
?eld. 

[0037] According to an exemplary embodiment of the 
invention, a ?n-type ?eld effect transistor (FinFET) is pro 
vided for a lT/OC DRAM cell. As is knoWn in the art, a 
FinFET is a multiple-gate PET and, typically, is a fully 
depleted (FD) SOI device employed in advanced logic 
technologies. FD-FinFET’s are typically designed to elimi 
nate ?oating body effect For an SOI FET, there is 
often no contact to the body portion betWeen source and 
drain regions so that the body is ?oating. Floating body 
effect causes ?uctuation in the threshold voltage for the 
device from charge build up in the body, Which is detrimen 
tal to conventional operation of a PET. 
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[0038] A FD-SOI device, however, is not suited for charge 
storage as needed in a DRAM cell. When a FinFET is to be 
used as a storage device, it is advantageous to have FBE. 
Therefore, embodiments of the invention provide a partially 
depleted (PD) FinFET With increased FBE over a FD-SOI 
device. See D. Munteanu et al., “Generation-Recombination 
Transient Effects in Partially Depleted SOI Transistors: 
Systematic Experiments and Simulations,”IEEE Transac 
tions on Electron Devices, vol. 45, No. 8, pp. 1678-83, 
August 1998, describing the most frequent transient phe 
nomena due to FBE in PD SOI MOSFET’s. 

[0039] FIG. 2 is a schematic diagram of a memory array 
299 according to an exemplary embodiment of the inven 
tion. Memory array 299 is a DRAM memory array that 
includes a DRAM cell 200 described beloW. In the illus 
trated embodiment, all cells of memory array 299 are 
DRAM cells 200. Memory array 299 can be included on a 
semiconductor chip 290. 

[0040] FIG. 3 is a schematic three dimensional represen 
tation of a portion of a DRAM cell 200 constructed accord 
ing to an exemplary embodiment of the invention. DRAM 
cell 200 is a 1T/OC cell having a FinFET 201. Illustratively, 
FinFET 201 is an N-channel device. 

[0041] FinFET 201 is a partially depleted (PD) SOI 
device. Accordingly, FinFET 201 is formed of a silicon layer 
215 over a buried oxide layer (BOX) 212. BOX 212 overlies 
a base silicon layer 211. There is also an isolation region 213 
for isolating FinFET 201 from neighboring devices. Illus 
tratively, isolation region 213 is a shalloW trench isolation 
region. 

[0042] As shoWn in FIG. 2, a gate structure 220 of a 
FinFET 201 is connected to a Word line 298. FinFET 201 
includes a body 217 betWeen a source/drain region 235 and 
a source/drain region 230. As depicted in FIG. 2, a source/ 
drain region 230 of FinFET 201 is connected to a bit line 296 
and source/drain region 235 of FinFET 201 is connected to 
a line 294. As FinFET 201 is an N-channel device, holes are 
stored in body 217 to Write a “1” into cell 200 and ejected 
from body 217 to Write a “0” into cell 200. 

[0043] The body 217 is a structure protruding from a 
surface of the substrate layer 215 and has a Wall or ?n-like 
shape. As FinFET 201 is an SOI device, body 217 is ?oating. 
There is a gate oxide layer 225 in contact With the body 217. 
Over the oxide layer 225 is a gate structure 220. Gate 
structure 220 Wraps around a portion of the body 217 to form 
gates 220a, 220b, and 220c (FIG. 4). Gates 220a and 220b 
are on opposing sides of body 217, and gate 220c is on a top 
surface of body 217. Illustratively, gate structure 220 Wraps 
around three sides of body 217 With gates 220a, 220b, and 
220c being interconnected. There are also sideWall spacers 
226 (FIG. 4) on sideWalls of gate structure 220. For sim 
plicity, sideWall spacers 226 are not depicted in FIG. 3. 

[0044] Because gate structure 220 Wraps around three 
sides of body 217, the gates provide good control in the 
sub-threshold and linear operating regions. Additionally, due 
to superior gate control, FinFET 201 can be formed to have 
a loW threshold voltage. FinFET 201 can have a threshold 
voltage betWeen approximately 300 mV to approximately 
700 mV, When no charge is stored in body 217. Illustratively, 
the threshold voltage of FinFET 201 is approximately 500 
mV. A loW threshold voltage enables loW poWer operation, 
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particularly Where band-to-band tunneling is used to Write a 
“1” into cell 200. Furthermore, FinFET 201 is more easily 
scaled to smaller physical dimensions and loWer operating 
voltages than a conventional planar SOI FET. 

[0045] Charge carriers, e.g., holes, are stored in body 217. 
As body 217 is a ?n structure, it is better isolated from 
source/drain regions 235, 230 as compared to a planar 
device. Therefore, charge can be stored longer in body 217 
improving data retention characteristics of DRAM cell 200. 

[0046] FIG. 4 is a cross sectional vieW of FinFET 201 
along the X direction at a point over body 217. As shoWn in 
FIG. 4, gate oxide layer 225 has a thickness, T1, on a top 
surface of body 217 and a thickness, T2, on sideWalls of 
body 217. In the illustrated embodiment, T1 is greater than 
T2. Using a thinner oxide on the sideWalls of body 217 
increases band-to-band tunneling. The increased band-to 
band tunneling increases carrier generation in the channel 
during a Write “1” operation. Further, band-to-band tunnel 
ing typically does not lead to long-term device reliability 
degradation, as can happen Where impact ioniZation and 
CHISEL are primarily used for carrier generation. There 
fore, enhancing carrier generation through band-to-band 
tunneling can improve device reliability. 

[0047] Also, as shoWn in FIG. 4, body 217 has a height H. 
As DRAM cell 200 is scaled doWn in siZe, the body height 
H can be increased to maintain the charge capacity of body 
217. 

[0048] FIG. 5 is a cross sectional vieW of FinFET 201 
along the Y direction at a point over gate structure 220. FIG. 
5 shoWs sideWall spacers 226 on sideWalls of gate structure 
220. Also, FIG. 5 depicts source/drain regions 235, 230, 
Which are heavily doped N-type regions. To achieve a PD 
device, a portion of body 217 is doped to a P-type conduc 
tivity, While other portions of body 217 are undoped. In the 
embodiment of FIG. 5, the side of body 217 adjacent to 
source/drain region 235 includes a P-type region 236, While 
the side adjacent to source/drain region 230 is undoped. 

[0049] Illustratively, region 236 is a heavily doped P-type 
halo region. Halo region 236 is located beloW a point Where 
source/drain region 235 and gate structure 220 overlap and 
is in contact With a bottom portion of source/drain region 
235 and a top surface of BOX 212. Halo region 236 ensures 
that FinFET 201 is a PD device and also increases carriers 
generated by CHISEL mechanisms, thereby increasing pro 
gramming ef?ciency. Leaving a side of body 217, Which is 
adjacent to Where bit line 296 is connected, undoped pro 
vides a large programming WindoW and alloWs full depletion 
of body 217 on that side enhancing Write “0” operations. 

[0050] For illustration purposes, an exemplary fabrication 
of a single DRAM cell 200 is noW described With reference 
to FIGS. 6A through 6H. FIGS. 6A-6D are cross sectional 
vieWs of memory cell 200 along the X direction at a point 
over body 217. FIGS. 6E-6H are cross sectional vieWs of 
memory cell 200 along the Y direction at a point over gate 
structure 220. The fabrication of all memory cells in 
memory array 299 can proceed simultaneously in a similar 
fashion. No particular order is required for any of the actions 
described herein, except for those logically requiring the 
results of prior actions. Accordingly, While the actions beloW 
are described as being performed in a general order, the 
order is exemplary only and may be altered. 
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[0051] FIG. 6A illustrates DRAM cell 200 at an initial 
stage of fabrication. The fabrication of DRAM cell 200 
begins With an undoped SOI material comprised of three 
layers 211, 212, 215. The SOI material can be fabricated by 
methods knoWn in the art, such as a separation by implanted 
oxygen process or layer transfer technique. Illustratively, the 
thickness T of the silicon layer 215 on the buried oxide layer 

212 is greater than approximately 2000 Angstroms There is also a silicon base layer 211 underlying the buried 

oxide layer 212. Base layer 211 and silicon substrate layer 
215 can be layers of monocrystalline silicon. 

[0052] Isolation regions 213 (FIG. 3) are formed Within 
the substrate layer 215 and ?lled With a dielectric material, 
Which can be an oxide material, for example a silicon oxide, 
such as SiO or SiO2; oxynitride; a nitride material, such as 
silicon nitride; silicon carbide; a high temperature polymer; 
or other suitable dielectric material. As noted above, illus 
tratively, isolation regions 213 are STI regions and the 
dielectric material is a high density plasma (HDP) oxide, a 
material Which has a high ability to effectively ?ll narroW 
trenches. 

[0053] As shoWn in FIG. 6B, a silicon Wall structure 216 
is etched in substrate layer 215, Which forms the “?n” 
portion of the FinFET. Fin structure 216 can have a Width W 
of betWeen approximately 300 A to approximately 1000 A, 
and a height of betWeen approximately 500 A to approxi 
mately 4000o Illustratively, the ?n Width W is approxi 
mately 700 A and the ?n height H is approximately 2000 A. 
As noted above, the ?n height H can increase as the ?n Width 
W decreases. In this example, DRAM cell 200 includes only 
one ?n structure 216. A FinFET for DRAM cell 200, 
hoWever, can be formed having more than one ?n structure 
216. Fin structure 216 also forms body 217 of FinFET 201. 
Fin structure 216 can be formed by conventional methods, 
such as optical lithography or spacer de?ned lithography. 

[0054] An insulating layer 225 is groWn or deposited by 
conventional methods on substrate layer 215, as shoWn in 
FIG. 6C. Insulating layer 225 can be silicon dioxide (SiOZ), 
oxynitride (ON), or a high dielectric constant (high-k) 
material. For purposes of this description, a high-k material 
is a material having a dielectric constant greater than that of 
SiO2. Also, the term dielectric constant as used herein, refers 
to the intrinsic property of a particular bulk material, rather 
than the effective dielectric constant of a material as it is 
practically employed, Which may be affected by material 
thickness or other factors. Examples of such high-k mate 
rials include, but are not limited to hafnium oxide, nitrided 
hafnium oxide (HfON), aluminum-doped hafnium oxide 
(HfAlO), aluminum oxide (A1203), Zirconium oxide (ZrOZ), 
tantalum pentoxide (Ta2O5), lanthanum oxide (La2O3), tita 
nium oxide (TiO2), and yttrium oxide (Y2O3). Layer 225 can 
have a thickness from approximately 10 A to approximately 
100 As noted above, the thickness T1 of oxide layer 225 
on a top surface of body 217 is greater than the thickness T2 
of the oxide layer 225 on sideWalls of body 217. Illustra 
tively, thickness T1 is approximately 50 A and thickness T2 
is approximately 40 

[0055] As shoWn in FIG. 6D, a layer of conductive 
material 220 is deposited over the oxide layer 225. Conduc 
tive layer 220 Will serve as the gate structure for the 
subsequently formed FinFET. Conductive layer 220 can be 
a layer of polysilicon or SiXGe1_X, Which can be heavily 
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doped to, e.g., N-type or P-type. Also, conductive layer 220 
can be a metal gate formed of, for example, Ti, TaN, WN, 
or W, among others. The Work-function of conductive layer 
220 can be engineered as desired be selecting appropriate 
materials. Conductive layer 220 can be formed by conven 
tional deposition methods, such as chemical vapor deposi 
tion (CVD) or plasma chemical vapor deposition (PECVD), 
among others. The layers 225 and 220 can be patterned and 
etched to form the FinFET 201 gate structure. 

[0056] FIGS. 6E-6G are cross sectional vieWs similar to 
that shoWn in FIG. 4 and depict further fabrication steps. As 
shoWn in FIG. 6E, a halo implant is conducted on a side of 
gate structure 220 adjacent to source/drain region 235 Where 
line 294 Will be connected to form a heavily doped halo 
region 236. For this, gate structure 220 and the opposing side 
of substrate layer 215 are masked (not shoWn) and dopants 
are implanted into the substrate layer 215 beloW and 
approximately aligned With an edge of gate structure 220. In 
this example, halo region is formed in contact With a top 
surface of buried oxide layer (BOX) 212. 

[0057] A P-type dopant, such as boron or indium is 
implanted in substrate layer 215. The implant dose can be 
betWeen approximately 5e12 atoms/cm2 to approximately 
1e14 atoms/cm2. In this example the implant dose is 
approximately 1e13 atoms/cm2. Multiple implants can be 
used to tailor the pro?le of the halo region 236. Also, angled 
implantation can be conducted to form halo region 236, such 
that implantation is carried out at angles other than 90 
degrees relative to the top surface of substrate layer 215. 

[0058] As shoWn in FIG. 6F, lightly doped source/drain 
(LDD) implants are performed by knoWn techniques to 
provide LDD regions 237 and 238. Each LDD region 237, 
238 is approximately aligned With an edge of gate structure 
220. LDD regions 237, 238 are N-type regions, the same 
conductivity type as subsequently formed source/drain 
regions 235, 230. 

[0059] Alternatively, LDD regions 237 and 238 can be 
formed separately using separate mask levels. For example, 
the mask used forming halo region 236 can remain When 
LDD region 237 is formed. 

[0060] FIG. 6G depicts the formation of sideWall spacers 
226 on sideWalls of gate structure 220. Illustratively, side 
Wall spacers 226 are oxide spacers, but could instead be any 
appropriate dielectric material, such as silicon dioxide, sili 
con nitride, an oxynitride, oxide/nitride (ON), nitride/oxide 
(NO), oxide/nitride/oxide (ONO), or Tetraethyl Orthosili 
cate (TEOS), among others, formed by methods knoWn in 
the art. 

[0061] Source/drain regions 235, 230 can be implanted by 
knoWn methods to achieve the structure shoWn in FIG. 6H. 
Source/drain regions 235, 230 are formed as heavily doped 
N-type regions Within substrate layer 215. Source/drain 
regions 235, 230 are formed contacting BOX 212 and are 
approximately aligned With edges of sideWall spacers 226. 
N-type dopants such as phosphorus, arsenic, or antimony 
can be used. 

[0062] Conventional processing methods can be used to 
complete DRAM cell 200. For example, insulating and 
metalliZation layers to connect a bit line, Word line, and 
source line to cell 200 may be formed. The entire surface can 
be covered With a passivation layer (not shoWn) of, for 
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example, silicon dioxide, borosilicate glass (BSG), phos 
phosilicate glass (PSG), or borophosphosilicate glass 
(BPSG), Which is CMP planariZed and etched to provide 
contact holes, Which are then metalliZed to provide contacts. 
Conventional layers of conductors and insulators can also be 
used to connect cell 200 to peripheral circuitry. 

[0063] FIGS. 7-10 are cross sectional vieWs of cell 200 
according to additional exemplary embodiments of the 
invention. Each of the embodiments illustrated in FIGS. 
7-10 can be generally formed as described above in con 
nection With FIGS. 6A-6H With differences noted beloW. 

[0064] As shoWn in FIG. 7, DRAM cell 200 can include 
FinFET 701 having a silicide layer 745 in contact With a 
surface of substrate layer 215 over source/drain region 235 
and a silicide layer 740 in contact With a surface of substrate 
layer 215 over source/drain region 230. Silicide layers 745, 
740 can have a thickness betWeen approximately 50 A and 
approximately 500 In the example of FIG. 7, silicide 
layers 745, 740 are approximately 150 A thick. Silicide 
layers 745, 740 can be, for example, cobalt silicide, tantalum 
silicide, nickel silicide, platinum silicide, or silver silicide. 

[0065] Silicide layer 245 is a different silicide than silicide 
layer 240. Silicide layers 745, 740 can be formed by 
methods knoWn in the art, such as deposition of a metal layer 
folloWed by an annealing step. Layers 745, 740 are formed 
such that the Schottky barrier height betWeen one of source/ 
drain regions 235, 230 and body 217 is higher than betWeen 
the other of source/drain regions 235, 230 and body 217. 
Schottky barrier height depends on the Work-function of the 
silicide. A higher Work-function tends to result in a higher 
Schottky barrier. 

[0066] In the embodiment of FIG. 7, the Schottky barrier 
height is higher on the source/drain region 235 side adjacent 
to Where line 294 (FIG. 2) is to be connected. Alternatively, 
drain silicide layer 740 can be omitted and there can be a 
silicide layer 745 over only source/drain region 235. 

[0067] Also, an increased dopant level augments the 
Schottky barrier. Accordingly, the dopant level in the source/ 
drain region 235 can be greater than that in the source/drain 
region 230. In such a case, source/drain regions 235, 230 can 
be formed in separate steps. 

[0068] Providing a higher Schottky barrier on the side of 
FinFET 701 adjacent to line 504 serves to increase carrier 
generation in the body 217 due to gate tunneling effect When 
FinFET 201 is in an on-state. Gate tunneling causes a 
tunneling current from the gate to the body increasing the 
body charge. Additionally, such a Schottky barrier increases 
high-energy carriers, thereby increasing the probability of 
impact ioniZation. 

[0069] Referring to FIG. 8, DRAM cell 200 can include a 
FinFET 801 having an inert dopant region 839. Inert dopant 
region 839 is beloW an edge of gate structure 220 on the side 
of body 217 opposite to halo region 236 and adjacent to 
source/drain region 230. Region 839 has an amorphous 
dopant pro?le. Illustratively, the peak of the dopant pro?le 
lies Within buried oxide layer (BOX) 212. Region 839 is 
formed by implanting inert ions such as argon, germanium, 
silicon, or other appropriate material. The implant dose used 
to form region 839 is Within the range of approximately 5e12 
atoms/cm2 to approximately 1e16 atoms/cm2, and is desir 
ably approximately 1 e 15 atoms/cm2. Region 839 can be 
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implanted according to the methods described in US. Pat. 
No. 6,503,783, by the present inventor, Which is incorpo 
rated herein by reference in its entirety. 

[0070] Inert dopant region 839 enhances a Write “0” 
operation by providing recombination centers in BOX 212 
on the side of FinFET 801 adjacent to bit line 206 (FIG. 2). 
This also serves to increase the programming WindoW for 
DRAM cell 200. 

[0071] FIG. 9A depicts FinFET 901, Which can be 
included in DRAM cell 200. FinFET 901 has source/drain 
regions 235, 230, Which are raised (elevated) such that 
raised portions 935a, 930a share a same horiZontal spatial 
plane as gates 220a and 220b on sideWalls of body 217. The 
raised portions 935a, 930a are an epitaxial layer groWn over 
substrate layer 215 by knoWn methods. Illustratively, raised 
portions 935a, 930a include multiple layers. Portions 935a, 
930a can have any number of layers, Which can be formed 
of tWo or more different materials having different band 
gaps. Illustratively, portions 935a, 930a include layers 904-1 
through 940-n, Which are alternating layers of SiXGe1_X and 
SiyGe1_y, Where x does not equal y. 1 

[0072] FIG. 9B is an energy band diagram illustrating the 
band energies of layers 940-1 through 940-n of raised 
portions 935a, 930a. “Ec” represents the energy level of the 
conduction band and “Ev” represents the energy level of the 
valence band. BetWeen Ec and Ev is the forbidden gap 94, 
Where carriers (electrons or holes) ideally do not have any 
alloWed energy state. 

[0073] As shoWn in FIG. 9B, each individual layer has a 
different bad gap than an adjacent layer. Illustratively, layers 
940-1, 940-3, and 940-n are formed of a ?rst material, 
SiXGe1_X, and layers 940-2 and 940-4 are formed of a second 
material, SiyGe1_y. In the example of FIG. 9B, the ?rst 
material has a greater band gap than the second material. 
Accordingly, there is a greater difference in Ec and Ev, 
represented by reference numeral 90, for the ?rst material 
layers 940-1, 940-3, and 940-n than for the second material 
layers 940-2 and 940-4, represented by reference numeral 
91. The difference betWeen the levels of Ec for the ?rst and 
second materials is illustrated by reference numeral 92. 

[0074] Carriers are accelerated through the layers in the 
presence of an electric ?eld and gain energy. In the example 
of FIGS. 9A and 9B, electrons gain energy because of the 
difference betWeen the levels of Ec 92 for the materials. 
Thereby, carrier injection velocity in source/drain region 
935 is increased improving the probability for impact ion 
iZation. 

[0075] Illustratively, the difference betWeen the levels of 
Ev for the ?rst and second materials, represented by refer 
ence numeral 93, is less than the difference betWeen the 
levels of Ec for the ?rst and second materials 92. Accord 
ingly, holes gain less energy than electrons. Where FinFET 
901 is a P-channel device, source/drain regions 235, 230 can 
be con?gured such that hole injection velocity in the source/ 
drain region 235 is increased. In such a case, the difference 
of Ec betWeen the ?rst and second materials can be greater. 

[0076] FIG. 10 illustrates FinFET 1001, Which can be 
included in DRAM cell 200. FinFET 1001 can have the 
same structure as any of the FinFET’s described above in 
connection With FIGS. 2-9 except that FinFET 1001 is not 
formed on a SOI substrate. Instead, FinFET 1001 is formed 
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on a semiconductor substrate 1015. Accordingly, FinFET 
1001 is not over a buried oxide layer. 

[0077] Instead, memory cell 200 includes a heavily doped 
N-tub layer 1018 underlying a P-type substrate 1015. N-tub 
layer 1018 creates a barrier for minority carriers. N-tub layer 
1018 can be formed by techniques knoWn in the art prior to 
forming devices of memory cell 200, such as FinFET 1001. 
Although FinFET 1001 does not provide the bene?ts of an 
SOI substrate, it is a cost effective alternative. 

[0078] The additional features described above in connec 
tion With FIGS. 7-10 need not be employed in isolation. 
Thus, according to further exemplary embodiments of the 
invention, features described above in connection With 
FIGS. 7-10 can be combined in a single DRAM cell 200. 
For example, and Without being limiting, DRAM cell 200 
can include a FinFET having and inert dopant region and 
raised source and drain regions. 

[0079] Although a DRAM cell 200 of the above embodi 
ments is described as including a FinFET, the invention is 
not limited to a storage transistor With a body having a ?n 
structure. The invention can include any transistor device 
having a Wrapped-around gate structure. That is, a DRAM 
cell 200 can include a storage transistor that includes a gate 
structure that Wraps at least partially around the body portion 
of the transistor in at least tWo spatial planes. For example, 
DRAM cell 200 can include a cylindrical or surround gate 
that Wraps around sideWalls of a pillar-shaped body or an 
omega FET, among others. 

[0080] Although the above embodiments are described 
With respect to an N-channel device, the invention is also 
applicable to a DRAM cell 200 that includes a P-channel 
device. Where DRAM cell 200 includes a P-channel device, 
the conductivity types of the structures Would change, as is 
knoWn in the art. For example, source and drain regions 
Would be P-type regions. 

[0081] FIG. 11 illustrates a DRAM circuit 1100. DRAM 
circuit 1100 contains a memory array 299, roW and column 
decoders 1144, 1148 and a sense ampli?er circuit 1146. The 
memory array 299 consists of a plurality of memory cells 
200, Which are formed as described above in connection 
With FIGS. 2-10. Circuitry peripheral to memory array 299 
can be formed at a surface of an SOI substrate. Word lines 
298 and bit lines 296 are arranged into roWs and columns, 
respectively. The bit lines 296 of the memory array 299 are 
connected to the sense ampli?er circuit 1146, While Word 
lines 298 are connected to the roW decoder 1144. Address 
and control signals are input on address/control lines 1161 
into the DRAM circuit 1100 and connected to the column 
decoder 1148, sense ampli?er circuit 1146 and roW decoder 
1144. The address and control signals are used for read and 
Write access, among other things, to the memory array 299. 

[0082] The column decoder 1148 is connected to the sense 
ampli?er circuit 1146 via control and column select signals 
on column select lines 1162. The sense ampli?er circuit 1146 
receives input data destined for the memory array 299 and 
outputs data read from the memory array 299 over input/ 
output (I/O) data lines 1163. Data is read from the cells of 
the memory array 1142 by activating a Word line 298 (via the 
roW decoder 1144), Which couples all of the memory cells 
corresponding to that Word line to respective bit lines 296, 
Which de?ne the columns of the array. One or more bit lines 
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296 are also activated. When a particular Word line 508 and 
bit lines 296 are activated, the sense ampli?er circuit 1146 
connected to a bit line column detects and ampli?es the data 
bit transferred from the memory cell to its bit line 296. 

[0083] FIG. 12 illustrates a block diagram of a processor 
system 1200 containing a DRAM circuit 1100 of FIG. 11. 
The processor system 1200 may be a computer system or 
any other processor system. The system 1200 includes a 
central processing unit (CPU) 1202, e.g., a microprocessor, 
that communicates With ?oppy disk drive 1212, CD ROM 
drive 1214, and DRAM circuit 1100 over a bus 1220. It must 
be noted that the bus 1220 may be a series of buses and 
bridges commonly used in a processor-based system, but for 
convenience purposes only, the bus 1220 has been illustrated 
as a single bus. An input/output (I/O) device (e.g., monitor) 
1204 may also be connected to the bus 1220, but is not 
required in order to practice the invention. The processor 
based system 1200 also includes a read-only memory 
(ROM) 1210 Which may also be used to store a softWare 
program. 

[0084] Although the FIG. 12 block diagram depicts only 
one CPU 1202, the FIG. 12 system could also be con?gured 
as a parallel processor machine for performing parallel 
processing. As knoWn in the art, parallel processor machines 
can be classi?ed as single instruction/multiple data (SIMD), 
meaning all processors execute the same instructions at the 
same time, or multiple instruction/multiple data (MIMD), 
meaning each processor executes different instructions. 

[0085] It is again noted that the above description and 
draWings are exemplary and illustrate preferred embodi 
ments that achieve the objects, features and advantages of 
the present invention. It is not intended that the present 
invention be limited to the illustrated embodiments. Any 
modi?cation of the present invention Which comes Within 
the spirit and scope of the folloWing claims should be 
considered part of the present invention. Accordingly, the 
invention is not limited by the foregoing description or 
draWings, but is only limited by the scope of the appended 
claims. 

What is claimed as neW and desired to be protected by 
Letters Patent of the United States is: 
1. A memory device comprising: 

a storage transistor at a surface of a substrate, the storage 
transistor comprising: 

a body portion betWeen ?rst and second source/drain 
regions, Wherein the ?rst and second source/drain 
regions are regions of a ?rst conductivity type, and 

a gate structure, Wherein the gate structure Wraps at least 
partially around the body portion in at least tWo spatial 
planes; 

a bit line connected to the ?rst source/drain region; and 

a Word line connected to the gate structure. 
2. The memory device of claim 1, Wherein the substrate 

is a silicon-on-insulator substrate. 
3. The memory device of claim 1, Wherein the storage 

transistor is a partially depleted device. 
4. The memory device of claim 1, Wherein the substrate 

is a semiconductor layer of a second conductivity type 
overlying a semiconductor layer of a ?rst conductivity type. 
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5. The memory device of claim 1, Wherein the storage 
transistor is a FinFET. 

6. The memory device of claim 1, Wherein the gate 
structure comprises a gate electrode, and Wherein the gate 
electrode comprises a material from the group consisting of 
P+ polysilicon, N+ polysilicon, P+ SiXGe1_X, N+ SiXGe1_X, 
Ti, TaN, WN, and W. 

7. The memory device of claim 1, Wherein the gate 
structure comprises a metal gate electrode. 

8. The memory device of claim 1, Wherein the body 
portion contains a heavily doped region of a second con 
ductivity type adjacent to the second source/drain region and 
separated from the ?rst source/drain region. 

9. The memory device of claim 1, Wherein the body 
portion contains an inert dopant region heavily doped With 
inert ions adjacent to the ?rst source/drain region and 
separated from the second source/drain region. 

10. The memory device of claim 1, Wherein the inert 
dopant region has a dopant dose Within the range of approxi 
mately 5e12 atoms/cm2 to approximately 1e16 atoms/cm2. 

11. The memory device of claim 1, Wherein the storage 
transistor further comprises an insulating layer betWeen the 
gate structure and the body portion, and Wherein the thick 
ness of the insulating layer on a top surface of the body 
portion is greater than the thickness of the insulating layer on 
sideWalls of the body portion. 

12. The memory device of claim 11, Wherein the insulat 
ing layer is a material from the group consisting of silicon 
oxide, oxynitride, nitrided hafnium oxide, aluminum-doped 
hafnium oxide, hafnium oxide, aluminum oxide, Zirconium 
oxide, tantalum pentoxide lanthanum oxide, titanium oxide, 
and yttrium oxide. 

13. The memory device of claim 11, Wherein the insulat 
ing layer is a material having a high dielectric constant. 

14. The memory device of claim 1, Wherein the storage 
transistor further comprises a higher Schottky barrier 
betWeen the second source/drain region and the body portion 
than a Schottky barrier betWeen the body portion and the 
?rst source/drain region. 

15. The memory device of claim 14, Wherein the storage 
transistor further comprises a silicide layer in contact With 
the second source/drain region. 

16. The memory device of claim 15, Wherein the storage 
transistor further comprises a silicide layer in contact With 
the ?rst source/drain region. 

17. The memory device of claim 1, Wherein the ?rst and 
second source/drain regions are raised such that the ?rst and 
second source/drain regions share a same horiZontal spatial 
plane as the portion of the gate structure on a sideWall of the 
body portion. 

18. The memory device of claim 1, Wherein the ?rst and 
second source/drain regions each include a plurality of 
layers, and Wherein the plurality of layers comprises at least 
one layer of a ?rst material and at least one layer of a second 
material. 

19. The memory device of claim 18, Wherein the ?rst and 
second materials have different band gaps. 

20. The memory device of claim 18, Wherein the plurality 
of layers are con?gured such that a ?rst carrier type gains 
energy upon moving through the plurality of layers. 

21. The memory device of claim 18, Wherein the ?rst and 
second materials have different valence band energies. 
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22. The memory device of claim 18, Wherein the plurality 
of layers comprises alternating layers of SiXGe1_X and 
SiyGe1_y, respectively, Where x is not equal to y. 

23. A dynamic random access memory (DRAM) cell 
comprising: 

a storage transistor at a surface of a silicon-on-insulator 

(SOI) substrate, the storage transistor comprising: 

body portion betWeen ?rst and second source/drain 
regions, the body portion containing a heavily doped 
region of a ?rst conductivity type adjacent to the 
second source/drain region and separated from the ?rst 
source/drain region, the ?rst and second source/drain 
regions being regions of a second conductivity type, 
and 

a gate structure, the gate structure Wrapping at least 
partially around the body portion in at least tWo spatial 
planes; 

a bit line connected to the ?rst source/drain region; and 

a Word line connected to the gate structure. 

24. The DRAM cell of claim 23, Wherein the body portion 
comprises at least one ?n-shaped structure, Wherein the 
storage transistor further comprises an oxide layer betWeen 
the gate structure and the body portion, and Wherein the 
thickness of the oxide layer on a top surface of each 
?n-shaped structure is greater than the thickness of the oxide 
layer on sideWalls of each ?n-shaped structure. 

25. The DRAM cell of claim 23, Wherein the ?rst and 
second source/drain regions are silicided differently from 
one another. 

26. The memory device of claim 23, Wherein the ?rst and 
second source/drain regions have different dopant concen 
trations than one another. 

27. The DRAM cell of claim 23, Wherein the body portion 
comprises an inert dopant region adjacent to the ?rst source/ 
drain region, the inert dopant region having an amorphous 
dopant pro?le, and Wherein the peak of the dopant pro?le is 
Within a buried oxide layer. 

28. A memory array comprising: 

a plurality of memory cells, each memory cell comprising 
a storage transistor at a surface of a silicon-on-insulator 

(SOI) substrate, the storage transistor comprising: 

a body portion betWeen ?rst and second source/drain 
regions, the body portion containing a heavily doped 
region of a ?rst conductivity type adjacent to the 
second source/drain region and separated from the ?rst 
source/drain region, the ?rst and second source/drain 
regions being regions of a second conductivity type, 
and 

a plurality of gates at least partially surrounding the body 
portion; 

a bit line connected to the ?rst source/drain region; and 

a Word line connected to at least one gate. 

29. The memory array of claim 28, Wherein the plurality 
of gates are interconnected. 

30. A semiconductor chip comprising: 

a plurality of dynamic random access memory (DRAM) 
cells, at least one DRAM cell comprising a partially 
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depleted storage transistor at a surface of a silicon-on 
insulator (SOI) substrate, the storage transistor com 
prising: 

a body portion betWeen ?rst and second source/drain 
regions, the body portion comprising at least one ?n 
shaped structure and a region of a ?rst conductivity 
type adjacent to the second source/drain region, the ?rst 
and second source/drain regions being regions of a 
second conductivity type, and 

a gate structure, the gate structure Wrapping at least 
partially around each ?n-shaped structure; 

a bit line connected to the ?rst source/drain region; and 

a Word line connected to the gate structure. 
31. The semiconductor chip of claim 30, Wherein the gate 

structure Wraps uninterruptedly around three sides of each 
?n structure. 

32. A processor system comprising: 

a processor coupled to a memory device, the memory 
device comprising a plurality of memory cells, each 
memory cell comprising a storage transistor at a surface 
of a substrate, the storage transistor comprising: 

a body portion betWeen ?rst and second source/drain 
regions, the ?rst and second source/drain regions being 
regions of a ?rst conductivity type, and 

a gate structure, the gate structure Wrapping at least 
partially around the body portion in at least tWo spatial 
planes; 

a bit line connected to the ?rst source/drain region; and 

a Word line connected to the gate structure. 
33. The processor system of claim 32, Wherein the sub 

strate is a silicon-on-insulator substrate. 
34. The processor system of claim 32, Wherein the storage 

transistor is a FinFET. 
35. The processor system of claim 32, Wherein the body 

portion contains a heavily doped region of a second con 
ductivity type adjacent to the second source/drain region and 
separated from the ?rst source/drain region. 

36. The processor system of claim 32, Wherein the body 
portion contains an inert dopant region heavily doped With 
inert ions adjacent to the ?rst source/drain region and 
separated from the second source/drain region. 

37. The processor system of claim 32, Wherein the storage 
transistor further comprises an oxide layer betWeen the gate 
structure and the body portion, and Wherein the thickness of 
the oxide layer on a top surface of the body portion is greater 
than the thickness of the oxide layer on sideWalls of the body 
portion. 

38. The processor system of claim 32, Wherein the storage 
transistor further comprises a higher Schottky barrier 
betWeen the second source/drain region and the body portion 
than a Schottky barrier betWeen the body portion and the 
?rst source/drain region. 

39. The processor system of claim 38, Wherein the storage 
transistor further comprises a silicide layer in contact With 
the second source/drain region. 

40. The processor system of claim 39, Wherein the storage 
transistor further comprises a silicide layer in contact With 
the ?rst source/drain region. 

41. The processor system of claim 32, Wherein the ?rst 
and second source/drain regions are raised such that the ?rst 
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and second source/drain regions share a same horiZontal 
spatial plane as the portion of the gate structure on a sideWall 
of the body portion. 

42. The processor system of claim 32, Wherein the ?rst 
and second source/drain regions each include a plurality of 
layers, and Wherein the plurality of layers comprises at least 
one layer of a ?rst material and at least one layer of a second 
material. 

43. The processor system of claim 42, Wherein the ?rst 
and second materials have different band gaps. 

44. The processor system of claim 42, Wherein the plu 
rality of layers are con?gured such that a ?rst carrier type 
gains energy upon moving through the plurality of layers. 

45. The processor system of claim 42, Wherein the ?rst 
and second materials have different valence band energies. 

46. The processor system of claim 42, Wherein the plu 
rality of layers comprises alternating layers of SiXGe1_X and 
SiyGe1_y, respectively, Where X is not equal to y. 

47. A transistor device comprising: 

a ?rst source/drain region of a ?rst conductivity type; 

a second source/drain region of a ?rst conductivity type; 

a body portion for storing charge, the body portion 
protruding from a surface of a substrate, the body 
portion being located betWeen the ?rst and second 
source/drain regions, the body portion including a 
doped region of a second conductivity type adjacent to 
the second source/drain region and separated from the 
?rst source/drain region; and 

a gate structure Wrapping around the body portion in at 
least tWo spatial planes. 

48. The transistor device of claim 47, Wherein the sub 
strate is a silicon-on-insulator substrate. 

49. The transistor device of claim 47, Wherein the sub 
strate is a semiconductor layer of a second conductivity type 
overlying a semiconductor layer of a ?rst conductivity type. 

50. The transistor device of claim 47, Wherein the storage 
transistor is a FinFET. 

51. The transistor device of claim 47, Wherein the gate 
structure comprises a gate electrode, and Wherein the gate 
electrode comprises a material from the group consisting of 
P+ polysilicon, N+ polysilicon, P+ SiXGe1_X, N+ SiXGe1_X, 
Ti, TaN, WN, and W. 

52. The transistor device of claim 47, Wherein the gate 
structure comprises a metal gate electrode. 

53. The transistor device of claim 47, Wherein the region 
of a second conductivity type has an implant dose of 
betWeen approximately 5e12 atoms/cm2 to approximately 
1e14 atoms/cm2. 

54. The transistor device of claim 47, Wherein the body 
portion contains an inert dopant region heavily doped With 
inert ions adjacent to the ?rst source/drain region and 
separated from the second source/drain region. 

55. The transistor device of claim 54, Wherein the inert 
dopant region has a dopant dose Within the range of approxi 
mately 5e12 atoms/cm2 to approximately 1e16 atoms/cm2. 

56. The transistor device of claim 47, further comprising 
an insulating layer betWeen the gate structure and the body 
portion, and Wherein the thickness of the insulating layer on 
a top surface of the body portion is greater than the thickness 
of the insulating layer on sideWalls of the body portion. 

57. The transistor device of claim 56, Wherein the insu 
lating layer is a material from the group consisting of silicon 






