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(57) ABSTRACT 

The present invention provides inexpensively an article With 
a hard coat excellent in anti-staining property, lubricity, 
scratch resistance and abrasion resistance. The present 
invention also provides a method for forming the hard coat. 
A hard coat agent composition comprising an active energy 
ray-curable compound is applied onto a surface of an article 
(1) to be hard-coat-treated, thereby forming a hard coat 
agent composition layer, a surface material layer is formed 
by ?lm-forming With a surface material comprising a ?uo 
rine-containing polyfunctional(meth)acrylate compound on 
the surface of the hard coat agent composition layer, and 
active energy rays are irradiated onto the formed hard coat 
agent composition layer and surface material layer so as to 
cure the both layers simultaneously, thereby forming a hard 
coat layer (2) contacting the surface of the article (1) and an 
anti-staining surface layer (3) contacting the surface of the 
hard coat layer 



Patent Application Publication Jun. 9, 2005 US 2005/0123741 A1 

Fig.1 

Fig.2 



US 2005/0123741 A1 

OBJECT WITH COMPOSITE HARD COATING 
LAYER AND METHOD OF FORMING 
COMPOSITE HARD COATING LAYER 

TECHNICAL FIELD 

[0001] The present invention relates to an article With a 
composite hard coat layer, and a method for forming a 
composite hard coat layer. In the present invention, a com 
posite hard coat layer includes a hard coat layer Which is 
formed on a surface of an article and has scratch resistance 
and a brasion resistance, and an anti-staining surface layer 
Which is formed on the surface of the hard coat layer and has 
anti-staining property and lubricity. More speci?cally, the 
present invention-relates to an article having, on a surface 
thereof, a composite hard coat layer having anti-staining 
property, lubricity, scratch resistance and abrasion resistance 
in the ?eld of various articles for Which these properties are 
required, and a method for forming the composite hard coat 
layer. 
[0002] In particular, the present invention concerns a 
method for forming a composite hard coat layer having 
anti-staining property, lubricity, scratch resistance and abra 
sion resistance on a surface of an optical recording medium, 
a magneto-optical recording medium, an optical lens, an 
optical ?lter, an anti-re?ection ?lm, or any one of various 
display elements such as a liquid crystal display, a CRT 
display, a plasma display and an EL display, Without dete 
riorating these optical property and recording property, and 
also concerns an article on Which the hard coat layer is 
formed. 

BACKGROUND ART 

[00033] Usually, a protective layer (hard coat layer) is given 
to the surface of various articles for Which scratch resistance 
and abrasion resistance are required, for eXample, optical 
recording media such as a CD (Compact Disk) and a DVD 
(Digital Versatile Disk), a magneto-optical recording 
medium, an optical lens, an optical ?lter, an anti-re?ection 
?lm, and various display elements such as a liquid crystal 
display, a CRT display, a plasma display and an EL display. 

[0004] In many cases, stains such as a ?ngerprint, sebum, 
sWeat and cosmetics are adhered to the surface of these 
articles by user’s use of the articles. Once such stains are 
adheres thereto, they are not easily removed. This is a 
serious problem, in particular, for optical recording media or 
optical lenses used to record or reproduce the media since 
the recording and reproducing of information signals are 
remarkably obstructed by the adhered stains. 

[0005] In magneto-optical recording media, a magnetic 
head runs on an organic protective layer formed on their 
recording layer. Accordingly, it is required that the abrasion 
resistance of the protective layer is made high and, simul 
taneously, the frictional coef?cient thereof is made loW. 

[0006] As the method for solving the former problem, 
suggested are various methods of forming, on the surface of 
an optical lens or the like, a layer having a nature that stains 
do not adhere easily to the layer and even if stains adhere to 
the layer, the stains are easily Wiped of f, that is, a layer 
having anti-staining property. Speci?cally, the folloWing 
method is adopted in many cases: a method of forming a 
layer made of a ?uorine-based compound or a silicone-based 
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compound on the surface to give Water repellency and oil 
repellency to the surface, thereby improving the anti-stain 
ing property. 

[0007] About the method for overcoming the latter prob 
lem, that is, the method for decreasing the frictional coef 
?cient of the surface of a protective layer (hard coat layer), 
many measures have been suggested so far. Speci?cally, the 
folloWing method is used in many cases: a method of 
forming, on the surface of the protective layer, a ?lm made 
of a liquid lubricant such as a ?uorine-based polymer (for 
eXample, per?uoropolyether) or a silicone-based polymer 
(for eXample, polydimethylsiloXane), thereby improving 
lubricity. 
[0008] Originally, the former anti-staining property and 
the latter lubricity are entirely different properties. HoWever, 
it is common to the tWo that a ?uorine-based compound or 
a silicone-based compound is used as means for giving each 
of these properties in many cases. Accordingly, problems 
common to the tWo are frequently caused When a ?uorine 
based compound or a silicone-based compound is used to 
give anti-staining property or lubricity to the surface of a 
hard coat. 

[0009] Many ?uorine-based compounds or silicone-based 
compounds are soft. Thus, When these compounds are used, 
it is very dif?cult to obtain a suf?cient abrasion resistance. 
In order to overcome such a problem, the folloWing method 
can be considered: a method of adding an inorganic ?ller 
made of SiO2 ?ne particles or the like to a ?uorine-based 
polymer or silicone-based polymer matrix to make the 
abrasion resistance high. HoWever, a little improvement is 
made but a satisfactory abrasion resistance cannot be 
obtained as far as the ?uorine-based polymer or silicone 
based polymer is used as the matrix, Wherein the inorganic 
?ller is dispersed. 

[0010] Therefore, the folloWing method is considered: a 
method of making a protective layer into a lamination 
structure composed of tWo or more different layers, making 
the loWer layer into a layer made of a highly hard material, 
and forming an upper layer made of a ?uorine-based com 
pound or silicone-based compound on the surface thereof, 
thereby giving anti-staining property or lubricity. In this 
case, it is preferable to make the upper layer, Which is made 
of the ?uorine-based compound or silicone-based com 
pound, as thin as possible so as to re?ect the hardness of the 
loWer layer in the upper layer, Which constitutes the topmost 
surface of the lamination protective layer. HoWever, in this 
method, it is very difficult to obtain close adhesion betWeen 
the loWer layer and the upper layer Which is made of the 
?uorine-based compound or silicone-based compound. 

[0011] As the method for solving the above-mentioned 
problem about the adhesion, for eXample, the folloWing 
method is knoWn: a method of forming a loWer layer made 
of an inorganic material such as SiO2 by such a process as 
sputtering or sol-gel process; forming, on the surface of the 
loWer layer, an upper layer made of alkoXysilane having 
?uoroalkyl group by such a process as vapor deposition or 
solution application; subjecting the resultant to heat treat 
ment in the presence of a very small amount of Water content 
so as to cause dehydration condensation betWeen silanol 
groups generated by hydrolysis of the alkoXysilane and/or 
betWeen the silanol groups and hydroXyl groups present in 
the surface of the loWer layer made of SiO2 or the like, 
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whereby the upper layer is ?xed onto the loWer layer surface 
through chemical bonds and/or hydrogen bonds. 

[0012] In this method, it is desired that the loWer layer 
surface has active groups such as hydroXyl groups at a high 
density. Therefore, the material that can be used in the loWer 
layer is limited to an inorganic compound, in particular, a 
metal oXide or a metal chalcogenide such as SiO2, A1203, 
TiO2 or ZnS. Even When the loWer layer is made of a metal 
oXide such as SiO2, in order to make adhesion betWeen this 
metal oXide and the alkoXysilane of the upper layer suf? 
cient, it is necessary to subject the loWer layer surface to 
activating treatment, such as alkali treatment, plasma treat 
ment or corona discharge treatment, for increasing the 
density of active groups on the surface before the formation 
of the upper layer. 

[0013] An attempt is also made for using a loWer layer 
made of an organic material such as polyethylene, polycar 
bonate or polymethyl methacrylate; making the surface of 
the loWer layer hydrophilic by such a method as plasma 
treatment or corona discharge treatment; and forming an 
upper layer made of the same alkoXysilane as described 
above on the surface of the loWer layer. In this case, 
hoWever, the adhesion is far poorer than in the case that the 
above-mentioned inorganic material is used as the loWer 
layer. Thus, a suf?cient durability is not obtained. 

[0014] In the case that a substrate to be hard-coat-treated 
is made of resin, according to the above-mentioned method 
in Which an inorganic material such as SiO2 is used as the 
loWer layer, it is very difficult to obtain the abrasion resis 
tance of the hard coat. When the layer made of the inorganic 
material such as SiO2 is formed on the surface of the resin 
substrate, the thickness of the ?lm Which can be formed is 
at most about several hundred nanometers. It is dif?cult from 
the standpoint of the production process thereof to make the 
?lm thickness larger than such a value. Even if such a ?lm 
can be formed, the inorganic ?lm self-breaks easily since a 
difference in elastic modulus or thermal expansion coeffi 
cient betWeen the inorganic ?lm and the substrate is remark 
ably large. It is hoWever dif?cult that the inorganic ?lm 
having a thickness of several hundred nanometers gives a 
sufficient abrasion resistance. It is also dif?cult to obtain a 
sufficient adhesion betWeen the resin substrate and the 
inorganic ?lm. Consequently, the inorganic ?lm is easily 
peeled. From this vieWpoint, it is dif?cult to obtain a 
sufficient abrasion resistance, as Well. 

[0015] Therefore, in the case that the substrate to be 
hard-coat-treated is made of resin, it is necessary to form a 
primer layer having a high elastic modulus on the resin 
substrate, form a loWer layer made of the same inorganic 
?lm as described above on the primer layer, thereby keeping 
the adhesion betWeen the resin substrate and the inorganic 
?lm and the strength of the inorganic ?lm, subject the 
surface of the loWer layer to activating treatment, and form 
an upper layer made of the same ?uorine-based alkoXysilane 
as described above on the loWer layer surface. Since it is 
necessary to form the three layers successively in this Way, 
the productivity is very poor. 

[0016] Japanese Laid-open Patent Publication No. 
9-137117(1997) discloses a method of applying, onto a 
surface of a resin substrate, a composition comprising a 
polymeriZable compound having in the molecule thereof at 
least tWo (meth)acryloyloXy groups and inorganic com 
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pound ?ne particles such as silica ?ne particles; photo 
polymeriZing and curing the polymeriZable compound by 
irradiation of active energy rays; subjecting the surface of 
this cured ?lm to corona treatment or plasma treatment; and 
then applying, onto the treated surface, a silane compound 
having in the molecule thereof at least one group Which can 
generate silanol group by hydrolysis, thereby forming a 
silane compound coat having an improved adhesion to the 
above-mentioned cured ?lm. In this case, in order to keep 
the adhesion betWeen the silane compound coat as the upper 
layer and the cured ?lm as the loWer layer, it is likeWise 
necessary to subject the cured ?lm surface to corona treat 
ment or plasma treatment. 

[0017] In the case that about a protective layer of the 
above-mentioned magneto-optical recording medium a liq 
uid lubricant such as per?uoropolyether or polydimethylsi 
loXane is applied onto the surface of an organic protective 
layer to form a lubricant ?lm, the adhesion betWeen the 
organic protective layer and the liquid lubricant ?lm may not 
be considered very much since the lubricant is a viscous 
liquid. HoWever, there is a possibility in that the lubricant is 
decreased by sliding a magnetic ?eld modulating head 
repeatedly for a long term or the lubricant volatiliZes little by 
little in storage of the recording medium over a long term. 
In this method, therefore, it is desirable that the lubricant is 
?rmly ?Xed on the organic protective layer surface. 

[0018] MeanWhile, in order to obtain anti-staining prop 
erty, it is necessary to give Water repellency or oil repellency 
to the surface of a protective layer, as described above. 
HoWever, this manner is not necessarily sufficient. The 
operation of Wiping off adhering stains is generally carried 
out by users. Therefore, in order that users can feel that the 
operation of Wiping off stains is easy at the time of carrying 
out this operation, it is necessary to decrease the frictional 
coef?cient of the protective layer surface. Relationship 
betWeen the anti-staining property of an article and the 
frictional coefficient thereof has hardly been pointed out so 
far. In reality, hoWever, in order to give anti-staining prop 
erty, it is essential to make the frictional coef?cient loW as 
Well as give Water repellency and oil repellency. 

[0019] By making the frictional coef?cient of the surface 
loW, an impact caused When a hard projection contacts the 
surface can be slipped aWay; therefore, the generation of 
scratches can be suppressed. Accordingly, from the stand 
point of improving the scratch resistance of the hard coat, it 
is required to make the frictional coefficient of the surface 
loW, as Well. 

[0020] Japanese Laid-open Patent Publication Nos. 
6-211945 (1994) and 2000-301053 disclose the formation of 
a hard coat layer by: applying, onto a substrate, a compo 
sition Wherein ?uoroalkyl acrylate and an acrylic monomer 
incompatible With this are dissolved at a given ratio in a 
solvent capable of dissolving the tWo; and irradiating elec 
tron rays onto the composition immediately after the appli 
cation so as to cure the composition. According to these 
publications, by the application of the composition into a 
thickness of 1 to 15 pm and the irradiation of the electron 
rays immediately after the application, the solvent is instan 
taneously vaporiZed. Additionally, the ?uoroalkyl acrylate 
compound and the acrylic monomer are localiZed so that the 
composition is cured in the state that the ?uoroalkyl acrylate 
is distributed unevenly in the surface of the coat. 
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[0021] However, according to the tWo publications, it is 
necessary to irradiate the electron rays onto the composition 
so as to cure the composition instantaneously after the 
application of the composition and before the uneven dis 
tribution based on the volatiliZation of the solvent because 
the composition containing the components incompatible 
With each other is used. Accordingly, the timing of irradi 
ating the electron rays after the application is difficult and 
the method for the application is restricted very much. 
Coating methods in Which the evaporation rate of the solvent 
is large, for example, spin coating cannot be used. 

[0022] Amost serious problem in the methods disclosed in 
the publications is that there is a high possibility in that since 
the solvent is vaporiZed at the same time When the electron 
rays are irradiated, the solvent in the cured coat cannot be 
completely removed. In the publications, it is not at all 
examined Whether the solvent is completely removed from 
the cured coat or not. In the case that a very small amount 
of the solvent remains inside, no problem is caused imme 
diately after the formation of the hard coat but there is a 
possibility in that the coat is cracked or peeled after the use 
of the article With the coat over a long term. The hardness 
also becomes insuf?cient. Thus, a Warp of the substrate on 
Which the hard coat is formed is apt to increase gradually. 

[0023] In the method of vaporiZing the solvent at the same 
time When the electron rays are irradiated, the cured coat is 
apt to have a porous structure. Thus, the hardness thereof is 
insufficient and, further, the optical property may deterio 
rate. Accordingly, even if no problem is caused in the case 
of applying this method to the production of familiar 
articles, it is difficult to apply the method to the production 
of articles for Which a very high optical property is required, 
for example, an optical lens or an optical recording medium. 

[0024] In short, a hard coat Wherein anti-staining property, 
lubricity and abrasion resistance are simultaneously realiZed 
at high levels has never been knoWn so far. 

DISCLOSURE OF THE INVENTION 

OBJECTS OF THE INVENTION 

[0025] An object of the present invention is to solve the 
above-mentioned problems in the related art and provide 
inexpensively an article With a hard coat excellent in anti 
staining property, lubricity, scratch resistance and abrasion 
resistance. An object of the present invention is also to 
provide a method for forming a hard coat excellent in 
anti-staining property, lubricity, scratch resistance and abra 
sion resistance inexpensively and easily. 

SUMMARY OF THE INVENTION 

[0026] The present inventors made eager investigation. As 
a result, the present inventors have found out that a hard coat 
layer having scratch resistance and abrasion resistance is 
cured/made on a surface of an article, and an anti-staining 
surface layer having anti-staining property and lubricity is 
cured/made on the surface of the hard coat layer simulta 
neously by irradiating active energy trays onto the both 
layers, thereby forming a composite hard coat layer in Which 
the anti-staining surface layer and the hard coat layer are 
?rmly adhered to each other. Thus, the present invention 
has-been made. 
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[0027] The present invention is an article With a composite 
hard coat layer comprising a hard coat layer on a surface of 
the article and an anti-staining surface layer on a surface of 
the hard coat layer, Wherein the hard coat layer is made of 
a cured product of a hard coat agent composition comprising 
an active energy ray-curable compound, the anti-staining 
surface layer is made of a cured product of a surface material 
comprising a ?uorine-containing polyfunctional (meth)acry 
late compound, and the anti-staining surface layer is ?xed on 
the hard coat layer. 

[0028] The present invention is the above-described 
article With the composite hard coat layer Wherein the 
anti-staining surface layer has a thickness of 1 nm or more 
and 100 nm or less. 

[0029] The present invention is the above-described 
article With the composite hard coat layer Wherein the active 
energy ray-curable compound comprised in the hard coat 
agent composition is a compound having at least one reac 
tive group selected from the group consisting of (meth)acry 
loyl group, vinyl group and mercapto group. 

[0030] The present invention is the above-described 
article With the composite hard coat layer Wherein the hard 
coat agent composition comprises a photopolymeriZation 
initiator, and comprises an inorganic ?ller if necessary. 

[0031] The present invention is a method for forming a 
composite hard coat layer comprising a hard coat layer and 
an anti-staining surface layer on a surface of an article, the 
method characteriZed in the steps of; 

[0032] applying a hard coat agent composition com 
prising an active energy ray-curable compound onto 
a surface of an article to be hard-coat-treated, thereby 
forming a hard coat agent composition layer, 

[0033] ?lm-forming, on a surface of the hard coat 
agent composition layer, With a surface material 
comprising a ?uorine-containing polyfunctional 
(meth)acrylate compound, thereby forming a surface 
material layer, and 

[0034] irradiating active energy rays onto the formed 
hard coat agent composition layer and surface mate 
rial layer so as to cure the both layers simultaneously, 
thereby forming a hard coat layer contacting the 
surface of the article and an anti-staining surface 
layer contacting the surface of the hard coat layer. 

[0035] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
the anti-staining surface layer is formed to have a thickness 
of 1 nm or more and 100 nm or less. 

[0036] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
after the hard coat agent composition is applied onto the 
surface of the article, the hard coat agent composition layer 
is dried to remove a solvent contained in the hard coat agent 
composition from the hard coat agent composition layer, and 
then the surface material layer is formed. 

[0037] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
after the hard coat agent composition is applied onto the 
surface of the article, the hard coat agent composition layer 
is dried if necessary, active energy rays are irradiated onto 
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the hard coat agent composition layer to turn the composi 
tion layer into a half-cured state, and then the surface 
material layer is formed. 

[0038] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
the surface material layer is formed by ?lm-forming With the 
surface material by applying or depositing. 

[0039] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
at the time of ?lm-forming by applying the surface material 
to form surface material layer, there is used, as a solvent, a 
solvent in Which the active energy ray-curable compound in 
the already-formed hard coat agent composition layer is not 
substantially dissolved. 

[0040] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
the active energy ray-curable compound comprised in the 
hard coat agent composition is a compound having at least 
one reactive group selected from the group consisting of 
(meth)acryloyl group, vinyl group and mercapto group. 

[0041] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
the active energy rays are electron rays or ultraviolet rays. 

[0042] The present invention is the above-described 
method for forming the composite hard coat layer Wherein 
the active energy rays are irradiated in an atmosphere having 
an oxygen concentration of 500 ppm or less. 

[0043] The present invention is an article With a composite 
hard coat layer comprising a hard coat layer on a surface of 
the article and an anti-staining surface layer on a surface of 
the hard coat layer, Wherein the article is obtained by 

[0044] applying a hard coat agent composition com 
prising an active energy ray-curable compound onto 
a surface of an article to be hard-coat-treated, thereby 
forming a hard coat agent composition layer, 

[0045] ?lm-forming, on a surface of the hard coat 
agent composition layer, With a surface material 
comprising a ?uorine-containing polyfunctional 
(meth)acrylate compound, thereby forming a surface 
material layer, and 

[0046] irradiating active energy rays onto the formed 
hard coat agent composition layer and surface mate 
rial layer so as to cure the both layers simultaneously, 
thereby forming a hard coat layer contacting the 
surface of the article and an anti-staining surface 
layer contacting the surface of the hard coat layer. 

[0047] In the present invention, the article is, for example, 
an optical recording medium, a magneto-optical recording 
medium, an optical lens, an optical ?lter, an anti-re?ection 
?lm, or any one of various display elements. Examples of 
the display element include a liquid crystal display, a CRT 
display, a plasma display and an EL display. 

[0048] In the description, the Wording “a hard coat agent 
composition layer” means a hard coat layer Which has not 
been cured or has been half-cured (i.e., has been partially 
cured). The Wording “a surface material layer” means a 
surface layer Which has not-been cured, namely an anti 
staining surface layer. 
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BRIEF DESCRIPTION OF THE DRAWINGS 

[0049] FIG. 1 is a sectional vieW Which schematically 
illustrates an example of the layer structure of the article 
With a composite hard coat layer of the present invention. 

[0050] FIG. 2 is a schematic sectional vieW of an example 
of the optical disk With a composite hard coat layer of the 
present invention. 

MODES FOR CARRYING OUT THE 
INVENTION 

[0051] The folloWing describes the embodiment of the 
present invention in detail With reference to FIG. 1. 

[0052] FIG. 1 is a sectional vieW Which schematically 
illustrates an example of the layer structure of the article 
With a composite hard coat layer of the present invention. In 
FIG. 1, a hard coat layer (2) is formed on a surface of an 
article (1) to be hard-coat-treated, and an anti-staining 
surface layer (3) is formed to contact the surface of the hard 
coat layer The combination of the hard coat layer (2) and 
the anti-staining surface layer (3) is referred to as the 
composite hard coat layer for the sake of convenience. 

[0053] Examples of the article (1) include various objects 
for Which hard coat treatment is necessary. Speci?c 
examples thereof include sheets or substrates made of a 
thermoplastic resin such as polyethylene terephthalate 
(PET), polymethyl methacrylate, polyethylene, polypropy 
lene and polycarbonate. HoWever, the article (1) is not 
limited to these examples. More speci?c examples of the 
article include an optical recording medium, a magneto 
optical recording medium, an optical lens, an optical ?lter, 
an anti-re?ection ?lm, and various display elements such as 
a liquid crystal display, a CRT display, a plasma display and 
an EL display. 

[0054] First, a hard coat agent composition containing an 
active energy ray-curable compound is applied onto a sur 
face of the article (1) so as to form a hard coat agent 
composition layer. Next, a surface material layer is formed 
by ?lm-forming With a surface material (i.e., the material 
having anti-staining property and lubricating property) com 
prising a ?uorine-containing polyfunctional (meth)acrylate 
compound on the surface of the hard coat agent composition 
layer. The folloWing describes respective components of the 
hard coat agent composition and the surface material. 

[0055] The active energy ray-curable compound contained 
in the hard coat agent composition is any compound having 
at least one reactive group selected from (meth)acryloyl 
group, vinyl group and mercapto group. The structure of this 
compound is not particularly limited. The active energy 
ray-curable compound preferably contains a polyfunctional 
monomer or oligomer containing, in the single molecule 
thereof, 2 or more, preferably 3 or more polymeriZable 
groups in order to give a sufficient hardness to a hard coat. 
The active energy ray-curable compound may contain a 
monofunctional monomer. 

[0056] Among such active energy ray polymeriZable com 
pounds, examples of the compound having (meth)acryloyl 
group include 1,6-hexanediol di(meth)acrylate, triethylene 
glycol di(meth)acrylate, ethylene oxide-modi?ed bisphenol 
A di(meth)acrylate, trimethylolpropane tri(meth)acrylate, 
pentaerythritol tetra(meth)acrylate, ditrimethylolpropane 
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tetra(meth)acrylate, dipentaerythritol hexa(meth)acrylate, 
pentaerythritol tri(meth)acrylate, 3-(meth)acryloyloxyglyc 
erin mono(meth)acrylate, urethane acrylate, epoxy acrylate, 
and ester acrylate. However, the compound having (meth 
)acryloyl group is not limited to these examples. 

[0057] Examples of the compound having vinyl group 
include ethylene glycol divinyl ether, pentaerythritol divinyl 
ether, 1,6-hexanediol divinyl ether, trimethylolpropane divi 
nyl ether, ethylene oxide-modi?ed hydroquinone divinyl 
ether, ethylene oxide-modi?ed bisphenol A divinyl ether, 
pentaerythritol trivinyl ether, dipentaerythritol hexavinyl 
ether, and ditrimethylolpropane polyvinyl ether. HoWever, 
the compound having vinyl group is not limited to these 
examples. 
[0058] Examples of the compound having mercapto group 
include ethylene glycol bis(thioglycolate), ethylene glycol 
bis(3-mercaptopropionate), trimethylolpropane tris(thiogly 
colate), trimethylolpropane tris(3-mercaptopropionate), 
pentaerythritol tetrakis(mercaptoacetate), pentaerythritol 
tetrakis(thioglycolate), and pentaerythritol tetrakis(3-mer 
captopropionate). HoWever, the compound having mercapto 
group is not limited to these examples. 

[0059] The active energy ray-curable compounds con 
tained in the hard coat agent composition may be used alone 
or in combination of tWo or more thereof. 

[0060] The hard coat agent composition may contain a 
knoWn photopolymeriZation initiator. The photopolymeriZa 
tion initiator is not particularly necessary When electron rays 
are used as the active energy rays. HoWever, When ultravio 
let rays are used, the initiator is necessary. Examples of a 
radical photo initiator, among the photopolymeriZation ini 
tiators, include DAROCURE 1173, IRGACURE 651, 
IRGACURE 184, and IRGACURE 907 (all of Which are 
products manufactured by Ciba Specialty Chemicals Inc.). 
The content by percentage of the photopolymeriZation ini 
tiator is, for example, from about 0.5 to 5% by Weight of the 
hard coat agent composition (as a solid content). 

[0061] When necessary, the hard coat agent composition 
may contain an inorganic ?ller in order to improve abrasion 
resistance. Examples of the inorganic ?llers include silica, 
alumina, Zirconia, and titania. The inorganic ?ller has a 
particle siZe of, for example, about 5 to 50 nm. Preferably, 
the surface of the inorganic ?ller is modi?ed With a com 
pound having an active energy ray polymeriZable group. 
Once polymeriZed, the ?ller is ?xed in the polymer matrix. 
One example of such inorganic ?llers is reactive silica 
particles described in Japanese Laid-Open Patent Publica 
tion No. 9-100111(1997). Such particles are suitable for use 
in the present invention. The use of such an inorganic ?ller 
in the hard coat agent composition can further improve the 
abrasion resistance of the hard coat layer. The amount of the 
inorganic ?ller in the hard coat agent composition (as solid 
component) is for example from about 5 to 80% by Weight. 
If the amount of the inorganic ?ller is in excess of 80% by 
Weight, the ?lm strength of the hard coat layer tends to be 
decreased. 

[0062] When necessary, the hard coat agent composition 
may further contain a non-polymeriZable diluent, a photo 
polymeriZation co-initiator, an organic ?ller, a polymeriZa 
tion inhibitor, an antioxidant, an ultraviolet ray absorber, a 
photo-stabiliZer, an antifoamer, a leveling agent, a pigment, 
and a silicon compound and others. 
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[0063] The surface material comprises a ?uorine-contain 
ing polyfunctional (meth)acrylate compound. This com 
pound is an active energy ray polymeriZable compound. The 
cured product of this compound exhibits anti-staining prop 
erty and lubricating property and can thus impart Water 
repellency and/or lubricity to the surface of articles. In the 
case that a ?uorite-containing polyfunctional (meth)acrylate 
compound is used as the surface material, the adhesion to the 
hard coat layer is increased more than in the case that a 
?uorine-containing monofunctional (meth) acrylate com 
pound is used as the surface material. As a result, the 
composite hard coat layer having higher durability can be 
obtained. In the present invention, the surface material does 
not comprise any ?uorine-containing monofunctional 
(meth)acrylate compound. 

[0064] Examples of the ?uorine-containing polyfunctional 
(meth)acrylate compounds include straight-chained per?uo 
roalkylene di(meth)acrylates, per?uoropolyether 
di(meth)acrylates, per?uoropolyether tri(meth)acrylates, 
and per?uoropolyether tetra(meth)acrylates. 

[0065] Examples of the straight-chained per?uoroalkylene 
di(meth)acrylates include di(meth)acrylates that include per 
?uoroalkylene group having 12 or feWer carbon atoms, 
preferably 8 or more and 12 or feWer carbon atoms, and are 
represented by the folloWing general formula: 

ocbc(R2):cH2 
[0066] Wherein R1 and R2 each independently represent H 
or methyl group; R3 and R4 each independently represent a 
loWer alkylene group; and n is an integer from 1 to 12. 
Examples of the loWer alkylene group for R3 and R4 include 
—CH2—, —CH2CH2—, and ((CF2)n group side) 
CH2OCH2—CH(OH)CH2-(acryl group side). 

[0067] Speci?c examples of the straight-chained per?uo 
roalkylene di(meth)acrylates include, but are not limited to, 
1H,1H,6H,6H-per?uoro-1,6-hexanediol di(meth)acrylate, 
1H,1H,10H,10H-per?uoro-1,10-decanediol di(meth)acry 
late, and 1H,1H,10H,10H-per?uoro-1,10-decanediol diep 
oxy(meth)acrylate. 

[0068] Examples of the per?uoropolyether di(meth)acry 
lates include di(meth)acrylates or diepoxy(meth)acrylates 
obtained from diol-modi?ed per?uoropolyethers. Speci?c 
examples include di(meth)acrylates or diepoxy(meth)acry 
lates synthesiZed by using the folloWing diol-modi?ed per 
?uoropolyethers as the diol component. Per?uoropolyether 
di(meth)acrylate is preferably a compound With a molecular 
Weight of 1000 or more, more preferably a compound With 
a molecular Weight of 1500 to 2500, in order to exhibit 
suf?cient Water repellency and oil repellency. 

CFZCHZOH 

[0069] (Ausimont Co., Fomblin Z DOL, molecular 
Weight: about 2,000) and 

[0070] (Ausimont Co., Fomblin Z DOL TX2000, molecu 
lar Weight: about 2,200) 

[0071] (l,m, and n each indicate the degree of poly 
meriZation). 
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[0072] Examples of the per?uoropolyether tet 
ra(meth)acrylates include tetra(meth)acrylates or tetraep 
oxy(meth)acrylates obtained from tetraol-modi?ed per?uo 
ropolyethers. Speci?c examples are tetra(meth)acrylates or 
tetraepoxy(meth)acrylates synthesized by using the folloW 
ing tetraol-modi?ed per?uoropolyethers as the tetraol com 
ponent: 

[0073] (Ausimont Co., Fomblin Z TETRAOL) 

[0074] (m and n each indicate the degree of polymer 
iZation). 

[0075] These ?uorine-containing polyfunctional (meth 
)acrylate compounds may be used alone or in combination 
of tWo or more thereof. 

[0076] In the case that a ?uorine-containing polyfunc 
tional (meth)acrylate compound is used as the surface mate 
rial, the adhesion to the hard coat layer is increased more 
than in the case that a ?uorine-containing monofunctional 
(meth)acrylate compound is used as the surface material. 
HoWever, the surface smoothness of the anti-staining surface 
layer may be slightly loWer. In such a case, a high surface 
smoothness can be achieved by adjusting the concentration 
of the-?uorine-containing polyfunctional (meth)acrylate in 
the surface material solution to for example about 0.75% by 
Weight or less, and preferably about 0.1 to 0.5% by Weight. 

[0077] As With the hard coat agent composition, the sur 
face material may contain, When necessary, a non-polymer 
iZable diluent, a photopolymeriZation initiator, a photopo 
lymeriZation co-initiator, an organic ?ller, an inorganic ?ller, 
a polymeriZation inhibitor, an antioxidant, an ultraviolet ray 
absorber, a photo-stabiliZer, an antifoamer, a leveling agent, 
a pigment, and a silicon compound and others. HoWever, the 
material selected must be such that it can form a 1 nm or 
more and 100 nm or less thick ultra-thin ?lm to serve as the 
anti-staining surface layer. 

[0078] In the present invention, the above-mentioned hard 
coat agent composition is ?rst applied onto the surface of the 
article (1) to form a hard coat agent composition layer. The 
coating method for the application is not limited, and may be 
any one of various coating methods such as spin coating, dip 
coating and gravure coating methods. 

[0079] After the hard coat agent composition is applied 
onto the surface of the article (1) and before the ?lm is 
formed With the surface material, it is preferable to remove 
the ?uidity of the hard coat agent composition layer. The 
removal of the ?uidity of the hard coat agent composition 
layer-makes it possible to prevent a variation in the thickness 
of the hard coat agent composition layer or a deterioration in 
the surface smoothness thereof When the ?lm is formed With 
the surface material on this composition layer. In this Way, 
the surface material can easily be made into a uniform ?lm. 

[0080] To remove the ?uidity of the hard coat agent 
composition layer, for example, it is advisable to dry, after 
the application of the composition, the applied layer so as to 
remove the solvent contained in the composition from the 
hard coat agent composition layer. It is also alloWable to 
irradiate, after the application and optional drying of the 
applied layer, active energy rays such as ultraviolet rays onto 
the layer so as to turn the hard coatagent composition layer 
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into a half-cured state. The Word “half-cured” means that 
apart of the hard coat agent composition has not yet reacted. 
Accordingly, the physical hardness of the hard coat agent 
composition layer is not limited. Thus, the tackiness of the 
surface is alloWed to be lost. To achieve such half-cured 
state, the amount of the active energy rays, such as ultra 
violet rays, to be irradiated may be reduced. In this manner, 
the hard coat agent composition remains unreacted at least 
in the vicinity of the surface of the hard coat agent compo 
sition layer. 

[0081] Next, a surface material layer is formed by ?lm 
forming With the above-mentioned surface material on the 
surface of the hard coat agent composition layer Which has 
not been cured or Which has been partially cured (i.e., Which 
is in the half-cured state). It is advisable to form the surface 
material layer in such a manner that the thickness of an 
anti-staining surface layer ?nally obtained Will be made into 
1 nm or more and 100 nm or less, preferably 5 nm or more 

and 50 nm or less. If the thickness is less than 1 nm, effects 
of anti-staining property-and lubricity are not suf?ciently 
obtained. If the thickness exceeds 100 nm, the hardness of 
the underlying hard coat layer is not suf?ciently re?ected. 
Thus, effects of scratch resistance and abrasion resistance 
decrease. 

[0082] The ?lm-forming can be conducted by the appli 
cation or the deposition of the surface material. The manner 
of the ?lm-forming by application is described in the fol 
loWing. The surface material is applied by diluting the 
surface material With a suitable solvent and then applying 
the resultant coating solution by any one of various methods 
such as spin coating, dip coating, gravure coating, and spray 
coating methods. 

[0083] It is preferred to use, as the solvent in this case, a 
solvent in Which the active energy ray-curable compound in 
the hard coat agent composition layer Which has not been 
cured or has been partially cured is not substantially dis 
solved. It depends on not only the kind of the solvent but 
also the coating method Whether or not the hard coat agent 
composition layer is substantially dissolved. In many cases 
in Which as the coating method of the surface material layer, 
for example, spin coating is used, almost all of the diluent 
contained in the coating solution volatiliZes When the spin 
coating is performed. Therefore, even if a solvent in Which 
the hard coat agent composition layer is dissolved to some 
degree is used as the diluent, no practical problems are 
caused. In the case that as the coating method of the surface 
material layer, for example, dip coating is used, the hard coat 
agent composition layer surface Which has not been cured 
contacts the surface material layer coating solution for a 
long time. It is therefore necessary to use a solvent in Which 
the hard coat agent composition layer material is not at all 
dissolved or is hardly dissolved. 

[0084] In this Way, the hard coat agent composition layer 
Which has not been cured or has been partially cured (i.e., 
Which is in the half-cured state) and the surface material 
layer Which is positioned on the surface thereof and has not 
been cured are formed. 

[0085] Next, the formed hard coat agent composition layer 
and surface material layer are irradiated With active energy 
rays so as to be simultaneously cured. At this time, the active 
energy rays having an energy amount sufficient to cure the 
both layers completely are irradiated to complete the curing 
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reaction of the both layers. By curing, at the same time, the 
hard coat agent composition layer Which has not been cured 
or has been partially cured and the surface material layer 
Which is formed to contact the surface thereof and has not 
been cured, the both layers are ?rmly adhered to each other 
in the interface therebetWeen. That is, the cured anti-staining 
surface layer (3) adhered ?rmly onto the cured hard coat 
layer (2) is obtained. 

[0086] By use of such a process of the present invention, 
it is possible to form, on the high-hardness hard coat layer 
(2), the anti-staining surface layer (3) Which is so thin as to 
re?ect the hardness thereof on the topmost surface and is 
good in Water repellency and lubricity and, further, it is 
possible to obtain good adhesion betWeen the hard coat layer 
(2) and the anti-staining surface layer 

[0087] As the means for curing the hard coat agent com 
position layer and the surface material layer simultaneously, 
suitable means selected from active energy rays such as 
ultraviolet rays, electron rays, and visible rays may be used. 
HoWever, in the present invention, to set the thickness of the 
anti-staining surface layer into a very small value, such as a 
value of 1 nm or more and 100 nm or less, preferably 5 nm 
or more and 50 nm or less and obtain better adhesion of the 
surface layer to the hard coat layer, it is necessary to use the 
curing method capable of exhibiting the good reactivity near 
the interface of the both layers. 

[0088] Speci?cally, if either electron rays or ultraviolet 
rays should be used as the active energy rays, it is preferable 
to conduct purging With inert gas such as nitrogen in such a 
manner that the oxygen concentration in the atmosphere for 
the active energy ray irradiation Will be 500 ppm or less, 
preferably 200 ppm or less and more preferably 10 ppm or 
less. This is because the hindrance of the surface-curing, 
resulting from oxygen radicals generated in the irradiation 
atmosphere, is suppressed. Alternatively, knoWn various 
oxygen-hindrance inhibitors may be added to the hard coat 
agent composition and/or the surface material instead of the 
control of the oxygen concentration in the irradiation atmo 
sphere. Examples of such an oxygen-hindrance inhibitor 
include oxygen-hindrance inhibitors described in Japanese 
Laid-open Patent Publication Nos. 2000-109828, 2000 
109828 and 2000-144011. Needless to say, it is alloWable to 
use both of the oxygen-hindrance inhibitor and the control of 
the oxygen concentration in the irradiation atmosphere. 

[0089] By use of such materials and such ?lm-forming and 
?lm-curing methods, there is formed a composite hard coat 
layer Which is excellent in abrasion resistance, Water repel 
lency and lubricity and is also good in persistence of these 
properties. 

EXAMPLES 

[0090] The present invention Will be described more spe 
ci?cally by Way of the folloWing examples. HoWever, the 
present invention is not limited to these examples. 

Example 1 

[0091] An ultraviolet ray-curable/electron ray-curable 
hard coat agent (DESOLITE Z7503, manufactured by JSR 
Corp.) Was applied onto a polycarbonate’substrate (thick 
ness: 0.6 mm, diameter: 12 cm) by spin coating. Thereafter, 
the resultant Was heated at 60° C. in the atmosphere for 3 
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minutes, to remove the diluent in the coat. In this Way, a hard 
coat layer Which had not been cured Was formed. The 
above-mentioned hard coat agent Was a composition con 
taining a reactive inorganic ?ller, disclosed in Japanese 
Laid-open Patent Publication No. 9-100111 (1997). 

[0092] Next, a solution comprising 0.5% by mass of 
per?uoropolyether diacrylate (acryl-modi?ed product of a 
Fomblin Z DOL manufactured by Ausimont Co., molecular 
Weight: about 2,000) and 99.5% bymass of FLUORINERT 
FC-77 (manufactured by Sumitomo 3M Ltd.) Was prepared. 
This surface material solution Was applied onto the above 
mentioned hard coat layer Which had not been cured by spin 
coating. The resultant Was dried at 60° C. for 3 minutes to 
form a surface layer Which had not been cured. 

[0093] Thereafter, electron rays Were irradiated onto the 
surface layer under nitrogen ?oW, thereby curing the hard 
coat layer and the surface layer simultaneously. A CURET 
RON (manufactured by NHV Corp.) Was used as an electron 
rays irradiating device, and the accelerating voltage of the 
electron rays and the irradiation dose thereof Were set to 200 
kV and 10 Mrad, respectively. The oxygen concentration in 
the irradiation atmosphere Was 80 ppm. The thickness of the 
cured hard coat layer Was 3.4 pm, and the thickness of the 
cured surface layer Was about 36 nm. The thickness of the 
surface layer Was measured by X-ray ?uorescence analysis 
(XRF), using per?uoropolyether (DEMNUM, manufactured 
by Daikin Industries, Ltd.) as a standard material. In this 
Way, the substrate With the composite hard coat layer Was 
obtained. 

Example 2 

[0094] An ultraviolet ray-curable/electron ray-curable 
hard coat agent (DESOLITE Z7503, manufactured by JSR 
Corp.) Was applied onto a polycarbonate substrate (thick 
ness: 0.6 mm, diameter: 12 cm) by spin coating. Thereafter, 
the resultant Was heated at 60° C. in the atmosphere for 3 
minutes, to remove the diluent in the coat. Thereafter, Weak 
ultraviolet rays (a high-pressure mercury lamp, 80 mJ/cm2) 
Were irradiated in the atmosphere, a hard coat layer Which 
had been half-cured Was formed. 

[0095] Next, a solution comprising 0.5% by mass of 
per?uoropolyether diacrylate (acryl-modi?ed product of a 
Fomblin Z DOL manufactured by Ausimont Co., molecular 
Weight: about 2,000) and 99.5% bymass of FLUORI 
NERTFC-77 (manufactured by Sumitomo 3M Ltd.) Was 
prepared. This surface material solution Was applied onto the 
above-mentioned hard coat layer Which had been half-cured 
by spin coating. The resultant Was dried at 60° C. for 3 
minutes to form a surface layer Which had not been cured. 

[0096] Thereafter, under the same electron ray irradiating 
condition as Example 1, electron rays Were irradiated onto 
the surface layer under nitrogen ?oWs thereby curing the 
hard coat layer and the surface layer simultaneously to 
obtain the substrate With the composite hard coat layer. The 
thickness of the cured hard coat layer Was 3.4 pm, and the 
thickness of the cured surface layer Was about 32 nm. 

[Example 3 

[0097] A solution comprising 0.25% by mass of per?uo 
ropolyether diacrylate (acryl-modi?ed product of a Fomblin 
Z DOL manufactured by Ausimont Co., molecular Weight: 
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about 2,000) and 99.75% by mass of FLUORINERT FC-77 
(manufactured by Sumitomo 3M Ltd.) Was prepared. A 
substrate With a composite hard coat layer Was obtained in 
the same Way as in Example 1 except that this solution Was 
used as surface material solution. The thickness of the cured 
hard coat layer Was 3.4 pm, and the thickness of the cured 
surface layer Was about 25 nm. 

Example 4 

[0098] A solution comprising 0.5% by mass of ART3 
manufactured by Kyoeisha Chemical Co., LTD. (per?uo 
ropolyether diacrylate, molecular Weight: about 1,000) and 
99.5% by mass of FLUORINERT FC-77 (manufactured by 
Sumitomo 3M Ltd.) Was prepared. A substrate With a 
composite hard coat layer Was obtained in the same Way as 
in Example 1 except that this solution Was used as surface 
material solution. The thickness of the cured hard coat layer 
Was 3.4 pm, and the thickness of the cured surface layer Was 
about 30 nm. 

Comparative Example 1 

[0099] An ultraviolet ray-curable/electron ray-curable 
hard coat agent (DESOLITE Z7503, manufactured by JSR 
Corp.) Was applied onto a polycarbonate substrate (thick 
ness: 0.6 mm, diameter: 12 cm) by spin coating. Thereafter, 
the resultant Was heated at 60° C. in the atmosphere for 3 
minutes, to remove the diluent in the coat. In this Way, a hard 
coat layer Which had not been cured Was formed. 

[0100] Next, a solution comprising 0.5% by mass of 
2-(per?uorodecyl)ethyl acrylate (manufactured by Daikin 
Fine Chemical laboratory Co.) and 99.5% by mass of 
FLUORINERT FC-77 (manufactured by Sumitomo 3M 
Ltd.) Was applied onto the above-mentioned hard coat layer 
Which had not been cured by spin coating. The resultant Was 
dried at 60° C. for 3 minutes to form a surface layer Which 
had not been cured. 

[0101] Thereafter, under the same electron ray irradiating 
condition as Example 1, electron rays Were irradiated onto 
the surface layer under nitrogen ?oW, thereby curing the 
hard coat layer and the surface layer simultaneously to 
obtain the substrate With the composite hard coat layer. The 
thickness of the cured hard coat layer Was 3.4 pm, and the 
thickness of the cured surface layer Was about 36 nm. 

Comparative Example 2 

[0102] 5 parts by Weight of 2-(per?uorooctyl)ethyl acry 
late (manufactured by Daikin Fine Chemical laboratory Co 
Was added to 95 parts by Weight of ultraviolet ray-curable/ 
electron ray-curable hard coat agent (DESOLITE Z7503, 
manufactured by JSR Corp.) so as to prepare the uniform 
composition. This composition Was applied onto a polycar 
bonate substrate (thickness: 0.6 mm, diameter: 12 cm) by 
spin coating. Thereafter, electron rays Were immediately 
irradiated under nitrogen How to cure the applied composi 
tion, thereby the substrate With the composite hard coat layer 
Was obtained. Electron ray irradiating condition Was the 
same as Example 1. The thickness of the cured hard coat 
layer Was 4.0 pm. 

[0103] (Evaluation) 
[0104] About the respective specimens produced in 
Examples 1 to 4 and Comparative Examples 1 and 2, the 
folloWing performance tests Were made. 
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[0105] (1) Abrasion Resistance 

[0106] A steel Wool #0000 Was used, and the Wool Was 
reciprocated 20 times so as to be slid onto the hard coat 
surface of each of the specimens under a load of 4.9 N/cm2. 
The degree of injuries generated at this time Was judged With 
the naked eye. The criterion for the judgment Was as folloWs: 

[0107] 0: No injuries Were generated; 

[0108] A: Injuries Were slightly generated; and X: 
Injuries Were generated. 

[0109] (2) Water Repellency and Persistence thereof 

[0110] The contact angle of Water to the hard coat surface 
of each specimen Was measured. The measurement Was 
made after the specimen Was left at room temperature for 
one day from the production thereof (initial time), after the 
hard coat surface of the specimen left at room temperature 
for one day from the production thereof Was slid With a cloth 
impregnated With a solvent, and after the hard coat surface 
of the specimen left at room temperature for 30 days from 
the production thereof Was slid With a cloth impregnated 
With a solvent. Conditions for the sliding Were as folloWs: a 
nonWoven cloth (Bemcot Lint-free CT-8, manufactured by 
Asahi Kasei Co., Ltd.) Was impregnated With acetone, and 
the cloth Was reciprocated 50 times to be slid on the 
specimen surface under a load of 4.9 N/cm2. The contact 
angle Was measured at a temperature of 20° C. and a relative 
humidity of 60%, using a contact angle meter CA-D manu 
factured by KyoWa Interface Science Co., Ltd. 

[0111] (3) Surface Smoothness 

[0112] The smoothness of the hard coat surface of each 
specimen Was determined With the naked eye. The specimen 
surface Was directed to an electric light source and Was 
visually inspected at an oblique angle of 20 to 30 degrees to 
determine the uniformity of the surface layer (the presence 
or absence of microscopic aggregations) and the presence or 
absence of any concavity or convexity, or any corrugations 
that may be caused by the surface roughness of the hard coat 
layer. The ratings Were made on the folloWing scale: 

[0113] (CD: The surface layer contained no micro 
scopic aggregations and Was uniform, and no con 
cavities or convexities, or corrugations Were 
observed on the hard coat layer; 

[0114] 0+: Slight formation of the microscopic 
aggergations Was observed on the surface layer, and 
no concavities or convexities, or corrugations Wer 
observed on the hard coat layer; 

[0115] Q—: The surface layer contained some micro 
scopic aggeregations, While no concavities or con 
vexities, or corrugaitons Were observed on the hard 
coat layer; 

[0116] A: The surface layer contained signi?cant 
microscopic aggregations, and some concavities or 
convexities, or corrugations Were observed on the 
hard coat layer; and 

[0117] X: The hard coat layer contained signi?cant 
concavities or convexities, or corrugations and Was 
opaque. 
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TABLE 1 
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Surface material solution 

The total The contact angle degree 

concentration Initial After sliding 

of ?uorinated The type of After an After an After an 

Abrasion acrylates ?uorinated elapse of elapse of elapse of Surface 
resistance (% by weight) acrylates one day one day 30 days smoothness 

Example 1 G 0.5 Bifunctional 105.7 106.2 106.0 @ 
Example 2 G 0.5 Bifunctional 105.4 105.3 106.2 (9+ 
Example 3 Q 0.25 Bifunctional 105.2 105.5 105.0 (9+ 
Example 4 G 0.5 Bifunctional 96.3 96.7 96.0 @ 
Comparative G 0.5 Monofunctional 105.3 103.0 94.5 @ 
Example 1 
Comparative Q — — 67.0 65.7 65.5 X 

Example 2 

[0118] The results are shown in Table 1. 

[0119] As can be seen from Table 1, each of the substrates 
of Examples 1 through 4 with respective hard coat layers had 
signi?cantly high surface hardness, high water repellency, 
and high persistence thereof. 

[0120] In Example 1, the surface smoothness of the sub 
strate, though at a practical level, was slightly lower as 
compared to the substrates of the other Examples. In 
Example 2, in which the surface material was the same as the 
surface material used in Example 1, and the hard coat layer 
was half-cured prior to application of the surface material 
layer, the substrate had a high surface smoothness. In 
Example 3, in which the surface material was the same as the 
surface material used in Example 1, and the concentration of 
?uorinated acrylates in the surface material was low, the 
substrate had a high surface smoothness. In Example 4, 
per?uoropolyether diacrylate (molecular weight: about 
1,000) with lower molecular weight as compared to per?uo 
ropolyether diacrylate in Examples 1 to 3 was used, so that 
the substrate had a signi?cantly high surface smoothness. 
However, this per?uoropolyether diacrylate had low 
molecular weight, accordingly the main chain thereof, which 
exhibit water repellency and oil repellency, was short. 
Consequently, water repellency of the substrate of Example 
4 was slightly lower as compared to the substrates of 
Examples 1 to 3. 

[0121] The substrate of Comparative Example 1 with a 
hard coat layer had a signi?cantly high surface hardness, 
exhibited a good initial water repellency, and had a high 
surface smoothness. However, when the substrate was sub 
jected to harsh test conditions in which the substrate was left 
at room temperature for 30 days and then was slid with a 
cloth impregnated with acetone, the contact angle was 
decreased. This is believed to be because the substrate was 
slid with a cloth impregnated with acetone to remove the 
anti-staining surface layer. 

[0122] Although the same material as in Comparative 
Example 1 was used in Comparative Example 2, the sub 
strate of Comparative Example 2 showed signi?cantly low 
water repellency during initial testing, as did it after the 
sliding with cloth. Speci?cally, its intended purpose was not 

achieved because the ?uorinated acrylate components were 
not exposed on the coating surface just by applying the 
?uorinated acrylate-added active energy ray-curable resin 
onto the substrate and then curing it. Furthermore, in Com 
parative Example 2, signi?cant unevenness of coating was 
observed during application of the prepared composition to 
the surface of the substrate. This is thought to occur since the 
diluent evaporates during spin-coating, and the acryl mono 
mer and the ?uorinated acrylates, which are incompatible to 
one another, rapidly underwent phase separation. This also 
makes the composition impractical for use in the hard coat. 

Example 5 
[0123] This example was a production example of an 
optical information medium with a composite hard coat 
layer (abbreviated to the optical disk). In this example, the 
produced optical disk was of a phase-change type. The 
present invention can be applied to various disks regardless 
of the kind of their recording layer. Thus, the present 
invention can be applied to not only this disk but also a 
read-only type optical disk, a write-once type optical disk or 
some other disk. 

[0124] FIG. 2 is a schematic sectional view of an example 
of an optical disk with a composite hard coat layer. In FIG. 
2, an optical disk (11) has, on a surface of a supporting 
substrate (12) in which ?ne concavities or convexities (such 
as information pits or pregrooves) are made, a re?ecting 
layer (13), a second dielectric layer (14), a phase-change 
recording material layer (15), and a ?rst dielectric layer (16) 
in this order. The disk (11) has a light-transmitting layer (18) 
on the ?rst dielectric layer (16), and further has a hard coat 
layer (19) and an anti-staining surface layer (20) on the 
light-transmitting layer (18). In this example, the re?ecting 
layer (13), the second dielectric layer (14), the phase-change 
recording material layer (15) and the ?rst dielectric layer 
(16) constitute a recording layer (17). The combination of 
the hard coat layer (19) and the anti-staining surface layer 
(20) is referred to as the composite hard coat layer for the 
sake of convenience. The optical disk (11) is used in such a 
manner that a laser beam for recording or reproducing is 
introduced into the recording layer through the anti-staining 
surface layer (20), the hard coat layer (19) and the light 
transmitting layer (18). 
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[0125] A sample of the optical disk having the layer 
structure illustrated in FIG. 2 Was produced as follows. 

[0126] The re?ecting layer (13) made of Al98Pd1Cu1 
(atomic ratio) and having a thickness of 100 nm Was formed 
on a surface of the disk-form supporting substrate (12) 
(made of polycarbonate, diameter: 120 mm, thickness: 1.1 
mm), in Which grooves for recording information Were 
made, by sputtering. The depth of the grooves Was M6 in an 
optical path length at Wavelength }\.=405 nm. The recording 
track pitch in a groove recording manner Was set into 0.32 
pm. 

[0127] Next, an A1203 target Was used to form the second 
dielectric layer (14) having a thickness of 20 nm on the 
surface of the re?ecting layer (13) by sputtering. An alloy 
target made of a phase-change material Was used to form the 
recording material layer (15) having a thickness of 12 nm on 
the surface of the second dielectric layer (14) by sputtering. 
The composition (atomic ratio) of the recording material 
layer (15) Was set into Sb74Te18(Ge7In1). A ZnS (80% by 
mole) —SiO2 (20% by mole) target Was used to form the 
?rst dielectric layer (16) having a thickness of 130 nm on the 
surface of the recording material layer (15) by sputtering. 

[0128] Next, a radical-polymeriZable ultraviolet ray-cur 
able resin having the folloWing composition Was applied 
onto the surface of the ?rst dielectric layer (16) by spin 
coating, and then ultraviolet rays Were irradiated thereon so 
as to form the light-transmitting layer (18) in such a manner 
that the thickness thereof Would be 98 pm after the layer (18) 
Was cured. 

(Light-transmitting layer: Composition of ultraviolet 
ray-curable resin) 

urethane acrylate oligomer: 
(DIABEAM UK6035, manufactured 
by Mitsubishi Rayon Co., Ltd.) 
isocyanuric acid EO modi?ed triacrylate: 
(ARONIX M315, manufactured 
by Toagosei Co., Ltd.) 
isocyanuric acid EO modi?ed diacrylate: 
(ARONIX M215, manufactured 
by Toagosei Co., Ltd.) 
tetrahydrofurfuryl acrylate: 
photopolymerization initiator(1 
hydroxycyclohexyl phenyl ketone): 

50 parts by Weight 

10 parts by Weight 

5 parts by Weight 

25 parts by Weight 
3 parts by Weight 

[0129] Next, an ultraviolet ray-curable/electron ray-cur 
able hard coat agent having the folloWing composition Was 
applied onto the light-transmitting layer (18) by spin coat 
ing, and then the resultant Was heated at 60° C. in the 
atmosphere for 3 minutes to remove the diluent in the coat. 
Thereafter, Weak ultraviolet rays (a high-pressure mercury 
lamp, 80 mJ/cm2) Were irradiated in the atmosphere, the 
hard coat layer (19) Which had been half-cured Was formed. 

(Composition of hard coat agent) 

reactive group modi?ed colloidal silica: 
(dispersing medium: propylene 
glycol monomethyl ether acetate, 
nonvolatile content: 40% by Weight) 
dipentaerythritol hexaacrylate: 

100 parts by Weight 

48 parts by Weight 
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-continued 

(Composition of hard coat agent) 

tetrahydrofurfuryl acrylate: 
propylene glycol monomethyl ether acetate: 
(non-reactive diluent) 
IRGACURE 184 (polymerization initiator): 

12 parts by Weight 
40 parts by Weight 

5 parts by Weight 

[0130] Next, a solution comprising 0.5% by mass of 
per?uoropolyether diacrylate (acryl-modi?ed product of a 
Fomblin Z DOL manufactured by Ausimont Co., molecular 
Weight: about 2,000) and 99.5% bymass of FLUORI 
NERTFC-77 (manufactured by Sumitomo 3M Ltd.) Was 
prepared. This surface material solution Was applied onto the 
above-mentioned hard coat layer (19) Which had been 
half-cured by spin coating. The resultant Was dried at 60° C. 
for 3 minutes to form a surface layer (20) Which had not been 
cured. 

[0131] Thereafter, electron rays Were irradiated onto the 
surface layer under nitrogen ?oW, thereby curing the hard 
coat layer (19) and the surface layer (20) simultaneously. A 
Min-EB (manufactured by USHIO Inc.) Was used as an 
electron rays irradiating device, and the accelerating voltage 
of the electron rays and the irradiation dose thereof Were set 
to 50 kV and 5 Mrad, respectively. The oxygen concentra 
tion in the irradiation atmosphere Was 80 ppm. The thickness 
of the hard coat layer (19) Was 2.5 pm, and the thickness of 
the surface layer (20) Was about 28 nm. The thickness of the 
surface layer Was measured by X-ray ?uorescence analysis 
(XRF), using per?uoropolyether (DEMNUM, manufactured 
by Daikin Industries, Ltd.) as a standard material. In this 
Way, the optical recording disk sample No.1 With the com 
posite hard coat layer Was obtained. 

Comparative Example 3 

[0132] In the same Way as in Example 5, a re?ecting layer 
(13), a second dielectric layer (14), a phase-change record 
ing material layer (15), and a light-transmitting layer (18) 
Were formed, in the order, on a surface of a disk-form 
supporting substrate (12). 

[0133] Next, an ultraviolet ray-curable/electron ray-cur 
able hard coat agent having the same composition as used in 
Example 5 Was applied onto the light-transmitting layer (18) 
by spin coating, and then the resultant Was heated at 60° C. 
in the atmosphere for 3 minutes to remove the diluent in the 
coat. In this Way, a hard coat layer (19) Which had not been 
cured Was formed. 

[0134] Next, a solution comprising 0.5% by mass of 
2-(per?uorodecyl)ethyl acrylate (manufactured by Daikin 
Fine Chemical laboratory Co.) and 99.5% by mass of 
FLUORINERT FC-77 (manufactured by Sumitomo 3M 
Ltd.) Was applied onto the above-mentioned hard coat layer 
Which had not been cured by spin coating. The resultant Was 
dried at 60° C. for 3 minutes to form a surface layer Which 
had not been cured. 

[0135] Thereafter, under the same electron ray irradiating 
condition as Example 5, electron rays Were irradiated onto 
the surface layer under nitrogen ?oW, thereby curing the 
hard coat layer and the surface layer simultaneously. The 
thickness of the cured hard coat layer Was 2.5 pm, and the 
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thickness of the cured surface layer Was about 28 nm. In this 
Way, the optical recording disk sample No.2 With the com 
posite hard coat layer Was obtained. 

Comparative Example 4 

[0136] In the same Way as in Example 5, a re?ecting layer 
(13), a second dielectric layer (14), a phase-change record 
ing material layer (15), and a light-transmitting layer (18) 
Were formed, in the order, on a surface of a disk-form 
supporting substrate (12). 

[0137] 5 parts by Weight of 2-(per?uorooctyl)ethyl acry 
late (manufactured by Daikin Fine Chemical laboratory Co 
Was added to 95 parts by Weight of ultraviolet ray-curable/ 
electron ray-curable hard coat agent having the same com 
position as used in Example 5 so as to prepare the uniform 
composition. This composition Was applied onto the light 
transmitting layer (18) by spin coating. Thereafter, electron 
rays Were immediately irradiated under nitrogen How to cure 
the applied composition. Electron ray irradiating condition 
Was the same as Example 5. The thickness of the cured hard 
coat layer Was 2.5 pm. In this Way, the optical recording disk 
sample No.3 With the single hard coat layer Was obtained. 

[0138] (Evaluation) 
[0139] As With the substrates With respective hard coat 
layers, each of the optical recording disk samples Nos. 1 to 
3 of Example 5 and Comparative Examples 3 and 4 Was 
evaluated for (1) abrasion resistance, (2) Water repellency 
and persistence thereof, and (3) surface smoothness on its 
hard coat surface. The optical recording disk sample No. 1 
of Example 5 shoWed the results comparable to the substrate 
With the hard coat layer of Example 2: the sample produced 
good results for each of the measured properties. The optical 
recording disk sample No. 2 of Comparative Example 3 
shoWed the results comparable to the substrate With the hard 
coat layer of Comparative Example 1. Similarly, the optical 
recording disk sample No. 3 of Comparative Example 4 
shoWed the results comparable to the substrate With the hard 
coat layer of Comparative Example 2. 

[0140] In the above-mentioned example, the composite 
hard coat layer Was given to the phase-change type optical 
disks. HoWever, the present invention can be applied to 
read-only type optical disks or Write-once type optical disks 
as Well as optical-disks having a phase-change type record 
ing layer. The present invention can also be applied to not 
only optical information media but also optical lens, optical 
?lters, anti-re?ection ?lms, and various display elements. 
Therefore, the above-mentioned Working examples are 
merely examples in all points, and the present invention 
should not be restrictedly interpreted by the examples. 
Furthermore, all modi?cations belonging to a scope equiva 
lent to that of the claims are Within the scope of the present 
invention. 

[0141] Industrial Applicability 

[0142] According to the present invention, an article With 
a hard coat, Which has high abrasion resistance, good Water 
repellency and lubricity, and signi?cantly high durability, is 
inexpensively and easily provided. 
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1. An article With a composite hard coat layer comprising 
a hard coat layer on a surface of the article and an anti 
staining surface layer on a surface of the hard coat layer, 
Wherein 

the hard coat layer is made of a cured product of a hard 
coat agent composition comprising an active energy 
ray-curable compound, 

the anti-staining surface layer is made of a cured product 
of a surface material comprising a ?uorine-containing 
polyfunctional (meth)acrylate compound, and 

the anti-staining surface layer is ?xed on the hard coat 
layer. 

2. The article With the composite hard coat layer accord 
ing to claim 1, Wherein the active energy ray-curable com 
pound comprised in the hard coat agent composition is a 
compound having at least one reactive group selected from 
the group consisting of (meth)acryloyl group, vinyl group 
and mercapto group. 

3. The article With the composite hard coat layer accord 
ing to claim 1, Wherein the hard coat agent composition 
comprises a photopolymeriZation initiator, and comprises an 
inorganic ?ller if necessary. 

4. A method for forming a composite hard coat layer 
comprising a hard coat layer and an anti-staining surface 
layer on a surface of an article, the method characteriZed in 
the steps of; 

applying a hard coat agent composition comprising an 
active energy ray-curable compound onto a surface of 
an article to be hard-coat-treated, thereby forming a 
hard coat agent composition layer, 

?lm-forming, on a surface of the hard coat agent compo 
sition layer, With a surface material comprising a ?uo 
rine-containing polyfunctional (meth)acrylate com 
pound, thereby forming a surface material layer, and 

irradiating active energy rays onto the formed hard coat 
agent composition layer and surface material layer so 
as to cure the both layers simultaneously, thereby 
forming a hard coat layer contacting the surface of the 
article and an anti-staining surface layer contacting the 
surface of the hard coat layer. 

5. The method for forming the composite hard coat layer 
according to claim 4, Wherein after the hard coat agent 
composition is applied onto the surface of the article, the 
hard coat agent composition layer is dried to remove a 
solvent contained in the hard coat agent composition from 
the hard coat agent composition layer, and then the surface 
material layer is formed. 

6. The method for forming the composite hard coat layer 
according to claim 4, Wherein after the hard coat agent 
composition is applied onto the surface of the article, the 
hard coat agent composition layer is dried if necessary, 
active energy rays are irradiated onto the hard coat agent 
composition layer to turn the composition layer into a 
half-cured state, and then the surface material layer is 
formed. 

7. The method for forming the composite hard coat layer 
according to claim 4, Wherein at the time of ?lm-forming by 
applying the surface material to form surface material layer, 
there is used, as a solvent, a solvent in Which the active 
energy ray-curable compound in the already-formed hard 
coat agent composition layer is not substantially dissolved. 
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8. The method for forming the composite hard coat layer 
according to claim 4, Wherein the active energy ray-curable 
compound comprised in the hard coat agent composition is 
a compound having at least one reactive group selected from 
the group consisting of (meth)acryloyl group, vinyl group 
and mercapto group. 

9. An article With a composite hard coat layer comprising 
a hard coat layer on a surface of the article and an anti 
staining surface layer on a surface of the hard coat layer, 
Wherein the article is obtained by 

applying a hard coat agent composition comprising an 
active energy ray-curable compound onto a surface of 
an article to be hard-coat-treated, thereby forming a 
hard coat agent composition layer, 

?lm-forming, on a surface of the hard coat agent compo 
sition layer, With a surface material comprising a ?uo 
rine-containing polyfunctional (meth)acrylate com 
pound, thereby forming a surface material layer, and 
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irradiating active energy rays onto the formed hard coat 
agent composition layer and surface material layer so 
as to cure the both layers simultaneously, thereby 
forming a hard coat layer contacting the surface of the 
article and an anti-staining surface layer contacting the 
surface of the hard coat layer. 

10. The article With the composite hard coat layer accord 
ing to claim 1, Wherein the article is an optical recording 
medium, a magneto-optical recording medium, an optical 
lens, an optical ?lter, an anti-re?ection ?lm, or any one of 
various display elements. 

11. The article With the composite hard coat layer accord 
ing to claim 9, Wherein the article is an optical recording 
medium, a magneto-optical recording medium, an optical 
lens, an optical ?lter, an anti-re?ection ?lm, or any one of 
various display elements. 


