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(57) ABSTRACT 

Disclosed are cleaning sheets having substantial macro 
scopic three-dimensionality. Optionally, the macroscopi 
cally three-dimensional cleaning sheets can comprise a 
contractable material (e.g., a scrim material), Which When 
heated and then cooled contracts so as to provide a macro 
scopic, three-dimensional structure. Macroscopic three-di 
mensionality is described in terms of “average peak-to-peak 
distance” and “surface topography index”, as Well in terms 
of “average height differential”. Also disclosed are cleaning 
implements comprising a handle and the described cleaning 
sheets. Processes for the sheets, bene?ts of the processes, 
and articles of manufacture are also disclosed. 
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NOVEL THREE DIMENSIONAL STRUCTURES 
USEFUL AS CLEANING SHEETS 

CROSS REFERENCE TO RELATED 
APPLICATIONS 

[0001] This application is a continuation of US. applica 
tion Ser. No. 10/902,213, ?led Jul. 29, 2004, Which is a 
continuation of US. application Ser. No. 09/881,473, ?led 
Jun. 14, 2001, Which is a divisional of US. application Ser. 
No. 09/082,396, ?led May 20, 1998, which claims the 
bene?t of US. Provisional Application Ser. No. 60/055,330, 
?led Aug. 12, 1997 and US. Provisional Application Ser. 
No. 60/047,619, ?led May 23, 1997. 

FIELD OF THE INVENTION 

[0002] This invention relates to cleaning sheets particu 
larly suitable for removal and entrapment of dust, lint, hair, 
sand, food crurnbs, grass and the like. 

BACKGROUND OF THE INVENTION 

[0003] The use of nonWoven sheets for dry dust-type 
cleaning are knoWn in the art. Such sheets typically utiliZe 
a composite of ?bers Where the ?bers are bonded via 
adhesive, entangling or other forces. See, for example, US. 
Pat. No. 3,629,047 and US. Pat. No. 5,144,729. To provide 
a durable Wiping sheet, reinforcernent means have been 
combined With the staple ?bers in the form of a continuous 
?larnent or netWork structure. See, for example, US. Pat. 
No. 4,808,467, US. Pat. No. 3,494,821 and US. Pat. No. 
4,144,370. Also, to provide a product capable of Withstand 
ing the rigors of the Wiping process, prior nonWoven sheets 
have employed strongly bonded ?bers via one or more of the 
forces mentioned above. While durable materials are 
obtained, such strong bonding may adversely impact the 
materials’ ability to pick up and retain particulate dirt. In an 
effort to address this concern, US. Pat. No. 5,525,397 to 
ShiZuno et al. describes a cleaning sheet comprising a 
polymeric netWork layer and at least one nonWoven layer, 
Wherein the tWo layers are lightly hydroentangled so as to 
provide a sheet having a loW entanglernent coef?cient. The 
resulting sheet is said to provide strength and durability, as 
Well as improved dust collecting performance because the 
composite ?bers are lightly hydroentangled. Sheets having a 
loW entanglernent coef?cient (i.e., not more than 500 In) are 
said to offer better cleaning performance because a greater 
degree of ?bers are available for contact With dirt. 

[0004] While the sheets described in the ’397 patent are 
alleged to address some of the problems With prior non 
Woven cleaning sheets, those sheets appear to be generally 
of a uniform basis Weight, at least on a macroscopic level; 
and are essentially of a uniform caliper, again on a rnacro 
scopic level. That is, ordinary and expected basis Weight and 
caliper ?uctuations and variations may occur on a random 
basis, as a result of ?uid pressure differentials during 
hydroentanglernent. HoWever, the structure Would not be 
deemed to comprise discrete regions that differ With regard 
to basis Weight. For example, if on a microscopic level, the 
basis Weight of an interstice betWeen ?bers were measured, 
an apparent basis Weight of Zero Would result When, in fact, 
unless an aperture in the nonWoven structure Was being 
measured, the basis Weight of such region is greater than 
Zero. Such ?uctuations and variations are a normal and 
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expected result of the hydroentangling process. The skilled 
artisan Would interpret nonWovens having such variations, 
including those described in the ’397 patent, as having 
essentially a uniform basis Weight and caliper, in the rnac 
roscopic sense. The result of a sheet having a uniform basis 
Weight is that the material is not particularly suitable for 
collecting and entrapping soil of a diverse siZe, shape, etc. 

[0005] As such, there is a continuing need to provide 
cleaning sheets that offer improved soil rernoval. In this 
regard, Applicants have found that by providing increased 
three-dirnensionality, in the macroscopic sense, to cleaning 
sheets, enhanced soil removal is achieved. 

[0006] Accordingly, it is an object of this invention to 
overcome the problems of the prior art and particularly to 
provide a structure more capable of removing and entrap 
ping various types of soil. Speci?cally, it is an object of this 
invention to provide a nonWoven structure having signi?cant 
three-dirnensionality, Which is described in detail beloW. 

[0007] It is another object to provide improved processes 
for cleaning and desirable bene?ts for the consumer and user 
of the sheets, especially by packaging the sheets, either in 
roll form, With perforations for separating sheets, or means 
for separating the sheets into useful lengths, and packaging 
them in packages that inform the consumer of the improved 
processes and/or the bene?ts that can be obtained, especially 
those bene?ts that are not intuitively obvious to the con 
surner. It is another object to provide cleaning sheets With 
additives, especially those that improve adherence of soil to 
the substrate, and especially for those sheets described 
hereinafter With three dimensional structure, such combina 
tions having special performance bene?ts, and such cornbi 
nations providing irnproved bene?ts. 

SUMMARY OF THE INVENTION 

[0008] The present invention relates to a cleaning sheet 
having substantial rnacroscopic three-dirnensionality. As 
used herein, the term “rnacroscopic three-dirnensionality”, 
When used to describe three-dirnensional cleaning sheets, 
means the three-dimensional pattern is readily visible to the 
naked eye When the perpendicular distance betWeen the 
vieWer’s eye and the plane of the sheet is about 12 inches. 
In other Words, the three-dimensional structures of the 
present invention are cleaning sheets that are non-planar, in 
that one or both surfaces of the sheet eXist in multiple planes, 
Where the distance betWeen those planes is observable to the 
naked eye When the structure is observed from about 12 
inches. By Way of contrast, the term “planar” refers to 
cleaning sheets having ?ne-scale surface aberrations on one 
or both sides, the surface aberrations not being readily 
visible to the naked eye When the perpendicular distance 
betWeen the vieWer’s eye and the plane of the Web is about 
12 inches or greater. In other Words, on a rnacroscale, the 
observer Would not observe that one or both surfaces of the 
sheet eXist in multiple planes so as to be three-dirnensional. 

[0009] The rnacroscopically three-dimensional structures 
of the present invention optionally comprise a scrirn mate 
rial, Which When heated and then cooled, contracts so as to 
provide a macroscopic three-dimensional structure. Other 
materials Which provide contractile forces so as to provide 
three-dirnensionality are discussed beloW. Macroscopic 
three-dirnensionality is described herein in terms of “aver 
age height differential”, Which is de?ned herein as the 
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average distance between adjacent peaks and valleys of a 
given surface of a sheet, as Well as the “average peak-to 
peak” distance, Which is the average distance betWeen 
adjacent peaks of a given surface. Macroscopic three-di 
mensionality is also described in terms of the “Surface 
Topography Index” of the outWard surface(s) of the cleaning 
sheet; Surface Topography Index is the ratio obtained by 
dividing the Average Height Differential of a surface by the 
Average Peak to Peak Distance of that surface. In one 
embodiment, both of the sheet’s outWard surfaces Will have 
the described Average Peak to Peak Distance and Surface 
Topography properties. Methods for measuring Average 
Peak to Peak Distance and Average Height Differential are 
described in detail in the Test Method section, beloW. 

[0010] The Average Peak to Peak Distance of at least one 
outWard surface Will be at least about 1 mm, more preferably 
at least about 2 mm, and still more preferably at least about 
3 mm. In one embodiment, the Average Peak to Peak 
Distance is from about 1 to about 20 mm, particularly from 
about 3 to about 16 mm, more particularly from about 4 to 
about 12 mm. The Surface Topography Index of at least one 
outWard surface Will be from about 0.01 to about 10, 
preferably from about 0.1 to about 5, more preferably from 
about 0.2 to about 3, still more preferably from about 0.3 to 
about 2. While the value of the Average Height Differential 
is not critical, at least one outWard surface Will preferably 
have an Average Height Differential of at least about 0.5 
mm, more preferably at least about I mm, and still more 
preferably at least about 1.5 mm. The Average Height 
Differential of at least one outWard surface Will typically be 
from about 0.5 to about 6 mm, more typically from about I 
to about 3 mm. 

[0011] The sheets of this invention and similar sheets, 
especially those that contain additives at loW levels, as 
described herein, and especially those Where the additive is 
substantially uniformly attached over at least one continuous 
area, can be used in improved processes for cleaning and to 
provide desirable bene?ts for the consumer and user of the 
sheets, some of those bene?ts being ones that are not 
intuitively obvious to a consumer, as detailed hereinafter. It 
is therefore desirable to package the sheets, either in roll 
form, With perforations for aiding in separating sheets, or 
With means for separating the sheets into useful lengths, 
and/or packaging them in packages that inform the con 
sumer of the improved processes and/or the bene?ts that can 
be obtained, especially those bene?ts that are not intuitively 
obvious to the consumer. The cleaning sheets With additives, 
including those With desirable loW levels of such additives, 
preferably substantially uniformly attached, at least in one, 
or more areas, provide, in combination, special performance 
bene?ts, and such combinations can provide improved ben 
e?ts, especially When the sheets have the desirable structures 
set forth herein. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0012] FIG. 1 is a plan vieW schematic illustration of a 
three layer embodiment of a cleaning sheet of the present 
invention, Wherein the second layer comprises a scrim 
material having ?laments Which run parallel to the side and 
end edges of the sheet, Wherein a portion of the ?rst layer is 
shoWn cut aWay, and Wherein surface features of the ?rst 
layer are omitted for clarity. 

[0013] FIG. 2 is an illustration of the type shoWn in FIG. 
1 depicting an alternative embodiment of the present inven 
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tion Wherein the ?laments of the second layer are inclined at 
an angle of about 45 degrees relative to the side and end 
edges of the cleaning sheet. 

[0014] FIG. 3 is a plan vieW schematic illustration of the 
photograph of FIG. 5 shoWing the texture of the macro 
scopically three-dimensional outer surface of the ?rst layer, 
and particularly the extended ridges on the outer surface of 
the ?rst layer. 

[0015] FIG. 4 is a cross-sectional illustration of the sheet 
taken parallel to one of the ?laments of the second layer and 
shoWing portions of the ?lament extending intermediate the 
?lament intersections, the portions of the ?lament that are 
not bound to the ?rst layer, as Well as portions of the 
?laments extending intermediate the ?lament intersections 
Which are not bound to the third layer. 

[0016] FIG. 5 is a photomicrograph shoWing the texture 
of the macroscopically three dimensional surface of the ?rst 
layer, and in particular the elongated ridges of the surface. 
The scale in FIG. 5 is in inches. 

[0017] FIG. 6 is a enlarged photomicrograph of the type 
shoWn in FIG. 5 shoWing an elongated ridge having 
branches extending in different directions. 

[0018] FIG. 7 is a Scanning Electron Micrograph provid 
ing a perspective vieW of the macroscopically three dimen 
sional surface of the ?rst layer. 

[0019] FIG. 8 is a Scanning Electron Micrograph of a 
cross-section of the cleaning sheet shoWing portions of 
?laments extending intermediate ?lament intersections, 
Which portions of the ?laments are unbonded to the ?rst 
layer. 
[0020] FIG. 9 is a Scanning Electron Micrograph shoWing 
bonding of the ?rst and third layers to the second layer at the 
?lament intersections. 

DETAILED DESCRIPTION OF THE 
INVENTION 

1. DEFINITIONS 

[0021] As used herein, the term “comprising” means that 
the various components, ingredients, or steps, can be con 
jointly employed in practicing the present invention. 
Accordingly, the term “comprising” encompasses the more 
restrictive terms “consisting essentially of” and “consisting 
of”. 

[0022] As used herein, the term “hydroentanglement” 
means generally a process for making a material Wherein a 
layer of loose ?brous material (e.g., polyester) is supported 
on an apertured patterning member and is subjected to Water 
pressure differentials sufficiently great to cause the indi 
vidual ?bers to entangle mechanically to provide a fabric. 
The apertured patterning member can be formed, e.g., from 
a Woven screen, a perforated metal plate, etc. 

[0023] As used herein, the term “Z-dimension” refers to 
the dimension orthogonal to the length and Width of the 
cleaning sheet of the present invention, or a component 
thereof. The Z-dimension usually corresponds to the thick 
ness of the sheet. 

[0024] As used herein, the term “X-Y dimension” refers to 
the plane orthogonal to the thickness of the cleaning sheet, 
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or a component thereof. The X and Y dimensions usually 
correspond to the length and Width, respectively, of the sheet 
or a sheet component. 

[0025] As used herein, the term “layer” refers to a member 
or component of a cleaning sheet Whose primary dimension 
is X-Y, i.e., along its length and Width. It should be under 
stood that the term layer is not necessarily limited to single 
layers or sheets of material. Thus the layer can comprise 
laminates or combinations of several sheets or Webs of the 
requisite type of materials. Accordingly, the term “layer” 
includes the terms “layers” and “layered.” 

[0026] For purposes of the present invention, an “upper” 
layer of a cleaning sheet is a layer that is relatively further 
aWay from the surface that is to be cleaned (i.e., in the 
implement conteXt, relatively closer to the implement handle 
during use). The term “loWer” layer conversely means a 
layer of a cleaning sheet that is relatively closer to the 
surface that is to be cleaned (i.e., in the implement conteXt, 
relatively further aWay from the implement handle during 
use). 
[0027] All percentages, ratios and proportions used herein 
are by Weight unless otherWise speci?ed. 

II. CLEANING SHEETS 

[0028] The present invention relates to a cleaning sheet 
useful for removing dust, lint, hair, grass, sand, food crumbs 
and other matter of various siZe, shape, consistency, etc., 
from a variety of surfaces. Preferably, the cleaning sheets 
Will demonstrate improved cleaning performance in con 
sumer panel testing. 

[0029] As a result of the ability of the cleaning sheets to 
reduce, or eliminate, by various means, including contacting 
and holding, dust, lint and other airborne matter from 
surfaces, as Well as from the air, the sheets Will provide 
greater reduction in the levels of such materials on surfaces 
and in the atmosphere, relative to other products and prac 
tices for similar cleaning purposes. This ability is especially 
apparent in sheets containing additives as described herein. 
Even the sheets of Us. Pat. No. 5,525,397, incorporated 
hereinbefore, can provide this bene?t, albeit to a lesser 
eXtent than the preferred structures herein, and therefore it is 
important to provide this information on the package, or in 
association With the package, so as to encourage the use of 
the sheets, including those of the said ’397 patent, especially 
on non-traditional surfaces like Walls, ceilings, upholstery, 
drapes, rugs, clothing, etc., Where dusting sheets have not 
normally been used. The use of a loW level of additive, 
uniformly attached on at least one, preferably continuous 
area of the sheet in an effective amount to improve the 
adherence of soil, especially particulates, and especially 
those particulates that provoke an allergic reaction, provides 
a surprising level of control over soil adherence. At least in 
those areas Where the additive is present on the sheet, the 
loW level is important for such use, since, unlike traditional 
dusting operations Where oils are applied as liquids, or as 
sprays, there is much less danger of creating a visible stain, 
especially on such non-traditional surfaces, When the sheet 
is used. The preferred structures also provide bene?ts by 
trapping larger particles rather than abrading them to smaller 
sizes. 

[0030] Consumers With allergies especially bene?t from 
the use of the sheets herein, especially the preferred struc 
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tures, since allergens are typically in dust form and it is 
especially desirable to reduce the level of small particles that 
are respirable. For this bene?t, it is important to use the 
sheets on a regular basis, and not just When the soil becomes 
visually apparent, as in prior art procedures. 

[0031] The cleaning sheets of the present invention can be 
made using either a Woven or nonWoven process, or by 
forming operations using melted materials laid doWn on 
forms, especially in belts, and/or by forming operations 
involving mechanical actions/modi?cations carried out on 
?lms. The structures are made by any number of methods, 
once the essential three dimensional requirements are 
knoWn. HoWever, the preferred structures are nonWoven, 
and especially those formed by hydroentanglement as is Well 
knoWn in the art, since they provide highly desirable open 
structures. Therefore, preferred cleaning sheets useful herein 
are nonWoven structures having the characteristics described 
herein. Materials particularly suitable for forming the pre 
ferred nonWoven cleaning sheet of the present invention 
include, for eXample, natural cellulosics as Well as synthetics 
such as polyole?ns (e.g., polyethylene and polypropylene), 
polyesters, polyamides, synthetic cellulosics (e.g., 
RAYON®), and blends thereof. Also useful are natural 
?bers, such as cotton or blends thereof and those derived 
from various cellulosic sources. Preferred starting materials 
for making the hydroentangled ?brous sheets of the present 
invention are synthetic materials, Which can be in the form 
of carded, spunbonded, meltbloWn, airlaid, or other struc 
tures. Particularly preferred are polyesters, especially carded 
polyester ?bers. The degree of hydrophobicity or hydrophi 
licity of the ?bers is optimiZed depending upon the desired 
goal of the sheet, either in terms of type of soil to be 
removed, the type of additive that is provided, When an 
additive is present, biodegradability, availability, and com 
binations of such considerations. In general, the more bio 
degradable materials are hydrophilic, but the more effective 
materials tend to be hydrophobic. 

[0032] The cleaning sheets can be formed from a single 
?brous layer, but preferably are a composite of at least tWo 
separate layers. Preferably, the sheets are nonWovens made 
via a hydroentangling process. In this regard, prior to 
hydroentangling discrete layers of ?bers, it may be desired 
to slightly entangle each of the layers prior to joining the 
layers by entanglement. 

[0033] In a particularly preferred embodiment of the 
present invention, to enhance the integrity of the ?nal sheet, 
it is preferred to include a polymeric net (referred to herein 
as a “scrim” material) that is arranged With the ?brous 
material, e. g., though lamination via heat or chemical means 
such as adhesives, through hydroentanglement, etc. Scrim 
materials useful herein are described in detail in US. Pat. 
No. 4,636,419, Which is incorporated by reference herein. 
The scrims can be formed directly at the extrusion die or can 
be derived from extruded ?lms by ?brillation or by emboss 
ing, folloWed by stretching and splitting. The scrim can be 
derived from a polyole?n such as polyethylene or polypro 
pylene, copolymers thereof, poly(butylene terephthalate), 
polyethylene terephthalate, Nylon 6, Nylon 66, and the like. 
Scrim materials are available from various commercial 
sources. A preferred scrim material useful in the present 
invention is a polypropylene scrim, available from ConWed 
Plastics (Minneapolis, Minn.). 
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[0034] In another aspect of the present invention, Appli 
cants have also discovered that the incorporation of the 
scrim material into a cleaning sheet, followed by heating, 
provides macroscopic three-dimensional character to the 
sheet. This macroscopic three-dimensionality has been 
found to greatly enhance cleaning performance of the clean 
ing sheet, even Where the basis Weight of the sheet is 
essentially uniform. In particular, macroscopic three-dimen 
sionality is achieved When the scrim/?ber composite is 
subjected to heating, then cooling. This process results in 
shrinkage (in the X-Y dimension) of the scrim and, as a 
result of its being attached With the ?bers, provides a sheet 
With greater three-dimensionality. The degree of added 
three-dimensionality is controlled by the level of heating 
applied to the scrim/cleaning combination. The inclusion of 
a scrim is particularly bene?cial When the ?ber aspect of the 
structure is a nonWoven, particularly When the structure is 
hydroentangled. 

[0035] In this aspect, the invention relates to macroscopi 
cally three-dimensional cleaning sheets. These sheets are 
preferably relatively open structures compared to, e.g., paper 
toWels. In one preferred embodiment, the macroscopically 
three-dimensional cleaning sheets have a ?rst surface and a 
second surface and comprise a scrim material. In one such 
preferred embodiment, the cleaning sheet has a ?rst outWard 
surface and a second outWard surface and comprises a scrim 
material, Wherein the Average Peak to Peak Distance of at 
least one outWard surface is at least about 1 mm and the 
Surface Topography Index of that surface(s) is from about 
0.01 to about 5. 

[0036] Regardless of the con?guration of the cleaning 
sheets, the Average Peak to Peak Distance of at least one 
outWard surface Will be at least about 1 mm, more preferably 
at least about 2 mm, and still more preferably at least about 
3 mm. In one embodiment, the Average Peak to Peak 
distance is from about 1 to about 20 mm, particularly from 
about 3 to about 16 mm, more particularly from about 4 to 
about 12 mm. The Surface Topography Index of at least one 
outWard surface Will be from about 0.01 to about 10, 
preferably from about 0.1 to about 5, more preferably from 
about 0.2 to about 3, still more preferably from about 0.3 to 
about 2. While not critical, at least one outWard surface Will 
preferably have an Average Height Differential of at least 
about 0.5 mm, more preferably at least about 1 mm, and still 
more preferably at least about 1.5 mm. The Average Height 
Differential of at least one outWard surface Will typically be 
from about 0.5 to about 6 mm, more typically from about 1 
to about 3 mm. 

[0037] Again With regard to the macroscopic three-dimen 
sional cleaning sheets of the present invention, these struc 
tures Will provide enhanced elongation, particularly in the 
CD direction, that Will improve their conformability, 
Whether used as a stand alone product or When used in 
combination With a cleaning implement. In this regard the 
macroscopically three-dimensional sheets Will preferably 
have a CD elongation value at 500 g of at least about 3%, 
more preferably at least about 6%, more preferably at least 
about 10%, still more preferably at least about 15%, and still 
more preferably 20%. 

[0038] The cleaning performance of any of the cleaning 
sheets of the present invention can be further enhanced by 
treating the ?bers of the sheet, especially surface treating, 
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With any of a variety of additives, including surfactants or 
lubricants, that enhance adherence of soils to the sheet. 
When utiliZed, such additives are added to the cleaning sheet 
at a level suf?cient to enhance the ability of the sheet to 
adhere soils. Such additives are preferably applied to the 
cleaning sheet at an add-on level of at least about 0.01%, 
more preferably at least about 0.1%, more preferably at least 
about 0.5%, more preferably at least about 1%, still more 
preferably at least about 3%, still more preferably at least 
about 4%, by Weight. Typically, the add-on level is from 
about 0.1 to about 25%, more preferably from about 0.5 to 
about 20%, more preferably from about 1 to about 15%, still 
more preferably from about 3 to about 10%, still more 
preferably from about 4 to about 8%, and most preferably 
from about 4 to about 6%, by Weight. A preferred additive 
is a Wax or a mixture of an oil (e.g., mineral oil, petroleum 
jelly, etc.) and a Wax. Suitable Waxes include various types 
of hydrocarbons, as Well as esters of certain fatty acids (e.g., 
saturated triglycerides) and fatty alcohols. They can be 
derived from natural sources (i.e., animal, vegetable or 
mineral) or can be synthesiZed. Mixtures of these various 
Waxes can also be used. Some representative animal and 
vegetable Waxes that can be used in the present invention 
include beesWax, carnauba, spermaceti, lanolin, shellac Wax, 
candelilla, and the like. Representative Waxes from mineral 
sources that can be used in the present invention include 
petroleum-based Waxes such as paraf?n, petrolatum and 
microcrystalline Wax, and fossil or earth Waxes such as 
White ceresine Wax, yelloW ceresine Wax, White oZokerite 
Wax, and the like. Representative synthetic Waxes that can 
be used in the present invention include ethylenic polymers 
such as polyethylene Wax, chlorinated naphthalenes such as 
“HaloWax,” hydrocarbon type Waxes made by Fischer 
Tropsch synthesis, and the like. 

[0039] When a mixture of mineral oil and Wax is utiliZed, 
the components Will preferably be mixed in a ratio of oil to 
Wax of from about 1:99 to about 7:3, more preferably from 
about 1:99 to about 1:1, still more preferably from about 
1:99 to about 3:7, by Weight. In a particularly preferred 
embodiment, the ratio of oil to Wax is about 1:1, by Weight, 
and the additive is applied at an add-on level of about 5%, 
by Weight. A preferred mixture is a 1:1 mixture of mineral 
oil and paraf?n Wax. 

[0040] Particularly enhanced cleaning performance is 
achieved When macroscopic three-dimensionality and addi 
tive are provided in a single cleaning sheet. As discussed 
hereinbefore, these loW levels are especially desirable When 
the additives are applied at an effective level and preferably 
in a substantially uniform Way to at least one discrete 
continuous area of the sheet. Use of the preferred loWer 
levels, especially of additives that improve adherence of soil 
to the sheet, provides surprisingly good cleaning, dust 
suppression in the air, preferred consumer impressions, 
especially tactile impressions, and, in addition, the additive 
can provide a means for incorporating and attaching per 
fumes, pest control ingredients, antimicrobials, including 
fungicides, and a host of other bene?cial ingredients, espe 
cially those that are soluble, or dispersible, in the additive. 
These bene?ts are by Way of example only. LoW levels of 
additives are especially desirable Where the additive can 
have adverse effects on the substrate, the packaging, and/or 
the surfaces that are treated. 
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[0041] The application means for these additives prefer 
ably applies at least a substantial amount of the additive at 
points on the sheet that are “inside” the sheet structure. It is 
an especial advantage of the three dimensional structures 
that the amount of additive that is in contact With surface to 
be treated, and/or the package, is limited, so that materials 
that Would otherWise cause damage, or interfere With the 
function of the other surface, can only cause limited, or no, 
adverse effects. The presence of the additive inside the 
structure is very bene?cial in that soil that adheres inside the 
structure is much less likely to be removed by subsequent 
Wiping action. 

[0042] FIG. 1 illustrates a multiple layer cleaning sheet 20 
according to the present invention. The cleaning sheet 20 
includes side edges 22 and end edges 24. The side edges 22 
extend generally parallel to the length of the sheet 20, and 
the end edges 24 extend generally parallel to the Width of the 
sheet. Optionally, the sheet 20 can include an edge seal 26 
extending around the perimeter of the sheet. Such an edge 
seal 26 can be formed by heating, by use of adhesives, or by 
a combination of heating and adhesives. 

[0043] The cleaning sheet 20 includes a ?rst layer 100 and 
a second layer 200. Preferably, the cleaning sheet also 
includes a third layer 300. The second layer 200 can be 
disposed betWeen the ?rst layer 100 and the third layer 300. 
In FIG. 1, a portion of the ?rst layer 100 is shoWn cut aWay 
to reveal underlying portions of the second layer 200 and the 
third layer 300. 

[0044] The ?rst layer 100 can be formed from Woven 
materials, nonWoven materials, paper Webs, foams, battings, 
and the like such as are knoWn in the art. Particularly 
preferred materials are nonWoven Webs having ?bers or 
?laments distributed randomly as in “air-laying” or certain 
“Wet-laying” processes, or With a degree of orientation, as in 
certain “Wet-laying” and “carding” processes. The ?bers or 
?laments of the ?rst layer 100 can be natural, or of natural 
origin (e. g. cellulosic ?bers such as Wood pulp ?bers, cotton 
linters, rayon, and bagasse ?bers) or synthetic (e.g. polyole 
?ns, polyamides or polyesters). The third layer 300 can be 
substantially the same as the ?rst layer 100, or alternatively, 
can be of a different material and/or construction. 

[0045] In one embodiment, the ?rst layer 100 and the third 
layer 300 can each comprise a hydroentangled Web of 
synthetic nonWoven ?bers having a denier of less than about 
4.0, preferably less than about 3.0, more preferably less than 
about 2.0 grams, per 9000 meter of ?ber length. A suitable 
?rst layer 100 (as Well as a suitable third layer 300) is a 
hydroentangled Web of polyester ?bers having a denier of 
about 1.5 grams or less per 9000 meters of ?ber length, and 
the Web having a basis Weight of about 30 grams per square 
meter. A suitable Web is available from PGI NonWovens of 
Benson, N.C. under the designation PGI 9936. 

[0046] The second layer 200 is joined in a discontinuous 
manner to the ?rst layer 100 (and to third layer 300 When 
present), and provides gathering of the ?rst layer by con 
traction of the second layer. Contraction mechanisms 
include, but are not limited to, heat contraction and elastic 
properties of the second layer. As discussed above, in one 
such embodiment, the second layer 200 comprises a net-like 
arrangement of ?laments having openings de?ned by adja 
cent ?laments. Alternatively, the second layer could be in the 
form of a polymeric ?lm, Which can optionally have open 
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ings therethrough; to provide the requisite contraction 
mechanism, such ?lms must have suf?cient elasticity to 
provide the gathering function that results in surface three 
dimensionality. The ?lm can be embossed so as to provide 
surface depressions instead of or in addition to openings. In 
another alternative, the contractile effects can be generated 
by inclusion of ?bers that contract upon heating and recool 
ing. In this approach, certain of the ?bers Will not shrink, but 
because they are mechanically associated to the shrinkable 
?bers, the entire sheet Will “pucker” on contraction of the 
shrinkable ?bers, so long as such ?bers are included at a 
suf?cient level. 

[0047] In the embodiments illustrated, the second layer 
comprises a net like arrangement of ?laments including a 
?rst plurality of ?laments 220 and a second plurality of 
?laments 240. The ?laments 220 extend generally parallel to 
one another, and the ?laments 240 extend generally parallel 
to one another and generally perpendicular to the ?laments 
220. The ?laments extend betWeen ?lament intersections 
260. The intersecting, adjacent ?laments 220 and 240 de?ne 
openings 250 in the second layer 200. The ?lament inter 
sections and openings 250 are arranged in a generally 
nonrandom, repeating grid-like pattern. 
[0048] The second layer 200 can comprise a polymeric net 
(referred to herein as a “scrim material”). Suitable scrim 
materials are described in US. Pat. No. 4,636,419 incorpo 
rated herein by reference. The scrim can be derived from a 
polyole?n such as polyethylene or polypropylene, or 
copolymers thereof, poly(butylene terephthalate), polyeth 
ylene terephthalate, Nylon 6, Nylon 66, and the like, and 
mixtures thereof. 

[0049] The scrim material is preferably joined to the layers 
100 and 300 through lamination via heat or chemical means 
such as adhesives. Preferably, the ?laments of the scrim 
material contract relative to the layers 100 and 300 upon 
heating, such that contraction of the second layer 200 
gathers the layers 100 and 300, and imparts a macroscopic 
three dimensional texture to the outer surfaces of the layers 
100 and 300, as is described in more detail beloW. 

[0050] A particularly suitable scrim material useful as the 
second layer 200 is a heat activated reinforcing netting 
available from ConWed Plastics of Minneapolis, Minn. as 
THERMANET brand reinforcing netting, having a polypro 
pylene/EVA resin, 2 sided adhesive, and a ?lament count of 
3 ?laments per inch by 2 ?laments per inch prior to 
contraction such as by heating. After heating, the second 
layer 200 can have betWeen about 3.5 to 4.5 ?laments per 
inch by betWeen about 2.5 to 3.5 ?laments per inch. 

[0051] By “2 sided adhesive” it is meant that the EVA 
adhesive (Ethyl-Vinyl Acetate adhesive) is present on both 
sides of the ?laments. The activation temperature of the EVA 
is generally about 85° C. (about 185° During lamination 
of the layer 200 to the polyester ?bers of the layers 100 and 
300, the EVA adhesive is activated to provide bonding 
betWeen the ?laments of the layer 200 and the ?bers of the 
layers 100 and 300. Without being limited by theory, it is 
believed that pressing at a relatively loW pressure (e.g. less 
than 50 psi and more preferably less than 25 psi) for a 
relatively short time (eg less than about 30 seconds), the 
?laments of the layer 200 are not continuously bonded to the 
nonWovens of layers 100 and 300. This discontinuous bond 
ing, along With the shrinkage of the polypropylene ?laments 
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upon heating, provides enhanced texture of the outward 
surfaces of layers 100 and 300. 

[0052] In FIG. 1, the ?laments 220 extend generally 
parallel to the side edges 22 and to the length of the sheet 20. 
Likewise, the ?laments 240 extend generally parallel to the 
end edges 24 and to the Width of the sheet 20. 

[0053] Alternatively, the ?laments 220 can be inclined at 
an angle of betWeen about 20 and about 70 degrees With 
respect to the length of the sheet 20 and the side edges 22, 
and more preferably betWeen about 30 degrees and about 60 
degrees. The ?laments 240 can be inclined at an angle of 
betWeen about 20 and about 70 degrees With respect to the 
Width of the sheet 20 and the end edges 24, and more 
preferably betWeen about 30 degrees and about 60 degrees. 

[0054] FIG. 2 shoWs an embodiment of the present inven 
tion Wherein the ?laments 220 are inclined at an angle of 
about 45 degrees With respect to the side edges 22 (Angle A 
in FIG. 2), and Wherein the ?laments 240 are inclined at an 
angle of about 45 degrees With respect to the end edges 24 
(Angle B in FIG. 2). Such an arrangement provides the 
advantage that the angled orientation of the ?laments 220 
and 240 With respect to the length and Width of the sheet 20 
permits deformation of the net structure of layer 200 parallel 
to the edges 22 and 24. Such deformation provides the sheet 
With elastic like behavior parallel to the length and Width of 
the sheet. 

[0055] By “elastic like behavior” it is meant that the 
element in question can be elongated under tension in a 
direction to have an elongated dimension measured in that 
direction Which is at least 120 percent of the element’s 
original, relaxed dimension in that direction, and that upon 
release of the elongating tension the element recovers to 
Within 10 percent of its relaxed dimension. 

[0056] An important aspect of one embodiment of the 
present invention is that the ?rst layer 100 is intermittently 
bonded to the second layer 200. In particular, the ?rst layer 
100 can be intermittently bonded to the second layer 200 at 
the ?lament intersections 260, While portions of the ?la 
ments 220, portions of the ?laments 240, or portions of both 
the ?laments 220 and 240 intermediate the ?lament inter 
sections 260 remain unbonded to the ?rst layer 100. 

[0057] As a result, the surface texture of the outer surface 
of the ?rst layer 100 is not limited by the geometry of the 
openings in the net-like arrangement of ?laments, but rather, 
is decoupled from the repeating, nonrandom geometry of the 
openings 250. Similarly, the third layer 300 can be inter 
mittently bonded to the second layer 200 to provide similar 
surface texture to the outer surface of the third layer 300. 

[0058] The surface texture of the ?rst layer 100 is omitted 
in FIGS. 1 and 2 for clarity. The surface texture is shoWn 
in FIGS. 3-8. 

[0059] FIG. 3 provides a schematic illustration of the 
surface texture of ?rst layer 100 shoWn in the photograph of 
FIG. 5. FIG. 4 provides a cross-sectional illustration of the 
surface texture of the ?rst layer 100 and the third layer 300. 
FIG. 5 is a photomicrograph shoWing the texture of the 
macroscopically three dimensional surface of the ?rst layer 
100. FIG. 6 is a photomicrograph shoWing the three dimen 
sional surface of the ?rst layer 100 enlarged. FIG. 7 is a 
scanning electron micrograph providing a perspective vieW 

Aug. 4, 2005 

of the three dimensional surface of the ?rst layer 100. FIG. 
8 is a scanning electron micrograph of a cross-section of the 
sheet. 

[0060] Referring to FIGS. 3-8, portions of the ?rst layer 
100 are gathered by contraction of the second layer 200 
relative to the ?rst layer 100. This gathering provides the 
?rst layer 100 With a macroscopically three dimensional 
surface as illustrated in FIG. 3-8. LikeWise, the third layer 
300 can be gathered by contraction of the second layer 200 
to provide the third layer 300 With a macroscopically three 
dimensional surface. 

[0061] The three dimensional surface of the ?rst layer 100 
has relatively elevated peaks 105 and relatively depressed 
valleys 107. The third layer has peaks 305 and valleys 307. 
In FIG. 4, the peaks of layer 100 are indicated With 
reference numbers 105A and 105B, and the valleys of layer 
100 are indicated With reference numbers 107A and 107B. 
Similarly, the peaks of layer 300 are labeled 305A and 305B, 
and the valleys are labeled 307A and 307B. The peaks 105 
provide elongated ridges 120 on the outWard surface of the 
?rst layer 100, and the peaks 305 provide elongated ridges 
320 on the outWard surface of the third layer 300. 

[0062] The macroscopic three-dimensionality of the outer 
surface of the ?rst layer 100 can be described in terms of the 
“Average Height Differential” of a peak and an adjacent 
valley, as Well as in terms of the “Average Peak-to-Peak 
Distance” betWeen adjacent peaks. The height differential 
With respect to a peak 105A /valley 107Apair is the distance 
H in FIG. 4. The peak-to-peak distance betWeen an adjacent 
pair of peaks 105A and 105B is indicated as distance D in 
FIG. 4. The “Average Height Differential” and the “Average 
Peak-to-Peak Distance” for the sheet are measured as set 
forth beloW in “Test Methods.” The “Surface Topography 
Index” of the outWard surface is the ratio obtained by 
dividing the Average Height Differential of the surface by 
the Average Peak to Peak Distance of the surface. 

[0063] It Will be apparent to one skilled in the art that there 
Will be relatively small regions of peaks and valleys that are 
not signi?cant enough to be considered as providing mac 
roscopic three dimensionality. For example, such regions 
can exist in the element(s) that is eventually contracted by, 
for example, an elastic material to provide three-dimension 
ality. Again, such ?uctuations and variations are a normal 
and expected result of the manufacturing process and are not 
considered When measuring Surface Topography Index. 

[0064] Without being limited by theory, it is believed that 
the Surface Topography Index is a measure of the effective 
ness of the macroscopically three dimensional surface in 
receiving and containing material in the valleys of the 
surface. A relatively high value of Average Height Differ 
ential for a given Average Peak to Peak Distance provides 
deep, narroW valleys Which can trap and hold materials. 
Accordingly, a relatively high value of Surface Topography 
Index is believed to indicate effective capture of materials 
during Wiping. 

[0065] The cleaning sheets of the present invention have 
the characteristic that portions of the ?laments 220, portions 
of the ?laments 240, or portions of both the ?laments 220 
and 240 of the second layer 200 are not bonded to the ?rst 
layer 100. Referring to FIG. 4, a portion of a ?lament 220 
extending intermediate ?lament intersections 260A and 
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260B is not bonded to the ?rst layer 100. The portion of the 
?lament 220 Which is not bonded to the ?rst layer 100 is 
indicated by reference number 220U. A gap betWeen the 
?lament 220 and the ?rst layer 100 provides a void space 
180 intermediate the ?rst layer 100 and the ?lament 220. 
Similarly, portions of the ?lament 220 extending interme 
diate ?lament intersections 260 are not bonded to the third 
layer 300, thereby providing a void space 380 intermediate 
the third layer 300 and the ?lament 220. 

[0066] FIGS. 7 and 8 also illustrate this characteristic of 
the sheet 20. In FIG. 7, elongated ridges 120 and 320 are 
visible on the outWard surfaces of both the ?rst and third 
layers 100, 300, respectively. In FIG. 8, a ?lament 220 is 
seen extending betWeen tWo ?lament intersections 260. The 
portion of the ?lament extending betWeen the tWo ?lament 
intersections is spaced from, and not bonded to, the ?rst 
layer. 

[0067] Ridges 120 are shoWn in plan vieW in FIG. 3 and 
FIG. 5. At least some of the ridges 120 extend across at least 
one ?lament of the second layer 200. In FIG. 4, the ridge 
120 corresponding to peak 105A extends across at least one 
?lament 220. 

[0068] Because the ridges extend across one or more 
?laments, the ridges can have a length greater than the 
maximum distance betWeen adjacent ?lament intersections 
260 (the distance betWeen adjacent ?lament intersections 
after contraction of layer 200 and gathering of layers 100 
and 300). In particular, the length of the ridges 120 can be 
greater than the maximum dimension of the openings 250 in 
FIG. 1 (i.e. greater than the length of the diagonal extending 
across the rectangular openings 250). The length of a ridge 
120 is indicated by the letter L in FIG. 3. The Length L is 
the straight line distance betWeen tWo ends of a ridge 120, 
the ends of the ridge 120 being those points Where a ridge 
120 terminates at a valley 107. 

[0069] The value of L can be at least about 1.0 centimeter, 
more particularly at least about 1.5 centimeter for some of 
the ridges 120. In one embodiment, at least some of the 
ridges 120 have a length L of at least about 2.0 centimeters. 
The length L can be at least tWice the distance betWeen 
adjacent ?lament intersections. 

[0070] For instance, in order to determine the length of 
ridges 120 relative to the distance betWeen adjacent ?lament 
intersections, the cleaning sheet 20 can be Wetted and 
positioned on a light table or other suitable source of back 
lighting. Such back lighting, in combination With Wetting of 
the cleaning sheet, can be used to make the ?lament inter 
sections of the layer 200 visible through the layer 100, so 
that the lengths of ridges 120 relative to the distance betWeen 
?lament intersections can be measured With a scale. 

[0071] The elongated ridges provide soft, deformable Wip 
ing elements for enhanced removal of material from the 
surface being cleaned. In contrast, if the ?laments of the 
second layer Were continuously bonded to the ?rst and 
second layers, then any texture features of the ?rst and third 
layers Would be con?ned to the area associated With the 
openings 250 in the second layer 200. 

[0072] At least some of the elongated ridges extend in a 
direction different from at least some of the other ridges. 
Referring to FIG. 3, the ridges 120A, 120B, and 120C each 
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extend in a different direction. Accordingly, the sheet is 
effective in picking up material When the sheet is used to 
Wipe in different directions. 

[0073] FIGS. 3 and 6 also illustrate that at least some of 
the ridges 120 can have branches extending in different 
directions. In FIG. 3, a ridge 120 is shoWn having three 
branches 123A, 123B, and 123C extending in different 
directions. LikeWise, FIG. 6 shoWs a ridge 120 having at 
least three branches labeled 123A, 123B, and 123C. 

[0074] The ?rst layer 100 and the third layer 300 are 
securely bonded to the second layer 200 at the ?lament 
intersections 260. FIG. 9 illustrates the bonding of ?bers of 
both the layers. 100 and 300 to the second layer at a ?lament 
intersection 260. 

[0075] Referring to FIGS. 4, 7 and 8, the peaks 105 of the 
?rst layer 100 are generally offset from the peaks 305 of the 
third layer in the plane of the sheet 20. For instance, in FIG. 
4 the peak 305A of the third layer does not directly underlie 
the peak 105A, but instead is generally aligned With the 
valley 107A associated With peak 105A. Accordingly, the 
peaks 105 of the ?rst layer are generally aligned With valleys 
307 of the third layer, and the peaks 305 of the third layer 
are generally aligned With valleys 107 of the ?rst layer. 

[0076] The present invention also includes a method for 
making a multiple layer cleaning sheets. A ?rst nonWoven 
layer, a second layer comprising a net like arrangement of 
?laments, and a third nonWoven layer are provided. The ?rst 
layer is positioned adjacent an upper surface of the second 
layer, in face to face relationship With the second layer. The 
third layer is positioned adjacent a loWer surface of the 
second layer, in face to face relationship With the second 
layer. 

[0077] The ?rst layer and the third layer are then inter 
mittently bonded to discrete, spaced apart portions of the 
second layer, such that portions of the ?laments extending 
betWeen ?lament intersections remain unbonded to the ?rst 
layer, and such that portions of the ?laments extending 
betWeen ?lament intersections remain unbonded to the third 
layer. The second layer is contracted relative to the ?rst layer 
and the third layer to provide a gathered, macroscopically 
three dimensional outWard surface of the ?rst layer, and a 
gathered, macroscopically three dimensional outWard sur 
face of the third layer. The steps of bonding and contracting 
can occur simultaneously, or in sequence. 

[0078] The step of intermittently bonding the second layer 
to the ?rst layer and the third layer can comprise the step of 
heated pressing of the ?rst layer, the second layer, and third 
layer at a relatively loW pressure for a relatively short time 
period to avoid relatively continuous bonding of the second 
layer to the ?rst and third layers. 

[0079] In one embodiment, the three layers can be joined 
using a BASIX B400 hand press manufactured by the HIX 
Corp. of Pittsburg, Kans. The three layers are joined by 
pressing in the hand press at a temperature of about 330° F. 
for about 13 seconds. The hand press has an adjustment for 
varying the clearance, and hence the pressure, provided in 
the press. The adjustment can be varied as desired to provide 
the desired texture in the layers 100 and 300. 

[0080] The invention also comprises packages containing 
cleaning sheets, the packages being in association With 
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information that Will inform the consumer, by Words and/or 
by pictures, that use of the sheets Will provide cleaning 
bene?ts Which include soil (e.g., dust, lint, etc.) removal 
and/or entrapment and this information can comprise the 
claim of superiority over other cleaning products. In a highly 
desirable variation, the package bears the information that 
informs the consumer that the use of the cleaning sheet 
provides reduced levels of dust and other airborne matter in 
the atmosphere. It is very important that the consumer be 
advised of the potential to use the sheets on non-traditional 
surfaces, including fabrics, pets, etc., to ensure that the full 
bene?ts of the sheets is realiZed. Accordingly, the use of 
packages in association With information that Will inform the 
consumer, by Words and/or by pictures, that use of the 
compositions Will provide bene?ts such as improved clean 
ing, reduction of particulate soil in the air, etc. as discussed 
herein is important. The information can include, e.g., 
advertising in all of the usual media, as Well as statements 
and icons on the package, or the sheet itself, to inform the 
consumer. 

[0081] The prior products Which do not comprise the 
preferred structures herein can be used to provide the 
bene?ts in a lesser degree, and to the eXtent that these 
bene?ts have not been previously recogniZed, they should be 
included in the information provided. OtherWise, the con 
sumer Will not obtain the full value of the improved perfor 
mance relative to conventional products or practices. 

CLEANING IMPLEMENTS 

[0082] In another aspect, the present invention relates to a 
cleaning implement comprising the 32030320 cleaning 
sheets discussed above. In this regard, the cleaning imple 
ment comprises: 

[0083] 
[0084] b. a removable cleaning sheet having a ?rst 

surface and a second surface, Wherein the Average 
Peak to Peak Distance is at least about 1.0 mm and 
the Surface Topography Index is from about 0.01 to 
about 5. 

[0085] The implement and, separately, the cleaning sheet 
of the present invention are designed to be compatible With 
all hard surface substrates, including Wood, vinyl, linoleum, 
no Wax ?oors, ceramic, FORMICA®, porcelain, and the 
like. 

a. a handle; and 

[0086] The handle of the cleaning implement comprises 
any elongated, durable material that Will provide ergonomi 
cally practical cleaning. The length of the handle Will be 
dictated by the end-use of the implement. 

[0087] The handle Will preferably comprise at one end a 
support head to Which the cleaning sheet can be releasably 
attached. To facilitate ease of use, the support head can be 
pivotably attached to the handle using knoWn joint assem 
blies. Any suitable means for attaching the cleaning sheet to 
the support head can be utiliZed, so long as the cleaning 
sheet remains af?Xed during the cleaning process. Examples 
of suitable fastening means include clamps, hooks & loops 
(e.g., VELCRO®), and the like. In a preferred embodiment, 
the support head Will comprise means for gripping the sheet 
on it’s upper surface to keep the sheet mechanically attached 
to the head during the rigors of cleaning. HoWever, the 
gripping means Will readily release the sheet for convenient 
removal and disposable. 
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[0088] The cleaning sheets useful in the cleaning imple 
ment of the present invention are as described above. 

TEST METHODS 

[0089] A. Average Height Differential 

[0090] Average Height Differential is determined using a 
light microscope (e.g., Zeiss Axioplan, Zeiss Company, 
Germany) equipped With a Z-dimension measuring device 
(e.g., Microcode II, sold by Boeckeler, Instruments). This 
procedure involves locating a peak or valley region of the 
sheet, focusing the microscope and Zeroing the Z-dimension 
measuring device. The microscope is then moved to an 
adjacent valley or peak region, respectively, and the micro 
scope is refocused. The display of the instrument indicates 
the height difference betWeen this peak/valley or valley/peak 
pair. This measurement is repeated at least 10 times, at 
random locations on the sheet, and the Average Height 
Differential is the average of these measurements. 

[0091] B. Peak-to-Peak Distance 

[0092] Simple light microscopy can be used to measure 
peak-to-peak distance. The magni?cation used should be 
suf?cient to readily measure the distance betWeen tWo 
adjacent peaks. This measurement is repeated at least 
32010320 times, at random locations on the sheet, and the 
Average Peak-to-Peak Distance is the average of these 
measurements. 

[0093] C. CD Elongation at 500 g 

[0094] CD elongation is a measure of the percent elonga 
tion a test sample eXhibits under a load of 500 g. CD 
Elongation can be measured using a Sintech ReneW Instron 
7310 (including the TestWorks softWare package) With a 
100N load cell. Using this instrument, a Load vs. % Strain 
curve is generated. The testing parameters are as folloWs: 

[0095] Sample Width=30 mm 

[0096] Gauge Length=100 mm 

[0097] Crosshead speed=300 mm/min 

[0098] From the curve generated, the softWare obtains the 
% Strain (% Elongation) at a load of 500 g. This is reported 
as CD Elongation at 500 g. 

V. REPRESENTATIVE EXAMPLES 

[0099] The folloWing are illustrative eXamples of cleaning 
sheets of the present invention. Enhanced three dimension 
ality is indicated in Table 1. 

EXample 1 

[0100] This eXample illustrates the combination of carded 
Webs and a scrim (i.e., a net of polypropylene ?lament) to 
make a cleaning sheet of the present invention. TWo carded 
polyester ?ber Webs With a scrim in betWeen is prepared. 
The combination of the tWo carded Webs and the scrim are 
then placed on top of an apertured forming belt (N 50 ?at 
square) and are hydroentangled and dried. The Water entan 
gling process causes the ?bers to become intertangled and to 
also become intertangled With the scrim, While causing the 
?bers to move apart and provide tWo distinct basis Weight 
regions. During the drying process, the hydroentangled sheet 
becomes “quilted” (i.e., greater three dimensionality is 
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achieved) as a result of shrinkage of the polypropylene scrim 
relative to the polyester nonWoven. As a preferred optional 
step, the nonWoven sheet is surface coated (by, e.g., printing, 
spraying, etc.) With 5%, by Weight, of a 1:1 mixture of 
mineral oil and paraffin Wax. The entangled nonWoven sheet 
is subjected to further heating, for example in a press at 180° 
C. for 10 sec, to provide a greater degree of three dimen 
sionality. This sheet is designated as Example 1 in Table 1. 
(This heating can may be performed before or after adding 
the optional surface treatment, but is preferably conducted 
prior to application of the additive.) This additional heating 
provides even further enhanced three-dimensionality. 

Example 2 

[0101] A cleaning sheet according to the present invention 
includes a ?rst layer 100, a second layer 200, and a third 
layer 300. The ?rst layer 100 and the third layer 300 each 
comprise a hydroentangled Web of polyester ?bers having a 
basis Weight of about 30 grams per square meter. The second 
layer comprises the above described THERMANET® brand 
reinforcing netting having a polypropylene/EVA resin, 2 
sided adhesive, and a ?lament count of 3 ?laments per inch 
by 2 ?laments per inch prior to contraction of the second 
layer. The second layer 200 is positioned betWeen the ?rst 
layer 100 and the third layer 300 in a BASIX B400 hand 
press. The three layers are joined by pressing in the hand 
press at a temperature setting of about 330° F. for about 13 
seconds. 

[0102] The Wiping article has the measured values of 
Average Peak to Peak Distance, the Average Height Differ 
ential, and the Surface Topography Index, as set forth in 
Table I. 

Comparative Example A 

[0103] Comparative example A illustrates a nonWoven 
sheet having a uniform basis Weight that is essentially 
planar. The sheet is commercially available from Kao Cor 
poration, Tokyo, Japan, as QUICKLE®. 

TABLE I 

Average Height Average Peak to Peak Surface 
Differential Distance Topography 

Example # (mm) (mm) Index 

1 0.74 1.5 0.5 
2 1.8 3 0.6 

Comparative A 0.14 0.85 0.16 

What is claimed is: 
1. A cleaning kit comprising: 

a package; and 

at least one macroscopically three-dimensional cleaning 
sheet having a cleaning bene?t, Wherein said cleaning 
sheet stored in said package, said cleaning sheet having 
at least one layer of a nonWoven substrate, said clean 
ing sheet having a ?rst outWard surface and a second 
outWard surface, Wherein at least one of said outWard 
surfaces has a macroscopic three dimensional pattern, 
said macroscopic three dimensional pattern being 
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de?ned by peaks and valleys such that said patterned 
outWard surface has an Average Peak to Peak Distance 
of at least about 3201320 mm and an Average Height 
Differential of at least about 1 mm, 

Wherein said package includes information present on 
said package, Wherein said information informs a user 
of the cleaning bene?t of said cleaning sheet. 

2. The cleaning kit of claim 1 Wherein said information is 
chosen from at least one of Words, pictures and combina 
tions thereof. 

3. The cleaning kit of claim 2 Wherein said information 
comprises a superiority claim over other cleaning products. 

4. The cleaning kit of claim 2 Wherein said information 
instructs a user to contact a surface to be cleaned With said 
cleaning sheet, Wherein said surface is chosen from at least 
one of Wood ?oors, vinyl ?oors, linoleum ?oors, no-Wax 
?oors, ceramic ?oors, FORMICA, porcelain, Walls, ceilings, 
upholstery, fabrics, drapes, rugs, clothing, pets and combi 
nations thereof. 

5. The cleaning kit of claim 2 Wherein said information 
informs a user that said cleaning sheet is capable of remov 
ing and entrapping soil, Wherein said soil is chosen from at 
least one of dust, lint, hair, sand, food crumbs, grass, and 
combinations thereof. 

6. The cleaning kit of claim 1 further comprising a 
cleaning implement. 

7. The cleaning kit of claim 6 Wherein said cleaning 
implement comprises a handle. 

8. The cleaning kit of claim 7 Wherein said cleaning 
implement comprises a support head connected at one end of 
said handle. 

9. The cleaning kit of claim 1 Wherein said Average 
Height Differential is at least 1.5 mm. 

10. The cleaning kit of claim 1 Wherein said Average 
Height Differential is from about 1 mm to about 6 mm. 

11. The cleaning kit of claim 1 Wherein said Average Peak 
to Peak Distance is at least about 2 mm. 

12. The cleaning kit of claim 1 Wherein said Average Peak 
to Peak Distance is from about 1 to about 20 mm. 

13. The cleaning kit of claim 1 further comprising an 
additive for improving adhesion of soil to said sheet. 

14. The cleaning kit of claim 13 Wherein said additive is 
included at an add-on level of at least about 0.01%, by 
Weight of the sheet. 

15. The cleaning kit of claim 14 Wherein said additive is 
included at an add-on level of at least about 1%, by Weight 
of the sheet. 

16. The cleaning kit of claim 15 Wherein said additive is 
included at an add-on level of from about 1 to about 15%, 
by Weight of the sheet. 

17. The cleaning kit of claim 16 Wherein said additive is 
included at an add-on level of from about 3 to about 10%, 
by Weight of the sheet. 

18. The cleaning kit of claim 13 Wherein said additive is 
applied to at least one discrete continuous area of said 
cleaning sheet. 

19. The cleaning kit of claim 1 Wherein said non Wove; 
substrate is made of a synthetic ?brous material. 

20. The cleaning kit of claim 1 Wherein said cleaning 
sheet comprises a perfume. 

* * * * * 


