
US 20050171246A1 

(19) United States 
(12) Patent Application Publication (10) Pub. No.: US 2005/0171246 A1 

Maine et al. (43) Pub. Date: Aug. 4, 2005 

(54) 

(75) 

(73) 

(21) 

(22) 

(62) 

(60) 

METHOD AND APPARATUS FOR FORMING 
COMPOSITE MATERIAL AND COMPOSITE 
MATERIAL THEREFROM 

Inventors: Francis William Maine, Ontario (CA); 
William Roy NeWson, Ontario (CA) 

Correspondence Address: 
PEARNE & GORDON LLP 
1801 EAST 9TH STREET 
SUITE 1200 
CLEVELAND, OH 44114-3108 (US) 

Assignee: PSI International Inc. 

Appl. No.: 11/065,787 

Filed: Feb. 25, 2005 

Related US. Application Data 

Division of application No. 10/168,716, ?led on Oct. 
28, 2002, ?led as 371 of international application No. 
PCT/CA00/01555, ?led on Dec. 19, 2000. 

Provisional application No. 60/172,586, ?led on Dec. 
20, 1999. 

Publication Classi?cation 

1 nt. . ...................................................... .. 5 I C] 7 C08J 3/00 

(52) US. Cl. ............................ .. 524/13; 524/27; 524/449; 

524/451; 524/543 

(57) ABSTRACT 

A system and method for extruding composite material and 
the composite material therefrom. The composite material 
consists of a ?ller mixed With a binding agent. The com 
posite material is extruded as billets With enhanced physical 
properties, such as colour, texture, electrical conductivity 
and ?re retardancy, and contains a dispersion pattern of the 
?ller material. A system and method are also provided for 
drawing the composite material through a die and a com 
posite material produced thereby. The draWn composite 
material exhibits a density reduction over the density of the 
starting material and enhanced physical properties. A par 
ticularly useful tongue and groove arrangement are also 
provided for joining adjacent strips of a composite material 
made according to the extrusion process. 
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METHOD AND APPARATUS FOR FORMING 
COMPOSITE MATERIAL AND COMPOSITE 

MATERIAL THEREFROM 

FIELD OF THE INVENTION 

[0001] The present invention relates to extrusion pro 
cesses. In particular, the present invention relates to an 
extrusion method and apparatus for composite material. 

BACKGROUND OF THE INVENTION 

[0002] The process of solid-state extrusion is knoWn. 
Extrusion processes that are used include ram extrusion and 
hydrostatic extrusion. Ram extrusion utilises a chamber in 
Which polymer billets are placed, one end of Which contains 
a die and the other an axially mobile ram. The billet is placed 
Within the chamber such that the sides of the billet are 
touching the sides of the chamber. The mobile ram pushes 
the billets and forces them through the die. 

[0003] In hydrostatic extrusion processes, the billet is of a 
smaller siZe than the chamber and does not come into 
contact With the sides of the chamber. The chamber contains 
a pressure generating device at one end and a die at the other. 
The space betWeen the billet and the chamber is ?lled With 
a hydraulic ?uid, pumped into the chamber at the end 
containing the pressure generating device. During operation 
pressure is increased on the hydraulic ?uid and this in turn 
transmits pressure to the surface of the billet. As the billet 
passes through the die some of the hydraulic ?uid adheres to 
the surface of the billet, providing additional lubrication to 
the process. 

[0004] Both processes produce a polymer that is oriented 
in a longitudinal direction, having increased mechanical 
properties, such as tensile strength and stiffness. HoWever, 
the orientation in a longitudinal direction can also make the 
polymer Weak and subject to transverse cracking or ?bril 
lation under abrasion. The process of pushing the polymer 
through a die can also create surface imperfections caused 
by frictional forces. 

[0005] US. Pat. No. 5,204,045 to Courval et al. discloses 
a process for extruding polymer shapes With smooth, unbro 
ken surfaces. The process includes heating the polymer 
shape to beloW the melting point of the polymer and then 
extruding the polymer through a die that is heated to a 
temperature at least as high as the temperature of the 
polymer. The process also involves melting a thin surface 
layer of the polymer to form a thin, smooth surface layer. 
The process produces a material of a uniform appearance 
and subsequent commercial applications are limited as a 
result. 

SUMMARY OF THE INVENTION 

[0006] Acomposite material comprising an oriented poly 
mer and a particulate ?ller dispersed throughout the oriented 
polymer. The composite material has a reduced density 
Which is less than the combined masses of the oriented 
polymer and a particulate ?ller divided by their combined 
respective volumes. 

[0007] The oriented polymer maybe of plastic and the 
particulate ?ller may be selected from the group consisting 
of Wood, slate, talc, vermiculite and mica. 
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[0008] The plastic may be polypropylene, polyethylene 
and polyvinyl chloride and present in an amount of from 
95% to 60% by Weight as compared to the particulate ?ller. 

[0009] According to one embodiment, the oriented poly 
mer is polypropylene and the particulate ?ller is Wood 
saWdust having a particle siZe of about 60 mesh and present 
in amount of from 20% to 30% by Weight as compared to the 
Weight of the oriented polymer. 

[0010] A process for producing an oriented composite 
material, said process comprising the steps 

[0011] of combining: 

[0012] an extrudable polymer With a particulate 
?ller to form a starting material; 

[0013] (ii) heating and extruding said starting mate 
rial into a ?rst column; 

[0014] (iii) adjusting the temperature of said ?rst 
column to a draWing temperature; 

[0015] (iv) presenting said ?rst column to a draWing 
die and causing said ?rst column to exit said draWing 
die in a second column having a cross-sectional area 
less than that of said ?rst column; 

[0016] (v) applying a pulling force to said second 
column to draW said ?rst column through said draW 
ing die at a rate suf?cient to cause orientation of said 
polymer and to cause said second column diminish 
in density to form said composite material. 

[0017] The extrudable polymer may be of plastic, such as 
polypropylene, polyethylene or polyvinyl chloride. 

[0018] The particulate ?ller may be Wood, slate, talc, 
vermiculite or mica. 

[0019] The extruable polymer may be present in an 
amount of from 95% to 60% by Weight in the starting 
material. 

[0020] According to one embodiment, the extruable poly 
mer is polypropylene, the particulate ?ller is Wood saWdust 
having a particle siZe of about 60 mesh, the Wood saWdust 
being present in an amount from about 20% to 30% by 
Weight in the starting material. 

[0021] The rate of draWing through the draWing die may 
be suf?cient to cause the composite material to have a 
density of from 0.5 to 0.9 of the density of the starting 
material. 

[0022] A composite material is provided Which includes a 
?ller for enhancing the physical properties of the composite 
material and a binding agent mixed With the ?ller for 
permitting extrusion of the composite material in a plastic 
extrusion process to provide a predetermined dispersion 
pattern of the ?ller in the composite material. 

[0023] The ?ller may be natural or synthetic ?ber and the 
binding agent may be a polymer. 

[0024] A composite material is provided Which comprises 
a particulate material dispersed in an oriented polymer. 

[0025] The particulate material may be Wood saWdust 
having a particle siZe of about 60 mesh. The oriented 
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polymer may be polyethylene With the oriented polymer 
forming from 60% to 95% by Weight of the composite 
material. 

[0026] A strip of composite material is provided, suitable 
for strip ?ooring and having parallel upper and loWer faces 
With ?rst and second parallel edges extending betWeen the 
upper and loWer faces. The ?rst edge has a tongue extending 
therefrom With parallel upper and loWer curved surfaces. 
The second edge has a groove extending thereinto With 
curved parallel opposite sides. The tongue and the groove 
are of complimentary curvature for the tongue of a ?rst strip 
to be rotatable into registration With the groove of an 
adjacent strip to resist lateral separation betWeen the ?rst 
strip, and the adjacent strips by interference betWeen the 
upper and loWer curved surfaces and the curved parallel 
opposite sides. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0027] Preferred embodiments of the present invention 
Will noW be described, by Way of example only, With 
reference to the attached Figures, Wherein: 

[0028] FIG. 1 illustrates a method of extruding a com 
posite material according to the present invention; 

[0029] FIG. 2 illustrates an extruder for extruding same; 

[0030] FIG. 3 illustrates an extruded billet of the com 
posite material; 
[0031] FIG. 4 is an end elevation of a tongue and groove 
joint Which may be formed in the extrusion method of the 
present invention; 

[0032] FIG. 5 is a cross-sectional illustration of an alter 
nate forming method according to the present invention; and 

[0033] FIG. 6 is a schematic illustration of an automated 
process of the method of FIG. 5. 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0034] Referring noW to FIG. 1 a method of extruding a 
composite material is shoWn generally at 10. A ?ller 12 and 
a binding agent 14 are placed in a feeder 16. Feeder 16 feeds 
a predetermined volume of ?ller 12 and binding agent 14 
into melt extruder 18. In an embodiment, feeder 16 is a 
gravimetric feeder controlled by an external CPU 17. Melt 
extruder 18 mixes ?ller 12 and binding agent 14 to form 
feedstock 20, as is Well knoWn to those of skill in the art. 
Feedstock 20 then passes to an extruder 22, and is extruded 
to produce a composite material 24. 

[0035] Filler 12 can be a natural ?bre, such as Wood and 
agricultural ?bres such as hemp, ?ax, straW or Wheat; a 
synthetic ?bre such as nylon, polyethylene terephthalate, 
glass or polypropylene ?bre With a polyethylene matrix. 
Filler 12 can also be a mineral based ?ller such as slate, talc, 
vermiculite or mica. In a presently preferred embodiment, 
?ller 12 is a Wood ?bre concentrate. Filler 12 has a mesh in 
the range of 10-300, more preferably in the range 10-150. In 
the presently preferred embodiment ?ller 12 has a 60 mesh. 

[0036] Binding agent 14 is a polymer or other suitable 
extrudable plastic, such as polypropylene (PP), polyethylene 
(PE) or polyvinyl chloride (PVC). Binding agent 14 forms 
approximately 55-95% by Weight of feedstock 20. Other 
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ranges for the % Weight of binding agent 14 in feedstock 20 
may be appropriate depending on the ?ller chosen. More 
limited ranges of 60-95% or 70-90% may be required 
depending on the chosen ?ller 12. 

[0037] Once ?ller 12 and binding agent 14 have been fed 
to feeder 16, they pass to melt extruder 18. Apredetermined 
volume of ?ller 12, in accordance With the % Weight of 
binding agent 14 that is used, and binding agent 14 are 
mixed in melt extruder 18 and extruded in a conventional 
manner to produce feedstock 20. The resultant feedstock 20 
is fed by melt extruder 18 to extruder 22. 

[0038] FIG. 2 illustrates a preferred embodiment of 
extruder 22. Extruder 22 has a ram 34, a pressure chamber 
30 and a die 38. The method and apparatus of the extrusion 
process are detailed in US. Pat. No. 5,169,589 to Francoeur 
et al., US. Pat. No. 5,204,045 to Courval et al. and US. Pat. 
No. 5,169,587 to Courval, the contents of Which are incor 
porated herein by reference. The method of the extrusion 
process produces a highly oriented polymer pro?le. The 
resultant composite material 24, produced by this process, 
generally has a higher tensile strength and modulus than 
feedstock 20. In the presently preferred embodiment an 
oriented product 48 of composite material 24, formed With 
a Wood-?bre concentrate ?ller is produced in standard 
Widths of 2 inches, 3 inches or 6 inches (5.08 cm, 7.62 cm 
or 15.24 cm). 

[0039] FIG. 3 illustrates an oriented product 48 of com 
posite material 24. Produced in the manner outlined above, 
composite material 24 has striations 50 of ?ller 12, formed 
in a dispersion pattern With a Wood-grain appearance. The 
resultant oriented product 48 resembles hard Wood ?ooring 
and can be adapted to be used in commercial applications as 
such. Appropriate attaching means, such as a tongue and 
groove, or snap lock, can be subsequently tooled in to the 
oriented material to create a product that can be attached in 
series in a commercial application, such as ?ooring or 
furniture manufacturing. Surface treatment can also be 
applied to the billet for increasing the surface properties of 
the billet, such as adding a protective coating, such as 
polyurethane, to protect the surface layer from scratching. 

[0040] By varying parameters of the ram extrusion pro 
cess, such as temperature, pressure and die contours, prop 
erties of composite material 24 can be changed. The prop 
erties of composite material 24 can also be changed by 
varying amounts of ?ller 12, and by changing the compo 
sition of ?ller 12. This Will affect the physical properties of 
composite material 24, such as colour, texture, electrical 
conductivity, gloW in the dark and ?re retardancy. 

[0041] The oriented product 48 of composite material 24 
can be manipulated in order to meet a manufacturer’s 
speci?cations With regards to the ?nal commercial applica 
tion. Oriented product 48 can be cut and shaped during the 
ram extruding process. In the presently preferred embodi 
ment, composite material 24 is extruded as oriented product 
48 of varying speci?cations, hoWever it can also be extruded 
as a sheet for use in commercial applications such as indoor 
and outdoor furniture manufacturing. 

[0042] The present invention provides a neW composite 
material, and a method and apparatus for extruding the 
composite material. The invention includes the initial mix 
ing of a binding agent and a ?ller to produce a feedstock 
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Which is subsequently extruded as a billet of a composite 
material. The composite material is stronger and more 
durable then the starting materials. The composite material 
also contains striations of the ?ller Which alloWs the manu 
facturer to produce a composite material that can re?ect the 
image of a natural product and can be used in commercial 
applications such as ?oor coverings. The properties of the 
composite material can also be changed, in order to met the 
requirements for the commercial application of the product, 
by the incorporation of different types of ?ller and by 
varying the amount of ?ller used. 

[0043] FIG. 4 is an end elevation shoWing a particularly 
advantageous tongue and groove con?guration Which can be 
formed along opposite edges of the oriented product 48 of 
the composite material 24. A ?rst edge 50 has a tongue 52 
formed thereon having an upper concave face 54 and a loWer 
convex face 56. The opposite edge 60 has a groove 62 With 
an upper convex edge 64 and a loWer concave edge 66. The 
tongue 52 and the groove 62 register to alloW the tongue to 
be initially inserted into the groove 62 of an adjacent strip of 
oriented product 48 at a relative angle on the order of 45° 
betWeen the adjacent strips of oriented product 48 and then 
rotated into place in the direction of arroW 70 so that the 
tongue 52 nests in the groove 62 With the adjacent strips of 
oriented product in a parallel side by side con?guration. 

[0044] Once the tongue 52 and the groove 62 are nested, 
removal in a lateral direction indicated by arroWs 80 is 
prevented ?rst by interference betWeen an upper edge 58 of 
the tongue and a depending edge 68 of the groove. Lateral 
separation is further inhibited by an upWardly extending 
edge 69 of the groove 62 interfering With a loWermost 
portion 59 of the tongue 52. 

[0045] Extrusion rates for the composite material 24 Will 
vary depending on various factors such as the particular 
composite material 24 selected, the degree of reduction, and 
the cross-sectional area of the extruded strip or column. 
Extrusion rates are hoWever rather sloW and rates on the 
order of six inches per minute (6 in./min.) are not atypical. 

[0046] It has been found that rather than extruding the 
composite material 24, by pressing it through the die 38, the 
composite material may be draWn through the die 38. FIG. 
5 illustrates such a draWing process. 

[0047] One manner of draWing the composite material 
through the die 38 is to initially commence by extrusion, as 
discussed above. Once an end 100 of the oriented product 48 
begins to emerge from the die 38, the end may be grasped, 
such as by a clamp 102 and pulled. The pulling Would 
typically be done With no further pressing force being 
applied and yields an oriented end product 104. 

[0048] In tests, pulling rates of up to 14 ft./min. (fourteen 
feet per minute) have been achieved Which Was limited by 
machine capacity. It is expected that pulling rates of 20 
ft./min. (tWenty feet per minute) are entirely feasible. 

[0049] The properties of the oriented end product 104 
produced by draWing are signi?cantly different than those 
produced by extrusion. By Way of example, a starting billet 
110 Was ?rst formed by combining a Wood ?ber plastic 
concentrate containing 60% Wood particles of about 60 
mesh siZe and 50% polypropylene With virgin polypropy 
lene in a 1:1 ratio. This yielded a composition having about 
30% Wood ?ber and 70% polypropylene. The resulting 
combination Was heated and extruded to form the billet 110. 

[0050] The billet 110 Was of rectangular cross-section 
measuring about tWo inches by tWo inches (2“><2“). The 
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billet 110 Was heated in an oven to about 150° C. (ie. close 
to but beloW the melting point of polypropylene Which is 
about 160° C.) and transferred to the pressure chamber 30 
and initially forced through the die 38. The extruded mate 
rial Was then grasped using the clamp 102 and draWn at a 
rate of about 4 ft./min. (Four feet per minute) and once it had 
been entirely draWn through the die 38, alloWed to cool into 
the oriented end product 104. The draW ratio (ie. the initial 
cross-sectional area divided by the ?nal cross-sectional area) 
Was 10:4. 

[0051] The oriented end product 104 bore a remarkable 
similarity both in look and in feel to Wood. The oriented end 
product 104 diminished in density by about half compared 
to the starting billet 110. The density of the oriented end 
product 104 Was about 0.59 g/cc (grams per cubic centime 
ter) compared to a density of about 1 g/cc for the starting 
billet 110. 

[0052] The oriented end product 104 could be shaped as if 
it Were Wood and in planing and saWing behaved very much 
like Wood producing shavings remarkably like Wood shav 
ings and saWdust remarkably like Wood saWdust. The ori 
ented end product 104 received both nails and screWs 
Without splitting much like Wood. 

[0053] In testing, the oriented end product Was found to 
have a density and ?exural strength not unlike Wood and a 
modulus of elasticity of about half that of Wood. Typical 
properties Were a density of 0.059 g/cc, ?exural strength of 
6,353 lb/in2 and a modulus of elasticity of 799,298 lb/in2. 
Unlike Wood hoWever the oriented product 104 Was virtually 
non adsorptive to Water. 

[0054] Although testing Was carried out using a starting 
billet 110, the process can no doubt be automated as sche 
matically illustrated in FIG. 6. FIG. 6 shoWs an extruder 
120 in Which feed materials 121 may be blended and 
extruded through a die 122 into a ?rst column 124. The ?rst 
column 124 is fed through a ?rst haul off 125 into a 
continuous furnace 126 Where its temperature is adjusted to 
a draWing temperature. The ?rst haul off 125 acts against the 
extrusion direction to maintain extrusion pressure and to 
support the column 124. The temperature adjusted ?rst 
column 124 is fed into a draWing die 128 at the exit of Which 
it is reduced in siZe to a second column 130. The second 
column 130 is grasped by a suitable haul off 132 such as sold 
under the trademark CATERPILLAR as it exits the draWing 
die 128. The haul off 132 then pulls the second column 130 
at a desired rate to form an oriented product 138. 

[0055] The above-described embodiments of the invention 
are intended to be examples of the present invention and 
alterations and modi?cations may be effected thereto, by 
those of skill in the art, Without departing from the scope of 
the invention Which is de?ned solely by the claims appended 
hereto. 

What is claimed is: 
1. A composite material comprising: 

an oriented polymer; and 

a particulate ?ller dispersed throughout said oriented 
polymer, 

Wherein said composite material has a reduced density 
Which is less than the combined masses of the oriented 
polymer and particulate ?ller divided by their com 
bined respective volumes. 
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2. The composite material of claim 1 wherein: 

said oriented polymer is a plastic; and 

said particulate ?ller is selected from the group consisting 
of Wood, slate, talc, vermiculite and mica. 

3. The composite material of claim 2 Wherein: 

said oriented polymer is selected from the group consist 
ing of polypropylene, polyethylene and polyvinyl chlo 
ride. 

4. The composite material of claim 1 Where: 

said oriented polymer is present in an amount of from 95 
to 60 percent by Weight as compared to said particulate 
?ller. 

5. The composite material of claim 4 Wherein: 

said oriented polymer is selected from the group consist 
ing of polypropylene, polyethylene, and polyvinyl 
chloride. 

6. The composite material of claim 4 Wherein: 

said particulate ?ller is selected from the group consisting 
of Wood, slate, talc, vermiculite and mica. 

7. The composite material of claim 4 Wherein: 

said oriented polymer is polypropylene; and 

said particulate ?ller is Wood saWdust. 
8. The composite material of claim 7 Wherein: 

said saWdust has a particle siZe of about 60 mesh. 
9. The composite material of claim 8 Wherein: 

said particulate ?ller is present in an amount of from 20% 
to 30% by Weight as compared to said oriented poly 
mer. 

20. An oriented composite material as produced by a 
process comprising the steps of: 

i) combining an extrudable polymer With a cellulose 
based particulate ?ller to form a starting material; 
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ii) heating and extruding said starting material into a ?rst 
column; 

iii) adjusting the temperature of said ?rst column to a 
draWing temperature; 

iv) presenting said ?rst column to a draWing die and 
causing said ?rst column to exit said draWing die in a 
second column having a cross-sectional area less than 
that of said ?rst column; 

v) applying a pulling force to said second column to draW 
said ?rst column through said draWing die at a rate 
suf?cient to cause orientation of said polymer and to 
cause said second column to diminish in density to 
form said composite material. 

21. A composite material comprising: 
a ?ller for enhancing the physical properties of said 

composite material; and a binding agent, mixed With 
said ?ller, for permitting extrusion of billet of said 
composite material in a plastic extrusion process to 
provide a predetermined dispersion pattern of said ?ller 
in said composite material. 

22. The composite material of claim 21 Wherein said ?ller 
is a natural ?ber. 

23. The composite material of claim 21 Wherein said ?ller 
is a synthetic ?ber. 

24. The composite material of claim 21 Wherein said 
binding agent is a polymer. 

25. A composite material comprising a particulate mate 
rial dispersed in an oriented polymer. 

26. The composite material of claim 25 Wherein said 
particulate material is Wood saWdust having a particle siZe of 
about 60 mesh; 

said oriented polymer is polyethylene; and 
said oriented polymer forms from 60% to 95% by Weight 

of said composite material. 

* * * * * 


