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(57) ABSTRACT 

The present invention is a composition for forming seals. 
The composition includes a base material and a hydrogel. 
The base materials is preferably an elastomer or a thermo 
plastic. Seals formed With the composition are particularly 
suited for use in a Wellbore environment. The inclusion of 
hydrogel in the seals alloWs the seals to be manipulated or 
altered through certain environmental factors. For instance, 
temperature, oil/Water ratio, pH and the electronic ?eld may 
all be used to alter the characteristics of the hydrogel. In this 
Way, the seal may be caused to sWell in response to a speci?c 
stimulus, thereby preventing or sealing a leak Without 
requiring additional Work or input from the operator. 
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HYDROGEL FOR USE IN DOWNHOLE SEAL 
APPLICATIONS 

REFERENCE TO RELATED PROVISIONAL 
APPLICATION 

[0001] This application claims the bene?t of US. Provi 
sional Application Ser. No. 60/541,035. 

BACKGROUND OF THE INVENTION 

[0002] 1. Field of the Invention 

[0003] The present invention relates generally to seals for 
oil?eld applications. More speci?cally the present invention 
describes the use of hydrogel in seals for doWnhole use. 

[0004] 2. Description of the Prior Art 

[0005] Seals, including o-rings, packer elements, Chevron 
seals, gaskets, etc., are Widely used for numerous doWnhole 
oil?eld applications. One ongoing issue in this area is hoW 
to energiZe seals and maintain sealing forces throughout seal 
service life. Capital loss or remediation associated With seal 
failure can be tremendous in certain operation areas. 

[0006] One conventional method to energiZe seal is to 
utiliZe mechanical force to deform seal betWeen sealing 
surfaces. For seals With large cross-section and/or large 
sealing gaps, satisfactory sealing performance is hard to 
achieve due to limited mechanical force. The other major 
problem encountered during operation is the relaxation of 
contact force betWeen the seal and the sealing surfaces. This 
is caused primarily by the viscoelastic nature of polymeric 
materials used in conventional seals. 

[0007] Another technique for improving seals involves the 
use of a pressure activated sealant that is speci?cally 
designed to seal leaks in Wells and severe-environment 
hydraulic systems. The sealant functions by causing a pres 
sure drop through a leak site, Which in turn causes the sealant 
?uid to polymeriZe into a ?exible solid seal. HoWever, the 
major draWback of this technique is it requires a service 
engineer and a special tool to deliver the sealant to the leak 
site and complete the job. At that time, a signi?cant amount 
of damage may have already occurred. Another disadvan 
tage is that often tools Which are installed 20,000 ft deep in 
the Well Where it is dif?cult and inefficient to deliver the 
sealant to the exact location Where the leak occurs. Yet 
another draWback of this technique is that the sealant only 
starts to polymeriZe after a leak occurs. In certain cases, 
Where the leakage is catastrophic, operation can fail before 
the polymeriZation process is completed. 

[0008] Hydrogel technology has been rapidly developed 
in medical industry due to its unique response to environ 
mental changes such as pH value, salinity, electrical current, 
temperature and antigens. Hydrogel is a ?exible, rubber-like 
and solvent-sWollen polymer. In an aqueous environment, 
hydrogel can undergo a reversible phase transformation that 
results in dramatic volumetric sWelling and shrinking upon 
exposure and removal of a stimulus. Aproperty common to 
all gels is their unique ability to undergo abrupt changes in 
volume. Gel can sWell or shrink as much as 1000 times in 
response to small external condition changes. Through the 
conversion of chemical or electrical energy into mechanical 
Work, a number of device have already been constructed 
Which can produce forces up to 100 N/cm2 and contraction 
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rate on the order of a second. Using microscale hydrogel, the 
volumetric transition can occur Within minutes or even 

seconds. The favorable scaling of hydrogel dynamic has 
been the essential element in the development of micro 
?uidic devices that employ hydrogel valves for How control. 
One major bene?t of these devices is that they are com 
pletely autonomous and therefore require no external poWer 
source. 

SUMMARY OF THE INVENTION 

[0009] The present invention provides an improved seal 
material for use With both dynamic and static seal applica 
tions. In particular, the invention provides a seal material 
that is useful for doWnhole Wellbore applications, including, 
but not limited to, o-rings, packer elements, chevron seals 
and gaskets. 

[0010] A seal Which is prepared or formed in accordance 
With the present invention includes a hydrogel polymer 
incorporated or included as part of the seal body. In this Way, 
the seal may be activated When certain environmental 
parameters are manipulated or changed. These environmen 
tal parameters may include Water/oil concentration, differ 
ential pressure, temperature, pH, and electronic ?eld. The 
hydrogel polymer may be embedded, coated, attached or 
blended With other seal components to form the seal. Com 
monly used seal components may include elastomers, plas 
tics or other materials knoWn in the art. 

[0011] Once incorporated into the seal body, the hydrogel 
provides several advantages over typical seal body compo 
nents. First, the hydrogel alloWs the seal be to energiZed via 
sWelling. Since hydrogel can sWell as much as 1,000 times 
in volume, high sWelling force can be utiliZed to energiZe the 
main seal body as Well as anti-extrusion device. 

[0012] The hydrogel may also alloW potential leak paths to 
be sealed. Hydrogel sWells in aqueous environment. That is, 
Whenever it contacts an aqueous medium, it starts to absorb 
Water and sWell. For applications With hard-to-seal voids or 
surfaces, hydrogel can stop leak via sWelling. SWelling leads 
to greater squeeZe of main seal body. This, in turn, seals the 
leak path and prevents seal failure. 

[0013] Another feature of seals incorporating hydrogel is 
the ability of the seals to be reset. That is, the seals may be 
provided in a ?rst con?guration, then upon exposure to a 
certain environmental parameter, the seal may change or 
take a second con?guration. Upon removal of the certain 
environmental parameter, or upon exposure to yet another 
environmental parameter, the seal may then return to it’s 
original con?guration. This characteristic is particularly 
bene?cial in doWnhole applications Where a resettable seal 
is required. 

[0014] These and other features of may be used employed 
either alone or in combination, depending on the speci?c 
nature of the application in Which they are used. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0015] 
[0016] 
[0017] 
[0018] 

FIG. 1 shoWs a three-rubber element array. 

FIG. 2 shoWs a garter spring element array. 

FIG. 3 shoWs a packer element array. 

FIG. 4 shoWs an o-ring With backup rings. 
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[0019] FIG. 5 shows a t-seal. 

[0020] 
[0021] 

FIG. 6 shows a chevron seal stack. 

FIG. 7 shoWs a spring energized seal. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

[0022] Seals formed in accordance With the present inven 
tion comprise tWo primary elements: 

[0023] (1) a base material and (2) a hydrogel. The 
respective ratios of these tWo materials in the seal is 
determined the speci?c nature of the application in 
Which the seals Will be used. As previously men 
tioned, hydrogels can change their sWelling behavior 
upon exposure to an external stimulus, such as pH, 
temperature, light, and electric ?eld. Therefore, fac 
tors Which may contribute to the selection of a proper 
ratio of base material to hydrogel may include the 
temperature to Which the seal Will be exposed, the 
pH at Which the seal Will be used, the nature of any 
chemicals the seal may come into contact With 
(including, for instance, the oil/Water ratio), the 
differential pressure Which the seal must Withstand 
and the electronic environment of the application. 
Any number of these factors may effect the perfor 
mance of the seal. 

[0024] The base material of the seal is generally selected 
from any suitable material knoWn in the industry for forming 
seals. Preferably, the base material is a polymer. More 
preferably, the base material is an elastomer or a thermo 
plastic. Elastomers that are particularly useful in the present 
invention include nitrile rubber (NBR), hydrogenated nitrile 
rubber (HNBR), carboxyl nitrile rubber (XNBR), silicone 
rubber, ethylene-propylene-diene copolymer (EPDM), ?uo 
roelastomer (FKM, FEPM) and per?uoroelastomer 

Thermoplastics Which are particularly useful in the 
present invention include Te?on®, polyetheretherketone, 
polypropylene, polystyrene and polyphenylene sul?de. 

[0025] As used herein the term hydrogel is a broad phrase 
referring in general to a polymer that sWells When used in 
aqueous environment. Hydrogel polymers useful in the 
present invention are preferably formed of a crosslinked 
polymer netWork. When this polymer netWork is exposed or 
immersed in a suitable solvent, the polymer chains in the 
netWork become solvated. In certain cases, crosslinkers may 
be provided to prevent the complete mixing of the polymer 
chains and the solvent by providing an elastic restoring force 
that counters the expansion of the netWork. 

[0026] The polymer netWork of the hydrogel may be 
formed from any suitable polymeric material. In a preferred 
embodiment, the polymer netWork is formed from cross 
linked polymers including Water-soluble methylcellulose, 
cellulose acetate phtalate, and hydroxypropyl methylcellu 
lose polymers, poly (ethylene oxide) polymers, guar and its 
derivatives, polyacrylamide, silicon-based materials, and 
?ouro-silicone based materials. 

[0027] Seals described in the present invention comprise a 
polymer and a hydrogel. The polymer and hydrogel may be 
combined in any suitable ratio using any suitable method. In 
a preferred embodiment, polymer/hydrogel blends may be 
prepared using any of the folloWing methods: (1) a solution 
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process; (2) a mesophase mediated process; (3) physical 
mixing/compounding, (4) injection or extrusion, (5) in-situ 
polymeriZation or (6) melt processing. Curing methods may 
be any suitable method, but is preferably thermal curing, 
microWave radiation or electronic beam radiation. Chemical 
modi?cation, such as branching or grafting, of the hydrogel 
may be performed prior to manufacturing of polymer/ 
hydrogel blends to achieve optimum dispersion of the 
hydrogel polymer. 

[0028] Without limiting the scope of the invention, the 
folloWing examples shoW speci?c seal con?gurations Which 
may particularly bene?t from the incorporation or inclusion 
of hydrogel in the seal material. 

EXAMPLE 1 

Packer Elements 

[0029] FIG. 1 shoWs three-piece rubber element array or 
packer element 10, such as that commonly used in doWnhole 
packers. The packer elements are external packer seals that 
seal the annulus space betWeen tubing and casing (not 
shoWn). Elements are energiZed by axial de?ection of the 
seals after the packer is run into the hole. Commonly used 
packer elements typically consist of backup end rings 16 and 
a center seal or element 18. The center seal 18 typically 
includes a ring 20 Which establishes the inner diameter of the 
seal. Hydrogel may be included or incorporated into any or 
all of the seal elements. The hydrogel alloWs the seals to be 
energiZed in response to external stimuli, as previously 
described. 

[0030] FIG. 2 shoWs a garter spring element array 50. The 
array 50 includes a main element or seal 52, a garter spring 
54 and backup end rings 56. The array also includes an ID 
ring 58. Hydrogel may be included in any or all of the seals 
of the array. As With the assembly of FIG. 1, the garter 
spring array also bene?ts from the inclusion of hydrogel seal 
components by alloWing them to respond to external stimuli. 

[0031] FIG. 3 shoWs yet another packer element array 
100. This array includes a main seal 70, backup seals 72 and 
an ID ring 74. As With the seals shoWn in FIGS. 1 and 2, 
hydrogel may be included in any or all of the seals. 

EXAMPLE 2 

O-Ring 

[0032] O-rings are simple bi-directional static seals. For 
high temperature and/or high pressure sealing applications, 
backup rings are used to prevent O-ring extrusion. As shoWn 
in FIG. 4, the o-ring 150 includes tWo backup rings 152 
Which are formed of thermoplastic materials blended With 
hydrogel polymer. The O-ring may also be formed of 
elastomers blended With hydrogel polymer. In this applica 
tion, the hydrogel is able to seal off potential leak paths as 
Well as keep the o-ring energiZed via sWelling. These char 
acteristics are not achievable With existing conventional 
rubber materials used for o-ring applications. 

EXAMPLE 3 

T-Seal 

[0033] T-seals are typically used as reciprocating bi-direc 
tional dynamic seals. As shoWn in FIG. 5, T-seal 200 
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including seal body 202 and retaining ring 204. The seal 
body is formed of a hydrogel modi?ed thermoplastic or 
elastomer. Hydrogel can seal off potential leak paths as Well 
as keep the T-seal energized via sWelling. These bene?ts are 
not achievable With existing conventional rubber materials 
used for T-seal application. 

EXAMPLE 4 

Seal Stack/Packing 

[0034] Vee packing or chevron seal stacks are multiple 
seal lip multi-component seal sets that are energiZed by 
differential pressure. Seal stacks are also suited to internal 
dynamic seal applications. Most conventional packing 
stacks are combinations of softer elastomer parts and harder 
plastic parts. The incorporation of hydrogel in the seal 
elements alloWs any potential leak paths to be sealed, as Well 
as keeping seal stack energiZed via sWelling. This is not 
achievable With existing conventional rubber materials used 
for seal stack applications. 

[0035] FIG. 6 shoWs a seal stack 250 having ?rst hydro 
gel/elastomer elements 252 and second hydrogel/plastic 
elements 254. These ?rst and second elements are preferably 
alternating, as shoWn. HoWever, depending on the speci?c 
nature of the application any con?guration of ?rst and 
second elements may be used. 

EXAMPLE 5 

Spring-EnergiZed Seal 

[0036] Spring-energiZed seals are uni-directional seals and 
may be either static or dynamic. These seals combine the 
bene?ts of packing, as seen in vee or chevron seals and 
radial compression as seen in o-rings. As shoWn in FIG. 7, 
a spring-energiZed seal 300 Will be made of hydrogel 
modi?ed thermoplastic or rubber materials. Hydrogel can 
seal off potential leak path as Well as keep seal energiZed via 
sWelling Which is not achievable With existing conventional 
rubber materials used for seal application. 

We claim: 
1. A composition for forming a seal comprising: (a) a 

hydrogel and (b) a base material. 
2. The composition of claim 1, Wherein said base material 

is a polymer. 
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3. The composition of claim 2, Wherein said polymer is an 
elastomer. 

4. The composition of claim 3, Wherein said elastomer is 
selected from the group consisting of nitrile rubber, hydro 
genated nitrile rubber, carboxyl nitrile rubber, silicon rubber, 
ethylene-propylene-diene copolymers, ?uoroelastomers and 
per?uoroelastomers. 

5. The composition of claim 2 Wherein said polymer is a 
thermoplastic. 

6. The composition of claim 5, Wherein said thermoplastic 
is selected from the group consisting of Te?on®, polyethere 
therketone, polypropylene, polystyrene and polyphenylene 
sul?de. 

7. The composition of claim 1 Wherein said hydrogel is 
selected from the group consisting of: methylcellulose, 
cellulose acetate pthalate and hydroxypropyl methylcellu 
lose polymers, poly (ethylene oxide) polymers, guar, deriva 
tiZed guar, polyacrylamide, silicon-based polymers and ?uo 
rosilicone-based polymers. 

8. The composition of claim 1 Wherein said hydrogel is a 
metal complex of a polymer selected from the group con 
sisting of: methylcellulose, cellulose acetate pthalate and 
hydroxypropyl methylcellulose polymers, poly (ethylene 
oxide) polymers, guar, derivatiZed guar, polyacrylamide, 
silicon-based polymers and ?uorosilicone-based polymers. 

9. Aseal for use in a Wellbore comprising the composition 
of claim 1. 

10. The composition of claim 1, Wherein said composition 
forms a seal. 

11. The composition of claim 10, Wherein said seal is an 
o-ring. 

12. The composition of claim 10, Wherein said seal is a 
t-seal. 

13. The composition of claim 10, Wherein said seal is a 
chevron seal. 

14. The composition of claim 10, Wherein said seal is a 
spring seal. 

15. The composition of claim 10, Wherein said seal is a 
packer element. 

16. The composition of claim 10, Wherein said seal is a 
bridge plug. 


