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(57) ABSTRACT 

Stabilized thermoplastic polymer, especially polyole?n 
compositions comprising a ?ame retardant selected from 

b1) melamin based ?ame retardants, or one of the 
compounds 

b2) bis-(hexachlorocyclopentadieno) cyclooctane, 
b3) tris-(2,3-dibromopropyl)-isocyanurate, 
b4) ethylene-bis-tetrabromophthalimide; 
b5) 1,2,5,6,9,10-heXabromo-cyclo-dodecan, 
b6) ethane-1,2-bis(pentabromophenyl); and 
c) a sterically hindered amine light stabilizer of the 

hydrocarbyloxyamine or hydroxyhydrocarby 
loXyamine class 

and optional further components combine optimum 
outdoor Weathering stability and good ?ame retar 
dant properties. 
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WEATHERABILITY OF FLAME RETARDANT 
POLYOLEFIN 

[0001] The instant invention pertains to a thermoplastic 
organic polymer, especially a polyole?n such as thermoplas 
tic polyole?n (TPO), stabilized against the deleterious 
effects of light, oxygen and heat and containing a certain 
?ame retardant, Which contains a sterically hindered amine 
of the hydrocarbyloXyamine or hydroXyhydrocarby 
loXyamine class and optionally further stabilizers, to the use 
of these ?ame retardants and sterically hindered amines for 
imparting both light stabilization and ?ame retardant prop 
erties, and to a corresponding process for improving light 
stability and ?ame retardancy of a thermoplastic organic 
polymer. 
[0002] Us. Pat. No. 5,393,812 does describe polyole?n 
compositions Which are made ?ame retardant by addition of 
a halogenated hydrocarbyl phosphate or phosphonate ester 
?ame retardant, and stabilized against Weathering With a 
alkoXyamine functional hindered amine. EP-A-792911 pro 
poses the use of a alkoXyamine functional hindered amine 
for improving the ?ame retardant properties of a polyole?n. 
The activity of alkoXyamine functional hindered amines 
alone as a ?ame retardant is disclosed in WO 99/00450. 

[0003] There is still need to improve ?ame retardant 
polymer compositions in order to obtain good stability 
against Weathering. 
[0004] NoW it has been found that optimum stabilization 
against UV light and Weathering and good ?ame retardant 
properties, especially for outdoor applications, can be com 
bined in a thermoplastic polymer, especially a polyole?n, 
polyole?n copolymer or blend thereof such as impact modi 
?ed polyole?n or thermoplastic polyole?n (TPO), When 
certain hindered amine stabilizers are used in combination 
With a speci?c ?ame retardant. Thus, present invention 
pertains to the use of a combination of a ?ame retardant 
selected from 

[0005] b1) melamin based ?ame retardants and/or 
ammonium polyphosphate, 

[0006] 
tane, 

[0007] 
[0008] 
[0009] 
[0010] 
[0011] c) a sterically hindered amine light stabilizer 

of the hydrocarbyloXyamine or hydroXyhydrocarby 
loXyamine class for imparting both Weathering sta 
bility and ?ame retardancy to a thermoplastic poly 
mer (a), 

[0012] provided that the ?ame retardant is not (b4) if the 
sterically hindered amine is of the hydroXyhydrocarbyloXy 
class. 

b2) bis-(hexachlorocyclopentadieno) cyclooc 

b3) tris-(2,3-dibromopropyl)-isocyanurate, 
b4) ethylene-bis-tetrabromophthalimide, 
b5) 1,2,5,6,9,10-heXabromo-cyclo-dodecan, 
b6) ethane-1,2-bis(pentabromophenyl); and 

DETAILED DISCLOSURE 

[0013] The sterically hindered amine light stabilizer of the 
hydrocarbyloXyamine or hydroXyhydrocarbyloXyamine 
class of component (c) is characterized by its substituent 
E1-O— on the amino nitrogen atom (see formula beloW), 
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Wherein E1 is preferably C1-C18alkyl, C5-C12cycloalkyl or 
C7-C15aralkyl in the sterically hindered amine of the hydro 
carbyloXyamine class; and E1 is preferably C1-C18alkyl, 
C5-C12cycloalkyl or C7-C15aralkyl each of Which is substi 
tuted in the aliphatic part by 1-3 OH groups in the sterically 
hindered amine of the hydroXyhydrocarbyloXyamine class. 
The latter type of compound, containing a reactive OH 
group, may also be used in the form of its reaction product. 

[0014] The sterically hindered amine light stabilizer of the 
hydrocarbyloXyamine or hydroXyhydrocarbyloXyamine 
class of component c usually is a compound containing a 
group of the formula 

[0015] Where G1 and G2 are independently alkyl of 1 to 4 
carbon atoms or are together pentamethylene, and 

[0016] E1 is C1-C18alkyl, C5-C12cycloalkyl or 
C7-C15aralkyl; or E1 is C1-C18alkyl, 
C5-C12cycloalkyl or C7-C15aralkyl each of Which is 
substituted in the aliphatic part by 1-3 OH groups; or 
is a reaction product thereof. Preferred is a cyclic 
sterically hindered amine conforming to the formula 

(1) 

[0017] Wherein 

[0018] G1, G2 and E1 are as de?ned above; 

[0019] T is a divalent organic radical required to 
complete formula I to form, together With the hin 
dered amine nitrogen atom and the tWo quaternary 
carbon atoms substituted by G1 and G2, a ?ve- or 
siX-membered aliphatic ring structure, especially a 
piperidine ring; 

[0020] or is an oligomeric or polymeric hindered 
amine molecule made from the reaction of a dialkyl 
ester or isocyanate With a compound of the formula 
(I) Wherein E1 contains 1 OH group and T is 
—CH2—CH(OH)—CH2—; 

[0021] or is a simple diester or urethane derivative of 
a compound of the formula (I) Wherein E1 contains 
1 OH group and T is —CH2—CH(OH)—CH2—. 

[0022] In general, effective stabilizing amounts of a com 
pound of component c used are from 0.01 to 10%, preferably 
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from 0.05 to 5% by Weight, especially from 0.1 to 2% by 
Weight, based on the polymer component (a), of the stabi 
liZer of component 

[0023] Sterically hindered amines of present component 
(c) are largely knoWn as light stabiliZers (US. Pat. No. 
5,004,770; US. Pat. No. 5,096,950; US. Pat. No. 5,204,473; 
US. Pat. No. 5,096,950; US. Pat. No. 5,300,544; US. Pat. 
No. 6,117,995; US. Pat. No. 6,271,377). 

[0024] Flame retardants of component (b) are commercial 
compounds. Most preferred is tris-(2,3-dibromopropyl)-iso 
cyanurate (b3). 
[0025] Halogen-free ?ame retardants b1 are usually 
employed in an amount from 1 to about 50% by Weight of 
the polymer (a), preferably in an amount from 5 to 50% by 
Weight of the polymer (a). The ratio b1:c is most preferably 
in the range from 20:1 to 250:1. 

[0026] Halogenated ?ame retardants b2, b3, b4, b5 and/or 
b6 are usually employed in a total amount from 0.5 to 40% 
by Weight of the polymer (a); more preferably 3 to 40%, 
most preferably 5 to 35% by Weight of polymer (a). 

[0027] Most preferred amounts of ?ame retardants (b) in 
the compositions of present invention are for 

[0028] b1) the melamin based ?ame retardant and/or 
ammonium polyphosphate 20-50%; 

[0029] b2) bis-(hexachlorocyclopentadieno) cyclooc 
tane 5-20%; 

[0030] b3) tris-(2,3-dibromopropyl)-isocyanurate 
240%; 

[0031] b4) ethylene-bis-tetrabromophthalimide 
10-40%; 

[0032] b5) 1,2,5,6,9,10-hexabromo-cyclo-dodecan 
2-20%; 

[0033] b6) ethane-1,2-bis(pentabromophenyl) 
2-20%; 

[0034] each amount denotes percent by Weight, based 
on the Weight of the polymer (a). 

[0035] Also of importance in the context of present inven 
tion is the use of the ?ame retardant tris(3-bromo-2,2 
(bromomethyl)propyl) phosphate (b7; see beloW), Which is 
most preferably employed in an amount of 2-20, especially 
2-10, percent by Weight, based on the Weight of the polymer 
(a) 
[0036] The ratio of halogenated ?ame retardants b2, b3, 
b4, b5, b6 or b7:c is most preferably in the range from 5:1 
to 100:1. 

[0037] Advantageously, halogenated ?ame retardants such 
as b2, b3, b4, b5, b6 and/or b7 may be used in combination 
With an appropriate synergist such as an antimon compound 
(often Sb2O3), Which is commonly added in an amount of 
0.5 to 20% by Weight of the polymer (a). 

[0038] Component a is frequently selected from the fol 
loWing thermoplastic polymers: 
[0039] 1. Polymers of monoole?ns and diole?ns, for 
example polypropylene (PP), polyisobutylene, polybut-1 
ene, poly-4-methylpent-1-ene, polyisoprene or polybutadi 
ene, as Well as polymers of cycloole?ns, for instance of 
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cyclopentene or norbomene, polyethylene (Which optionally 
can be crosslinked), for example high density polyethylene 
(HDPE), high density and high molecular Weight polyeth 
ylene (HDPE-HMW), high density and ultrahigh molecular 
Weight polyethylene (HDPE-UHMW), medium density 
polyethylene (MDPE), loW density polyethylene (LDPE), 
linear loW density polyethylene (LLDPE), (VLDPE) and 
(ULDPE). 
[0040] Polyole?ns, ie the polymers of monoole?ns 
exempli?ed in the preceding paragraph, preferably polyeth 
ylene and polypropylene, can be prepared by different, and 
especially by the folloWing, methods: 

[0041] a) radical polymerisation (normally under 
high pressure and at elevated temperature). 

[0042] b) catalytic polymerisation using a catalyst 
that normally contains one or more than one metal of 
groups IVb, Vb, VIb or VIII of the Periodic Table. 
These metals usually have one or more than one 

ligand, typically oxides, halides, alcoholates, esters, 
ethers, amines, alkyls, alkenyls and/or aryls that may 
be either 75- or o-coordinated. These metal com 
plexes may be in the free form or ?xed on substrates, 
typically on activated magnesium chloride, tita 
nium(III) chloride, alumina or silicon oxide. These 
catalysts may be soluble or insoluble in the poly 
merisation medium. The catalysts can be used by 
themselves in the polymerisation or further activa 
tors may be used, typically metal alkyls, metal 
hydrides, metal alkyl halides, metal alkyl oxides or 
metal alkyloxanes, said metals being elements of 
groups Ia, IIa and/or IIIa of the Periodic Table. The 
activators may be modi?ed conveniently With further 
ester, ether, amine or silyl ether groups. These cata 
lyst systems are usually termed Phillips, Standard 
Oil Indiana, Ziegler (-Natta), TNZ (DuPont), metal 
locene or single site catalysts (SSC). 

[0043] 2. Mixtures of the polymers mentioned under 1), 
for example mixtures of polypropylene With polyisobuty 
lene, polypropylene With polyethylene (for example 
PP/HDPE, PP/LDPE) and mixtures of different types of 
polyethylene (for example LDPE/HDPE). 
[0044] 3. Copolymers of monoole?ns and diole?ns With 
each other or With other vinyl monomers, for example 
ethylene/propylene copolymers, linear loW density polyeth 
ylene (LLDPE) and mixtures thereof With loW density 
polyethylene (LDPE), propylene/but-1-ene copolymers, 
propylene?sobutylene copolymers, ethylene/but-1-ene 
copolymers, ethylene/hexene copolymers, ethylene/methyl 
pentene copolymers, ethylene/heptene copolymers, ethyl 
ene/octene copolymers, propylene/butadiene copolymers, 
isobutylene/isoprene copolymers, ethylene/alkyl acrylate 
copolymers, ethylene/alkyl methacrylate copolymers, ethyl 
ene/vinyl acetate copolymers and their copolymers With 
carbon monoxide or ethylene/acrylic acid copolymers and 
their salts (ionomers) as Well as terpolymers of ethylene With 
propylene and a diene such as hexadiene, dicyclopentadiene 
or ethylidene-norbornene; and mixtures of such copolymers 
With one another and With polymers mentioned in 1) above, 
for example polypropylene/ethylene-propylene copolymers, 
LDPE/ethylene-vinyl acetate copolymers (EVA), LDPE/ 
ethylene-acrylic acid copolymers (EAA), LLDPE/EVA, 
LLDPE/EAA and alternating or random polyalkylene/car 
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bon monoxide copolymers and mixtures thereof With other 
polymers, for example polyamides. 

[0045] 4. Blends of the aforementioned polymers (poly 
blends), for example PP/EPDM. 

[0046] In the following, the term polyole?n Will be used 
for pure polyole?n homopolymers as Well as copolymers 
and blends thereof. 

[0047] Preferably, the polyole?n or thermoplastic ole?n or 
polyole?n (TPO) is the only organic polymer present in 
these compositions; mainly it is polyethylene (PE) or 
polypropylene (PP), especially LDPE, LLDPE or PP, or 
copolymers of PP and PE. 

[0048] Especially preferred as component (a) are poly 
mers knoWn as thermoplastic (poly)ole?nes (TPO), e.g. 
polypropylene or polyethylene containing an impact modi 
fyer or elastomer component such as EPR etc., or heteropha 
sic copolymers (see eg W. Neissl et al., Kunststoffe 83, No. 
8, 1993). 

[0049] Examples of polymer compositions in Which the 
instant compounds are effective include ?ame retardant 
polyole?ns Where acidic residues from the decomposition of 
the halogenated ?ame retardants deactivate hindered amines 
not having the N—OR group, roo?ng membranes, green 
house ?lms and agricultural mulch ?lms Where acidic resi 
dues from pesticides interfere With the activity of “normal” 
hindered amine stabiliZers, and in thermoplastic polyole?ns 
Where pigment interactions With basic hindered amine sta 
biliZers interfere With painting the substrate surfaces. 

[0050] Preferably, the compound of present component c 
is a cyclic sterically hindered amine containing a group of 
formula (II) and/or (III) 

(H) 

[0051] in Which G is hydrogen or methyl, and G1 and G2, 
independently of one another, are hydrogen, methyl or 
together are a substituent :0. 
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[0052] Examples of sterically hindered amines of present 
component c are described beloW under classes (a‘) to 

[0053] (a‘) A compound of the formula (1a) 

G1 
G—CH2 

G11— N 0 G12 

G—CH2 
CH3 

H1 

[0054] in Which n1 is a number from 1 to 4, G and G1, 
independently of one another, are hydrogen or methyl, 

[0055] GM is O, hydroxyl, C1-C18alkoxy, 
C5-C12cycloalkoxy, C7-C15phenylalkoxy; or G., is 
C1-C18alkoxy, C5-C12cycloalkoxy or 
C7-C15phenylalkoxy each of Which is substituted in 
the aliphatic part by 1-3 OH groups; G11 preferably 
being C1-C12alkoxy or cyclohexyloxy or 
C2-C8hydroxyalkoxy, especially octyloxy, cyclo 
hexyloxy or 2-hydroxy-2-methylpropoxy, and G12, if 
n1 is 1, is hydrogen, C1-C18alkyl Which is uninter 
rupted or interrupted by one or more oxygen atoms, 
COO and/or CONH groups, or is cyanoethyl, ben 
Zoyl, glycidyl, a monovalent radical of an aliphatic, 
cycloaliphatic, araliphatic, unsaturated or aromatic 
carboxylic acid, carbamic acid or phosphorus-con 
taining acid or a monovalent silyl radical, preferably 
a radical of an aliphatic carboxylic acid having 2 to 
18 carbon atoms, of a cycloaliphatic carboxylic acid 
having 7 to 15 carbon atoms, or an ot,[3-unsaturated 
carboxylic acid having 3 to 5 carbon atoms or of an 
aromatic carboxylic acid having 7 to 15 carbon 
atoms, Where each carboxylic acid can be substituted 
in the aliphatic, cycloaliphatic or aromatic moiety by 
1 to 3-COOZ12 groups, in Which Z12 is H, 
C1-C2Oalkyl, C3-C12alkenyl, C5-C7cycloalkyl, phe 
nyl or benZyl, 

[0056] G12, if n1 is 2, is C2-C12alkylene, 
C4-C12alkenylene, xylylene, a divalent radical of an 
aliphatic, cycloaliphatic, araliphatic or aromatic 
dicarboxylic acid, dicarbamic acid or phosphorus 
containing acid or a divalent silyl radical, preferably 
a radical of an aliphatic dicarboxylic acid having 2 to 
36 carbon atoms, or a cycloaliphatic or aromatic 
dicarboxylic acid having 8-14 carbon atoms or of an 
aliphatic, cycloaliphatic or aromatic dicarbamic acid 
having 8-14 carbon atoms, Where each dicarboxylic 
acid may be substituted in the aliphatic, 
cycloaliphatic or aromatic moiety by one or tWo 
—COOZ groups, 

12 

[0057] G12, if n1 is 3, is a trivalent radical of an 
aliphatic, cycloaliphatic or aromatic tricarboxylic 
acid, Which may be substituted in the aliphatic, 
cycloaliphatic or aromatic moiety by —COOZ12, of 
an aromatic tricarbamic acid or of a phosphorus 
containing acid, or is a trivalent silyl radical, pre 
ferred radicals including triacyl radicals of nitrilo 
triacetic acid of benZene tricarboxylic acid, 

(13) 
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[0058] and G12, if n1 is 4, is a tetravalent radical of an 
aliphatic, cycloaliphatic or aromatic tetracarboxylic 
acid. 

[0059] The carboxylic acid radicals mentioned above are 
in each case taken to mean radicals of the formula 
(—CO)XR, Where X is as de?ned above for n1, and the 
meaning of R arises from the de?nition given above. 

[0060] Alkyl With up to 20 carbon atoms is, for example, 
methyl, ethyl, n-propyl, n-butyl, sec-butyl, tert-butyl, 
n-hexyl, n-octyl, 2-ethylhexyl, n-nonyl, n-decyl, n-undecyl, 
n-dodecyl, n-tridecyl, n-tetradecyl, n-hexadecyl or n-octa 
decyl. 

[0061] C1-C18alkoxy G11 is, for example, methoxy, 
ethoxy, propoxy, isopropoxy, butoxy, isobutoxy, pentoxy, 
isopentoxy, hexoxy, heptoxy, octoxy, decyloxy, dodecyloxy, 
tetradecyloxy, hexadecyloxy and octadecyloxy. 
C6-C12alkoxy, in particular heptoxy and octoxy, is preferred. 

[0062] C5-C12cycloalkoxy G11 is, for example, cyclopen 
toxy, cyclohexoxy, cycloheptoxy, cyclooctoxy, cyclodecy 
loxy and cyclododecyloxy. C5-C8cycloalkoxy, in particular 
cyclopentoxy and cyclohexoxy, is preferred. 

[0063] C7-C9phenylalkoxy is, for example, benZyloxy. 
G11 as C1-C18alkoxy, C5-C12cycloalkoxy or 
C7-C15phenylalkoxy substituted in the aliphatic part by 1-3 
OH groups is a radical formed by abstraction of an carbon 
bonded hydrogen atom preferably from 2-methyl-2-pro 
panol (tert.-butanol), 2-propanol, 2,2-dimethyl-1-propanol, 
2-methyl-2-butanol, ethanol, 1-propanol, 1-butanol, 1-pen 
tanol, 1-hexanol, 1-nonanol, 1-decanol, 1-dodecanol, 1-oc 
tadecanol, 2-butanol, 2-pentanol, 2-ethyl-1-hexanol, cyclo 
hexanol, cyclooctanol, allyl alcohol, phenethyl alcohol or 
1-phenyl-1-ethanol; 1,2-ethanediol, 1,2-propanedial, 1,3 
propanediol, 1,2-butanediol, 1,3-butanediol, 1,4-butanediol, 
2,2-dimethyl-1,3-propanediol, 1,2-cyclohexanediol, 1,3-cy 
clohexanediol or 1,4-cyclohexanediol; glycerol, 1,1,1-tr 
is(hydroxymethyl)methane, 2-ethyl-2-(hydroxymethyl-1,3 
propanediol, 1,2,4-butanetriol or 1,2,6-hexanetriol. 

[0064] More preferably, GM is are formed from 2-methyl 
2-propanol or cyclohexanol, 1,4-butanediol, 2,2-dimethyl 
1,3-propanediol, 1,2-cyclohexanediol, 1,3-cyclohexanediol 
or 1,4-cyclohexanediol. Most preferred hydroxy substituted 
GM is 2-hydroxy-2-methylpropoxy. 

[0065] Examples of several G12 radicals are given beloW. 

[0066] If G12 is a monovalent radical of a carboxylic acid, 
it is, for example, an acetyl, caproyl, stearoyl, acryloyl, 
methacryloyl, benZoyl or O—(3,5-di-tert-butyl-4-hydrox 
yphenyl)propionyl radical. 

[0067] If G12 is a monovalent silyl radical, it is, for 
example, a radical of the formula —(CjH2j)—Si(Z‘)2Z“, in 
Which j is an integer in the range from 2 to 5, and Z‘ and Z“, 
independently of one another, are C1-C4alkyl or 
C1-C4alkoxy. 

[0068] If G12 is a divalent radical of a dicarboxylic acid, it 
is, for example, a malonyl, succinyl, glutaryl, adipoyl, 
suberoyl, sebacoyl, maleoyl, itaconyl, phthaloyl, dibutylma 
lonyl, dibenZylmalonyl, butyl(3,5-di-tert-butyl—4-hydroxy 
benZyl)malonyl or bicycloheptenedicarbonyl radical or a 
group of the formula 
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[0069] If G12 is a trivalent radical of a tricarboxylic acid, 
it is, for example, a trimellitoyl, citryl or nitrilotriacetyl 
radical. 

[0070] If G12 is a tetravalent radical of a tetracarboxylic 
acid, it is, for example, the tetravalent radical of butane-1, 
2,3,4-tetracarboxylic acid or of pyromellitic acid. 

[0071] If G12 is a divalent radical of a dicarbamic acid, it 
is, for example, hexamethylenedicarbamoyl or 2,4 
toluylenedicarbamoyl radical. 

[0072] Preference is given to compounds of the formula 
(1a) in Which G and G1 are hydrogen, GM is hydrogen or 
methyl, n, is 2 and G12 is the diacyl radical of an aliphatic 
dicarboxylic acid having 4-12 carbon atoms. 

[0073] (b‘) A compound of the formula (1b) 

(1b) 
CH3 G1 

G— cH2 

(I313 
G11— N N G14 

G— cH2 
CH3 

[0074] in Which n2 is the number 1, 2 or 3, and G, G1 and 
GM are as de?ned under (a‘), G13 is hydrogen, C1-C12alkyl, 
C2-C5hydroxyalkyl, C5-C7cycloalkyl, C7-C8aralkyl, 
C1-C18alkanoyl, C3-C5alkenoyl, benZoyl or a group of the 
formula 

CH3 G1 
G—CH2 

G11— N 

G—CH2 
CH3 

[0075] and G14, if n2 is 1, is hydrogen, C1-C18alkyl, 
C3-C8alkenyl, C5-C7cycloalkyl, C1-C4alkyl Which is substi 
tuted by a hydroxyl, cyano, alkoxycarbonyl or carbamide 
group or group of the formula —CONH-Z, or G14 is gly 
cidyl, a group of the formula —CH2—CH(OH)-Z or of the 
formula —CONH-Z, in Which Z is hydrogen, methyl or 
phenyl or CH2—OZ14 With Z14 being hydrogen or 
C1-C18alkyl; 

[0076] G14, if n2 is 2, is C2-C12alkylene, 
C6-C12arylene, xylylene, a —CH2—CH(OH)—CH2 
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Q is C1-C4alkyl or phenyl, and G17, if n4 is 2, is 
C2-C12alkylene, C4-C12alkenylene, C6-C12arylene, a group 
of the formula —CH2—CH(OH)—CH2—O-D‘-O—CH2— 
CH(OH)—CH2—, in Which D‘ is C2-C1Oalkylene, 
C6-C15arylene or C6-C12cycloalkylene, or a group of the 

formula —CH2CH(OD“)CH2—(OCH2— 
CH(OD“)CH2)2—, in Which D“ is hydrogen, C1-C18alkyl, 
allyl, benZyl, C2-C12alkanoyl or benZoyl, T1 and T2) inde 
pendently of one another, are hydrogen, C1-C18alkyl or 
unsubstituted or halogen- or C1-C4alkyl-substituted 
C6-C1Oaryl or C7-C9aralkyl, or 

[0096] T1 and T2 together With the carbon atom 
bonding them form a C5-C14cycloalkane ring. 

[0097] Any C1-C12alkyl substituents are, for example, 
methyl, ethyl, n-propyl, n-butyl, sec-butyl, tert-butyl, 
n-hexyl, n-octyl, 2-ethylhexyl, n-nonyl, n-decyl, n-undecyl 
or n-dodecyl. 

[0098] Any C1-C18alkyl substituents can be, for example, 
the abovementioned groups and in addition, for example, 
n-tridecyl, n-tetradecyl, n-hexadecyl or n-octadecyl. 
[0099] Any C2-C6alkoxyalkyl substituents are, for 
example, methoxymethyl, ethoxymethyl, propoxymethyl, 
tert-butoxymethyl, ethoxyethyl, ethoxypropyl, n-butoxy 
ethyl, tert-butoxyethyl, isopropoxyethyl or propoxypropyl. 
[0100] C3-C5alkenyl G17 is, for example, 1-propenyl, 
allyl, methallyl, 2-butenyl or 2-pentenyl. 
[0101] C7-C9aralkyl G17, T1 and T2 are, in particular, 
phenethyl or especially benZyl. If T1 and T2 together With the 
carbon atom form a cycloalkane ring, this can be, for 
example, a cyclopentane, cyclohexane, cyclooctane or 
cyclododecane ring. 
[0102] C2-C4hydroxyalkyl G17 is, for example, 2-hy 
droxyethyl, 2-hydroxypropyl, 2-hydroxybutyl or 4-hydroxy 
butyl. 
[0103] C6-C1Oaryl G17, T1 and T2 are, in particular, phenyl 
or ot- or [3-naphthyl, Which are unsubstituted or substituted 

by halogen or C1-C4alkyl. 
[0104] C2-C12alkylene G17 is, for example, ethylene, pro 
pylene, 2,2-dimethylpropylene, tetramethylene, hexameth 
ylene, octamethylene, decamethylene or dodecamethylene. 
[0105] C4-C12alkenylene G17 is, in particular, 2-bute 
nylene, 2-pentenylene or 3-hexenylene. 
[0106] C6-C12arylene G17 is, for example, 0-, m- or p-phe 
nylene, 1,4-naphthylene or 4,4‘-diphenylene. 
[0107] C2-C12alkanoyl D“ is, for example, propionyl, 
butyryl, octanoyl, dodecanoyl, but preferably acetyl. 
[0108] C2-C1Oalkylene, C6-C15arylene or 
C6-C12cycloalkylene D‘ have, for example, one of the de? 
nitions given for D under (b‘). 
[0109] (e‘) A compound of the formula (1e) 

(16) 
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[0110] in Which n5 is the number 1 or 2, and G18 is a group 
of the formula 

CH3 G1 
G—CH2 

G— CH2 
CH3 
CH3 G1 

[0111] in Which G and GM are as de?ned under (a‘), and G1 
and G2 are hydrogen, methyl or, together, are a substituent 

:0, 

[0112] E is —O— or —ND‘"-, 

[0113] A is C2-C6alkylene or —(CH2)3—O— and 

[0114] x1 is the number 0 or 1, 

[0115] D‘" is hydrogen, C1-C12alkyl, 
C2-C12alkylene-N(DV)2, C2-C5hydroxyalkyl or 
C5-C7cycloalkyl, where D", independently, is 
hydrogen or butyl, 

[0116] G19 is identical to G18 or is one of the groups 
—N(G21)(G22)> —OG23> —N(H)(CH2OG23) or 
—N(CH2OG23)2> 

[0117] G20, if n5=1, is identical to G18 or G19 and, if 
n5=2, is an -E-DIV-E- group, in Which DIV is 
C2-C8alkylene or C2-C8alkylene Which is interrupted 
by 1 or 2-NG21- groups, 

[0118] G21 is hydrogen, C1-C12alkyl, cyclohexyl, 
benZyl or C1-C4-hydroxyalkyl or a group of the 
formula 

CH3 G1 
G—CH2 

G11—N or 

G—CH2 
CH3 

CH3 i CH3 
H3C N / N CH3 

G11—N N_G11, 
N 

n-C H n-C H 
H3C 4 9 4 9 CH3 

CH3 CH3 
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[0119] G22 is C1-C12alkyl, cyclohexyl, benZyl or 
C1-C4hydroxyalkyl, and 

[0120] G23 is hydrogen, C1-C12alkyl or phenyl, or 
G and G22 together are C4-C5alkylene or 

21 

C4-C5oxaalkylene, for example —CH2CH2—O— 
CH2CH2—, or a group of the formula —CH2CH2— 

[0121] Some examples of the several variables in the 
formula (Ie) are given beloW. 

[0122] Any C1-C12alkyl substituents are, for example, 
methyl, ethyl; n-propyl, n-butyl, sec-butyl, tert-butyl, 
n-hexyl, n-octyl, 2-ethylhexyl, n-nonyl, n-decyl, n-undecyl 
or n-dodecyl. 

[0123] Any hydroxyalkyl substituents are, for example, 
2-hydroxyethyl, 2-hydroxypropyl, 3-hydroxypropyl, 2-hy 
droxybutyl or 4-hydroxybutyl. 

[0124] Any C5-C7cycloalkyl substituents are, for example, 
cyclopentyl, cyclohexyl or cycloheptyl. Cyclohexyl is pre 
ferred. 

[0125] CZ-CGalkylene A is, for example, ethylene, propy 
lene, 2,2-dimethylpropylene, tetramethylene or hexameth 
ylene. 

[0126] 
oxaalkylene, they are, for example, tetramethylene, pentam 

If G21 and G22 together are C4-C5alkylene or 

ethylene or 3-oxapentamethylene. 
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[0127] (f) A compound of the formula (1f) 

(1f) 

H3C CH3 

O /\ 

E‘N N H3C CH3 N J 
( N H3C CH3 

G11—N NVN—K 
o 

[0128] Wherein GM is as de?ned under (a‘). 
[0129] (g‘) Oligomeric or polymeric compounds Whose 
recurring structural unit contains a 2,2,6,6-tetraalkylpip 
eridinyl radical, in particular polyesters, polyethers, polya 
mides, polyamines, polyurethanes, polyureas, polyaminot 
riaZines, poly(meth)acrylates, poly(meth)acrylamides and 
copolymers thereof Which contain such radicals. 

[0130] Examples of 2,2,6,6-polyalkylpiperidine com 
pounds from this class are the compounds of the folloWing 
formulae. m1 to m14 is a number from 2 to about 200, 
preferably 2 to 100, for example 2 to 50, 2 to 40, 3 to 40 or 
4 to 10. 

[0131] The meanings of the end groups Which saturate the 
free valences in the oligomeric or polymeric compounds 
listed beloW depend on the processes used for the prepara 
tion of said compounds. The end groups can also in addition 
be modi?ed after the synthesis of the compounds. 

[0132] Examples for polymeric compounds are: 
[0133] 1) A compound of the formula (1g) 
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[0134] wherein G24, G25, G26, G27 and G28, independently 
of one another, are a direct bond or C1-C1Oalkylene, GM is 
as de?ned under (a‘) and m17 is a number from 1 to 50. 

[0135] In the compound of the formula (1 g), the end group 
bonded to the >C=O group can be, for example, 

[0136] and the end group bonded to the oxygen can be, for 
example 

H3C CH3 

|| || 

—C_G24_(|:H G25 (|:H_G25_C_O N_G11. 
O=C C=O 

I I H3C CH3 

H3C CH3H3C CH3 

H3C N CH3 H3C N CH3 

[0137] 2) Compound of the formula (2g) 

(2g) 
_ N _ N 

A‘? TT_R”_N—_K TA 
N\ N R11 N\ N 

Y H3C CH3 Y 
B B 

H3C T CH3 
0 

| 
THZ 
THZ 
CH3 

_ _ml8 

[0138] in Which the index m,8 ranges from 1 to 15; 

[0139] R12 is C2-C12alkylene, C4-C12alkenylene, 
C5-C7cycloalkylene, C5-C7cycloalkylene-di(C1 
C4alkylene), C1-C4alkylenedi(C5-C7Cycloalkylene), 
phenylenedi(C1-C4alkylene) or C4-C12alkylene 
interrupted by 1,4-piperaZinediyl, —O— or >N—X1 
With X1 being C1-C12acyl or (C1 
C12alkoxy)carbonyl or having one of the de?nitions 
of R14 given beloW except hydrogen; 
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[0140] or R12 is a group of the formula (2g‘) or (2g“); 

—XSQCPT 
[0141] X2 being C1-C18alkyl, C5-C12cycloalkyl 
Which is unsubstituted or substituted by 1, 2 or 3 
C1-C4alkyl; phenyl Which is unsubstituted or substi 
tuted by 1, 2 or 3 C1-C4alkyl or 

[0142] C1-C4alkoxy; C7-C9phenylalkyl Which is 
unsubstituted or substituted on the phenyl by 1, 2 or 
3 C1-C4alkyl; and 

[0143] the radicals X3 being independently of one 
another C2-C12alkylene; 

[0144] the radicals A are independently of one 
another —OR13> —N(R14)(R15) or a group of the 
formula (2g‘"); 

(zgm) 
H3C CH3 

H3C CH3 

[0145] R13, R14 and R15, Which are identical or dif 
ferent, are hydrogen, C1-C18alkyl, C5-C12cycloalkyl 
Which is unsubstituted or substituted by 1, 2 or 3 
C1-C4alkyl; C3-C18alkenyl, phenyl Which is unsub 
stituted or substituted by 1, 2 or 3 C1-C4alkyl or 
C1-C4alkoxy; C7-C9phenylalkyl Which is unsubsti 
tuted or substituted on the phenyl by 1, 2 or 3 
C1-C4alkyl; tetrahydrofurfuryl or C2-C4alkyl Which 
is substituted in the 2, 3 or 4 position by —OH, 
C1-C8alkoxy, di(C1-C4alkyl)amino or a group of the 
formula (2gIV); 

(ZgIV) 

[0146] With Y being —O—, —CH2—, —CH2CH2— or 
>N—CH3, 
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[0147] or —N(R14)(R15) is additionally a group of 
the formula (2gIV); 

[0149] R16 is hydrogen, C1-C18alkyl, C3-C18alkenyl, 
C5-C12cycloalkyl Which is unsubstituted or substi 
tuted by 1, 2 or 3 C1-C4alkyl; C7-C9phenylalkyl 
Which is unsubstituted or substituted on the phenyl 

by 1, 2 or 3 C1-C4alkyl; tetrahydrofurfuryl, a group 
of the formula (2gv), 

H3C CH3 

[0150] or C2-C4alkyl Which is substituted in the 2, 3 or 4 
position by —OH, C1-C8alkoXy, di(C1-C4alkyl)amino or a 
group of the formula (2gIV); 

[0151] R11 has one of the de?nitions given for R16; 
and 

[0152] the radicals B have independently of one 
another one of the de?nitions given for A. 

[0153] 3) A compound of the formula (3g) 

(3%) 

F G31 G35 
CH3 i CH3 i 

k k G30 )\ k G34 
0 T O O T 0 

G29 G32 
| 
G33 

H3C CH3 

H3C N CH3 
H'19 

G11 

[0154] in Which GM is as de?ned under (a‘), G29 and G32, 
independently of one another, are a direct bond or a 

—N(X1)—CO—X2—CO—N(X3)— group, Where X1 and 
X3, independently of one another, are hydrogen, C1-C8alkyl, 
C5-C12cycloalkyl, phenyl, C7-C9phenylalkyl or a group of 
the formula 
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(3%) 
CH3 CH3 

CH3 CH3 

[0155] and X2 is a direct bond or C1-C4alkylene, G30, G31, 
G34 and G35, independently of one another, are hydrogen, 
C1-C3Oalkyl, C5-C12cycloalkyl or phenyl, G33 is hydrogen, 
C1-C3Oalkyl, C5-C12cycloalkyl, C7-C9phenylalkyl, phenyl 
or a group of the formula (3g), and m19 is a number from 1 
to 50. 

[0156] In the compounds of the formula (3g), the end 
group bonded to the 2,5-dioXopyrrolidine ring can be, for 
eXample, hydrogen, and the end group bonded to the 
—C(G34)(G35)- radical can be, for example, 

0 T O O T 0 
G32 G29 

| 
G33 

H3C CH3 

H3C N CH3 

G1 1 

[0157] 4) Aproduct obtainable by reacting an intermediate 
product, obtained by reaction of a polyamine of the formula 
(4g) With cyanuric chloride, With a compound of the formula 

[0158] in Which m‘ZO, m“2O and mmzo, independently of 
one another, are a number from 2 to 12, G36 is hydrogen, 
C1-C12alkyl, C5-C12cycloalkyl, phenyl or 
C7-C9phenylalkyl, and GM is as de?ned under (a‘). 

[0159] In general, the above reaction product can be 
represented for eXample by a compound of the folloWing 3 
formulae. It can also be in the form of a miXture of these 
three compounds: 
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[0160] 5) A compound of the formula (5g) 

(5g) 

G11 
In21 

[0161] in Which G11 is as de?ned under (a‘), G37 is 
C1-C1Oalkyl, C5-C12cycloalkyl, C1-C4alkyl-substituted 
C5-C12cycloalkyl, phenyl or C1-C1Oalkyl-substituted phe 
nyl, G38 is C3-C10alkylene and m21 is a number from 1 to 50. 

[0162] In the compounds of the formula (5g), the terminal 
group bonded to the silicon atom can be, for example, 
(G37)3Si—O—, and the terminal group bonded to the oxy 
gen can be, for example, —Si(G37)3. 

[0163] The compounds of the formula (5g) can also be in 
the form of cyclic compounds if m21 is a number from 3 to 
10, ie the free valences shoWn in the structural formula then 
form a direct bond. 

[0164] 6) A compound of the formula (6g) 

[0165] Where E is —O— or —ND‘"- as de?ned under (e‘), 
T3 is ethylene or 1,2-propylene, is the repeating structural 
unit derived from an alpha-ole?n copolymer With an alkyl 
acrylate or methacrylate; preferably a copolymer of ethylene 
and ethyl acrylate, and Where k is 2 to 100. 

[0166] 7) A compound of the formula (7g) 

[0167] Wherein m is 1 to 100; 
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[0168] G50 is straight or branched chain alkylene of 1 to 
18 carbon atoms, cycloalkylene of 5 to 8 carbon atoms, 
cycloalkenylene of 5 to 8 carbon atoms, alkenylene of 3 to 
18 carbon atoms, a straight or branched chain alkylene of 1 
to 4 carbon atoms substituted by phenyl or by phenyl 
substituted by one or tWo alkyl of 1 to 4 carbon atoms, With 
the proviso that in formula (7g) successive hindered amine 
moieties can be oriented in either a head to head or head to 

tail fashion; 

[0169] T4 is hydrogen or 

[0170] T4 is 

[0171] G55 is a straight or branched chain alkylene of 
1 to 18 carbon atoms, cycloalkylene or cycloalk 
enylene of 5 to 8 carbon atoms, phenylene or —NH 
alkylene-NH— of 2 to 18 carbon atoms including 
5-amino-1-aminomethyl-1,3,3-trimethylcyclohex 
ane and —NH-xylylene-NH—; 

[0172] T5 is alkyl of 1 to 4 carbon atoms; 

[0173] In the above shoWn oligomeric and polymeric 
compounds, examples of alkyl are methyl, ethyl, propyl, 
isopropyl, n-butyl, sec-butyl, isobutyl, tert-butyl, 2-ethylbu 
tyl, n-pentyl, isopentyl, 1-methylpentyl, 1,3-dimethylbutyl, 
n-hexyl, l-methylhexyl, n-heptyl, isoheptyl, 1,1,3,3-tetram 
ethylbutyl, 1-methylheptyl, 3-methylheptyl, n-octyl, 
2-ethyl-hexyl, 1,1,3-trimethylhexyl, 1,1,3,3-tetramethylpen 
tyl, nonyl, decyl, undecyl, l-methylundecyl, dodecyl, 1,1,3, 
3,5,5-hexamethylhexyl, tridecyl, tetradecyl, pentadecyl, 
hexadecyl, heptadecyl, octadecyl, eicosyl and docosyl; 

[0174] examples of cycloalkyl are cyclopentyl, 
cyclohexyl, cycloheptyl and cyclooctyl; 

[0175] 
and 

[0176] examples of alkylene are ethylene, propylene, 
trimethylene, tetramethylene, pentamethylene, 2,2 
dimethyltrimethylene, hexamethylene, trimethyl 
hexamethylene, octamethylene and decamethylene. 

an example of C7-C9phenylalkyl is benZyl; 
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[0177] (h‘) A compound of the formula (1h) 

(1h) 
CH3 0 

G— CH2. ( 
G11— N N G14 

G— CH2’ 
CH3 

[0178] in Which n6 is the number 1 or 2, G and G1 are as 
de?ned under (a‘), and G14 is as de?ned under (b‘), but G14 
cannot be —CONH-Z and —CH2—CH(OH)—CH2-O-D 
O—. 

[0179] (i‘) A compound of the formula (1i) 

(1i) 

GwfNTGw 
NY N 

G39 

[0180] Wherein the radicals G39, independently of one 
another, are a group of the formula (li-l) 

[0181] in Which G4O is C1-C12alkyl or C5-C12cycloalkyl, 
G41 is C2-C12alkylene and G42 is as de?ned for G11 above. 

[0182] Alkyl is for eXample C1-C4alkyl, in particular 
methyl, ethyl, propyl or butyl. 

[0183] Cycloalkyl is preferably cycloheXyl. 

[0184] Alkylene is for eXample ethylene, propylene, tri 
methylene, tetramethylene, pentamethylene, 2,2-dimethylt 
rimethylene or heXamethylene. 

[0185] Alkenyl is preferably allyl. 

[0186] Phenylalkyl is preferably benZyl. 

[0187] Acyl is preferably acetyl. 
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[0188] A compound of the formula 

(11') 
CH3 

G— CH2 

G11— N COO T7 

G— CH2 
CH3 

‘' 7 

[0189] Wherein G, G11 are as de?ned above and 

[0190] When n7 is 1, T7 is hydrogen, C1-C12alkyl, 

[0191] When n7 is 

[0192] 

[0193] 

[0194] 

[0195] 

C3-C5alkenyl, C7-C9aralkyl, C5-C7cycloalkyl, 
C2-C4hydroXyalkyl, C2-C6alkoXyalkyl, CG-C1O aryl, 
glycidyl, a group of the formula —(CH2)t—COO-Q 
or of the formula —(CH2)t—O—CO-Q Wherein t is 
1 or 2, and Q is C1-C4alkyl or phenyl; or 

2, T7 is C2-C12alkylene, 
C6-C12arylene, a group —CH2CH(OH)—CH2— 
O—X—O—CH2—CH(OH)—CH2— Wherein X is 
C2-C1Oalkylene, C6-C15arylene or 
C6-C12cycloa1kylene, or a group 

—CH2CH(OZ‘)CH2—(OCH2—CH(OZ‘)CH2)2— 
Wherein Z‘ is hydrogen, C1-C18alkyl, allyl, benZyl, 
C2-C12alkanoyl or benZoyl. 

(k‘) A compound of the formula (1k) 

(1k) 
CH3 

G— CH2 

G11— N o 

G— CH2 
CH3 

Wherein G, G11 are as de?ned above. 

(I‘) A compound of the formula (11) 

<11) 
CH3 

G —CHZ 

G11— N 

G —CH2 
CH3 

Wherein G, G11 are as de?ned above. 
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[0196] (m‘) A compound of the formula (1m) 

wherein G is as de?ned above, n8 is 1, 2 or 3, 

(1m) 

[0197] 

[0198] if n8 is 1, G51 is -G5O—O—CO-G56; G52 is 
—O—CO-G56; and G53 is hydrogen; Where G56 is 
alkyl or —NH-alkyl of 1 to 18 carbon atoms or 
—NH-cycloalkyl of 5 to 8 carbon atoms; 

[0199] if n8 is 2, G51 is alkylene of 1 to 18 carbon 
atoms, hydroXyalkylene of 3 to 18 carbon atoms, 
cycloalkylene of 5 to 8 carbon atoms, cycloalk 
enylene or hydroXycycloalkylene of Sto 8 carbon 
atoms, alkenylene of 3 to 18 carbon atoms, or a 
straight or branched chain alkylene of 1 to 4 carbon 
atoms or hydroXyalkylene of 2 to 4 carbon atoms 
substituted by phenyl or by phenyl substituted by one 
or tWo alkyl of 1 to 4 carbon atoms; or G51 is a 
divalent acyl radical of an aliphatic, cycloaliphatic, 
araliphatic or aromatic dicarboXylic acid or of a 
dicarbamic acid, preferably an acyl radical of an 
aliphatic dicarboXylic acid having 2-18 C atoms, of 
a cycloaliphatic or aromatic dicarboXylic acid having 
8-14 C atoms, 

[0200] if n8 is 3, G51 is alkanetriyl of 1 to 18 carbon 
atoms, hydroXyalkanetriyl of 3 to 18 carbon atoms, 
cycloalkanetriyl of 5 to 8 carbon atoms, cycloalken 
etriyl of 5 to 8 carbon atoms, alkenetriyl of 3 to 18 
carbon atoms, a straight or branched chain alkan 
etriyl of 1 to 4 carbon atoms substituted by phenyl or 
by phenyl substituted by one or tWo alkyl of 1 to 4 
carbon atoms; 

[0201] 

[0202] G52 is —O'G12; —N(G13)G14; —O'G15; 
—COO-T7; or is a group of one of the formulae 

if n8 is 2or 3, 
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-continued 
CH3 

CH3 
G18 

N / IN 

A / E—(A)x1— ’ 

[0203] and 

[0204] G53 is hydrogen or, if G52 is —OG15, is 
O-G‘ls; 

G19 

[0205] or G52 and G53 together are :0; or a group of 
the formula 

CH3 

[0206] Where G11 and G12 are as de?ned above under (a‘) 
if n1 is 1; G13 and G14 are as de?ned above under (b‘) if n2 
is 1; G15 and G‘15 are as de?ned above under (c‘) if n3 is 1; 
G18, G19, A, E, DIV, X1 are as de?ned above under (e‘); T7 
is as de?ned above under if n7 is 1; 

[0207] G54 is as de?ned for G12 under (a‘) if n1 is 2; 
G55 is as de?ned for G14 under (b‘) if n2 is 2; G56 is 
as de?ned for T7 under if n7 is 2. 

[0208] Of special technical importance is a sterically hin 
dered amine light stabiliZer of the hydroXyhydrocarby 
loXyamine class, Wherein E1 is preferably C1-C18alkyl, 
C5-C12cycloalkyl or C7-C15aralkyl each of Which is substi 
tuted in the aliphatic part by 1-3 OH groups, especially 1 OH 
group. 

[0209] Thus, present invention also pertains to a ?ame 
retardant composition stabiliZed against deleterious effects 
of light and Weathering comprising 

[0210] 
[0211] b) a ?ame retardant selected from 

a) a polyole?n, and 

[0212] b1) melamin based ?ame retardants and/or 
ammonium polyphosphate, 
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[0213] b2) bis-(hexachlorocyclopentadieno) 
cyclooctane, 

[0214] b3) tris-(2,3-dibromopropyl)-isocyanurate, 
[0215] b4) ethylene-bis-tetrabromophthalimide; 

and 

[0216] c) a sterically hindered amine light stabilizer 
of the hydroxyhydrocarbyloxyamine class. 

[0217] Further, the instant invention pertains to a process 
for imparting light stability and ?ame retardancy to a 
thermoplastic polymer, Which process comprises adding to 
said polymer a combination of the ?ame retardant tris-(2,3 
dibromopropyl)-isocyanurate and a sterically hindered 
amine light stabiliZer of the hydrocarbyloxyamine or 
hydroxyhydrocarbyloxyamine class. A ?ame retardant and 
light stabiliZed composition comprising 

[0218] 
[0219] b) tris-(2,3-dibromopropyl)-isocyanurate as a 
?ame retardant and 

[0220] c) a sterically hindered amine light stabiliZer 
of the hydrocarbyloxyamine or hydroxyhydrocarby 
loxyamine class 

a) a polyole?n, 

[0221] 
[0222] Preferred components a and c and amounts thereof 
in the novel process and novel compositions are as described 
above. 

is another preferred object of present invention. 

[0223] Components b and c of the instant invention and 
optional further components may readily be incorporated 
into the polymer by conventional techniques, at any conve 
nient stage prior to the manufacture of shaped articles 
therefrom. For example, the additives may be mixed With 
the polymer in dry poWder form, or a suspension or emul 
sion of the stabiliZer may be mixed With a solution, suspen 
sion, or emulsion of the polymer. The additives may be 
added to component (a), individually or mixed With one 
another. If desired, the individual components can be mixed 
With one another in the melt (melt blending) before incor 
poration into the material to be stabiliZed. Components b 
and/or c and optional further additives may be incorporated, 
for example, before or after molding or also by applying the 
dissolved or dispersed stabiliZer mixture to the material to be 
stabiliZed, With or Without subsequent evaporation of the 
solvent. The additives of component b and/or c as Well as 
further additives can also be added to the material to be 
stabiliZed in the form of a masterbatch Which contains these 
components in a concentration of, for example, about 2.5% 
to about 25% by Weight; in such operations, the polymer can 
be used in the form of poWder, granules, solutions, suspen 
sions or in the form of latices. 

[0224] Incorporation can take place prior to or during the 
shaping operation, or by applying the dissolved or dispersed 
compound to the polymer, With or Without subsequent 
evaporation of the solvent. In the case of elastomers, these 
can also be stabiliZed as latices. A further possibility for 
incorporating the stabiliZers of the invention into polymers 
is to add them before, during or directly after the polymer 
iZation of the corresponding monomers. In the case of 
addition prior to or during the polymeriZation, the stabiliZers 
of the invention can also act as a regulator of the chain length 

of the polymers (chain terminator). 
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[0225] Components b and c of the invention can judi 
ciously be incorporated by the folloWing methods: 

[0226] as emulsion or dispersion (eg to latices or 
emulsion polymers), 

[0227] as a dry mixture during the mixing in of 
additional components or polymer mixtures, 

[0228] by direct introduction into the processing 
apparatus (e.g. extruders, internal mixers, etc), 

[0229] as solution or melt. 

[0230] The additive combination of present components b 
and c is useful for many applications, especially outdoor 
applications, including the folloWing: 

[0231] Thermoplastic ole?ns (TPO), e.g. paintable ther 
moplastic ole?ns 

[0232] Polypropylene molded articles 

[0233] Polyethylene ?lm 

[0234] Molded polypropylene With brominated ?ame 
retardants 

[0235] Molded thermoplastic ole?n With brominated 
?ame retardants 

[0236] Polethylene ?lm With brominated ?ame retardants 

[0237] Thermoplastic elastomers With other costabiliZers 

[0238] Grease-?lled Wire and cable insulation 

[0239] Coatings over plastic substrates 

[0240] Polyole?n tanks or containers containing chemi 
cals 

[0241] Polyole?n ?lms With an antifog agent 

[0242] Polyole?n ?lms With IR thermal ?llers such as 
hydrotalcites, e.g. DHT4A 

[0243] Polyole?n ?lms With an antistatic agent 

[0244] Flame-resistant molded polypropylene articles 

[0245] Flame-resistant molded thermoplastic ole?ns 

[0246] Flame-resistant polethylene ?lm 

[0247] Pre-formed ?lms for lamination to plastic sub 
strates 

[0248] Electronic appliance 

[0249] Containers, boxes, bins for storage and transporta 
t1on 

[0250] Automotive applications eg dashboard, back 
board 

[0251] Furniture e.g. stadion seats, public seats 

[0252] Roo?ng sheets 

[0253] Roo?ng membranes 

[0254] Flooring materials 

[0255] Liners 

[0256] Pro?les, especially WindoW and door pro?les 

[0257] Geomembranes. 
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trone, N-lauryl-alpha-undecylnitrone, N-tetradecyl-alpha 
tridecylnitrone, N-hexadecyl-alpha-pentadecylnitrone, 
N-octadecyl-alpha-heptadecyinitrone, N-hexadecyl-alpha 
heptadecyinitrone, N-ocatadecyl-alpha-pentadecylnitrone, 
N-heptadecyl-alpha-heptadecyinitrone, N-octadecyl-alpha 
hexadecylnitrone, nitrone derived from N,N-dialkylhy 
droxyl-amine derived from hydrogenated talloW amine. 

[0296] 7. Thiosynergists, for example dilauryl thiodipro 
pionate or distearyl thiodipropionate. 

[0297] 8. Peroxide scavengers, for example esters of 
[3-thiodipropionic acid, for example the lauryl, stearyl, myri 
styl or tridecyl esters, mercaptobenZimidaZole or the Zinc 
salt of 2-mercaptobenZimidaZole, Zinc dibutyidithiocarbam 
ate, dioctadecyl disul?de, pentaerythritol tetrakis([3-dode 
cylmercapto)propionate. 

[0298] 9. Polyamide stabilisers, for example copper salts 
in combination With iodides and/or phosphorus compounds 
and salts of divalent manganese. 

[0299] 10. Basic co-stabilisers, for example melamine, 
polyvinylpyrrolidone, dicyandiamide, triallyl cyanurate, 
urea derivatives, hydraZine derivatives, amines, polyamides, 
polyurethanes, alkali metal salts and alkaline earth metal 
salts of higher fatty acids, for example calcium stearate, Zinc 
stearate, magnesium behenate, magnesium stearate, sodium 
ricinoleate and potassium palmitate, antimony pyrocatecho 
late or Zinc pyrocatecholate. 

[0300] 11. Nucleating agents, for example inorganic sub 
stances, such as talcum, metal oxides, such as titanium 
dioxide or magnesium oxide, phosphates, carbonates or 
sulfates of, preferably, alkaline earth metals; organic com 
pounds, such as mono- or polycarboxylic acids and the salts 

thereof, eg 4-tert-butylbenZoic acid, adipic acid, dipheny 
lacetic acid, sodium succinate or sodium benZoate; poly 
meric compounds, such as ionic copolymers (ionomers). 
Especially preferred are 1,3:2,4-bis(3‘,4‘-dimethylbenZylide 
ne)sorbitol, 1,3:2,4-di(paramethyldibenZylidene)sorbitol, 
and 1,3:2,4-di(benZylidene)sorbitol. 

[0301] 12. Fillers and reinforcing agents, for example 
calcium carbonate, silicates, glass ?bres, glass beads, asbes 
tos, talc, kaolin, mica, barium sulfate, metal oxides and 
hydroxides, carbon black, graphite, Wood ?our and ?ours or 
?bers of other natural products, synthetic ?bers. 

[0302] 13. Other additives, for example plasticisers, lubri 
cants, emulsi?ers, pigments, rheology additives, catalysts, 
?oW-control agents, optical brighteners, ?ameproo?ng 
agents, antistatic agents and bloWing agents. 

[0303] 14. BenZofuranones and indolinones, for example 
those disclosed in US. Pat. No. 4,325,863; US. Pat. No. 
4,338,244; US. Pat. No. 5,175,312; US. Pat. No. 5,216,052; 
US. Pat. No. 5,252,643; DE-A-4316611; DE-A-4316622; 
DE-A-4316876; EP-A-0589839 or EP-A-0591102 or 3-[4 
(2-acetoxyethoxy)-phenyl]-5,7-di-tert-butyl-benZofuran-2 
one, 5,7-di-tert-butyl-3-[4-(2-stearoyloxyethoxy)phenyl] 
benZofuran-2-one, 3,3‘-bis[5,7-di-tert-butyl-3-(4-[2 
hydroxyethoxy]phenyl)benZofuran-2-one]5,7-di-tert-butyl 
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3-(4-ethoxyphenyl)benZofuran-2-one, 3-(4-acetoxy-3,5 
dimethylphenyl)-5,7-di-tert-butyl-benZofuran-2-one, 3-(3,5 
dimethyl-4-pivaloyloxyphenyl)-5,7-di-tert-butyl 
benZofuran-2-one, 3-(3,4-dimethylphenyl)-5,7-di-tert-butyl 
benZofuran-2-one, 3-(2,3-dimethylphenyl)-5,7-di-tert-butyl 
benZofuran-2-one. 

[0304] 15. Amine oxides, for example amine oxide deriva 
tives as disclosed in US. Pat. Nos. 5,844,029 and 5,880,191, 
didecyl methyl amine oxide, tridecyl amine oxide, tridode 
cyl amine oxide and trihexadecyl amine oxide. US. Pat. 
Nos. 5,844,029 and 5,880,191 disclose the use of saturated 
hydrocarbon amine oxides toWards the stabiliZation of ther 
moplastic resins. It is disclosed that the thermoplastic com 
positions may further contain a stabiliZer or mixture of 

stabiliZers selected from phenolic antioxidants, hindered 
amine light stabiliZers, ultraviolet light absorbers, organic 
phosphorus compounds, alkaline metal salts of fatty acids 
and thiosynergists. The co-use of amine oxides With other 
stabiliZers toWards stabiliZing polyole?ns is not exempli?ed. 

[0305] Further preferred compositions comprise, in addi 
tion to components (b) and (c) further additives, in particular 
phenolic antioxidants, light stabiliZers or processing stabi 
liZers. 

[0306] Particularly preferred additives are phenolic anti 
oxidants (item 1 of the list), further sterically hindered 
amines (item 2.6 of the list), light stabiliZers of the benZo 
triaZole and/or o-hydroxyphenyltriaZine class (items 2.1 and 
2.8 of the list), phosphites and phosphonites (item 4 of the 
list) and peroxide-destroying compounds (item 5.) of the list. 

[0307] Additional additives (stabiliZers) Which are also 
particularly preferred are benZofuran-2-ones, such as 
described, for example, in US. Pat. No. 4,325,863, US. Pat. 
No. 4,338,244 or US. Pat. No. 5,175,312. 

[0308] The instant composition can additionally contain 
another UV absorber selected from the group consisting of 
the s-triaZines, the oxanilides, the hydroxybenZophenones, 
benZoates and the ot-cyanoacrylates. Particularly, the instant 
composition may additionally contain an effective stabiliZ 
ing amount of at least one other 2-hydroxyphenyl-2H 
benZo-triaZole; another tris-aryl-s-triaZine; or hindered 
amine or mixtures thereof. Preferred are additional compo 

nents selected from pigments, dyes, plasticiZers, antioxi 
dants, thixotropic agents, levelling assistants, basic costabi 
liZers, further light stabiliZers like UV absorbers and/or 
sterically hindered amines, metal passivators, metal oxides, 
organophosphorus compounds, hydroxylamines, and mix 
tures thereof, especially pigments, phenolic antioxidants, 
calcium stearate, Zinc stearate, UV absorbers of the 2-(2‘ 
hydroxyphenyl)benZotriaZole and 2-(2-Hydroxyphenyl)-1, 
3,5-triaZine classes, and sterically hindered amines. 

[0309] It is one of the ?ndings of present invention that an 
especially improved performance, both in light stability and 
?ame retardancy, may be obtained if the thermoplastic 
polymer contains, besides the ?ame retardant, a combination 
of a conventional sterically hindered amine of high molecu 
lar Weight With a loW molecular Weight sterically hindered 


















