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A high-performance piston core including a ?rst piston 
cylinder and a second piston cylinder, With a piston center 
longitudinally disposed betWeen and magnetically coupling 
the ?rst piston cylinder and the second piston cylinder. The 
piston center is made of high-performance magnetic mate 
rial, such as Cobalt steel (CoFe), Silicon steel (SiFe), 
Vanadium/Cobalt steel (Permendur), alloys thereof, or the 
like. The high-performance magnetic materials exhibit high 
magnetic permeability and reduce the magnetic reluctance 
of ?ux bottlenecks. In addition, high-performance magnetic 
materials typically saturate at a higher ?ux density than the 
conventional magnetic materials. The ?rst piston cylinder 
and the second piston cylinder can be made of conventional 
magnetic material, such as loW-carbon steel. The ?rst piston 
cylinder can include a ring disposed about an end, Where the 
end is longitudinally attached and magnetically coupled to 
the piston center. 
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HIGH-PERFORMANCE PISTON CORE FOR A 
MAGNETORHEOLOGICAL DAMPER 

TECHNICAL FIELD 

[0001] This invention relates generally to the ?eld of 
magnetorheological ?uid dampers, and in particular, to 
high-performance piston cores for use in magnetorheologi 
cal ?uid dampers. 

BACKGROUND OF THE INVENTION 

[0002] Magnetorheological ?uid dampers have found a 
number of practical applications in automotive suspensions, 
clutches, engine mounts, vibration control units, earthquake 
proo?ng equipment, and robotic systems. The magnetorheo 
logical ?uid in the damper changes key rheological proper 
ties, such as yield stress or viscosity, in response to a 
magnetic ?uX to adjust the damping characteristics of the 
damper. 
[0003] FIG. 1 shoWs a cutaWay perspective vieW for a 
magnetorheological (MR) piston including a piston core. 
Magnetorheological (MR) dampers have a cylinder (not 
shoWn) containing an MR ?uid and an MR piston 10 
slidably engaging the inner diameter of the cylinder. In this 
eXample, the MR ?uid passes through a ?oW gap 12 betWeen 
the inner surface of solid piston ring 14 and the outer surface 
formed by piston core 16 and coil Winding 18. The magnetic 
?eld in the ?oW gap 12 is changed by varying the electric 
current in the coil Winding 18, Which changes the yield stress 
of the MR ?uid in the ?oW gap 12. This changes the 
damping characteristics of the MR damper. A rod 20 is 
attached to the MR piston 10 and eXtends outside the 
cylinder. The cylinder and the rod 20 are attached to separate 
structures to dampen relative motion of the tWo structures 
along the direction of MR piston travel. 

[0004] FIG. 2, in Which like elements share like reference 
numbers With FIG. 1, shoWs a magnetic ?uX density distri 
bution plot for a magnetorheological (MR) piston including 
a piston core. The magnetic ?uX density in the piston core 16 
includes a high ?uX density region 22 and a loW ?uX density 
region 24. The high ?uX density region 22 is typically 
located betWeen the longitudinal aXis of the piston core 16 
and the coil Winding 18. When the material in the high ?uX 
density region 22 is magnetically saturated, the ?uX density 
in the ?oW gap 12 is limited, regardless of the electric 
current through the coil Winding 18. The high ?uX density 
region 22 restricts the magnetic ?uX through the central 
portion of the core, acting as a ?uX bottleneck, and thus 
limits the dynamic range and performance of the MR 
damper. 
[0005] Several approaches have been implemented or sug 
gested to Work around the problem of limitation of the ?uX 
density in the ?oW gap due to magnetic saturation, using 
changes to the piston core materials, the piston core geom 
etry, or the MR ?uid. 

[0006] One approach has been to build the Whole piston 
core from a high-performance magnetic alloy Which satu 
rates at a ?uX density higher than that encountered in the MR 
damper. The cost of suitable high-performance magnetic 
alloys, such as Cobalt steel and Vanadium/Cobalt steel 
(Permendur), greatly eXceeds the cost of loW-carbon steel 
used presently. The increased cost makes this approach 
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uneconomical for mass-produced items, such as automotive 
dampers, Which are produced in large numbers and for 
Which even a small fractional cost determines pro?t or loss. 

[0007] Another approach has been to change the piston 
core geometry to increase the ?uX density in the ?oW gap, 
such as by reducing the Width of the ?oW gap. This increases 
the ?uX density in the ?oW gap for a given number of 
ampere-turns in the coil Winding, but precludes desirable 
damper con?gurations. The ?oW resistance of the ?oW gap 
depends on its Width, so reducing the Width of the ?oW gap 
increases ?oW resistance. FloW resistance at loW or no coil 
Winding current is higher than desirable, precluding this 
approach. 
[0008] Yet another approach has been to increase the iron 
content of the MR ?uid to increase its yield stress for a given 
?uX density in the ?oW gap. This causes a number of 
materials problems, such as particle separation, particle 
sedimentation, increased abrasion, and increased viscosity. 
The increased iron content causes operational dif?culties, 
such as greater magnetic ?eld loss and reduction in damper 
dynamic range. The higher viscosity also requires larger 
?oW gap Widths in order to maintain acceptable loW damp 
ing forces When the coil current is loW or Zero. The required 
increased gap Width in turn reduces the ?uX density in the 
?oW gap, thus negating the bene?ts of increased iron content 
in the ?uid. Increased iron content also increases MR ?uid 
cost. The many problems resulting from increased iron 
content in the MR ?uid make this approach undesirable. 

[0009] Accordingly, it Would be desirable to have a high 
performance piston core for a magnetorheological damper 
that overcomes the disadvantages described. 

SUMMARY OF THE INVENTION 

[0010] One aspect of the present invention provides a 
high-performance piston core for a magnetorheological 
damper that provides a high magnetic ?uX density in the 
?oW gap. 

[0011] Another aspect of the present invention provides a 
high-performance piston core for a magnetorheological 
damper that avoids magnetic saturation in the ?uX bottle 
neck. 

[0012] Another aspect of the present invention provides a 
high-performance piston core for a magnetorheological 
damper that is economical. 

[0013] Another aspect of the present invention provides a 
high-performance piston core for a magnetorheological 
damper that uses conventional piston core geometries. 

[0014] Another aspect of the present invention provides a 
high-performance piston core for a magnetorheological 
damper that uses conventional magnetorheological ?uids. 

[0015] Another aspect of the present invention provides a 
high-performance piston core for a magnetorheological 
damper that alloWs design ?exibility. 

[0016] The invention provides the foregoing and other 
features, and the advantages of the invention Will become 
further apparent from the folloWing detailed description of 
the presently preferred embodiments, read in conjunction 
With the accompanying draWings. The detailed description 
and draWings are merely illustrative of the invention and do 
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not limit the scope of the invention, Which is de?ned by the 
appended claims and equivalents thereof. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0017] FIGS. 1 & 2 show a cutaway perspective and a 
magnetic ?ux density distribution plot, respectively, for a 
magnetorheological (MR) piston including a piston core. 

[0018] FIGS. 3-5 shoW an exploded perspective, a cross 
section, and a How gap radial ?ux density plot, respectively, 
for a high-performance piston core for a magnetorheological 
damper made in accordance With the present invention; 

[0019] FIGS. 6 & 7 shoW an exploded perspective and a 
cross section, respectively, of another embodiment for a 
high-performance piston core for a magnetorheological 
damper made in accordance With the present invention; 

[0020] FIGS. 8 & 9 shoW an exploded perspective and a 
cross section, respectively, of yet another embodiment for a 
high-performance piston core for a magnetorheological 
damper made in accordance With the present invention. 

[0021] FIGS. 10 & 11 shoW perspectives of a spiral 
Wound and plate laminated piston center, respectively, for a 
high-performance piston core for a magnetorheological 
damper made in accordance With the present invention. 

[0022] FIG. 12 shoWs a perspective of a laminated piston 
cylinder for a high-performance piston core for a magne 
torheological damper made in accordance With the present 
invention. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

[0023] The high-performance piston core for a magne 
torheological damper of the present invention attains the 
magnetic characteristics of a piston core made completely of 
high-performance magnetic material While minimiZing the 
amount of high-performance magnetic material actually 
used. The high-performance piston core provides greater 
?ux density in the damper ?oW gap, greater damping force, 
and greater damper dynamic range. The high-performance 
piston core also provides improved dynamic response 
through the reduced persistence of eddy currents When coil 
current is changed. 

[0024] FIGS. 3-5 shoW an exploded perspective, a cross 
section, and a How gap radial ?ux density plot, respectively, 
for a high-performance piston core for a magnetorheological 
damper. The piston core uses high-performance magnetic 
materials in ?ux bottleneck directly beloW the coil Winding 
gap and in the piston cylinders to reduce the magnetic 
reluctance in the ?ux bottleneck. 

[0025] FIGS. 3 & 4, in Which like elements share like 
reference numbers, shoW a piston core 100 including a ?rst 
ring 102, an inner core 104, and a second ring 106. The inner 
core 104 has a ?rst end 108, a piston center 110, and a 
second end 112. The ?rst ring 102 and the ?rst end 108 form 
a ?rst piston cylinder 124; the second ring 106 and the 
second end 112 form a second piston cylinder 126. The 
piston center 110 is longitudinally disposed betWeen and 
magnetically couples the ?rst piston cylinder 124 and the 
second piston cylinder 126. The piston center 110 includes 
a middle ring 114 machined on its outer perimeter. The rings 
102, 106 and the middle ring 114 de?ne a coil Winding gap 

Sep. 29, 2005 

118 for Winding the coil Winding (not shoWn). Endpieces 
116 are used to secure the rings 102, 106 to the inner core 
104. 

[0026] The rings 102, 106 are made of a relatively inex 
pensive conventional magnetic material, such as loW-carbon 
steel, SAE 1010 steel, or the like. Other loW-cost materials 
suitable for fabricating the rings 102, 106 include SAE 1006 
steel, SAE 1008 steel, SAE 1018 steel, and SAE 1020 steel, 
as Well as sintered poWdered iron materials. The inner core 
104 is made of a high-performance magnetic material, such 
as Cobalt steel (CoFe), Silicon steel (SiFe), Vanadium/ 
Cobalt steel (Permendur), alloys thereof, or the like. High 
performance magnetic materials come in different compo 
sitions depending on the desired saturation ?ux density, 
conductivity, hysteresis loop and corrosion resistance, and 
are Well knoWn to those practiced in the art. The high 
performance magnetic materials, particularly Cobalt steel 
alloys, require much loWer ampere-turns to reach a given 
?ux density and saturate at a higher ?ux density than the 
conventional magnetic materials. The high-performance 
magnetic materials typically have a high permeability. Sili 
con steel (SiFe) has a saturation ?ux density similar to SAE 
1010 steel. Use of SiFe alloys reduces both the induced eddy 
current effects and the ampere-turn requirements of the coil 
Winding because of the alloys’ higher magnetic permeability 
and loW electrical conductivity. 

[0027] The less expensive conventional magnetic material 
is used in the rings 102, 106, Which are in the loW ?ux region 
132. The more expensive high-performance magnetic mate 
rial is used in the ?ux bottleneck 130 to reduce the magnetic 
reluctance of the ?ux bottleneck 130. The reduced reluc 
tance in the ?ux bottleneck 130 reduces the ampere-turns 
required to generate the required gap ?ux density to levels 
Within the thermal limits of the coil. This optimiZes the use 
of the more expensive high-performance magnetic material 
by reducing the amount of high-performance magnetic 
material by 45 to 50 percent from the amount used if the 
piston core Were made of high-performance magnetic mate 
rial alone, While maintaining a high gap ?ux density. 

[0028] The ?ux density in the ?ux bottleneck 130 is 
typically greater than 1.5 Tesla and can be as high as 2 Tesla. 
The ?ux density in the loW ?ux region 132 is typically less 
than 1 Tesla. In the example shoWn in FIG. 4, the ?ux 
bottleneck 130 is in the piston center 110 and part of the ends 
108, 112. Those skilled in the art Will appreciate that the ?ux 
bottleneck 130 can be in different portions of the piston core 
100. The ?ux bottleneck 130 can be Within the piston center 
110 or can be in the piston center 110 and the ends 108, 112. 
The ?ux bottleneck 130 can also extend into the rings 102, 
106. 

[0029] The piston core 100 is assembled by press ?tting 
the rings 102, 106 over the ends 108, 112 of the inner core 
104 until the middle ring 114 prevents further travel. The 
endpieces 116 prevent the rings 102, 106 from rotating 
relative to the inner core 104 due to the complementary lug 
120 and recess 122 on the endpieces 116 and the rings 102, 
106, respectively. The rings 102, 106 and the middle ring 
114 de?ne a coil Winding gap 118 over the piston center 110 
of the inner core 104 in Which the coil Winding (not shoWn) 
is Wound. In an alternative embodiment, the middle ring 114 
is omitted and the axial length of the rings 102, 106 alone 
used to de?ne the coil Winding gap 118. In another alterna 
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tive embodiment, glue or adhesive is used in addition to the 
press-?t to hold the piston core 100 together. 

[0030] FIG. 5 is a plot of the radial ?ux density in the ?uid 
gap as a function of axial position for a piston core made of 
conventional loW-carbon steel, for a piston core made 
entirely of high-performance magnetic material, and for the 
piston core 100 of FIGS. 3 & 4 made of conventional 
loW-carbon steel and high-performance magnetic material. 
FIG. 5 illustrates that the gap ?ux density for the piston core 
100 is greater than the gap ?ux density of the conventional 
loW-carbon steel piston core, and equal to the gap ?ux 
density of the high-performance magnetic material piston 
core. The axial position corresponds to the ?rst piston 
cylinder 124, the piston center 128, and the second piston 
cylinder 126. 

[0031] FIG. 5 presents the results of ?nite element analy 
sis for three types of piston cores having the same dimen 
sions. First curve 140, marked by x’s (X), is the baseline case 
of a conventional loW-carbon steel piston core made of SAE 
1010 steel. Second curve 142 is marked With plusses (+) for 
the all high-performance magnetic material (HPMM) piston 
core and circles (o) for the dual material piston core 100 of 
FIGS. 3 & 4. 

[0032] The improvement in the gap ?ux density can be 
seen by comparing the ?rst curve 140 for the conventional 
loW-carbon steel piston core and the second curve 142 for 
the all HPMM piston core. The all HPMM piston core 
increases gap ?ux density in the region of the piston cylin 
ders 124, 126 by more than 10 percent over the gap ?ux 
density from the conventional loW-carbon steel piston core 
made of SAE 1010 steel. Ahigher gap ?ux density produces 
a higher damping force for a given coil Winding current, 
increasing the damper dynamic range. 

[0033] The second curve 142 applies to both the all 
HPMM piston core made completely of high-performance 
magnetic material and the dual material piston core 100 of 
FIGS. 3 & 4. Thus, the dual material piston core 100, Which 
limits the use of the high-performance magnetic material to 
the ?ux bottleneck, maintains the higher gap ?ux density of 
the all HPMM piston core While optimiZing the use of the 
more expensive high-performance magnetic material. 

[0034] FIGS. 6 & 7 shoW an exploded perspective and a 
cross section, respectively, of another embodiment for a 
high-performance piston core for a magnetorheological 
damper. The piston core uses high-performance magnetic 
materials in ?ux bottlenecks beloW the coil Winding gap to 
avoid magnetic saturation. 

[0035] FIGS. 6 & 7, in Which like elements share like 
reference numbers, shoW a piston core 200 including a ?rst 
piston cylinder 202, a piston center 204, and a second piston 
cylinder 206. The piston center 204 is longitudinally dis 
posed betWeen and magnetically couples the ?rst piston 
cylinder 202 and the second piston cylinder 206. The piston 
cylinders 202, 206 and the piston center 204 de?ne a coil 
Winding gap 218 for Winding the coil Winding (not shoWn). 

[0036] The piston cylinders 202, 206 are made of a 
relatively inexpensive conventional magnetic material, such 
as loW-carbon steel, SAE 1010 steel, or the like. Other 
loW-cost materials suitable for fabricating the piston cylin 
ders 202, 206 include SAE 1006 steel, SAE 1008 steel, SAE 
1018 steel, and SAE 1020 steel, as Well as sintered poWdered 
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iron materials. The piston center 204 is made of a high 
performance magnetic material, such as Cobalt steel (CoFe), 
Silicon steel (SiFe), Vanadium/Cobalt steel (Permendur), 
alloys thereof, or the like. High-performance magnetic mate 
rials come in different compositions depending on the 
desired saturation ?ux density, conductivity, hysteresis loop 
and corrosion resistance, and are Well knoWn to those 
practiced in the art. The high-performance magnetic mate 
rials, particularly Cobalt steel alloys, require much loWer 
ampere-turns to reach a given ?ux density and saturate at a 
higher ?ux density than the conventional magnetic materi 
als. The high-performance magnetic materials typically have 
a high permeability. Silicon steel (SiFe) has a saturation ?ux 
density similar to SAE 1010 steel. Use of SiFe alloys 
reduces both the induced eddy current effects and the 
ampere-turn requirements of the coil Winding because of the 
alloys’ higher magnetic permeability and loW electrical 
conductivity. 

[0037] The less expensive conventional magnetic material 
is used in the piston cylinders 202, 206, Which are in the loW 
?ux region 232. The more expensive high-performance 
magnetic material is used in the ?ux bottleneck 230 to 
reduce the magnetic reluctance of the ?ux bottleneck 230. 
The reduced reluctance in the ?ux bottleneck 230 reduces 
the ampere-turns required to generate the required gap ?ux 
density to levels Within the thermal limits of the coil. This 
optimiZes the use of the more expensive high-performance 
magnetic material by reducing the amount of high-perfor 
mance magnetic material by 70 to 75 percent from the 
amount used if the piston core Were made of high-perfor 
mance magnetic material alone, While maintaining a high 
gap ?ux density. 

[0038] The ?ux density in the ?ux bottleneck 230 is 
typically greater than 1.5 Tesla and can be as high as 2 Tesla. 
The ?ux density in the loW ?ux region 232 is typically less 
than 1 Tesla. In the example shoWn in FIG. 7, the ?ux 
bottleneck 230 is Within the piston center 204. Those skilled 
in the art Will appreciate that the ?ux bottleneck 230 can 
extend into the piston cylinders 202, 206 as Well. 

[0039] The piston core 200 is assembled by press-?tting 
the piston cylinders 202, 206 on the piston center 204. The 
piston cylinders 202, 206 and the piston center 204 de?ne a 
coil Winding gap 218 in Which the coil Winding (not shoWn) 
is Wound. The piston cylinders 202, 206 and the piston 
center 204 include complementary engagement ?ttings 220 
to align the various parts during assembly and prevent the 
parts from rotating relative to each other during operation. In 
an alternative embodiment, the complementary engagement 
?ttings 220 are omitted. In another alternative embodiment, 
glue or adhesive is used in addition to the press-?t to hold 
the piston core 200 together. 

[0040] Those skilled in the art Will appreciate that the 
dimensions of the piston core depend on the particular 
application in Which the piston core is used. In one example, 
a 36 millimeter long piston core as shoWn in FIGS. 6 & 7 
With a coil Winding of 100 turns and a How gap of 0.7 
millimeter has a piston center 21 millimeter long and 22 
millimeter in diameter and piston cylinders 8 millimeter 
thick and 28 millimeter in diameter. In another example, a 36 
millimeter long piston core as shoWn in FIGS. 6 & 7 With 
a coil Winding of 80 turns and a How gap of 0.7 millimeter 



US 2005/0210870 A1 

has a piston center 14.8 millimeter long and 22.5 millimeter 
in diameter and piston cylinders 11.1 millimeter thick and 
28.3 millimeter in diameter. 

[0041] FIGS. 8 & 9, in Which like elements share like 
reference numbers With FIGS. 7 & 8, shoW an exploded 
perspective and a cross section, respectively, of yet another 
embodiment for a high-performance piston core for a mag 
netorheological damper. A piston core 200 includes a ?rst 
piston cylinder 202, a piston center 204, and a second piston 
cylinder 206. The piston center 204 is longitudinally dis 
posed betWeen and magnetically couples the ?rst piston 
cylinder 202 and the second piston cylinder 206. The piston 
cylinders 202, 206 and the piston center 204 de?ne a coil 
Winding gap 218 for Winding the coil Winding (not shoWn). 
The ?rst piston cylinder 202 and the second piston cylinder 
206 each include a cutout 208, Which reduces the amount of 
material required to fabricate the piston cylinders 202, 206. 

[0042] FIGS. 10 & 11 shoW perspectives of a spiral 
Wound and plate laminated piston center, respectively, for a 
high-performance piston core for a magnetorheological 
damper. In this embodiment, the piston center is laminated 
of high-performance magnetic material With high dielectric 
material betWeen adjacent laminates. The laminated piston 
center permits faster decay of eddy currents relative to a 
solid piston core. This in turn alloWs faster response to 
change of coil current. The laminated piston center takes 
advantage of Well-knoWn techniques and readily available 
materials available in the art of motor, transformer, and 
solenoid manufacture. The laminated design can be used for 
the piston core or the inner core of FIG. 3. 

[0043] Referring to FIG. 10, the spiral Wound piston 
center 300 is formed of a tape 302 of high-performance 
magnetic material Wound into a cylinder. The voids 304 
betWeen the adjacent Wraps of the tape 302 are ?lled With 
insulating glue having a high dielectric constant, such as is 
Well knoWn to those in the art of motor, transformer, and 
solenoid manufacture. 

[0044] Referring to FIG. 11, the plate laminated piston 
center 310 is formed of plates 312 of high-performance 
magnetic material laid on each other and glued together, then 
machined into a cylinder. The voids 314 betWeen the adja 
cent plates 312 are ?lled With insulating glue having a high 
dielectric constant, such as is Well knoWn to those in the art 
of motor, transformer, and solenoid manufacture. 

[0045] FIG. 12 shoWs a perspective of a laminated piston 
cylinder for a high-performance piston core for a magne 
torheological damper. The laminated piston cylinder 320 is 
formed of a stack of discs 322 of conventional magnetic 
material aligned perpendicular to the long aXis of the piston 
center, With insulating glue having a high dielectric constant 
?lling the voids 324 betWeen the adjacent discs. The lami 
nated design can be used for the piston cylinder by stacking 
discs or for the rings of FIG. 3 by stacking circles With 
center cutouts. In an alternative embodiment, the rings are 
formed by stacking discs and machining out the center. 

[0046] Although the eXamples in the description above are 
directed toWard a cylindrical piston core, those skilled in the 
art Will appreciate that a number of shapes are possible. 
Different shapes are suited to particular applications. The 
piston core can have a cross section Which is square, 
rectangular, polygonal, or irregular as desired. 
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[0047] While the embodiments of the invention disclosed 
herein are presently considered to be preferred, various 
changes and modi?cations can be made Without departing 
from the spirit and scope of the invention. The scope of the 
invention is indicated in the appended claims, and all 
changes that come Within the meaning and range of equiva 
lents are intended to be embraced therein. 

We claim: 
1. A high-performance piston core, comprising: 

a ?rst piston cylinder; 

a second piston cylinder; and 

a piston center, the piston center longitudinally disposed 
betWeen and magnetically coupling the ?rst piston 
cylinder and the second piston cylinder, 

Wherein the piston center is made of high-performance 
magnetic material. 

2. The piston core of claim 1 Wherein the high-perfor 
mance magnetic material is selected from the group con 
sisting of Cobalt steel (CoFe), Silicon steel (SiFe), Vana 
dium/Cobalt steel (Permendur), and alloys thereof. 

3. The piston core of claim 1 Wherein the ?rst piston 
cylinder is made of conventional magnetic material. 

4. The piston core of claim 3 Wherein the conventional 
magnetic material is selected from the group consisting of 
loW-carbon steel, SAE 1010 steel, SAE 1006 steel, SAE 
1008 steel, SAE 1018 steel, SAE 1020 steel, and sintered 
poWdered iron materials. 

5. The piston core of claim 3 Wherein the second piston 
cylinder is made of a material selected from the group 
consisting of conventional magnetic material and high 
performance magnetic material. 

6. The piston core of claim 1 further comprising an end 
longitudinally attached and magnetically coupled to the 
piston center, Wherein the ?rst piston cylinder comprises a 
ring disposed about the end. 

7. The piston core of claim 6 Wherein the end is made of 
the high-performance magnetic material. 

8. The piston core of claim 1 Wherein the piston center is 
laminated. 

9. The piston core of claim 1 Wherein the ?rst piston 
cylinder is laminated. 

10. A high-performance piston core, comprising: 

an inner core, the inner core having a ?rst end, a piston 
center, and a second end; 

a ?rst ring disposed about the ?rst end; and 

a second ring, the second ring being disposed about the 
second end, 

Wherein the inner core is made of a high-performance 
magnetic material. 

11. The piston core of claim 10 Wherein the high-perfor 
mance magnetic material is selected from the group con 
sisting of Cobalt steel (CoFe), Silicon steel (SiFe), Vana 
dium/Cobalt steel (Permendur), and alloys thereof. 

12. The piston core of claim 10 Wherein the ?rst ring is 
made of conventional magnetic material. 

13. The piston core of claim 12 Wherein the conventional 
magnetic material is selected from the group consisting of 
loW-carbon steel, SAE 1010 steel, SAE 1006 steel, SAE 
1008 steel, SAE 1018 steel, SAE 1020 steel, and sintered 
poWdered iron materials. 
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14. The piston core of claim 12 wherein the second ring 
is made of a material selected from the group consisting of 
conventional magnetic material and high-performance mag 
netic material. 

15. The piston core of claim 10 further comprising a 
middle ring about the inner core 104. 

16. The piston core of claim 10 Wherein the inner core is 
laminated. 

17. The piston core of claim 10 Wherein the ?rst ring is 
laminated. 

18. A high-performance piston core, comprising: 

a ?rst piston cylinder; 

a second piston cylinder; and 

a piston center, the piston center being longitudinally 
disposed betWeen and magnetically coupling the ?rst 
piston cylinder and the second piston cylinder, the 
piston center including a ?uX bottleneck, 

Wherein the ?uX bottleneck is made of high-perfor 
mance magnetic material. 

19. The piston core of claim 18 Wherein the high-perfor 
mance magnetic material is selected from the group con 
sisting of Cobalt steel (CoFe), Silicon steel (SiFe), Vana 
dium/Cobalt steel (Permendur), and alloys thereof. 

20. The piston core of claim 18 Wherein the ?uX bottle 
neck has a ?uX density greater than 1.5 Tesla. 

21. The piston core of claim 18 Wherein the ?rst piston 
cylinder includes a loW ?uX density region and the loW ?uX 
density region is made of conventional magnetic material. 
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22. The piston core of claim 21 Wherein the loW ?uX 
density region has a ?uX density less than 1 Tesla. 

23. The piston core of claim 18 Wherein the ?rst piston 
cylinder includes a second ?uX bottleneck and the second 
?uX bottleneck is made of the high-performance magnetic 
material. 

24. The piston core of claim 23 Wherein the high-perfor 
mance magnetic material is selected from the group con 
sisting of Cobalt steel (CoFe), Silicon steel (SiFe), Vana 
dium/Cobalt steel (Permendur), and alloys thereof. 

25. A high-performance piston core, comprising: 

a ?rst piston cylinder, the ?rst piston cylinder including a 
?uX bottleneck; 

a second piston cylinder; and 

a piston center, the piston center being longitudinally 
disposed betWeen and magnetically coupling the ?rst 
piston cylinder and the second piston cylinder, 

Wherein the ?uX bottleneck is made of high-perfor 
mance magnetic material. 

26. The piston core of claim 25 Wherein the high-perfor 
mance magnetic material is selected from the group con 
sisting of Cobalt steel (CoFe), Silicon steel (SiFe), Vana 
dium/Cobalt steel (Permendur), and alloys thereof. 


