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(57) ABSTRACT 

A tube-sock shaped polymeric covering for Wearing over an 
amputation stump. The covering has an open end for receiv 
ing the amputation stump and a closed end opposite the open 
end. The covering includes a docking means for attachment 
of an external device to the covering. The covering may also 
include one or more areas of reinforcing material that can be 

present in the form of a strip or rod, for example. The 
reinforcing material is comprised of a material that is less 
stretchable than the polymeric material forming the cover 
ing, and acts to reduce stretching and/or movement of the 
covering 
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TUBE SOCK-SHAPED COVERING 

[0001] This application is a divisional of US. application 
Ser. No. 09/418,505, ?led on Oct. 15, 1999, Which is a 
continuation-in-part of US. application Ser. No. 09/131, 
915, ?led on Aug. 10, 1998 and now US. Pat. No. 6,406, 
499, Which is a continuation of US. application Ser. No. 
08/688,954, ?led on Jul. 31, 1996 and noW abandoned. 

BACKGROUND OF THE INVENTION 

[0002] The present invention relates to a gel and various 
articles of manufacture such as a cushion liner With fabric on 
the inside and/or outside thereof, cushion locking liner With 
added-on metal threaded insert, open-ended cushion knee or 
elboW sleeve, cushion fabric and cushion ?at sheet all useful 
for increasing the comfort of the Wearer. Also described is a 
sleeve member, and reinforced sleeve member for enclosing 
an amputation stump, preferably, a cushioned sock for use 
by, e.g., beloW-knee (BK) or above-knee amputees. 
The sleeve member and cushioning devices are preferably 
provided in a contoured form ?t con?guration Which, When 
Worn, comes up over the limb and adapts to a right or left 
side bias of the bony prominence of the residuum (stump) or 
are provided in simple tube (i.e., tube-sock) shape With 
various optional cushioning. Cushioning material may 
optionally be provided on the inside and/or outside of the 
invention sleeves, liners and sheet to minimiZe the discom 
fort of, e.g., an orthotic device, such as a knee brace, or a 
prosthetic device, such as an arti?cial arm or leg. In a 
preferred embodiment, the cushioning material is adjusted in 
thickness and has a non-uniform thickness over the article 
surface. In another a preferred embodiment the sleeves and 
liner have cushioning material in a recessed Achilles con 
?guration: the cushioning material does not contact the 
Wearer at an upper posterior (i.e., knee crease), or upper 
anterior (i.e., elboW crease, etc.) portion of the limb or 
residuum, or elboW due, e.g., to the thinning of cushioning 
material, even While the liner, sleeve, etc. comes up over the 
joint. For example, the cushioning material can be thinner in 
these areas than in other places. In special applications, such 
as for Symes amputations, a thinner coating of gel at the 
distal end of a sleeve or liner can be used. 

DISCUSSION OF THE BACKGROUND 

[0003] For at least the past 80 years amputees have Worn 
tubular socks over their residual limb. Cotton, Wool and 
cotton-Wool blends have typically been used. More recently, 
With the advent of synthetic materials, nylon and other 
textiles, including some With a measure of elasticity, have 
also been utiliZed. 

[0004] In a typical loWer limb prosthesis an amputee’s 
stump tends to “piston” in the socket: during ambulation the 
stump Will come up in the socket of the prosthesis until the 
attaching means holding the prosthesis to the Wearer cause 
the prosthesis to lift With the stump. On the Way doWn, air 
may be trapped betWeen the residuum and stump sock, or 
betWeen the prosthesis socket and sock, or betWeen a socket 
liner and a sock. 

[0005] With Wool and cotton socks Which tend to breathe 
and Which are not airtight this pistoning effect is not a major 
problem With regard to the generation of sound effects. Since 
Wool and cotton tend not to tightly form ?t a residuum, 
hoWever, the amputee typically packs a material around the 

Oct. 27, 2005 

residuum once it is placed into the prosthetic device or adds 
additional socks to increase thickness or puts on thicker 
socks in order to provide necessary ?t. HoWever, for socks 
Which do not breathe and Which are made from, e.g., 
polymeric material, a problem occurs When the residuum 
pistons in the prosthetic device: terri?c sound effects such as 
sucking and gurgling noises are generated Which are obtru 
sive and inappropriate, often embarrassing the Wearer. In 
addition, such air pockets produce non-uniform pressures 
and loading discontinuities on the skin, irritating it. 

[0006] Finally, many amputees experience a sWelling of 
the stump. When the residuum is in a prosthetic socket the 
stump tends to contract signi?cantly, and When taken out of 
the socket the stump tends to expand Within minutes of 
removal. This expansion and contraction of the residuum 
contributes to the development of air pockets and the 
generation of obtrusive noises since a sock Which may have 
provided a comfortable ?t on the expanded stump becomes 
a loose ?t With air pocket opportunities When the residuum 
is placed inside the prosthetic socket. In addition, and over 
time, an amputee’s residuum tends to adjust in siZe, usually 
shrinking. As these changes occur they increase the ten 
dency for the pistoning effect, described above, to occur. In 
addition to the embarrassment caused by the sound effects 
generated by pistoning, cushioned socks Which alloW or 
promote air pocket formation quickly Wear out and, if not 
replaced often, lead to lesions, etc. on the residuum. 

[0007] Currently available cushioned residuum socks are 
tubular or conical and do not provide a form ?t on an 
amputee’s residuum. Regardless Whether such socks are 
provided With internal and/or external cushioning material 
they fail to avoid air pockets. While a stump may generally 
have a roughly conical or cubical shape there are invariably 
recessed areas on, e.g., the medial side of the prominent tibia 
bone. Generally, on a beloW knee, left side residual limb the 
recessed area Will be predominantly on the right side of the 
tibia bone. There is also typically a smaller recessed area on 
the left side. For right side residual limbs the predominant 
recessed area is on the left side of the bone, With smaller 
recessed areas on the right side. Usually, the greatest recess 
occurs immediately beloW the patella, on either side. In 
addition, left side amputees typically have a right side bias 
to the bony prominence of the beloW knee stump, and right 
side amputees have a similar bias to the left side. Conven 
tional tubular or conical elastic socks simply cannot account 
for these several variable conditions Without using 
extremely high levels of elastic tension Which compress the 
outermost points along the stump’s circumference, causing 
discomfort and a non-uniform ?t. 

[0008] Amputees typically attach a prosthetic limb to their 
residual limb by means of a rigid socket, liner, and a 
suspension means. The rigid socket is often custom fabri 
cated to match the shape of the intended user’s residual limb 
and may be made of thermoplastic or ?ber reinforced 
thermoset materials, but can also be made from Wood, metal, 
etc. Since such hard materials are generally uncomfortable 
When in intimate With the skin over long periods of time, 
especially under load bearing conditions, liners and/or pros 
thetic socks are often used as interface members betWeen the 
hard socket and the residual limb to increase comfort. Such 
liners are generally of the open cell foam type, such as Pelite 
or Kemblo, but may also be made of silicon, urethane, etc. 
type materials. See, for example, US. Pat. No. 5,258,037 
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and US. Pat. No. 5,376,132, both incorporated herein by 
reference. Prosthetic socks, as mentioned above, may be 
made of Wool, cotton, synthetic materials, etc, and amputees 
tend to prefer liners and socks Which are easily changed to 
facilitate cleaning, to accommodate volume changes in the 
residual limb, or to accommodate different user activities. 

[0009] Suspension systems Which help to hold a prosthetic 
limb in place may or may not be an integral part of the rigid 
socket and/or liner. Examples of suspension systems include 
supracondylar or Waist belt, joint and corset systems, neo 
prene or lateX sleeves, socket ears Which grip the condyles, 
suction or pin and lock systems such as those Where the pin 
is attached to a liner and the lock is attached to a hard socket, 
etc. Examples of typical suspension systems may be found 
in US. Pat. No. 4,923,474, US. Pat. No. 4,923,475, US. 
Pat. No. 5,007,937, US. Pat. No. 5,108,456, US. Pat. No. 
5,201,773, US. Pat. No. 5,201,774, US. Pat. No. 5,246,464, 
US. Pat. No. 5,263,923, US. Pat. No. 5,314,497, US. Pat. 
No. 5,387,245, US. Pat. No. 5,376,131 and US. Pat. No. 
5,405,405, all incorporated herein by reference. 

[0010] HoWever, and as is clear from the above descrip 
tion of the prior art, all current interfaces for use betWeen an 
amputee’s residual limb and a prosthetic device suffer from 
draWbacks Which may include custom fabrication (and cor 
responding long lead times), high cost, loW durability, space 
requirements (too long, too high pro?le, etc.), noise due, for 
eXample, to air pockets forming betWeen the liner and the 
residual limb, skin irritation, restricted joint range of motion, 
lack of accommodation of stump geometry changes, objec 
tionable odors, discoloration, inadequate comfort, etc. 

SUMMARY OF THE INVENTION 

[0011] Accordingly, one object of this invention is to 
provide a gel Which can be used alone or in combination 
With various other materials such as fabrics and Which can 
be used in or formed into various articles of manufacture, 
apparel, etc., and used by an amputee and nonamputee to 
provide increased comfort. 

[0012] Another object of the present invention is a cushion 
liner Which can ?t a range of residual limb siZes With 
minimal or no air pockets and Which comprises, preferably, 
the invention gel With or Without fabric, preferably having a 
non-uniform thickness throughout. 

[0013] Another object of the present invention is a cushion 
locking liner similar to the invention cushion liner but 
having docking means preferably at the distal end or side 
thereof for coupling the liner to e.g., the hard socket of a 
prosthetic device. The docking means are preferably molded 
directly into the cushion liner. 

[0014] Another object of the present invention is an open 
ended cushion or knee or elboW sleeve Which is open on 
both ends and, When Worn by an amputee, can cover the 
residual limb and limb and prosthetic device so as to provide 
increased support for the prosthetic device, or a seal for a 
suction suspension system, and When Worn by a non 
amputee provides padding or joint support or protection 
from environmental elements. Gel alone or fabric/gel com 
posites in tube shape are preferred. For use as a seal the 
invention sleeve can be Worn over invention socks, closed 
ended sleeves, ?tted sleeves, etc. 

[0015] Another object of the present invention is to pro 
vide a cushion ?at sheet Which is made of gel, of gel and 
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fabric, or of gel and another material Which can be used to 
make any of the invention cushion liners, cushion locking 
liners, cushion knee sleeves, cushioned socks, etc., and 
Which can be used in other applications Where padding is 
required including shoe inserts, support bracing, seat cush 
ions, sports pads for the knee, shin, elboW, chest, hand, etc., 
crutch arm pads, etc. The invention cushion ?at sheet can 
also be used as a compression Wrap, etc. 

[0016] Another object of this invention is to provide a 
novel optionally cushioned sleeve member for enclosing an 
amputation stump having a form-?tting tubular shape. 

[0017] Another object of the present invention is to pro 
vide an optionally cushioned sleeve member having a bias 
pattern and contoured form ?t Which Will equally accom 
modate a left side amputee and a right side amputee. 

[0018] Another object of the present invention is to pro 
vide a cushioned sock, liner, or locking liner having a 
contoured form ?t shape and polymeric cushioning material 
arranged to provide an interface betWeen an amputee’s 
residuum and a prosthetic device. 

[0019] Another object of the present invention is to pro 
vide a non-cushioned sleeve member having a contoured 
form ?t. 

[0020] Another object of the present invention is to pro 
vide a cushioned sock, liner, or locking liner having a 
contoured form ?t shape and polymeric cushioning material 
arranged to provide an interface betWeen an amputee’s 
residuum and a prosthetic device. 

[0021] Another object of the present invention is to pro 
vide a non-cushioned sleeve member having a contoured 
form ?t. 

[0022] Another object of the present invention is to pro 
vide a cushioned sleeve member for enclosing an amputa 
tion stump having a contoured, form-?tting tubular shape 
Wherein, preferably, the interior of the closed end of the 
sleeve member Which if fabric, is impregnated With or 
coated With a polymeric material arranged in a recessed 
Achilles con?guration Which provides a cushioning effect at 
the interface betWeen the residuum and a prosthetic device 
socket but Which minimiZes or eliminates contact With the 
skin in the crease of the knee or elboW or ankle, even While 
coming up over those joints When Worn. The form-?tting 
sleeve member can be made of invention gel only or 
thermoplastic only also While still having a recessed Achilles 
con?guration. 
[0023] Another object of the present invention is to pro 
vide a cushioned sleeve, open-ended sleeve, sock, liner or 
locking liner Which alloWs for the timed-release of a skin 
conditioner, biocide, etc. 

[0024] Another object of the present invention is to pro 
vide a cushioned sleeve for an amputation residuum Which 
is form ?tting and Which avoids the generation of air pockets 
and the obtrusive noises they provide. 

[0025] Another object of the present invention is to pro 
vide a sleeve member for enclosing an amputation stump 
Which is form ?tting and Which is optionally cushioned, 
Which is as thin as possible. 

[0026] Another object of the present invention is to pro 
vide a sock, including typical prior art tube socks, etc., 
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having cushioning material on the inside thereof in a 
recessed Achilles con?guration. 

[0027] Another object of the present invention is a rein 
forced sleeve member, cushion liner, cushion locking liner, 
knee sleeve, and all other invention articles, having a 
reinforcing material at, e.g., the distal end thereof or in any 
other location desired such as stress points, surfaces sub 
jected to abrasion, etc. 

[0028] Another object of the present invention is a cushion 
liner With fabric on both the inside and outside surfaces 
thereof. 

[0029] Another object of the present invention is the 
provision of a seal on the exterior and/or interior of all 
invention articles, preferably the invention cushion liner, 
Wherein the fabric or gel surface of an invention sock, 
sleeve, etc., is provided With an elastic, air-tight-forming 
seal in the form of a band, etc. on the outside and/or inside 
thereof. The seal is preferably made of the invention gel, 
silicone, thermoplastic, etc. 

[0030] Another object of the invention is to provide a 
cushioned fabric Which can be used to form any article that 
contacts the body. 

[0031] Another object of the invention is to provide a 
sleeve member Which is predominately longitudinally 
stretchable in the area adapted to cover the knee of a Wearer 
and is predominately circumferentially stretchable above, 
beloW, and behind the knee. 

[0032] Another object of the invention is to provide a 
sleeve member having a thicker, higher Wear resistant elastic 
fabric in the front and a thinner, higher elastic fabric in the 
back. 

[0033] Another object of the invention is to provide a 
sleeve member With longitudinally extending boning or 
stays along the lateral sides thereof to assist in retaining the 
sleeve in position on the leg of a Wearer. 

[0034] Another object of the invention is to provide a 
sleeve member or open-ended tube sock-shaped member 
With an elastic band or other ?nishing around an open end 
of the member to assist in retaining the member in position 
on the leg of a Wearer. 

[0035] Another object of the invention is to provide a liner 
or open-ended tube sock-shaped member having a thicker, 
higher Wear resistant elastic fabric at the front and bottom 
thereof and a thinner, higher elastic fabric at the back 
thereof. 

[0036] Another object of the invention is to provide a liner 
or open-ended tube sock member With a thicker, higher Wear 
resistant elastic fabric at the bottom thereof With the remain 
der of the member being formed from a fabric for Which 
Wear resistance and comfort are suf?cient. 

[0037] Another object of the invention is to provide a gel 
With a thermal-regulating additive for absorbing and/or 
releasing heat. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0038] Amore complete appreciation of the invention and 
many of the attendant advantages thereof Will be readily 
obtained as the same becomes better understood by refer 
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ence to the folloWing detailed description When considered 
in connection With the accompanying draWings, Wherein: 

[0039] FIGS. 1a and 1b shoW a typical pattern for the 
re?ected tWo-piece form ?tting sleeve member according to 
the invention. 

[0040] FIG. 2a shoWs a frontal vieW and FIG. 2b shoWs 
a side vieW of the invention sleeve member enclosing a 
stump-like form, Where 1a and 1b refer to the pattern 
members of FIGS. 1a and 1b, respectively. 

[0041] FIGS. 3a, b, and c shoW a typical pattern for the 
optionally banded three-piece form ?tting sleeve member 
according o the invention, the piece of FIG. 3a being 
optional. Piece The piece of FIG. 3a can also be used the 
pattern of FIGS. 1a and 1b to provide a top band. 

[0042] FIG. 4 shoWs an invention sleeve member 
assembled from the FIG. 3 pattern, Where a, b and c 
correspond to patterns a, b and c, respectively, in FIG. 3. 

[0043] FIG. 5 shoWs a cushion liner according to the 
present invention With uniform Wall thickness. 

[0044] FIG. 6 shoWs a cushion liner according to the 
invention having a tapered Wall thickness at the open end. 

[0045] FIG. 7a shoWs a side vieW and FIG. 7b shoWs a 
front vieW of an invention cushion liner Which has a con 
toured inner surface providing variable thickness cushioning 
material at portions of the liner intended to provided par 
ticular selective cushioning to the user. 

[0046] FIG. 8 shoWs an invention open-ended cushion 
knee or elboW sleeve With optional fabric covering and With 
optional thinning at both ends. 

[0047] FIG. 9 shoWs an invention locking liner With 
docking means at the distal end thereof. 

[0048] FIG. 10 shoWs an invention form ?tting sleeve 
having an optional WindoW of clear plastic material, etc., in 
the fabric. 

[0049] FIG. 11 shoWs an invention open-ended knee or 
elboW sleeve in position and contacting a cushion liner and 
a prosthetic device. 

[0050] FIG. 12 shoWs a cushion locking liner With rein 
forcement. The threaded insert is molded in. 

[0051] FIGS. 13(a) and 13(b) illustrate a sleeve Wherein 
the fabric over the knee is stretchable primarily in the 
longitudinal direction of the sleeve and the remaining fabric 
above and beloW the knee and at the back of the leg is 
primarily stretchable in the radial direction as illustrated by 
the double ended arroWs in FIGS. 13(a) and 13(b). 

[0052] FIG. 14 illustrates a sleeve Which comprises a 
thicker, higher Wear resistant elastic fabric in front of the 
Wearer’s leg, highly elastic thinner material at the back of 
the Wearer’s leg, and longitudinally extending boning or 
stays along the lateral sides of the sleeve. 

[0053] FIG. 15 illustrates a thicker, higher Wear resistant 
fabric in the front portion of the sleeve, highly elastic thinner 
fabric in the back of the sleeve, and continuous longitudi 
nally extending boning or stays on the lateral sides thereof. 

[0054] FIG. 16 illustrates a sleeve having an elastic band 
seWn adjacent the top of the sleeve. 
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[0055] FIG. 17 illustrates a U-shaped elastic band posi 
tioned over the top edge of the sleeve and seWn thereto. 

[0056] FIG. 18 illustrates a sleeve Wherein the top edge of 
the sleeve is ?nished With an overlock stitch. 

[0057] FIG. 19 illustrates a sleeve provided With loops 
adjacent the top edge thereof adapted to retain an elastic 
strap. 

[0058] FIG. 20(a) illustrates a liner or tube sock-shaped 
covering Wherein the front portion is made of a thicker, 
higher Wear resistant elastic fabric and the rear portion 
comprises thinner elastic fabric for more comfort behind the 
knee. 

[0059] FIG. 20(b) is another embodiment of a liner or tube 
sock-shaped covering illustrating a thicker, higher Wear 
resistant fabric at the front and thinner, higher elastic fabric 
for more comfort behind the knee. 

[0060] FIG. 21(a) illustrates a four part liner or tube 
sock-shaped covering Wherein the bottom tWo parts, one at 
the front and one at the back, are made of a thicker, higher 
Wear resistant fabric and the tWo upper parts, one at the front 
and one at the back, are made of a thinner fabric for Which 
Wear resistance and comfort are suf?cient. 

[0061] FIG. 21(b) illustrates a three part liner or tube 
sock-shaped covering Wherein a single bottom part of a 
thicker, higher Wear resistant fabric extends from the front 
around to the back and is attached to tWo upper parts, one at 
the front and one at the back, made of a thinner fabric for 
Which Wear resistance and comfort are suf?cient. 

[0062] FIG. 22 illustrates a tWo part liner or tube sock 
shaped covering Wherein a single front part of a higher Wear 
resistant fabric is attached to one or more of parts of thinner 
fabric Which covers the bottom and back. 

[0063] FIG. 23 illustrates a liner With an annular ring 
interfacing With a prosthetic socket. 

[0064] FIG. 24(a) illustrates a liner With an annular ring 
interfacing With a prosthetic socket lined With another gel 
liner. 

[0065] FIG. 24(b) illustrates three sample pro?les for the 
annular ring of FIG. 24(a). 

DETAILED DESCRIPTION OF THE 

EXEMPLARY EMBODIMENT(S) 

[0066] US. application Ser. Nos. 08/406,145 and 08/611, 
305 are incorporated herein by reference. The present inven 
tion polymeric gel composition comprises, preferably, a 
block copolymer and, optionally, mineral oil. The gels of the 
invention are nonfoamed or foamed With, e.g., a foaming 
agent. The mineral oil may be present in from 0-95% by 
Weight based on total gel Weight, more preferably 70-90% 
by Weight, but also including all of any positive amount 
including 5, 10, 15, 20, 25, 30, 35, 40, 45, 55, 60, 65, 70, 75, 
80, 85, and 90% by Weight and all values and ranges in 
betWeen all these listed values. The invention gel preferably 
has a durometer (Shore A) of 0-20 and preferably a durom 
eter that matches or approximates (110%) human skin. 
Preferably, the oil is present on an equal Weight basis, or in 
a Weight ratio of 1A, With regard to the amount of polymeric 
material present. More preferably, the gel durometer is from 
1-100 Shore 00, most preferably 5-35. The polymeric mate 
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rial present is preferably a styrene isoprene/butadiene block 
copolymer or styrene-ethylene/butadiene-styrene block 
copolymer. Preferable examples of such polymeric materials 
useful herein include C-Flex 1970-W5 (R70-339-000), 
C-Flex 1960-W5 (both manufactured by Consolidated Poly 
mer Technologies, Largo, Fla., U.S.A.), Kraton G1654 
(manufactured by Shell Chemical Co.), Septon 4033, 4044, 
4055, 4077, and 4099 (manufactured by Kuraray), 
DYNAFLEX G6703, G6708, G6713 and G2706 (manufac 
tured by GLS Corp.). For the C-Flex materials a particularly 
preferred ratio is 1 part oil per 2 parts C-Flex material. 

[0067] Preferred ratios of polymer to mineral oil are 
1/1-4/1 using C-Flex 1970-W5 or 1960W5, one part Kraton 
G1654: 2.75 parts mineral oil, and 14 parts Kraton G1654: 
15 parts CFlex R70-306 (or R70-190 or R70-251 or any 
mixture thereof): 40 parts mineral oil. The CFlex R70-339 
000, R70-306, -190 and -251 materials are also preferred 
herein and are products of Consolidated Polymer Technolo 
gies. They are blends of S-EB-S block copolymer or SIB 
block copolymer With mineral oil. 10 parts Kraton G1654 
and 11 parts CFlex R70-306 and 27 parts Duoprime 70 oil 
is also preferred. A highly preferred gel is 62.5% C-Flex 
1970-W5, and 37.5% Carnation mineral oil. 55-65% C-Flex 
1970-W5 and 45-35% oil is also preferred. Also preferred is 
a composition of 26-65 Wt % styreneisoprene/butediene 
block copolymer and 35-74% by Weight mineral oil. Here, 
27, 28, 29, 30, 35, 40, 45, 50 and 55 Wt % SIB can be used 
With oil ranging from 73, 72, 71, 70, 65, 60, 55, 50 and 45 
Wt %. All %’s are percent by Weight unless otherWise 
indicated. 

[0068] The preferred polymers useful herein and listed 
above (C-Flex, Kraton, Septon, and DNYAFLEX materials), 
in addition to being styrene-isoprene/butadiene or styrene 
ethylene/butadiene-styrene block copolymers (mixed With 
mineral oil in the case of at least the C-Flex 1970-W5, 
R70-339-000, R70-306, -190 and -251 materials) also 
include styrenebutadiene-styrene and any thermoplastic 
elastomer having the Shore Aand/or Shore 00 characteristics 
listed above and capable of being blended With mineral oil. 
Mixtures of all mentioned polymers may be used. Several 
preferred polymeric materials useful in all aspects of the 
present invention are more particularly described With 
regard to the invention sleeve member infra. 

[0069] The mineral oil used herein is preferably puri?ed 
mineral oil and is preferably USP grade. Carnation mineral 
oil is preferred. 

[0070] The present invention cushion liner and cushion 
locking liner may have an overall tube-sock shape or may be 
form-?tting (described more fully beloW With regard to the 
invention sleeve member). These shapes are referred to 
generically as sock-shaped coverings. The invention sleeve 
cushion liner and cushion locking liner can ?t a range of 
residual or normal limb siZes With minimal or no air pockets, 
come up over the knee or elboW When Worn, and preferably 
have a range of elasticity of from 10-2400% and a range of 
distal radius of %“-4“ or Whatever is required by the Wearer. 
The invention sleeve, open-ended sleeve, cushion liner and 
cushion locking liner may be made of the invention gel itself 
or of a combination of gel/fabric With appropriate seaming, 
Where necessary. At least three standard geometries may be 
provided for both the invention cushion liner and cushion 
locking liner, those geometries being 1) uniform Wall, 2) 
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tapered Wall and 3) contoured Wall. These geometries are 
also useful With regard to the invention sleeve and open 
ended sleeve member discussed below and refer to the 
thickness of the gel. Recessed achilles con?guration (see 
infra) can be used in all articles and aspects of the invention, 
as can a reverse taper of gel thickness Where gel is thin at the 
distal end and thicken toWards the open end. 

[0071] The uniform Wall cushion and cushion locking 
liner simply comprise a uniform thickness of gel. Tapered 
Wall cushion liners and cushion locking liners are generally 
those having a layer of gel Which is thicker distally for 
additional padding (and because most shrinkage of the 
residual limb occurs at this point of the limb) and thinner 
proximally (near the open end of the liner) to blend in and 
interface more easily With the residual limb or vice versa for, 
e.g., Symes amputations. Contoured Wall cushion liners and 
cushion locking liners have uneven distribution of gel 
throughout to provide cushioning effects Where needed and, 
in a preferable embodiment, have a thinner posterior middle 
and upper to alloW maximum range of motion optionally 
With a thicker distal end both anterior-medial and anterior 
lateral With less thickness in the region betWeen these tWo 
areas so as to pad typical bony prominences. Contoured Wall 
liners are often thicker distally and custom shapes can easily 
be provided to satisfy the individual user. For example, in 
the liner of FIG. 7, the hatched area has a gel or polymeric 
material cushion thickness of 13 mm, the dotted portion 11 
mm, the front of the liner 9 mm and the portion for behind 
the knee less than 9 mm. 

[0072] For both the invention cushion liner and cushion 
locking liner combinations of gel With fabric include gel 
With a tWo-piece or three-piece form-?t sleeve (described 
beloW). Other con?gurations include gel coating inside a 
tube-sock fabric form. 

[0073] Foamed or nonfoamed thermoplastic elastomers or 
rubber only can also be used as cushioning material alone or 
in combination With the invention gel in all the articles of the 
invention. The term “thermoplastic elastomers” has its typi 
cal meaning and excludes the invention gel. Urethanes, 
rubbers, thermoset elastomers such as silicones and other 
polymers can also be used. The foamed materials can 
exclude mineral oil. The inclusion of thermoplastic elas 
tomers in the invention gel (the mixture optionally being 
foamed) is advantageous in making the products customiZ 
able since such products Will tend to take the shape of a limb 
or model of a limb When, e.g., heat and/or pressure are 
applied. In a preferred embodiment the invention gel can be 
foamed and used alone or in combination With fabric in all 
forms of the invention including the sleeve member (open 
ended or closed), in the form of a tube-sock, etc. 

[0074] The present invention gel and cushion devices can 
include a thermal-regulating additive for absorbing and/or 
releasing heat. The thermal-regulating additive could be 
included in the gel and/or the fabric. An example of a 
thermal-regulating additive is microcapsules ?lled With 
phase change material (e.g.; paraf?nic hydrocarbons) or 
plastic crystals With appropriate thermal storage properties, 
such as THERMASORB® from Frisby Technologies. Such 
thermal-regulating additives can cool the body When it is hot 
and heat the body When it is cold. Preferably, such thermal 
storage properties are reversible. 

[0075] In addition, in the present invention articles of 
manufacture including the cushion liner, cushion locking 
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liner, cushion knee sleeve, cushion ?at sheet and sleeve 
member, transducers can be included therein to sense pres 
sure, force, temperature, etc., to detect and/or transmit a 
signal from the residual limb to a prosthetic device, to send 
myoelectric signals, etc. In addition to transducers, any 
electrical device or other sensing device can be similarly 
incorporated for detection, signal transduction, etc. See, for 
example, US. Pat. No. 5,443,525, incorporated herein by 
reference. 

[0076] As mentioned, above, the invention cushion lock 
ing liner comprises docking means for attaching an external 
device, etc., to the liner. Such docking means includes pins, 
cables, straps, Velcro® (hook and loop type fasteners), 
snaps, buckles, buttons, etc. and are typically those Which 
help to attach and support a prosthetic device. Some of these 
docking means are knoWn in the art and are preferably 
incorporated in the cushion locking liner by means of direct 
molding, meaning the molding of an adapter into the fabric 
by injection, compression, etc., molding, etc., using, pref 
erably, urethane such an 80 Shore A urethane (Smooth-On 
PMC-780) after the gel is molded to the fabric. See FIG. 12. 
Such docking means, including distal inserts, can be cen 
tered or can be offset to accommodate individual residual 
limb geometries. Other docking means include molding a 
raised con?guration in the side of the liner Which then mates 
With a recess on the inside of the prosthetic socket, alloWing 
for a locking effect When the user dons the liner and steps 
into a socket, as Well as attaching one or more cables, etc., 
to the liner Which are then draWn through the bottom of the 
socket. The above mentioned raised con?guration might be 
in the form of one or more bosses (e.g., one on the medial 
side of socket and/or one on the lateral side of socket or in 
the form of an annular ring (see FIGS. 23 and 24). Such 
docking means 2 (FIG. 12) can also be used to provide 
additional suspension for a liner by connecting the proximal 
end of the liner or other cushioning device to a strap, belt, 
sleeve, etc., Which attaches to the body of the Wearer. One 
particular embodiment Would be to incorporate the hook or 
the loop portion of Velcro® directly into the fabric sleeve by 
seWing or some other means and incorporating a mating 
piece of hook or loop material into a strap Which connects 
to a Waist belt. Such docking means 3 (FIG. 12) can also be 
used to attach pads to parts of the liner or other cushioning 
device to ?ll undesirable voids, or to improve comfort, 
performance, or appearance. For example, a pad could be 
attached With snaps to a liner in an area Where he amputation 
stump has shrunk. Alternatively, the pad could be attached to 
the side Wall of the socket. 

[0077] The invention open-ended cushion knee or elboW 
sleeve (also referred to herein as cushion knee sleeve or knee 
sleeve, or sleeve etc., for brevity) is intended to be Worn by 
an amputee and provide an interface betWeen the residual 
limb and a prosthetic device, and is Worn external to both or 
may be Worn by a person Whose limb is intact but desires or 
requires padding or joint support. The knee sleeve is gen 
erally cylinder- or band-shaped and covered on the exterior 
With fabric and coated on the inside With invention gel. The 
interior may be further lined With fabric. The sleeve can be 
any siZe but typically is from 1-25 inches long including 10, 
15, 16, and 20 inches, and any diameter (unstretched) such 
as 1-10 inches, including 2, 3‘/Z, 4 and 5 inches. Fabric may 
cover the middle section of the interior, or all or any part of 
the interior, if desired. The cushion knee sleeve itself may 
have a conical (i.e., tapered) shape With a smaller diameter 
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distally than proximally or smaller diameter distally and 
proximally as compared to a central diameter so as to grip 
and hold the prosthetic device or residuum at the smaller 
diameter end(s). The interior gel coating can be thinner at 
either or both of the distal and proximal end, and can be 
thinner or absent in the back of or Whole of the middle 
section thereof so as to not bind in the crease of the knee or 
elboW When Worn by the user. It is preferred that the Wall 
thickness of the gel be thin at the ends regardless Whether 
there is fabric covering or sandWiching the gel or Whether 
the exterior or Whole cushion knee sleeve is made simply of 
gel itself. It is also preferred that the circumferential elas 
ticity be relatively high as compared to relatively loW axial 
elasticity. 
[0078] The gel and/or thermoplastic and/or thermoset 
elastomer used in all invention articles is preferably pro 
vided such that the surface that contacts the Wearer or hard 
socket, etc., is substantially smooth, meaning the type of 
surfaces depicted in the Figures and provided by injection 
molding, dip coat application, melt coating and solvent 
evaporation coating of the gel or thermoplastic or thermoset 
elastomer on the fabric. 

[0079] The invention cushion knee sleeve can be used in 
combination With the invention sleeve, cushion liner or 
cushion locking liner as a means for suspension of a pros 
thetic device, or can be used alone. In addition, the invention 
knee sleeve can have attached thereto, by molding into the 
gel, by attachment means such as pins, etc., an orthotic knee 
joint and optional support bars such that the sleeve consti 
tutes a knee brace. Similar arrangement may be used for 
elboW braces. 

[0080] All the invention articles such as the (open-ended) 
sleeve and liners can be provided With gel or thermoplastic 
on the outside thereof so as to come in contact and provide 
increased friction With the interior gel of the cushion knee 
sleeve. Such a con?guration provides additional support and 
suspension of the prosthetic device. In addition, all the 
invention articles can be provided With an elastic, air-tight 
forming band on the inside and/or outside Which can form a 
seal for a suction suspension system. 

[0081] The present invention sleeve member for enclosing 
an amputation stump overcomes the problems encountered 
With prior art tubular or conical socks Which are either prone 
to air pocket sound effects or are so constricted as to be 
uncomfortable by providing a sleeve member Which is made 
in the shape of or from a pattern and comprises the invention 
gel, a textile material, combination thereof, elastomer, or 
textile material With other elastomer Which provides elastic 
tension such that the sleeve member form ?ts an amputee’s 
residuum. This combination of sleeve pattern in the form of 
gel, or gel and textile material or textile material alone, etc. 
provides a sleeve member having a comfortable feel and 
avoiding the generation of obtrusive sounds Which are 
directly traceable to the presence of air pockets betWeen a 
sleeve member and an amputee’s residuum or betWeen 
sleeve member and prosthetic socket. 

[0082] In all aspects of the invention described herein, the 
elasticity of the fabric and/or gel and/or elastomeric material 
is preferably suf?cient to accommodate the sWelling or 
shrinkage of the residual limb typically experienced by an 
amputee and still maintain an intimate ?t. The preferred 
sleeve of the invention including form ?t sleeve has enough 
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elastic compression to form ?t a stump but is not so tight as 
to be considered a stump shrinker, as in US. Pat. No. 
4,840,635 incorporated herein by reference. Alternatively, 
invention articles can be tailored to provide suf?cient pres 
sure to reduce sWelling after amputation. 

[0083] FIG. 1 depicts a typical pattern from Which the 
present invention form-?tting sleeve member is constructed 
or shaped into. The pattern is a re?ected tWo-piece pattern, 
one piece of Which is designed to cover the bony prominence 
of a typical BK stump and come up over the knee, (FIG. 1a) 
the other piece joined to the ?rst at the edges thereof and 
circumscribing the typical onset of soft tissue around the 
stump (FIG. 1b). The tWo patterns can be used to cut out tWo 
or more pieces of textile material Which are brought together 
such that the “X” on each of the patterns in FIGS. 1a and 
1b are in contact With the “X” on the other pattern, folloWed 
by the seWing together of the edges of each pattern in typical 
fashion. When the tWo pieces are seWn together, a sleeve 
member is provided Which has a form ?tting residuum-like 
(tubular) shape having an open end into Which an amputa 
tion stump may be introduced, a closed end opposite to the 
open end, an interior and an exterior. The tWo-piece pattern 
may be cut out of the same textile material or different textile 
materials, and the tWo pieces of textile material may have 
the same color or different colors. The three-piece optionally 
banded re?ected pattern of FIG. 3 also provides a form-?t 
sleeve, piece (a) being optional. While the tWo and three 
piece design are preferred because they do not require 
specialiZed equipment for manufacturing the same form 
?tting sleeve members can be made in a single piece With 
knitting equipment or by molding With a polymeric material 
such as the invention gel, thermoplastic, etc. In the case of 
a product made of invention gel alone, thermoplastic alone 
or combination thereof, the gel is shaped into the patterns 
depicted in FIGS. 1 and 3 by art-accepted means using 
molds, etc. 

[0084] The form ?t sleeve of the invention can be made 
from fabric, gel, elastomer, and combinations thereof 
according to the patterns in FIG. 1 or FIG. 3. In FIG. 1 a 
the distance A-B divided by the distance B-C generally 
varies from 2/1 to 1/2 and is preferably about 1/ 1. The Width 
of the pattern in FIG. 1a at point B divided by the Width at 
point C is generally approximately from 1/4-1/1, preferably 
about 1/2. In FIG. 1b the distance A-C divided by the 
distance B-C is generally preferably about 1.05-1.3, most 
preferably about 1.1. In both patterns of FIGS. 1 and 3 the 
dimensions may be varied so as to provide a comfortable 
form ?t that avoids air pockets. 

[0085] The tWo or more pieces of textile material used to 
form the invention form ?tting sleeve member can be seWn 
together using any type of thread and any type stitch. This 
is also true for tube-sock shaped articles. In a preferred 
embodiment, Woolly nylon is used to interconnect the tWo 
piece or three-piece form-?tting sleeve member of the 
invention or seam the tube-sock using a ?at-locked stitch, 
Which is a stitch Well knoWn to those in the art. This 
?at-locked stitch tends to create a smooth, non-irritating 
seam having a stretch comparable to jersey fabric. 

[0086] The siZe of the sleeve member according to the 
invention can be varied depending upon the residuum to be 
enclosed by simply proportionally reducing or enlarging the 
pattern, as desired. The term “form ?tting” residuum-like 
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(tubular) shape as used herein refers to the shape of the 
invention sleeve member Which provides a contoured ?t on 
an amputation stump, Which substantially reduces or elimi 
nates air pockets during pistoning of the amputation stump 
in a prosthetic socket and Which is obtained by providing a 
sleeve member composed of tWo or more pieces of fabric 
having the pattern described in FIG. 1 or FIG. 3 and/or 
comprised of invention gel and/or other elastomeric material 
in the shape provided by these patterns. Residuum-like 
con?guration is further achieved via a bias molding tech 
nique that replicates contours of a normal amputation stump. 

[0087] The fabric-containing articles according to the 
present invention may be made With any textile material 
having any thickness (ply). Preferred textile fabrics are those 
having elasticity, including elasticities of 10-400%, such as 
stretchable non-Wovens (e.g., the Xymid® line of fabrics 
including Wearforce® fabrics from Xymid, LLC Which 
connect bulkable yarns With non-Woven sheet substrates), 
Lycra® comprising segmented elastomeric polyurethane 
?bers (spandex), supplex nylon (an engineered nylon textile 
fabric With a cotton-like texture and appearance), neoprene 
fabrics (polychloroprene fabrics), nylon, spunbonded ole?n, 
looped nylon, spunlaced fabrics, polyester, aramid ?ber 
fabrics, etc. HoWever, any textile material may be used such 
as those described in Textiles, fourth edition, N. Hollen et al, 
MacMillan, NeW York, 1973, The Modern Textile Dictio 
nary, Duell, Sloan and Pearce, NeW York, 1963 and Dyeing 
Chemical Technology of Textile Fibers, Trotman, E., Charles 
Grif?n and Co., London, 1975, all incorporated herein by 
reference. The fabrics used to make the invention articles are 
preferably elastic and are preferably jersey knit but include 
all Woven, knitted and non-Woven textile fabrics. In addition 
to those mentioned above and described in the above 
mentioned references, those described in Volume 22, p. 762 
ff and Vol. 16, p. 72 ff of the Kirk-Othmer Encyclopedia of 
Chemical Technology, Wiley, NeW York, 1983 and 1981, 
respectively, are also included, both of these references 
being incorporated herein by reference. Mixtures of types 
can be used With seaming Where necessary. 

[0088] Preferred fabrics include mixtures of the above 
mentioned fabrics, such as a fabric of neoprene, 88% 
supplex nylon/12% lycra spandex, 85% nylon/15% lycra 
spandex, 94% polyester/6% lycra spandex. Such mixed 
fabrics may be uniformly mixed or may have one type of 
?ber or predominantly one type of ?ber on one face thereof. 
For example, in those fabrics described above Which contain 
lycra, the lycra can be mixed throughout, can make up the 
entire or substantially the entire face, or the entire or 
substantially the entire back of the fabric once it is arranged 
in an invention article. 

[0089] The textile fabrics used in the invention may be 
treated/?nished in any manner knoWn in the art, For 
example, a nylon tricot surface may be applied to the textile 
fabric, etc. The ?nishing need not be uniform over the entire 
invention article. The article may be selectively treated at, 
for example, above the knee (or elboW) portions, and With 
the same treatment, no treatment or another treatment being 
present beloW the knee or elboW. Similarly, treatment on the 
outer surface of the invention sleeve member may be 
different from that on the inside thereof. 

[0090] The textile material used to make the invention 
articles is preferably elastic (stretchable) in one or more, 
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preferably tWo, directions and is capable of adjusting to 
variations in form and siZe of the residuum or limb. In a 
preferred embodiment, a nylon, neoprene, looped nylon 
combination provides excellent comfort and durability. Pre 
ferred thicknesses of the invention textile material range 
from 0.010 in-0.200 in, preferably 0.025 in to 0.125 in, all 
values and all ranges therebetWeen. Typically the thick 
nesses of patterns pieces in FIGS. 1 and 3 are the same, but 
need not be. 

[0091] As illustrated in FIG. 13(a) and FIG. 13(b), dif 
ferent materials can be used to facilitate bending at the knee, 
for more comfort While bending, and to help reduce doWn 
Ward movement or migration of the upper portion of the 
sleeve With respect to the Wearer’s leg during physical 
activity Which includes frequent bending of the knee. Many 
elastic fabrics have one direction in Which they Will stretch 
more than in the other. These fabrics can be arranged such 
that at the thigh and at the top of the socket (i.e., beloW the 
knee), there is a great deal of radial stretch to accommodate 
different siZe thighs and sockets. On the other hand, at the 
knee area, the fabric can be rotated, as illustrated in FIG. 
13(a) such that the maximum stretch is longitudinal, facili 
tating bending at the knee. By providing longitudinal stretch 
at the knee area, there is less tendency for the upper portion 
of the sleeve to migrate doWnWardly When the knee is bent. 

[0092] As illustrated in FIGS. 14 and 15, the thinner, 
more elastic fabrics can be used behind the knee to reduce 
restriction of the knee area While bending. The thinner and 
more elastic fabric behind the knee provides more comfort. 
On the other hand, a thicker, higher Wear resistant elastic 
fabric may be used at the front of the sleeve. The proportion 
of the thicker, higher Wear resistant elastic fabric to the 
thinner, more elastic fabric may be varied as desired. For 
example, as illustrated in FIG. 14, the thicker, higher Wear 
resistant fabric may comprise about 10% of the sleeve at the 
front thereof and the thinner, more elastic fabric may com 
prise about 90% of the sleeve at the back thereof. On the 
other hand, as illustrated in FIG. 15, the thicker, higher Wear 
resistant elastic fabric may comprise about 90% of the 
sleeve at the front thereof and the thinner, more elastic fabric 
comprise about 10% of the sleeve at the back thereof. The 
thicker, higher Wear resistant elastic fabric also serves as an 
additional cushion for the knee. 

[0093] In the embodiment illustrated in FIG. 14, the 
thicker, higher Wear resistant elastic fabric comprises about 
10% of the circumference of the sleeve. In that case, the 10% 
Will be centered on the front of the sleeve so as to aid in 
reducing Wear at the knee. The remainder of the circumfer 
ence of the sleeve Would then be comprised of the thinner, 
highly elastic fabric centered at the back. With this combi 
nation of fabrics, the resulting sleeve is highly elastic and 
accommodating of various siZe thighs. In addition, the Wear 
resistance provided by the thicker, higher Wear resistant 
elastic fabric is mainly in the front of the sleeve including 
the knee area. 

[0094] In the preferred embodiment illustrated in FIG. 15, 
the thicker, higher Wear resistant elastic fabric comprises 
about 90% of the circumference is centered on the front of 
the sleeve and the thinner, highly elastic fabric comprises the 
remaining 10% of the circumference. The thinner, highly 
elastic fabric is centered on the back of the sleeve, behind the 
knee. In this embodiment, the sleeve has maximum Wear 
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resistance While maintaining an area of comfort behind the 
knee. Examples of the thicker, higher Wear resistant elastic 
fabric are WearforceTM 1541B and 1724. Examples of the 
thinner, highly elastic fabric are Liberty 2252, 97785, and 
98914. 

[0095] The inner cuff (i.e., the reinforced area at the 
knee-see FIG. 8) can also have various amounts of high 
Wear resistant, elastic fabric in front of knee and thin, highly 
elastic fabric behind the knee. The ratios of high Wear 
resistant elastic fabric to thinner highly elastic fabric in the 
cuff area is similar to that described above With respect to the 
sleeve. The preferred ratio being approximately 60-80% 
thicker, high Wear resistant, elastic material for maximum 
Wear protection over the knee and approximately 20-40% 
thin, highly elastic material centered in the back of the cuff 
area behind the knee for comfort at the knee. 

[0096] The durability and performance of the sleeve can 
also be enhanced by ?xing the sleeve to the prosthetic socket 
so that the inner cuff covers the top edge of the prosthetic 
socket and does no move relative to the top edge of the 
prosthetic socket. This can be done With adhesive, Velcro® 
(hook and loop type fasteners), rivets, snaps, buttons, 
screWs, or other methods. The preferred place to make the 
attachment is at the cuff. 

[0097] Another Way to improve the Wear properties and 
performance of a gel and cushioning device is to apply a 
polymer coating to the fabric in the high Wear area, such as 
at the brim of the prosthetic socket or at the seams. Polymers 
appropriate for this purpose include epoxies or urethanes, 
especially those that are ?exible (e.g., Smooth-On PMC 
780). 
[0098] Polymer or metal coatings can be used to improve 
properties of gel and cushioning devices related to insula 
tion, friction, cleanliness, bonding, suspension, Water resis 
tance, etc., as Well as durability. Examples of these coatings 
are Super Composite Skin® and Titanium Alpha® provided 
by Yamamoto Corporation, Osaka, Japan. 

[0099] As illustrated in FIGS. 14 and 15 longitudinally 
extending boning or stay material may be attached to the 
lateral sides of the sleeve to reduce movement of the sleeve 
With respect to the Wearer’s leg and to reduce Wrinkling that 
tends to occur at the knee. The boning or stays essentially 
hold the sleeve up and prevent the tendency of the sleeve to 
move doWnWardly on the leg of the Wearer. The boning or 
stays can be of the seW-through type or a sheath can be seWn 
to the lateral sides of the sleeve to hold the boning or stays. 

[0100] The boning or stays can be ?at or round. If ?at they 
have a preferred axis of bending. The round type can bend 
in any direction. The ?at type, as illustrated in FIG. 14, can 
be attached to the sleeve immediately above the knee and 
immediately beloW the knee, but not at the knee. The ?at 
type are preferably discontinuous at the knee so as to alloW 
bending at the knee. As illustrated in FIG. 15, the round type 
can be continuous at the knee because they Will bend With 
the knee. 

[0101] The stays and bones can be made of many mate 
rials including ?berglass rods or strips, plastics of many 
types, etc. As illustrated in FIG. 14, multiple pieces of 
boning or stay material can be used in parallel for increased 
resistance to Wrinkling and movement of the sleeve With 
respect to the Wearer’s leg. 
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[0102] Edge treatment providing some type of ?nish, as 
illustrated in FIGS. 16-19, help to reduce permanent defor 
mation of the sleeve and also helps to reduce movement of 
the sleeve With respect to the Wearer’s leg. Aband of some 
type of elastic fabric can be seWn to the sleeve edges as 
illustrated in FIG. 16. In FIG. 16, the elastic band is 
illustrated as being attached to an edge of the sleeve by 
ZigZag stitching. In FIG. 17, a U-shaped elastic band is 
illustrated as being positioned over an edge of a sleeve and 
attached thereto With ZigZag stitching. FIG. 18 illustrates a 
sleeve edge ?nished With an overlock stitch. FIG. 19 
illustrates a sleeve edge provided With loops adapted to 
retain a strap made of elastic fabric. An elastic strap of this 
type can include overlapping ends that are easily adjusted by 
use of any conventional fastening devices such as Velcro® 
(hook and loop type fasteners), snap fasteners, buckles, 
buttons, etc. On the other hand, the amputee need not use the 
strap at all if he or she feels it is unnecessary. Other forms 
of edged treatment could be used including any combination 
of the above listed types. 

[0103] FIGS. 20(a)-21(b) illustrate various tube sock 
shaped coverings or liner embodiments according to the 
invention. Different fabrics can be used to facilitate bending 
at the knee and for more comfort While bending. Different 
fabrics also provide for different bond strengths With the 
laminated gel. 

[0104] As illustrated in FIGS. 20(a) and 21(b), a thicker, 
higher Wear resistant elastic fabric can be used at the front 
and a thinner, more elastic fabric can be used behind the 
knee to reduce restriction of the knee area While bending. 
The thinner and more elastic the fabric is behind the knee, 
the more comfort that is experienced by the Wearer. 

[0105] Fabrics With vertical ?bers protruding from the 
Weave, such as ?ber-on-end fabrics have higher bond 
strengths With the laminated gel. These fabrics tend to be 
thicker and more abrasion resistant than standard Woven and 
cordura fabrics, but they can have nearly identical elastic 
properties. Examples of ?ber-on-end fabrics include Wear 
forceTM 1541B and 1724. The proportion of the thicker, 
higher Wear resistant elastic fabric for the front of the liner 
to the proportion of the thinner, highly elastic fabric for the 
back of the liner may vary. The thicker, higher Wear resistant 
fabric can comprise approximately 10% to 90% of the total 
circumference of the liner With the thinner, highly elastic 
fabric constituting the rest. In the embodiment illustrated in 
FIG. 20(a), Where the thicker, higher Wear resistant fabric 
comprises about 30% of the circumference of the liner, it is 
centered at the front of the liner so as to aid in reducing Wear 
at the knee and to provide cushioning for the knee. In 
addition, it Wraps around the distal end of the liner to act as 
an improved bonding area for the gel. The remaining 
approximately 70% of the circumference of the liner is then 
comprised of the thinner, highly elastic fabric. With this 
combination of fabrics, the resulting liner is highly elastic 
and accommodating of various siZe thighs, With Wear resis 
tance mainly in the thicker, higher Wear area of the front of 
the liner, at the knee area. 

[0106] In the preferred embodiment illustrated in FIG. 
20(b), the thicker, higher Wear resistance elastic fabric 
comprises about 70% of the circumference of the liner and 
the thinner, highly elastic fabric comprises the remaining 
approximately 30% With the thinner, highly elastic material 












