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(57) ABSTRACT 

The present invention comprises construction of a display 
from display elements that are actuated using the physical 
principle of electroWetting. In one embodiment, pores Within 
porous silicon are ?lled With an ionic and an optically 
re?ective electronic conductor, and actuated by application 
of an electric potential across the pore. An image is then 
formed on an array of such pores by applying an appropriate 
voltage to each pore of the array to create an optical image 
in the light re?ected off the electronic conductors. Such a 
display may be constructed to have very high resolution, 
making it desirable for creating real-time holographic 
images, or for creating high-resolution mask images for use 
in photolithography. 
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ELECTROWETTING DISPLAY 

[0001] This application is a Divisional of US. application 
Ser. No. 09/258,743, ?led Feb. 26, 1999, Which is incorpo 
rated herein by reference, 

FIELD OF THE INVENTION 

[0002] The invention relates generally to an electronic 
display apparatus, and speci?cally to use of electroWetting 
to actuate pixels in a display. 

BACKGROUND OF THE INVENTION 

[0003] A number of display types exist for the purpose of 
physically displaying a representation of an image formed 
electronically, such as on a computer. Standard Cathode-Ray 
Tube (CRT) displays are the most common, but are supple 
mented by technologies such as Liquid Crystal Display 
(LCD) and gas plasma display When space is a concern. 
Each of these display types has characteristics that are 
advantageous for certain applications, but all share certain 
characteristics that limit the use of electronic displays to 
certain applications. 

[0004] A standard CRT display used With most personal 
computer systems receives three signals of varying intensity, 
each representing one of the colors red, green, and blue. The 
strength of each signal controls the intensity of an electron 
stream produced by an electron gun Within the CRT. The 
electron streams are focused and aimed by a magnetic 
de?ection apparatus, Which receives signals from the video 
source that control the de?ection apparatus to sWeep each 
electron beam from side to side in a pattern that crosses and 
moves doWn the screen. The beams pass through a shadoW 
mask, a metal plate comprising a number of small holes or 
slots, used to keep the electron beams precisely focused on 
the target. The beams then strike phosphor Which coats the 
inside of the screen, and create a visible image. Separate 
phosphors exist for each of the three colors, and gloW With 
intensity proportional to the intensity of the striking electron 
beam. This CRT apparatus is Well-understood and relatively 
inexpensive, but is physically large in siZe, and its resolution 
is limited by the slot mask and screen phosphor geometry. 

[0005] A popular alternative is a Liquid Crystal Display 
(LCD). Such a display operates by ?rst generating light from 
a ?uorescent panel near the back of the display. ApolariZing 
?lter in front of the light panel passes only those light Waves 
that are vibrating in or near a particular plane, most com 
monly horiZontal. The polariZed light then passes through a 
layer of liquid crystal cells. Each of the cells may be 
electronically activated by varying voltages, such that a cell 
receiving no voltage has no tWist in the crystal structure of 
the liquid crystal cell, While a cell receiving a high voltage 
has about 90 degrees of tWist in the crystal structure of the 
liquid crystal cell. PolariZed light entering the rear of the 
cells folloWs the structure of the liquid crystal, turning up to 
90 degrees in orientation With the tWist in the crystal 
structure. The light then passes through a color ?lter that is 
either red, blue, or green, and through a second polariZing 
?lter oriented at 90 degrees rotated from the ?rst polariZing 
?lter. Light that is not oriented essentially in the same plane 
as the second polariZing ?lter is attenuated, and light that 
vibrates at 90 degrees from the orientation of the second 
?lter is blocked almost completely. Therefore, by varying 
the voltage applied to the liquid crystal cell, the light 
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transmitted through the display is varied proportionately, 
and an array of such devices is used to produce an image. 
Such a display can be quite ?at, but resolution is again 
limited by the physical siZe of the polariZing and color 
?lters, and the liquid crystal cell. 

[0006] Other display mechanisms exist, but most have 
some physical attribute that limits the resolution displayable 
by the apparatus. What is needed is a display apparatus that 
alloWs real-time creation of very high-resolution images. 

BRIEF DESCRIPTION OF THE FIGURES 

[0007] FIG. 1 illustrates a cutaWay vieW of an electroWet 
ting-actuated element in porous silicon, consistent With an 
embodiment of the present invention. 

[0008] FIG. 2 shoWs a cutaWay vieW of an alternate 
embodiment of an electroWetting-actuated display element 
in porous silicon, consistent With an embodiment of the 
present invention. 

[0009] FIG. 3 shoWs a display apparatus comprising a 
matrix of display elements, consistent With an embodiment 
of the present invention. 

[0010] FIG. 4 shoWs a circuit diagram of a portion of a 
display element matrix actuation circuit, consistent With an 
embodiment of the present invention. 

[0011] FIG. 5 shoWs an alternate circuit diagram of a 
portion of a display element matrix actuation circuit, con 
sistent With an embodiment of the present invention. 

SUMMARY 

[0012] The present invention comprises construction of a 
display from display elements that are actuated using the 
physical principle of electroWetting. In one embodiment, 
pores Within porous silicon are ?lled With an ionic and an 
optically re?ective electronic conductor, and actuated by 
application of an electric potential across the pore. An image 
is then formed on an array of such pores by applying an 
appropriate voltage to each pore of the array to create an 
optical image in the light re?ected off the electronic con 
ductors. Such a display may be constructed to have very 
high resolution, making it desirable for creating real-time 
holographic images, or for creating high-resolution mask 
images for use in photolithography. 

DETAILED DESCRIPTION 

[0013] In the folloWing detailed description of sample 
embodiments of the invention, reference is made to the 
accompanying draWings Which form a part hereof, and in 
Which is shoWn by Way of illustration speci?c sample 
embodiments in Which the invention may be practiced. 
These embodiments are described in suf?cient detail to 
enable those skilled in the art to practice the invention, and 
it is to be understood that other embodiments may be utiliZed 
and that logical, mechanical, electrical, and other changes 
may be made Without departing from the spirit or scope of 
the present invention. The folloWing detailed description is, 
therefore, not to be taken in a limiting sense, and the scope 
of the invention is de?ned only by the appended claims. 

[0014] The present invention comprises use of electroWet 
ting principles in porous silicon to create a display appara 
tus. The display apparatus is controlled by an electronic 
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control matrix, Which creates an electric potential across 
selected silicon pores to actuate the display elements. Each 
display element contains an electronic conductive liquid and 
an ionic conductive liquid, such that electroWetting prin 
ciples cause the electronic conductive liquid to shift from 
end to end in the pore When a potential gradient is present 
across the pore. 

[0015] ElectroWetting is a physical phenomena in Which 
an applied electrical potential introduces interfacial surface 
tension change in a liquid, causing the liquid to ?oW. In one 
embodiment, a mercury slug serves as the electronic con 
ductive liquid and saltWater serves as the ionic conductive 
liquid, and a potential gradient betWeen the ends of a 
cylindrical pore in silicon causes actuation and movement of 
the mercury slug. The exact composition of the saltWater is 
not critical, but should be suf?cient to facilitate movement in 
a potential ?eld. 

[0016] FIG. 1 is a cross section vieW Which illustrates one 
embodiment of an electroWetting element as is consistent 
With a display element of the present invention. The element 
100 comprises an individual pore in a porous insulating 
substrate 101. The pore extends into the substrate from a ?rst 
surface 110. The ?rst surface can be ?at, or contain some 
surface variations. In the embodiment illustrated, the pore 
terminates in the substrate Without extending through the 
complete substrate. It Will be appreciated, hoWever, that the 
pore can extend through the complete substrate. Also, for 
illustrative purposes one pore is shoWn in FIG. 1, hoWever, 
the display Will contain numerous pores. These pores can be 
arranged in a standard square, or rectangular, array, or can be 
fabricated in an other prede?ned pattern. 

[0017] To increase surface resistance of the pore, the 
interior surface of the pore can be lightly oxidiZed. Alter 
natively, the substrate can be comprised of polysilicon, or 
other nonconductive material. The insulating substrate con 
tains a number of cylindrical pores 102, each of Which are 
injected With an ionic conductor ?uid 103 and a re?ective 
electronic conductor 104. In one embodiment, the electronic 
conductor 104 is mercury and the ionic conductor 103 is 
saltWater. The pore containing the ionic and electronic 
conductors is sealed With a transparent seal 105, Which may 
be a transparent metallic conductive composition such as 
Indium tin oxide. An external light source (not shoWn) can 
be employed in one embodiment to provide light Which 
re?ects off the re?ective electronic conductor of each dis 
play element. Alternatively, ambient light from the operating 
environment of the display is re?ected off the re?ective 
electronic conductor of each display element to form an 
image. 

[0018] In operation, a voltage applied at one end of a 
display element as pictured in FIG. 1 creates an electric 
potential across the pore 102, and causes the electronic 
conductor 104 to move Within the pore. For example, if a 
voltage is applied to the pore seal 105 comprising Indium tin 
oxide, a voltage gradient Will be present betWeen the sealed 
top of the pore and the bottom of the pore. AnarroW gap 106, 
on the order of 10 Angstroms to 10 microns in one embodi 
ment, exists betWeen the pore Wall and the electronic con 
ductor 104, and is ?lled by the ionic conductor. Because the 
gap is narroW, the resistance of the ionic conductor is 
substantial in the gap region. Therefore, a voltage gradient 
betWeen the tWo ends of the silicon pore results in a 
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substantial voltage drop across the mercury slug. Because of 
this voltage drop, a surface tension gradient is present Within 
the gap region 106, creating an electroWetting pressure 
gradient along the ionic conductor in the gap. This causes the 
ionic conductor to attempt to move relative to the electronic 
conductor, but because the ends of the tube are sealed, the 
?oW of the ionic conductor in one direction across the gap 
106 causes the electronic conductor 104 to move in an 
opposite direction. Therefore, a potential gradient applied 
across the pore element of FIG. 1 causes a change in the 
position of the electronic conductor Within the pore. 

[0019] This effect is knoWn as electroWetting, and is used 
in one embodiment to move re?ective mercury slugs serving 
as electronic conductors Within a number of display ele 
ments as shoWn in FIG. 1 to create an optical image. 

[0020] Alternatively, the pores may be constructed as 
shoWn in FIG. 2. Here, silicon or another nonconductive 
material 201 again contains a number of pores 202. The 
pores extend through the substrate and are capped at both 
ends, as explained. Each pore contains an electronic con 
ductor 204 and an ionic conductor 203, and is sealed With a 
transparent metallic seal 205, similar to the pore element of 
FIG. 1 discussed previously. The pore display element of 
FIG. 2 additionally includes a conductive material 206, 
sealing the end of the pore opposite the seal 205. The 
conductive material 206 may be maintained at a stable 
potential, such that a positive or negative voltage applied at 
the top seal 205 Will cause movement of the electronic 
conductor 204. The conductive material sealing the bottom 
of each pore may in another embodiment be matrix-addres 
sable such that the voltage at the bottom of the selected pore 
may be varied in addition to varying the voltage applied at 
the top of such element. Alternatively, the top seal 205 of 
each pore may be maintained at a constant potential, and the 
potential at the conductive material 206 at the bottom of 
selected pores may be varied to actuate selected pore display 
elements. It should be noted that the bottom conductive 
material 206 as illustrated in FIG. 2 need not be transparent, 
although the conductive material 205 at the top of each pore 
should be someWhat transparent, because the electronic 
conductive element 204 Within each pore must be visible 
from one side of the pore to re?ect light and so create an 
optical display. 

[0021] In FIG. 3, an illustration of a matrix of electroWet 
ting display elements is shoWn. A nonconductive material 
such as silicon is used as a substrate 301 into Which the pores 
302 are formed. The top of the pores of one embodiment are 
sealed With a cap 303 made With a transparent conductive 
material such as Indium tin oxide. The caps of one embodi 
ment are connected electronically as shoWn at 204 so that a 
speci?c potential may be applied to the top of each display 
element. The bottom of each pore is similarly sealed With a 
cap 305 that comprises a conductive material. The bottom 
cap of this embodiment is connected to digital logic in 
multiple semiconductor layers 306 that is operable to alter 
the potential of the bottom cap of each pore. In such an 
embodiment, the conductive top cap 203 may be held at a 
constant potential, such as ground. 

[0022] One possible circuit for altering the potential of the 
bottom cap of each display element pore is shoWn in FIG. 
4. Here, a transistor 401 is connected to the bottom pad 402 
of a display element, and is sWitched by a roW select line 
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403. Aspeci?c voltage is applied to a column select line 404, 
depending on the desired movement of the electroWetting 
electronic conductive element in the pore associated With the 
bottom pore seal 402. In operation, the apparatus of FIG. 4 
operates much like a traditional memory cell, except that a 
single element is addressed at a time. Asingle roW select line 
403 is energiZed, turning on all transistors in the roW. Also, 
a selected voltage is applied to a single column select lime 
404, Which is then conducted through the sWitched transistor 
401 and applied to the bottom conductive pore seal 402, 
actuating the display element. 

[0023] In a further embodiment, a selected voltage may be 
applied to each of several column select lines 404 While a 
single roW select line 403 is energiZed, alloWing an entire 
roW of pores to be actuated at the same time, each to an 
independently selected position. Because a different voltage 
may be applied to each of the column select lines simulta 
neously While a voltage is applied to a single roW select line, 
each element activated by the energiZed roW select line 403 
and sWitched transistor 401 is independently actuated. 

[0024] FIG. 5 illustrates an alternate embodiment of semi 
conductor logic to actuate the individual display elements in 
a matrix such as is shoWn in FIG. 3. Here, multiple 
transistors 501 are connected to a single bottom pore seal 
502. Each transistor 501 is sWitched by a separate roW select 
line 503 or 504, and conducts a separate signal supplied by 
column select line 505 or 506 to the bottom pore seal 502 
When sWitched on. In operation, a positive voltage is applied 
to one column select line and a negative voltage is applied 
to the other roW select line, and the appropriate polarity 
column select line voltage to move the electronic conductor 
of the display element in the desired direction is applied to 
the bottom conductive pore seal 502 by energiZing the 
appropriate one of the tWo roW select lines 503 and 504. 

[0025] An array of electroWetting display elements as 
pictured in FIG. 3 may be employed to create an image for 
a number of purposes, some of Which are uniquely suited to 
a display With a very ?ne resolution. For example, if the 
array of FIG. 3 is constructed at a resolution of 1000 lines 
per millimeter or greater, holography becomes possible, 
making a real-time 3-dimensional display feasible. Also, 
real-time creation of images With extremely ?ne optical 
detail is possible, such as the high-resolution images needed 
for semiconductor lithography. An electroWetting display 
apparatus provides an advantage When used as a mask image 
source for semiconductor lithography in that rapid changes 
can be made to the mask layout, Without undergoing com 
plex or time-consuming printing and optical mask genera 
tion processes. 

[0026] Although speci?c embodiments have been illus 
trated and described herein, it Will be appreciated by those 
of ordinary skill in the art that any arrangement Which is 
calculated to achieve the same purpose may be substituted 
for the speci?c embodiments shoWn. This application is 
intended to cover any adaptations or variations of the 
invention. It is intended that this invention be limited only 
by the claims, and the full scope of equivalents thereof. 

What is claimed: 
1. A method of operating a display comprising: 

applying a voltage across an electroWetting display ele 
ment; 
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migrating an ionic ?uid Within the display element 
betWeen an electronic conductive ?uid and a display 
element Wall; 

migrating a re?ective electronic conductive ?uid Within 
the electroWetting display element in a direction oppo 
site the ionic ?uid migration; and 

re?ecting light off the re?ective electronic conductive 
?uid to create an optical image. 

2. The method of claim 1 Wherein the ionic ?uid is 
saltWater. 

3. The method of claim 1 Wherein the re?ective electronic 
conductive ?uid is mercury. 

4. The method of claim 1 further comprising generating 
light that is re?ected off the re?ective electronic conductive 
liquid. 

5. The method of claim 1, Wherein the electroWetting 
display element is formed in porous silicon. 

6. A method of forming a holographic image, comprising: 

applying a voltage across an electroWetting display ele 
ment Within a display, the electroWetting display ele 
ments forming a display having a matrix of elements 
With at least 1000 lines of pores per millimeter; 

migrating an ionic ?uid Within the display element 
betWeen an electronic conductive ?uid and a display 
element Wall; 

migrating a re?ective electronic conductive ?uid Within 
the electroWetting display element in a direction oppo 
site the ionic ?uid migration; and 

re?ecting light off the re?ective electronic conductive 
?uid to create an optical image. 

7. The method of forming a holographic image of claim 
6, Wherein the matrix of electroWetting display elements is 
formed in porous silicon. 

8. The method of forming a holographic image of claim 
7, Wherein an interior surface of the display element pores 
of the porous silicon is oxidiZed to increase surface resis 
tance. 

9. The method of forming a holographic image of claim 
6, Wherein the ionic ?uid is saltWater. 

10. The method of forming a holographic image of claim 
6, Wherein the re?ective electronic conductive ?uid is mer 
cury. 

11. The method of forming a holographic image of claim 
6, further comprising generating light that is re?ected off the 
re?ective electronic conductive liquid. 

12. A method of fabricating a display comprising: 

fabricating a substrate of insulating material With at least 
one ?at surface; 

forming a matrix of pores extending from the ?at surface 
into the substrate; 

injecting an ionic conductive liquid and a re?ective elec 
tronic conductive liquid into each of the pores in the 
matrix of pores; 

capping each pore of the matrix of pores With a transpar 
ent conductive cap. 

13. The method of fabricating a display of claim 12, 
Wherein the transparent conductive cap comprises Indium 
tin oxide. 
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14. The method of fabricating a display of claim 12, 
wherein the ionic conductive liquid comprises a saltwater 
solution. 

15. The method of fabricating a display of claim 12, 
Wherein the re?ective electronic conductive liquid com 
prises mercury. 

16. The method of fabricating a display of claim 12, 
Wherein the substrate comprises porous silicon. 

17. The method of fabricating a display of claim 16, 
Wherein the porous silicon comprises greater than 1000 lines 
per millimeter of pores. 
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18. The method of fabricating a display of claim 16, 
further comprising oXidiZing an inner surface of the pores in 
the porous silicon substrate. 

19. The method of fabricating a display of claim 12, 
further comprising forming actuating conductors operable to 
electrically couple the pores to receive an actuation signal. 

20. The method of fabricating a display of claim 19, 
further comprising electrically coupling the pores to elec 
tronic control circuitry via the actuating conductors. 

* * * * * 


