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(57) ABSTRACT 

A cleaning cloth comprises an upper layer and a loWer layer 
Which are adhered together by an adhesive layer. The upper 
layer is made of polyester-nylon combined split ?ber, and 
the loWer layer is made of Melamine sponge. The upper 
layer can provide an improved capillary action since it is 
made of split ?bers, furthermore, acute angles Will be 
formed after each of the ?bers is split, this makes the upper 
layer 1 Wipe off the dirt and liquid more easily. The loWer 
layer only needs to be Wetted With clean Water and then it 
can Wipe out the dirt easily by rubbing against the dirty 
surface. 
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CLEANING CLOTH 

BACKGROUND OF THE INVENTION 

[0001] 1. Field of the Invention 

[0002] The present invention relates to a cleaning cloth, 
and more particularly to a cleaning cloth comprising an 
upper layer adhered to a loWer layer by an adhesive layer, 
such structure can enforce strength of the loWer layer While 
improving cleaning effect and enabling the cleaning cloth to 
be used more easily. 

[0003] 2. Description of the Prior Arts 

[0004] Melamine sponge is a good tool to get rid of dirt, 
it is Wetted With Water ?rstly and then is used to Wipe from 
a dirty surface. HoWever, after cleaning With the melamine 
sponge, the surface must be cleaned and dried again With a 
rag, this is really inconvenient. 

[0005] The present invention has arisen to mitigate and/or 
obviate the afore-described disadvantages. 

SUMMARY OF THE INVENTION 

[0006] The primary objective of the present invention is to 
provide a cleaning cloth comprising an upper layer adhered 
to a loWer layer by an adhesive layer, such structure can 
enforce strength of the loWer layer While improving cleaning 
effect and enabling the cleaning cloth to be used more easily. 

[0007] The cleaning cloth in accordance With the present 
invention comprises an upper layer and a loWer layer that are 
adhered together by an adhesive layer, the upper layer is 
made of polyester-nylon combined split ?ber, and the loWer 
layer is made of Melamine sponge. 

[0008] The present invention Will become more obvious 
from the folloWing description When taken in connection 
With the accompanying draWings, Which shoW, for purpose 
of illustrations only, the preferred embodiment in accor 
dance With the present invention. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0009] FIG. 1 is a perspective vieW of a cleaning cloth in 
accordance With the present invention; 

[0010] FIG. 2 is an enlarged vieW of a ?ber of the upper 
layer of the cleaning cloth in accordance With the present 
invention; 
[0011] FIG. 3 is an enlarged vieW of the loWer layer of the 
cleaning cloth in accordance With the present invention; 

[0012] FIG. 4 is an exploded vieW of the cleaning cloth in 
accordance With the present invention. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENT 

[0013] Referring to FIGS. 3 and 4, a cleaning cloth in 
accordance With the present invention is shoWn and com 
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prises an upper layer 1 and a loWer layer 2 Which are adhered 
to each other by an adhesive layer 3. 

[0014] The upper layer 1 is made of polyester-nylon 
combined split ?ber, as shoWn in FIGS. 1 and 2. 

[0015] The loWer layer 2 is made of Melamine sponge. 

[0016] The upper layer 1 can provide an improved capil 
lary action since it is made of split ?bers, furthermore, acute 
angles Will be formed after each of the ?bers is split, this 
makes the upper layer 1 wipe off the dirt and liquid more 
easily. 

[0017] The loWer layer 2 can be Wetted With clean Water 
and then is employed to rub against the dirty surface to Wipe 
out the dirt. 

[0018] In application, the user can Wet the loWer layer 2 
and rub it against the dirty surface to Wipe out the dirt, and 
then use the upper layer 1 to remove the dirt liquid from the 
surface, thus the surface can be fully cleaned. 

[0019] The cleaning cloth in accordance With the present 
invention has the folloWing advantages: 

[0020] l, the cleaning cloth is made up of the upper layer 
1 and the loWer layer 2, this can enforce the strength of the 
loWer layer 2 While improving the cleaning effect. 

[0021] 2, since the upper layer 1 is made of split ?bers and 
has an improved capillary action, plus the acute angles of the 
split ?bers, this makes it easier for the upper layer 1 to Wipe 
off the dirt and liquid. 

[0022] 3, the loWer layer 2 only needs to be Wetted With 
clean Water and then it can Wipe out the dirt easily simply by 
rubbing against the dirty surface. 

[0023] 4, after Wiping out the dirt With the loWer layer 2, 
the upper layer 1 can be used to dry the moist surface. 

[0024] While We have shoWn and described various 
embodiments in accordance With the present invention, it 
should be clear to those skilled in the art that further 
embodiments may be made Without departing from the 
scope of the present invention. 

What is claimed is: 

1. A cleaning cloth comprising an upper layer adhered to 
a loWer layer by an adhesive layer, such structure can 
enforce strength of the loWer layer While improving cleaning 
effect and enabling the cleaning cloth to be used more easily. 

2. The cleaning cloth as claimed in claim 1, Wherein the 
upper layer is made of polyester-nylon combined split ?ber. 

3. The cleaning cloth as claimed in claim 1, Wherein the 
loWer layer is made of Melamine sponge. 


