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(57) ABSTRACT 

The present invention provides a protonically conductive 
membrane for use in a direct methanol fuel cell Wherein a 
portion of said protonically conductive membrane conducts 
protons from the anode face of the membrane to the cathode 
face of the protonically conductive membrane, and a portion 
of Which evolves gas from the anode side of the membrane 
to the cathode side of the protonically conductive membrane 
Where it is vented to the environment. The present invention 
also includes a membrane electrode assembly, fuel cell and 
fuel cell system Which are comprised of the protonically 
conductive membrane and Which evolve gas from the anode 
side of the protonically conductive membrane to the cathode 
side of the protonically conductive membrane, Where it is 
vented to the ambient environment. 
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FUEL CELL MEMBRANE AND FUEL CELL 
SYSTEM WITH INTEGRATED GAS SEPARATION 

RELATED APPLICATIONS 

[0001] This application is a divisional of patent applica 
tion U.S. Ser. No. 09/997,693, ?led Nov. 30, 2001, (now 
US. Pat. No. 7,125,620), Which claims bene?t of provi 
sional application U.S. Ser. No. 60/250,592, ?led Nov. 30, 
2000, the contents of Which are hereby incorporated by 
reference in their entireties. 

BACKGROUND OF THE INVENTION 

[0002] 
[0003] The present invention provides a direct feed fuel 
cell for producing electrical energy by electrochemical oxi 
dation/reduction of an organic fuel, and in particular to a 
direct feed methanol fuel cell With integrated gas separation. 

[0004] 2. The Prior An 

[0005] Fuel cell technologies are Well knoWn in the art and 
present opportunities for the commercial development of 
long-lasting poWer sources for portable poWer and electron 
ics applications. With the trend toWard greater portability of 
a Wide array of consumer electronics, fuel cell technologies 
o?fer promising alternative poWer sources to meet the 
increased demand for portable poWer. Fuel cells can poten 
tially replace or favorably compete With the various types of 
high density batteries presently used in consumer electron 
ics, such as nickel metal-hydride and lithium ion battery 
systems, as Well as relatively inexpensive alkaline batteries. 
These types of batteries are less than satisfactory poWer 
sources for such consumer electronics as laptop computers 
and cellular phones either due to their loW poWer density, 
short cycle life, rechargability or cost. In addition, all these 
types of batteries present environmental safety concerns and 
costs for proper disposal. 

1. Field of the Invention 

[0006] Fuel cell systems are electricity-generating devices 
that convert energy produced from a simple electrochemical 
reaction involving a fuel reactant (methanol or hydrogen) 
and an oxidizing agent (air or oxygen) into useable electrical 
energy. “Direct” type of fuel cells, Wherein the fuel reactant 
is directly fed into the fuel cell Without prior modi?cation or 
oxidation, are constructed of an anode electrode, a cathode 
electrode, and an electrolyte, such as an ion conducting 
membrane, that separates the electrodes. Fuel reactant is 
introduced into the fuel cell anode and a catalytic layer 
intimately in contact With the proton conducting membrane. 
The catalytic layer acts as an anode electrocatalyst that splits 
the fuel reactant into protons and electrons as a result of 
oxidation, releasing hydrogen ions from the reactant mol 
ecule. Protons generated at the anode selectively pass 
through the ion conducting membrane to the fuel cell 
cathode. A second catalytic layer intimately in contact With 
the ion conducting membrane acts as a cathode electrocata 
lyst that reduces hydrogen ions With oxygen molecules 
provided by circulating air or oxygen to form Water. Elec 
trons generated by anodic oxidation of fuel reactant mol 
ecules cannot pass through the ion conducting membrane 
and must ?oW around the membrane toWard the cathode 
electrode. The How of electrons is collected by current 
collection plates on outer sides of the fuel cell and directed 
into an electrical circuit thereby creating electricity. 
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[0007] Thus, the How of protons (hydrogen ions) through 
the ion conducting membrane and the movement of elec 
trons toWard the cathode, generate electrical energy in the 
fuel cell. As long as constant supplies of fuel reactant and an 
oxidiZing agent are maintained, the fuel cell can generate 
electrical energy continuously and maintain a speci?c poWer 
output. In addition, the fuel cell runs cleanly producing 
Water and carbon dioxide as by-products of the oxidation/ 
reduction of the fuel reactant. Hence, fuel cells can poten 
tially run laptop computers and cellular phones for several 
days rather than several hours, While reducing or eliminating 
the haZards and disposal costs associated With high density 
and alkaline batteries. The challenge is to develop fuel cell 
technology and to engineer direct fuel cells to meet the form 
and operation requirements of small-scale or “micro” fuel 
cells for consumer electronics applications. 

[0008] Direct fuel cells that demonstrate performance and 
reliability as potential poWer systems for portable electron 
ics applications include direct methanol fuel cell (DMFC) 
systems that employ methanol as the fuel reactant and 
incorporate an ion conducting membrane electrolyte. Mem 
brane electrolytes are non-liquid, non-corrosive electrolytes 
capability of operating at loW temperatures, Which makes 
such electrolytes commercially attractive for stationary and 
portable electronics applications. In addition, membrane 
electrolytes possess excellent electrochemical and mechani 
cal stability, as Well as high ionic conductivity that alloW 
them to function as both an electrolyte and a separator. 

[0009] Prior art direct methanol fuel cells, such as the fuel 
systems disclosed in US. Pat. Nos. 5,992,008, 5,945,231, 
5,773,162, 5,599,638, 5,573,866 and 4,420,544, typically 
employ proton conducting, cation-exchange polymer mem 
branes constructed of a per?uorocarbon sulfonic acid 
(PFSA) ionomer, such as NAFION® commercially avail 
able from El. duPont de Nemours and Co. Commercially 
available NAFION® membranes that act as membrane 
electrolytes for DMFC systems generally have a thickness of 
25 to 175 um. Composite membranes are also commercially 
available and can act as membrane electrolytes. Composite 
membranes are signi?cantly thinner than homogeneous 
ionomeric membranes and generally have a thickness of 10 
to 25 um. Such composite membranes include, for instance, 
a polytetra?uorotheylene (PTFE) micromesh material With 
PFSA-?lled pores available from W.L. Gore, Inc. of NeW 
ark, DE. 

[0010] The membrane electrolytes are typically sand 
Wiched betWeen the anode and the cathode electrodes, Which 
are comprised of catalytic layers in intimate contact With 
surfaces of the membrane electrolyte. The catalytic layers 
are electrocatalysts that catalyZe the electrochemical oxida 
tion/reduction of the fuel reactant, Wherein an anode elec 
trocatalyst disassociates hydrogen protons from the fuel 
reactant and a cathode electrocatalyst effects reduction of 
hydrogen ions With oxygen to form Water. High surface area 
particles, such as platinum and ruthenium alloy particles, are 
commonly used as anode electrocatalysts, as disclosed in 
US. Pat. No. 5,523,177. Platinum/ruthenium (Pt/Ru) alloy 
particles are loaded in a predetermined ratio onto a gas 
diffusion layer in intimate contact With a surface of the 
membrane electrolyte to form an anode catalyst layer 42 that 
acts as the site of electrochemical oxidation. A common 
cathode electrocatalyst is platinum-black (Pt-black) Which is 
similarly loaded onto a gas diffusion layer in intimate 
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contact With an opposing surface of the membrane electro 
lyte to form anode catalyst layer 42 that acts as the site of 
electrochemical reduction. The electrochemical processes in 
a prior art DMFC system using a Pt/Ru anode electrocatalyst 
and a Pt-black cathode electrocatalyst are: 

[0014] The electrocatalysts are typically bonded With or 
mounted to the gas diffusion layer. The gas diffusion layer is 
typically constructed of uncatalyZed porous carbon paper or 
carbon cloth that acts as a gas diffuser and separator. The gas 
diffusion layer of the anode electrode provides an effective 
Water supply for anodic oxidation of methanol. The gas 
diffusion layer of the cathode electrode provides an effective 
supply of oxidizing agent, air or oxygen, While removing 
Water or Water vapor from the membrane electrolyte formed 
from electrochemical reduction of hydrogen ions. The by 
products of the electrochemical processes are removed from 
the fuel cell by an anode vent, exhausting carbon dioxide 
from the anode electrode, and a cathode vent, removing 
Water and exhausting air from the cathode electrode. 

[0015] Current collector plates on outer sides of the fuel 
cell complete the fuel cell unit and conduct and collect 
electrons generated by the electrochemical oxidation of 
methanol. Current collector plates are typically constructed 
of carbon composites or metals, such as stainless steel and 
titanium, and should exhibit high electronic conductivity. 
Collector plates should also be impermeable to reactants. 
Current collector plates may be con?gured as bipolar plates 
or include How ?elds having a range of How channel 
geometries that provide effective supplies of reactant fuel 
and oxidiZing agent, as Well as effective removal of air, 
carbon dioxide and Water from the respective electrodes. 

[0016] DMFC systems are often multi-cell “stacks” com 
prising a number of single fuel cells joined to form a cell 
stack to obtain su?icient poWer densities to meet speci?c 
electrical poWer requirements. The feasibility of using 
DMFC systems as alternative poWer sources for portable 
electronics applications Will depend upon the reduction in 
overall system siZe, While providing the necessary poWer 
densities for electrical poWer requirements. In addition, 
DMFC systems for consumer electronics applications Will 
require development and design engineering that Will enable 
methanol fuel cells to self-regulate and generate electrical 
poWer under benign operating conditions, including ambient 
air pressure Without active humidi?cation or cooling. Such 
operating conditions Will require the reduction or elimina 
tion of auxiliary equipment and external moving parts 
typically associated With present DMFC systems, such as 
external ?ns for heat dissipation, fans for cooling and 
external ?oW pumps for supplying pressurized gas reactants 
and Water for sufficient membrane humidi?cation. In addi 
tion, peripheral mechanisms or systems, such as pumps and 
reservoirs used to store and supply methanol fuel and gas 
separators used to remove gases from liquid fuel cell e?lu 
ents, Will need to be reduced or eliminated in DMFC 
systems for portable poWer and consumer electronics appli 
cations. 

[0017] At present, prior art DMFC systems typically oper 
ate in tWo basic con?gurations, a ?oW-through con?guration 
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and a recirculation con?guration, as disclosed in US. Pat. 

Nos. 5,992,008, 5,945,231, 5,795,496, 5,773,162, 5,599, 
638, 5,573,866 and 4,420,544. The ?oW-through con?gura 
tion directly feeds methanol as a vapor or an aqueous stream 
of either neat methanol or a solution of methanol and Water 
into the anode electrode of the fuel cell. Anodic oxidation 
by-products, speci?cally carbon dioxide, as Well as fuel 
impurities and small amounts of unused methanol are 
removed from the fuel cell through an anode vent. The 
?oW-through con?guration has the disadvantages of Wasting 
unused methanol fuel and rendering the fuel supply suscep 
tible to rapid and/or frequent changes in poWer demands 
placed on the fuel cell. In addition, the ?oW-through con 
?guration presents problems With respect to handling the 
anode e?luent discharged from the fuel cell. Peripheral 
mechanisms or systems are required With the ?oW-through 
con?guration of DMFC systems to remove and dispose of 
the anode ef?uent discharged from the fuel cell. Such 
mechanism or systems Would render ?oW-through DMFC 
systems impractical for use in portable electronics applica 
tions. 

[0018] The recirculation con?guration of DMFC systems, 
hoWever, has the advantages of recirculating the anode 
el?uent back into the anode electrode, Which conserves 
unused methanol fuel and contains the anode ef?uent gen 
erated by the electrochemical oxidation/reduction processes 
at the cost of the poWer required to circulate the fuel mixture. 
Referring to FIG. 1, a prior art DMFC system that operates 
in a recirculation con?guration generally includes an exter 
nal fuel source 2 and a delivery mechanism 3 to supply the 
anode electrode 5 of the fuel cell 4 With methanol, typically 
as a methanol and Water solution, and an external air source 
to supply the cathode electrode 6 With air, as an oxidiZing 
agent. The anode el?uent contains by-products of the anodic 
oxidation of methanol, including carbon dioxide and unre 
acted methanol, While the cathode ef?uent contains by 
products of the cathodic reduction of hydrogen ions and 
oxygen, including Water vapor and air. Gas separators 7, 8 
incorporated in el?uent return lines are used to remove gases 
from e?luent ?uids. The gas separator 7 incorporated in an 
anode e?luent return line effectively separates carbon diox 
ide from the unused methanol solution and exhausts carbon 
dioxide from the DMFC system. Similarly, the gas separator 
8 incorporated in the cathode e?luent return line separates 
air from Water vapor and exhausts carbon dioxide from the 
DMFC system, alloWing Water to be returned to the fuel 
delivery mechanism 3. 

[0019] Prior art DMFC systems With recirculation con 
?gurations overcome the problems of handling anode e?lu 
ent, conserving unused methanol fuel and rendering the fuel 
supply impervious to rapid changes in poWer demands of the 
fuel cell. Such features are highly advantageous for use of 
DMFC systems in portable poWer supplies and portable 
consumer electronics. HoWever, recirculation con?gurations 
of prior art DMFC systems must incorporate auxiliary or 
external peripheral equipment in the recirculation loops, 
speci?cally gas separators, that render recirculating DMFC 
systems less feasible for portable poWer and electronics 
applications. 

[0020] Therefore, it Would be desirable to provide a recir 
culating direct feed methanol fuel cell system, Wherein 
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external gas separators are eliminated from the recirculation 
loops and by-product gases are removed from liquid streams 
Within the fuel cell system. 

SUMMARY OF THE INVENTION 

[0021] The present invention provides a membrane for use 
in a direct methanol fuel cell With portions that are dedicated 
to conducting protons (but not electrons) generated as a 
result of the reactions that occur Within the fuel cell, and 
other portions of Which are dedicated to evolving anodically 
generated carbon dioxide through the membrane into the 
cathode chamber Where it is vented to the ambient environ 
ment. Another aspect of this embodiment of the invention 
includes an application of a catalyst to one or both aspects 
of said membrane. 

[0022] Another embodiment of the invention comprises a 
membrane electrode assembly (MEA) fabricated from a 
membrane of the ?rst embodiment and Which is sandWiched 
betWeen tWo diffusion layers Which assist in the distribution 
of reactants and byproducts to and from the membrane, and 
Which includes current collection components disposed on 
the aspects of the gas diffusion layer opposite the membrane, 
and Which alloWs anodically generated carbon dioxide to 
evolve through the membrane into the cathode chamber 
Where it is vented to the ambient environment. 

[0023] A third embodiment of the invention comprises a 
fuel cell comprised of a MEA fabricated using the MEA of 
the second embodiment, Which is disposed in a housing, and 
Which separates an anode chamber from the cathode cham 
ber. Said anode chamber has a reactant inlet and an outlet 
through Which unreacted fuel may be removed from the 
anode chamber. Said cathode chamber has an oxidant inlet 
and oxidant outlet, through Which an oxidant, preferably 
ambient air, is introduced to the cathode face of the MEA. 

[0024] A ?nal embodiment of the invention comprises a 
fuel cell system comprised of a fuel cell described in the 
third embodiment, and Which includes a means and appa 
ratus for the introduction of fuel, the elimination of byprod 
ucts from the fuel cell system, the delivery of poWer to a 
load, and other functions for the control of the fuel cell 
system. Such system alloWing anodically generated carbon 
dioxide to evolve through the membrane electrode assembly 
into the cathode chamber Where it is vented to the ambient 
environment. 

[0025] Accordingly, in one aspect of the present invention, 
a membrane electrolyte for a fuel cell includes a ?rst 
material for conducting protons from a ?rst side of said 
membrane to a second side of the membrane and a second 
material for conducting gas from the ?rst side of the mem 
brane to the second side of the membrane. 

[0026] In another aspect of the present invention, a mem 
brane for a fuel cell including a ?rst material for conducting 
protons from a ?rst side of the membrane to a second side 
of the membrane and a vent having a ?rst end in commu 
nication With the ?rst side of the membrane and a second end 
in communication With the second side of the membrane. 
The vent conducts a gas from the ?rst side to the second side. 

[0027] In yet another aspect of the present invention, a 
membrane electrode assembly for a fuel cell system includes 
a gas-evolving, protonically conductive membrane electro 
lyte having a ?rst side exposed to an anode chamber of the 
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fuel cell system and a second side exposed to a cathode 
chamber of the fuel cell system. The membrane includes a 
?rst material for conducting protons and a second material 
for evolving gas. The assembly also includes a ?rst catalyst 
positioned proximate the ?rst side of the membrane elec 
trolyte, an anode gas diffusion layer positioned proximate 
the anode electrode, a second catalyst positioned adjacent 
the second side of the membrane electrolyte and a cathode 
gas diffusion layer positioned proximate the cathode elec 
trode. 

[0028] In yet another aspect of the present invention, a fuel 
cell includes a membrane electrolyte for a fuel cell including 
a ?rst material for conducting protons from a ?rst side of the 
membrane to a second side of the membrane and a second 
material for conducting gas from the ?rst side of the mem 
brane to the second side of the membrane, disposed Within 
a housing. 

[0029] In still yet another aspect, a fuel cell includes a 
housing and a membrane electrode assembly disposed 
Within the housing forming an anode chamber and a cathode 
chamber. The membrane electrode assembly includes a 
gas-evolving, protonically conductive membrane electrolyte 
having a ?rst side exposed to an anode chamber of the fuel 
cell system and a second side exposed to a cathode chamber 
of the fuel cell system, a ?rst catalyst positioned proximate 
the ?rst side of said membrane electrolyte, an anode gas 
diffusion material positioned proximate the anode electrode, 
a second catalyst positioned adjacent the second side of the 
membrane electrolyte, and a cathode gas diffusion material 
positioned proximate the cathode electrode. 

[0030] In a further aspect of the present invention, a fuel 
cell system includes a fuel delivery device, a fuel source 
having carbonaceous fuel, the source in communication With 
the fuel delivery device, an anode chamber having an inlet 
for receiving a fuel mixture from the fuel delivery device 
and an outlet for returning unreacted fuel to the fuel delivery 
device, a cathode chamber having an inlet for alloWing an 
oxidant to How into the cathode chamber, a ?rst outlet for 
exhausting gaseous ef?uent and a second outlet for directing 
Water ef?uent to the fuel delivery device, a membrane 
electrolyte positioned betWeen the anode chamber and the 
cathode chamber, the membrane comprising a ?rst material 
for conducting protons from the anode chamber to the 
cathode chamber and a second material for conducting gas 
from the anode chamber to the cathode chamber. 

[0031] In yet another aspect of the invention, a fuel cell 
system a fuel delivery device, a fuel source in communica 
tion With the fuel delivery device, an anode chamber having 
an inlet for receiving a fuel mixture from the fuel delivery, 
a cathode chamber having an inlet for alloWing an oxidant 
to How into the cathode chamber and an outlet for exhaust 
ing e?luent out of the cathode chamber, a membrane elec 
trolyte positioned betWeen the anode chamber and the 
cathode chamber, the membrane comprising a ?rst material 
for conducting protons from the anode chamber to the 
cathode chamber and a second material for conducting gas 
from the anode chamber to the cathode chamber. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0032] For a better understanding of the invention, refer 
ence is made to the draWings, Which are incorporated herein 
by reference, and in Which: 
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[0033] FIG. 1 is a schematic representation of a prior art 
direct feed methanol fuel cell system. 

[0034] FIG. 2 is a schematic representation of a ?rst 
embodiment of a direct feed methanol fuel cell system of the 
invention. 

[0035] FIG. 3 is a cross-sectional schematic presentation 
of the electrochemical processes of an anode electrode, a 
cathode electrode and an ion conducting membrane electro 
lyte of the ?rst embodiment. 

[0036] FIG. 4 is a cross-sectional perspective of the mem 
brane electrolyte of the ?rst embodiment With the anode and 
cathode electrodes. 

[0037] FIG. 5 is a cross-sectional side vieW of the mem 
brane electrolyte of the ?rst embodiment. 

[0038] FIG. 6 is a perspective of another version of the 
membrane electrolyte of the ?rst embodiment. 

[0039] FIG. 7 is a perspective of a tWo-membrane elec 
trolyte of a second embodiment of the invention. 

[0040] FIG. 8 is a perspective vieW of a membrane elec 
trolyte according to a fourth embodiment of the present 
invention. 

[0041] FIG. 9A is another perspective vieW of a membrane 
electrolyte according to the fourth embodiment of the 
present invention. 

[0042] FIG. 9B is yet another perspective vieW of a 
membrane electrolyte according to the fourth embodiment 
of the present invention. 

[0043] FIG. 10 is a perspective vieW of a membrane 
electrolyte and gas diffusion membrane according to a ?fth 
embodiment of the present invention. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

[0044] Illustrative embodiments of the present invention 
described beloW provide a direct feed fuel cell system for 
producing electrical energy through an electrochemical oxi 
dation/reduction of an organic fuel reactant and an oxidizing 
agent. More particularly, the invention is directed to a direct 
feed methanol fuel cell system for producing electrical 
energy through the electrochemical oxidation of an organic 
fuel, such as methanol, and reduction of an oxidizing agent, 
such as air. 

[0045] The direct feed methanol fuel cell system may 
operate in a recirculating con?guration and includes a pro 
ton-conducting membrane electrolyte that separates gas 
e?luent from the fuel reactant. In one embodiment, the 
invention provides a, proton-conducting membrane electro 
lyte constructed as a composite of a proton-conducting 
material and gas separating material. Those skilled in the art 
Will appreciate, hoWever, that embodiments in accordance 
With the invention are not limited to a direct feed methanol 
fuel cell, but, rather, may also be used in other fuel cell 
systems that generate electrical energy from the electro 
chemical oxidation/reduction of organic fuel reactants and 
oxidiZing agents. Those skilled in the art Will also recogniZe 
that the inventions disclosed herein Will also may be used in 
a variety of systems and architectures. 
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[0046] Embodiments of the invention Will be described 
With reference to FIGS. 1-7 Which are presented for the 
purpose of illustrating embodiments and are not intended to 
limit the scope of the claims. 

[0047] Referring to FIG. 2, a ?rst embodiment of the 
invention provides a direct feed fuel cell system 10 for 
generating electrical energy from the electrochemical oxi 
dation/reduction of an organic fuel reactant, such as a 
methanol and Water solution, and an oxidiZing agent, such as 
ambient air. The direct feed fuel cell system 10 includes a 
fuel cell outer housing 12 having an anode chamber 20, a 
cathode chamber 30 and a membrane electrode assembly 40 
disposed betWeen the anode and the cathode chambers 20, 
30. The anode chamber 20 includes an anode inlet 22 to 
introduce the fuel reactant into the anode chamber 20. The 
anode inlet 22 is connected to a delivery mechanism 24 that 
delivers the fuel reactant to the anode inlet 22 from a fuel 
source 26. The anode chamber 20 may also include an anode 
el?uent outlet 28 to remove unused or unoxidiZed fuel 
reactant from the anode chamber 20. The anode el?uent 
outlet 28 returns the unoxidiZed fuel reactant to the delivery 
mechanism 24 by an anode e?luent return line 29 for 
recirculation to the anode chamber 20. The membrane 
electrode assembly 40 evolves anodically generated carbon 
dioxide from the anode chamber 20 into the cathode cham 
ber 30. The cathode chamber 30 includes a cathode el?uent 
vent 36 to exhaust carbon dioxide and other by-products, 
such as air, Water vapor and impurities, from the cathode 
chamber 30 to the atmosphere external to the fuel cell 
system 10. The cathode chamber 30 also includes a cathode 
inlet 32 to deliver the oxidiZing agent to the cathode cham 
ber 30 from an external source 34. Areturn feed line 39 may 
be connected to the cathode chamber 30 to transport Water 
generated in the cathode chamber 30 and to return the Water 
to the delivery mechanism 24 for recirculation With the fuel 
reactant to the anode chamber 20. 

[0048] As FIG. 2 illustrates, the ?rst embodiment of the 
fuel cell system 10 of the invention operates in a recircula 
tion con?guration, Whereby the fuel reactant is conserved by 
a closed loop that delivers the fuel reactant to the anode 
chamber 20 and returns the unoxidiZed fuel reactant to the 
delivery mechanism 24 for recirculation to the anode cham 
ber 20. Water generated by the fuel cell system 10 is 
conserved by a closed loop that removes Water from the 
cathode chamber 30 and returns it to the delivery mechanism 
24 for recirculation With the fuel reactant to the anode 
chamber 20. Carbon dioxide generated from oxidation of the 
fuel reactant is evolved by the membrane electrode assembly 
40 to the cathode chamber 30 Where it is exhausted via the 
cathode e?luent vent 36. The need for an anode exhaust vent 
to remove carbon dioxide from the anode chamber 20, as 
used in prior art fuel cell systems illustrated in FIG. 1, is 
eliminated, thereby reducing the complexity of the direct 
feed fuel cell system 10 of the invention. 

[0049] Referring to FIGS. 3-4, the membrane electrode 
assembly 40 of the fuel cell system 10 is comprised of an 
anode gas diffusion layer 44, an anode catalyst layer 42, a 
gas-separating, proton-conducting membrane electrolyte 80, 
a cathode catalyst layer 46, and a cathode gas diffusion layer 
48. The anode gas diffusion layer 44 and the anode catalyst 
layer 42 are in contact With the membrane electrolyte 80 on 
an anode side 41, and the cathode catalyst layer 46 and the 
cathode gas diffusion layer 48 are in contact With the 
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membrane electrolyte 80 on a cathode side 31, such that the 
membrane electrolyte 80 is sandwiched between the anode 
catalyst layer 42 and the cathode catalyst layer 46, and the 
membrane electrolyte 80 and the catalyst layers 42, 46 are 
sandWiched betWeen the anode and cathode gas diffusion 
layers 44, 48. 

[0050] Referring to FIGS. 2 and 3, the fuel reactant used 
in the direct feed fuel cell system 10 of the ?rst embodiment 
is an organic fuel such as a hydrocarbon fuel, including, 
although not limited to, methanol. Methanol may be sup 
plied to the fuel cell system 10 as a vapor or a direct feed 
liquid stream of either neat methanol or a solution of 
methanol and Water. Other hydrocarbon fuels may be used 
With the fuel cell system 10 of the invention, such as, 
although not limited to, ethanol, ethylene glycol, supplied to 
the fuel cell system 10 in either vapor or liquid state. The 
oxidizing agent used in the direct feed fuel cell system 10 of 
the ?rst embodiment is preferably air supplied as either 
ambient or pressurized air. Other oxidizing agents may be 
used With the fuel cell system 10 of the invention, such as, 
although not limited to, oxygen or hydrogen peroxide. For 
illustrative purposes, the ?rst embodiment Will be described 
With reference to a direct feed liquid stream of a solution of 
methanol and Water as the fuel reactant and ambient air as 
the oxidizing agent. 

[0051] Methanol and Water fuel solution is delivered to the 
membrane electrode assembly 40 from the fuel source 26, 
such as, although not limited to, a fuel reservoir, a fuel 
cartridge or other containing device that is either detachably 
connected to an outer surface of the fuel cell housing 12, or 
incorporated With the fuel cell system 10, or supplied from 
a source external to the fuel cell system 10. The methanol 
and Water solution is delivered to the anode inlet 22 by the 
delivery mechanism 24, Which includes, although is not 
limited to, a pump or siphoning device to supply the fuel 
reactant to the anode inlet 22. The methanol and Water 
solution ?oWs through the anode inlet 22 into the anode 
chamber 20, Wherein the methanol and Water solution is 
introduced into the anode chamber 20 and to the membrane 
electrode assembly 40. As shoWn in FIG. 3, the methanol 
and Water solution is distributed throughout the anode 
chamber 20 by an anode conducting plate 23 having a How 
?eld 25 With a speci?c geometry. The How ?eld geometry 
helps to provide an effective distribution of the methanol and 
Water solution to the membrane electrode assembly 80 
during operation of the direct fuel cell system 10. The How 
?eld 25 geometry may include, although is not limited to, a 
plurality of How channels arranged in a speci?c pattern or a 
single ?oW channel of a particular shape, such as a serpen 
tine ?oW channel, as shoWn in FIG. 3. The How ?eld 25 
geometry e?fectively extends throughout the anode conduct 
ing plate 23. The anode conducting plate 23 is constructed 
of an electrically conductive material, such as, although not 
limited to, a carbon composite, graphite or a number of 
metals, including, although not limited to, stainless steel. 
The geometry of the How ?eld 25 is achieved by machining 
the anode conducting plate 23 or forming the How ?eld 25 
by a method Well knoWn in the art that is compatible With the 
material With Which the anode conducting plate 23 is con 
structed. 

[0052] The methanol and Water solution is introduced to 
the anode side 41 of the membrane electrolyte 80. The anode 
catalyst layer 42 and the anode gas diffusion layer 44 are 
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disposed on a ?rst surface of the membrane electrolyte 80 of 
the anode side 41. The anode gas di?‘usion layer 44 helps to 
ensure the methanol and Water solution is ef?ciently distrib 
uted past the membrane electrode assembly 40 during opera 
tion of the direct fuel cell system 10. 

[0053] The anode gas diffusion layer 44 is constructed of 
a porous carbon ?ber paper and/or carbon cloth that is Well 
knoWn in the art including, although not limited to, 
TORAY® paper or E-TEK® cloth available from E-Tek, 
Inc., Division of DeNora N.A., Inc. of Sommerset, NJ. 
Although dependent upon the material of construction, the 
anode gas diffusion layer 44 has a thickness generally in the 
range of about 150 pm to about 400 um. The anode gas 
diffusion layer 44 may be additionally treated With additives 
Well knoWn in the art, Which effectively increase diffusion or 
other properties of the anode gas diffusion layer 44, such as, 
although not limited to, TEFLON® for Wet-proo?ng. 

[0054] The anode catalyst layer 42 includes high surface 
area catalytic alloy particles, such as platinum particles (Pt) 
or a mixture of platinum and ruthenium alloy particles 
(Pt/Ru). The electrocatalytic particles are loaded onto either 
the anode gas diffusion layer 44 or the membrane electrolyte 
80 to act as an electrocatalyst. The Pt/Ru alloy particles are 
Well knoWn in the art and provided either as “unsupported” 
particles in the form of a ?ne metal poWder, or “supported” 
particles. The “supported” particles include electrocatalyst 
particles dispersed on high surface area particles, such as, 
although not limited to, Vulcan XC-72A available from 
Cabot Inc. of Boston, Mass. The anode catalyst layer 42 has 
a thickness generally in the range of about 5 pm to about 15 
pm. The anode catalyst layer 42 may be alternatively con 
structed of other conductive/reactive high surface area par 
ticles or particle composites such as, although are not limited 
to, a Pt/Ru/Osnium combination. Such alternative materials 
of construction are suitable for reducing the level of plati 
num loading of the anode electrode, and, hence to reduce the 
cost of the anode electrode. 

[0055] The anode catalyst layer 42 is loaded onto either 
the anode gas diffusion layer 44 or the ?rst surface of the 
membrane electrolyte 80. The anode gas diffusion layer 44 
may be thermally pressed to the ?rst surface of the mem 
brane electrolyte 80 to achieve suf?cient contact for effec 
tive performance of the anode electrode 42. The anode 
catalyst layer 42 acts as an electrocatalyst and is the site at 
Which the methanol and Water solution undergoes electro 
chemical oxidation, Wherein hydrogen ions are disassociated 
from methanol as folloWs: 

[0056] The cathode catalyst layer 42 and the cathode gas 
diffusion layer 48 are disposed on a second surface of the 
membrane electrolyte 80 of the cathode side 31. The cathode 
catalyst layer 42 is applied to either the cathode gas di?‘usion 
layer 48 or the second surface of the membrane electrolyte 
80. The cathode gas diffusion layer 48 may be thermally 
pressed to the second surface of the membrane electrolyte 80 
to achieve suf?cient contact for effective performance of the 
cathode catalyst layer 42. The gas diffusion layer electrode 
48 helps to ensure that air is ef?ciently distributed past the 
membrane electrode assembly 40 during operation of the 
direct fuel cell system 10. In addition, the cathode gas 
diffusion layer 48 helps to effectively remove Water and 
carbon dioxide from the cathode electrode When such by 
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products are generated from the electrochemical reduction 
of hydrogen ions and oxygen. The cathode gas di?‘usion 
layer 48 is similarly constructed of a porous material that is 
Well knoWn in the art including, although not limited to, 
carbon ?ber paper, such as TORAY® paper, and/or carbon 
cloth, such as E-TEK® Cloth. The gas diffusion layer 48 has 
a thickness generally in the range of about 150 pm to about 
400 um, depending upon the materials of construction. The 
cathode gas dilfusion layer 48 may be additionally treated 
With additives Well knoWn in the art, which effectively 
increase diffusion or other properties of the cathode gas 
dilfusion layer 48. 

[0057] The cathode catalyst layer 42 includes platinum 
alloy particles deposited on a surface of supporting carbon 
black and has a thickness generally in the range of about 5 
pm to about 15 um. The cathode electrode 46 acts as an 
electrocatalyst and is the site at Which hydrogen ions and 
oxygen undergo electrochemical reduction, Wherein hydro 
gen ions reduce With oxygen molecules as folloWs: 

[0058] Referring to FIGS. 3-5, the gas-separating, proton 
conducting membrane electrolyte 80 of the ?rst embodiment 
is a composite of a ?rst material 50 and a second material 52, 
Wherein the second material 52 evolves anodically generate 
into a vent integrated With the membrane electrolyte 80. The 
?rst material 50 conducts protons (hydrogen ions), but not 
electrons, across the membrane electrolyte 80, While the 
second material 52 separates and conducts gases, such as 
carbon dioxide, through the membrane electrolyte 80. The 
?rst and second materials 50, 52 of the membrane electrolyte 
80 selectively separate protons and carbon dioxide, respec 
tively, from the methanol and Water solution reacts Within 
the anode chamber during operation of the direct feed fuel 
cell system 10. 

[0059] Methanol is oxidiZed at the anode catalyst layer 42 
as described above and disassociates into hydrogen ions and 
carbon dioxide. The proton conducting ?rst material 50 of 
the membrane electrolyte 80 conducts hydrogen ions from 
the anode electrode to the cathode electrode. Hydrogen ions 
undergo reduction With oxygen at the cathode electrode to 
form Water in the cathode chamber 30. The gas separating 
second material 52 e?fectively separates or removes the 
anodic carbon dioxide from the oxidiZing methanol/Water 
liquid stream as it passes over the anode electrode. Carbon 
dioxide is conducted through the gas separating second 
material 52 of the membrane electrolyte 80 into the cathode 
chamber 30. Carbon dioxide is subsequently exhausted from 
the cathode chamber 30 to the atmosphere external to the 
direct feed fuel cell system 10 by the cathode el?uent vent 
36. Transport of anodic carbon dioxide across the membrane 
electrolyte 80 and subsequent removal of anodic carbon 
dioxide from the direct feed fuel cell system 10 through the 
cathode el?uent vent 36 eliminates the requirement for an 
anode el?uent vent in the anode chamber 20 to exhaust 
carbon dioxide from the anode electrode. 

[0060] Exhausting anodic carbon dioxide from the cath 
ode chamber 30 through the cathode e?luent vent 36 also 
eliminates the requirement for an external gas separator in 
the anode e?luent return line 29 to remove carbon dioxide 
from the anode ?uid el?uent. By removing and conducting 
carbon dioxide from the oxidiZing methanol and Water 
solution to the cathode chamber 30 for exhaust, the com 
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posite membrane electrolyte 80 reduces the extent of exter 
nal peripheral equipment or components of the direct feed 
fuel cell system 10 and, hence, reduces the complexity and 
cost of fabricating and operating the direct feed fuel cell 
system 10 system in a recirculation con?guration. In addi 
tion, the composite membrane electrolyte 80 also alloWs the 
unoxidiZed methanol and Water solution to be recovered 
from the anode ef?uent and recirculated to the anode cham 
ber 20, thereby conserving fuel reactant While simplifying 
the overall recirculation con?guration of the direct feed 
methanol fuel cell system 10. 

[0061] The proton conducting ?rst material 50 of the 
membrane electrolyte 80 of the ?rst embodiment is con 
structed of, although not limited to, a hydrophilic polymer 
With a high affinity for Water, a high proton conducting 
capacity and an excellent oxidation resistance. The proton 
conducting ?rst material 50 also has an ability to transport 
hydrogen ions, While rejecting other undesired ions and 
molecules. The proton conducting ?rst material 50 may 
include, although is not limited to, a per?uorosulfonic 
substituted polytetra?uorethylene, such as the ionomer 
NAFION®, commercially available from duPont. 
NAFION® is an attractive proton conducting polymer Well 
knoWn in the art and often used as a membrane electrolyte 
in direct feed methanol fuel cell systems. NAFION® has a 
high tolerance for the chemical environment of a methanol 
fuel cell, high mechanical strength and predictable dimen 
sional changes. Other membrane electrolyte materials suit 
able for use With the direct feed fuel cell system 10 of the 
?rst embodiment include, although are not limited to, 
NAFION®-TEFLON®-phosphotungstic acid (NPTA) and 
NAFlON®-Zirconium hydrogen phosphate (NZHP). 

[0062] The gas separating second material 52 of the mem 
brane electrolyte 80 is constructed of, although not limited 
to, a hydrophobic polymer having a high capacity to evolve 
carbon dioxide from organic fuel reactants and high perme 
ability to conduct carbon dioxide through the membrane 
electrolyte 80 to the cathode chamber 30. A hydrophobic 
polymer of the second material 52 may include, although is 
not limited to, ZINTEX®, available from W.L. Gore & 
Associates of Newark, DE. 

[0063] Due to the high cost of fabricating the membrane 
electrolyte 80 With relatively expensive proton conducting 
polymers, such as NAFION®, other polymeric variants or 
materials may be used alone or in combination as the proton 
conducting ?rst material 50 of the membrane electrolyte 80 
in order to reduce high costs associated With high volume 
manufacture of membrane electrolytes. Alternative materi 
als With Which the proton conducting ?rst material 50 may 
be constructed include, although are not limited to, polyva 
niladine ?uoride (PVDF). 

[0064] Referring to FIGS. 4-5, the membrane electrolyte 
80 is constructed as a composite in a con?guration of at least 
a ?rst portion of the proton conducting ?rst material 50 and 
at least a second portion of the gas evolving second material 
52, Wherein the ?rst and second portions are contiguous in 
the same plane to form a single layer infrastructure. As 
shoWn in FIGS. 4-5, in one version of the ?rst embodiment, 
the composite membrane electrolyte 80 is formed from tWo 
or more portions of the ?rst material 50 With tWo or more 
portions of the second material 52 disposed altematingly 
betWeen each of the portions of the ?rst material in the same 
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plane to form a single layer infrastructure. As shown in 
FIGS. 4-5, the second material 52 may be incorporated as 
stripes betWeen adjacent portions of the ?rst material 50, 
extending either an entire length or Width of the membrane 
electrolyte 80, depending upon the overall shape and dimen 
sions of the membrane electrolyte 80. The ratio of the overall 
dimensions of a ?rst portion to the second portion in the 
composite membrane electrolyte Will depend on the char 
acteristics of the system and the fuel used. 

[0065] The ?rst and second materials 50, 52 may be 
con?gured or oriented in different relationships to each other 
to form alternative con?gurations or infrastructures of the 
composite membrane electrolyte 80. Referring to FIG. 6, in 
another version of the ?rst embodiment, the composite 
membrane electrolyte 80 may include the second material 52 
forming a Web or micromesh infrastructure of a gas sepa 
rating, hydrophobic material, such as, for example, 
TEFLON®, Within Which strips or “stripes” of the proton 
conduct hydrophilic ?rst material 50, such as, for example, 
NAFION®, are incorporated With or fabricated With the 
second material 52 to form the selectively conductive com 
posite membrane electrolyte 80. 

[0066] The membrane electrolyte 80 of the ?rst embodi 
ment is generally disposed in a central position Within the 
fuel cell system 10, sandWiched betWeen the anode electrode 
and the cathode electrode. 

[0067] The overall dimensions of the membrane electro 
lyte 80 are dependent upon the application of the direct feed 
fuel cell system 10, manufacturing form factors, and the 
con?guration of the direct feed fuel cell system 10. The 
surface area of the membrane electrolyte 80 (cell surface 
area) is generally in a range of about 10 cm2 to about 100 
cm2, depending upon the poWer density (W/cm2) required 
for speci?c poWer applications. Fuel cell surface area (cm2) 
determines the current generated by the direct feed fuel cell 
system 10. The direct feed methanol fuel cell system 10 of 
the invention may be joined to one or more other direct feed 
fuel cell systems 10 to form a multi-cell system or stack to 
achieve the necessary poWer density to meet speci?c elec 
trical energy requirements. For example, a single fuel cell 
system 10 With a total cell surface area of approximately 10 
cm2 may not provide suf?cient poWer density for a speci?c 
electrical output. HoWever, 3 to 5 single fuel cell systems 10, 
each With a total cell surface area of 10 cm2, may be joined 
to form a multi-cell system With a total multi-cell surface 
area of 30 cm2 to 50 cm2 to effectively increase the overall 
poWer and voltage provided by the direct feed fuel cell 
system 10. 

[0068] Referring to FIG. 7, a second embodiment of the 
invention provides the direct feed fuel cell system 10 With a 
tWo-membrane ion conducting electrolyte 60 that includes a 
proton conducting membrane 61 constructed of a ?rst mate 
rial and a gas evolving membrane 62 constructed of a second 
material With a gasket 63 separating the ?rst and the second 
membranes 61, 62. The ?rst material of the proton conduct 
ing membrane 61 is, although not limited to, a hydrophilic 
polymer having properties to conduct protons (hydrogen 
ions) generated from a liquid stream of an oxidiZing fuel 
reactant from an anode electrode 64 to a cathode electrode 
65. The second material of the gas evolving membrane 62 is, 
although not limited to, a hydrophobic polymer having 
properties to separate carbon dioxide from the liquid stream 
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of oxidiZing fuel reactant, and to conduct carbon dioxide 
from the anode electrode 64 to the cathode electrode 65. 

[0069] As shoWn in FIG. 7, during operation of the direct 
feed fuel cell system 10, the liquid fuel reactant, such as a 
methanol and Water solution, passes through a How ?eld 67 
of an anode conducting plate 66 and past the anode electrode 
64. Protons, but not electrons, from the methanol and Water 
solution are conducted. Protons conducted through the pro 
ton conducting membrane 61 to the cathode electrode 65. As 
the methanol and Water solution circulates past the area of 
the anode electrode 64 that includes the gas evolving mem 
brane 62, gaseous carbon dioxide is separated or removed 
from the oxidiZing methanol and Water solution by the gas 
evolving membrane 62. Carbon dioxide removed by the gas 
evolving membrane 62 is conducted from the anode elec 
trode 64 to the cathode 65. Su?icient quantities of oxidiZing 
agent such as ambient or pressuriZed air are introduced via 
the How ?eld 68 formed by cathode conductor. In addition, 
the How ?eld 68 provides a path for evolved carbon dioxide 
to exit from the area of the cathode electrode 65 that includes 
the gas evolving membrane 62, and removes Water from the 
area of the cathode electrode 65 that includes the proton 
conducting membrane 61 formed by reduction of hydrogen 
ions With oxygen. Air, carbon dioxide, and Water vapor are 
subsequently exhausted from the direct feed fuel cell system 
10 by a cathode gas el?uent vent 70. The geometry of the 
cathode chamber and/or ?oW ?elds may be such that the 
CO2 is vented into the exiting cathode How. 

[0070] In yet another embodiment of the present inven 
tion, as shoWn in FIGS. 8-10, a gas-separating, proton 
conducting membrane electrolyte 122 includes a ?rst mate 
rial 124 having a plurality of openings 12411 for housing a 
second material 126. Together, the openings and second 
material form gas evolving portions. The second material 
126 acts as a gas separator or gas vent integrated With the 
membrane electrolyte 122 to separate and conduct gases 
(such as CO2) and the ?rst material 124 has properties to 
conduct protons (hydrogen ions) across the membrane elec 
trolyte 122. The ?rst and second materials 124 and 126 of 
the membrane electrolyte 122 selectively separate protons 
and carbon dioxide, respectively, from the methanol and 
Water solution as the liquid stream is introduced to the anode 
face of the membrane during operation of the direct feed fuel 
cell system. 

[0071] A novel feature of this embodiment of the inven 
tion, is the ability to customiZe the rate and/or pro?le of 
evolving gases. Speci?cally, the number of openings 12411, 
as Well as their siZe and shape, may be designed to evolve 
gases at varying rates and/ or pro?les. In addition, the design 
and operation of this embodiment avoids the coalescence 
and/or accumulation of CO2 bubbles in the anode chamber, 
Which may limit the reactions and therefore the ef?ciency of 
the fuel cell. 

[0072] The ?rst and second materials may be manufac 
tured via co-extrusion, or using other methods Well knoWn 
to those skilled in the art. Alternatively, the apertures may be 
punched out of the ?rst material With a die, and the second 
material added using an appropriate adhesive, or mechani 
cally fastened or otherWise attached. 

[0073] Hydrostatic pressure on the anode face of the 
membrane electrolyte Within the fuel chamber prevents 02 
from entering the anode chamber from the cathode chamber 
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and encourages CO2 to travel out via the cathode face of the 
membrane electrolyte. Alternatively, other designs and pro 
?les may be used to limit the diffusion of reactants and 
by-products from the cathode chamber to the anode chamber 
via the membrane electrolyte. Each gas evolving portion 
may, regardless of the method used to manufacture, be 
designed to increase the ability to evolve CO2 through the 
membrane electrolyte. Such designs include forming a gas 
evolution component With a dome or spike of second 
material, or by adding any additional, third dimensional 
component to the siZe and shape of the opening and/or 
second material. 

[0074] As shoWn in FIG. 10, a gas diffusion layer 128 may 
be designed to correspond (be complimentary to) to the 
surface topography 130 of the membrane electrolyte 132. A 
gap 134 betWeen the membrane electrolyte 136 and the gas 
diffusion layer 128 evolves CO2 to the gas evolving portions 
138 of the membrane. In addition, the gas diffusion layer 
may include channels (not shoWn) positioned thereon or 
Within Which speci?cally direct the CO2 to the gas evolving 
portions. Such channels may be formed by embossing them 
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onto the gas diffusion membrane, or using other methods 
knoWn to those skilled in the art. 

[0075] Having thus described at least one illustrative 
embodiment of the invention, various alterations, modi?ca 
tions and improvements Will readily occur to those skilled in 
the art. Such alterations, modi?cations and improvements 
are intended to be Within the scope and spirit of the inven 
tion. Accordingly, the foregoing description is by Way of 
example only and is not intended as limiting. The inven 
tion’s limit is de?ned only in the folloWing claims and the 
equivalents thereto. 

1. Amembrane electrolyte for a fuel cell comprising a ?rst 
material for conducting protons from a ?rst side of said 
membrane to a second side of said membrane and a second 
material for conducting gas from said ?rst side of said 
membrane to said second side of said membrane. 

2.-40. (canceled) 


