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(57) ABSTRACT 

An edge-sealed barrier ?lm composite. The composite 
includes a substrate and at least one initial barrier stack 

adjacent to the substrate. The at least one initial barrier stack 
includes at least one decoupling layer and at least one barrier 
layer. One of the barrier layers has an area greater than the 
area of one of the decoupling layers. The decoupling layer 
is sealed by the ?rst barrier layer Within the area of barrier 
material. An edge-sealed, encapsulated environmentally 
sensitive device is provided. A method of making the 
edge-sealed barrier ?lm composite is also provided. 
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METHOD FOR EDGE SEALING BARRIER FILMS 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

[0001] This application is a division of US. patent appli 
cation Ser. No. 11/068,356, ?led Feb. 28, 2005, and entitled 
“METHOD FOR EDGE SEALING BARRIER FILMS” 
Which is a division of US. patent application Ser. No. 
09/966,163, ?led Sep. 28, 2001, and entitled “METHOD 
FOR EDGE SEALING BARRIER FILMS” now US. Pat. 
No. 6,866,901, issued Mar. 15, 2005, Which is a continua 
tion-in-part of US. patent application Ser. No. 09/427,138, 
?led Oct. 25, 1999, entitled “ENVIRONMENTAL BAR 
RIER MATERIAL FOR ORGANIC LIGHT EMITTING 
DEVICE AND METHOD OF MAKING,” now US. Pat. 
No. 6,522,067, issued Feb. 18, 2003. 

BACKGROUND OF THE INVENTION 

[0002] The invention relates generally to multilayer, thin 
?lm barrier composites, and more particularly, to multilayer, 
thin ?lm barrier composites having the edges sealed against 
lateral moisture and gas di?fusion. 

[0003] Multilayer, thin ?lm barrier composites having 
alternating layers of barrier material and polymer material 
are knoWn. These composites are typically formed by depos 
iting alternating layers of barrier material and polymer 
material, such as by vapor deposition. If the polymer layers 
are deposited over the entire surface of the substrate, then 
the edges of the polymer layers are exposed to oxygen, 
moisture, and other contaminants. This potentially alloWs 
the moisture, oxygen, or other contaminants to diffuse 
laterally into an encapsulated environmentally sensitive 
device from the edge of the composite, as shoWn in FIG. 1. 
The multilayer, thin ?lm barrier composite 100 includes a 
substrate 105 and alternating layers of decoupling material 
110 and barrier material 115. The scale of FIG. 1 is greatly 
expanded in the vertical direction. The area of the substrate 
105 Will typically vary from a feW square centimeters to 
several square meters. The barrier layers 115 are typically a 
feW hundred Angstroms thick, While the decoupling layers 
110 are generally less than ten microns thick. The lateral 
diffusion rate of moisture and oxygen is ?nite, and this Will 
eventually compromise the encapsulation. One Way to 
reduce the problem of edge diffusion is to provide long edge 
diffusion paths. HoWever, this decreases the area of the 
substrate Which is usable for active environmentally sensi 
tive devices. In addition, it only lessens the problem, but 
does not eliminate it. 

[0004] A similar edge diffusion problem Will arise When a 
substrate containing a multilayer, thin ?lm barrier composite 
is scribed and separated to create individual components. 
Thus, there is a need for a edge-sealed barrier ?lm compos 
ite, and for a method of making such a composite. 

SUMMARY OF THE INVENTION 

[0005] The present invention solves this need by provid 
ing an edge-sealed barrier ?lm composite. The composite 
comprises a substrate, and at least one initial barrier stack 
adjacent to the substrate, the at least one initial barrier stack 
comprising at least one decoupling layer and at least one 
barrier layer, Wherein a ?rst decoupling layer has an area and 
Wherein a ?rst barrier layer has an area, the area of the ?rst 
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barrier layer being greater than the area of the ?rst decou 
pling layer, and Wherein the ?rst decoupling layer is sealed 
by the ?rst barrier layer Within the area of the ?rst barrier 
layer. By adjacent, We mean next to, but not necessarily 
directly next to. There can be additional layers intervening 
betWeen the substrate and the barrier stacks. 

[0006] The ?rst layer can be either a decoupling layer or 
a barrier layer, as can the last layer. One or more barrier 
stacks can include at least tWo decoupling layers and/or at 
least tWo barrier layers. When a barrier stack has at least tWo 
barrier layers, a second barrier layer may have an area 
greater than the area of the ?rst decoupling layer, and the 
?rst and second barrier layers may seal the ?rst decoupling 
layer betWeen them. 

[0007] The decoupling layers can be made from materials 
including, but not limited to, organic polymers, inorganic 
polymers, organometallic polymers, hybrid organic/inor 
ganic polymer systems, silicates, and combinations thereof. 
The decoupling layers can be made of the same decoupling 
material or different decoupling materials. 

[0008] Suitable barrier materials include, but are not lim 
ited to, metals, metal oxides, metal nitrides, metal carbides, 
metal oxynitrides, metal oxyborides, and combinations 
thereof. Suitable barrier materials also include, but are not 
limited to, opaque metals, opaque ceramics, opaque poly 
mers, and opaque cermets, and combinations thereof. The 
barrier layers can be made of the same barrier material or 
different barrier material. 

[0009] The composite can include an environmentally 
sensitive device. Environmentally sensitive devices include, 
but are not limited to, organic light emitting devices, liquid 
crystal displays, displays using electrophoretic inks, light 
emitting diodes, light emitting polymers, electroluminescent 
devices, phosphorescent devices, electrophoretic inks, 
organic solar cells, inorganic solar cells, thin ?lm batteries, 
and thin ?lm devices With vias, and combinations thereof. 

[0010] Another aspect of the invention is an edge-sealed, 
encapsulated environmentally sensitive device. The edge 
sealed, encapsulated environmentally sensitive device 
includes: at least one initial barrier stack comprising at least 
one decoupling layer and at least one barrier layer, Wherein 
a ?rst decoupling layer of a ?rst initial barrier stack has an 
area and Wherein a ?rst barrier layer of the ?rst initial barrier 
stack has an area, the area of the ?rst barrier layer of the ?rst 
initial barrier stack being greater than the area of the ?rst 
decoupling layer of the ?rst initial barrier stack, and Wherein 
the ?rst decoupling layer of the ?rst initial barrier stack is 
sealed by the ?rst barrier layer of the ?rst initial barrier stack 
Within the area of the ?rst barrier layer; an environmentally 
sensitive device adjacent to the at least one initial barrier 
stack; and at least one additional barrier stack adjacent to the 
environmentally sensitive device on a side opposite the at 
least one initial barrier stack, the at least one additional 
barrier stack comprising at least one decoupling layer and at 
least one barrier layer, Wherein a ?rst decoupling layer of a 
?rst additional barrier stack has an area and Wherein a ?rst 
barrier layer of the ?rst additional barrier stack has an area, 
the area of the ?rst barrier layer of the ?rst additional barrier 
stack being greater than the area of the ?rst decoupling layer 
of the ?rst additional barrier stack, Wherein the ?rst decou 
pling layer of the ?rst additional barrier stack is sealed by the 
?rst barrier layer of the ?rst additional barrier stack Within 
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the area of the ?rst barrier layer, and Wherein the environ 
mentally sensitive device is sealed between the at least one 
initial barrier stack and the at least one additional barrier 
stack. 

[0011] Another aspect of the invention is a method of 
making an edge-sealed barrier ?lm composite. The method 
includes providing a substrate, and placing at least one initial 
barrier stack adjacent to the substrate, the at least one initial 
barrier stack comprising at least one decoupling layer and at 
least one barrier layer, Wherein a ?rst decoupling layer of a 
?rst initial barrier stack has an area and Wherein a ?rst 
barrier layer of the ?rst initial barrier stack has an area, the 
area of the ?rst barrier layer being greater than the area of 
the ?rst decoupling layer, and Wherein the ?rst decoupling 
layer is sealed by the ?rst barrier layer Within the area of the 
?rst barrier layer. 

[0012] Placing the at least one barrier stack adjacent to the 
substrate includes, but is not limited to, depositing the at 
least one barrier stack adjacent to the substrate, and lami 
nating the at least one barrier stack adjacent to the substrate. 

[0013] The barrier layers can be deposited before or after 
the decoupling layers, depending on the particular applica 
tion and structure. 

[0014] Depositing the at least one barrier stack may 
include, but is not limited to, providing a mask With at least 
one opening, depositing the ?rst decoupling layer through 
the at least one opening in the mask, and depositing the ?rst 
barrier layer. 

[0015] Alternatively, depositing the at least one barrier 
stack adjacent to the substrate may include, but is not limited 
to, depositing the ?rst decoupling layer having an initial area 
of decoupling material Which is greater than the area of the 
?rst decoupling layer, etching the ?rst decoupling layer 
having the initial area of decoupling material to remove a 
portion of the decoupling material so that the ?rst decou 
pling layer has the area of the ?rst decoupling layer, and 
depositing the ?rst barrier layer. Etching the ?rst decoupling 
layer may include, but is not limited to, providing a solid 
mask over the ?rst decoupling layer having the initial area 
of decoupling material, and etching the ?rst decoupling 
layer having the initial area of decoupling material to 
remove the portion of the decoupling material outside the 
solid mask so that the ?rst decoupling layer has the area of 
the ?rst decoupling layer. The ?rst decoupling layer may be 
etched so that at least one edge of the ?rst decoupling layer 
has a gradual slope. A reactive plasma may be used to etch 
the decoupling layers. Reactive plasmas include, but are not 
limited to O2, CF4, H2, and combinations thereof. 

[0016] The method may include placing an environmen 
tally sensitive device adjacent to the substrate before the at 
least one initial barrier stack is placed thereon. Alternatively, 
the method may include placing the environmentally sensi 
tive device adjacent to the at least one initial barrier stack 
after the at least one initial barrier stack is placed on the 
substrate. The method may also include placing at least one 
additional barrier stack adjacent to the environmentally 
sensitive device on a side opposite the substrate, the at least 
one additional barrier stack comprising at least one decou 
pling layer and at least one barrier layer, Wherein a ?rst 
decoupling layer of a ?rst additional barrier stack has an area 
and Wherein a ?rst barrier layer of the ?rst additional barrier 
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stack has an area, the area of the ?rst barrier layer of the ?rst 
additional barrier stack being greater than the area of the ?rst 
decoupling layer of the ?rst additional barrier stack, and 
Wherein the ?rst decoupling layer of the ?rst additional 
barrier stack is sealed by the ?rst barrier layer of the ?rst 
additional barrier stack Within the area of the ?rst barrier 
layer. 
[0017] Laminating the at least one barrier stack adjacent to 
the substrate may be performed using a number of processes 
including, but not limited to, heat, solder, adhesive, ultra 
sonic Welding, and pressure. 

[0018] The method may include depositing a ridge on the 
substrate before depositing the at least one barrier stack 
adjacent to the substrate, the ridge interfering With the 
deposition of the ?rst decoupling layer so that the area of the 
?rst barrier layer is greater than the area of the ?rst decou 
pling layer and the ?rst decoupling layer is sealed by the ?rst 
barrier layer Within the area of the ?rst barrier layer. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0019] FIG. 1 is a cross-section of a barrier composite of 
the prior art. 

[0020] FIG. 2 is a cross-section of one embodiment ofan 
edge-sealed, barrier composite of the present invention. 

[0021] FIG. 3 is a cross-section of an embodiment of an 
edge-sealed, encapsulated environmentally sensitive device 
of the present invention. 

[0022] FIG. 4 is a cross-section of a second embodiment 
of an edge-sealed, encapsulated environmentally sensitive 
device of the present invention. 

DETAILED DESCRIPTION OF THE 
INVENTION 

[0023] FIG. 2 shoWs one embodiment of an edge-sealed, 
barrier composite 200. The composite 200 includes a sub 
strate 205. The substrate can be any suitable substrate, and 
can be either rigid or ?exible. Suitable substrates include, 
but are not limited to: polymers, for example, polyethylene 
terephthalate (PET), polyethylene naphthalate (PEN), or 
high temperature polymers, such as polyether sulfone (PES), 
polyimides, or TransphanTM (a high glass transition tem 
perature cyclic ole?n polymer available from Lofo High 
Tech Film, GMBH of Weil am Rhein, Germany); metals and 
metal foils; paper; fabric; glass, including thin, ?exible, 
glass sheet (for example, ?exible glass sheet available from 
Corning Inc. under the glass code 0211. This particular thin, 
?exible glass sheet has a thickness of less than 0.6 mm and 
Will bend at a radium of about 8 inches.); ceramics; semi 
conductors; silicon; and combinations thereof. 

[0024] FIG. 2 shoWs three initial barrier stacks 220 adja 
cent to the substrate 205. The initial barrier stacks 220 
include a decoupling layer 210 and a barrier layer 215. The 
barrier layer 215 has an area greater than the area of the 
decoupling layer 210. As a result, the barrier layer 215 
extends beyond the edges of the decoupling layer 210, 
sealing the decoupling layer 210 Within the area covered by 
the barrier layer 215. Because the decoupling layers 210 are 
sealed Within the area covered by the barrier layers 215, 
ambient moisture, oxygen, and other contaminants cannot 
di?fuse through the decoupling layers to the environmentally 
sensitive device. 
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[0025] FIG. 2 shows three initial barrier stacks 220. HoW 
ever, the number of barrier stacks is not limited. The number 
of barrier stacks needed depends on the substrate material 
used and the level of permeation resistance needed for the 
particular application. One or tWo barrier stacks may provide 
su?icient barrier properties for some applications. The most 
stringent applications may require ?ve or more barrier 
stacks. 

[0026] Each of the initial barrier stacks 220 shoWn in FIG. 
2 has one barrier layer 215 and one decoupling layer 210. 
HoWever, the barrier stacks can have one or more decou 
pling layers and one or more barrier layers. There could be 
one decoupling layer and one barrier layer, there could be 
one or more decoupling layers on one side of one or more 

barrier layers, there could be one or more decoupling layers 
on both sides of one or more barrier layers, or there could be 
one or more barrier layers on both sides of one or more 

decoupling layers. The important feature is that the barrier 
stack have at least one decoupling layer and at least one 
barrier layer. The barrier layers in the barrier stacks can be 
made of the same material or of a different material, as can 
the decoupling layers. The barrier layers are typically about 
100-400 A thick, and the decoupling layers are typically 
about l000-l0,000 A thick. 

[0027] Although the three initial barrier stacks 220 are 
shoWn as having the same layers in the same order, this is not 
necessary. The barrier stacks can have the same or different 
layers, and the layers can be in the same or different 
sequences. 

[0028] If there is only one barrier stack and it has only one 
decoupling layer and one barrier layer, then the decoupling 
layer must be ?rst in order for the barrier layer to seal it, as 
shoWn in FIG. 2. The decoupling layer Will be sealed 
betWeen the substrate (or the upper layer of the previous 
barrier stack) and the barrier layer. Although a composite 
can be made With a single barrier stack having one decou 
pling layer and one barrier layer, there Will typically be at 
least tWo barrier stacks, each having one (or more) decou 
pling layer and one (or more) barrier layer. In this case, the 
?rst layer can be either a decoupling layer or a barrier layer, 
as can the last layer. 

[0029] FIG. 3 shoWs an edge-sealed, encapsulated envi 
ronmentally sensitive device 300. There is a substrate 305 
With an environmentally sensitive device 330 adjacent to it. 
There is a barrier stack 340 adjacent to the environmentally 
sensitive device 330. The barrier stack includes one decou 
pling layer 310 and tWo barrier layers 315,325. The barrier 
layer 315 has an area greater than that of the environmen 
tally sensitive device 330. Thus, the environmentally sensi 
tive device 330 is sealed Within the barrier layer 315. The 
barrier layers 315, 325 have an area greater than the area of 
the decoupling layer 310 so the decoupling layer 310 is 
sealed betWeen the barrier layers 315, 325. 

[0030] The environmentally sensitive device can be any 
device requiring protection from moisture, gas, or other 
contaminants. Environmentally sensitive devices include, 
but are not limited to, organic light emitting devices, liquid 
crystal displays, displays using electrophoretic inks, light 
emitting diodes, light emitting polymers, electroluminescent 
devices, phosphorescent devices, electrophoretic inks, 
organic solar cells, inorganic solar cells, thin ?lm batteries, 
and thin ?lm devices With vias, and combinations thereof. 

Sep. 13,2007 

[0031] It is not required that all of the barrier layers have 
an area greater than all of the decoupling layers, but at least 
one of the barrier layers must have an area greater than at 
least one of the decoupling layers. If not all of the barrier 
layers have an area greater than of the decoupling layers, the 
barrier layers Which do have an area greater than the 
decoupling layers should form a seal around those Which do 
not so that there are no exposed decoupling layers Within the 
barrier composite, although, clearly it is a matter of degree. 
The feWer the edge areas of decoupling layers exposed, the 
less the edge diffusion. If some diffusion is acceptable, then 
a complete barrier is not required. 

[0032] FIG. 4 shoWs an edge-sealed, encapsulated envi 
ronmentally sensitive device 400. There is a substrate 405 
Which can be removed after the device is made, if desired. 
The environmentally sensitive device 430 is encapsulated 
betWeen tWo initial barrier stacks 420, 422 on one side and 
one additional barrier stack 440 on the other side. 

[0033] Barrier stack 420 has a barrier layer 415 Which has 
an area greater than the area of the decoupling layer 410 
Which seals the decoupling layer 410 Within the area of the 
barrier layer 415. Barrier stack 422 has tWo barrier layers 
415, 417 and tWo decoupling layers 410, 412. Barrier layer 
415 has an area greater than that of the decoupling layers 
410, 412 Which seals the decoupling layers 410, 412 Within 
the area of the barrier layer 415. There is a second barrier 
layer 417. 

[0034] On the other side of the environmentally sensitive 
device 430, there is an additional barrier stack 440. Barrier 
stack 440 includes tWo decoupling layers 410 and tWo 
barrier layers 415 Which may be of approximately the same 
siZe. Barrier stack 440 also includes barrier layer 435 Which 
has an area greater than the area of the decoupling layers 410 
Which seals the decoupling layers 410 Within the area of 
barrier layer 435. 

[0035] The barrier layer Which seals the decoupling layer 
may be the ?rst barrier layer in the barrier stack, as shoWn 
in barrier stack 420. It may also be a second (or later) barrier 
layer as shoWn in barrier stack 440. Barrier layer 435 Which 
seals the barrier stack 440 is the third barrier layer in the 
barrier stack folloWing tWo barrier layers 415 Which do not 
seal the barrier stack. Thus, the use of the terms ?rst 
decoupling layer and ?rst barrier layer in the claims does not 
refer to the actual sequence of layers, but to layers Which 
meet the limitations. Similarly, the terms ?rst initial barrier 
stack and ?rst additional barrier stack do not refer to the 
actual sequence of the initial and additional barrier stacks. 

[0036] The barrier stack may include one or more decou 
pling layers. The decoupling layers may be made from the 
same decoupling material or different decoupling material. 
The decoupling layer can be made of any suitable decou 
pling material, including, but not limited to, organic poly 
mers, inorganic polymers, organometallic polymers, hybrid 
organic/inorganic polymer systems, silicates, and combina 
tions thereof. Organic polymers include, but are not limited 
to, urethanes, polyamides, polyimides, polybutylenes, 
isobutylene isoprene, polyole?ns, epoxies, parylenes, ben 
Zocyclobutadiene, polynorbornenes, polyarylethers, poly 
carbonates, alkyds, polyaniline, ethylene vinyl acetate, eth 
ylene acrylic acid, and combinations thereof. Inorganic 
polymers include, but are not limited to, silicones, poly 
phosphaZenes, polysilaZanes, polycarbosilanes, polycarbo 
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ranes, carborane siloxanes, polysilanes, phosphonitriles, sul 
fur nitride polymers, siloxanes, and combinations thereof. 
Organometallic polymers include, but are not limited to, 
organometallic polymers of main group metals, transition 
metals, and lanthanide/actinide metals, or combinations 
thereof. Hybrid organic/inorganic polymer systems include, 
but are not limited to, organically modi?ed silicates, prece 
ramic polymers, polyimide-silica hybrids, (meth)acrylate 
silica hybrids, polydimethylsiloxane-silica hybrids, ceram 
ers, and combinations thereof. 

[0037] The barrier stack may include one or more barrier 
layers. The barrier layers may be made from the same barrier 
material or different barrier material. The barrier layer can be 
made from any suitable barrier material. The barrier material 
can be transparent or opaque depending on What the com 
posite is to be used for. Suitable barrier materials include, 
but are not limited to, metals, metal oxides, metal nitrides, 
metal carbides, metal oxynitrides, metal oxyborides, and 
combinations thereof. Metals include, but are not limited to, 
aluminum, titanium, indium, tin, tantalum, Zirconium, nio 
bium, hafnium, yttrium, nickel, tungsten, chromium, Zinc, 
alloys thereof, and combinations thereof. Metal oxides 
include, but are not limited to, silicon oxide, aluminum 
oxide, titanium oxide, indium oxide, tin oxide, indium tin 
oxide, tantalum oxide, Zirconium oxide, niobium oxide, 
hafnium oxide, yttrium oxide, nickel oxide, tungsten oxide, 
chromium oxide, Zinc oxide, and combinations thereof. 
Metal nitrides include, but are not limited to, aluminum 
nitride, silicon nitride, boron nitride, germanium nitride, 
chromium nitride, nickel nitride, and combinations thereof. 
Metal carbides include, but are not limited to, boron carbide, 
tungsten carbide, silicon carbide, and combinations thereof. 
Metal oxynitrides include, but are not limited to, aluminum 
oxynitride, silicon oxynitride, boron oxynitride, and combi 
nations thereof. Metal oxyborides include, but are limited to, 
Zirconium oxyboride, titanium oxyboride, and combinations 
thereof. Suitable barrier materials also include, but are not 
limited to, opaque metals, opaque ceramics, opaque poly 
mers, and opaque cermets, and combinations thereof. 
Opaque cermets include, but are not limited to, Zirconium 
nitride, titanium nitride, hafnium nitride, tantalum nitride, 
niobium nitride, tungsten disilicide, titanium diboride, and 
Zirconium diboride, and combinations thereof. 

[0038] The barrier layers may be deposited by any suitable 
process including, but not limited to, conventional vacuum 
processes such as sputtering, evaporation, sublimation, 
chemical vapor deposition (CVD), plasma enhanced chemi 
cal vapor deposition (PECVD), electron cyclotron reso 
nance-plasma enhanced vapor deposition (ECR-PECVD), 
and combinations thereof. The decoupling layer can be 
produced by a number of knoWn processes Which provide 
improved surface planarity, including both atmospheric pro 
cesses and vacuum processes. The decoupling layer may be 
formed by depositing a layer of liquid and subsequently 
processing the layer of liquid into a solid ?lm. Depositing 
the decoupling layer as a liquid alloWs the liquid to How over 
the defects in the substrate or previous layer, ?lling in loW 
areas, and covering up high points, providing a surface With 
signi?cantly improved planarity. When the decoupling layer 
is processed into a solid ?lm, the improved surface planarity 
is retained. Suitable processes for depositing a layer of liquid 
material and processing it into a solid ?lm include, but are 
not limited to, vacuum processes such as those described in 

US. Pat. Nos. 5,260,095, 5,395,644, 5,547,508, 5,691,615, 
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5,902,641, 5,440,446, and 5,725,909, Which are incorpo 
rated herein by reference, and atmospheric processes such as 
spin coating and/or spraying. 

[0039] One Way to make a decoupling layer involves 
depositing a polymer precursor, such as a (meth)acrylate 
containing polymer precursor, and then polymerizing it in 
situ to form the decoupling layer. As used herein, the term 
polymer precursor means a material Which can be polymer 
iZed to form a polymer, including, but not limited to, 
monomers, oligomers, and resins. As another example of a 
method of making a decoupling layer, a preceramic precur 
sor could be deposited as a liquid by spin coating and then 
converted to a solid layer. Full thermal conversion is pos 
sible for a ?lm of this type directly on a glass or oxide coated 
substrate. Although it cannot be fully converted to a ceramic 
at temperatures compatible With some ?exible substrates, 
partial conversion to a cross-lined netWork structure Would 
be satisfactory. Electron beam techniques could be used to 
crosslink and/or densify some of these types of polymers 
and can be combined With thermal techniques to overcome 
some of the substrate thermal limitations, provided the 
substrate can handle the electron beam exposure. Another 
example of making a decoupling layer involves depositing a 
material, such as a polymer precursor, as a liquid at a 
temperature above its melting point and subsequently freeZ 
ing it in place. 

[0040] One method of making the composite of the 
present invention includes providing a substrate, and depos 
iting a barrier layer adjacent to the substrate at a barrier 
deposition station. The substrate With the barrier layer is 
moved to a decoupling material deposition station. A mask 
is provided With an opening Which limits the deposition of 
the decoupling layer to an area Which is smaller than, and 
contained Within, the area covered by the barrier layer. The 
?rst layer deposited could be either the barrier layer or the 
decoupling layer, depending on the design of the composite. 

[0041] In order to encapsulate multiple small environmen 
tally sensitive devices contained on a single large mother 
glass, the decoupling material may be deposited through 
multiple openings in a single shadoW mask, or through 
multiple shadoW masks. This alloWs the motherglass to be 
subsequently diced into individual environmentally sensi 
tive devices, each of Which is edge sealed. 

[0042] For example, the mask may be in the form of a 
rectangle With the center removed (like a picture frame). The 
decoupling material is then deposited through the opening in 
the mask. The layer of decoupling material formed in this 
Way Will cover an area less than the area covered by the layer 
of barrier material. This type of mask can be used in either 
a batch process or a roll coating process operated in a step 
and repeat mode. With these processes, all four edges of the 
decoupling layer Will be sealed by the barrier material When 
a second barrier layer Which has an area greater than the area 
of the decoupling layer is deposited over the decoupling 
layer. 
[0043] The method can also be used in a continuous roll to 
roll process using a mask having tWo sides Which extend 
inWard over the substrate. The opening is formed betWeen 
the tWo sides of the mask Which alloWs continuous deposi 
tion of decoupling material. The mask may have transverse 
connections betWeen the tWo sides so long as they are not in 
the deposition area for the decoupling layer. The mask is 
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positioned laterally and at a distance from the substrate so as 
to cause the decoupling material to be deposited over an area 
less than that of the barrier layer. In this arrangement, the 
lateral edges of the decoupling layer are sealed by the barrier 
layer. 

[0044] The substrate can then be moved to a barrier 
deposition station (either the original barrier deposition 
station or a second one), and a second layer of barrier 
material deposited on the decoupling layer. Since the area 
covered by the ?rst barrier layer is greater than the area of 
the decoupling layer, the decoupling layer is sealed betWeen 
the tWo barrier layers. These deposition steps can be 
repeated if necessary until suf?cient barrier material is 
deposited for the particular application. 

[0045] When one of the barrier stacks includes tWo or 
more decoupling layers, the substrate can be passed by one 
or more decoupling material deposition stations one or more 
times before being moved to the barrier deposition station. 
The decoupling layers can be made from the same decou 
pling material or different decoupling material. The decou 
pling layers can be deposited using the same process or 
using different processes. 

[0046] Similarly, one or more barrier stacks can include 
tWo or more barrier layers. The barrier layers can be formed 
by passing the substrate (either before or after the decou 
pling layers have been deposited) past one or more barrier 
deposition stations one or more times, building up the 
number of layers desired. The layers can be made of the 
same or different barrier material, and they can be deposited 
using the same or different processes. 

[0047] In another embodiment, the method involves pro 
viding a substrate and depositing a layer of barrier material 
on the surface of the substrate at a barrier deposition station. 
The substrate With the barrier layer is moved to a decoupling 
material deposition station Where a layer of decoupling 
material is deposited over substantially the Whole surface of 
the barrier layer. A solid mask is then placed over the 
substrate With the barrier layer and the decoupling layer. The 
mask protects the central area of the surface, Which Would 
include the areas covered by the active environmentally 
sensitive devices. A reactive plasma can be used to etch 
aWay the edges of the layer of decoupling material outside 
the mask, Which results in the layer of etched decoupling 
material covering an area less than the area covered by the 
layer of barrier material. Suitable reactive plasmas include, 
but are not limited to, O2, CF4, and H2, and combinations 
thereof. A layer of barrier material covering an area greater 
than that covered by the etched decoupling layer can then be 
deposited, sealing the etched decoupling layer betWeen the 
layers of barrier material. 

[0048] To ensure good coverage of the edge of the decou 
pling layer by the barrier layer, techniques for masking and 
etching the decoupling layer to produce a feathered edge, 
i.e., a gradual slope instead of a sharp step, may be 
employed. Several such techniques are knoWn to those in the 
art, including, but not limited to, standing off the mask a 
short distance above a polymer surface to be etched. 

[0049] The deposition and etching steps can be repeated 
until suf?cient barrier material is deposited. This method can 
be used in a batch process or in a roll coating process 
operated in a step and repeat mode. In these processes, all 
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four edges of the decoupling layer may be etched. This 
method can also be used in continuous roll to roll processes. 
In this case, only the edges of the decoupling material in the 
direction of the process are etched. 

[0050] If a composite is made using a continuous process 
and the edged sealed composite is cut in the transverse 
direction, the cut edges Will expose the edges of the decou 
pling layers. These cut edges may require additional sealing 
if the exposure compromises barrier performance. 

[0051] One method for sealing edges Which are to be cut 
involves depositing a ridge on the substrate before deposit 
ing the barrier stack. The ridge interferes With the deposition 
of the decoupling layer so that the area of barrier material is 
greater than the area of decoupling material and the decou 
pling layer is sealed by the barrier layer Within the area of 
barrier material. The ridge should be fairly pointed, for 
example, triangular shaped, in order to interrupt the depo 
sition and alloW the layers of barrier material to extend 
beyond the layers of decoupling material. The ridge can be 
deposited anyWhere that a cut Will need to be made, such as 
around individual environmentally sensitive devices. The 
ridge can be made of any suitable material, including, but 
not limited to, photoresist and barrier materials, such as 
described previously. 

[0052] While certain representative embodiments and 
details have been shoWn for purposes of illustrating the 
invention, it Will be apparent to those skilled in the art that 
various changes in the compositions and methods disclosed 
herein may be made Without departing from the scope of the 
invention, Which is de?ned in the appended claims. 

What is claimed is: 
1. An edge-sealed barrier stack comprising: 

a decoupling layer and at least tWo barrier layers, Wherein 
the decoupling layer has an area, Wherein the ?rst 
barrier layer has an area, and Wherein the second barrier 
layer has an area, the area of the ?rst and second barrier 
layers being greater than the area of the decoupling 
layer, and Wherein the decoupling layer is sealed 
betWeen the ?rst and second barrier layers. 

2. The edge-sealed barrier stack of claim 1 Wherein the 
edge-sealed barrier stack includes at least tWo decoupling 
layers. 

3. The edge-sealed barrier stack of claim 1 Wherein the 
decoupling layer is selected from organic polymers, inor 
ganic polymers, organometallic polymers, hybrid organic/ 
inorganic polymer systems, silicates, or combinations 
thereof. 

4. The edge-sealed barrier stack of claim 1 Wherein the 
decoupling layer is selected from urethanes, polyamides, 
polyimides, polybutylenes, isobutylene isoprene, polyole 
?ns, epoxies, parylenes, benZocyclobutadiene, polynor 
bornenes, polyarylethers, polycarbonates, alkyds, polya 
niline, ethylene vinyl acetate, ethylene acrylic acid, 
silicones, polyphosphaZenes, polysilaZanes, polycarbosi 
lanes, polycarboranes, carborane siloxanes, polysilanes, 
phosphonitriles, sulfur nitride polymers, siloxanes, organo 
metallic polymers of main group metals, transition metals, 
and lanthanide/actinide metals, organically modi?ed sili 
cates, preceramic polymers, polyimide-silica hybrids, 
(meth)acrylate-silica hybrids, polydimethylsiloxane-silica 
hybrids, ceramers, and combinations thereof. 
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5. The edge-sealed barrier stack of claim 1 wherein at 
least one of the barrier layers comprises a barrier material 
selected from metals, metal oxides, metal nitrides, metal 
carbides, metal oxynitrides, metal oxyborides, or combina 
tions thereof. 

6. The edge-sealed barrier stack of claim 1 Wherein at 
least one of the barrier layers comprises a barrier material 
selected from aluminum, titanium, indium, tin, tantalum, 
Zirconium, niobium, hafnium, yttrium, nickel, tungsten, 
chromium, Zinc, alloys thereof, silicon oxide, aluminum 
oxide, titanium oxide, indium oxide, tin oxide, indium tin 
oxide, tantalum oxide, Zirconium oxide, niobium oxide, 
hafnium oxide, yttrium oxide, nickel oxide, tungsten oxide, 
chromium oxide, Zinc oxide, aluminum nitride, silicon 
nitride, boron nitride, germanium nitride, chromium nitride, 
nickel nitride, boron carbide, tungsten carbide, silicon car 
bide, aluminum oxynitride, silicon oxynitride, boron oxyni 
tride, Zirconium oxyboride, titanium oxyboride, and combi 
nations thereof. 

7. The edge-sealed barrier stack of claim 1 further com 
prising a substrate, Wherein the edge-sealed barrier stack is 
adjacent to the substrate. 

8. The edge-sealed barrier stack of claim 7 Wherein the 
substrate is ?exible. 

9. An edge-sealed barrier stack comprising: 

a substrate; and 

a barrier stack comprising a decoupling layer and a barrier 
layer, Wherein the decoupling layer has an area, 
Wherein the barrier layer has an area, the area of the 
barrier layer being greater than the area of the decou 
pling layer, and Wherein the decoupling layer is sealed 
betWeen the barrier layer and the substrate. 

10. The edge-sealed barrier stack of claim 9 Wherein the 
decoupling layer is selected from organic polymers, inor 
ganic polymers, organometallic polymers, hybrid organic/ 
inorganic polymer systems, silicates, or combinations 
thereof. 

11. The edge-sealed barrier stack of claim 9 Wherein at 
least one of the barrier layers comprises a barrier material 
selected from metals, metal oxides, metal nitrides, metal 
carbides, metal oxynitrides, metal oxyborides, or combina 
tions thereof. 

12. The edge-sealed barrier stack of claim 9 Wherein the 
substrate is ?exible. 

13. An encapsulated device comprising: 

a substrate; 

an environmentally sensitive device adjacent to the sub 
strate; and 

an edge-sealed barrier stack adjacent to the environmen 
tally sensitive device, the edge-sealed barrier stack 
comprising a decoupling layer and at least tWo barrier 
layers, Wherein the decoupling layer has an area, 
Wherein the ?rst barrier layer has an area, and Wherein 
the second barrier layer has an area, the area of the ?rst 
and second barrier layers being greater than the area of 
the decoupling layer, Wherein the decoupling layer is 
sealed betWeen the ?rst and second barrier layers, and 
Wherein the environmentally sensitive device is encap 
sulated betWeen the substrate and the edge-sealed bar 
rier stack. 

14. The encapsulated device of claim 13 Wherein the 
environmentally sensitive device is selected from organic 
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light emitting devices, liquid crystal displays, displays using 
electrophoretic inks, light emitting diodes, light emitting 
polymers, electroluminescent devices, phosphorescent 
devices, electrophoretic inks, organic solar cells, inorganic 
solar cells, thin ?lm batteries, or thin ?lm devices With vias, 
or combinations thereof. 

15. The encapsulated device of claim 13 Wherein the 
decoupling layer is selected from organic polymers, inor 
ganic polymers, organometallic polymers, hybrid organic/ 
inorganic polymer systems, silicates, or combinations 
thereof. 

16. The encapsulated device of claim 13 Wherein at least 
one of the barrier layers comprises a barrier material selected 
from metals, metal oxides, metal nitrides, metal carbides, 
metal oxynitrides, metal oxyborides, or combinations 
thereof. 

17. The encapsulated device of claim 13 Wherein the 
substrate is ?exible. 

18. The encapsulated device of claim 13 further compris 
ing a barrier stack positioned betWeen the substrate and the 
environmentally sensitive device, the barrier stack compris 
ing at least one polymer layer and at least one barrier layer, 
and Wherein the environmentally sensitive device is encap 
sulated betWeen the barrier stack and the edge-sealed barrier 
stack. 

19. A method of making an edge-sealed barrier stack 
comprising: 

depositing a ?rst barrier layer having an area; 

depositing a decoupling layer having an area; 

depositing a second barrier layer having an area; 

the area of the ?rst and second barrier layers being greater 
than the area of the decoupling layer Wherein the ?rst 
decoupling layer is sealed betWeen the ?rst and second 
barrier layers. 

20. The method of claim 19 Wherein depositing the 
decoupling layer comprises: 

providing a mask With an opening; and 

depositing the decoupling layer through the opening in the 
mask so that the area of the decoupling layer is less than 
the area of the ?rst and second barrier layers. 

21. The method of claim 19 Wherein depositing the 
decoupling layer comprises: 

depositing the decoupling layer having an initial area of 
decoupling material Which is greater than the area of 
the decoupling layer; and 

etching the decoupling layer having the initial area to 
remove a portion of the decoupling material so that the 
decoupling layer has the area of the decoupling layer. 

22. The method of claim 21 Wherein etching the decou 
pling layer comprises: 

providing a solid mask over the decoupling layer having 
the initial area of decoupling material; and 

etching the decoupling layer having the initial area of 
decoupling material to remove the portion of the decou 
pling material outside the solid mask so that the decou 
pling layer has the area of the decoupling layer. 

23. The method of claim 21 Wherein the decoupling layer 
is etched so that at least one edge of the decoupling layer has 
a gradual slope. 
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24. The method of claim 21 wherein the decoupling layer 27. The method of claim 19 Wherein the decoupling layer 
is etched using a reactive plasma. is deposited using a process selected from Vacuum processes 

25. The method of claim 24 Wherein the reactive plasma or atmospheric processes. 
is selected from O2, CF4, H2, or combinations thereof. 

26. The method of claim 19 Wherein the ?rst and second 
barrier layers are depositing using a Vacuum process. * * * * * 


