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57 ABSTRACT 
(21) Appl. No.: 10/575,299 ( ) 

(22) PCT Filed? Oct- 26’ 2004 A machine for the production of a nonWoven, comprises a 

(86) PCT NO‘: PCT IFRO 4 /02753 spun-bond toWer and a conveyor, a consolidation device, a 
vacuum for expressing the mo1sture from the Web, and an 

§ 371(c)(1), applicator for applying a product to the Web downstream of 
(2), (4) Date: Jan. 8, 2007 the vacuum are provided. 
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MACHINE FOR THE PRODUCTION OF A 
FINISHED NON-WOVEN 

[0001] The present invention relates to machines for the 
production of nonWovens, comprising one or more spun 
bond toWers and optionally one or more melt-bloWn heads 
depositing ?laments and optionally ?bres as a Web onto a 
conveyor. The Web thus deposited, and still fragile, is then 
sent to a Water-jet consolidation station. 

[0002] One drawback of these machines is that the Web 
that emerges therefrom cannot be sent continuously to a 
product application unit. 

[0003] The invention remedies this drawback. 

[0004] The subject of the invention is therefore a machine 
for the continuous production of a nonWoven, comprising a 
spun-bond toWer depositing ?laments as a Web onto a 
conveyor and a device for consolidating the Web, charac 
terized by a moisture-expressing means doWnstream, in the 
direction in Which the Web moves, of the consolidation 
device and by an applicator for applying a product to the 
Web doWnstream of the expressing means. 

[0005] According to one embodiment, the expressing 
means consists simply of a second conveyor over Which the 
Web passes, a vacuum device being provided betWeen the 
upper and loWer runs of said second conveyor, said device 
giving for example a vacuum of betWeen 40 and 700 millibar 
and subjecting the Web to a suction effect. 

[0006] Thanks to this, it is noW possible to make Webs 
consisting of hydrophobic ?laments, for example made of 
polypropylene, polyethylene or metallocene, to continu 
ously undergo a subsequent treatment With a surfactant 
and/or a binder and/or a lubricant and/or a sWelling agent 
and/ or a dye, or a continuous printing operation, the express 
ing of the moisture being suf?cient for the product applied 
by the applicator to be correctly applied to the Web even if 
the latter consists of hydrophobic ?laments. 

[0007] The upper run of the second conveyor is given a 
length such that, depending on the speed With Which the Web 
passes, the moisture content of the Web becomes less than 
70% by Weight, better still less than 50% and even better less 
than 20% upon exiting the second conveyor. This moisture 
content is in general betWeen 10% and 70% by Weight. 
Unlike What a drying unit Would give, it is greater than 10%. 
In general, the residence time of the Web on the second 
conveyor may be less than 2 seconds for a conveyor Whose 
upper run has a length of for example 2m. 

[0008] The machine may include, doWnstream of the 
product applicator, a device for drying the Web, this drying 
device possibly being made less substantial by the fact that 
a good part of the moisture has already been expressed in the 
expressing means. 

[0009] The product applicator is preferably a foam appli 
cator or a lick-roll applicator or a spray applicator, these 
accommodating a residual moisture content of the Web. 

[0010] Preferably, for hygiene products, especially for 
nappies, the application takes place in longitudinal bands, 
thereby creating, for example, an alternation of hydrophilic 
and hydrophobic longitudinal regions. 

[0011] In Patent Application EP-O 072 961 it is provided 
not to express the moisture from a nonWoven Web, that is to 
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say to expel some of the Water by a mechanical means, but 
to dry a nonWoven Web, that is to say to eliminate almost all 
of the Water therefrom by a supply thermal energy. 

[0012] The single FIGURE of the appended draWing illus 
trates the invention. 

[0013] The FIGURE is a schematic sectional representa 
tion of a machine according to the invention. 

[0014] It comprises a spun-bond toWer having an extruder 
for extruding an organic polymer melt that feeds a die 1 for 
producing a curtain of ?laments F, a cooling zone 2 for 
solidifying the extruded ?laments, at least on the surface, a 
suction device 3 in the form of a chamber in Which the 
curtain of ?laments is subjected to the action of high 
velocity streams of air that draW the ?laments, and a diffuser 
4 alloWing, at the exit of the suction device, the stream of air 
to be de?ected and sloWed doWn and the ?laments F to be 
distributed in a random fashion as a Web, Which is deposited 
on the upper run 5 of an endless ?rst conveyor 6. The 
?laments are in the form of a bundle of ?laments F, lying 
perpendicular to the plane of the FIGURE. 

[0015] Mounted above the upper run 5 is a horizontal 
drum 7 With an internal vacuum device shoWn symbolically 
by the letter A. The lateral surface of the drum 7 is 
perforated. The drum is rotated about its axis. The drum is 
surrounded by an apertured sleeve. TWo injectors 8 project 
pressurized Water jets onto the lateral face of the drum, it 
being possible for the Web of ?laments to pass betWeen the 
drum 7 and the injectors 8 and thus to be consolidated. The 
jets may have a diameter of betWeen 80 and 170 microns. 
The number of jets per metre may be betWeen 1000 and 
5000 and the Water pressure in the injectors may be between 
10 and 400 bar, While the vacuum in the drum 7 may be 
betWeen minus 20 millibar and minus 200 millibar, and the 
drum 7 may be driven at a speed of between 1 and 400 
m/min. The Web then passes onto the upper run 9 of a second 
conveyor 10 in order to reach a second drum 11 of the same 
structure and same operation as the drum 7. From the drum 
11, the Web passes onto a drum 12 provided, like the drum 
11, With injectors. The drum 12 is similar to the drum 11 in 
its structure and in its operation. 

[0016] On leaving the drum 12, the Web is sent directly to 
a third conveyor 15 provided With a moisture-expressing 
device 16, namely a box in Which a 600-millibar vacuum is 
created, said box being interposed betWeen the upper run 
and the loWer run of the third conveyor 15. The upper face 
of the box has a slit extending transversely, facing the entire 
Web passing over the conveyor and via Which the moisture 
is sucked out therefrom. The upper run has a length of 3 m. 
The Web passes along this at a speed of 200 m per minute. 

[0017] DoWnstream of this conveyor is an applicator 17 
for applying an ennobling product, Which comprises an 
actual product application station 18, a drying station 19 and 
a Wind-up station 20. 

[0018] A ready-to-use nonWoven is thus continuously 
obtained. 

1-5. (canceled) 
6. A machine for the continuous production of a non 

Woven, comprising a spun-bond toWer depositing ?laments 
as a Web onto a conveyor and a device for consolidating the 
Web, by Water jets, characterized by a moisture-expressing 
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means downstream, in the direction in Which the Web 
moves, of the consolidation device and by an applicator for 
applying a product to the Web downstream of the expressing 
means. 

7. A machine according to claim 6, Wherein the expressing 
means comprises a vacuum device for subjecting the Web to 
a suction effect. 

8. A machine according to claim 7, Wherein said vacuum 
device provides a vacuum of betWeen about 40 millibar and 
about 700 millibar. 
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9. A machine according to claim 6, Wherein the expressing 
means comprises a device for drying the Web doWnstream of 
the product applicator. 

10. A machine according to claim 6, Wherein the product 
applicator is a foam applicator or a lick-roll applicator. 

11. A machine according to claim 6, Wherein the appli 
cator is a device for applying longitudinal bands. 


