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RESIN COMPOSITIONS AND METHODS OF 
USING RESIN COMPOSITIONS TO CONTROL 

PROPPANT FLOW-BACK 

CROSS-REFERENCE TO A RELATED 
INVENTION 

[0001] This application is a divisional patent application 
of commonly-oWned US. patent application Ser. No. 
10/775,347, ?led Feb. 10, 2004, entitled “Resin Composi 
tions and Methods of Using Resin Compositions to Control 
Proppant Flow-Back,” Which is incorporated by reference 
herein for all purposes. 

BACKGROUND 

[0002] The present invention relates to enhancing the 
conductivity of subterranean formations While controlling 
proppant ?oWback. More particularly, the present invention 
relates to improved resin compositions and resin-coated 
proppants and their use in controlling proppant ?oWback 

[0003] Hydrocarbon-producing Wells are often stimulated 
by hydraulic fracturing treatments. In hydraulic fracturing 
treatments, a viscous fracturing ?uid, Which also functions 
as a carrier ?uid, is pumped into a producing Zone to be 
fractured at a rate and pressure such that one or more 

fractures are formed in the Zone. Particulate solids for 
propping the fractures, commonly referred to in the art as 
“proppant,” are generally suspended in at least a portion of 
the fracturing ?uid so that the particulate solids are depos 
ited in the fractures When the fracturing ?uid reverts to a thin 
?uid to be returned to the surface. The proppant deposited in 
the fractures functions to prevents the fractures from fully 
closing and maintains conductive channels through Which 
produced hydrocarbons can ?oW. 

[0004] In order to prevent the subsequent ?oWback of 
proppant and other unconsolidated particulates With the 
produced ?uids a portion of the proppant introduced into the 
fractures may be coated With a hardenable resin composi 
tion. When the fracturing ?uid, Which is the carrier ?uid for 
the proppant, reverts to a thin ?uid the resin-coated proppant 
is deposited in the fracture, and the fracture closes on the 
proppant. Such partially closed fractures apply pressure on 
the resin-coated proppant particles, causing the particles to 
be forced into contact With each other While the resin 
composition hardens. The hardening of the resin composi 
tion under pressure brings about the consolidation of the 
resin-coated proppant particles into a hard permeable mass 
having compressive and tensile strength that hopefully pre 
vents unconsolidated proppant and formation sand from 
?oWing out of the fractures With produced ?uids. FloWback 
of the proppant or formation ?nes With formation ?uids is 
undesirable as it may erode metal equipment, plug piping 
and vessels, and cause damage to valves, instruments, and 
other production equipment. 

[0005] Using heretofore knoWn hardenable resin compo 
sitions has been disadvantageous because they have short 
shelf lives. That is, the shelf lives of the hardenable resin 
components, once mixed, have heretofore been as short as 
about four hours or less. It has been a common practice to 
utiliZe proppant that is pre-coated With a resin composition. 
HoWever, such pre-coated resins generally begin to cure 
immediately after they are mixed and coated onto the 
proppant so that by the time the proppant is used, the resin 
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may be more than 90% cured. When such pre-cured resin 
completes curing once placed in the subterranean formation, 
the resulting consolidated proppant pack often does not have 
enough strength to prevent deterioration of the proppant 
pack and proppant ?oWback. 

SUMMARY 

[0006] The present invention relates to enhancing the 
conductivity of subterranean formations While controlling 
proppant ?oWback. More particularly, the present invention 
relates to improved resin compositions and resin-coated 
proppants and their use in controlling proppant ?oWback. 

[0007] One embodiment of the present invention provides 
a resin composition comprising from about 5% to about 30% 
phenol, from about 40% to about 70% phenol formaldehyde, 
from about 10 to about 40% furfuryl alcohol, from about 
0.1% to about 3% of a silane coupling agent, and from about 
1% to about 15% of a surfactant. 

[0008] Another embodiment of the present invention 
describes a method of controlling proppant ?oWback from a 
fracture in a subterranean Zone comprising the steps of 
coating the resin as described above onto at least a portion 
of provided proppant particles, introducing those resin 
coated proppant particles into a subterranean fracture, and 
alloWing the resin on the resin-coated proppant to substan 
tially cure. 

[0009] The objects, features and advantages of the present 
invention Will be readily apparent to those skilled in the art 
upon a reading of the description of preferred embodiments 
that folloWs. 

DESCRIPTION OF PREFERRED 
EMBODIMENTS 

[0010] The present invention provides improved resin 
compositions and proppants coated With such improved 
resin compositions suitable for use in enhancing the con 
ductivity of subterranean formations While controlling prop 
pant ?oWback. 

[0011] When the resin composition of the present inven 
tion is used to coat proppant particles in a subterranean 
fracturing operation, any fracturing ?uid knoWn in the art 
may be used, including aqueous gels, emulsions, and other 
suitable fracturing ?uids. The aqueous gels are generally 
comprised of Water and one or more gelling agents. The 
emulsions may be comprised of tWo or more immiscible 
liquids such as an aqueous gelled liquid and a lique?ed, 
normally gaseous ?uid, such as nitrogen. The preferred 
fracturing ?uids for use in accordance With this invention are 
aqueous gels comprised of Water, a gelling agent for gelling 
the Water and increasing its viscosity, and optionally, a 
cross-linking agent for cross-linking the gel and further 
increasing the viscosity of the ?uid. The increased viscosity 
of the gelled or gelled and cross-linked fracturing ?uid, inter 
alia, reduces ?uid loss and alloWs the fracturing ?uid to 
transport signi?cant quantities of suspended proppant par 
ticles. The fracturing ?uids may also include one or more of 
a variety of Well-knoWn additives such as breakers, stabi 
liZers, ?uid loss control additives, clay stabiliZers, bacteri 
cides, and the like. 

[0012] The Water utiliZed in the fracturing ?uid may be 
fresh Water, salt Water (e.g., Water containing one or more 
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salts dissolved therein), brine (e.g., saturated salt Water), or 
seawater. Generally, the Water can be from any source 
provided that it does not contain an excess of compounds 
that adversely affect other components in the resin compo 
sition or the performance of the resin composition relative to 
the subterranean conditions to Which it may be subjected. 

[0013] Proppant particles utiliZed in accordance With the 
present invention are generally of a siZe such that formation 
particulates that may migrate With produced ?uids are 
prevented from being produced from the subterranean Zone. 
Any suitable proppant may be utiliZed, including graded 
sand, bauxite, ceramic materials, glass materials, Walnut 
hulls, polymer beads and the like. Generally, the proppant 
particles have a siZe in the range of from about 2 to about 
400 mesh, U.S. sieve series. In some embodiments of the 
present invention, the proppant is graded sand having a 
particle siZe in the range of from about 10 to about 70 mesh, 
U.S. Sieve Series. Particle siZe distribution ranges are gen 
erally one or more of 10-20 mesh, 20-40 mesh, 40-60 mesh 
or 50-70 mesh, depending on the particular siZe and distri 
bution of formation particulates to be screened out by the 
consolidated proppant particles. 

[0014] The improved resin compositions of the present 
invention comprise phenol, phenol formaldehyde, furfuryl 
alcohol, a silane coupling agent, and a surfactant. The resin 
compositions of the present invention may be useful in a 
variety of subterranean conditions but are particularly Well 
suited for use in subterranean formations exhibiting tem 
peratures above about 200° F. The resins of the present 
invention do not begin to cure until they are exposed to 
temperatures above about 175° F. Thus, the resins of the 
present invention can be prepared and then stored for long 
periods of time at temperatures beloW about 175° F. Without 
concern that the resin compositions Will become unusable 
over time. 

[0015] Phenol is a commercially available, hydroxy ben 
Zene derivative, aromatic alcohol that exhibits Weak acidic 
properties and contains a hydroxyl group attached to a 
benZene ring. The resins of the present invention comprise 
from about 5% to about 30% phenol by Weight of the overall 
resin composition. 

[0016] Phenol formaldehyde is a commercially available 
synthetic polymer made from phenol and formaldehyde 
monomers. The resins of the present invention comprise 
from about 40% to about 70% phenol formaldehyde by 
Weight of the overall resin composition. 

[0017] Furfuryl alcohol is a primary alcohol and an oli 
gomer of furan resin that is colorless or pale yelloW in 
appearance. In the resins of the present invention, the 
furfuryl alcohol polymeriZes from an oligomer form into a 
stable furan resin polymer. The resins of the present inven 
tion comprise from about 10% to about 40% furfuryl alcohol 
by Weight of the overall resin composition. 

[0018] Silane coupling agents are chemicals that contain 
silicone at the center of the silane molecule that is chemi 
cally attached to a ?rst functional group such as vinyl, 
amino, chloro, epoxy, mercapto, and a second functional 
group such as methoxy or ethoxy. Silane coupling agents act 
such that the ?rst functional group may attach to an organic 
compound While the second functional group may attach to 
an inorganic material or substrate to achieve a “coupling” 
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effect. Any silane coupling agent that is compatible With the 
hardening agent and facilitates the coupling of the resin to 
the surface of the formation sand particles is suitable for use 
in the present invention. Examples of preferred silane cou 
pling agents suitable for use in the present invention include, 
but are not limited to, N-2-(aminoethyl)-3-aminopropyltri 
methoxysilane, 3-glycidoxypropyltrimethoxysilane, n-beta 
(aminoethyl)-gamma-aminopropyl trimethoxysilane, and 
combinations thereof. The silane coupling agent used is 
included in the resin in an amount capable of sufficiently 
bonding the resin to the particulate. In some embodiments of 
the present invention, the silane coupling agent used is 
included in the liquid hardenable resin component in the 
range of from about 0.1% to about 3% by Weight of the 
liquid hardening agent component. 
[0019] Any surfactant compatible With the other compo 
nents of the resin composition may be used in the present 
invention. Such surfactants include, but are not limited to, an 
ethoxylated nonyl phenol phosphate ester, mixtures of one 
or more cationic surfactants, and one or more non-ionic 

surfactants and an alkyl phosphonate surfactant. The mix 
tures of one or more cationic and nonionic surfactants are 

described in US. Pat. No. 6,311,733, issued to Todd et al. on 
Nov. 6, 2001, Which is incorporated herein by reference. A 
Clz-C22 alkyl phosphonate surfactant is preferred. The sur 
factant or surfactants utiliZed are included in the liquid 
hardening agent component in an amount in the range of 
from about 1% to about 15% by Weight of the liquid 
hardening agent component. 
[0020] Any solvent that is compatible With the hardenable 
resin and achieves the desired viscosity effect is suitable for 
use in the present invention. Preferred solvents are those 
having high ?ash points (most preferably about 1250 F.). As 
described above, use of a solvent in the hardenable resin 
composition is optional but may be desirable to reduce the 
viscosity of the hardenable resin component for a variety of 
reasons including ease of handling, mixing, and transferring. 
It is Within the ability of one skilled in the art, With the 
bene?t of this disclosure, to determine if and hoW much 
solvent is needed to achieve a suitable viscosity. Solvents 
suitable for use in the present invention include, but are not 
limited to, 2-butoxy ethanol, butylglycidyl ether, dipropy 
lene glycol methyl ether, dipropylene glycol dimethyl ether, 
dimethyl sulfoxide, dimethyl formamide, diethyleneglycol 
methyl ether, diethylene glycol dimethyl ether, ethyleneg 
lycol butyl ether, diethyleneglycol butyl ether, gamma 
butyrolactone, butylene carbonate, propylene carbonate, 
ethylene carbonate, methanol, butyl alcohol, d’limonene, 
fatty acid methyl esters, and combinations thereof. 

[0021] The amount of resin of the present invention coated 
onto the proppant particles generally ranges from about 
0.1% to about 10% by Weight of the proppant. When it is 
desirable or necessary to conserve a major portion of the 
resin composition, the resin composition may be applied to 
an initial portion of the proppant particles, not applied or 
intermittently applied to the middle portion of the proppant 
particles, and applied to the last portion of the proppant 
particles deposited in the fractures. One of ordinary skill in 
the art, With the bene?t of this disclosure, Will recogniZe the 
appropriate combination to achieve the desired conservation 
goals, consolidation, and permeability goals. 
[0022] In one embodiment of the methods of the present 
invention, a resin composition is created as described above 
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that is then is then coated onto proppant particles to form 
resin-coated proppant particles that are subsequently mixed 
With a viscous fracturing ?uid. The viscous fracturing ?uid 
containing resin-coated proppant particles is then introduced 
into a subterranean Zone having one or more fractures 

therein and the resin-coated proppant particles are placed in 
at least one fracture. The resin-coated proppant particles are 
then alloWed to harden and consolidate into one or more 
high-strength permeable packs that prevent proppant ?oW 
back. 

[0023] To facilitate a better understanding of the present 
invention, the folloWing examples of some of the preferred 
embodiments are given. In no Way should such examples be 
read to limit the scope of the invention. 

EXAMPLES 

Example 1 

[0024] A resin of the present invention Was prepared by 
mixing 0.75 mL of phenol, 6.1 mL of phenol formaldehyde, 
2.55 mL of furfuryl alcohol, 0.1 mL of silane coupling agent 
n-beta-(aminoethyl)-gamma-aminopropyl trimethoxysilane, 
and 0.5 mL of an alkyl phosphonate surfactant. A volume of 
7.5 mL of the resin mixture Was then coated onto 250 grams 
of 20/40-mesh bauxite proppant. The coated proppant Was 
then mixed With 300 mL of a fracturing ?uid using car 
boxymethylhydroxypropyl guar as the gelling base. That 
gelled ?uid Was cross-linked With a Zirconium cross-linker. 
The resulting viscous fracturing ?uid comprising resin 
coated proppant Was stirred in a heated bath for 1 hour at 
175° F. before being packed in brass ?oW cells. No closure 
stress Was exerted on the cells and they Were alloWed to cure 
in an oven at various temperatures and for various lengths of 
time. Consolidated cores Were obtained from the proppant 
packs to determine the unconsolidated compressive strength 
(UCS). The results if this tests are illustrated in Table 1, 
beloW: 

TABLE 1 

Effect of Cure Temperature and Cure Time on Uncon?ned 
Compressive Strength psi) of Resin-Treated Proppant 

Cure Temperature 

Cure Time 225° F. 250° F. 2750 F. 300° F. 325° F. 

2 hrs 12 16 113 540 489 
3 hrs 101 96 392 654 580 
6 hrs 195 314 590 593 779 

24 hrs i i i i 765 

96 hrs i i i i 860 

[0025] The results in Table 1 illustrate that the resin 
compositions of the present invention, When alloWed to cure 
at temperatures greater than or equal to 175, quickly yield 
compressive strengths suitable for use in subterranean appli 
cations. 

Example 2 

[0026] A modi?ed API conductivity ?oW cell Was used to 
perform proppant ?oWback testing to determine the effec 
tiveness of the resin of the present invention in controlling 
proppant ?oWback. The conductivity ?oW cell Was modi?ed 
in that a 0.5-inch hole Was installed a one end of the ?oW cell 
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to simulate a perforation and a Wire-mesh screen Was 
initially inserted in the perforation to prevent production of 
the proppant. Ceramic proppant of 20/40-mesh Was coated 
With 3% resin by Weight of the proppant. The resin com 
position used Was identical to that described in Example 1. 
The resin-coated proppant Was then slurried into a viscous 
fracturing ?uid as described in Example 1. The proppant 
slurry Was packed into the modi?ed conductivity cell to a 
loading of 2 lb/ft2 and set at an initial closure stress of 2,000 
psi and a temperature of 150° F. After 2 hours, the tempera 
ture of the cell Was increased to 300° F. and after 6 hours the 
closure stress Was increased to 6,000 psi. The cell Was 
alloWed to set at 300° F. and 6,000 psi for 12 additional 
hours after Which a ?oWing dry gas Was fed through the cell 
at 50 standard liters per minute and an internal pressure of 
400 psi. Following the treatment With the dry gas, the 
internal pressure on the cell Was released, the Wire-mesh 
screen Was removed from the perforation, and dry gas Was 
again fed to the cell. The gas Was alloWed to exit through the 
perforation and proppant production Was monitored. Even 
once the dry gas feed rate increased to 760 standard liters per 
minute (Which is equivalent to a ?eld, gas production ?oW 
rate of 155 MMSCFT per day), only a feW grains of 
proppant exited the cell, illustrating that the resin composi 
tions of the present invention are capable of consolidating 
particulates and controlling proppant ?oWback. 

[0027] Therefore, the present invention is Well adapted to 
carry out the objects and attain the ends and advantages 
mentioned as Well as those that are inherent therein. While 
numerous changes may be made by those skilled in the art, 
such changes are encompassed Within the spirit and scope of 
this invention as de?ned by the appended claims. 

What is claimed is: 
1. A method comprising: 

providing a resin composition comprising: 

about 5% to about 30% phenol by Weight of the resin 
composition; 

about 40% to about 70% phenol formaldehyde by 
Weight of the resin composition; 

about 10% to about 40% furfuryl alcohol by Weight of 
the resin composition; 

about 0.1% to about 3% of a silane coupling agent by 
Weight of the resin composition; and 

about 1% to about 15% of a surfactant by Weight of the 
resin composition; 

providing proppant particles; 

coating the resin composition onto at least a portion of the 
proppant particles to create resin-coated proppant par 
ticles; 

introducing the resin-coated proppant particles into a 
subterranean Zone; and 

alloWing at least a portion of the resin composition on the 
resin-coated proppant particles to substantially cure. 

2. The method of claim 1 Wherein the silane coupling 
agent comprises at least one silane coupling agent selected 
from the group consisting of: N-2-(aminoethyl)-3-amino 
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propyltrimethoxysilane, 3-glycidoxypropyltrimethoxysi 
lane, and n-beta-(aminoethyl)-gamma-aminopropyl tri 
methoxysilane. 

3. The method of claim 1 wherein the surfactant com 
prises at least one surfactant selected from the group con 
sisting of: ethoxylated nonyl phenol phosphate ester, a 
cationic surfactant, a non-ionic surfactant, and an alkyl 
phosphonate surfactant. 

4. The method of claim 1 Wherein the amount of the resin 
composition coated onto the portion of the proppant par 
ticles is about 0.1% to about 5% by Weight of the portion of 
the proppant particles. 

5. The method of claim 1 Wherein the resin composition 
further comprises a solvent. 

6. The method of claim 5 Wherein the solvent comprises 
at least one solvent selected from the group consisting of: 
2-butoxy ethanol, butylglycidyl ether, dipropylene glycol 
methyl ether, dipropylene glycol dimethyl ether, dimethyl 
sulfoxide, dimethyl formamide, diethyleneglycol methyl 
ether, diethylene glycol dimethyl ether, ethyleneglycol butyl 
ether, diethyleneglycol butyl ether, gamma-butyrolactone, 
butylene carbonate, propylene carbonate, ethylene carbon 
ate, methanol, butyl alcohol, d-limonene, and a fatty acid 
methyl ester. 

7. A method comprising: 

providing a resin composition comprising: 

about 5% to about 30% phenol by Weight of the resin 
composition; 

about 40% to about 70% phenol formaldehyde by 
Weight of the resin composition; 

about 10% to about 40% furfuryl alcohol by Weight of 
the resin composition; 

about 0.1% to about 3% of a silane coupling agent by 
Weight of the resin composition; and 

about 1% to about 15% of a surfactant by Weight of the 
resin composition; 

providing proppant particles; 

coating the resin composition onto at least a portion of the 
proppant particles to create resin-coated proppant par 
ticles; 

introducing the resin-coated proppant particles into a 
fracture in a subterranean Zone; and 

alloWing at least a portion of the resin composition on the 
resin-coated proppant particles to substantially cure. 

8. The method of claim 7 Wherein the silane coupling 
agent comprises at least one silane coupling agent selected 
from the group consisting of: N-2-(aminoethyl)-3-amino 
propyltrimethoxysilane, 3-glycidoxypropyltrimethoxysi 
lane, and n-beta-(aminoethyl)-gamma-aminopropyl tri 
methoxysilane. 

9. The method of claim 7 Wherein the surfactant com 
prises at least one surfactant selected from the group con 
sisting of: ethoxylated nonyl phenol phosphate ester, a 
cationic surfactant, a non-ionic surfactant, and an alkyl 
phosphonate surfactant. 

10. The method of claim 7 Wherein the amount of the resin 
composition coated onto the portion of the proppant par 
ticles is about 0.1% to about 5% by Weight of the portion of 
the proppant particles. 
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11. The method of claim 7 Wherein the resin composition 
further comprises a solvent. 

12. The method of claim 11 Wherein the solvent comprises 
at least one solvent selected from the group consisting of: 
2-butoxy ethanol, butylglycidyl ether, dipropylene glycol 
methyl ether, dipropylene glycol dimethyl ether, dimethyl 
sulfoxide, dimethyl formamide, diethyleneglycol methyl 
ether, diethylene glycol dimethyl ether, ethyleneglycol butyl 
ether, diethyleneglycol butyl ether, gamma-butyrolactone, 
butylene carbonate, propylene carbonate, ethylene carbon 
ate, methanol, butyl alcohol, d-limonene, and a fatty acid 
methyl ester. 

13. The method of claim 7 further comprising: 

providing a fracturing ?uid; 

mixing the resin-coated proppant particles into the frac 
turing ?uid; and 

introducing the fracturing ?uid comprising the resin 
coated proppant particles into the subterranean Zone at 
a pressure su?icient to extend the fracture in the sub 
terranean Zone or create at least one other fracture in the 
subterranean Zone. 

14. The method of claim 13 Wherein the fracturing ?uid 
comprises at least one ?uid selected from the group con 
sisting of: an aqueous gel and an emulsion. 

15. The method of claim 13 Wherein the fracturing ?uid 
comprises at least one additive selected from the group 
consisting of: a breaker, a stabiliZer, a ?uid loss control 
additive, a clay stabiliZer, and a bactericide. 

16. The method of claim 13 Wherein the fracturing ?uid 
comprises at least one ?uid selected from the group con 
sisting of: fresh Water, salt Water, brine, and seaWater. 

17. The method of claim 13 Wherein the fracturing ?uid 
comprises an aqueous gel comprised of: 

Water; 

a gelling agent; and 

a cross-linking agent. 
18. A method comprising: 

providing a resin composition comprising: 

about 5% to about 30% phenol by Weight of the resin 
composition; 

about 40% to about 70% phenol formaldehyde by 
Weight of the resin composition; 

about 10% to about 40% furfuryl alcohol by Weight of 
the resin composition; 

about 0.1% to about 3% of a silane coupling agent by 
Weight of the resin composition; and 

about 1% to about 15% of a surfactant by Weight of the 
resin composition; 

providing an initial portion of proppant particles, a middle 
portion of proppant particles, and a last portion of 
proppant particles; 

coating the resin composition onto at least the initial 
portion of proppant particles and the last portion of 
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proppant particles to create an initial portion of resin 
coated proppant particles and a last portion of resin 
coated proppant particles; 

introducing the initial portion of resin-coated proppant 
particles into a fracture in a subterranean Zone; 

introducing the middle portion of proppant particles into 
the fracture in the subterranean Zone; 

introducing the last portion of resin-coated proppant par 
ticles into the fracture in the subterranean Zone; and 
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alloWing at least a portion of the resin composition on the 
initial portion of resin-coated proppant particles and on 
the last portion of resin-coated proppant particles to 
substantially cure. 

19. The method of claim 18 Wherein the resin composition 
is not applied to the middle portion of proppant particles. 

20. The method of claim 18 further comprising applying 
the resin composition intermittently to the middle portion of 
proppant particles. 


