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COMPOSITE POLYMER MICROFLUDIC 
CONTROL DEVICE 

BACKGROUND 

[0001] Micro?uidic systems, that is, systems or devices 
having channels or chambers that are fabricated on the 
micron or submicron scale, are used to perform a multitude 
of chemical and physical processes on a micro-scale. Indi 
vidual components of the micro?uidic systems can be used 
alone or together, for example, to control or measure the 
transport of ?uid inside microchannels. Typical applications 
for micro?uidic systems include analytical and medical 
instrumentation, industrial process control equipment, and 
liquid and gas phase chromatography. In these systems, 
methods to reliably aliquot volumes of sample from one 
conduit into a second conduit are important for performing 
the analysis. In some cases, sample volumes as small as 1 nL 
are required for analysis, Which is a volume too small to be 
reliably dispensed by knoWn macroscale methods employ 
ing conventional valves or pipettes. It Would be advanta 
geous to have a micro?uidic system that could be used With 
a Wide range of processes and process liquids and that could 
be fabricated on a microchip platform. It Would also be 
advantageous to have a device With a fast response time and 
precise control over small sample volumes and ?oWs. 

[0002] Micro?uidic control devices, such as microvalves 
manufactured from silicon or elastomers, including devices 
fabricated from hydrogels, soft elastomers With control lines 
embossed in a substrate, and devices fabricated With struc 
tures that are free to move Within microchannels are cur 

rently knoWn. More information on these devices can be 
found in Shoji and Esashi, 1., Micromech. Microeng, 4, 
157-171, 1994; Beebe et al., Nature, 404, 588-590, April 
2000; Unger et al., Science, 288, 113-116, April 2000; Rehm 
et al., uTAS 2001, 227-229, October 2001; and Us. Pat. 
App. No. 2004/0123658. HoWever, these devices suffer 
from one or more of the disadvantages of not being easily 
integrated into microchip platforms, having excess dead 
volume, high poWer requirements, sloW response times, are 
di?icult and costly to manufacture and to assemble, are able 
to Withstand only modest pressure di?ferentials, are 
restricted to a narroW range of processes and process liquids, 
are subject to solvent-induced deformation effects, uneven 
(or unpredictable) performance due to minor variations in 
material properties, have problems associated With degra 
dation associated With silanated micro channel coatings, 
and/or respond poorly to solvent-induced shrinkage and 
sWelling. 
[0003] Therefore, there is a need for a micro?uidic control 
device that has a fast response time, precise control over 
small gas and liquid ?oWs, and precise control over small 
gas and liquid volumes in the channels and chambers of 
micro?uidic systems. There is also a need for a micro?uidic 
control device that can be integrated into a microchip 
platform and is compatible With a Wide range of chemicals 
and solvents that are used in micro?uidic systems. 

SUMMARY 

[0004] According to the present invention, a device for 
micro?uidic control is provided. The device comprises a 
conduit having a ?rst end and a second end, a ?rst path in 
?uid ?oW contact With the conduit, a second path in ?uid 
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?oW contact With the conduit, and a regulator that is move 
able in the conduit. The regulator has an outer dimension 
that is larger than the ?rst end and the second end so the 
regulator cannot pass out of the conduit and is comprised of 
a substantially elastic material having a structural compo 
nent, Which can be a composite polymer formed from a 
composite mixture comprising a polymeriZable precursor 
and a particulate ?ller. The composite mixture can addition 
ally comprise a surfactant, photo-initiator, and/or tWo or 
more polymeriZable precursors, and/ or tWo or more particu 
late ?llers. Optionally, the device can have a plurality of 
paths, such as ?rst, second, and third paths, Where each path 
is in ?uid ?oW contact With the conduit, and/or a plurality of 
regulators that are movable in a conduit. The regulator can 
be substantially incompressible, have speci?c optical prop 
erties, and/or have a substantially stable volume When 
exposed to a ?uid. Further, the regulator can be formed from 
a composite mixture in the conduit by the in situ polymer 
iZation of the composite mixture With an energy source. The 
composite mixture can additionally comprise a photo-ini 
tiator and the energy source can be a radiating light source. 
The regulator can also be substantially cylindrically shaped 
and moveable in a back and forth motion or reciprocating 
motion Within the conduit. Alternately, the regulator can be 
substantially toothed Wheel shaped and rotationally move 
able Within the conduit. The device can additionally com 
prise a substrate Where the conduit, and/or a plurality of 
conduits are in the substrate. Optionally, the substrate can 
have an axle and the regulator can be substantially toothed 
Wheel shaped and rotationally moveable around the axle. 

[0005] A system for micro?uidic control comprising a 
plurality of conduits is also provided, Where each conduit 
has a ?rst end and a second end, a ?rst path in ?uid ?oW 
contact With one or more conduit, a second path in ?uid ?oW 
contact With one or more conduit, and a plurality of regu 
lators, each regulator being independently moveable in a 
separate conduit. Each regulator has an outer diameter that 
is larger than the ?rst end and the second end so each 
regulator cannot pass out of the conduit, and is comprised of 
a substantially elastic material having a structural compo 
nent. 

[0006] The device can be fabricated by combining a 
polymeriZable precursor and a particulate ?ller to form a 
composite mixture, introducing the composite mixture into 
a conduit, and exposing the conduit to an energy source to 
polymeriZe the composite mixture in situ thereby forming a 
regulator. Preferably, the composite mixture comprises one 
or more polymeriZable precursor and one or more particulate 
?llers. More preferably, the polymeriZable precursors can be 
one or more ?uorinated acrylate or ?uorinated methacrylate, 
Where most preferably, at least one polymeriZable precursor 
is a per?uoropolyether acrylate, or methacrylate admixed 
With monomers (polymeriZable precursors that are mono- or 
multi-functional in terms of polymeriZable moiety. The 
foregoing mixture can optionally contain a ?uorescent 
monomer. Preferably, the particulate ?ller is a surface 
treated particulate ?ller, and/or a polyhedral oligomeric 
silsesquioxane. 

[0007] The composite mixture can additionally comprise a 
surfactant, and/or a photo-initiator and the conduit can be 
exposed to a radiating light source through a mask to form 
the regulator. Preferably, the photo-initiator is ?uorinated 
and/or an aromatic ketone. 
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[0008] Additionally, the ?nished device can have tWo or 
more regulators Within each conduit, With unpolymeriZed 
composite mixture being removed from the conduit. Option 
ally, a substrate having a plurality of conduits can be 
selected and the composite mixture can be introduced into 
each conduit, thereby forming a plurality of regulators. The 
substrate can have three or more conduits and the composite 
mixture can be introduced into three or more conduits to 
form three or more regulators on the same substrate. One or 
more of the conduits can be exposed to a radiating light to 
form one or more substantially cylindrically shaped regula 
tors and each substantially cylindrically shaped regulator 
can be moveable in a back and forth motion Within the 
conduit. Altemately, one or more of the conduits can be 
exposed to a radiating light to form one or more substantially 
toothed Wheel shaped regulators and each substantially 
toothed Wheel shaped regulator can be rotationally moveable 
Within the conduit. The substrate can additionally have an 
axle and the conduit can be exposed to a radiating light to 
form a substantially toothed Wheel shaped regulator around 
the axle. 

[0009] The device can be used for determining a ?uid ?oW 
rate in a micro?uidic device by moving a ?uid of a given 
viscosity past a regulator, thereby moving the regulator at 
the ?uid ?oW rate. A radiating light is directed to a portion 
of the regulator such that the radiating light is re?ected or 
transmitted to a detector and the re?ected or transmitted 
light is measured a periodic signal in time. Then, the signal 
is processed and the frequency of the signal is determined, 
folloWed by relating the signal frequency to the ?uid ?oW 
rate. The radiating light can be re?ected or transmitted to a 
plurality of detectors. Also, a plurality of radiating lights can 
be directed to the regulator and the radiating lights can be 
re?ected or transmitted to a plurality of detectors. A device 
for micro?uidic control as described above having a sub 
stantially toothed Wheel shaped regulator can be used to 
determine ?uid ?oW rate and the radiating light can be 
directed to a toothed portion of the regulator such that the 
radiating light is re?ected or transmitted to the detector. 

DRAWINGS 

[0010] These and other features, aspects and advantages of 
the present invention Will become better understood from 
the folloWing description, appended claims, and accompa 
nying draWings Where: 

[0011] FIGS. 1A, 1B and 1C schematically shoW a microf 
luidic control device Where the device is a composite check 
valve according to the present invention; 

[0012] FIGS. 2A, 2B, 2C, and 2D schematically shoW a 
micro?uidic control device Where the device is a composite 
check valve With an integrated ?oW path according to the 
present invention; 

[0013] FIGS. 3A and 3B schematically shoW a system 
comprising a plurality of micro?uidic control devices Where 
the system is used as a ?uid dispenser according to the 
present invention; 

[0014] FIGS. 4A and 4B schematically shoW a micro?u 
idic control device Where the device is a mixing valve 
according to the present invention; 

[0015] FIGS. 5A and 5B schematically shoW a micro?u 
idic control device Where the device is a ?oW meter com 
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prising a substantially toothed Wheel shaped regulator that is 
rotationally moveable Within a conduit according to the 
present invention; 

[0016] FIG. 6 schematically shoWs a micro?uidic control 
device Where the device comprises a plurality of gears used 
to perform mechanical Work according the present inven 
tion; 
[0017] FIG. 7 schematically shoWs a method of making a 
device for micro?uidic control according to the seventh 
embodiment of the present invention; and 

[0018] FIG. 8 is a ?oW chart shoWing a method of using 
a device for micro?uidic control for determining a ?uid ?oW 
rate according to the present invention. 

DESCRIPTION 

[0019] According to one embodiment of the present inven 
tion, there is provided a device for micro?uidic control. The 
device comprises a regulator that is moveable in a conduit 
and is formed from a composite mixture comprising a 
polymeriZable precursor and a particulate ?ller. The use of 
a particulate ?ller in the regulator confers a Wide range of 
desirable properties to the regulator, such as, a range of 
rigidity versus ?exibility, additional tensile and compressive 
strength, optical properties, and dimensional stability. The 
regulator can operate under high pressure, such as thousands 
of pounds per square inch (psi), and the addition of the 
particulate ?ller to the regulator provides substantial advan 
tages in reduced compressibility. Further, the micro?uidic 
control device of the present invention has a fast response 
time and precise control over small gas and liquid ?oWs and 
small gas and liquid volumes in the channels and chambers 
of the micro?uidic system. Further, the micro?uidic control 
device can be integrated into a substrate, such as a microchip 
platform. 

[0020] The micro?uidic control device of the present 
invention can include interconnecting conduits that can be 
?lled With ?uids. These devices can be used for analytical 
procedures such as the analysis of chemical and biological 
substances. Examples of such devices include high-perfor 
mance liquid chromatography (HPLC) and ?oW-injection 
analysis (FIA). 

[0021] In certain preferred embodiments, a coated or sur 
face-treated particulate ?ller is used in the composite mix 
ture to form the regulator. By utiliZing surface treated 
particulate ?ller (for example hydrophobically treated 
fumed silica) particles in the composite polymer mixture 
formulation, as opposed to silanated micro channel coatings, 
such as those described in Us. Pat. App. No. 2004/0052929, 
the problems associated With the degradation of the silane 
?lm, Which are knoWn in the art to occur over time, can be 
overcome. Silane ?lms form multilayers (under most reac 
tion and hydrolysis conditions) and as a result are inhomo 
geneous in nature. The silane ?lms, Which are covalently 
bound to the hydrophilic silica (silanol) surfaces of the 
micro channels, over time and under varying solution con 
ditions (pH, salts, proteins, etc.) degrade and Will be Washed 
aWay. In microvalve, injector/pipettor, and diverter applica 
tions, the mobile monolith polymer element is repeatedly 
actuated. The mechanical nature of this repeated motion 
causes Wear and degradation of the surface coating, Which 
can contaminated an integrated micro-total analysis system 
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(HPLC for example). By incorporating surface treated par 
ticulate ?ller micro particles Within the composite matrix, 
the composite polymer element can have added advantages 
of loW Wear and friction Without the associated problems of 
system contamination When samples are being processed. 

[0022] As used in this disclosure, the following terms have 
the speci?ed meanings. 

[0023] The term “composite polymer” means a material 
obtained by the polymeriZation of a mixture of a particulate 
?ller and one or more polymeriZable precursors. 

[0024] The term “conduit” means any of various channels 
or netWorks of channels including capillaries and tubing. 

[0025] The term “elastic material” means a material that 
recovers its original shape partially or completely after a 
deforming force has been removed. 

[0026] The term “?uid” means any of various liquids, 
gasses, or loose solid materials in bulk. 

[0027] The term “micro-scale” means a micron or submi 
cron scale, that is, having at least one cross-sectional dimen 
sion in the range from about 0.1 am to about 500 pm. 

[0028] The term “micro?uidic” means a system or device 
having channels or chambers that are on the micro-scale. 

[0029] The term “monolithic polymer” means a polymer 
iZed polymeriZable precursor Without a particulate ?ller. 

[0030] The term “regulator” means any of various devices 
by Which a ?uid ?oW can be started, stopped, or adjusted by 
a movable part that opens, shuts, or partially obstructs one 
or more openings. 

[0031] The term “structural component” means a particle 
or a part affecting the structure, composition, physical 
make-up, or nature of a substance. 

[0032] The term “substrate” means a chip With litho 
graphically fabricated microchannels or conduits, and 
includes other conduit and channel netWorks such as capil 
laries and tubing. 

[0033] The term “comprise” and variations of the term, 
such as “comprising” and “comprises,” are not intended to 
exclude other additives, components, integers or steps. 

[0034] All dimensions speci?ed in this disclosure are by 
Way of example only and are not intended to be limiting. 
Further, the proportions shoWn in these Figures are not 
necessarily to scale. As Will be understood by those With 
skill in the art With reference to this disclosure, the actual 
dimensions of any device or part of a device disclosed in this 
disclosure Will be determined by the intended use. 

[0035] All amounts disclosed herein as a percentage is a 
Weight percent of the total Weight of the composition. 

[0036] Referring noW to FIGS. 1A and 1B, there is sche 
matically shoWn a micro?uidic control device 10 Where the 
device is a composite check valve according to the present 
invention. The device comprises a conduit 11 having a ?rst 
end 12 and a second end 13. The conduit has a ?rst path 14 
and a second path 15 that are in ?uid ?oW contact With the 
conduit 11. The device also has a regulator 16 that is 
moveable in the conduit 11. Referring noW to FIGS. 1B, and 
1C, the regulator 16 has an outer dimension 17 that is larger 
than the ?rst end 12 and the second end 13 so the regulator 
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16 cannot pass out of the conduit 11. FIG. 1C shoWs the 
cross-sectional con?guration of the regulator 16 at position 
A-A of FIG. 1B, Which illustrates the outer dimension 17 of 
the regulator 16. The regulator 16 is comprised of a sub 
stantially elastic material having a structural component 
Which can be a composite polymer formed from a composite 
mixture comprising a polymeriZable precursor and a par 
ticulate ?ller. 

[0037] According to one embodiment of the present inven 
tion, as shoWn in FIGS. 1A and 1B, the regulator 16 is a 
composite check valve comprising a conduit 11 having Walls 
fabricated in such a Way that the shape of the conduit 11 
encloses the regulator 16. The regulator 16 is movable in the 
conduit in a reciprocating, that is, a back and forth, or 
piston-like motion. The motion of the regulator 16 is stopped 
by an altered conduit geometry. The altered conduit geom 
etry creates a barrier, also referred to herein as a Weir, in the 
conduit 11 so that the regulator 16 cannot pass out of the 
conduit. In a preferred, but not required embodiment, the 
geometry of the conduit 11 is altered by changing the depth, 
Width, diameter or shape of the conduit, or inserting another 
material betWeen the regulator 16 and the conduit 11, such 
as a porous membrane, that alloWs ?uid ?oW but prevents 
the regulator 16 from passing out of the conduit. In a most 
preferred but not required embodiment, the regulator 16 is a 
sliding piece that is substantially cylindrically shaped and 
moved by or moving against ?uid pressure in a back and 
forth motion Within a cylindrically shaped conduit 11. The 
movement of the regulator 16 is stopped by narroWing the 
diameter of the conduit 11. HoWever, other regulator and 
conduit geometries can be used for stopping the motion of 
the regulator, as Will be understood by those of skill in the 
art With reference to this disclosure. 

[0038] The device 10 can additionally comprise an inter 
connecting conduit 18 that provides a route for ?uid to be 
redirected around the regulator 16 When the regulator 16 is 
seated against the conduit second end 13, as shoWn in FIG. 
1A. As shoWn in FIG. 1B, ?uid does not pass through the 
conduit 11 When the regulator 16 is seated against the 
conduit ?rst end 12. 

[0039] Referring noW to FIGS. 2A, 2B, 2C, and 2D, Which 
schematically shoW micro?uidic control devices according 
to the present invention, Where the device is a composite 
check valve With an integrated ?oW path. According to this 
embodiment, a detached ?oW path 18, as shoWn in FIGS. 1A 
and 1B, is not needed for ?uid ?oW. The device 30 comprises 
a conduit 31 having a ?rst end 32 and a second end 33. The 
conduit has a ?rst path 34 that is in ?uid ?oW contact With 
the conduit 31 and a second path 35 that is in ?uid ?oW 
contact With the conduit 31. The device also has a regulator 
36 that is moveable in the conduit. The regulator has an outer 
diameter 37 that is larger than the ?rst end 32 and the second 
end 33 so the regulator 36 cannot pass out of the conduit 31. 
The regulator 36 is comprised of a substantially elastic 
material having a structural component. In a preferred but 
not required embodiment, the regulator 36 is a composite 
polymer obtained by photoinitiated polymeriZation of a 
mixture of particulate ?ller and one or more polymeriZable 
precursors. 

[0040] Referring again to FIGS. 2A and 2B, FIG. 2A 
shoWs ?uid ?oW into the device, Which actuates the regu 
lator 36 until the regulator 36 rests against the second end 
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33. A gap between the second end 33 and the regulator 36 
allows unobstructed ?uid ?oW betWeen the ?rst path 34, 
Which is an inlet, and the second path 35, Which is an outlet. 
FIG. 2B shoWs the device stopping ?uid ?oW in the opposite 
direction. Fluid entering from the second end 35 actuates the 
regulator 36 until its rests against the ?rst end 32. The ?uid 
path is blocked and no ?oW is alloWed from the second path 
35 to the ?rst path 34. Referring again to FIGS. 2C and 2D, 
Which schematically shoW an embodiment of the invention 
Where there is no conduit end directly betWeen the second 
path 35 and the regulator 36. According to this embodiment, 
the second end 33, Which is a side Weir, provides the same 
functionality as the second end 33 shoWn in FIGS. 2A and 
2B. 

[0041] Referring noW to FIGS. 3A and 3B, a system 
comprising a plurality of micro?uidic control devices is 
schematically shoWn. In this system, multiple regulators are 
combined to create a system used for dispensing ?uid from 
a sample source, that is, a sample dispenser. FIGS. 3A and 
3B shoW a system comprising a conduit 41, 42, and 43 
Where each conduit 41, 42, and 43 has a ?rst end 44, 45, and 
46, respectively, and a second end 47, 48, and 49, respec 
tively. A ?rst path 50, from a sample source, is in ?uid ?oW 
contact With the conduit 41, 42, and 43, respectively. A 
second path 51, from a ?uid source, is in ?uid ?oW contact 
With the conduit 41 and 43, respectively. A ?oW path 55 is 
in ?uid ?oW contact With an actuation source. Each regulator 
52, 53, and 54 is moveable in the conduit 41, 42, and 43, 
respectively, and the outer diameter of each regulator 52, 53, 
and 54 is larger than the ?rst end 44, 45, and 46, respectively, 
and the second end 47, 48, and 49, respectively, so each 
regulator cannot pass out of the respective conduit 41, 42, 
and 43. Further, each regulator 52, 53, and 54 is comprised 
of a substantially elastic material having a structural com 
ponent. 

[0042] In a preferred but not required embodiment, the 
regulator 52, 53, and 54 is a composite polymer obtained by 
photoinitiated polymerization of a mixture of particulate 
?ller and one or more polymeriZable precursors. 

[0043] FIG. 3A shoWs the system 40 in a loading position, 
Where sample inlet check valve 401 is in an open position, 
that is, the regulator 52 is draWn against the second end 47 
of the conduit 41; in sample chamber 402 the regulator 53 
is a primary piston draWn against the second end 48 of the 
conduit 42, that is, the conduit closest to an actuation source; 
and outlet check valve 403 is in the closed position, that is, 
the regulator 54 is draWn against the ?rst end 46 of the 
interconnected conduit 43. According to a preferred but not 
required embodiment, the sample source can be a reservoir 
of a sample ?uid, a system of channels containing a sample 
?uid, or an external connection to the device containing a 
sample ?uid, such as a syringe. The actuation source is a 
source of pressure and/or a vacuum used to actuate the 
primary piston. HoWever, the system can have other con 
?gurations for loading and delivering samples and the 
sample source can be other ?uid containing devices, as Will 
be understood by those of skill in the art With reference to 
this disclosure. 

[0044] NoW referring again to FIGS. 3A and 3B, the 
system 40 additionally comprises an excess ?uid outlet 58 
that can be a conduit leading to a Waste reservoir, or can be 
a conduit connected to a vacuum source, or a conduit 
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connected to the actuation source. In another embodiment, 
the system 40 additionally comprises interconnecting con 
duits to provide a route to redirect ?uid around the regulator 
52 and 54. In another preferred but not required embodi 
ment, the device 50 additionally comprises an analysis 
conduit 59, that is a conduit that can be open and ?lled With 
material to connect a ?uid, such as a running buffer ?uid 
With another apparatus, such as an analysis column. FIG. 3B 
shoWs the system 40 in an analysis position. In the analysis 
position, the regulator 52 in sample inlet check valve 401 is 
in a closed position, that is, draWn against the ?rst end 44 of 
the interconnected conduit 41; the regulator 53 in sample 
chamber 402 is draWn toWard the ?rst end 45 of the conduit 
42; and the regulator 54 in sample outlet check valve 403 is 
in the closed position, that is, draWn against the second end 
49 of the interconnected conduit 43. According to the 
present invention, the system can have other regulator and 
conduit geometries the device can be used for procedures 
other than dispensing ?uid from a sample source, as Will be 
understood by those of skill in the art With reference to this 
disclosure. 

[0045] NoW referring to FIGS. 4A and 4B, a device for 
micro?uidic control 60 Where the device is a mixing valve 
is shoWn. The device comprises a conduit 61 having a ?rst 
end 62 and a second end 63. The conduit 61 has a ?rst path 
64, a second path 65, and a third path in ?uid ?oW contact 
With the conduit 61. The device also comprises a regulator 
67 that is moveable in the conduit 61, Where the regulator 67 
has an outer diameter that is larger than the ?rst end 62 and 
the second end 63 so the regulator 67 cannot pass out of the 
conduit 61. Further, the regulator 67 is comprised of a 
substantially elastic material having a structural component. 
In a preferred but not required embodiment, the regulator 67 
is a composite polymer obtained by photoinitiated polymer 
iZation of a mixture of particulate ?ller and one or more 
polymeriZable precursors Which can be a composite polymer 
formed from a composite mixture comprising a polymeriZ 
able precursor and a particulate ?ller. 

[0046] NoW referring again to FIGS. 4A and 4B, in a 
preferred but not required embodiment, the device 60 is a 
mixing valve used for mixing ?uids in various concentra 
tions, or to alternate the source of ?uid ?oWing into a 
conduit. As shoWn in FIGS. 4A and 4B, the device 60 can 
be connected to an apparatus, such as an analysis column 
through ?oW path 66, and the device 60 can deliver a sample 
to the apparatus. As shoWn in FIG. 4A, ?uid can ?oW from 
?oW path 64, Which is an inlet ?oW path to ?oW path 66, 
Which is an outlet ?oW path, When the regulator 67 is draWn 
against the second end 63. The regulator 67 can be draWn 
against the second end 63 When pressure greater than that in 
?oW path 66 is applied at ?oW path 64, or pressure at ?oW 
path 65 is reduced beloW that at ?oW path 64, or a combi 
nation thereof. As shoWn in FIG. 4B, ?uid can ?oW from 
?oW path 65 to ?oW path 66 When the regulator 67 is draWn 
against the ?rst end 62. The regulator 67 can be draWn 
against the ?rst end 62 When pressure greater than that in 
?oW path 66 is applied at ?oW path 65, or pressure at ?oW 
path 64 is reduced beloW that at ?oW path 65, or a combi 
nation thereof. In another preferred but not required embodi 
ment, the pressure betWeen ?oW path 64 and 65 can be 
sWitched to alternately deliver di?ferent ?uids from ?oW path 
64 and 65 into the ?oW path 66, Which is an outlet ?oW path. 
Inherent ?uid dispersion in the outlet ?oW path 66 can mix 
the ?uids delivered from ?oW path 64 and 65. The duration 
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of the pressure pulses to ?oW path 64 and 65 can be varied. 
For example, the pressure pulse at ?oW path 64 can be longer 
than the pressure pulse at ?oW path 65. Varying the pressure 
pulse of the ?oW paths Will vary the relative volumes of ?uid 
that are individually delivered from ?oW path 64 and 65 to 
?oW path 66, and the ?uids delivered to ?oW path 66 can be 
delivered in de?ned concentrations. In another preferred but 
not required embodiment, multiple ?oW paths can be mul 
tiplexed to the outlet ?oW path 66 such that multiple inlet 
?oW paths, greater than the tWo inlet ?oW paths 64 and 65 
shoWn in FIGS. 4A and 4B, can be delivered to the outlet 
?oW path 66, and an alternately connected apparatus. 
According to the present invention, the device can have 
other regulator and conduit geometries and the device can be 
used for procedures other than mixing ?uids in various 
concentrations, or alternating the source of ?uid ?oWing into 
a conduit, as Will be understood by those of skill in the art 
With reference to this disclosure. 

[0047] NoW referring to FIGS. 5A and SE, a device 70 for 
micro?uidic control Where the device has a substantially 
toothed shaped regulator, or a gear, that is, a mechanism that 
performs a function in a machine, is shoWn. The device 
comprises a conduit 71 having a ?rst end 72 and a second 
end 73. The conduit 71 has a ?rst path 74 and a second path 
75 in ?uid ?oW contact With the conduit 71. The device also 
has a regulator 76 that is substantially toothed shaped and 
moveable in the conduit 71, and the regulator 76 has an outer 
diameter 77 that is larger than the ?rst end 72 and the second 
end 73 so the regulator 76 cannot pass out of the conduit 71. 
Further, the regulator 76 is comprised of a substantially 
elastic material having a structural component. In a preferred 
but not required embodiment, the regulator 76 is a composite 
polymer obtained by photoinitiated polymerization of a 
mixture of particulate ?ller and one or more polymeriZable 
precursors. In another preferred but not required embodi 
ment, the substantially toothed shaped regulator 76 is rota 
tionally moveable Within the conduit. In a most preferred but 
not required embodiment, the device 70 additionally com 
prises a substrate having an axle 78, also referred to herein 
as an axis or center peg, and the regulator 76 is rotationally 
movable around the axle. HoWever, the regulator can have 
other gear con?gurations that surround a central point or pin, 
as Will be understood by those of skill in the art With 
reference to this disclosure. 

[0048] NoW referring again to FIGS. 5A and 5B, in a 
preferred but not required embodiment, the device can be 
used as a ?oWmeter. As shoWn in FIG. 5A, ?uid can ?oW 
from the ?rst path 74, Which is an inlet path, to the second 
path 75, Which is an outlet path, through the conduit 71. 
When the ?uid ?oWs past the regulator 76, viscous drag 
from the ?uid ?oW in the conduit can turn the regulator 76 
at a rate that is a function of the ?uid ?oW. A light source 79 
can be used to measure the rotation of the regulator 76, 
Which can be measured by examining the re?ected (or 
transmitted) light incident on a portion of the regulator 76 
With a detector 80, such as a photo sensor. As shoWn in FIG. 
SE, a mask 81 With a WindoW 82 can be used to ensure that 
light is incident only on a region Where the teeth of the 
toothed Wheel shaped regulator Will be visible. As the 
regulator 76 turns, and the teeth pass by the WindoW 81, a 
measured signal of light re?ected by the teeth Will be 
periodic in time. In a preferred but not required embodiment, 
the device does not aliquot ?xed volumes of ?uid and the 
regulator can rotate freely in a moving ?uid stream. As Will 
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be understood by those of skill in the art With reference to 
this disclosure, the ?oW meter can operate With other types 
and arrangement of detectors, such as using a magnetic ?ller 
in the regulator and sensing the motion of regulator 76 With 
a magnetic sensor, for example as used in a Hall ?eld sensor. 

[0049] A second detector can be added to the device 
shoWn in FIGS. 5A and 5B. The second detector can be 
located adjacent to the detector 80 and along a path that 
parallels the direction of motion of regulator 76. In this 
fashion, the tWo detectors are sequentially illuminated as the 
regulator 76 rotates. In the illumination sequence, the signal 
from the ?rst detector 80 changes prior to that from the 
second detector, or vice versa, providing the direction of 
rotation and hence the direction of the ?oW. As Will be 
understood by those of skill in the art With reference to this 
disclosure, an increased ?oWrate resolution can be obtained 
through the addition of a second, a third, and more detectors. 
Also, a second, a third, and more sources of light can also 
be added to the device. Additional detectors can be arranged 
along an arc that is parallel to the arc of rotation of regulator 
76, and Where the angular spacing of the detectors along this 
arc does not match the angle betWeen the teeth on regulator 
7 6. 

[0050] NoW referring to FIG. 6, there is schematically 
shoWn a device for micro?uidic control 90 Where the device 
has a plurality of substantially toothed shaped regulators, 
also referred to as gears. In a preferred but not required 
embodiment, as shoWn in FIG. 6, the device comprises a 
conduit 91 having a ?rst end 92 and a second end 93. The 
conduit 91 has a ?rst ?oW path 94 in ?uid ?oW contact With 
the conduit 91, and a second ?oW path 95 in ?uid ?oW 
contact With the conduit 91. The device also comprises a 
plurality of regulators 96 and 97 that are moveable in the 
conduit 91, and the regulators 96 and 97 each have an outer 
diameter 98 and 99, respectively, that is larger than the ?rst 
end 92 and the second end 93 so each regulator 96 and 97 
cannot pass out of the conduit 91. Further, each regulator 96 
and 97 is comprised of a substantially elastic material having 
a structural component. In a preferred but not required 
embodiment, the regulator 96 and 97 is a composite polymer 
obtained by photoinitiated polymeriZation of a mixture of 
particulate ?ller and one or more polymeriZable precursors. 
In another preferred but not required embodiment, the 
regulators 96 and 97 are substantially toothed shaped and 
rotationally moveable Within the conduit. In a most pre 
ferred but not required embodiment, the device 90 addition 
ally comprises a substrate having an axle 100 and 101 and 
each regulator 96 and 97 is rotationally movable around the 
axle 100 and 101. HoWever, the regulator can have other 
con?gurations and geometries that surround a central point 
or pin, including arbitrary geometries, as Will be understood 
by those of skill in the art With reference to this disclosure. 

[0051] NoW referring again to FIG. 6, the device 90 can be 
used to perform mechanical Work. In a preferred but not 
required embodiment, ?uid can ?oW from the ?rst path 94, 
Which is an inlet path, to the second path 95, Which is an 
outlet path, through the conduit 91, as shoWn in FIG. 9. 
When the ?uid ?oWs past the upper regulator 97, viscous 
drag from the ?uid ?oW in the conduit can apply a force to 
the upper regulator 97, causing it to rotationally move about 
the axle 100. If more than one gear, such as the loWer 
regulator 96, is meshed With the upper regulator 97, it can 
actuate or be forced to rotate by the motion of the upper gear 
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97. However, the device 90 can be used for other procedures, 
as Will be understood by those of skill in the art With 
reference to this disclosure. 

[0052] In one embodiment, the regulator is a substantially 
elastic material containing a structural component. The 
regulator can be a composite polymer formed from the 
polymerization of a composite mixture comprising a poly 
merizable precursor and a particulate ?ller. The regulator is 
movable in the conduit, that is, the regulator Will not bond 
to the surrounding conduit Walls or surrounding structures 
and is free to move or rotate inside the conduit. The regulator 
is also con?ned Within regions of the conduit, as de?ned by 
speci?c features in the device geometry. In a preferred but 
not required embodiment, the regulator is formed by the in 
situ polymerization of the composite mixture in the conduit. 
In a more preferred but not required embodiment, the in situ 
polymerization is effected by light exposure or heating. In a 
most preferred but not required embodiment, the composite 
mixture is polymerized by the in situ photo-initiated and 
lithographically de?ned polymerization of a polymerizable 
precursor and a particulate ?ller in the conduit. According to 
this embodiment, the composite mixture is polymerized in 
situ in the shape de?ned by a mask by exposing a region of 
the conduit to a radiating light through the mask. The use of 
a mask alloWs fabrication of regulators With irregular and 
arbitrary geometry inside the channel. Furthermore, since 
the regulators do not bond to the surrounding conduit Walls 
or surrounding structures, the regulators are moveable in the 
conduit. For example, the regulator can move in a back and 
forth motion Within the conduit, or the regulator can be 
rotationally movable in the conduit. When the regulator is 
formed by photo-initiated polymerization of the composite 
mixture in situ, optical access to the composite mixture in 
the conduit region of polymerization is provided. When the 
regulator is formed by in situ polymerization by thermal or 
other radiative means, optical access is not necessarily 
provided. 

[0053] The composite mixture is comprised of one or 
more polymerizable precursor and a particulate ?ller and can 
additionally comprise a polymerization initiator, such as a 
photo-initiator, and one or more solvents. The composite 
mixture can be in the form of a slurry, that is, a liquid 
containing a particulate ?ller that may not necessarily be 
suspended, such as With a particulate ?ller having a particle 
size ofbetWeen about 100 nm and about 100 um; a colloidal 
suspension, such as With a particulate ?ller having a particle 
size range of betWeen about 1 nm and 100 nm; and a 
free-?owing liquid. HoWever, the composite mixture can 
have other forms as Will be understood by those of skill in 
the art With reference to this disclosure. 

[0054] The polymerizable precursor can be any of various 
monomer materials, such as butanediol diacrylate, diethyl 
ene glycol diacrylate, divinyl benzene, ethylene glycol dia 
crylate, hexanediol diacrylate, neopentyl glycol diacrylate, 
pentaerythritol triacrylate, pentaerythritol tetracrylate, pro 
pylene glycol diacrylate, trimethylolpropane triacrylate, 
halogenated acrylates, such as hepta?uorobutyl acrylate and 
tri?uoroethylacrylate, methacrylates, halogenated methacry 
lates, and combinations of the preceding monomers. Pre 
ferred polymerizable precursors are able to impart (in poly 
merized form) desirable characteristics to the regulator 
including hydrophobicity, chemical stability, loW toxicity, 
inertness to a variety of solvents, limited shrinkage/swelling 
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(in HPLC solvents), resistance to Weathering, release prop 
erties, loW coe?icient of friction and Wear resistance, high 
tensile modulus, loW surface energy, Water impermeability 
(due to the hydrophobic nature). In a preferred but not 
required embodiment, the polymerizable precursor is a halo 
genated acrylate or halogenated methacrylate, including 
halogenated monomers of mono and multifunctional (di-, 
tri-, or tetra-functional) alkyl, cycloalkyl and/or aryl acry 
lates and methacrylates, With ?uorinated moieties being able 
to impart (in polymerized form) more desirable properties. 
Examples of such halogenated polymerizable precursors 
include but are not limited to per?uoropolyether diacrylate, 
?uorinated acrylate oligomers, ?uorinated tetraethylene gly 
col diacrylate, 1H,lH,6H,6H-per?uorohexylenediacrylate, 
1H, lH,2H,2H-per?uoro-l,6-hexylenedimethacrylate, 2,2,3, 
3-tetra?uoro-l ,4-butylenediacrylate, 2,2,3,3-tetra?uoro-l ,4 
butanediol diacrylate, 1H,lH,7H-dodeca?uoroheptyl acry 
late, lH,lH,7H-dodeca?uoroheptyl methacrylate, 1H, 
lH-hepta?uorobutyl acrylate, 1H, lH-hepta?uoro-n-butyl 
methacrylate, lH,lH,3H-hexa?uorobutyl acrylate, 1H,lH, 
3H-hexa?uorobutyl acrylate, 3-per?uorohexyl-2-hydrox 
ypropyl acrylate, 3-per?uorohexyl-2-hydroxypropyl 
methacrylate, 2,2,3,3-tetra?uoropropyl acrylate, 2,2,3,3 
tetra?uoropropyl methacrylate, chlorinated acrylate 
oligomers, 3-chloro-2-hydroxypropyl methacrylate, 2,4,6 
tribromophenyl methacrylate, pentabromophenyl acrylate, 
pentabromophenyl methacrylate, isobornyl acrylate, 
isobornyl methacrylate, and combinations thereof. Most 
preferably, the polymerizable precusor is a combination of 
per?uoropolyether diacrylate and 1H,lH,6H,6H-per?uoro 
hexylenediacrylate. HoWever, other polymerizable precur 
sors including other halogenated compounds that are mono-, 
di-, tri-, and tetra functional that are capable of forming a 
composite polymer can be used according to the present 
invention, as Will be understood by those of skill in the art 
With reference to this disclosure. Further information on 
?uorinated polymerizable precursors can be found in 
Rolland, et al., JACS, 126, 2322 (2004); Priola, et al., 
Macromolecular Chemistry and Physics, 198, 6, 1983 
(1997); and Tonelli, et al., J. Applied Polymer Science, 59, 
311 (1996). 

[0055] The particulate ?ller can be in the form of a 
particle, bead, poWder, fumed ceramic, ?ber, ?oc, or other 
structural material, or a combination of the preceding par 
ticulate ?llers. The particulate ?ller can be encapsulated, that 
is, chemically non-bonded With the surrounding polymer. 
Alternately, the particulate ?ller can bond directly to the 
surrounding polymer. In a preferred, but not required 
embodiment, the particulate ?ller is a surface treated par 
ticulate ?ller. Surface treating the particulate ?ller facilitates 
the release of the composite polymer regulator from the 
surrounding conduit When the regulator is formed in situ. 
Composite polymer regulators can have an initial frictional 
resistance that must be overcome before the regulator can be 
made mobile. For example, a regulator made up of a 
composite polymer element having an untreated particulate 
?ller can require application of pressures up to several 
thousand psi before the composite polymer element releases 
from the surrounding conduit Walls and becomes mobile. In 
contrast, incorporating a surface treated particulate ?ller into 
a composite polymer regulator can loWer the sliding resis 
tance betWeen the regulator and the Wall of the conduit. Such 
a regulator can be moved at loWer pressure, typically at 
several times loWer pressure. The size of the particulate ?ller 
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is selected to be less than the smallest dimension of the 
conduit and can be as small as several nanometers. 

[0056] The composition of the particulate ?ller can be 
glass, silica particles (coated or uncoated), coated beads, 
ceramic, metals and metal oxides, polymers, carbon black, 
and combinations of the preceding ?llers. The particulate 
?ller can also include a surface treated particulate ?ller. 
Examples of preferred particulate ?llers include silica 
(SiO2), titania (TiO2), alumina (Al2O3), Zirconia (ZrOZ), 
magnetically permeable materials, such as colloidal iron and 
iron-nickel alloys, mica, glass, and polymers, such as poly 
(tetra?uoroethylene), poly(methyl methacrylate), latex, 
poly(styrene), and combinations of the preceding ?llers. 
Other preferred particulate ?llers include carbon blacks 
(Degussa Corp., HopeWell, Va.; and Cabot Corp., Boston, 
Mass.). In a certain preferred, but not required embodiment, 
three different grades of carbon black Were added to a 
monomer solution (80 Wt % per?uoropolyether diacrylate, 
20 Wt % methylene chloride, 0.5 Wt % 2,2-dimethoxy-2 
phenyl acetophenone) and successfully polymeriZed. 
[0057] According to another embodiment of the present 
invention, the particulate ?ller is selected such that the 
composite polymer regulator is substantially incompressible 
as compared to a monolithic polymer regulator. The par 
ticulate ?ller can occupy a substantial fraction of the volume 
of the regulator and the particulate ?ller can be selected such 
that the particulate ?ller is selected to have a higher modulus 
of elasticity than that of a monolithic polymer. According to 
the present invention, When the composite polymer regulator 
is under compression, the compaction of the regulator is 
limited to a value greater than the ?ller volume fraction, 
thereby resulting in increased durability of the regulator 
under high compressive forces. In a preferred but not 
required embodiment, a composite polymer regulator Win 
not exceed the bulk polymer elastic limit of the polymer and 
the composite polymer regulator Will be substantially resis 
tant to creep When a compressive force is applied to the 
composite polymer regulator. In a more preferred embodi 
ment, a polyhedral oligomeric silsequioxane (POSS) is 
incorporated into the composite polymer. The incorporation 
of a polyhedral oligomeric silsesquioxane (POSS) provides 
nanoscale reinforcement of the composite mixture. POSS 
nanoparticles provide a robust SiiO core surrounded by 
organic groups, Which can be functionaliZed, thus providing 
an inorganic core that is compatible With the organic matrix 
With complete molecular level dispersion. High levels are 
attainable Without adversely affecting the material’s physi 
cal properties, such as viscosity, optical properties, etc., 
Whereas there is a dramatic increase in mechanical and 
thermal properties (such as Tg, Young’s modulus, bending 
modulus, etc.). Furthermore, the organic groups can be 
functionaliZed to be reactive (as opposed to non reactive, as 
above). This hybrid inorganic-organic molecule can be 
utiliZed as a POSS monomer, Which can be polymerized into 
the composite polymer. By varying the functionality of the 
reactive group (to a methacrylate, for example), multifunc 
tional POSS monomers can be utiliZed as cross linkers in 
conjunction With standard organic monomers (as in this 
application). Examples of preferred, but not required, poly 
hedral oligomeric silsesquioxanes (POSS) include alcohol 
POSS, phenol POSS, amine POSS, silane POSS, chlorosi 
lane POSS, silanol POSS, ?uoroalkyl POSS, epoxide POSS, 
methacrylate POSS, acrylate POSS, phosphine POSS, ester 
POSS, and thiol POSS, all Which can be obtained from 
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Hybrid Plastics, Fountain Valley, Calif. Other polyhedral 
oligomeric silsesquioxanes (POSS) that can be incorporated 
into the composite polymer as a ?ller to provide hybrid 
organic-inorganic nanocomposites that are able to impart 
improved structural integrity can also be used according to 
the present invention, such as those described in US. Pat. 
App. Nos. 2003/0055193, and 2002/0198282, as Well as 
other forms, siZes, and compositions of the particulate 
?llers, as Will be understood by those of skill in the art With 
reference to this disclosure. 

[0058] In certain preferred embodiments, the surface of 
the particulate is modi?ed to control hydrophobicity, reac 
tivity, etc., for example an acrylate-modi?ed silica. Surface 
treated particulate ?ller materials are desirable for the added 
integrity these materials provide to the composite polymer. 
Care must be taken to ensure that a high enough shear rate 
is used to properly disperse the particulate ?ller (i.e., nano 
particles), Which tend to agglomerate in the bulk and in 
unlike solvent. Examples of surface treated particulate ?ller 
materials include treated fumed silica that is hydrophobi 
cally modi?ed, such as hexamethyldisilaZane (HMDS) 
(Degussa Corp., HopeWell, Va.; and Cabot Corp., Boston, 
Mass.), dimethyldichlorosilane (Degussa Corp., HopeWell, 
Va.; and Cabot Corp., Boston, Mass.), and dimethyl silicone 
(Degussa Corp., HopeWell, Va.; and Cabot Corp., Boston, 
Mass.); structurally modi?ed and methracrylsilane-treated 
fumed silica (Degussa Corp., HopeWell, Va.); and fumed 
silica that is surface modi?ed With ?uorinated silanes, such 
as trideca?uoro-l , l ,2,2-tetrahydrooctyl-triethoxysilane 

(Gelest Inc., Morrisville, Pa.), and heptadeca?uoro l,l,2,2 
tetrahydrodecyl-triethoxysilane (Gelest Inc., Morrisville, 
Pa.). HoWever, other silylated materials can be used accord 
ing to the present invention, such as those prepared by the 
silaniZation techniques described in US. Pat. App. No. 
2004/0052929, as Will be understood by those of skill in the 
art With reference to this disclosure. 

[0059] Micro-scale polymer devices can become signi? 
cantly less visible When immersed in a liquid. According to 
another embodiment, the particulate ?ller, polymeric pre 
cursor, or other additives, such as dyes, etc., can be selected 
to add speci?c optical properties to a composite polymer 
regulator. The use of a particulate ?ller in the composite 
mixture results in a composite polymer regulator that can 
exhibit ampli?ed light refraction, scattering and/or light 
absorbing and/or ?uorescent properties as compared to a 
monolithic polymer. When a regulator With an optical prop 
er‘ty is desired, a particulate ?ller can be selected that is 
naturally colored and/ or that has a refractive index substan 
tially different than that of the bulk polymer and/or that is 
?uorescent. For example, light re?ected, absorbed, or emit 
ted from a regulator can be used as a diagnostic to obtain 
information on the location or orientation or motion of the 
regulator. Regulators having optical properties can be used 
in a sensing system, such as With a micro?uidic control 
device that is used as a ?oW meter. According to the present 
invention, the particulate ?ller can be varied to modify other 
properties of the composite polymer. For example, the 
volume and type of particulate ?ller can be varied to modify 
the friction coe?icient of the regulator, and the volume and 
type of ?ller can be varied to improve the polymerization 
resolution of the regulator. There are a variety of ?uorescent 
monomers that can also be incorporated into the composite 
mixture. Examples of ?uorescent monomers include ?uo 
rescein dimethacrylates, such as 3',6'-dimethacrylox 
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yspirobenzo[c]-furan [1,9'] xanthen-3-one (Polysciences, 
Inc., Warrington, Pa); and ?uorescein 0,0'-diacrylates, 
such as 3",6'-diacryloxyspirobenzo[c]-furan[l,9"]xanthen 
3-one (Sigma-Aldrich, St. Louis, Mo.) Which can make 
visible and track the movement of the composite polymeri 
creating a micro scale sensor that measures ?oW (as in a ?oW 
meter) or measures viscosity. These ?uorescent monomers 
are provided merely as examples and other ?uorescent 
monomers can be used according to the present invention as 
Will be understood by those of skill in the art With reference 
to this disclosure. 

[0060] According to another embodiment of the present 
invention, a particulate ?ller can be selected such that the 
composite polymer has a substantially stable volume When 
exposed to various ?uid compositions, that is, the composite 
polymer Will have reduced or no dimensional change in 
response to variations in ?uid composition, as compared to 
a monolithic polymer. Micro-scale polymer devices that are 
immersed in liquid can undergo dimensional changes due to 
interaction With the liquid, that is, the shape and size of the 
polymer can change With exposure to liquids of different 
polarity. This behavior can limit the practical usefulness of 
polymer devices to perform reliable mechanical functions. 
According to the present invention, an amount and a com 
position of a particulate ?ller can be selected and added to 
the composite mixture, prior to polymerization, such that the 
composite polymer containing the selected particulate ?ller 
Will have reduced or no dimensional change in response to 
variations in ?uid composition. 

[0061] According to another embodiment of the present 
invention, a solvent can be combined With the polymerizable 
precursor and the particulate ?ller. The solvent component 
can be any of various solvents capable of being suitably 
combined With the selected polymerizable precursor and 
particulate ?ller, such as Water and organic solvents. By 
understanding the intermolecular interactions involving the 
polymerizable precursor and the particulate ?ller, a judicious 
choice of solvent can be made to ensure that the overall 
solvent-polymer/monomer-?ller system chemistry is opti 
mized. In a preferred but not required embodiment, the 
solvent is selected from the group consisting of Cl-C6 
alcohols, C4-C8 ethers, C3-C6 esters, Cl-C4 carboxylic acids, 
halocarbons, dimethyl sulfoxide, dimethylsulfone, sul 
folane, and N-methyl pyrrolidone, and combinations of the 
preceding solvents. In a more preferred but not required 
embodiment, the solvent is selected from the group consist 
ing of highly ?uorinated ethers (3M, St. Paul, Minn.), 
FomblinTMs (Solvay; and Solexis, Thorofare, N.J.), 
FluorinertTMs (3M, St. Paul, Minn.), methylene chloride 
(Sigma-Aldrich, St. Louis, Mo.), chloroform (Sigma-Ald 
rich, St. Louis, Mo.), and tert-butanol (Sigma-Aldrich, St. 
Louis, Mo.). HoWever, other solvents can be used according 
to the present invention, as Will be understood by those of 
skill in the art With reference to this disclosure. 

[0062] According to another embodiment of the present 
invention, a polymerizing element (e.g., a polymerization 
catalyst) can be combined With the polymerizable precursor 
and the particulate ?ller. Preferably, the polymerizing ele 
ment Will induce polymerization of the polymerizable pre 
cursor admixed With a particulate ?ller in a short time, such 
as less than 100 seconds. In addition, preferred polymerizing 
elements a?‘ord clear materials/?lms that do not yelloW upon 
radiation and When varying their content in the in the 
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polymerizable composite mixture from about 0.01 Wt % to 
about 10 Wt %. The polymerizing element can include any 
of various common polymerization initiators, such as azo 
bisisobutyronitrile; azobisdihydrochloride; benzoyl perox 
ide; lauroyl peroxide; potassium persulfate; aromatic 
ketones; such as benzophenone, 2,2-dimethoxy-2-phenyl 
acetophenone, benzoin, benzoin ethyl ether, and benzoin 
isopropyl ether, Irgacures (Ciba Specialty Chemicals, Tar 
rytoWn, N.Y.), such as Irgacure l84-l-hydroxy-cyclohexyl 
phenyl-ketone, Irgacure 65l-benzodimethyl ketal, Irgacure 
907-2-methyl-l -[4-methylthio -phenyl]-morpholino -pro 
panl-one, Irgacure 369i2-benzyl-2-dimethylamino-l-(4 
morpholinophenyl)-butan-l-one, Irgacure SOOia mixture 
of 50 Wt % l-hydroxy-cyclohexyl-phenyl-ketone and 50 Wt 
% benzophenone, and Irgacure 8l9iphosphine oxide, phe 
nyl bis(2,4,6-trimethyl benzoyl); Darocures (Ciba Specialty 
Chemicals, TarrytoWn, N.Y.), such as Darocur ll73-2-hy 
droxy-2-methyl-l-phenyl-propan-l-one, and Darocur 2959 
l-[4-(2-hydroxyethoxy) phenyl]-2-hydroxy-2-methyl-pro 
pan-l-one; Sarcures (Sartomer Company, Inc., Exton, Pa.), 
such as Sarcure SRll35ia mixture of 2,4,6 trimethylben 
zoyldiphenyl phosphine oxide, 2, 4, 6-trimethylbenzophe 
none, 4-methylbenzophenone, oligo (2-hydroxy-2-methyl 
l-(4-(l-methylvinyl)phenyl)propanone); and ?uorinated 
photo-initiators that are based on the aromatic ketone type 
and structure, such as those described in Us. Pat. No. 
5,391,587. In a preferred embodiment, the polymerizing 
element is a photo-initiator. In a more preferred embodi 
ment, the polymerizing element is an aromatic ketone or 
aromatic ketone derivative. More preferably, the polymer 
izing element is a halogenated photo-initiator (With ?uori 
nated photoinitiators being most preferable) that appropri 
ately matches the chemical nature of the polymerizable 
precursor, particulate ?ller, and solvent mixture. Haloge 
nated photo-initiators are generally more soluble and thus 
less likely to result in the photoinitiator becoming a plasti 
cizer. The use of halogenated photo-initiators can overall 
result in a smaller quantity of photo-initiator that is used 
(e.g., less than about 1 Wt %), and an overall more e?icient 
photo polymerization of the composite (monomer/solvent/ 
?ller) mixture. Other polymerizable precursors, such as 
azobisisobutyronitrile (AIBN) can also be used as a thermal 
initiator, or photo-initiator. HoWever, AIBN is typically 
sloWer to induce polymerization and the photo-initiation 
process requires a larger amount of photo-initiator (e.g., 
about betWeen 2-5 Wt %). Also, excess un-utilized photo 
initiator can behave as a plasticizer and compromises the 
structural integrity of the composite polymer. 

[0063] According to another embodiment of the present 
invention, a surfactant can be combined With the composite 
mixture, including the polymerizable precursor, the particu 
late ?ller, and the polymerizing element. The addition of a 
surfactant to the composite mixture as an additive can 
stabilize the dispersion of the particulate ?ller in the com 
posite mixture. Examples of suitable surfactants include but 
are not limited to non-ionic surfactants; long chain alcohols 
(such as n-decanol and dodecanol), poly(ethylene oxide)s 
(such as, BrijTM series, Sigma-Aldrich Corp, St. Louis, Mo.), 
polyglycols (such as, DOWFAXTM series, DoW Chemical 
Co., Houston, Tex.), poly(propylene oxide)-poly(ethylene 
oxide) copolymers (such as, PluronicTM series, BASF Corp., 
Mount Olive, N.J.), polyoxyethylene, polyoxyethylene alky 
lphenols, polyoxyethylene alcohols, polyoxyethylene esters, 
polyoxyethylene mercaptans, polyoxyethylene alkylamines, 
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polyol esters, Triton-X series (DoW Chemical Co., Houston, 
Tex.), TWeenTM series (Sigma-Aldrich Corp, St. Louis, Mo.), 
ionic surfactants (including anionic, cationic, and zWitteri 
onic), and sodium dodecyl sulfate (SDS), sodium di(2 
ethylhexyl) sulfosuccinate (AOT), and cetyltrimethylammo 
niumbromide (CTAB). HoWever, as Will be understood by 
those of skill in the art With reference to this disclosure, other 
surfactants according to the present invention can be used. 
Further, as Will be understood by those of skill in the art With 
reference to this disclosure, the stabilizing moiety can be 
optimized so as to give excellent steric stabililization in a 
given external phase, and different surfactants can be 
selected depending on the external phase. If the system 
incorporates charged particles, electrostatic repulsion may 
be the driving force to induce stability in the dispersion. On 
the other hand, van der Waals interactions, hydrophobic, 
steric and bridging forces can also be taken into account 
When attempting to create a stable dispersion. 

[0064] According to another embodiment of the present 
invention is a method of making a device for micro?uidic 
control. The method comprises combining a polymerizable 
precursor and a particulate ?ller to form a composite mix 
ture. Then, the composite mixture is introduced into the 
conduit. Next, the conduit is exposed to an energy source to 
polymerize the composite mixture in situ, thereby forming a 
regulator, Where the regulator is movable in the conduit, and 
the conduit is sized so the regulator cannot pass out of the 
conduit. In a preferred but not required embodiment, the 
composite mixture additionally comprises a photo-initiator. 
In a more preferred but not required embodiment, the 
conduit is exposed to a radiating light source through a mask 
to form the regulator. 

[0065] NoW referring to FIG. 7, Which schematically 
shoWs a method of making a device for micro?uidic control 
according to the present invention. As shoWn in FIG. 7, the 
method comprises selecting a substrate having a conduit 
110. Then, a composite mixture 111 comprising a particulate 
?ller, a polymerizable precursor, a solvent and a photo 
initiator are combined and introduced into the conduit 110. 
The composite mixture 111 can be combined by mixing 
together the liquid and particle components and may be in 
the form of a slurry, a colloidal suspension, or a free-?oWing 
liquid. Next, a region of the conduit 110 containing the 
composite mixture 111 is selected. Next, the composite 
mixture is selectively polymerized and de?ned in the chan 
nel in a speci?c geometry to form a composite polymer 
regulator 112 by exposing the conduit 110 to a radiating light 
113, Which can be ultraviolet light, heat, or other radiation, 
through an exposure mask 114. Next, the unpolymerized 
composite mixture 111 is removed from the conduit 110, 
such as by ?ushing the conduit 110, thereby forming a 
composite polymer regulator 112 that is movable in the 
conduit and sized so the regulator 112 cannot pass out of the 
conduit 110. 

[0066] In a preferred but not required embodiment, the 
method comprises premixing the particulate ?ller and the 
polymerizable precursor to form the composite mixture. In 
a more preferred but not required embodiment, the method 
additionally comprises forming the composite mixture by 
combining the particulate ?ller With a premixed mixture of 
one or more polymerizable precursors, photo-initiators, and 
solvents. HoWever, the composite mixture can be combined 
by other methods, such as combining the composite mixture 
in situ, as Will be understood by those of skill in the art With 
reference to this disclosure. 
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[0067] In another preferred but not required embodiment, 
the composite mixture is introduced into a conduit that is an 
existing microchannel structure or a conduit formed Within 
a substrate. In a more preferred embodiment, the composite 
mixture is introduced into a conduit by injecting the com 
posite mixture into the conduit. 

[0068] In a preferred but not required embodiment, the 
above-described methods for making a device for microf 
luidic control can be used to fabricate a regulator in a 
conduit Where the conduit can be actuated by pressure. In 
another preferred embodiment, the above-described meth 
ods for making a device for micro?uidic control can be used 
to fabricate ?uidic components such as a valve and a ?oW 
meter inside a netWork of micro?uidic channels. The method 
of making a device for micro?uidic control can be used to 
fabricate composite polymer gears inside a conduit. This can 
be accomplished by fabricating a gear around a center point, 
Which can be a pin or axle formed in the substrate. HoWever, 
the above described methods for making a device for 
micro?uidic control can be used to fabricate other compo 
nents for micro?uidic control as Will be understood by those 
of skill in the art With reference to this disclosure. 

[0069] In another embodiment, the present invention is a 
method for micro?uidic control. The method comprises 
selecting a device for micro?uidic control, Where the device 
comprises a conduit having a ?rst path and a second path 
that are in ?uid ?oW contact With the conduit, and a 
regulator, Where the regulator is movable in the conduit and 
the conduit is sized so the regulator cannot pass out of the 
conduit. Then, ?uid is placed into the conduit. Next, the 
regulator is moved by the application of a pressurizing force 
to direct or stop the ?uid ?oW. 

[0070] In a preferred but not required embodiment, the 
?uid is placed in the conduit by injecting the ?uid into the 
conduit. According to the present invention, the initial state 
of operation of the device is a load state. In the load state, 
a ?uid ?lls an open conduit betWeen the ?rst path, Which is 
a ?uid inlet, and a second path, Which is a ?uid outlet. The 
injection can be performed from this initial load state. 
HoWever, the injection can be performed by other methods, 
such as With the ?uid inlet and ?uid outlet at varying 
pressures, as Will be understood by those of skill in the art 
With reference to this disclosure. 

[0071] In another preferred but not required embodiment, 
the method comprises a method for micro?uidic control 
Where the device delivers a sample to an apparatus, such as 
an analysis column. NoW referring again to FIGS. 3A and 
3B, the method comprises injecting a sample into the device 
When the device is in a load state. As shoWn in FIG. 3A, the 
regulator 53, Which is a primary piston, is draWn against the 
second end 48 of the conduit 42 When the device is in the 
load state. Then, the sample is injected into the device 
through the ?oW path 50 at the ?rst end 44 of the conduit 41. 
Next, the regulator 53 is actuated by applying a positive 
pressure, or a pressure that is greater than that of the 
adjoining conduits through ?oW path 55, as shoWn in FIG. 
3B. Next, the regulator 53 is moved doWn the sample 
chamber 402 and an associated ?uid ?oW and pressure are 
generated in front of the regulator 53 Which moves the 
regulator 52 and closes is an inlet check valve 401, and also 
moves regulator 54 and opens outlet check valve 403, as 
shoWn in FIG. 3B. Next, the sample ?oWs into an analysis 
column 59. The injection is completed When the regulator 53 
reaches the ?rst end 45 of the conduit 56 at the end of the 
sample chamber 402. Any ?uid from the actuation source 
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that continues to ?oW into the actuation inlet can be diverted 
to the excess ?uid outlet 58 and an equilibrium pressure can 
be reached behind the primary piston that Will be a function 
of the hydrodynamic ?oW resistance of the excess ?uid 
outlet and ability of the actuation source to deliver said 
pressure at that ?oW rate. The volume of sample injected into 
the analysis column can be approximately equal to the 
original open volume in the sample chamber 402. The 
method of using the device to deliver a sample can be 
performed at other pressures, including vacuum, at the ?uid 
outlet 58, the sample inlet, and in the analysis column 59, 
that are of any value less than the pressure at the actuation 
source inlet. 

[0072] In a preferred but not required embodiment, as 
shoWn in FIG. 3A, the device is in an inject state When the 
sample inlet, excess ?uid outlet 58, analysis column inlet 49, 
and outlet are at or near atmospheric pressure, and the 
regulator 53 is draWn against the second end 48 of the 
conduit 42. Applying a negative pressure di?‘erential 
(vacuum) to the second end 48 of the conduit 42 through 
actuation inlet 55 draWs the regulator 53, Which is a primary 
piston, toWard the actuation inlet 55. The inlet check valve 
401 is opened by generating a corresponding ?uid ?oW and 
vacuum behind the primary piston 53, Which opens the inlet 
check valve 401 and also closes the outlet check valve 403. 
A sample ?uid is draWn from ?oW path 50 through the ?rst 
end 44 of the conduit 41, Which is a sample inlet, and an 
open conduit path is created betWeen the sample inlet and an 
excess ?uid outlet 58, as shoWn in FIG. 3A. Additional 
suction can be applied to the excess ?uid outlet 58 to ?ush 
the sample chamber 402 With multiple volumes of sample in 
order to ensure the sample chamber 402 contains pure 
sample ?uid. This step can also be performed With a separate 
cleaning/?ushing ?uid in the sample reservoir in order to 
clean the device prior to insertion of a neW sample ?uid. In 
an alternate embodiment, the excess ?uid outlet 58 and ?oW 
path to the actuation inlet 56 can be connected to achieve the 
same e?‘ect. The sample inlet, analysis column inlets and 
outlets can be at various pressures above the actuation 
inlet/excess ?uid outlet pressure in order to achieve this 
process. 

[0073] In another embodiment, the pressure in the analysis 
column 59 can be the highest pressure in the system at that 
time, leading to the outlet check valve 403 closing imme 
diately after the injection state is terminated. This procedure 
leads to an alternate method of ?lling the sample chamber 
and achieving the load state. NoW referring again to FIGS. 
3A and 3B, When the actuation inlet and excess ?uid outlet 
are at or near atmospheric pressure and the pressure in the 
analysis column is above the sample inlet pressure, the 
regulator 53, Which is a primary piston, is in an ‘inject’ state, 
Where the regulator is draWn against the ?rst end 45 of the 
conduit 42. Applying a positive pressure di?erential to the 
sample inlet forces the inlet check valve 401 to open and the 
regulator 53 moves toWard the actuation inlet 56. The outlet 
check valve 403 remains closed due to the higher pressure 
in the analysis column 59. The sample ?uid ?oWs through 
the opened conduit path 41 and ?lls the sample chamber 
402. When the primary piston reaches the second end 48 of 
the conduit 42, as shoWn in FIG. 4, the sample ?uid ?oWs 
through the sample chamber and out the excess ?uid outlet. 
The excess ?uid outlet can be connected to the second end 
48 of the conduit 42 in this embodiment. 

[0074] NoW referring to FIG. 8, Which is a ?oW chart 
shoWing the method of using a device according to the 
present invention as a ?oWmeter. As shoWn in FIG. 8, the 
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method comprises selecting a device having a substantially 
toothed Wheel regulator, according to the present invention. 
Then, a ?uid With a viscosity is passed by the regulator, 
thereby turning the regulator at a ?uid ?oW rate. Next, a 
radiating light is directed to a toothed portion of the regu 
lator and the radiating light is re?ected or transmitted to a 
detector, such as a photo-sensor. Next, the re?ected or 
transmitted light is measured as a periodic signal in time. 
Next, the signal is processed and the frequency of the signal 
is determined and related to the ?uid ?oW rate as a function 
of the ?uid viscosity. In one embodiment, multiple regula 
tors of varying dimensions and conduit cross-sections can be 
used in succession to Widen the dynamic range of the 
measurement and improve measurement accuracy. 

EXAMPLE IA 

Composite Mixture 

[0075] A composite mixture Was formed from the sub 
stances listed in Table IA. 

TABLE IA 

SUBSTANCE AMOUNT 

ethoxylated trimethylolpropane triacrylate 900 L 
tri?uoroethylacrylate (2,2,2 TFEA) 100 L 
2,2'—azobisisobutyronitrile 5 mg 
Dioxane 500 L 
500 L of 2-methoxyethanol 500 L 
silica particles 10% 

[0076] The composite mixture Was prepared by mixing the 
ethoxylated trimethylolpropane triacrylate, SR454 (Sar 
tomer Company, Inc., Exton, Pa.) and the tri?uoroethylacry 
late, 2,2,2 TFEA (Sigma-Aldrich Corp., St. Louis, Mo.) to 
form a monomer mixture. Then, the photo-initiator, 2,2‘ 
aZobisisobutyronitrile, AIBN, (5 mg) (Sigma-Aldrich Corp., 
St. Louis, Mo.) Was added to the monomer mixture. A 
solvent mixture Was prepared by combining the dioxane 
(Sigma-Aldrich Corp., St. Louis, Mo.) and the 2-methoxy 
ethanol (Sigma-Aldrich Corp., St. Louis, M0.) The mono 
mer mixture and solvent mixture Were then mixed in a 8:2 
volumezvolume ratio, that is, 800 L of the monomer mixture 
Was mixed With 200 L of the solvent mixture. A particulate 
?ller of l m diameter, non-porous silica particles (10 Wt %) 
(Sigma-Aldrich Corp., St. Louis, Mo.) Was then added to the 
monomer mixture and solvent mixture to create a suspen 

sion/ slurry of monomer, solvent, and particles. 

EXAMPLE IB 

Composite Mixture Incorporating Fluorinated 
Monomers and Fumed Silica Particles 

[0077] A composite mixture Was formed from the sub 
stances listed in Table IB. 

TABLE IB 

SUBSTANCE AMOUNT 

Per?uoropolyether diacrylate (~2000 MW) 800 L 
1H, 1H, 6H, 6H-Per?uorohexyldiacrylate 200 L 
2,2-dimethoxy-2-phenyl acetophenone 5 mg 
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TABLE IB-continued 

SUBSTANCE AMOUNT 

Methylene chloride 250 L 
Hydrophobic treated fumed silica particles 5% 

[0078] The composite mixture was prepared by mixing the 
per?uoropolyether diacrylate 

[0079] (Sartomer Company, Inc., Exton, Pa.), 1H,1H,6H, 
6H-Per?uorohexyldiacrylate (Oakwood Products, Inc., West 
Columbia, S.C.), and methylene chloride (Sigma-Aldrich 
Corp., St. Louis, Mo.) to form a monomer/solvent mixture. 
Then, the photo-initiator, 5 mg of 2,2-dimethoxy-2-phenyl 
acetophenone (Sigma-Aldrich Corp., St. Louis, Mo.) was 
added to the monomer/ solvent mixture. The monomer mix 
ture and solvent mixture were then mixed in a 8:2 vol 
umezvolume ratio, that is, 800 L of the monomer mixture 
was mixed with 200 L of the solvent mixture. A particulate 
?ller of 16 nm diameter, hydrophobic treated fumed silica (5 
wt %) (Degussa Corp., Hopewell, Va.) was then added to the 
monomer/solvent/PT mixture to create a suspension/slurry 
of monomer, solvent, PI, and particles. 

EXAMPLE II 

Incompressibility Of Composite Polymers 

[0080] A particulate ?ller was selected such that the com 
posite polymer regulator was substantially incompressible, 
as compared to a monolithic polymer regulator. As a com 
parative example, a regulator comprising a monolithic poly 
mer was substantially extruded through a ?ne passage when 
the regulator was subjected to a 10,000 psi high compressive 
force. Whereas, a regulator comprising a composite polymer 
containing a 50% silica particulate ?ller, prepared according 
to the present invention, compressed to about 50% of the 
initial volume. This degree of compression did not exceed 
the bulk polymer elastic limit of the polymer and the 
regulator part was substantially resistant to extrusion. 

[0081] As a further example, the compressive strength of 
Nylon 6,6 and compared to the compressive strength of a 
composite polymer prepared with Nylon 6,6 according to 
the present invention. The compressive strength of Nylon 
6,6 was tested and at 10% compression, the compressive 
strength was about 12,000 psi. Whereas, a composite poly 
mer prepared according to the present invention with 30% 
glass-?lled Nylon 6,6 was tested and the compressive 
strength at 10% compression was about 39,000 psi. 

EXAMPLE III 

Volume Stability Of Composite Polymers 

[0082] A particulate ?ller was selected such that the com 
posite polymer had a substantially stable volume when 
exposed to various ?uid compositions, that is, the composite 
polymer had reduced or no dimensional change in response 
to variations in ?uid composition, as compared to a mono 
lithic polymer. As a comparative example, a monomer 
mixture containing ethoxylated trimethylolpropane triacry 
late and tri?uoroethylacrylate in an 80:20 volumezvolume 
ratio was mixed with methoxyethanol in a 50:50 vol 
umezvolume ratio. Trace amounts of azobisisobutyronitrile, 
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a photoinitiator, was added and the mixture was photopo 
lymerized. When the resulting monolithic polymer was 
placed in water, the element shrank to 55% of its original 
volume. Whereas, following the same procedure, and adding 
7 wt % of particles of colloidal antimony pentoxide, with an 
outer diameter of 7-11 nm, to the mixture, the polymerized 
composite polymer shrank by only 20% of its original 
volume. 

EXAMPLE IV A 

Micro?uidic Control Device 

[0083] A regulator that was used as a composite piston 
was formed by introducing the composite mixture from 
Example IA into a 150 m inner diameter optically transpar 
ent silica capillary by injecting the composite mixture into 
the capillary with a syringe. A 2 mm length of the capillary 
was then exposed to broadband ultraviolet radiation, peak 
ing at around 365 nm with total energy ?ux of 40 mW/cm2, 
for 30 seconds. Upon exposure to the ultraviolet radiation, a 
composite particle-?lled solid polymer piston with a length 
dimension of 2 mm and a width dimension that is approxi 
mately equal to the inner diameter of the surrounding 
capillary was formed. The composite piston did not bond to 
the surrounding capillary and was thus free ?oating. The 
piston was mobilized by applying between about 1 psi to 
about 5 psi of pressure to one terminal end of this ?rst 
capillary. An adjoining second capillary, having a 25 m inner 
diameter, was connected to the second terminal of the ?rst 
capillary. The composite piston within the ?rst capillary was 
pushed against the adjoining capillary and put under pres 
sure in excess of 2000 psi with little to no damage or 
permanent distortion to the composite piston. Ejecting the 
composite piston from the ?rst capillary and examining the 
composite piston under a microscope con?rmed the geom 
etry of the composite piston. The composite piston was 
iteratively exposed to acetonitrile, methanol, isopropanol, 
water, and aqueous bu?ers with pH ranging from between 
about 2 to about 12. The swelling and shrinking of the 
composite piston was observed between exposures to these 
liquids and the swelling and shrinking of the composite 
piston was less than 10% of its original diameter in all cases. 

EXAMPLE IV B 

Micro?uidic Control Device Incorporating A 
Fluorinated Composite Polymer Having Fumed 

Silica Particles 

[0084] A regulator that was used as a composite piston 
was formed by introducing the composite mixture from 
Example IB into a 150 m inner diameter optically transpar 
ent silica capillary by injecting the composite mixture into 
the capillary with a syringe. A 2 mm length of the capillary 
wpas then exposed to broadband ultraviolet radiation, peak 
ing at around 365 nm with total energy ?ux of 2500 
mW/cm2, for 35 seconds. Upon exposure to the ultraviolet 
radiation, a composite particle-?lled solid polymer piston 
with a length dimension of 2 mm and a width dimension that 
is approximately equal to the inner diameter of the surround 
ing capillary was formed. The composite piston bonded to 
the surrounding capillary and was mobilized by applying 
between about 1000 psi to about 1500 psi of pressure to one 
terminal end of the capillary. The composite piston was 
ejected onto a cleaned microscope slide with no damage to 
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the composite piston. Ej ecting the composite piston from the 
capillary and examining the composite piston under a micro 
scope con?rmed the geometry of the composite piston. The 
composite piston Was iteratively exposed to acetonitrile, 
methanol, ethanol, isopropanol, Water, and aqueous buffers 
With pH ranging from betWeen about 2 to about 12. The 
sWelling and shrinking of the composite piston Was observed 
betWeen exposures to these liquids using a microfabricated 
ruler and the sWelling and shrinking of the composite piston 
Was less than 2% of its original diameter in all cases. 

[0085] Although the present invention has been discussed 
in considerable detail With reference to certain preferred 
embodiments, these preferred embodiments are understood 
not to be required embodiments, and other embodiments are 
possible. Therefore, the scope of the appended claims should 
not be limited to the description of preferred embodiments 
contained herein. 

1. A device for micro?uidic control comprising: 

a) a conduit having a ?rst end and a second end; 

b) a ?rst path in ?uid ?oW contact With the conduit; 

c) a second path in ?uid ?oW contact With the conduit; and 

d) a regulator that is moveable in the conduit, Wherein 

the regulator has an outer dimension that is larger than the 
?rst end and the second end so the regulator cannot pass 
out of the conduit; and 

the regulator comprises a substantially elastic material 
having a structural component. 

2. A device for micro?uidic control according to claim 1 
Wherein the substantially elastic material having a structural 
component is a composite polymer formed from a composite 
mixture comprising one or more polymerizable precursor 
and one or more particulate ?ller. 

3. A device for micro?uidic control according to claim 1 
further comprising a substrate. 

4. A device for micro?uidic control according to claim 1 
further comprising a third path in ?uid ?oW contact With the 
conduit. 

5. A device for micro?uidic control according to claim 1 
Wherein there are a plurality of regulators that are moveable 
in the conduit, each regulator having an outer diameter that 
is larger than the ?rst and second ?oW paths so the regulators 
cannot pass out of the conduit, and Wherein each regulator 
is a substantially elastic material having a structural com 
ponent. 

6. A device according to claim 2 Wherein the composite 
mixture additionally comprises a photo-initiator. 

7. A device according to claim 6 Wherein the photo 
initiator is ?uorinated. 

8. A device according to claim 6 Wherein the photo 
initiator is an aromatic ketone. 

9. A device according to claim 2 Wherein the composite 
mixture additionally comprises a surfactant. 

10. A device according to claim 2 Wherein the composite 
mixture comprises tWo or more polymerizable precursors. 

11. A device according to claim 2 Wherein at least one the 
polymerizable precursor is a ?uorinated acrylate, or a ?u 
orinated methacrylate. 

12. A device according to claim 11 Wherein at least one 
polymerizable precursor is a mono- or multi-functional 
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per?uoropolyether acrylate, or a mono- or multi-functional 
per?uoropolyether methacrylate. 

13. A device according to claim 2 Wherein at least one 
polymerizable precursor is a ?uorescent monomer. 

14. A device according to claim 2 Wherein the particulate 
?ller is a surface treated particulate ?ller. 

15. A device according to claim 2 Wherein the particulate 
?ller is a polyhedral oligomeric silsesquioxane. 

16. A device according to claim 2 Wherein the outer 
dimension of the particulate ?ller is less than about 1 
micrometer. 

17. A device according to claim 2 Wherein the particulate 
?ller is sized to be no more than 50% of the size of the 
smallest ?oW path in the conduit. 

18. A device according to claim 2 Wherein the regulator is 
substantially incompressible. 

19. A device according to claim 2 Wherein the regulator 
has an optical property. 

20. A device according to claim 2 Wherein the regulator 
has a substantially stable volume When exposed to a ?uid. 

21. A device according to claim 2 Wherein the inner 
dimension of the conduit is less than about 1 millimeter. 

22. A device according to claim 2 Wherein the regulator is 
substantially cylindrically shaped and moveable in a back 
and forth motion Within the conduit. 

23. A device according to claim 2 Wherein the regulator is 
substantially toothed Wheel shaped and rotationally move 
able Within the conduit. 

24. A device according to claim 2 Wherein the regulator is 
formed in the conduit by the in situ polymerization of a 
composite mixture. 

25. A device according to claim 2 Wherein the regulator is 
formed in the conduit by the in situ polymerization of the 
composite mixture With an energy source. 

26. A device according to claim 2 Wherein the composite 
mixture further comprises a photo-initiator and the regulator 
is formed in the conduit by the in situ polymerization of the 
composite mixture With a radiating light source. 

27. A system for micro?uidic control comprising: 

a) a plurality of conduits, each conduit having a ?rst end 
and a second end; 

b) a ?rst path in ?uid ?oW contact With one or more 

conduit; 
c) a second path in ?uid ?oW contact With one or more 

conduit; and 

d) a plurality of regulators, each regulator being indepen 
dently moveable in a separate conduit, Wherein 

each regulator has an outer diameter that is larger than the 
?rst end and the second end so each regulator cannot 
pass out of the conduit; and 

each regulator comprises a substantially elastic material 
having a structural element. 

28. A method of making a micro?uidic control device 
according to claim 2 comprising: 

a) combining a polymerizable precursor and a particulate 
?ller to form a composite mixture; 

b) introducing the composite mixture into a conduit; and 

c) exposing the conduit to an energy source to polymerize 
the composite mixture in situ thereby forming a regu 




