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ELECTROCHEMICAL CELL WITH A 
CATALYTIC ELECTRODE AND PROCESS 
FOR MAKING THE ELECTRODE AND THE 

CELL 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

[0001] This application claims the bene?t of US. Provi 
sional Application No. 60/877,251, ?led Dec. 27, 2006. 

BACKGROUND 

[0002] This invention relates to a catalytic electrode, par 
ticularly an electrode With a nano-catalytic material, an elec 
trochemical cell containing the catalytic electrode, and pro 
cesses for making the catalytic electrode and the 
electrochemical cell. 

[0003] There is a Wide variety of electrochemical cells that 
have catalytic electrodes. Examples include, but are not lim 
ited to, fuel cells, metal-air battery cells, gas (e.g., hydrogen) 
generating cells, and electrochemical sensor cells. Examples 
of such cells are found in US. Pat. Nos. 5,242,565; 5,308, 
711; 5,378,562; 5,567,538; 5,707,499; 6,060,196; 6,461,761; 
6,602,629; 6,911,278; 7,001,689 and 7,001,865; and in Inter 
national Patent Publication No. W0 00/ 36677. 

[0004] An advantage of cells With catalytic electrodes is 
that they can use one or more active materials that are not 

contained Within cell or battery housings, thereby providing 
long use time (e.g., discharge capacity) With a cell having a 
minimum volume. There is an ongoing desire to improve the 
performance of such electrochemical cells, such as by 
improving electrical characteristics (e.g., operating voltage, 
poWer output, energy density, discharge capacity, charging 
e?iciency, cycle life and fade), storage characteristics, leak 
age resistance, cost, environmental impact of Waste disposal, 
and safety in manufacturing. 
[0005] One Way to improve the electrical characteristics is 
through the use of a catalytic material having greater catalytic 
activity. One approach to doing so has been to use nano 
catalysts (catalyst materials With particles smaller than one 
micrometer (um) because their large surface area provides 
more reactive sites. To provide good electrical conductivity 
and loW internal resistance Within the catalytic electrode and 
to provide a large reactive surface area With the electrode, the 
catalytic material is often combined With a porous material 
With excellent electrical conductivity. Examples of such 
efforts can be found in US. Pat. No. 7,087,341; US. Patent 
Publication No. 2006/0226564; US. Patent Publication No. 
2006/0269823; US. Patent Publication No. 2007/0092784; 
US. patent application Ser. No. 11/482,290, ?led Jul. 7, 
2006; and Unexamined Japanese Patent Publication No. 
2006-252,797. 
[0006] Because of the high reactivity of nano-catalyst 
materials, it may be necessary to process the nano-catalyst 
material in an inert environment, such as an Argon atmo 
sphere. This places restrictions on and adds cost to the manu 
facturing process that can be undesirable, especially for large 
scale, high speed manufacturing. Previous efforts to control 
the reactivity of nano-particulate catalyst compositions 
include processes in Which the substrate particles (e.g., an 
activated carbon) and nano-catalyst particles (e.g., a nano 
metal) are treated in a liquid medium (e.g., a loWer alcohol 
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such as methanol), and the nano-particles are oxidiZed by 
removing the liquid medium and contacting the nano-par 
ticles With an oxidant. 
[0007] Previous efforts have not been completely success 
ful in producing catalytic electrodes and electrochemical 
cells using catalytic electrodes that have improved perfor 
mance characteristics and are easy, economical and safe to 
manufacture. 

SUMMARY 

[0008] Some disclosed embodiments provide a process for 
manufacturing a catalytic electrode and/or an electrochemi 
cal cell using the catalytic electrode in an easy, economical 
and safe manner. Some embodiments eliminate the need for 
mixing in an inert atmosphere the components of the catalytic 
material or the resultant catalytic composition used to make 
the active layer of the electrode. Some embodiments elimi 
nate the use of liquids that are highly volatile, ?ammable 
and/ or explosive, that may pose potential health risks to Work 
ers, or that may pose a risk to the environment. 
[0009] Some embodiments provide a catalytic electrode 
With a nano-catalyst material that has improved electrical 
properties and that Will Work Well in an electrochemical cell 
When operated at high poWer. 
[0010] Some embodiments provide an electrochemical cell 
that has good leakage resistance and improved performance 
(e.g., greater energy density, improved discharge capacity, 
and higher poWer on discharge) than cells made according to 
the prior art and is also stable during periods of storage and 
non-use. 

[0011] Disadvantages of the prior art are overcome through 
the use of the materials and processes described beloW for 
mixing components of a catalytic material including nano 
catalyst particles, forming a catalytic electrode from the cata 
lytic material, and assembling the electrode into an electro 
chemical cell. 
[0012] Accordingly, one aspect of the invention is a process 
for making a catalytic electrode, that does not use a non-spray 
or thermal decomposition process. The process includes the 
steps: (a) providing a nano-catalyst, comprising one or more 
transition metals, transition metal alloys or transition metal 
oxides; (b) providing a particulate carbon; (c) providing a 
binder material capable of binding particles of the carbon 
together; (d) mixing in air the nano-catalyst, carbon and 
binder together in a liquid medium in Which the nano-catalyst 
is essentially insoluble to form a catalytic mix, the mix com 
prising particles of the carbon With particles of the nano 
catalyst adhered to internal and external surfaces of the car 
bon particles to form a catalytic mix, Wherein the particles of 
the nano-catalyst comprise particles that are at least partially 
oxidiZed before mixing With the carbon and binder; (e) form 
ing the catalytic mix into a catalytic layer; and (f) combining 
the catalytic layer With a current collector and a hydrophobic 
layer to form the catalytic electrode. 
[0013] Another aspect of the invention is a process for 
making an electrochemical cell that includes a catalytic elec 
trode. The process includes the steps: (a) providing a nano 
catalyst, comprising one or more transition metals, transition 
metal alloys or transition metal oxides; (b) providing a par 
ticulate carbon; (c) providing a binder material capable of 
binding particles of the carbon together; (d) mixing in air the 
nano-catalyst, carbon and binder together in a liquid medium 
in Which the nano-catalyst is essentially insoluble to form a 
catalytic mix, the mix comprising particles of the carbon With 
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particles of the nano-catalyst adhered to internal and external 
surfaces of the carbon particles to form a catalytic mix, 
Wherein the particles of the nano-catalyst comprise particles 
that are at least partially oxidized before mixing With the 
carbon and binder; (e) forming the catalytic mix into a cata 
lytic layer; (f) combining the catalytic layer With a current 
collector and a hydrophobic layer to form a catalytic elec 
trode; (g) adhering at least one separator layer to the catalytic 
electrode sheet; and (h) combining the catalytic electrode 
sheet With an opposing electrode in a cell housing; Wherein 
the separator layer disposed betWeen the catalytic layer and 
the opposing electrode, and the hydrophobic sheet is disposed 
betWeen the catalytic layer and a ?uid entry port in the cell 
housing, the ?uid entry port alloWing a ?uid from outside the 
cell housing to enter the cell to react With in catalytic layer of 
the catalytic electrode. 
[0014] These and other features, advantages and objects of 
the present invention Will be further understood and appreci 
ated by those skilled in the art by reference to the folloWing 
speci?cation, claims and appended draWings. 
[0015] Unless otherWise speci?ed, the folloWing de?ni 
tions and methods are used herein: 
[0016] l. Anode means the negative electrode of an elec 

trochemical cell. 
[0017] 2. Cathode means the positive electrode of an elec 

trochemical cell. 
[0018] Unless otherWise speci?ed herein, all disclosed 
characteristics and ranges are as determined at room tempera 

ture (20-250 C.). 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0019] In the draWings: 
[0020] FIG. 1 is an elevational vieW, in cross-section, of a 
prismatic shaped metal-air cell With a catalytic electrode; 
[0021] FIG. 2 is an enlarged cross-sectional vieW through 
the material construction of the anode casing at line 2-2 of 
FIG. 1, illustrating one embodiment of the anode casing 
material; 
[0022] FIG. 3 is an elevational vieW, in cross-section, of a 
button shaped metal-air cell With a catalytic electrode; 
[0023] FIG. 4 is a graph shoWing Tafel curves, With 
observed current on the x-axis and applied potential on the 
y-axis, for a Zinc-air cell With an electrode containing a con 
ventional manganese oxide catalyst compared to a cell With 
an electrode containing a nano-manganese catalyst; 
[0024] FIG. 5 is a graph shoWing poWer curves, With cur 
rent density on the x-axis and voltage vs. Zinc on the y-axis, 
for half cells With catalytic electrodes containing activated 
carbon, one With and one Without a nano -manganese catalyst; 
and 
[0025] FIG. 6 is a graph shoWing polarization curves, With 
current on the x-axis and voltage on the y-axis, for a Zinc-air 
cell With an air electrode containing a conventional manga 
nese oxide catalyst compared to a cell With an electrode 
containing a nano-manganese catalyst. 

DESCRIPTION 

[0026] Electrochemical cells according to the invention can 
be metal-air, hydrogen generating or oxygen generating cells, 
for example. The invention is exempli?ed by metal-air battery 
cells as described beloW. Metal-air battery cells can be made 
in a variety of shapes and siZes, including button cells, cylin 
drical cells and prismatic cells. 
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[0027] Examples of prismatic and button metal-air cells are 
shoWn in FIGS. 1 and 3, respectively. An embodiment of a 
button cell 10 including an anode casing 26 that is generally 
a cup-shaped metal component is illustrated in FIG. 3. Cell 10 
is an air cell that includes a cathode casing 12 that is cup 
shaped, and is preferably formed of nickel-plated steel such 
that it has a relatively ?at central region 14 Which is continu 
ous With and surrounded by an upstanding Wall 16 of uniform 
height. Alternatively, in one embodiment the central region 
14 of the can bottom may protrude outWard from the periph 
eral part of the can bottom. At least one hole 18 is present in 
the bottom of cathode can 12 to act as an air entry port. The 
casings 12, 26 can include single or multiple steps if desired. 
[0028] An embodiment of a prismatic cell 110 including an 
anode casing 126 of the present invention is shoWn in FIG. 1. 
The cell 110 illustrated is an air cell that includes cathode 
casing 112, preferably formed of nickel-plated steel. Anode 
casing 126 and cathode casing 112 are generally prismatic 
shaped, and preferably rectangular, With each casing 126, 112 
de?ning four linear or nonlinear sideWalls connected to a base 
or central region, preferably planar. Alternatively, cathode 
casing 112 can have a base With an area that protrudes out 
Ward from the peripheral part of the casing base. At least one 
hole 118 is present in the bottom of cathode can 112 to act as 
an air entry port. The casings 112, 126, can include single or 
multiple steps if desired. 
[0029] Referring to FIGS. 1 and 3, a catalytic positive elec 
trode, such as air electrode 20, 120 is disposed near the 
bottom of the cathode casing 12, 112. As shoWn in greater 
detail in FIG. 1, the air electrode 120 can include a catalytic 
layer containing a mixture of carbon, a nano-catalyst, and a 
binder. Air electrode 20, 120 also preferably has a hydropho 
bic layer 22, 122, such as a hydrophobic membrane or ?lm, 
laminated thereon. The hydrophobic layer 22, 122 is lami 
nated on the side of the air electrode closest to the bottom of 
the cell When oriented as shoWn in FIGS. 1 and 2. Air elec 
trode 20, 120 also preferably contains an electrically conduc 
tive current collector 123 (FIG. 1), typically a metal screen or 
expanded metal, such as nickel or a nickel plated or clad iron 
or steel, embedded therein, preferably on the side of the 
electrode opposite the hydrophobic layer 22, 122. The air 
electrode may also optionally contain a barrier membrane 
137, such as a PTFE ?lm, betWeen the laminated hydrophobic 
layer 22, 122 and ?at central region 14, 114 of the bottom of 
the casing 12, 112. 
[0030] In a preferred embodiment, the catalytic layer 121 
contains a catalytic composition that includes composite par 
ticles comprising nano-catalyst particles adhered to (e. g., 
adsorbed onto) the external and internal surfaces (including 
surfaces of open pores) of highly porous carbon substrate 
particles. 
[0031] The carbon material can be an activated carbon, 
preferably steam activated carbon, and more preferably steam 
activated carbon derived from coal. An activated carbon is a 
carbon With a speci?c surface area (BET method) of at least 
about 500 m2/ g, With 1500 m2 being achievable. Examples of 
steam activated carbons are Type PWA carbon (Calgon Car 
bon Corp., Pittsburgh, Pa., USA) and NORIT® Supra carbon, 
NORIT® Super carbon and DARCO® G-60 carbon (all from 
American Norit Co., Inc., Marshall, Tex., USA), With 
DARCO® G-60 carbon being a preferred steam activated 
carbon. Typical properties of DARCO® G-60 carbon 
include: carbon particles pass through a No. 100 sieve but do 
not pass through a No. 325 sieve (US Standard Series sieves 
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per ASTM E-11); a particle size distribution With a d5O of 
about 34 pm, a d5 ofabout 5.5 pm and a d95 ofabout 125 pm; 
a speci?c surface area (BET method) from about 600 to about 
1000 m2/g; a pore volume ofabout 0.95 ml/g, dry basis; a bulk 
density (tamped) of about 0.40 g/ml; and an iron content of 
the carbon no greater than 200 parts per million (ppm). 

[0032] The nano-catalyst can be a metal, metal alloy or 
metal oxide With particles of sub-micron siZe, at least one and 
preferably all of the metals of Which can be selected from the 
transition metals (metals having incomplete d subshells) of 
groups 3-12, the metals of groups 13-16, the lanthanides, 
mixtures, combinations and/ or alloys thereof. Preferred met 
als include manganese, nickel, cobalt and silver, With man 
ganese being especially preferred. The nano-catalysts have 
primary particles With a maximum dimension of from about 1 
nm to about 999 nm (0.999 um), referred to herein as nano 
particles. As used herein, primary particles are particles that 
are bound together chemically rather than physically (e. g., by 
electrostatic charge, van der Waals forces or moisture). Pri 
mary particles can form agglomerates of primary particles 
that are held together physically. Preferably the majority of 
the nano-catalyst particles are generally spherical With maxi 
mum dimensions of less than 50 nm, more preferably less 
than 20 nm, and most preferably less than 10 nm. The nano 
catalyst can include oxidiZed nano-particles. The oxidiZed 
nano-particles can be fully or partially oxidiZed metal. A 
partially oxidiZed nano-particle can have a metal core With an 
oxide shell. The oxide shell is preferably an essentially com 
plete shell, covering essentially the entire external surface of 
the particle. Preferably at least the majority of the primary 
nano-particles have at least an oxide shell (i.e., they are oxi 
diZed on at least their exterior surfaces) to minimiZe agglom 
eration of the primary particles and facilitate uniform mixing. 
More preferably at least 80 percent, and even more preferably 
at least 90 percent, of the primary nano-particles have at least 
an oxide shell. Most preferably no more than 5 percent of the 
nano-particles do not have at least an oxide shell. Nano 
catalysts including oxidiZed nano-particles are available from 
QuantumSphere, Inc. (QSI), Santa Ana, Calif., USA. 
[0033] A preferred nano-catalyst is a nano-manganese such 
as QSI-NANO® Manganese/Manganese Dioxide PoWder, as 
disclosed inU.S. patent application Ser. No. 11/482,290, ?led 
Jul. 6, 2006. In one embodiment, the nano-manganese can 
include a mixture of phases, such as metallic manganese and 
one or more oxides of manganese, such as MnO, Mn2O3, and 
Mn3O4. The overall composition of the nano-manganese can 
be MnOx, Where x is from about 0.5 to about 2.0, preferably 
from about 0.7 to about 1.3, and more preferably from about 
0.9 to about 1.1. The primary oxidiZed particles are generally 
sphere-like in shape, typically With a maximum dimension of 
about 20-30 nm in siZe, With some smaller particles, doWn to 
10 nm or less. The primary metallic manganese particles are 
generally rod-like in shape and typically about 20 nm in Width 
and about 100 to 200 nm long. Primary particles can agglom 
erate to form larger clusters. It is generally desirable to mini 
miZe agglomeration or break up agglomerates to achieve the 
mo st uniform distribution of the nano-catalyst in the catalytic 
composition. 
[0034] The catalytic composition can include a binder for 
binding the particles of carbon together. The binder can be a 
?uorocarbon material, such as polytetra?uoroethylene 
(PTFE). Suitable PTFE materials that can be used to make the 
catalytic layer composition include TEFLON® materials 
(available from E.I. duPont de Nemours & Co., Polymer 
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Products Div., Wilmington, Del., USA), including poWders 
such as TEFLON® 7C and, preferably, dispersions such as 
TEFLON® T30B, T30N, TE3857, TE3859 and modi?ca 
tions thereof. More preferably the PTFE material is T30B or 
a modi?cation of TE3859 (e.g., TE3859 ?uorocarbon resin 
plus 2 percent TRITONTM X-100 octylphenol ethoxylate 
nonionic surfactant (DoW Chemical Company, Midland, 
Mich., USA) based on the Weight of the TE3859). The ?uo 
rocarbon binder can be ?brillated in the catalytic material 
mixing process. 
[0035] In a preferred embodiment, the catalytic layer 121 of 
the electrode 120 contains oxidiZed nano-manganese and 
activated carbon in a ratio of from about 0.01/1 to about 
0.10/ 1 by Weight and from 1-25 Weight percent PTFE binder 
(the minimum amount is more preferably at least 2, even more 
preferably at least 5 and most preferably at least 7 Weight 
percent; the maximum amount is more preferably no greater 
than 15 and most preferably no greater than 12 Weight per 
cent). 
[0036] The hydrophobic layer 22, 122 is hydrophobic 
material that has a loW enough surface tension to be resistant 
to Wetting by the electrolyte, yet porous enough to alloW the 
required gas (e.g., oxygen in the air for a metal-air cell) to 
enter the electrode at a rate su?icient to support the desired 
cell reaction rate. Fluorocarbon membranes such as polytet 
ra?uoroethylene (PTFE) can be used for the hydrophobic 
layer. A preferred PTFE material is a high permeability mate 
rial With an air permeability value of from 1 to 300 seconds. 
A preferred PTFE material has an apparent density from 
about 1.5 to 1.7 g/cm2. Examples of preferred materials are 
unsintered natural PTFE ?lm, such as 0.10 mm (0.004 inch) 
thick PTFE membrane, product number N6389A (from Per 
formance Plastics Product (3P), Houston, Tex., USA) With an 
air permeability value of about 100-200 seconds and an 
apparent density of about 160105 g/cm2; and expanded 
TEFLON® ?lm, such as 0.076 mm (0.003 inch) thick 
expanded ?lm sample number 12850830.1 (from W.L. Gore 
& Associates, Inc., Elkton, Md., USA). The air permeability 
value is the time required for 2.5 cm3 of air under a constant 
pressure of 30.94 g/cm3 (12.2 inches of Water, or 0.44 pounds/ 
in2) to pass through an area of 0.645 cm2 (0.1 m2) and can be 
measured With a Gurley Densometer, Model 4150, for 
example. 
[0037] At least one layer of separator 24, 124 is positioned 
on the side of the air electrode 20, 120 facing the anode 28, 
128. The separator 24, 124 is ionically conductive and elec 
trically nonconductive. The total thickness of the separator 
24, 124 is preferably thin to minimiZe its volume, but must be 
thick enough to prevent short circuits betWeen the anode 28, 
128 and air electrode 20, 120. While there are advantages to a 
single layer, tWo (or more) layers may be needed to prevent 
short circuits through a single pore, hole or tear in the mate 
rial. For aqueous alkaline metal-air cells, cellulosic materials 
such as rayon, cotton and Wood ?ber (e.g., paper) and com 
binations thereof are preferred. An example of a preferred 
separator is a combination of a layer of Water-Wettable non 
Woven polypropylene membrane treated With surfactant (ad 
jacent to the anode 28, 128) and a layer of hydrophobic 
polypropylene membrane (adjacent to the air electrode 
20,120), such as CELGARD® 5550 and CELGARD® 3501 
separators, respectively, both from Celgard, Inc., Charlotte, 
NC, USA. Another example of a preferred separator mate 
rial is rayon bound With polyacrylic acid (e.g., FS22824AB 
grade separator from Carl Freudenberg KG, Weinheim, Ger 
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many, and BVA 02530 grade separator from HollingsWorth & 
Vose, East Walpole, Mass., USA). The separator 24, 124 is 
preferably adhered to the entire surface of the air electrode 20, 
120 to provide the best ion transport betWeen the electrodes 
and to prevent the formation of air pockets betWeen the air 
electrode 20, 120 and the separator 24, 124. Similarly, adja 
cent layers of the separator 24, 124 are adhered to each other. 

[0038] A layer of porous material 138 can be positioned 
betWeen air electrode 20, 120 and the bottom of casing 12, 
112 to evenly distribute air to electrode 20, 120.A sealant 129 
such as a thermoplastic hot melt adhesive, for example 
SWIFT® 82996 (from Forbo Adhesives, LLC of Research 
Triangle Park, NC, USA) can be used to bond portions of the 
cathode to cathode casing 112. 

[0039] Cell 10, 110 also includes anode casing 26, 126 
Which forms the top of the cell. The anode casing 126 in FIG. 
1 has a rim 135 is ?ared outWard at its open end. The anode 
casing 26 in FIG. 3 has essentially straight side Walls and that 
has a rim 35 With little or no outWard ?are. Alternatively, a cell 
can have a refold anode casing in Which the rim is folded 
outWard and back along the side Wall to form a substantially 
U- shaped side Wall With a rounded edge at the open end of the 
casing. 
[0040] The anode casing 26, 126 can be formed from a 
substrate including a material having a su?icient mechanical 
strength for the intendeduse. The anode casing 26, 126 can be 
a single layer of material such as stainless steel, mild steel, 
cold rolled steel, aluminum, titanium or copper. Preferably 
the anode casing includes one or more additional layers of 
material to provide good electrical contact to the exterior 
surface of the anode casing 26, 126, resistance of the external 
surface to corrosion, and resistance to internal cell gassing 
Where the internal surface of the anode casing 26, 126 comes 
in contact With the anode 28, 128 or electrolyte. Each addi 
tional layer can be a metal such as nickel, tin, copper, or 
indium, or a combination or alloy thereof, and layers can be of 
the same or different metals or alloys. Examples of plated 
substrates include nickel plated steel, nickel plated mild steel 
and nickel plated stainless steel. Examples of clad materials 
(i.e., laminar materials With at least one layer of metal bonded 
to another layer of metal) include, as listed in order from an 
outer layer to an inner layer, tWo-layered (biclad) materials 
such as stainless steel/copper, three-layered (triclad) materi 
als such as nickel/ stainless steel/copper and nickel/mild steel/ 
nickel, and materials With more than three clad layers. 

[0041] The anode casing 26, 126 can include a layer that is 
post-plated (i.e., plated after forming the anode casing into its 
desired shape). The post-plated layer is preferably a layer of 
metal With a high hydrogen overvoltage to minimiZe hydro 
gen gassing Within the cell 10, 110. Examples of such metals 
are copper, tin, Zinc, indium and alloys thereof. A preferred 
metal is tin, and a preferred alloy is one comprising copper, tin 
and Zinc. 

[0042] In one embodiment, illustrated in FIG. 2, the mate 
rial of the anode casing 126 in FIG. 1 has a substrate having a 
steel layer 144 pre-plated With a layer of nickel 142 on each 
side, as Well as a post-plated layer 140 of tin or a copper-tin 
Zinc alloy for example. The anode casing 126 in this embodi 
ment can also be provided With a strike layer 146 betWeen the 
substrate and the post-plated layer 140. A preferred strike 
layer 146 is a post-plated layer of copper Which promotes 
adhesion betWeen the substrate and the ?nal post-plated layer 
140. 

Jul. 3, 2008 

[0043] In the embodiment shoWn in FIG. 3, anode casing 26 
is made from a nickel-stainless steel-copper triclad material, 
With the copper layer on the inside, post-plated With tin or an 
alloy of copper, tin and Zinc. The preferred composition of a 
layer of an alloy of copper, tin and Zinc includes 50 to 70 
Weight percent copper, 26 to 42 Weight percent tin, and 3 to 9 
Weight percent Zinc. A strike layer of copper can be post 
plated onto the anode casing 26 prior to the ?nal post-plated 
layer to improve its adhesion to the triclad substrate material. 
The copper-tin-Zinc alloy can be applied in multiple layers 
With the under layer(s) having a higher copper content than 
the surface layer, as described in detail in Us. patent appli 
cation Ser. No. ll/933,552, ?led Nov. 1, 2007, Which is 
hereby incorporated by reference. 
[0044] The anode casing 26, 126 can be formed using any 
suitable process. An example is a stamping process. A button 
cell anode casing 26 is preferably formed using three or more 
progressively siZed stamping dies, after Which the casing 26 is 
punched out of the coil of triclad strip. 
[0045] During manufacture of the cell, anode casing 26, 
126 can be inverted, and then a negative electrode composi 
tion or anode mixture 28, 128 and electrolyte put into anode 
casing 26, 126. The anode mixture insertion can be a tWo step 
process Wherein dry anode mixture materials are dispensed 
?rst into the anode casing 26 folloWed by KOH solution 
dispensing. In a prismatic cell, the Wet and dry components of 
the anode mixture are preferably blended beforehand and 
then dispensed in one step into the anode casing 126. Elec 
trolyte can creep or Wick along the inner surface 36, 136 of the 
anode casing 26, 126, carrying With it materials contained in 
anode mixture 28, 128 and/or the electrolyte. 
[0046] An example of an anode mixture 28, for a button cell 
comprises a mixture of Zinc, electrolyte, and organic com 
pounds. The anode mixture 28 preferably includes Zinc poW 
der, a binder such as SANFRESHTM DK-500 MPS, CAR 
BOPOL® 940 or CARBOPOL® 934, and a gassing inhibitor 
such as indium hydroxide (In(OH)3) in amounts of about 99 .7 
Weight percent Zinc, about 0.25 Weight percent binder, and 
about 0.045 Weight percent indium hydroxide. SAN 
FRESHTM DK-500 MPS is a crosslinked sodium polyacrylate 
from Tomen America Inc. of NeW York, N.Y., and CAR 
BOPOL® 934 and CARBOPOL® 940 are acrylic acid poly 
mers in the 100% acid form and are available from Noveon 
Inc. of Cleveland, Ohio. 
[0047] The electrolyte composition for a button cell can be 
a mixture of about 97 Weight percent potassium hydroxide 
(KOH) solution Where the potassium hydroxide solution is 
28-40 Weight percent, preferably 30-35 Weight percent, and 
more preferably about 33 Weight percent aqueous KOH solu 
tion, about 3.00 Weight percent Zinc oxide (ZnO), and a very 
small amount of CARBOWAX® 550, Which is a polyethyl 
ene glycol based compound available from Union Carbide 
Corp., preferably in an amount of about 10 to 500 ppm, more 
preferably about 30 to 100 ppm, based on the Weight of Zinc 
composition in the anode. 
[0048] An anode mixture 128, for a prismatic cell can 
include a mixture of Zinc, electrolyte, and organic com 
pounds. The anode mixture 128 preferably includes Zinc 
poWder, electrolyte solution, a binder such as CARBOPOL® 
940, and gassing inhibitor(s) such as indium hydroxide (In 
(OH)3) and DISPERBYK® D190 in amounts of about 60 to 
about 80 Weight percent Zinc, about 20 to about 40 Weight 
percent electrolyte solution, about 0.25 to about 0.50 Weight 
percent binder, about 0.045 Weight percent indium hydroxide 
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and a small amount of DISPERBYK® D1 90, preferably in an 
amount of about 10 to 500 ppm, more preferably about 100 
ppm, based on the Weight of Zinc. DISPERBYK® D190 is an 
anionic polymer and is available from Byk Chemie of Wall 
ingford, Conn. 
[0049] The electrolyte composition for a prismatic cell can 
be a mixture of about 97 Weight percent potassium hydroxide 
(KOH) solution Where the potassium hydroxide solution is 
about 28 to about 40 Weight percent, preferably about 30 to 
about 35 Weight percent, and more preferably about 33 
Weight percent aqueous KOH solution, and about 1.00 Weight 
percent Zinc oxide (ZnO). 
[0050] Preferred Zinc poWders are loW-gassing Zinc com 
positions suitable for use in alkaline cells With no added 
mercury. Examples are disclosed in Us. Pat. No. 6,602,629 
(Guo et al.), U.S. Pat. No. 5,464,709 (GetZ et al.) and Us. Pat. 
No. 5,312,476 (Uemura et al.), Which are hereby incorporated 
by reference. 
[0051] One example of a loW-gassing Zinc is ZCA grade 
1230 Zinc poWder from Zinc Corporation of America, 
Monaca, Pa., USA, Which is a Zinc alloy containing about 400 
to about 550 parts per million (ppm) of lead. The Zinc poWder 
preferably contains a maximum of 1.5 (more preferably a 
maximum of 0.5) Weight percent Zinc oxide (ZnO). Further 
more, the Zinc poWder may have certain impurities. The 
impurities of chromium, iron, molybdenum, arsenic, anti 
mony, and vanadium preferably total 25 ppm maximum 
based on the Weight of Zinc. Also, the impurities of chro 
mium, iron, molybdenum, arsenic, antimony, vanadium, cad 
mium, copper, nickel, tin, and aluminum preferably total no 
more than 68 ppm of the Zinc poWder composition by Weight. 
More preferably, the Zinc poWder contains no more than the 
following amounts of iron, cadmium, copper, tin, chromium, 
nickel, molybdenum, arsenic, vanadium, aluminum, and ger 
manium, based on/the Weight of Zinc: Fei3.5 ppm, Cdi8 
ppm, Cui8 ppm, Sni5 ppm, Cri3 ppm, Nii6 ppm, 
M04025 ppm, As40.1 ppm, Sb40.25 ppm, Vi2 ppm, 
Ali3 ppm, and Gei0.06 ppm. 
[0052] In another embodiment, the Zinc poWder preferably 
is a Zinc alloy composition containing bismuth, indium and 
aluminum. The Zinc alloy preferably contains about 100 ppm 
of bismuth, 200 ppm of indium, and 100 ppm of aluminum. 
The Zinc alloy preferably contains a loW level of lead, such as 
about 35 ppm or less. In a preferred embodiment, the average 
particle siZe (D50) is about 90 to about 120 microns. 
Examples of suitable Zinc alloys include product grades 
NGBIA 100, NGBIA 1 15, and BIA available from NV. Umi 
core, S.A., Brussels, Belgium. 
[0053] Cell 10, 110 also includes a gasket 30, 130 made 
from an elastomeric material Which serves as the seal. The 
bottom edge of the gasket 30, 130 has been formed to create 
an inWardly facing lip 32, 132, Which abuts the rim of anode 
casing 26, 126. Optionally, a sealant may be applied to the 
sealing surface of the gasket, cathode casing and/or anode 
casing. Suitable sealant materials Will be recogniZed by one 
skilled in the art. Examples include asphalt, either alone or 
With elastomeric materials or ethylene vinyl acetate, aliphatic 
or fatty polyamides, and thermoplastic elastomers such as 
polyole?ns, polyamine, polyethylene, polypropylene and 
polyisobutene. A preferred sealant is SWIFT® 82996, 
described hereinabove. 
[0054] The cathode casing 12, 112, including the inserted 
air electrode 20, 120 and associated membranes can be 
inverted and pressed against the anode cup/ gasket assembly, 
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Which can be preassembled With the casing inverted so the rim 
of the casing faces upWard. While inverted, the edge of the 
cathode casing 12, 112 can be deformed inWardly, so the rim 
34, 134 of the cathode casing 12, 112 is compressed against 
the elastomeric gasket 30, 130, Which is betWeen the cathode 
casing 12, 112 and the anode casing 26, 126, thereby forming 
a seal and an electrical barrier betWeen the anode casing 26, 
126 and the cathode casing 12, 112. 

[0055] Any suitable method may be used to deform the 
edge of the casing inWard to seal the cell, including crimping, 
colleting, sWaging, redraWing, and combinations thereof as 
appropriate. Preferably the button cell is sealed by crimping 
or colleting With a segmented die so that the cell can be easily 
removed from the die While a better seal is produced. As used 
herein, a segmented die is a die Whose forming surfaces 
comprise segments that may be spread apart to enlarge the 
opening into/ from Which the cell being closed is inserted and 
removed. Preferably portions of the segments are joined or 
held together so they are not free ?oating, in order to prevent 
individual segments from moving independently and either 
damaging the cell or interfering With its insertion or removal. 
Preferred crimping mechanisms and processes are disclosed 
in commonly oWned U.S. Pat. No. 6,256,853, Which is hereby 
incorporated by reference. Preferably a prismatic cell is 
sealed by crimping. 
[0056] A suitable tab (not shoWn) can be placed over the 
opening 18, 118 until the cell 10, 110 is ready for use to keep 
air from entering the cell 10, 110 before use. 

[0057] A catalytic composition for the active layer of a 
catalytic electrode can be made from a catalytic mix using a 
nano-catalyst or precursor to provide a composite catalytic 
material containing at least partially oxidiZed nano-catalyst 
particles adhered to the external surfaces and the internal 
surfaces (the surfaces of the pores) of the carbon particles. 
Oxidation of the nano-catalyst particles or formation of oxi 
diZed nano-catalyst particles from a precursor can take place 
before or during the mixing process. The degree of oxidation 
can be controlled. The oxide can provide one or more func 

tions, such as aiding the catalytic reaction, imparting stability, 
and/or reducing agglomeration of the nano-particles. 
[0058] In a process in Which the nano-catalyst is oxidiZed 
during mixing of the catalytic mix ingredients, nano-metal 
particles are at least partially oxidiZed after being adhered to 
carbon particles by separately mixing both the nano-metal 
particles With a liquid medium, preferably a deoxygenated 
liquid medium such as a deoxygenated loWer alcohol, mixing 
together the nano-metal and carbon mixtures, and then par 
tially oxidiZing the nano-metal particles by bringing the 
nano-particles into contact With an oxidant after the nano 
metal particles are adhered to the carbon particle surfaces. A 
binder, such as a ?uorocarbon material, can be used to adhere 
the nano-metal particles to the carbon. The deoxygenated 
liquid medium can be removed prior to adding the oxidant, or 
an oxidant can be added before removing the liquid medium. 
To prevent non-controlled oxidation of the nano-metal before 
adding the oxidant, the mixing steps prior to addition of the 
oxidant can be carried out in an environment in Which oxida 
tion of the nano -metal is substantially prevented, such as in an 
inert gas (e.g., argon) atmosphere. Any suitable oxidant can 
be used, such as O2, O3, nitrogen oxides (e.g., NxOy, Where 
x:1-2 and yi1-5), and halogen oxides. In some embodi 
ments Water can be used as an oxidant. Mixtures of oxidants 
can also be used. 
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[0059] The nano-catalyst can be formed from a precursor, 
such as by the reduction of potassium permanganate dis 
solved in a liquid medium, to form particles of the insoluble 
nano -catalyst (manganese oxide) on the internal and external 
surfaces of the carbon particles. In one embodiment, a cata 
lytic composition for an active layer of an electrode can be 
made as folloWs; the quantities are representative and quan 
tities and proportions can be varied. About 400 g to 1500 g 
distilled Water is placed into a large beaker With a volume of 
about 3 times the Water volume. About 1/3 the Water Weight of 
activated carbon (e.g., DARCO® G-60 from American Norit 
Corp. or equivalent) is added to the Water. Potassium perman 
ganate (KMnO4) in an amount up to about the Weight of the 
carbon (e. g., about 1/3 the Weight of the carbon) is added to the 
mixture sloWly While stirring, resulting in up to about 15% by 
Weight as manganese (Mn) in the ?nal dry catalytic compo 
sition. The KMnO4 can be added as dry crystals or as a 
prepared solution of about 20% KMnO4 in Water. The above 
components are mixed for su?icient time (e.g., at least 20 
minutes) for the activated carbon to reduce the KMnO4 in situ 
to Mn(+2); Water can be added if the mixture is too viscous to 
be easily stirred. From about 0.07 g to about 0.44 g of PTFE 
dispersion (TEFLON® 30b from E.I. DuPont de Nemours & 
Co., Polymer Products Division) per gram of carbon can be 
added While stirring the mixture to provide a dry PTFE con 
tent of from about 3 Weight percent to about 25 Weight percent 
of the total mixture; electrodes comprising up to about 50 
Weight percent PTFE are useful in some applications. The 
mixture is further mixed, e.g., for at least about 30 minutes, to 
insure that all of the PTFE particles to attach themselves to the 
carbon particles. The mixture is then ?ltered to remove a 
substantial portion of the liquid and transferred to a non 
corrosive pan, preferably With a thickness of the damp mix of 
not more than about 5.1 cm (2 inches), dried in a preheated 
ventilation oven at 75° C. for at least 24 hours, then further 
dried in a preheated oven at 120° C. for 12 hours in an open 
container to produce dried Te?onated carbon. The Te?onated 
carbon is covered, cooled to below 1000 C. and then sealed in 
a plastic bag. Nano-catalyst material is added to the 
Te?onated carbon (from about 0.01 to about 20 Weight per 
cent nano-catalyst in the resultant catalytic composition). The 
catalytic composition can be blended in a very high sheer 
blender for from about 30 seconds to about 5 minutes. 

[0060] In another embodiment, a catalytic composition can 
be made as folloWs; the quantities are representative and 
quantities and proportions can be varied. Distilled Water (500 
g) is placed into a large beaker, to Which activated carbon 
poWder (e. g., 15 g of DARCO® G-60 or equivalent) is sloWly 
added, mixing sloWly to dampen the carbon. Using a mixer 
such as a propeller type mixer, the Water and carbon are stirred 
suf?ciently to create a stable vortex While mixing for about 20 
minutes, Without draWing air into the mixture (i.e., Without 
the vortex touching the blade). SloWly (over about 30 sec 
onds) about 250 g of 20% KMnO4 solution is added to the 
stirring mixture, and then mixing is continued for about 30 
minutes more. Very sloWly (over about 1 minute), 25 cc of 
PTFE dispersion (TEFLON® 30b) is added While stirring, 
and stirring is continued for 30 minutes more, While main 
taining the stable vortex and not draWing air into the mixture. 
When the PTFE dispersion is added, the mixture initially 
becomes very viscous, then less so as the PTFE particles 
become adhered to the carbon particles. The mixture is then 
?ltered to remove a substantial portion of the liquid and 
transferred to a non-corrosive pan, dried in a preheated ven 

Jul. 3, 2008 

tilation oven at 75° C. for 24 hours, then further dried in a 
preheated oven at 120° C. for 12 hours to produce dried 
Te?onated carbon. The Te?onated carbon is covered, cooled 
to beloW 100° C. and then sealed in a plastic bag. Nano 
catalyst material is added to the Te?onated carbon (e. g., about 
10 Weight percent nano-catalyst in the resultant catalytic 
composition). The catalytic composition can be blended in a 
very high sheer blender for from about 30 seconds to about 5 
minutes. 

[0061] In yet another embodiment, a catalytic composition 
can be made as folloWs; the quantities are representative and 
quantities and proportions can be varied. Distilled Water 
(about 500 g) is placed into a large beaker, and activated 
carbon poWder (150 grams of DARCO® G-60 or equivalent) 
is added, mixing sloWly to dampen the carbon. Using a mixer 
such as a propeller type mixer, the Water and carbon are stirred 
suf?ciently to create a stable vortex While mixing for about 20 
minutes, Without draWing air into the mixture (i.e., Without 
the vortex touching the blade). Very sloWly (over about 1 
minute), 25 cc of PTFE dispersion (TEFLON® 30b) is added 
While stirring, and stirring is continued for 30 minutes more, 
While maintaining the stable vortex and not draWing air into 
the mixture. When the PTFE dispersion is added, the mixture 
initially becomes very viscous, then less so as the PTFE 
particles become adhered to the carbon particles. The mixture 
is then ?ltered and transferred to a non-corrosive pan, dried in 
a preheated ventilation oven at 110° C. for 24 hours to pro 
duce dried Te?onated carbon. The Te?onated carbon is cov 
ered, cooled to beloW 100° C. and sealed in a plastic bag that 
is stored in an inert atmosphere (e.g., in a chamber ?lled With 
nitrogen and/ or argon gas). In an inert atmosphere, a nano 
catalyst (preferably nano-manganese or nano-manganese 
alloy particles that are at least partially oxidiZed) are mixed 
With about 3 times their Weight of deoxygenated methanol 
(MeOH) to form an ink (e.g., a black, substantially opaque 
liquid), the ink is optionally mixed ultrasonically, and the ink 
is then sealed in a vial. A mixture of 1 part of the dried 
Te?onated carbon and 4 parts MeOH Was prepared under an 
inert atmosphere. Under an inert atmosphere, nano-catalyst 
ink is mixed With Te?onated carbon for at least 2 minutes; the 
quantities of ink and carbon are typically selected to provide 
from about 5 Weight percent to about 15 Weight percent 
nano-catalyst on a dry basis. The ink and carbon mixture is 
removed from the inert atmosphere after standing for about 
15 minutes to alloW the nano-catalyst to adsorb into the car 
bon particles to coat the pores (i.e., the internal surfaces of the 
carbon). The ink and carbon mixture is dried by placing it in 
a ventilated oven pre-heated to 105° C. until the mixture 
reaches 105° C. (e.g., for about 100 minutes for 5 g of the 
mixture); the nano-catalyst can be oxidiZed in situ (e. g., nano 
manganese is oxidiZed to catalytically active MnO,C in this 
drying step. The dried catalytic composition can be covered 
and cooled to room temperature. 

[0062] A catalytic composition for the active layer of a 
catalytic electrode can be made, at least partially oxidiZing 
the nano-catalyst metal in situ, according to the folloWing 
steps: 
[0063] 1 . Add distilled Water to activated carbon, cover and 

alloW the carbon to Wet up. 

[0064] 2. Thoroughly mix the carbon and Water With a high 
intensity, variable speed mixer, adjusting the mixer speed 
to produce a vortex that extends about half Way to but does 
not reach the bottom of the container. 
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[0065] 3. While continuing the mixing, add PTFE disper 
sion dropWise to the vortex, adjusting the mixer speed to 
maintain the desired vortex, and continue mixing until the 
mixer reaches about the same speed as prior to adding the 
PTFE dispersion. 

[0066] 4. Filter the Water from the mixture, rinsing With 
distilled Water. 

[0067] 5. Dry the remaining carbon mix at 90° C. until the 
mix reaches 90° C., increase the drying temperature to 
105° C. and continue drying until the mix reaches 105° C., 
continue drying at 105° C. for several more hours, and 
reduce the temperature to 50° C. and continue drying until 
the mix reaches 50° C.; place the dry carbon mix in a sealed 
container While hot and alloW to cool to room temperature. 

[0068] 6. In an argon atmosphere, mix each of the carbon 
mix and nano-catalyst (With or Without at least partially 
oxidized particles) With deoxygenated methanol sepa 
rately, mix the tWo together, add a small amount of distilled 
Water, and mix Well; cover and remove from the argon 
atmosphere. 

[0069] 7. Dry the carbon-catalyst mixture at 90° C. until the 
mix reaches 90° C., increase the drying temperature to 
105° C. and continue drying until the mix reaches 105° C., 
continue drying at 105° C. for several hours more, reduce 
the temperature to 50° C. and continue drying until the mix 
reaches 50° C.; place the mix in a sealed container and 
alloW to cool to room temperature. 

[0070] The catalytic composition can also be prepared 
using nano-catalyst particles that have been partially oxidized 
before mixing With other ingredients of the catalytic compo 
sition. In some embodiments this can eliminate the need to 
perform mixing operations in an inert environment as Well as 
the need to use a liquid such as deoxygenated alcohol. 
Accordingly, in one embodiment the liquid medium contains 
no more than 20 Weight percent alcohol, preferably no more 
than 10 Weight percent alcohol and more preferably no more 
than 5 Weight percent alcohol; most preferably the liquid 
medium is essentially alcohol-free. 
[0071] In an embodiment of the invention, the catalytic 
composition for the active layer of the catalytic electrode is 
made according to the folloWing steps: 
[0072] 1 . Add distilled Water to activated carbon, cover and 

alloW the carbon to Wet up. 
[0073] 2. Thoroughly mix the carbon and Water With a high 

intensity, variable speed mixer, adjusting the mixer speed 
to produce a vortex that extends about half Way to but does 
not reach the bottom of the container. p0 3. While continu 
ing the mixing, sloWly add nano-catalyst (With at least 
partially oxidized particles); continue to mix thoroughly, 
adjusting the mixer speed as necessary to maintain the 
desired vortex. 

[0074] 4. Add PTFE dispersion dropWise to the vortex; 
continue to mix, adjusting the mixer speed as necessary to 
maintain the desired vortex, until the mixer reaches about 
the same speed as prior to adding the PTFE dispersion. 

[0075] 5. Filter the Water from the catalytic mix, rinsing 
With distilled Water and ?lter again. 

[0076] 6. Dry at 90° C. until the mix reaches 90° C.; 
increase the drying temperature to 105° C. and continue 
drying until the mix reaches 105° C.; continue drying at 
105° C. for several more hours; reduce the temperature to 
50° C. and continue drying until the mix temperature 
reaches 50° C.; place the mix in a sealed container and 
alloW to cool to room temperature. 
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[0077] In another embodiment, larger batches of catalytic 
composition can be made in an air environment Without dan 
gerous solvents using commercially available mixers. 
Examples of mixers that can be used include an IKA® 
Universulmiihle M20 Mix Mill (IKA North America, Wilm 
ington, NC, USA), and a PK® blender (Patterson-Kelly, 
Stroudsburg, Pa., USA). The catalytic mix can be made 
according to the folloWing steps: 
[0078] 1. Weigh the desired quantities of nano-catalyst 

(With at least partially oxidized particles), activated carbon, 
PTFE dispersion (mix the PTFE dispersion Well before 
Weighing), and Water (optional). 

[0079] 2. Load the activated carbon and nano-catalyst into 
the mixer and blend thoroughly. 

[0080] 3. Add the PTFE dispersion and mix thoroughly. 
[0081] 4. Dry the catalytic mix. This can be done in a drying 

mixer, such as an FM50 PLOUGHSHARE® horizontal 
mixer from Littleford Day, Inc. (Forence, Ky., USA) set at 
381 mm (15 inches) vacuum, a ploW blade speed of 180 
revolutions per minute (RPM), a chopper blade speed of 
3000 (RPM) cycling 20 seconds per minute and a tempera 
ture of about 74 to 85° C. (165 to 185° F.), for a total of 
about 94 minutes. Drying the mix in a mixer can advanta 
geously keep the mix in constant motion and ?brillate the 
PTFE during drying. 

[0082] In an embodiment of the invention, the catalytic mix 
is milled to form a sheet of catalytic material that is used as the 
catalytic layer of the catalytic electrode according to the 
following steps: 
[0083] 1. Mix the dried catalytic mix in a high sheer blender 

to ?uff the mix. 
[0084] 2. Feed the ?uffed mix betWeen the rollers of a roller 

mill (preferably from the top) operating at a speed that Will 
produce about 1.5 meters (5 feet) per minute of catalytic 
sheet at the desired thickness. 

[0085] In an embodiment of the invention, a catalytic elec 
trode is made according to the folloWing steps: 
[0086] 1. Embed a piece of current collector into a surface 
of the catalytic sheet. This can be done, for example, by 
pressing betWeen tWo ?at plates or, preferably betWeen the 
rollers of a roller mill. When using a roller mill, feed the 
current collector and catalytic sheet betWeen the rollers 
(preferably horizontally, With the current collector on the 
bottom, to facilitate feeding), preferably With the roller 
mill operating at a speed of about 1.5 meters (5 feet) per 
minute to embed the current collector into the catalytic 
sheet. It is desirable to embed the current collector to a 
su?icient depth to provide a relatively smooth surface on 
the electrode in order to get the desired adhesion of the 
separator layer to the electrode. 

[0087] 2. Trim the catalytic sheet and/ or current collector as 
desired. 

[0088] 3. Pressure laminate a corresponding sheet of 
hydrophobic ?lm to the catalytic sheet using a roller mill, 
preferably on the side opposite that of the current collector. 
Preferably the hydrophobic ?lm and catalytic sheet are 
feed into the roller mill horizontally, With the hydrophobic 
?lm on top. Optionally, the bond strength betWeen the 
hydrophobic layer and the catalytic layer can be increased, 
such as by one or both of the folloWing: 

[0089] a. Spray one surface of the hydrophobic ?lm With a 
dilute ?uorocarbon resin emulsion, such as 10 Weight percent 
T30 PTFE dispersion in Water, alloW to dry, and then pressure 
laminate the hydrophobic ?lm to the catalytic layer; and 
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[0090] b. Pattern laminate the hydrophobic ?lm to the cata 
lytic layer to create areas of increased bond strength While 
leaving areas therebetWeen in Which any reductions in air 
permeability of the hydrophobic ?lm and the catalytic layer 
are minimiZed. Preferred methods of pattern-laminating the 
hydrophobic ?lm to the catalytic layer include using a tex 
tured roller against the hydrophobic ?lm and using a remov 
able textured interleaf material (e.g., a Woven material With 
high strength threads, such as silk) betWeen the hydrophobic 
?lm and the adjacent roller. When using a textured roller, a 
?ne pattern With very thin (e.g., 0.03 to 0.1 mm) raised por 
tions With small areas (e.g., 0.15 to 0.25 mm across) located 
therebetWeen. An example of a suitable silk material is one 
having a thickness of about 0. 1 6 mm (0.006 inch) and a thread 
count of about 100 per 2.54 cm (1.0 inch) in each direction, 
With each thread containing about 50 strands of silk. 

[0091] In an embodiment of the invention, the surface of the 
current collector is treated to minimiZe the internal resistance 
of the electrode. A preferred current collector material, par 
ticularly for small cells such as button cells, is an expanded 
nickel (e.g., nickel EXMETTM from Dexmet Corp., Naug 
atuck, Conn., USA), preferably one With a base metal thick 
ness from 0.05 to 0.127 and more preferably from 0.06 to 0.08 
mm. The expanded nickel material is preferably equivalent to 
a 40 mesh (40 openings per inch) screen. Another preferred 
current collector material, particularly for cells larger than 
button cells, is a Woven Wire cloth With cross-bonded Wires 
(Wires Welded Where they cross), preferably 40 to 50 mesh (40 
to 50 openings per inch) With a Wire diameter of 0. 10 to 0.15 
mm (available from Gerard Daniel WorldWide, Fontana, 
Calif., USA). The surface of the current collector can be 
treated by acid etching, such as With nitric acid, to roughen the 
metal surfaces. Alternatively, the current collector can be 
coated With a carbon containing material, such as a graphite 
coating. Examples of suitable graphite coating materials 
include: TIMREX® LB 1 000, LB1016 and LB 1 090 aqueous 
graphite dispersions (TIMCAL America, Westlake, Ohio, 
USA), ECCOCOAT® 257 (W. R. Grace & Co.), and ELEC 
TRODAG® 109 and 112 and EB0005 (Acheson Industries, 
Port Huron, Mich., USA). 
[0092] In an embodiment of the invention, the density of the 
catalytic sheet prior to lamination of the hydrophobic sheet is 
about 8 to 20 mg/cm2, preferably 9 to 13 mg/cm2. If the 
density is too high, the thickness of the ?nal electrode can be 
too great, and if the density is too loW, the electrode may have 
insuf?cient strength. 
[0093] In an embodiment of the invention, the bond 
strength betWeen the hydrophobic layer and the catalytic 
layer of the electrode is preferably at least 65, more preferably 
at least 75 and most preferably at least 85 g per 25.4 mm (1 
inch), as determined by a peel strength test. To maintain 
suf?cient permeability and prevent damage to the air elec 
trode, the bond strength is preferably no greater than 250, and 
more preferably no greater than 200 g per 25.4 mm (1 inch). 
The peel strength test measures the force required to peel the 
hydrophobic layer aWay from the air electrode and is done 
using a Chatillon Model TCD200 tester, ?tted With 25.4 mm 
(1 inch) Wide serrated jaW clamps. The tester is programmed 
With a bottom stop, at Which the clamps are about 8.5 m (1/3 
inch) apart, and a top stop that alloWs the clamps to separate 
to about 50.8 mm (2 inches). The top clamp is brought to the 
bottom stop position and the force gauge is Zeroed. A sample 
piece of electrode about 38.1 mm (1.5 inches) long is cut, and 
the hydrophobic membrane is peeled back evenly by a small 
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amount (no more than 12.7 m (1/2 inch)) from a cut edge. 
The exposed catalytic layer is clamped to the bottom clamp 
and the loose end of the hydrophobic membrane is clamped to 
the top clamp, With the sample centered and square. The top 
clamp is raised, recording the initial high gauge reading. The 
peel strength is calculated as the initial high gauge reading per 
unit Width of the sample. 

[0094] In an embodiment of the invention, the catalytic 
electrode, including the catalytic layer, current collector and 
hydrophobic layer, has a thickness from about 0.15 to 0.35 
mm, preferably from 0.19 to 0.25 mm, and more preferably 
from 0.19 to 0.21 mm. If the electrode is too thick, it Will 
occupy excessive volume Within the cell. If it is too thin, it 
may be Weak, leading to distortion or damage. Preferably the 
variation in thickness Will be no greater than 0.03 mm and 
more preferably no greater than 0.015 mm. If the variation is 
too great, manufacturing problems such as cell assembly 
problems, damage, camber and scrap can result due to dimen 
sional variation of the sheet. For cell designs such as those 
shoWn in FIGS. 1 and 3, excessive thickness variation can also 
contribute to increased electrolyte leakage. Areas of high and 
loW pressure can be also be created during electrode manu 
facturing, leading to areas of high and loW permeability of the 
laminated electrode and areas of high and loW bond strength 
of the hydrophobic layer to the catalytic layer, thereby 
adversely affecting cell performance and resistance to leak 
age. 

[0095] In an embodiment of the invention, one or more 
layers of separator are adhered to the surface of the catalytic 
electrode opposite the hydrophobic layer. This can be done 
using an adhesive applied to one or both of the adjacent 
surfaces of the electrode and the separator and adjacent sur 
faces of layers of separator. A preferred adhesive contains a 
polyvinyl alcohol (PVA), more preferably PVA thickened 
With carboxymethylcellulose (CMC) or polyacrylic acetate 
(PAA). Preferably the PVA adhesive contains as little PVA as 
possible. An example of a preferred PVA adhesive is one 
prepared by sloWly adding about 7 Weight percent PVA (e. g., 
PVA 52-22) to cold Water While mixing With a high sheer 
mixer, sloWly heating to 950 C. While continuing to mix, 
sloWly adding about 1.4 Weight percent CMC While continu 
ing to mix, mixing until the solution is dissolved to clarity, 
sealing the solution in a sterile glass container, and alloWing 
to cool to room temperature. 

[0096] In an embodiment of the invention, a sheet of sepa 
rator is adhered to the electrode and, When there is a second 
separator layer, a second sheet of separator is adhered to the 
?rst by painting a thin layer of adhesive on the electrode or 
layer of separator on the electrode and drying at 800 C., 
painting a thin layer of adhesive onto the sheet of separator to 
be adhered, applying the adhesive-painted separator sheet to 
the electrode or separator-laminated electrode, and drying. 
[0097] In an embodiment of the invention, a sheet of sepa 
rator is pressure laminated to the catalytic electrode, using, 
for example, a roller mill. Preferably the separator is lami 
nated to the catalytic layer With embedded current collector 
before laminating the hydrophobic layer to avoid damage to 
the hydrophobic layer, since higher pressure may be required 
for separator lamination. For a 2-layer separator, the second 
layer is adhered to the layer adjacent the catalytic layer of the 
electrode using an adhesive. This can be done after pressure 
laminating the ?rst separator layer to the electrode, or, pref 
erably, the tWo separator layers can be laminated together 
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With an adhesive, followed by pressure lamination of the 
tWo-layer separator to the electrode. 
[0098] In an embodiment of the invention, the catalytic 
electrode is capable of providing a maximum poWer from 220 
mW/cm2 to 700 mW/cm2 on a Half-Cell Potential Dynamic 
Scan test as described beloW. Preferably the maximum poWer 
is at least 250 mW/cm2, more preferably at least 275 
mW/cm2. 

EXAMPLE 1 

[0099] A conventional air electrode for an alkaline Zinc-air 
cell Was made. The electrode had a catalytic layer containing 
70 Weight percent carbon (Calgon PWA), 25 Weight percent 
PTFE With surfactant (from TE30B), and 5 Weight percent 
MnOx. The catalytic layer Was formed With a thickness of 
about 0.203 mm (0.008 inch) and a packing of about 38 
percent (percentage of maximum theoretical density based on 
the theoretical densities of the component materials). An 
expanded nickel current collector (4Ni5-060 P&L 0.127 mm 
(0.005 inch) thick nickel EXMETTM from Dexmet), painted 
With an aqueous graphite dispersion (50 Weight percent TIM 
REX® LB1016 in Water)) Was embedded under 684 kg (1508 
pounds) force into the catalytic layer, With a ?nal thickness of 
about 0.279 mm (0.011 inch). A sheet of 0.076 mm (0.003 
inch) thick expanded PTFE membrane (Sample No. 
128508301 from W.L. Gore) Was pressure laminated to the 
surface of the catalytic layer opposite the surface into Which 
the current collector Was embedded to produce a laminated air 
electrode sheet. 

EXAMPLE 2 

[0100] A nano-catalyst air electrode Was made With nano 
MnO,C according to the folloWing steps: 
[0101] 1. 300 g DARCO® G-60 carbon Was placed in a 
2000 ml glass container, 1000 g distilled Water Was added, 
and the container Was covered and alloWed to sit for one 
hour. 

[0102] 2. The mixture Was mixed for about 30 minutes With 
an adjustable speed mixer, adjusting the speed to maintain 
a vortex extending about half Way to the bottom of the 
container. 

[0103] 3. 55 g T30B PTFE Was added dropWise While mix 
ing, and mixing Was continued for about 20 minutes, 
adjusting the speed to maintain the desired vortex. 

[0104] 4. The mixture Was ?ltered, While rinsing With about 
200 ml distilled Water. 

[0105] 5. The remaining solids (the mix) Were dried at 
about 85-900 C. for about 16 hours, then the temperature 
Was increased to 1050 C. and drying continued until the 
temperature of the mix reached 1050 C.; then the mix Was 
covered and alloWed to cool to room temperature. 

[0106] 6. In an argon gas atmosphere, 10 grams of the mix 
Was put into a porcelain boWl and mixed With 50 grams 
deoxygenated methanol. 

[0107] 7. In argon, 0.256 g nano-MnO,C (QSI-NANO® 
Manganese) Was mixed With 3 grams deoxygenated 
methanol. 

[0108] 8. In argon, the carbon/methanol and nano-MnOJ 
methanol mixtures Were mixed together for about 30 sec 
onds, about 10 ml distilled Water Was mixed in, and the 
mixture covered and removed from the argon atmosphere. 
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[0109] 9. The mix from step 8 Was put at 1050 C. until the 
mix temperature reached 1050 C., then covered and 
alloWed to cool to room temperature. 

[0110] 10. The mix Was blended in a high sheer blender for 
30 seconds and then fed betWeen the rollers of a roller mill, 
set to 0 clearance and operating at a rate of 1.37 m (4.5 feet) 
per minute, to form a sheet of catalytic material 0.18 mm 
thick, With a density of 0.213 mg/cm3 and containing 2.50 
Weight percent nano -manganese. 

[0111] 1 1 . The catalytic sheet Was placed on top of a strip of 
current collector (3Ni3.3-05P nickel EXMETTM, painted 
With an aqueous graphite dispersion (50 Weight percent 
TIMREX® LB 101 6 in Water)), and both Were fed horiZon 
tally betWeen the rolls of a roller mill, operating at a rate of 
1.37 m (4.5 feet) per minute and applying 684 kg (1508 
pounds) force, to embed the current collector into the cata 
lytic sheet and form a sheet With a thickness of 0.248 mm 

(0.00975 inch). 
[0112] 12. A sheet of 0.076 mm (0.003 inch) thick 
expanded PTFE membrane (Sample No. 128508301 from 
W.L. Gore) Was placed on top of the catalytic sheet With 
embedded current collector, and a sheet of 100 mesh (100 
threads per inch) silk cloth Was placed over the PTFE 
membrane. All three Were fed horiZontally betWeen the 
rolls of a roller mill operating at a rate of 1 .37 m (4.5 feet) 
per minute and applying 684 kg (1508 pounds) force to 
pres sure laminate the PTFE membrane to the catalytic 
layer, thereby forming an air electrode stock. 

EXAMPLE 3 

[0113] A sheet of BVA 02530 separator (HollingsWorth & 
Vose) Was glued to the electrode sheets from each of 
Examples 1 and 2, on the surfaces of the air electrodes oppo 
site the PTFE membranes, using pressure and a PVA/CMC 
adhesive. Sample electrodes Were cut from each of the sheets 
and assembled into PR44 siZe alkaline Zinc-air button cells. 
[0114] Cells With electrodes from each of Examples 1 and 
2 Were tested for open circuit voltage, folloWed by AC imped 
ance, With a peak to peak potential amplitude of 10 mV, over 
a frequency range from 65 KHZ to 0.1 HZ. This Was folloWed 
by a potential dynamic scan in the cathodic direction, begin 
ning at 0.025 V above the open circuit voltage and scanning at 
1 mV/sec. to 0.7 V. This initial AC impedance and potential 
dynamic scan testing served to condition the catalytic elec 
trodes. After 30 minutes open circuit, the AC impedance and 
potential dynamic scan tests Were repeated, and these results 
Were used. From the potential dynamic voltage scan, a volta 
mmogram (Tafel curve) and a polarization curve Were plot 
ted. The Tafel curve is shoWn in FIG. 4, Where the observed 
current (amps/ cell) is on the x-axis using a log scale, and 
applied potential (volts) is on the y-axis. The results of the AC 
impedance and potential dynamic voltage scan testing are 
summariZed in Table 1. 

TABLE 1 

Parameter Units Example 1 Example 2 

CCV at 4 mA volts 1.294 1.298 
CCV at 10 mA volts 1.221 1.255 
Power at 1.0 V mW 27.2 72.8 
Steady State R of iR ohms 9.52 5.27 
10 KHZ Capacitance [1F 39.5 125 
1 KHZ Capacitance [1F 491 1527 
65 KHZ Impedance ohms 0.554 0.510 
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TABLE l-continued 

Parameter Units Example 1 Example 2 

10 KHZ Impedance ohms 0.731 0.489 
1 KHZ Impedance ohms 1.310 0.612 

[0115] Cells were also discharged at 100 ohms continuous. 
The closed circuit voltage of cells with electrodes from 
Example 2 was about 40 mV higher than that of cells with 
electrodes from Example 1. 

EXAMPLE 4 

[0116] A nano-catalyst air electrode was made with nano 
MnO,C according to the following steps: 
[0117] 1. 200 g DARCO® G-60 carbon was placed in a 

1500 ml glass container, 900 g distilled water was added, 
and the container was covered and allowed to sit for about 
15 minutes. 

[0118] 2. The mixture was mixed for about 15 minutes with 
an adjustable speed mixer, adjusting the speed to maintain 
a vortex extending about half way to the bottom of the 
container. 

[0119] 3. Mixing was continued while 5.6 g nano-MnO,C 
(QSI-NANO® Manganese) was slowly (over about 30 sec 
onds) added to the vortex and the sides of the container 
were rinsed with deionized water, followed by about 15 
minutes of additional mixing, adjusting the mixer speed to 
maintain the desired vortex. 

[0120] 4. Mixing was continued while 26 g of T30B PTFE 
was added dropwise to the vortex, followed by about 20 
minutes of additional mixing, adjusting the mixer speed to 
maintain the desired vortex. 

[0121] 5. The mixture was ?ltered, while rinsing with about 
500 ml distilled water. 

[0122] 6. The remaining solids (the mix) were dried at 90° 
C. until the mix temperature reached 90° C., the tempera 
ture was increased to 105° C. and drying continued until 
the temperature of the mix reached 105° C., drying at 105° 
C. was continued for about another 4-6 hours, and the 
drying temperature was reduced to 50° C.; then the mix 
was sealed in a container and allowed to cool to room 

temperature. 
[0123] 7. The dried mix was ?uidized by blending in a high 

speed mixer (5 g for 30 seconds or 50 g for 5 minutes), and 
then fed between the rollers of a roller mill, set to 0 clear 
ance and operating at a rate of 1.52 m (5 feet) per minute, 
to form a sheet of catalytic material 0.19 mm thick, with a 
density of 0.212 mg/cm3 and containing 2.50 weight per 
cent nano-manganese. 

[0124] 8. The catalytic sheet was placed on top of a strip of 
current collector (3Ni3.3-05P nickel EXMETTM, and both 
were fed horizontally between the rolls of a roller mill, 
operating at a rate of 1.52 m (5 feet) per minute, to embed 
the current collector into the catalytic sheet and form a 
sheet with a thickness of 0.19 mm (0.0075 inch). 

[0125] 9. A sheet of 0.076 mm (0.003 inch) thick expanded 
PTFE membrane (Sample No. 128508301 from W.L. 
Gore) was placed on top of the catalytic sheet with embed 
ded current collector, a sheet of 100 mesh silk cloth was 
placed over the PTFE membrane, and all three were fed 
horizontally between the rolls of a roller mill operating at a 
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rate of 1.52 m (5 feet) per minute to pressure laminate the 
PTFE membrane to the catalytic layer, thereby forming an 
air electrode stock. 

EXAMPLE 5 

[0126] An air electrode was made following the same steps 
in Example 4, except that step 3 was skipped, so no catalyst 
was added to the carbon mixture and only the activated carbon 
was present as a catalytic material. 

EXAMPLE 6 

[0127] Electrodes from each of Examples 4 and 5 were 
tested in half cell ?xture with a platinum counter electrode 
and a zinc reference electrode and ?ooded with 33 weight 
percent KOH. For each electrode the open circuit voltage was 
tested, followed by AC impedance, with a peak to peak poten 
tial amplitude of 10 mV, over a frequency range in the 
cathodic direction, beginning at 0.025 V above the open cir 
cuit voltage and scanning at 1 mV/ sec. to 0.7 V vs. the refer 
ence electrode. This initial AC impedance and potential 
dynamic scan testing served to condition the catalytic elec 
trodes. After 30 minutes open circuit, the AC impedance and 
potential dynamic scan tests were repeated, and these results 
were used. This test is referred to herein as the Half Cell AC 
Impedance/Dynamic Potential Scan Test. From the dynamic 
potential scan data, a polarization curve (similar to a Tafel 
curve, but with a linear rather than log scale for current 
density) was plotted. The results of the AC impedance and 
potential dynamic scan tests are summarized in Table 2. 

TABLE 2 

Parameter Units Example 4 Example 5 

CCV at 10mA volts 1.363 1.311 
CCV at 100 mA volts 1.342 1.225 
Maximum Power mW/cm2 527 327 
Power at 1.0 V mW 400 273 
Current Density @ 1.1 V m/Vcm2 268 188 
Current Density @ 1.0 V m/Vcm2 400 273 
Limiting Current m/Vcm2 652 523 
Steady State R of iR ohms 1.52 1.06 
65 KHz Impedance ohms 0.66 0.60 
65 KHz Capacitance [1F 5.87 7.12 
10 KHz Capacitance [1F 190 216 
1 KHz Capacitance [1F 8393 8842 

EXAMPLE 7 

[0128] An air electrode sheet was made with conventional 
MnO,C catalyst as described in Example 1, except that the 
hydrophobic membrane was a 0.10 mm (0.004 inch) thick 
CD123 PTFE ?lm from 3P, and the current collector was 
made from 3Ni3.3-05P nickel EXMETTM. Two layers of 
separator (CELGARD® 3501 adjacent to the electrode sheet 
and CELGARD® 5550) were laminated to the surface of the 
electrode sheet opposite the hydrophobic layer using a PVA 
adhesive. Individual electrodes were cut from the sheet and 
assembled into PR44 size alkaline zinc-air button cells. 

EXAMPLE 8 

[0129] An air electrode sheet was made with nano -MnO,C as 
described in Example 2, but with a 3Ni3.3-05P nickel 
EXMETTM current collector. Two layers of separator were 
laminated to the surface of the electrode sheet as in Example 
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7. Individual electrodes Were cut from the sheet and 
assembled into PR44 size alkaline zinc-air button cells. 

EXAMPLE 9 

[0130] Cells from each of Examples 7 and 8 Were tested as 
described in Example 3. The polarization curve is shoWn in 
FIG. 6. 

EXAMPLE 10 

[0131] Sheets of air electrodes made as described in 
Example 4 using tWo types of current collector materials 
(4Ni5-060 P&L nickel EXMETTM from Dexmet and cross 
bonded 40 mesh (40 openings per inch) nickel screen With 
0.15 mm (0.006 inch) diameter Wires from Gerard Daniel 
Worldwide, Fontana, Calif., USA). Some Were painted With 
an aqueous graphite dispersion (50 Weight percent TIM 
REX® LB1016 in Water) as shoWn in Table 3. Electrodes 
Were cut from each sheet and tested on anAC impedance test, 
at open circuit potential, With a peak to peak potential ampli 
tude of 10 mV, over a frequency range from 100 KHZ to 0.1 
Hz. The average ohmic resistance (Re), charge transfer (Rct) 
and double layer capacitance (Cdl) for each are shoWn in 
Table 3. 

TABLE 3 

Current Collector Re (ohms) Rct (ohms) Cdl (p13) 

EXMET TM uncoated 1.06 0.03 2568 
EXMET TM coated 0.64 0.07 2660 

Screen coated 0.71 0.07 1337 

EXAMPLE 11 

[0132] TWo nano-catalyst mixes Were made With nano 
MnO,C as described in Example 4 except for the amounts of 
activated carbon, nano-catalyst and binder used. The quanti 
ties used and the compositions of the catalytic layers of the 
resultant dried electrodes are summarized in Table 4. TWo 
catalytic electrodes Were made With each of the mixes as 
described in Example 4 except the material used for the 
current collectors Was 4Ni5-060 EXMETTM, the current col 
lectors Were coated With TIMREX® LB1016 graphite dis 
persion as described in Example 10, and a silk cloth interleaf 
material Was not used in laminating the PTFE membrane to 
the catalytic sheet for one of the electrodes made With each 
mix. 

TABLE 4 

Mix A Mix B 

Mix Ingredients (grams) 

Activated Carbon 205.8 205.9 
Nano-Manganese 5.3 7.1 
PTFE Dispersion 26.5 118.4 
Dry Composition (Wt %) 

Activated Carbon 90.5 72.5 
Nano-Manganese 2.5 2.5 
PTFE 7.0 25.0 

[0133] Each of the four lots of electrodes made Was tested 
on the Half Cell AC Impedance/Potential Scan Test described 
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in Example 6. Results of the potential dynamic scan portion 
of the test are summarized in Table 5. 

TABLE 5 

Mix A Mix B 

No Silk No Silk 
Parameter Units Interleaf Interleaf Interleaf Interleaf 

CCV at 10mA volts 1.380 1.380 1.359 1.377 
CCV at 100 mA volts 1.202 1.265 1.178 1.258 
Maximum PoWer mW/cm2 202 318 134 288 

[0134] All references cited herein are expressly incorpo 
rated herein by reference in their entireties. To the extent 
publications and patents or patent applications incorporated 
by reference contradict the disclosure contained in the present 
speci?cation, the present speci?cation is intended to super 
sede and/ or take precedence over any such contradictory 
material. 
[0135] It Will be understood by those Who practice the 
invention and those skilled in the art that various modi?ca 
tions and improvements may be made to the invention With 
out departing from the spirit of the disclosed concept. The 
scope of protection afforded is to be determined by the claims 
and by the breadth of interpretation alloWed by laW. 
What is claimed is: 
1. A process for making a catalytic electrode, the process 

being a non-spray, non-thermal decomposition process com 
prising the steps: 

providing a nano-catalyst, comprising one or more transi 
tion metals, transition metal alloys or transition metal 
oxides; 

providing a particulate carbon; 
providing a binder material capable of binding particles of 

the carbon together; 
mixing in air the nano-catalyst, carbon and binder together 

in a liquid medium in Which the nano-catalyst is essen 
tially insoluble to form a catalytic mix, the mix compris 
ing particles of the carbon With particles of the nano 
catalyst adhered to internal and external surfaces of the 
carbon particles to form a catalytic mix, Wherein the 
particles of the nano-catalyst comprise particles that are 
at least partially oxidized before mixing With the carbon 
and binder; 

forming the catalytic mix into a catalytic layer; and 
combining the catalytic layer With a current collector and a 

hydrophobic layer to form the catalytic electrode. 
2. The process for making a catalytic electrode according 

to claim 1, Wherein the nano-catalyst comprises a single 
transition metal or transition metal oxide. 

3. The process for making a catalytic electrode according 
to claim 1, Wherein the one or more transition metals, transi 
tion metal alloys or transition metal oxides comprise manga 
nese. 

4. The process for making a catalytic electrode according 
to claim 1, Wherein the particles of the nano-catalyst further 
comprise essentially unoxidized particles of the one or more 
transition metals or transition metal alloys. 

5. The process for making a catalytic electrode according 
to claim 4, Wherein the majority of the particles of the nano 
catalyst are at least partially oxidized before mixing With the 
carbon and binder. 

6. The process for making a catalytic electrode according 
to claim 5, Wherein the majority of nano-catalyst particles that 
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are at least partially oxidized before mixing With the carbon 
and binder have oxide shells before mixing With the carbon 
and binder. 

7. The process for making a catalytic electrode according 
to claim 1, Wherein the carbon comprises an activated carbon. 

8. The process for making a catalytic electrode according 
to claim 7, Wherein the activated carbon is a steam-activated 
carbon derived from coal. 

9. The process for making a catalytic electrode according 
to claim 8, Wherein the carbon has a BET speci?c surface area 
of from 600 to 1000 m2/g. 

10. The process for making a catalytic electrode according 
to claim 1, Wherein the binder comprises a ?uorocarbon mate 
rial. 

11. The process for making a catalytic electrode according 
to claim 10, Wherein the ?uorocarbon material comprises 
tetra?uoroethylene. 

12. The process for making a catalytic electrode according 
to claim 10, Wherein the ?uorocarbon material is ?brillated in 
the mixing step. 

13. The process for making a catalytic electrode according 
to claim 1, Wherein the dry mix is ?uffed before forming the 
catalytic layer. 

14. The process for making a catalytic electrode according 
to claim 1, Wherein the catalytic mix is formed into a catalytic 
sheet With tWo major surfaces. 

15. The process for making a catalytic electrode according 
to claim 14, Wherein the current collector is pressed into one 
major surface of the catalytic sheet, and a hydrophobic sheet 
is adhered to the opposite major surface of the catalytic sheet 
to provide a catalytic electrode sheet. 

16. The process for making a catalytic electrode according 
to claim 15, Wherein the hydrophobic sheet is adhered by 
pressure lamination. 

17. The process for making a catalytic electrode according 
to claim 1, Wherein the liquid medium comprises Water and 
essentially no alcohol, and the mix is dried to remove at least 
a portion of the Water prior to forming the catalytic layer. 

18. A process for making an electrochemical cell compris 
ing a catalytic electrode made by the process according to 
claim 1, the process for making the cell further comprising the 
steps: 

adhering at least one separator layer to the catalytic elec 
trode sheet; and 
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combining the catalytic electrode sheet With an opposing 
electrode in a cell housing; Wherein: 

the separator layer disposed betWeen the catalytic layer and 
the opposing electrode; 

the hydrophobic sheet is disposed betWeen the catalytic 
layer and a ?uid entry port in the cell housing, the ?uid 
entry port alloWing a ?uid from outside the cell housing 
to enter the cell to react With in catalytic layer of the 
catalytic electrode. 

19. The process for making an electrochemical cell accord 
ing to claim 18, Wherein the cell is a cell With an aqueous 
alkaline electrolyte, and oxygen contained in air entering 
through the ?uid entry port is reduced at the catalytic elec 
trode. 

20. The process for making an electrochemical cell accord 
ing to claim 19, Wherein the cell is a Zinc-air cell, and the 
opposing electrode comprises Zinc. 

21. The process for making an electrochemical cell accord 
ing to claim 20, Wherein the Zinc is an unamalgamated Zinc 
With no added mercury. 

22. The process for making an electrochemical cell accord 
ing to claim 18, Wherein the nano-catalyst comprises nano 
manganese. 

23. The process for making an electrochemical cell accord 
ing to claim 18, Wherein the cell is a cylindrical cell or a 
prismatic cell. 

24. The process for making an electrochemical cell accord 
ing to claim 22, Wherein the cell is a prismatic cell. 

25. The process for making an electrochemical cell accord 
ing to claim 20, Wherein the separator layer comprises a layer 
of a rayon bound With an acrylic acid. 

26. The process for making an electrochemical cell accord 
ing to claim 20, Wherein the density of the catalytic sheet prior 
to adhering the hydrophobic sheet is from 8 to 20 mg/cm2. 

27. The process for making an electrochemical cell accord 
ing to claim 20, Wherein the catalytic electrode has a bond 
strength betWeen the catalytic layer and the hydrophobic 
layer of from 65 to 250 g per 25.4 mm. 

28. The process for making an electrochemical cell accord 
ing to claim 20, Wherein the catalytic electrode has a thick 
ness of from 0.15 to 0.35 mm. 

* * * * * 


