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AFFIXABLE ARMOR TILES 

CONTINUING APPLICATION DATA 

[0001] This application claims the bene?t of Us. Provi 
sional Application No. 60/909,152, ?led Mar. 30, 2007, and 
Us. Provisional Application No. 60/910,998, ?led Apr. 10, 
2007, both of Which are incorporated by reference herein. 

FIELD OF THE INVENTION 

[0002] The invention relates to composite armor. More spe 
ci?cally, the invention relates to composite armor that can be 
readily a?ixed to a surface and/ or includes spaced armor tiles. 

BACKGROUND OF THE INVENTION 

[0003] Currently a majority of high mobility multi-purpose 
Wheeled vehicles (HMMWV; more commonly referred to as 
Humvees) are ?tted With metallic armor. HoWever, With 
increasing lethality and availability of armor piercing ballistic 
projectiles of improvised explosive devices (IEDs) such as 
explosively formed penetrators and more potent land mines, it 
is becoming di?icult to provide additional armor protection 
Without exceeding prohibitive Weight limitation. 
[0004] Composite materials have been prepared for use as 
lightWeight armor for lighter ?ghting vehicles. For example, 
the composite material HJ1, a phenolic-resin based poly 
meric matrix With high-strength S-2 glass-?ber reinforce 
ment, has been used to reinforce Humvee armor. HoWever, 
relatively simple ?ber-based composite armors such as HJ1 
have dif?culty protecting vehicle occupants against many 
common ballistic and blast threats, such as armor piercing 
(AP) ammunition. 
[0005] Armor piercing (AP) ammunition is designed to 
penetrate the hardened armor of modern military vehicles. 
Studies indicate that AP ammunition, Which typically 
includes a sharp, hardened penetrator, tends to move the ?bers 
Within the composite laterally aWay from the advancing pro 
jectile, resulting in kinked ?bers around the penetration cavi 
ties but With little energy absorption. Thus, ?ber-based com 
posite armor is relatively ineffective against AP ammunition 
because neither the ?ber nor the polymer matrix is hard 
enough to cause deformation of the penetrator. 
[0006] Ceramic faced armor systems Were thus developed 
to defeat armor piercing (AP) ammunition by breaking up the 
projectile in the ceramic material and terminating the frag 
ment energy in the backing plate that supports the ceramic 
tiles. During impact, the projectile is blunted and cracked or 
shattered by the hard ceramic face. HoWever, the armor sys 
tem is typically damaged as Well. Armor systems containing 
segmented ceramics in the form of “tiles” help address this 
problem by decreasing crack propagation to adjacent tiles. 
HoWever, strong stress Waves can still damage tiles adjacent 
to the impacted tile by propagating through the edges of the 
impacted tile and into adjacent tiles. 
[0007] Efforts have been made to minimiZe the damage to 
adjacent tiles resulting from blast or projectile impact. See 
Us. patent application Ser. No. 11/656,603, the disclosure of 
Which is incorporated herein by reference. Providing gaps of 
a certain siZe betWeen the ceramic tiles can help decrease 
damage to adjacent tiles, but it can also provide regions of the 
armor that are more vulnerable to penetration. 

[0008] For both initial armor installation and the repair of 
damaged armor sections it is important to be able to provide 
armor to vehicles or other structures quickly and ef?ciently. 
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One effort to address this problem is represented by the rub 
ber-encased ceramic applique armor tiles developed by Cera 
dyne Inc. (i.e., RAMTECHTM armor), described in Us. Pat. 
No. 6,532,857. Another effort in Which armor tiles are 
attached to a surface using hook-and-loop fasteners Was 
developed by Foster-Miller, Inc. (i.e., LAST® armor), and is 
described in Us. Pat. No. 5,170,690. HoWever, there remains 
a need for vehicle armor that provides excellent vehicle pro 
tection While enabling quick and ef?cient installation. 

SUMMARY OF THE INVENTION 

[0009] The invention provides for a light Weight, non-?at 
ceramic tile of varying thickness according to threat level 
With holloW back, raised edges, absorbing backing and spac 
ing to uniquely defeat high energy hardened and explosively 
formed projectiles in minimal thickness and Weights. In one 
aspect, the present invention provides an a?ixable armor 
sheet that includes a plurality of adjacent polygonal ceramic 
tiles that include a base, sides, and a substantially conical or 
pyramidal de?ecting front surface. The tiles are on a carrier 
sheet With a front side and a back side. The a?ixable armor 
sheet includes attachment means for attaching the base of the 
polygonal ceramic tiles to the front side of the ?exible carrier 
sheet. 
[0010] The a?ixable armor sheet includes a variety of dif 
ferent embodiments. For example, the back side of the carrier 
sheet can include an adhesive. Alternately, or in addition, the 
attachment means can include an adhesive. In another 

embodiment, the attachment means include a mechanical 
fastener. In yet another embodiment, the ceramic tiles are 
encased in a retaining polymer. In a further embodiment, a 
shock absorbing material is provided on the base of the 
ceramic tiles. 
[0011] Further embodiments of the af?xable armor sheet 
relate more to the ceramic tiles and their placement. For 
example, in one embodiment, the ceramic tiles include a 
cavity containing a ?re-retarding material. In another 
embodiment, the de?ecting front surface of the ceramic tiles 
includes a ridge that ?ares upWards above the sides of the 
ceramic tiles. In further embodiments, the ceramic tiles are 
spaced apart by a gap that may have a Width that is substan 
tially less than the diameter of an expectedballistic threat, less 
than 2 millimeters, or less than or equal to 0.25 millimeters. 
Finally, in a further embodiment, Where an a?ixable armor 
sheet is placed on each of tWo surfaces that meet at an angle, 
one or more gap-?lling ceramic tiles can be positioned 
betWeen the tWo af?xable armor sheets and over the intersec 
tion of the tWo surfaces. 
[0012] In another aspect, the present invention provides a 
composite armor sheet that includes a layer of adjacent 
polygonal ceramic tiles that include a base, sides, and a front 
surface encased in a retaining polymer positioned over a 
carrier sheet, Wherein the ceramic tiles are spaced apart by a 
gap With a Width that is less than the diameter of an expected 
ballistic threat. In additional embodiments, the gap has a 
Width that is less than half the diameter of the expected 
ballistic threat, less than 2 millimeters, or less than or equal to 
0.25 millimeters. 
[0013] Embodiments of this aspect of the invention can 
include various different types of ceramic tiles. For example, 
in one embodiment, the ceramic tiles include a cavity con 
taining a ?re-retarding material. In another embodiment, the 
ceramic tiles include a cavity positioned on the back of the 
ceramic tile that deforms upon projectile impact to decrease 
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damage to the vehicle and/or adjacent ceramic tiles. In a 
further embodiment, the ceramic tiles have a non-spherical 
de?ecting front surface. Tiles include a non-spherical de?ect 
ing front surface may also, in some embodiments, have a 
portion of the de?ecting front surface of the ceramic tiles that 
is substantially conical or pyramidal, and/or a de?ecting front 
surface that includes a ridge that ?ares upWards above the 
sides of the ceramic tiles. 
[0014] Unless otherWise speci?ed, “a,” “an,” “the,” and “at 
least one” are used interchangeably and mean one or more 
than one. 

[0015] Also herein, the recitations of numerical ranges by 
endpoints include all numbers subsumed Within that range 
(e.g., l to 5 includes 1, 1.5, 2, 2.75, 3, 3.80, 4, 5, etc.). 
[0016] It is understood that all spatial references, such as 
“horizontal,” “vertical,” “top,” “upper,” “loWer,” “bottom,” 
“left,” and “right,” are for illustrative purposes only and can 
be varied Within the scope of the disclosure. 

BRIEF DESCRIPTION OF THE FIGURES 

[0017] The folloWing ?gures illustrate various aspects of 
one or more embodiments of the present invention, but are not 
intended to limit the present invention to the embodiments 
shoWn. 
[0018] FIG. 1 provides a cross-sectional vieW of an a?ix 
able armor sheet. 

[0019] FIG. 2 is a top plan vieW ofan a?ixable armor sheet. 
[0020] FIG. 3 is an exploded perspective vieW of a 
mechanical fastener suitable for attaching the polygonal 
ceramic tiles to a carrier sheet. 

[0021] FIG. 4 is a side vieW of adjacent a?ixable armor 
sheets connected by sheet connectors. 
[0022] FIG. 5 is a side vieW of a vehicle With a?ixable 
armor sheets mounted to the vehicle by straps. 
[0023] FIGS. 6A and 6B provide top perspective and bot 
tom perspective vieWs, respectively, of a polygonal ceramic 
tile. 
[0024] FIGS. 7A and 7B provide cross-sectional and a top 
perspective vieWs, respectively, of a polygonal ceramic tile 
that includes a ?ared perimeter. 
[0025] FIG. 8 is a cross-sectional vieW of a?ixable armor 
sheets positioned along an angled surface With a gap-?lling 
ceramic tile positioned betWeen the armor sheets 

DETAILED DESCRIPTION OF EMBODIMENTS 
OF THE INVENTION 

[0026] The present invention provides an a?ixable armor 
sheet that includes a plurality of adj oining polygonal ceramic 
tiles. A?ixable, as used herein, refers to the ability of the 
armor sheet to be attached to a surface in either a reversible or 
non-reversible manner. Because the armor sheet is a?ixable, 
the armor sheet of the present invention can be used to 
upgrade and/or retro?t the armor of a vehicle or structure to 
provide an increased ability to defeat incoming ballistic 
threats in addition to its use as a base armor. 

[0027] An embodiment of the a?ixable armor sheet 10 of 
the present invention is shoWn in FIG. 1, Which provides a 
cross-sectional vieW of an a?ixable armor sheet 10. The 
armor sheet 10 includes a plurality of adjacent polygonal 
ceramic tiles 12. The ceramic tiles 12 form a protective layer 
of ceramic tiles 12 that can stop or de?ect an incoming pro 
jectile that strikes the ceramic tiles 12. The ceramic tiles 12 
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are adjacent to one another and may ?t together Without gaps, 
or they may include gaps 14 betWeen the tiles. 
[0028] The a?ixable armor sheet 10 also includes a carrier 
sheet 16. The carrier sheet 16 includes a front surface 18 and 
a back surface 20. The ceramic tiles 12 are attached to the 
front surface 18 of the carrier sheet 16. The back surface 20 of 
the carrier sheet 16 is positioned over a surface of the vehicle 
22 or other structure that the a?ixable armor sheet 10 is 
intended to protect. In addition to connecting and supporting 
ceramic tiles 12, the carrier sheet 16 may also provide addi 
tional protection. After the ceramic tiles 12 shatter and de?ect 
fragments of an incoming projectile over a broader area, the 
carrier sheet 16 may have suf?cient strength to decelerate the 
fragments and prevent penetration. The kinetic energy 
released during this process is absorbed through a variety of 
mechanisms, including ?ber/Wire strain and fracture, ?ber/ 
Wire pullout, and composite delamination. Because the car 
rier sheet 16 also provides additional protection, the a?ixable 
armor sheet 10 may be referred to as a composite armor sheet. 

[0029] The carrier sheet 16 can be a ?exible material to 
facilitate placement of the a?ixable armor sheet 10 on sur 
faces that are curved or include other irregularities. While the 
ceramic tiles 12 are typically hard and in?exible, placing 
them on a ?exible carrier sheet 16 and including gaps 14 
betWeen the ceramic tiles 12 Will alloW the a?ixable armor 
sheet 10 itself to be fairly ?exible overall. Use of a ?exible 
carrier sheet 16 also more easily alloWs for the inWard de?ec 
tion of the tiles 12, particularly When the armor sheet includes 
gaps 14, Which enables the a?ixable armor sheet 10 to present 
a greater thickness of ceramic material to an incoming pro 
jectile. 
[0030] Examples of ?exible material suitable for inclusion 
in a ?exible carrier sheet 16 include ?berglass cloth, ballistic 
nylon cloth, ?ber-reinforced polymer, metallic ?lm, and elas 
tomers (e.g., rubber). The ?exible carrier sheet 16 is generally 
a relatively thin sheet of material to minimiZe Weight and 
enable greater ?exibility. For example, it may have a thick 
ness of about 1/16th to about 1AM of an inch. The ?exible carrier 
sheet 16 can be provided in any suitable siZe. For example, the 
?exible carrier sheet 16 may have a length and/or Width of 
about 0.5, l, 2, or 3 feet, providing a square or rectangular 
shape. Furthermore, the ?exible carrier sheet 16 can be pro 
vided as a standard siZe (e.g., l'><l' square sheets) or it may be 
provided in speci?c shapes and siZes to protect a portion of 
the surface upon Which it Will be placed. A top plan vieW of an 
a?ixable armor sheet 10 is provided in FIG. 2. While the 
a?ixable armor sheet 10 can include a ?exible carrier sheet 
16, non-?exible carrier sheets 16 can also be used. If the 
carrier sheet 1 6 is not ?exible, it can be formed from relatively 
non-?exible epoxy resins, thermoset plastics, metals, ?ber 
glass, and/or metal Wire reinforced polymers. 
[0031] The ceramic tiles 12 are attached to the front surface 
18 of the carrier sheet 16 by various attachment devices such 
as a tile backing layer 26 and/or a mechanical fastener 28. The 
tile backing layer 26 is typically a polymer, and preferably is 
an adhesive polymer that can help attach the ceramic tiles 12 
to the carrier sheet 16. Suitable polymers include shock 
absorbing polymers such as elastomer (e.g., rubber), an 
epoxy, a thermoplastic polymer, or a thermosetting polymer, 
With polyurethane adhesives such as various urethane adhe 
sives provided by LORD® (e.g., LORD 7542A or 7545 ure 
thane adhesives) being preferred. While visco-elastic poly 
mer adhesives that form a shock absorbing layer are 
preferred, non-shock absorbing polymer adhesives may also 
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be used. When adhesive is used, an appropriate amount of 
adhesive is applied to either the back surface of the ceramic 
tiles 12 or to the front surface 18 of the carrier sheet 16, and 
the tWo are then bonded together. 

[0032] Mechanical fasteners 28 can also be used to attach 
the ceramic tiles 12 to the to carrier sheet 16. A Wide variety 
of suitable mechanical fasteners 28 are knoWn, including 
bolts, screW, rivets, and pins, and can be made of metal (e.g., 
steel, brass, aluminum) or a hard plastic. Use of snap or blind 
rivets readily alloW the ceramic tiles 12 to be attached to the 
carrier sheet 16 Without having to access the mechanical 
fastener 28 through the ceramic tile 12. A Wide variety of 
different types of snap rivets may be used, including, for 
example, snap rivets With an arroW shank, a click-lock shank, 
or a ratcheting shank. Suitable mechanical fasteners can be 
obtained from McMaster-Carr®, or various other suppliers. 
Both reusable and non-reusable mechanical fasteners 28 can 
be used, though reusable mechanical fasteners may be pre 
ferred for some uses as they facilitate the replacement of 
damaged ceramic tiles 12. The rivet base 34 can be secured in 
the carrier sheet 16, as shoWn in FIG. 1. 

[0033] As an example of the type of mechanical fastener 28 
that can be used, a dovetail shank fastener is shoWn in FIG. 3, 
Which provides an exploded perspective vieW of a mechanical 
fastener 28. This type of mechanical fastener 28 includes tWo 
halves, the male section 30 and the female section 32. The 
male section 30 includes a rivet base 34 supporting a rivet 
shank 36 that bears a rivet head 38. The rivet shank 36 and 
rivet head 38 ?t Within the female section 32 Which includes 
a receiving column 40 that is mounted on a column base 42. 
Within the column 40 is a retainer 44, Which acts to hold the 
rivet head 38 in place once it has been inserted. For example, 
the retainer 44 may be a saW-toothed region Within the col 
umn 40 that hooks around the edge of the rivet head 38 to 
prevent its WithdraWal. By attaching the rivet base 34 and the 
column base 42 to the ceramic tile 12 and the carrier sheet 16, 
the mechanical fastener 28 Will hold the tWo together. While 
the mechanical fastener 28 shoWn in FIG. 1 includes a male 
section 30 positioned on the carrier sheet 16 and a female 
section 32 positioned Within the ceramic tile 12, it is readily 
apparent that these sections can be interchanged such that the 
male section 30 is Within the ceramic tile 12 While the female 
section 32 is ?xed to the carrier sheet 16. 

[0034] The af?xable armor sheet 10 can also include an 
adhesive layer 46. An adhesive layer 46 can be placed on the 
back surface 20 of the carrier sheet 16, Where it can attach the 
a?ixable armor sheet 10 to a surface. The adhesive layer 46 
may be formed using adhesive polymers such as those 
described for use in the tile backing layer 26. For example, the 
adhesive layer 46 can be formed With an elastomer (e.g., 
rubber), an epoxy, a thermoplastic polymer, or a thermoset 
ting polymer. A preferred polymer for use in forming the 
adhesive layer 46 is polyurethane. While the adhesive layer 
46 functions in part to attach the a?ixable armor sheet 10 to a 
surface, it may provide other functions as Well. For example, 
the visco-elastic material used to form the adhesive layer 46 
may help absorb the kinetic energy of projectile or blast 
impact in order to further protect the surface covered by the 
a?ixable armor sheet 10. V1sco-elastic polymers, unlike fully 
elastic polymers, are permanently deformed as a result of 
impact, thus alloWing greater energy to be absorbed and help 
ing to minimiZe the damage resulting from projectile impact. 
[0035] The a?ixable armor sheet 10 can also be attached to 
a surface by other methods. Mechanical means such as straps 
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48 may be used to attach one or more a?ixable armor sheets 
10 to a surface. Straps 48 may be used as the sole means to 
attach one or more af?xable armor sheets 10 to a surface, or 
they may be used in addition to the mechanical and/ or adhe 
sive forms of attachment already described. For example, an 
a?ixable armor sheet 10 can be mounted on a surface using 
straps 48 anchored from strap holders 50 mounted on the 
surface, as shoWn in FIG. 2. Sheet connectors 52 are used to 
either retain the af?xable armor sheet 10 on the straps 48, 
and/or to connect adjacent af?xable armor sheets 10, as illus 
trated in FIG. 4. Sheet connectors 52 may be clips or other 
suitable devices that can connect adjacent af?xable armor 
sheets 10 or attach the sheets to the straps 48. For example, 
FIG. 4 shoWs tWo adjacent af?xable armor sheets 10 that are 
connected using sheet connectors 52 that hook into sheet 
openings 54 (e.g., eyelets) provided Within the carrier sheet 
16. 

[0036] The use of mechanical means to af?x an af?xable 
armor sheet 10 to a surface is further illustrated by FIG. 5, 
Which provides a side vieW of a vehicle 22 bearing af?xable 
armor sheets 10 mounted to the vehicle by straps 48. The 
vehicle 22 includes a number of strap holders 50 positioned in 
pairs of ?rst and second strap holders 50 over the surface of 
the vehicle 22. Straps 48 are then attached to the ?rst and 
second step holders 50 of a strap holderpair. By appropriately 
spacing the pairs of strap holders 50 over the surface of the 
vehicle 22 (i.e., With spacing equal to the length of the a?ix 
able armor sheets 10), a number of af?xable armor sheets 10 
can be attached the surface of the vehicle 22. While FIG. 5 
shoWs a pair of straps 48 for each of the a?ixable armor sheets 
10, feWer straps 48 can be used. For example, a plurality of 
adjacent af?xable armor sheets 10 can be attached using sheet 
connectors 52, and then providing a strap 48 supported by 
?rst and second strap holders 50 at each end of the plurality of 
adjacent a?ixable armor sheets 10. As shoWn in FIG. 5, a?ix 
able armor sheets 10 may be provided over particularly valu 
able sections of the vehicle 22, such as the doors 56 or the 
cargo section 58. 

[0037] Altemately, the ceramic tiles 12 may be a?ixed 
directly to a surface; i.e., Without ?rst placing them on a 
carrier sheet 16. The ceramic tiles 12 can be directly af?xed to 
a surface using either an adhesive polymer or mechanical 
fasteners 28, or both. If mechanical fasteners 28 are used, the 
mechanical fastener 28 is directly attached to the surface 
rather than being attached to a carrier sheet 16. For example, 
if a mechanical fastener 28 such as that shoWn in FIG. 3 is 
used, the rivet base 34 of the male section 30 can be attached 
to the surface using soldering or an adhesive, While the female 
section 32 is attached Within the ceramic tile 12. The ceramic 
tile 12 can then be directly attached to the surface by connect 
ing the male section 30 With the female section 32 of the 
mechanical fastener 28. If an adhesive polymer is used alone 
or together With a mechanical fastener, the adhesive polymer 
can be a visco-elastic adhesive polymer to provide additional 
protection against projectile impact. 
[0038] The a?ixable armor sheet 10 of the invention 
includes a plurality of polygonal ceramic tiles 12. FIGS. 6A 
and 6B provide top perspective and bottom perspective vieWs, 
respectively, of a polygonal ceramic tile 12. Because the 
ceramic tiles 12 are polygonal, they include multiple tile sides 
60. The ceramic tiles 12 may include both a tile base 62 and 
a de?ecting front surface 64. The tile base 62 is the portion of 
the ceramic-tile 12 that is typically adjacent to the carrier 
sheet 12, although there may be an intervening tile backing 
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layer 26. The tile base 62 may have a Width from about 30 to 
about 60 mm. The tile base 62 is preferably shaped to alloW 
the adjacent polygonal ceramic tiles 12 to form a layer that 
may or may not include a de?ned gap 14 betWeen the ceramic 
tiles 12. The tile base 62 preferably has a perimeter that forms 
a simple polygon (e.g., a triangle, square, or hexagon) that 
alloWs the ceramic tiles 12 to be placed in a repeating pattern 
With potentially very little gap betWeen adjacent tiles 12. For 
example, use of ceramic tiles 12 With a hexagonal perimeter 
alloWs multiple adjacent ceramic tiles 12 to form a layer With 
a honeycomb pattern. 
[0039] The tile base 62 of the polygonal ceramic tile 12 is 
typically ?at. HoWever, in some embodiments, the tile base 62 
can be concave or include a cavity 66. Providing a concave or 

cavity-including tile base 62 provides the advantage of reduc 
ing the overall Weight of the ceramic tile 12 relative to a tile 
Without the concave side or cavity, and may also be used to 
facilitate incorporation of a mechanical fastener 28 into the 
ceramic tile 12. The cavity has also been formed to greatly 
reduce the damage to the rest of the armor solution, vehicle 
body and adjacent tiles through the mechanical advantage of 
alloWing the impact area to fold/crush in upon itself implod 
ing to absorb the shattered material on the smallest space 
possible. The cavity 66 may have an arch or dome shape to 
provide additional structural support for the ceramic tile 12. 
[0040] The side of the polygonal ceramic tile 12 that faces 
toWards a potential incoming projectile provides a de?ecting 
front surface 64. The de?ecting front surface 64 of the 
ceramic tile 12 has a shape that encourages the redirection of 
an incoming projectile from its initial ?ight path. Preferably, 
the de?ecting front surface 64 has a non-spherical con?gura 
tion. For example, the de?ecting front surface 64 may be 
conical, pyramidal, or Wedge-shaped in order to provide 
angled surfaces that tend to redirect an incoming projectile so 
that the neW, redirected path is at a non-perpendicular angle 
(i.e., an oblique angle) relative to the plane formed by the 
layer of adjoining ceramic tiles 12. The angle of inclination 
provided by the de?ecting front surface 64 preferably ranges 
from about 10 degrees to about 30 degrees. It is also prefer 
able that the angled surface provided by the de?ecting front 
surface 64 be rounded to decrease or eliminate points or edges 
that Would otherWise be present on the surface. Preferably, an 
incoming projectile is blunted or shattered by impact With a 
polygonal ceramic tile 12. 
[0041] The tile sides 60 of the ceramic tile 12 may require 
extra thickness to defeat a projectile. In such a case, the 
de?ecting front surface 64 may ?are upWards adjacent to the 
tile sides 60 of the tile 12, providing a front surface 64 With a 
?ared perimeter. FIGS. 7A and 7B provide cross-sectional 
and a top perspective vieWs, respectively, of a polygonal 
ceramic tile 12 that includes a ?ared perimeter. A ceramic tile 
12 that ?ares upWards along the tile sides 60 Will include a 
ridge 68 that runs around the perimeter of de?ecting front 
surface 64 the ceramic tile 12, creating a trough 72 (e.g., a 
depression or sWale) betWeen the tile sides 60 of the ceramic 
tile 12 and the central conical or pyramidal section 70. The 
ridge 68 increases the strength of the sides of the ceramic tiles. 
[0042] The ridge 68 shoWn in FIGS. 7A and 7B provides 
extra thickness at the edges and comers that otherWise might 
provide less resistance to an incoming projectile. A de?ecting 
front surface 64 provided With a ?ared perimeter ridge 68 Will 
thus include tWo basic features; a central conical or pyramidal 
section 70 (e.g., a frustrum of a cone or pyramid) in the middle 
portion of the ceramic tile 12, and a ?ared perimeter ridge 68 

Oct. 2, 2008 

that runs around the perimeter of the de?ecting front surface 
64. The ?ared perimeter ridge 68 of the de?ecting front sur 
face 64 thus forms a thicker rim along outer edges of the 
ceramic tile 12. The region betWeen the central conical or 
pyramidal section 70 and the ?ared perimeter ridge 68 creates 
a trough 72 betWeen the center of the tile and the tile edges. 
The base of the trough 72 Will correspond to the minimum 
thickness of the ceramic tile 12. When this trough 72 is in a 
plane parallel to the tile base 62, it Will not offer as high a 
probability for de?ection for a projectile directly impacting 
the trough 72. Thus, it may be preferable to create irregularity 
in the surface of the trough 72. For example, the surface of the 
trough 72 may be alloWed to move up or doWn (undulation) 
With respect to the plane corresponding the average minimum 
thickness. This design alloWs all surfaces to be curved With 
respect to the direction of the incoming projectile. In particu 
lar, the trough 72 may include alternating ridges; i.e., regular 
or irregular hills and valleys that alternate around its circum 
ference. These hills or ridges may be perpendicular to a tan 
gent off of the trough 72, or they may be less than perpen 
dicular, as in the case of hills and ridges formed by a spiral 
pattern of hills and troughs that extend from the center of the 
de?ecting front surface 64 through the trough 72. 
[0043] The ceramic tiles 12 should have a thickness that is 
suf?cient to shatter the projectile and de?ect fragments. This 
thickness is determined by the speci?c nature of the threat the 
armor is expected to face, as Well as composition, density, 
mechanical properties, geometry of the ceramic and its shape. 
The ceramic tiles 12 can be prepared using a variety of suit 
able ceramic materials. Suitable ceramic materials are pref 
erably light (density less than 4 gm/cc), hard (e.g., hardness 
preferably greater than that of tungsten carbide), and possess 
high compressive strength. When a ceramic tile 12 sustains a 
ballistic impact, the face of the tile experiences high compres 
sive force. Due to their high compressive strength, the 
ceramic material resists compression upon projectile impact, 
and erosion of the projectile tip occurs ?rst instead, folloWed 
by failure of the ceramic in tension as the compressive shock 
Wave reaches the back surface of the tile and is re?ected as a 
tensile Wave. By the time the ceramic fails, it has absorbed 
energy and has eroded the tip of the projectile so that the 
projectile cannot easily penetrate the protected surface. 
[0044] Examples of ceramic materials that are suitable for 
use in forming ceramic tiles 12 are aluminum oxide, Zirconia 
toughened alumina, precipitation strengthened alumina, 
magnesium oxide, SiAlON (Silicon oxy-nitride) silicon car 
bide, silicon nitride, silicon oxide, boron carbide, aluminum 
borides, and boron nitride, titanium diboride or more gener 
ally from a group of oxides, boride, carbides, nitrides of 
alkaline earth, Group IIA, IIIB, IVB and transition metals and 
mixtures thereof. In addition, metal matrix composite con 
taining ceramic phase are also suitable. Suitable ceramic tiles 
can be prepared according to methods knoWn to those skilled 
in the art, such as by compression molding and sintering or 
hot pressing. 
[0045] Density of the ceramic material is a very important 
factor in determining its strength. For example, alumina 
ceramic material is formed into ceramic tiles 12 that have a 
density greater than 3.5 grams (g)/cubic centimeter (cc), With 
density ranging from 3.8 g/cc to 3.97 g/cc (or betWeen 95 and 
99.9% of theoretical density) are preferred. Other ceramic 
materials’ densities are even loWer than that of alumina. For 
instance, relatively pure (>99%) SiC has a density of about 
3 .2 g/ cc and boron carbide has density even loWer than that of 
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SiC Which is about 2.8 g/cc. Therefore, there are several 
options to reduce areal densities of armor Well below the 
critical areal density of typical vehicle armor such as hard 
ened steel. 
[0046] Further protection can be achieved by incorporating 
an energy absorbing material such a visco-elastic polyure 
thane that encloses the ceramic tiles 12. This enclosing layer 
is referred to herein as the retaining polymer 74, and may be 
used to encase the ceramic tiles 12. As used herein, the term 
“encase” means that a signi?cant portion of the ceramic tiles 
12 are in contact With the retaining polymer 74. Preferably, 
the retaining polymer 74 also ?oWs into gaps 14 provided 
betWeen the adjacent polygonal ceramic tiles 12. In some 
embodiments, the retaining polymer 74 may completely 
enclose the ceramic tiles 12, While in other embodiments 
portions of the tiles may be exposed or covered by other 
materials. A variety of polymers are suitable for use in form 
ing the retaining polymer 74. The retaining polymer 74 can be 
any suitable material that retains elasticity upon hardening at 
the thickness used, such as an elastomer (e.g., rubber), an 
epoxy, a thermoplastic polymer, or a thermoset plastic. A 
preferred polymer for use in forming the retaining polymer 74 
is polyurethane and its derivatives (e.g, visco-elastic polyure 
thane and polyurethane elastomers belonging to the family of 
materials described in Us. Pat. No. 7,078,443, issued to 
Milliren, Which is hereby incorporated by reference herein. 
[0047] As described herein, the ceramic tiles 12 can be 
spaced apart to provide gaps 14 betWeen them. While too 
large a gap 14 might alloW a projectile to penetrate the armor 
Without impacting a ceramic tile 12, the presence of a gap 14 
tends to decrease the number of tiles that are fractured by a 
single impact. The gap 14 can be open, or it can be ?lled With 
suitable non-ceramic material such as a retaining polymer 74. 

[0048] In some embodiments, the gaps 14 betWeen the 
ceramic tiles 12 have a Width that is less than the diameter of 
the expected ballistic threat, and may aid in decreasing dam 
age to a vehicle or other protected structure by a ballistic 
threat. Preferably, the gap 14 has a diameter With a Width that 
is less than half the diameter of an expected ballistic threat. 
The siZe of the gap 14 may be varied to account for the type of 
?re that the armor is expected to face. For example, the 
a?ixable armor sheet 10 may include gaps betWeen adjacent 
ceramic tiles 12 With a Width of 2 millimeters or less.A gap 14 
With a Width in this range Would provide enhanced protection 
to projectiles ranging from typical small arms ?re to 30 mm 
rounds. Altemately, if the primary expected threat is small 
arms ?re only, gaps With a Width of less than or equal to 0.25 
millimeters may be preferred. 
[0049] In embodiments of the invention using ceramic tiles 
12 that include a cavity 66, the cavity 66 may include a ?re 
retarding material to enhance the ability of the composite 
armor to absorb blast energy. For example, the ?re retarding 
material may be ?re-retarding particles. Fire-retarding par 
ticles can be relatively small pieces of material that absorb 
energy upon heating in order to help mitigate the effects of 
blast or other forms of energy release into the ceramic tiles 12. 
The ?re-retarding particles can include Water-containing 
materials that help absorb energy by taking advantage of the 
relatively high speci?c heat (CvH:74.539 J mol_lK_l (25° 
C.)) of liquid Water. 
[0050] Examples of material that may be used in ?re-re 
tarding particles includes alumina or magnesia hydrate, Zinc 
borate, perlite and vermiculite. Perlite is an amorphous vol 
canic glass composed primarily of silicon dioxide (SiO2) and 
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aluminum oxide (A1203) that softens and releases Water When 
it reaches temperatures of 850-900° C., expanding to 7-16 
times its original volume. Vermiculite is a mineral With the 
formula (MgFe,Al)3(Al,Si)4O 1O(OH)2.4H2O that also 
expands signi?cantly upon application of heat. In addition to 
including Water, both of these materials expand substantially 
upon being heated. In addition to absorbing additional energy, 
expansion of the ?re-retarding particles can minimiZe dam 
age to the ceramic tiles 12 resulting from blast or projectile 
impact. Alternately, or in addition, the ?re retarding material 
included Within the cavity 66 may include additional materi 
als such as liquids (e.g., Water) that have a high capacity for 
absorbing energy. Fragmentation of the ceramic tile 12 by 
projectile impact Will result in an ultra-?ne dispersion of ?re 
suppressant liquid, Which Will effectively quench blast energy 
such as that produced by a ?re ball. 
[0051] Each one of the af?xable armor sheets 10 can be cut 
along the edges to provide coverage of a complex shape. The 
a?ixable armor sheets 10 are typically positioned on a rela 
tively ?at surface. HoWever, if one or more af?xable armor 
sheets 10 are placed adjacent to or over a bend in the surface, 
an exposed edge can result. The bend is the angled region of 
the surface that results from tWo intersecting surfaces meet 
ing, and Will generally form either a right angle or an obtuse 
angle Within the surface. The opening is the area over the 
exposed edge, and Will be larger for angles from about 90° to 
about 135°. The bend and the resulting opening in the armor 
protection can be protected With a special gap-?lling ceramic 
tile 76 that Will ?t in the re?ex angle generated outside the 
bend, as shoWn in FIG. 8. The gap-?lling ceramic tile 76 can 
be formed from the same types of materials used to form the 
polygonal ceramic tiles 12. 
[0052] The gap-?lling ceramic tile 76 has a ?rst and second 
bonding edge 78 With a surface con?gured to match that of the 
tile sides 60 of the polygonal ceramic tile 12. The gap-?lling 
ceramic tile 76 typically has an arch shape overall, With the 
bonding edges 78 forming the ends of the arch. The bonding 
edges 78 at the ends of the arch Will form an angle With a 
degree that combines With the angle of the bend to provide a 
total of 180 degrees. For example, if the bend on the surface 
has an angle of 135°, the angle formed betWeen the tWo 
bonding edges shouldbe 45°. Thus, depending on the angle of 
the bend in the surface, the angle of the bonding edges 78 is 
generally from about 1 l to about 90°. The gap-?lling ceramic 
tile 76 is preferably ?xed in position With an adhesive poly 
mer that is applied betWeen the bonding edges 78 of the gap 
?lling ceramic tile 76 and the adjacent sides of the polygonal 
ceramic tiles 12. 

[0053] If the opening is formed at the intersection of tWo 
adjacent af?xable armor sheets 10, the gap-?lling ceramic tile 
76 is positioned betWeen the tWo a?ixable armor sheets 10 
and over the intersection of the tWo surfaces Where the bend 
occurs. In addition, if an a?ixable armor sheet 10 With a 
?exible carrier sheet 16 is used, the a?ixable armor sheet 10 
can be positioned over a bend in the surface. While the surface 
in this case Will be partially protected by the carrier sheet 16, 
an opening in the protection provided by the ceramic tiles 12 
can still result, thus making it desirable to position one or 
more gap-?lling ceramic tiles 76 betWeen the ceramic tiles 12 
Within the af?xable armor sheet 10 along the line Where the 
carrier sheet 16 bends. 

[0054] The present invention provides an a?ixable armor 
sheet that can be attached to any existing surface in order to 
provide additional protection. For example, the af?xable 
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armor sheet 10 can be used to provide protection for vehicles, 
crafts, buildings, and personnel. The a?ixable armor sheet 10 
may be integrated into the vehicle or structure When it is 
originally built, or may be provided later as an “add-on.” 
When provided as an add-on, the a?ixable armor sheet armor 
10 Will be provided With clips and hinges or brackets (or other 
suitable ?ttings), typically on the carrier sheet 16, to alloW the 
a?ixable armor sheet 10 to be placed on a vehicle Where it can 
protect the vehicle and/ or its occupants from blast and ballis 
tic threats. For example, the a?ixable armor sheet 10 may be 
?tted to be placed over a vehicle door 56, or placed on a 
vehicle underbody. In particular, the af?xable armor sheet 10 
is suited for placement on light military vehicles such as the 
HMMWV that might not otherWise have su?icient protection 
against heavy caliber ammunition or lEDs. Adding af?xable 
armor to a surface quickly upgrades existing hardWare by 
providing increased protection against projectile threats. Fur 
thermore, by varying the thickness of the ceramic tiles 12 or 
other components, it can be tailored to meet varying levels of 
threat. 
[0055] The a?ixable armor sheet 10 provides protection 
against a variety of blast and ballistic threats. For example, the 
a?ixable armor is capable of preventing penetration by 0.50 
caliber armor piercing incendiary steel core projectiles ?red 
at a velocity of 2500-2700 feet/sec, as Well as 20 mm frag 
ment simulation projectiles (ESP) ?red at a velocity of 3600 
feet/ sec. The 20 mm ESP round corresponds to siZe and 
kinetic energy of over 90% of the fragments originating from 
a 152 mm Russian artillery shell detonated at about 2 meters, 
Which represents a typical IED threat or other nearby artillery 
blast. 
[0056] Another advantage of the af?xable armor sheet 10 is 
that it can be readily removed from a surface. For example, 
after damage is sustained from an IED or other projectile 
threat, the one or more af?xable armor sheets 10 that have 
sustained damage can be removed. This can be accomplished 
by unclipping the af?xable armor sheet 10 from adjacent 
sheets by removing the appropriate sheet connectors 52 and 
then removing the af?xable armor sheet 10 from the surface. 
The damaged area and a part of adjacent area can then be 
removed by appropriate tools such as a small croWbar or a 
chisel. Altemately, individual ceramic tiles 12 that are part of 
an a?ixable armor sheet 10 or are directly attached to a 
surface can also be replaced. For example, if individual 
ceramic tiles 12 have been attached to a surface using 
mechanical fasteners 28, the older, damaged ceramic tiles 12 
can be removed and neW ceramic tiles 12 placed onto the old 
mechanical fasteners 28. If the old fastener is damaged, either 
a neW fastener can be attached or the entire damaged area that 
is attached to vehicle surface can be removed so that a neW 
a?ixable armor sheet 10 can be attached to the surface. 

[0057] Several embodiments of the present invention are 
illustrated by the folloWing example. It is to be understood 
that the particular example, materials, amounts, and proce 
dures are to be interpreted broadly in accordance With the 
scope of the invention as set forth herein. 

EXAMPLE 

Example 1 

[0058] One example of the present invention is illustrated 
by an a?ixable armor sheet 10 referred to by the trade name 
CERASHOTTM. CERASHOTTM armor is an up-armor solu 
tion useful for operating units that they can apply it in-country 
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to vehicles using tactical unit personnel, in Zone, and defeat 
0.50 Caliber armor piercing (M2) ammunition (and equiva 
lent threats) starting from nothing more than the unarmored 
skin of HMMWVs, 2.5 & 5 Ton Trucks, and light personnel 
carriers including civilian SUVs. 
[0059] CERASHOTTM armor is a l'><l' square sheet of 36 
specially shaped ceramic tiles weighing 18 lbs attached to a 
self adhesive backing. The tiles used in CERASHOTTM 
armor, and a l'><l' armor sheet With a number of tiles a?ixed 
are shoWn in FIG. 2. Each sheet can be peeled and placed on 
a typical vehicle skin (ie: unarmored HUMMWV door) in 
order to provide full protection of occupants against 0.50 
Caliber ballistic threats. Each vehicle receives 50 to 250 
square feet of CERASHOTTM armor for CreW Cab protection 
(ie: 1800 lbs on a Mll5lAl HMMWV @50 square feet 
(sqr-ft) requiring not more than 2 service personnel for 4 
hours). When damaged, individual tiles and sheets can be 
rapidly removed and replaced With a neW vehicle skin con 
forming sheet either in the tactical environment or back at the 
Level 10/20 maintenance area. CERASHOTTM armor pro 
vides threat protection against 5 .56 mm, 7.62 mm small arms, 
50 Caliber armor piercing and armor piercing incendiary 
ammunition, Multi-shot >50 mm caliber shots spaced at 2" 
(or more) apart, IED simulated by 20 mm ESP @3600 PPS, 
NATO STANAG 4569 L3, and others, depending on tile 
thickness. 
[0060] CERASHOTTM armor includes an oblique de?ec 
tion-shaped tile face, a holloW tile back, incendiary damping 
liquid cells (up kit as required), and “man-mountable”, self 
adhesive, sheets for tactical application and repair doWn to 
10/ 20 Level (or equivalent). As noted, CERASHOTTM armor 
may be supplied in kits. These kits may be used for HMMWV, 
Where they supply protection for various amounts of surface 
area (e.g., 50, 150, 250 sqr-ft). For example, kits for a 2.5 Ton 
trucks supply 50 sqr-ft protection, for 5 Ton trucks they sup 
ply 100 sqr-ft protection, for F-Series pick-up vehicles they 
supply protection for 50, 150, or 250 sqr-ft, and for SUVs 
Where they also supply protection for 50, 150, or 250 sqr-ft. In 
addition, further kits are available that provide replacement 
tiles (3 sqr-ft/box), 25 specially shaped “trim” pieces (i.e., 
gap-?lling ceramic tiles), and ?re suppression material (3 
sqr-ft/box). 
[0061] The complete disclosure of all documents such as 
patents, patent applications, and publications cited herein are 
incorporated by reference. While various embodiments in 
accordance With the present invention have been shoWn and 
described, it is understood the invention is not limited thereto, 
and is susceptible to numerous changes and modi?cations as 
knoWn to those skilled in the art. Therefore, this invention is 
not limited to the details shoWn and described herein, and 
includes all such changes and modi?cations as encompassed 
by the scope of the appended claim. 

What is claimed is: 
1. An af?xable armor sheet, comprising: 
a plurality of adjacent polygonal ceramic tiles comprising 

a base, sides, and a substantially conical or pyramidal 
de?ecting front surface; 

a carrier sheet With a front side and a back side; and 
attachment means for attaching the base of the polygonal 

ceramic tiles to the front side of the ?exible carrier sheet. 
2. The a?ixable armor sheet of claim 1, Wherein the back 

side of the carrier sheet includes an adhesive. 
3. The af?xable armor sheet of claim 1, Wherein the attach 

ment means comprise an adhesive. 
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4. The af?xable armor sheet of claim 1, Wherein the attach 
ment means comprise a mechanical fastener. 

5. The a?ixable armor sheet of claim 1, Wherein the 
ceramic tiles are encased in a retaining polymer. 

6. The a?ixable armor sheet of claim 1, Wherein the 
ceramic tiles include a cavity containing a ?re-retarding 
material. 

7. The a?ixable armor sheet of claim 1, Wherein a shock 
absorbing material is provided on the base of the ceramic 
tiles. 

8. The af?xable armor sheet of claim 1, Wherein the de?ect 
ing front surface of the ceramic tiles includes a ridge that 
?ares upWards above the sides of the ceramic tiles. 

9. The a?ixable armor sheet of claim 1, Wherein the 
ceramic tiles are spaced apart by a gap With a Width that is 
substantially less than the diameter of an expected ballistic 
threat. 

10. The a?ixable armor sheet of claim 9, Wherein the gap 
has a Width of less than 2 millimeters. 

11. The a?ixable armor sheet of claim 9, Wherein the gap 
has a Width of less than or equal to 0.25 millimeters. 

12. The a?ixable armor sheet of claim 1, Wherein an a?ix 
able armor sheet is placed on each of tWo surfaces that meet at 
an angle, and one or more gap-?lling ceramic tiles are posi 
tioned betWeen the tWo a?ixable armor sheets and over the 
intersection of the tWo surfaces. 

13. A composite armor sheet comprising: 
a layer of adjacent polygonal ceramic tiles comprising a 

base, sides, and a front surface encased in a retaining 
polymer positioned over a carrier sheet, Wherein the 
ceramic tiles are spaced apart by a gap With a Width that 
is less than the diameter of an expected ballistic threat. 
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14. The composite armor sheet of claim 13, Wherein the 
gap has a Width that is less than half the diameter of the 
expected ballistic threat. 

15. The composite armor sheet of claim 13, Wherein the 
gap has a Width of less than 2 millimeters. 

16. The composite armor sheet of claim 13, Wherein gap 
has a Width of less than or equal to 0.25 millimeters. 

17. The composite armor sheet of claim 13, Wherein the 
ceramic tiles have a non-spherical de?ecting front surface to 
shatter and disrupt hardened and explosively formed projec 
tiles earlier in impact than ?at tiles further from vehicle in 
same or less Weight than competitive ?at tiles. 

18. The composite armor sheet of claim 17, Wherein a 
portion of the de?ecting front surface of the ceramic tiles is 
substantially conical or pyramidal. 

19. The composite armor sheet of claim 17, Wherein the 
de?ecting front surface of the ceramic tiles includes a ridge 
that ?ares upWards above the sides of the ceramic tiles to 
de?ect shattered particles aWay from the armor and the 
vehicle. 

20. The composite armor sheet of claim 19, Wherein the 
ridge increases the strength of the sides of the ceramic tiles. 

21. The composite armor sheet of claim 13, Wherein the 
ceramic tiles include a cavity positioned on the back of the 
ceramic tile that deforms upon projectile impact to decrease 
damage to the vehicle and/ or adjacent ceramic tiles. 

22. The composite armor sheet of claim 13, Wherein the 
ceramic tiles include a cavity containing a ?re-retarding 
material. 


