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MODULAR BUILDING PANEL 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

[0001] This non-provisional application claims bene?t and 
priority under 35 U.S.C. §ll9(e) from co-pending provi 
sional application Ser. No. 60/944,179, ?led Jun. 15, 2007, to 
the instant inventor, the entire contents of Which is hereby 
incorporated by reference as if fully set forth herein. 

RELEVANT INVENTIVE FIELD 

[0002] The various embodiments relate generally to build 
ing panels and more speci?cally to modular building panels. 

BACKGROUND 

[0003] Factory manufactured homes such as mobile 
homes, trailers and prefabricated building sections are com 
monly used WorldWide to provide dWellings for persons have 
limited income means. However, these factory fabricated 
structures are typically de?cient to Withstand the effects of 
tropical storms. Moreover, transportation of the factory 
manufactured homes and/ or prefabricated building sections 
requires large transport vehicles Which add considerably to 
the cost at the point of installation. In many instances, pre 
fabricated building require almost the same labor for assem 
bly as a home build entirely on site. Therefore, an arrange 
ment Which alloWs the rapid installation of loW cost structures 
Would be highly desirous. 

SUMMARY 

[0004] The various embodiments disclosed herein address 
the de?ciencies of the relevant art and provides examples of a 
modular building panel. The modular building panel com 
prises a quadrilateral frame, an exterior planar surface, an 
interior planar surface parallel to but separated from the exte 
rior planar surface by the thickness of the frame, a generally 
holloW core disposed betWeen the exterior and interior sur 
faces, a ?rst lateral side With an incurvate aperture assembly, 
a second lateral side parallel to the ?rst side With an incurvate 
projection assembly congruent With the incurvate aperture 
assembly, the incurvate projection assembly and incurvate 
aperture assembly con?gured to form an interlocking joint 
When the incurvate projection assembly is coupled With the 
incurvate aperture assembly. In an embodiment, a Weather 
seal is longitudinally disposed along at least a portion of the 
interlocking joint. 

BRIEF DESCRIPTION OF DRAWINGS 

[0005] The features and advantages of the various exem 
plary embodiments Will become apparent from the folloWing 
detailed description When considered in conjunction With the 
accompanying draWings. Where possible, the same reference 
numerals and characters are used to denote like features, 
elements, components or portions of the inventive embodi 
ments. It is intended that changes and modi?cations can be 
made to the described exemplary embodiments Without 
departing from the true scope and spirit of the inventive 
embodiments as is de?ned by the claims. 
[0006] FIG. 14depicts an exemplary isometric vieW of a 
modular building panel. 
[0007] FIG. Zidepicts an exemplary cross-sectional vieW 
of tWo modular building panels. 
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[0008] FIG. 34depicts another exemplary cross-sectional 
vieW of tWo modular building panels being positioned for 
interlocking. 
[0009] FIGS. 4, 4A4depicts an exemplary cross-sectional 
vieW of a base retaining arrangement for use With the modular 
building panels. 
[0010] FIGS. 5, 5A, 5B4depicts exemplary top and cross 
sectional vieWs of a straightened “Z” bracket and a support 
column hold-doWn arrangement. 
[0011] FIG. 5C4depicts an exemplary top cross-sectional 
vieW of a plurality of modular building panels installed on a 
foundation. 
[0012] FIG. 6A4depicts an exemplary side cross-sec 
tional vieW of a top cap for af?xing the modular building 
panels to a roof structure. 
[0013] FIG. 6Bidepicts an exemplary side cross-sectional 
vieW of a roo?ng truss and related supporting hardWare. 
[0014] FIG. 74depicts an exemplary isometric vieW of a 
completed structure installed on foundation. 

DETAILED DESCRIPTION 

[0015] The various exemplary embodiments disclosed 
herein provides a storm resistant dWelling or structure Which 
is easily constructed at a predetermined location. A modular 
building panel forms a basic building block from Which the 
structure is built. A generally standard foundation is prepared, 
typically dimensioned to the closest three foot length (leaving 
suf?cient clearance for a pair of 4 inch columns.) The foun 
dation may be either a raised frame or a concrete slab on 
Which the modular building panels are to be installed. At each 
corner of the foundation, a support column is installed to the 
foundation. The support columns may be constructed from 
any building materials such as Wood, steel, aluminum, com 
posite ?ber, etc. The spans betWeen these four columns are 
?lled by the modular building panels. In an embodiment, the 
modular building panel comprises an outer planar surface 
constructed from pultruded, compression molded, or other 
Wise pre-molded ?berglass. In another embodiment, the 
modular building panel comprises an outer planar surface 
constructed of cementatious material, for example, stucco or 
concrete. 

[0016] In an embodiment, the exterior outer planar surface 
covers a planar Wood structure, for example plyWoodWhich is 
dimensioned to span the Width and the length of the modular 
building panel up to an incurvate projection and an incurvate 
aperture lateral structure or end cap. A complementary inte 
rior surface parallels the exterior surface and is separated by 
a holloW core space formed by a frame Which lies betWeen the 
interior and exterior surfaces. 
[0017] In an embodiment, the interior surface likeWise 
includes a pultruded ?berglass surface; hoWever the thickness 
of the interior ?berglass surface or layer does not need to be as 
dense since the surface Will be interior of a completed panel. 
Each lateral edge of the modular building panel includes 
either a incurvate projection or a incurvate aperture structure 
used to form an interlocking joint With an adjacent modular 
building panel. All exposed surfaces are intended to be encap 
sulated With ?berglass or other suitable material to ensure 
Water resistance and protection against mold, decay and ter 
mites. In another embodiment, the interior surface is con 
structed from standard dryWall or laminated Wood. 
[0018] In an embodiment, the incurvate projection struc 
ture comprises an incurvate projection assembly. The incur 
vate aperture structure comprises an incurvate aperture 
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assembly Whose shape is complementary or congruent With 
that of the incurvate projection portion. When the incurvate 
projection and incurvate aperture assemblies are fully 
coupled together, adjoining building panels are maintained in 
a lateral parallel alignment. A Weather seal is provided on one 
or both sides of the interlocking joint to prevent Water and 
other materials from entering the interior of the completed 
structure. In an embodiment, the incurvate projection assem 
bly and the incurvate aperture assembly generally extend the 
entire longitudinal distance betWeen the top and bottom of the 
modular building panel. 
[0019] The incurvate projection assembly and incurvate 
aperture assembly are both curved outWardly toWard the exte 
rior surface to provide structural integrity against Wind load 
ing incident on the exterior surface of the modular building 
panels and to prevent Water intrusion into the interior of the 
structure formed using the modular building panels. In an 
embodiment, the modular building panels are elongated hav 
ing approximate dimensions of 3 feet Wide by 8 feet tall and 
3 1A inches in thickness. All of the dimensions of the modular 
building panels may be varied to accommodate various struc 
tural and/or insulation requirements. For example, the modu 
lar building panels may be constructed in lengths of 12 feet 
for use as modular roo?ng panels. OtherWise, the construc 
tion of the modular building panels con?gured for use as 
modular roo?ng panels are essentially the same as the modu 
lar building panels used for Walls With exception of a longi 
tudinal center beam Which is usually included in the modular 
roo?ng panels but not in the modular building panels used for 
providing Walls. Blocking may be provided to enhance the 
attachment of a roof to a Wall panel or for the installation of a 
WindoW. 
[0020] The interior void space betWeen the exterior and 
interior surfaces of the modular building panels includes an 
interior frame, an incurvate projection assembly and an incur 
vate aperture assembly a?ixed to the frame. The frame may be 
constructed of Wood, Wood composite or synthetic materials. 
Common fasteners are used to laterally join the modular 
building panels to other building structures using the frame as 
structural members. The interior void space may be ?lled With 
insulating materials, such as insulating foam’s, ?berglass, 
cellulose, recycled plastics and/or recycled fabric materials. 
[0021] Adjacent panels are coupled together by axially 
rotating each consecutive panel such that the incurvate pro 
jection assembly is fully encompassed Within the incurvate 
aperture assembly. This arrangement causes the adjacent pan 
els to be aligned laterally in parallel to ensure that the Weather 
seals have fully engaged the opposing parallel side surfaces of 
the adjacent modular building panel. In an embodiment, the 
thickness of the plyWood used Within the modular building 
panels is approximately three-eight’s of an inch. This thick 
ness provides su?icient structural stability Without adding 
unnecessary Weight to an individual panel. 
[0022] A completed Wall assembly is constructed by 
sequentially adding modular building panels until a desired 
Wall length has been achieved. The Wall length is usually 
predetermined to ?t Within support columns installed at the 
corners of the intended structures foundation. Preferably, the 
span betWeen the support columns has been dimensioned to 
minimiZe cutting of the modular panels. HoWever, this is not 
a requirement as the modular panels may be cut to ?t a 
non-uniform con?guration. 
[0023] The support columns may be constructed from pul 
truded ?berglass, Wood or synthetic materials and is generally 
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includes a square cross-section. The support columns are 
typically arranged With coupling blocks disposed at either 
end of the columns Which alloWs for axial bolts to traverse 
through the coupling blocks and penetrate into structural 
members embedded in the foundation or directly to the foun 
dation itself. 
[0024] Since the Wall panels are subject to ?exing under 
Wind loading, a longitudinal base cap is provided Which lat 
erally extends the length of the Wall. The base cap comprises 
a straightened “Z” bracket dimensioned to extend beyond the 
thickness of the modular building panels used to generate a 
Wall. An upWard facing portion of the “Z” bracket is mounted 
in the interior portion of the structure. A planar horiZontal 
portion of the “Z” bracket is mounted beneath the modular 
building panels forming the Wall and in an embodiment, also 
beneath the support columns. 
[0025] The “Z” brackets provide Weatherproo?ng of the 
interior of the structure for any moisture that may have seeped 
through the Wall panels during a severe storm. Each “Z” 
bracket includes a doWnWard facing slat af?xed to the exterior 
and of the “Z” bracket for draining the moisture accumulated 
Within the base cap to the exterior of the structure formed 
from the modular building panels con?gured as structural 
Walls. The base cap may be constructed from pultruded ?ber 
glass or other synthetic materials. In an embodiment, the base 
cap is con?gured to have dimensions of approximately 21/2 
inches high, by 41/2 inches Wide. The length of the base cap is 
determined by the length of Wall to be installed. The base cap 
is approximately quarter inch thick. 
[0026] The use of ?berglass construction materials pro 
vides several advantages including lightWeight, Weather 
durability, high strength, easily manufactured in convenient 
dimensions, virtually immune to pests and is easily cut to siZe 
using ordinary construction tools. HoWever, one of ordinary 
skill in the art Will appreciate that other building materials 
may be used in lieu of the ?berglass construction. 
[0027] Referring to FIG. 1, an exemplary isometric vieW of 
a modular building panel is shoWn. In one embodiment, the 
modular building panel 110 comprises ?berglass matrix inte 
rior and exterior surfaces 150, 155. The modular building 
panel 110 comprises a generally elongated frame 170, ply 
Wood panels 160, 165 covering the forWard and rearWard 
surfaces of the frame 170 to form a holloW core 180 betWeen 
the frame and the tWo plyWood panels 160, 165. In an 
embodiment, the plyWood panels are constructed from 3/8 
inch stock and dimensioned to correspond With the dimen 
sions of the frame 170. The frame 170 and/or the plyWood 
panels 160, 165 may be chemically treated to prolong the life 
of the panels. In an embodiment, the frame 170 may be 
constructed from synthetic materials or tubular metal. 

[0028] In an embodiment, a longitudinally aligned incur 
vate aperture assembly 20 is a?ixed to one side of the frame 
170. The side opposite to the incurvate aperture assembly 20 
includes a lateral projection assembly 120 a?ixed lengthWise 
to the frame 170. The surface pro?le of the lateral projection 
assembly 120 matches (i.e., is congruent With) the invaginat 
ing surface pro?le of the incurvate aperture assembly 20 to 
form an interlocking joint 5 (FIG. 2) When the lateral proj ec 
tion assembly 120 is coupled With the incurvate aperture 
assembly 20. In an embodiment, the incurvate aperture 
assembly 20 and the lateral projection assembly 120 are con 
structed from as synthetic material, for example, a ?berglass 
matrix formed by a pultrusion process. In an alternate 
embodiment, a synthetic material constructed from high 
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impact polymeric plastic may be used to form the lateral 
projection assembly 120 and the incurvate aperture assembly 
20. 

[0029] In an embodiment, the interior and exterior ?ber 
glass matrix surfaces 150, 155 are applied by a lamination 
process over the outer surfaces of the plyWood 160, 165 frame 
170, incurvate aperture and lateral projection assemblies 120, 
20 to form a unitary modular building panel 110. In an alter 
nate embodiment, other synthetic materials such as stucco or 
other cementations surface is applied as an exterior surface 
150. For example, Hardieboard® or equivalent masonry sid 
ing material. Likewise, the interior surface 155 may be con 
structed from synthetic materials such as standard dryWall 
and/ or laminated Wood or Wood composite materials. 

[0030] In an embodiment, the holloW core 180 may be ?lled 
With an insulating material. By Way of example and not limi 
tation, satisfactory insulating materials include of ?berglass 
?bers, polyurethane foam, Styrofoam, cellulose or Perlite 
composite board, polyisocyanurate foam, non-Woven plastic 
batt. To prevent rain and other materials from traversing the 
interlocking joint 5, a Weather seal 190 is installed at least 
betWeen the exterior surface 155 and the lateral projection 
assembly 120. The Weather seal 190 may be constructed from 
any number of elastomeric or polymeric materials and is 
dimensioned to longitudinally span the long dimension of the 
lateral projection assembly 120. 
[0031] Referring to FIG. 2, an exemplary cross-sectional 
vieW of tWo modular building panels 10, 110 is shoWn. In an 
embodiment, a ?rst modular panel 10 is coupled to a second 
modular panel 110 by an interlocking joint 5. As discussed 
above in reference to one embodiment, each modular panel 
10, 110 comprises an exterior ?berglass matrix cover 55, 155 
laminated over an exterior facing plyWood face 65, 165. The 
plyWood panels 65, 165 are a?ixed to a Wooden or synthetic 
structural material using fasteners such as nails and/ or screWs 
Which to form the frame 70, 170. 
[0032] In an embodiment, the interior surfaces of each 
modular building panel comprises an interior ?berglass 
matrix cover 50, 150 laminated over a complementary inte 
rior plyWood face 60, 160. The plyWood panels 60, 160 are 
likeWise a?ixed to the elongated frame 70, 170 With fasteners 
in parallel to the exterior plyWood 65, 165. The interior and 
exterior plyWood panels 60, 160, 65, 165 and frame 70, 170 
form a holloW interior core 80, 180 Which may be ?lled With 
insulating materials.As With other dimensional aspects of the 
modular building panel, the thickness of the frame 70, 170 
may be varied to meet a particular structural and/or insulation 
requirement. 
[0033] In an embodiment, the interior surfaces 50, 150 do 
not need to be as thick as the exterior surfaces 55, 155 since 
the interior surfaces Will not be exposed to the external envi 
ronment. Surface contouring and/ or coloration may be added 
to both the interior and exterior surfaces 50, 150, 55, 155 to 
simulate typical building material contours and colors. For 
example, the exterior surfaces 55, 155 may be contoured and 
colored to resemble natural Wood siding. LikeWise, the inte 
rior surfaces 50, 150 may be contoured and colored to simu 
late textured dryWall ?nishes. Each lateral edge of the modu 
lar building panels 10, 110 includes either a incurvate 
projection lateral projection assembly 120 or an incurvate 
aperture assembly 20 used to form the interlocking joint 5. 
[0034] In an embodiment, the incurvate projection portion 
comprises an incurvate projection assembly 120. The incur 
vate aperture portion comprises and incurvate aperture 
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assembly 20 Whose shape is complementary to that of the 
incurvate projection portion 120. When the incurvate projec 
tion and incurvate aperture 120, 20 structures are fully 
coupled together, adjoining building panels 10, 110 are main 
tained in a generally parallel lateral alignment. A Weather seal 
90, 190 is provided on one or both sides of the interlocking 
joint 5 to prevent Water and other materials from entering the 
interior of a completed structure. In an embodiment, the 
incurvate projection assembly 120 and incurvate aperture 
assembly 20 generally span the entire longitudinal length 
betWeen the top and bottom of each adjoining building panel 
10, 100. 
[0035] The incurvate projection assembly 120 and the 
incurvate aperture assembly 20 are curved outWardly toWards 
the exterior surfaces 55, 155 to provide Water resistance and 
structural integrity against Wind loading incident on the exte 
rior surfaces 55, 155 ofthe modular building panels 10, 110. 
In an embodiment, the incurvate projection assembly 120 and 
the incurvate aperture assembly 20 are constructed by a ?ber 
glass matrix pultrusion process and are bonded in place to the 
interior and exterior ?berglass surfaces 50, 150, 55, 155. In 
embodiments Which do not use ?berglass for the interior and 
exterior surfaces 50, 150, 55, 155, the incurvate projection 
assembly 120 and the incurvate aperture assembly 20 are 
bonded to the frames 70, 170 and/ or alternately a?ixed to the 
frames using fasteners. 
[0036] In addition, portions 40, 45, 140, 145 the incurvate 
projection assembly 120 and the incurvate aperture assembly 
20 form channels Which encompass at least part of the lateral 
and longitudinal outer surfaces of the frames 70, 170. This 
arrangement provides additional structural integrity to the 
interlocking joint 5. The incurvate projection assembly 120 
and the incurvate aperture assembly 20 may also be bonded to 
the frame 70, 170 to further increase the structural integrity of 
the interlocking joint 5. 
[0037] Referring to FIG. 3, another exemplary cross-sec 
tional vieW of tWo modular building panels 10, 100 being 
axially positioned for interlocking is shoWn. In this embodi 
ment, the ?rst modular building panel 10 is axially rotated 3 00 
such that the incurvate projection assembly 120 of the second 
modular building panel 110 interfaces With the incurvate 
aperture assembly 20 such that the adjacent modular building 
panels 10, 110 become laterally aligned. In an embodiment, 
the ?rst and second Weather seals 90, 190 engage With the 
sealing surfaces 95, 195 formed into the incurvate aperture 
assembly 20. 
[0038] Referring to FIG. 4, an exemplary cross-sectional 
vieW of a base retaining arrangement for use With the modular 
building panels is provided. In this embodiment, a concrete 
foundation 400 has been poured and includes a treated Wood 
sill 425. The sill 425 provides a securing structure Which can 
easily be attached to using common Wood fasteners 410, 415. 
An anchor bolt 430 is provided to secure the sill 425 to the 
concrete foundation 430. A “Z” bracket 405 is provided 
Which is a?ixed to the sill 425 using fasteners 415. The “Z” 
bracket 405 is used to direct any moisture Which may have 
seeped through the interlocking joint 5 (FIG. 2) underneath 
each modular building panel 10 to the outside of the structure. 

[0039] In an embodiment, the “Z” bracket 405 is con 
structed from a pultruded ?berglass matrix and is dimen 
sioned to span the length of an installed set of modular build 
ing panels 10. In an alternate embodiment, the “Z” bracket 
405 may be constructed from a polymeric material, for 
example polyvinyl chloride (PVC). 
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[0040] A vertical facing section of the “Z” bracket 405 is 
installed in the interior of the structure and may be used to 
af?x each consecutive modular building panel 10 using fas 
teners 410 to the sill 425 and foundation 400 for added overall 
structural integrity. The exterior edge 407 of the “Z” bracket 
405 has a doWnWard and outWard facing tongue Which is used 
to direct moisture aWay from the foundation 400. 

[0041] Referring to FIG. 4A, an exemplary cross-sectional 
vieW of the “Z” bracket 405 is provided. In this embodiment, 
the “Z” bracket 405 includes predrilled 435 and countersunk 
holes for af?xing the “Z” bracket 405 to the foundation 400 
and to one or more of the modular building panels 10. 

[0042] Referring to FIGS. 5, 5A and 5B, an exemplary top 
and cross-sectional vieWs of the “Z” bracket 405 and a sup 
port column hold-doWn arrangement is shoWn. In this 
embodiment, a support column 525 is installed on each corner 
of the building and is used to secure a completed Wall of 
modular building panels 10 to the foundation 400. The sup 
port column 525 is used in conjunction With the “Z” bracket 
405 ensure that the installed modular building panels 10 
provide suf?cient structural integrity to survive high Wind 
loads generated by tropical storms and the like. 
[0043] In an embodiment, the support column 525 is con 
?gured as a square tubular member and may constructed from 
pultruded ?berglass, polymeric materials or metal construc 
tion matrix. Each support column 525 is attached to the foun 
dation 400 by an anchor bolt 430 (i.e., concrete foundations) 
and a threaded union coupling 505 or a pair of opposing hold 
doWn bolts 560, 565 (i.e., Wood foundation) threaded into the 
threaded union coupling 505. Heavy steel Washers 510 are 
used on all bolt ends to ensure a uniform torque is achieved 
When the associated bolts 560, 565 are tightened. 

[0044] In an embodiment, the interior of each installed 
support column 525 includes a block 530. The block 530 
includes a metal cover plate 510 optionally having predrilled 
and countersunk holes 540 to alloW for the easy installation of 
fasteners 510. The block is predrilled and slotted to alloW for 
installation at the base location Where each support column 
525 is to be installed. The block 530 is dimensioned to ?t 
snugly Within the interior square dimensions of the support 
column 525 and is secured into the foundation 400 by tight 
ening of the bolts 560, 565 and treaded coupling 505. Each 
support column 525 is then cut to approximately the same 
height as the modular building panels 10 and ?tted over each 
block 530. Common fasteners 410 are used to attached the 
threaded union coupling 505 to the foundation 400. The block 
530 may be constructed from Wood or a high density plastic 
polymeric material. 
[0045] Referring to FIG. 5B, a top cross-sectional vieW of 
one of the columns 525 is shoWn. In this embodiment, a pair 
of “L” brackets 555 is used to secure the modular building 
panels 10A, 110B to the column 525. Each “L” bracket 555 is 
directly attached using fasteners 410 to an adjacent perpen 
dicular face of the column 525. This arrangement forms a pair 
of right angle brackets to Which the ends of each modular 
building panel 10A, 110B are af?xed. The modular building 
panels 10A, 110B are likeWise a?ixed to the “L” brackets 555 
using fasteners 410. It should be noted that a certain number 
of the modular building panels 10A, 110B may be con 
structed With only one end having an incurvate projection 
assembly 120 or incurvate aperture assembly 20. In certain of 
the modular building panels 10A, 110B, a Woodblank 75 may 
be used for af?xing the modular building panels 10A, 110B to 
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the column 525 or other structure. The “L” brackets 555 may 
be constructed from pultruded ?berglass or other suitable 
materials. 
[0046] Referring to FIG. 5C, an exemplary top cross-sec 
tional vieW is shoWn Where a plurality of modular building 
panels 10A, 110A are installed on a foundation 400. For 
simplicity, only one section of the modular building panels is 
shoWn labeled in the draWing. Each modular building panel is 
maintained in position by each interlocking joint 5A-F and 
support columns 525A,B,C,D disposed at opposite ends of 
the panel runs 10A,10A; 110B, 10B, 110C;10C,110D, 10D; 
10E, 110E. 
[0047] Referring to FIG. 6A, an exemplary side cross sec 
tional vieW of a top cap 605 is shoWn. In an embodiment, the 
top cap 605 is intended to attach to a Wall constructed from a 
plurality of laterally interlocked modular building panels 10A 
to a beam 705 contained in the modular building panels 
constructed for use in roo?ng structures 700. The top cap 605 
is dimensioned to span the thickness of the modular building 
panels and includes doWnWard facing brackets 615. The 
brackets 615 encompass the top ends of the modular building 
panels 10A and alloW for laterally af?xing the top cap 605 to 
the modular building panels 10A using fasteners 410. A 
sloped support surface 610 is provided on the top of the top 
cap 605 for af?xing the top cap 605 and modular building 
panel assembly 10A to the roo?ng panel 700. 
[0048] In an embodiment, the sloped surface includes a 
predetermined pitch of approximately 5-10 degrees to alloW 
Water drainage from the roo?ng structure 700. The top cap 
605 may be constructed from pultruded ?berglass or high 
density plastic polymeric materials. When installed, the top 
cap 605 extends the entire length of the Wall. 
[0049] Referring to FIG. 7, an exemplary isometric vieW of 
a completed structure installed on foundation 400 is shoWn. 
In this embodiment, the structure includes the modular build 
ing panels as both the Walls 110 and roof 700. The modular 
building panels may be cut to siZe for the installation of 
WindoWs 730 and doors 735. Traditional framing techniques 
may used for the installation of WindoWs 730 and doors 735 
Which provides any needed structural integrity potentially 
removed to accommodate these features. 
[0050] The various embodiments described herein are 
intended to be merely illustrative of the principles underlying 
the inventive concept. It is therefore contemplated that vari 
ous modi?cations of the disclosed embodiments Will, Without 
departing from the inventive spirit and scope, be apparent to 
persons of ordinary skill in the art. They are not intended to 
limit the inventive embodiments to any precise form 
described. In particular, it is contemplated that Wood compo 
nents may be constructed from any suitable materials such as 
plastic polymers and cementations siding materials. No spe 
ci?c limitation is intended to a particular construction mate 
rial or units of measure are intended or implied. Other varia 
tions and inventive embodiments are possible in light of 
above teachings, and it is not intended that this Detailed 
Description limit the inventive scope, but rather by the Claims 
folloWing herein. 

What is claimed: 
1. A modular building panel comprising: 
an elongated quadrilateral frame; 
an exterior planar surface; 
an interior planar surface parallel With but separated from 

the exterior planar surface by a thickness of the elon 
gated quadrilateral frame; 
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a generally hollow core de?ned by interior dimensions of 
the elongated quadrilateral frame; 

a ?rst lateral side having an incurvate aperture assembly 
coupled thereto; 

a second lateral side parallel to the ?rst side having an 
incurvate projection assembly coupled thereto; the 
incurvate projection assembly having a contour congru 
ent With the incurvate aperture assembly, such that When 
the incurvate projection assembly is coupled With an 
incurvate aperture assembly of another modular build 
ing panel, an interlocking joint is formed; and, 

Wherein the modular building panel is con?gurable as a 
Wall panel or a roo?ng panel. 

2. The modular building panel according to claim 1 
Wherein the interlocking joint is con?gured to prevent forces 
exerted by Wind from separating an incurvate projection 
assembly coupled With an incurvate aperture assembly. 

3. The modular building panel according to claim 1 
Wherein the incurvate projection assembly and the incurvate 
aperture assembly are con?gured to mate by axial rotation of 
the incurvate projection assembly Within the incurvate aper 
ture assembly. 

4. The modular building panel according to claim 1 
Wherein a synthetic material is disposed upon a planar Wood 
surface Which forms the exterior planar surface. 

5. The modular building panel according to claim 1 
Wherein a Weather seal is longitudinally disposed along at 
least a portion of the interlocking joint. 

6. The modular building panel according to claim 1 further 
comprising at least one beam disposed Within the holloW core 
When con?gured as roo?ng panel. 

7. The modular building panel according to claim 1 further 
comprising insulation disposed Within the holloW core. 

8. The modular building panel according to claim 4 
Wherein the synthetic material comprises a pultruded or com 
pression molded ?berglass matrix. 

9. A modular building panel system comprising: 
a ?rst modular building panel comprising; 

an elongated quadrilateral shape; 
a ?rst lateral side having an incurvate aperture assembly 

coupled thereto; 
a second modular building panel comprising; 

an elongated quadrilateral shape substantially identical 
to that of the ?rst modular building panel; and, 

a second lateral side having an incurvate projection 
assembly coupled thereto; the incurvate projection 
assembly congruent With the incurvate aperture 
assembly; and, 

Wherein When the incurvate projection assembly is coupled 
With the incurvate aperture assembly, an interlocking 
joint is formed Which maintains the ?rst and second 
modular building panels in lateral alignment. 

10. The modular building panel system according to claim 
9 Wherein the ?rst and second modular building panels further 
comprise exterior planar faces con?gured for exterior expo 
sure. 
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11. The modular building panel system according to claim 
10 Wherein the incurvate projection assembly and the incur 
vate aperture assembly are curved generally toWard the exte 
rior planar faces When the interlocking joint is formed. 

12. The modular building panel system according to claim 
1 0 Wherein the exterior planar faces include synthetic exterior 
surfaces. 

13. The modular building panel system according to claim 
10 Wherein the synthetic exterior surfaces is constructed from 
a material selected from the group consisting essentially of a 
?berglass matrix, cementations materials and polymeric 
materials. 

14. The modular building panel system according to claim 
11 Wherein the interlocking joint is con?gured to prevent 
forces exerted by Wind from separating the incurvate proj ec 
tion assembly coupled With the incurvate aperture assembly. 

15. A modular building panel comprising: 
an elongated quadrilateral frame; 
an exterior planar surface; 
an interior planar surface parallel With but separated from 

the exterior planar surface by a lateral dimension of the 
elongated quadrilateral frame; 

a ?rst lateral side having an incurvate aperture assembly 
coupled thereto; 

a second lateral side parallel to the ?rst side having an 
incurvate projection assembly coupled thereto; and, 

Wherein the incurvate projection assembly is congruent 
With the incurvate aperture assembly such that When the 
incurvate projection assembly is coupled With an incur 
vate aperture assembly of another modular building 
panel, an interlocking joint is formed. 

16. The modular building panel according to claim 15 
Wherein the modular building panel is con?gurable as either 
a Wall panel or a roof panel. 

17. The modular building panel according to claim 16 
Wherein When the modular building panel further comprising 
a beam disposed at about a lateral midpoint of the modular 
building panel When con?gured as a roof panel. 

18. The modular building panel according to claim 15 
further comprising a Z bracket; the Z bracket dimensioned to 
span a thickness of the modular building panel and con?gured 
to alloW attachment of the modular building panel to a foun 
dation. 

19. The modular building panel according to claim 18 
Wherein the Z bracket comprises an upWard directed longitu 
dinal section coupled With one end of a horizontal section; 

the horiZontal section dimensioned to extend beyond the 
thickness of the modular building panel; 

a doWnWard directed longitudinal section coupled With an 
opposite end of the horiZontal section; and, 

a predetermined length Which spans a long dimension of 
the assembled plurality of modular building panels. 

20. The modular building panel according to claim 1 
Wherein the incurvate projection assembly and the incurvate 
aperture assembly at least partially include a ?berglass matrix 
construction. 


