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(57) ABSTRACT 

Coatings and methods of forming coatings for implantable 
medical devices, such as stents, are described. The coatings 
are used for the sustained release of a therapeutic agent or 
drug. 
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STENT COATINGS WITH ENGINEERED 
DRUG RELEASE RATE 

BACKGROUND OF THE INVENTION 

[0001] This is a divisional application of US. application 
Ser. No. 10/177,154, ?led Jun. 21, 2002, the teaching of 
Which is incorporated herein in its entirety by reference. 

BACKGROUND OF THE INVENTION 

[0002] 1. Field of the Invention 
[0003] This invention relates to implantable medical 
devices such as stents. More particularly, the invention relates 
to coatings for stents. 
[0004] 2. Description of the State of the Art 
[0005] Percutaneous transluminal coronary angioplasty 
(PTCA) is a procedure for treating heart disease. A catheter 
assembly having a balloon portion is introduced percutane 
ously into the cardiovascular system of a patient via the bra 
chial or femoral artery. The catheter assembly is advanced 
through the coronary vasculature until the balloon portion is 
positioned across the occlusive lesion. Once in position 
across the lesion, the balloon is in?ated to a predetermined 
siZe to radially compress against the atherosclerotic plaque of 
the lesion to remodel the lumen Wall. The balloon is then 
de?ated to a smaller pro?le to alloW the catheter to be With 
draWn from the patient’s vasculature. 
[0006] A problem associated With the above procedure 
includes formation of intimal ?aps or torn arterial linings 
Which can collapse and occlude the conduit after the balloon 
is de?ated. Moreover, thrombosis and restenosis of the artery 
may develop over several months after the procedure, Which 
may require another angioplasty procedure or a surgical by 
pass operation. To reduce the partial or total occlusion of the 
artery by the collapse of arterial lining and to reduce the 
chance of the development of thrombosis and restenosis, a 
stent is implanted in the lumen to maintain the vascular 
patency. 
[0007] Stents are used not only as a mechanical interven 
tion but also as a vehicle for providing biological therapy. As 
a mechanical intervention, stents act as scaffoldings, func 
tioning to physically hold open and, if desired, to expand the 
Wall of the passageWay. Typically, stents are capable of being 
compressed, so that they can be inserted through small ves 
sels via catheters, and then expanded to a larger diameter once 
they are at the desired location. Examples in patent literature 
disclosing stents Which have been applied in PTCA proce 
dures include stents illustrated in US. Pat. No. 4,733,665 
issued to PalmaZ, US. Pat. No. 4,800,882 issued to Giant 
urco, and US. Pat. No. 4,886,062 issued to Wiktor. 
[0008] Biological therapy can be achieved by medicating 
stents. Medicated stents provide for the local administration 
of a therapeutic substance at the diseased site. In order to 
provide an ef?cacious concentration to the treated site, sys 
temic administration of such medication often produces 
adverse or toxic side effects for the patient. Local delivery is 
a preferred method of treatment in that smaller total levels of 
medication are administered in comparison to systemic dos 
ages, but are concentrated at a speci?c site. Local delivery 
thus produces feWer side effects and achieves more favorable 
results. 
[0009] One proposed method for medicating stents 
involves the use of a polymeric carrier coated onto the surface 
of a stent. A solution Which includes a solvent, a polymer 
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dissolved in the solvent, and a therapeutic substance dis 
persed in the blend is applied to the stent. The solvent is 
alloWed to evaporate, leaving on the stent surface a coating of 
the polymer and the therapeutic sub stance impregnated in the 
polymer. 
[0010] The current state of the art discloses a variety of 
polymeric material that can be used for the sustained delivery 
of therapeutic substances. What is lacking, hoWever, is coat 
ing con?gurations and layering designs Which provide for 
tailored drug delivery capabilities. The embodiments of the 
invention provide for improved coating patterns for stent or 
other implantable medical devices. 

SUMMARY 

[0011] In accordance With one embodiment, a stent having 
a coating is provided. The coating comprises a ?rst region 
including a thermoplastic polyacrylate material and a thera 
peutic sub stance and a second region free from any therapeu 
tic substances disposed on the surface of the stent and beneath 
the ?rst region. The thermoplastic polyacrylate material can 
comprise oligomers, pre-polymers, homopolymers, copoly 
mers, or terpolymers of alkylacrylates or alkylmethacrylates. 
In one embodiment, the polyacrylate material is poly(n-butyl 
methacrylate). The second region can include a non-acrylate 
polymer, such as an ethylene vinyl alcohol copolymer. In one 
embodiment, the coating can include a third region disposed 
over the ?rst region, the third region including a thermoplastic 
polyacrylate material and optionally a therapeutic substance. 
The ?rst region can have a variable thickness along at least a 
segment of the length of the stent such that the concentration 
of the substance varies along the length of the stent. 
[0012] In accordance With another embodiment of the 
invention, a stent is provided comprising a coating, Wherein 
the coating includes a ?rst, second, and third layers disposed 
over one another Wherein at least tWo of the layers include a 
thermoplastic polyacrylate material and Wherein at least one 
of the layers includes a therapeutic substance. In one embodi 
ment, the ?rst layer is disposed on the outer surface of the 
stent, the second and third layers include the thermoplastic 
polyacrylate material, and the therapeutic substance is con 
tained in the second layer and optionally the third layer but 
not the ?rst layer. In accordance With another embodiment, 
the ?rst layer and the third layer include the therapeutic sub 
stance but not the second layer and the second layer and the 
third layer include the thermoplastic polyacrylate material. In 
accordance With yet another embodiment, the ?rst, second 
and third layers include the thermoplastic polyacrylate mate 
rial and at least one of the layers is free from any therapeutic 
substances. 
[0013] A stent comprising a coating having a variable 
thickness along at least a portion of the length of the stent is 
also provided so as to provide a concentration gradient of an 
active agent or agents along from a thin region of the coating 
to a thicker region of the coating. 
[0014] In accordance With yet another embodiment, a 
method of coating a stent is provided, the method comprises 
forming a coating on the stent, the coating including a ?rst 
region having a thermoplastic polyacrylate material and a 
therapeutic substance and a second region free from any 
therapeutic substances disposed on the surface of the stent 
beneath the ?rst region. 
[0015] In accordance With yet another embodiment of the 
invention, a method of coating a stent is provided comprising 
forming at least three layers of coating on a stent, Wherein at 
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least tWo of the layers include a thermoplastic polyacrylate 
material and Wherein at least one of the layers includes a 
therapeutic substance. 
[0016] In accordance With yet another embodiment of the 
invention, a method of coating a stent is provided comprising 
depositing a coating on the stent Wherein the coating has a 
variable thickness along at least a segment of the length of the 
stent. 

[0017] In accordance With yet another embodiment of the 
invention, a method of coating a stent, is provided compris 
ing, depositing a ?rst layer on the stent, the ?rst layer includ 
ing a ?rst therapeutic substance; masking a region of the ?rst 
layer; depositing a second layer on the ?rst layer not covered 
by the masking layer, the second layer including a second 
therapeutic substance. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0018] FIGS. 1A, 1B, and 1C illustrate a process for fabri 
cating a stent coating according to one embodiment of the 
present invention. 
[0019] FIG. 2 illustrates a cross-section of one embodiment 
of a stent coating of the present invention. 
[0020] FIG. 3 is a chart shoWing rates of release ofa drug 
from various stents coated in accordance With an embodiment 
of the present invention. 
[0021] FIG. 4 is a microphotograph shoWing cracks in a 
stent coating according to one embodiment of the present 
invention. 

DETAILED DESCRIPTION 

[0022] A stent coating having an engineered drug release 
rate can be fabricated by depositing on the stent any combi 
nation of the folloWing layers, but for a reservoir layer Which 
must be present in the coating: a primer layer; a reservoir 
layer of or containing an active agent or a drug; a topcoat layer 
free from any agents or drugs for serving as a rate reducing 
membrane; and a ?nishing coat layer. The ?nishing coat 
layer, Which if used Would be the outermost layer in the 
coating con?guration for contacting the vessel tissues, can 
include an active agent or can be modi?ed to have therapeutic 
materials, such as heparin, attached or conjugated to the sur 
face thereof. Alternatively, the ?nishing coat layer can be 
made from a very bio-friendly material such a poly ethylene 
glycol (PEG). The purpose of the ?nishing coat layer is to 
reduce or prevent any adverse effects, such as more than 
acceptable degrees of in?ammation or thrombi accumulation, 
Which may be caused by the presence of the coated stent. The 
?nishing coat layer can also serve as a rate limiting membrane 
for reducing the rate of release of the agent from the reservoir 
layer. 
[0023] To deposit any of the coating layers, techniques 
knoWn to those having ordinary skill in the art can be used. 
For example, a polymer can be dissolved in a solvent, or a 
mixture of solvents, and the resulting composition can be 
sprayed on the stent or the stent can be immersed in the 
composition. In one embodiment, thermoplastic polyacrylate 
materials can be used for any of the aforementioned layers or 
combination of layers. “Thermoplastic polyacrylate materi 
als” are broadly de?ned as materials Which include thermo 
plastic polyacrylates. “Polyacrylates” are de?ned to include 
oligomers, pre-polymers, homopolymers, copolymers, ter 
polymers, etc. of alkylacrylates or alkylmethacrylates, and 
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blends thereof. Thermoplastic polyacrylate materials can also 
include blends of thermoplastic polyacrylates With non 
acrylic materials. 
[0024] Representative alkyl groups in alkylacrylates or 
alkylmethacrylates include C l-C l2 straight-chained or 
branched alkyls. Examples of alkylacrylates or alkyl 
methacrylates that can be used include poly(n-butyl meth 
acrylate) (PBMA), poly(ethyl methacrylate) (PEMA), and 
poly(ethyl methacrylate-co-butyl methacrylate) [P(EMA 
BMA)]. 
[0025] Examples of suitable non-acrylic materials that can 
be blended With thermoplastic polyacrylates include ?uori 
nated polymers and/or copolymers, such as poly(vinylidene 
?uoride) (PVDF) and poly(vinylidene ?uoride-co 
hexa?uoro propene) (PVDF-HFP). One example of a com 
mercially available ?uorinated polymer that can be used is a 
PVDF resin distributed by ATOFINA Chemicals, Inc. of 
Philadelphia, Pa. under the trade name KYNAR. A suitable 
blend of a thermoplastic polyacrylate and a ?uorinated poly 
mer can contain betWeen about 10 and about 95% mass of the 
?uorinated polymer. In another embodiment, the non-acrylic 
polymer can be poly(ethylene-co-vinyl alcohol) (also knoWn 
as EVAL or EVOH). Poly(ethylene-co-vinyl alcohol) is avail 
able from Adrich Co., MilWaukee Wis. or EVAL Company of 
America, Lisle, Ill. These non-acrylic polymers, hoWever, 
need not be used With the thermoplastic polyacrylate and can 
be used alone or in combination With other polymers to form 
any of the coating layers. 
[0026] Representative examples of other polymers that can 
be used for any of the coating layer included poly(hydroxy 
valerate), poly(L-lactic acid), polycaprolactone, poly(lac 
tide-co-glycolide), poly(hydroxybutyrate), poly(hydroxybu 
tyrate-co-valerate), polydioxanone, polyorthoester, 
polyanhydride, poly(glycolic acid), poly(D,L-lactic acid), 
poly(glycolic acid-co-trimethylene carbonate), polyphos 
phoester, polyphosphoester urethane, poly(amino acids), 
cyanoacrylates, poly(trimethylene carbonate), poly(imi 
nocarbonate), co-poly(ether-esters) (e.g. PEO/PLA), poly 
alkylene oxalates, polyphosphaZenes, biomolecules (such as 
?brin, ?brinogen, cellulose, starch, collagen and hyaluronic 
acid), polyurethanes, silicones, polyesters, polyole?ns, poly 
isobutylene and ethylene-alphaole?n copolymers, vinyl 
halide polymers and copolymers (such as polyvinyl chloride), 
polyvinyl ethers (such as polyvinyl methyl ether), polyvi 
nylidene chloride, polyacrylonitrile, polyvinyl ketones, poly 
vinyl aromatics (such as polystyrene), polyvinyl esters (such 
as polyvinyl acetate), copolymers of vinyl monomers With 
each other and ole?ns (such as ethylene-methyl methacrylate 
copolymers, acrylonitrile-styrene copolymers, ABS resins, 
and ethylene-vinyl acetate copolymers), polyamides (such as 
Nylon 66 and polycaprolactam), alkyd resins, polycarbon 
ates, polyoxymethylenes, polyimides, polyethers, epoxy res 
ins, polyurethanes, rayon, rayon-triacetate, cellulose, cellu 
lose acetate, cellulose butyrate, cellulose acetate butyrate, 
cellophane, cellulose nitrate, cellulose propionate, cellulose 
ethers, and carboxymethyl cellulose. 
[0027] Representative examples of some solvents suitable 
for making the composition include N,N-dimethylacetamide 
(DMAC), N,N-dimethylformamide (DMF), tethrahydro 
furane (THF), cyclohexanone, xylene, toluene, and acetone. 
Solvent mixtures can also be used as Well. One representative 
examples of a suitable mixture is FLUX REMOVER AMS, a 
trade name of a solvent mixture manufactured by Tech Spray, 
Inc. ofAmarillo, Tex. comprising about 93.7% of a mixture of 
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3,3-dichloro-1,1,1,2,2-penta?uoropropane and 1,3-dichloro 
1,1,2,2,3-penta?uoropropane, and the balance methanol, 
With trace amounts of nitromethane. 

[0028] In on embodiment, the agent or drug can be dis 
solved in the composition or dispersed in the composition in 
?ne particles for manufacturing the reservoir layer and the 
?nishing coating layer. The agent can include any substance 
capable of exerting a therapeutic or prophylactic effect in the 
practice of the present invention. The drug may include small 
molecule drugs, peptides, proteins, and oligonucleotides. 
One example of an agent that can be used by being incorpo 
rated into the reservoir layer or the ?nishing coating layer is 
estradiol. By Way of example, the mass ratio betWeen estra 
diol and the polymer can be betWeen about 5:1 and 02:1 for 
the ?nishing coat layer and betWeen about 1:2 and 1:06 for 
the reservoir layer. Examples of other drugs include those that 
fall under the genus of antiproliferative, antineoplastic, anti 
in?ammatory, antiplatelet, anticoagulant, anti?brin, anti 
thrombin, antimitotic, antibiotic, antiallergic and antioxidant 
substances. Speci?c examples include actinomycin D, pacli 
taxel, docetaxel, methotrexate, aZathioprine, vincristine, vin 
blastine, ?uorouracil, doxorubicin hydrochloride, mitomy 
cin, sodium heparin, loW molecular Weight heparins, 
heparinoids, hirudin, argatroban, forskolin, vapiprost, pros 
tacyclin and prostacyclin analogues, dextran, D-phe-pro-arg 
chloromethylketone (synthetic antithrombin), dipyridamole, 
glycoprotein IIb/IIIa platelet membrane receptor antagonist 
antibody, recombinant hirudin, angiopeptin, angiotensin con 
verting enZyme inhibitors such as captopril, cilaZapril or lisi 
nopril, calcium channel blockers (such as nifedipine), colchi 
cine, ?broblast groWth factor (FGF) antagonists, ?sh oil (00-3 
fatty acid), histamine antagonists, lovastatin (an inhibitor of 
HMG-CoA reductase, a cholesterol loWering drug), mono 
clonal antibodies (such as those speci?c for Platelet-Derived 
GroWth Factor (PDGF) receptors), nitroprusside, phosphodi 
esterase inhibitors, prostaglandin inhibitors, suramin, seroto 
nin blockers, steroids, thioprotease inhibitors, triaZolopyri 
midine (a PDGF antagonist), and nitric oxide. An example of 
an antiallergic agent is permirolast potassium. Other thera 
peutic sub stances or agents Which may be appropriate include 
alpha-interferon, genetically engineered epithelial cells, 
rapamycin and structural derivatives or functional analogs 
thereof, such as 40-O-(2-hydroxy)ethyl-rapamycin (known 
by the trade name of EVEROLIMUS available from Novar 
tis), 40-O-(3-hydroxy)propyl-rapamycin and 40-O-[2-(2-hy 
droxy)ethoxy]ethyl-rapamycin; tacrolimus and dexametha 
sone. 

[0029] The drug can be also included in micro-depot areas 
of a stent. Different drugs can be used With the same stent. For 
example, paclitaxel can be loaded in the micro-depot areas, 
EVEROLIMUS in the drug-reservoir layer, and dexametha 
soneiin the ?nishing coat layer. 
[0030] In accordance With another embodiment, the drug, 
such as estradiol, can be incorporated into a polymeric reser 
voir layer or the optional ?nishing coat layer in the form of 
particles of micron to sub-micron siZe. For example, the 
particles can have a diameter betWeen about 0.5 and 4.0 pm. 
The drug can be encapsulated into the particles, folloWed by 
suspending the particles in the polymer solution. The suspen 
sion can be then applied to the stent. By Way of example, the 
mass ratio betWeen micro- or nanoparticles and the polymer 
in the suspension can be Within a range of betWeen about 1:5 
and 1:10. 
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[0031] The particles can be de?ned by spherical outer 
shells made of an encapsulating polymer Which include an 
inside space ?lled With the drug. When the stent is in contact 
With body ?uids, the polymer forming the outer shell of the 
particles can hydrolyZe and degrade thus releasing the drug. 
The particles can be made by emulsion method according to 
techniques knoWn to those having ordinary skill in the art. 
Examples of suitable encapsulating polymers include poly 
(glycolic acid) (PGA), poly(D-lactic acid) (PDLA), poly(L 
lactic acid) (PLLA), poly(butylene terephtalate-co-ethylene 
glycol)(PBT-PEG), and mixtures thereof. 
[0032] In accordance With one embodiment of the inven 
tion, the reservoir layer can have a variable thickness along at 
least a segment of the length of the stent. Referring to FIGS. 
1A, 1B, and 1C, there is illustrated a portion of the length of 
a stent substrate 10. An optional primer layer 12 can be 
deposited on an outer surface 14 of the substrate 10. The 
primer layer 12 should be free from any therapeutic sub 
stances so as to serve as an adhesive tie layer betWeen the 

surface 14 of the stent, Which is typically made from a metal 
lic material such as stainless steel, and a reservoir layer 16. A 
?rst layer 1611 for the reservoir layer 16 can deposited on the 
primer layer 12 folloWed by masking a portion of the ?rst 
layer 16a. The masking can be accomplished by any variety 
of methods knoWn to one having ordinary skill in the art, such 
as by a plastic tape. By Way of example, at least 50% of the 
length of the ?rst layer 1611 can be covered, folloWed by the 
deposition of a second layer 16b. The steps of masking and 
deposition can be repeated to form any suitable number of 
sub-layers. FIGS. 1B and 1C illustrate additionally masking 
and deposition steps for forming third and forth layers 16c 
and 16d. Each sub layer 16a-16d can include the same drug, 
a different drug, or a different combination of drugs. In one 
embodiment, the more Water soluble drugs can be incorpo 
rated in the more deeper areas of reservoir layer 16 (e.g., 
layers 1611 or 16b) and the less Water soluble drugs can be in 
the shalloWer regions (e.g., 160 or 16d). 
[0033] When the last desired sub-layer of the reservoir 
layer 16 has been formed, the masking material is removed 
and discarded, and a topcoat layer 18 or a ?nishing coat layer 
20 can be deposited on reservoir layer 16. If a topcoat layer is 
used, the ?nishing coat layer can be applied over the topcoat 
layer. FIG. 2 illustrates a cross sectional vieW of a segment of 
the end product of the coating con?guration. As illustrated in 
FIG. 2, the reservoir layer 16 has a variable thickness along 
the longitudinal length of at least a segment of the stent, Which 
provides for a concentration gradient for the drug in the 
reservoir layer 16. The thicker portions of the reservoir layer 
16 Will have a higher quantity of a drug or combination of 
drugs that the thinner portions. The thickness of the reservoir 
layer 16 increases from one region of the stent in a step-Wise 
con?guration toWards a second region of the substrate 1 0. The 
addition of the topcoat layer 18 or a ?nishing coating layer 20, 
hoWever, produces a planar topography for the ?nished prod 
uct. 

[0034] In accordance With one embodiment of the inven 
tion, a stent coating that develops cracks immediately upon 
expansion of the stent can be fabricated. This coating can be 
used if a high rate of release of the drug is desired. The cracks 
Which typically develop across the entire coating may help to 
achieve such high rate of release by providing a channel 
through Which the drug Would easily and quickly diffuse from 
the drug-polymer layer through the topcoat membrane. 
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[0035] The coatings and methods of the present invention 
have been described in conjunction With a stent. The stent can 
be a balloon-expandable or self-expandable stent, or can 
include micro-depot areas to contain drugs. The use of the 
coating, hoWever, is not limited to stents and the coating can 
also be used With a variety of other medical devices. 
Examples of the implantable medical device, that can be used 
in conjunction With the embodiments of this invention 
include stent-grafts, grafts (e.g., aortic grafts), arti?cial heart 
valves, cerebrospinal ?uid shunts, pacemaker electrodes, 
axius coronary shunts and endocardial leads (e. g., FINELINE 
and ENDOTAK, available from Guidant Corporation). 
[0036] The underlying structure of the device can be of 
virtually any design. The device can be made of a metallic 
material or an alloy such as, but not limited to, cobalt-chro 
mium alloys (e.g., ELGILOY), stainless steel (316L), 
“MP35N,” “MP20N,” ELASTINITE (Nitinol), tantalum, tan 
talum-based alloys, nickel-titanium alloy, platinum, plati 
num-based alloys such as, e.g., platinum-iridium alloy, iri 
dium, gold, magnesium, titanium, titanium-based alloys, 
Zirconium-based alloys, or combinations thereof. Devices 
made from bioabsorbable or biostable polymers can also be 
used With the embodiments of the present invention. 
“MP35N” and “MP20N” are trade names for alloys of cobalt, 
nickel, chromium and molybdenum available from Standard 
Press Steel Co. of J enkintoWn, Pa. “MP3 5N” consists of 35% 
cobalt, 35% nickel, 20% chromium, and 10% molybdenum. 
“MP20N” consists of 50% cobalt, 20% nickel, 20% chro 
mium, and 10% molybdenum. 
[0037] Various embodiments of the present invention can 
be further illustrated by the folloWing examples. 

EXAMPLE 1 

[0038] A ?rst composition can be prepared by mixing the 
folloWing components: 
[0039] (a) betWeen about 1.0 mass % and about 15 mass %, 
for example, about 2.0 mass % of EVAL; and 
[0040] (b) the balance, DMAC solvent. 
[0041] The ?rst composition can be sprayed on the surface 
of a bare 13 mm TETRA stent (available from Guidant Cor 
poration). The spray can have a 0.014 fan noZZle maintained 
at about 600 C. With a feed pressure of about 0.2 atm (about 3 
psi) and an atomiZation pressure of about 1.3 atm (about 20 
psi). BetWeen about 40 pg and 100 pg, for example, about 70 
pg of the Wet coating can be applied. The composition can be 
baked at about 1400 C. for about 2 hours, yielding a dry 
primer layer. 
[0042] A second composition can be prepared by mixing 
the folloWing components: 
[0043] (c) betWeen about 1.0 mass % and about 15 mass %, 
for example, about 2.0 mass % of EVAL; 
[0044] (d) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0045] (e) the balance, DMAC solvent. 
[0046] The second composition can beapplied onto the 
dried primer layer to form a drug-polymer or reservoir layer, 
using the same spraying technique and equipment used for 
applying the primer layer. BetWeen about 300 pg and 500 pg 
of the Wet coating can be applied, folloWed by drying by 
baking the stent. The dry drug-polymer layer can contain 
betWeen about 30 and 70 mass % of the drug, for example, 
betWeen about 34 and 63 mass %, corresponding to the drug/ 
polymer ration in the dry reservoir layer betWeen about 1 :2.3 
and about 1:04, for example, betWeen about 1:1.9 and 1:06. 
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[0047] A third composition can be prepared by mixing the 
folloWing components: 
[0048] (f) betWeen about 1.0 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0049] (g) the balance, a mixture of solvents including 
xylene, FLUX REMOVER AMS (“FLUX REMOVER”) and 
acetone in a ratio of about 25: 19:5 by mass. 
[0050] The third composition can be applied onto the dried 
drug-polymer layer, to form a topcoat layer. BetWeen about 
150 pg and 300 pg, for example, about 200 pg of the Wet 
coating can be applied, folloWed by drying. 
[0051] A fourth composition can be prepared by mixing the 
folloWing components: 
[0052] (h) betWeen about 1.0 mass % and about 15 mass %, 
for example, about 1.0 mass % of PBMA; 
[0053] (i) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1 mass % of estradiol; and 
[0054] (j) the balance, a mixture of solvents including 
xylene, FLUX REMOVER, and acetone in a ratio of about 
25:19:5 by mass. 
[0055] The fourth composition can be applied onto the 
dried topcoat layer, to form a ?nishing coat layer. BetWeen 
about 100 pg and 175 pg, for example, about 100 pg of the Wet 
coating can be applied, folloWed by drying. The dry ?nishing 
coat layer can contain betWeen about 33 and 70 mass % of the 
drug, corresponding to the drug/polymer ration in the ?nish 
ing coat layer betWeen about 1:2 and about 1:04. 
[0056] The rate of release of estradiol from various stents 
coated according to the procedure of Example 1 Was mea 
sured by using a standard technique knoWn to those having 
ordinary skill in the art. FIG. 3 shoWs the rates of release of 
estradiol for 5 stents (curves 1-5) coated With various com 
positions Within ranges described in Example 1.As shoWn by 
FIG. 3, for every one of ?ve stents there Was a “burst” in the 
release rate of estradiol at the initial stage. During later stages, 
the rate of release Was close to linear. 

EXAMPLE 2 

[0057] A primer layer can be formed as described in 
Example 1 .A ?rst composition can be prepared by mixing the 
folloWing components: 
[0058] (a) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 1.0 mass % of EVAL; 
[0059] (b) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0060] (c) the balance, DMAC solvent. 
[0061] About 250 pg ofthe Wet composition can be applied 
onto the dried primer layer, folloWed by drying, to form a 
drug-polymer layer. 
[0062] A second composition can be prepared by mixing 
the folloWing components: 
[0063] (d) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0064] (e) the balance, a solvent mixture including cyclo 
hexanone and FLUX REMOVER in a ratio of about 30: 1 9 by 
mass. 

[0065] About 300 pg of the Wet composition can be applied 
onto the drug-polymer layer, folloWed by drying, to form the 
topcoat layer. 
[0066] A third composition can be prepared by mixing the 
folloWing components: 
[0067] (f) betWeen about 1.0 mass % and about 15 mass %, 
for example, about 1.5 mass % of PBMA; 



US 2009/0005 861 A1 

[0068] (g) between about 0.5 mass % and about 2.0 mass %, 
for example, about 1 mass % of estradiol; and 
[0069] (h) the balance, a mixture of solvents including 
acetone, cyclohexanone and FLUX REMOVER, in a ratio of 
about 16:12:11 by mass. 
[0070] About 75 pg of the Wet composition can be applied 
onto the dried topcoat layer, folloWed by drying, to form a 
?nishing coat layer. 

EXAMPLE 3 

[0071] A drug-polymer layer disposed on top of an optional 
primer layer can be formed as described in Example 2. A ?rst 
composition can be prepared by mixing the folloWing com 
ponents: 
[0072] (a) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of KYNAR; and 
[0073] (b) the balance, a solvent mixture including acetone, 
cyclohexanone and FLUX REMOVER in a ratio of about 
50:25:23 by mass. 
[0074] About 300 pg of the Wet composition can be applied 
onto the drug-polymer layer, folloWed by drying. 
[0075] A second composition can be prepared by mixing 
the folloWing components: 
[0076] (c) betWeen about 0.5 mass % and about 15 mass %, 
for example, about 1.0 mass % of KYNAR; 
[0077] (d) betWeen about 0.05 mass % and about 2.0 mass 
%, for example, about 1.0 mass % of estradiol; and 
[0078] (e) the balance, a mixture of solvents including 
acetone, cyclohexanone and FLUX REMOVER, in a ratio of 
about 50:250:23 by mass. 
[0079] BetWeen about 100 pg and 175 pg of the Wet coating 
can be applied, folloWed by drying. The dry ?nishing coat 
layer can contain betWeen about 33 and 56 mass % of the 
drug, corresponding to the drug/polymer ration in the ?nish 
ing coat layer betWeen about 1:2 and about 1:08. 

EXAMPLE 4 

[0080] A primer layer can be formed as described in 
Example 1 .A ?rst composition can be prepared by mixing the 
folloWing components: 
[0081] (a) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of EVAL; 
[0082] (b) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0083] (c) the balance, a solvent mixture, the mixture 
including DMAC and ethanol (EtOH) in a ratio of about 
57:40 by mass. 
[0084] About 300 pg of the Wet composition can be applied 
onto the dried primer layer, folloWed by drying to form a ?rst 
sub-layer of a drug-polymer layer. 
[0085] A second composition, a suspension, can be pre 
pared by mixing the folloWing components: 
[0086] (d) betWeen about 0.5 mass % and about 15 mass %, 
for example, about 1.0 mass % of PBMA; 
[0087] (e) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 2.0 mass % of drug-loaded particles 
(DLP), the DLP comprising estradiol incorporated in a shell 
made of PLLA; and 
[0088] (f) the balance, a mixture of solvents including etha 
nol, FLUX REMOVER, and acetone, in a ratio of about 
40:37:20 by mass. 
[0089] About 300 pg of the suspension can be applied onto 
the ?rst sub-layer of the drug-polymer layer to form a second 
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sub-layer of the drug-polymer layer and to complete the for 
mation of the drug-polymer layer. 
[0090] A third composition can be prepared by mixing the 
folloWing components: 
[0091] (g) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0092] (h) the balance, a solvent mixture including DMAC 
and FLUX REMOVER in a ratio of about 30:19 by mass. 
[0093] About 200 pg ofthe Wet composition can be applied 
onto the drug-polymer layer, folloWed by drying, to form the 
topcoat layer. 
[0094] A fourth composition can be prepared by mixing the 
folloWing components: 
[0095] (i) betWeen about 0.5 mass % and about 15 mass %, 
for example, about 1.0 mass % of PBMA; 
[0096] (j) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0097] (k) the balance, a mixture of solvents including 
acetone, cyclohexanone and FLUX REMOVER, in a ratio of 
about 20:15:14 by mass. 
[0098] About 100 pg of the Wet composition can be applied 
onto the dried topcoat layer folloWed by drying, to form a 
?nishing coat layer. 

EXAMPLE 5 

[0099] An optional primer layer can be formed as described 
in Example 1. A ?rst composition can be prepared by mixing 
the folloWing components: 
[0100] (a) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 1.0 mass % of EVAL; 
[0101] (b) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0102] (c) the balance, DMAC solvent. 
[0103] About 250 pg of the Wet ?rst composition can be 
applied onto the dried primer layer, folloWed by drying, to 
form a ?rst sub-layer of a drug-polymer layer. 
[0104] A second composition including a suspension can 
be prepared and applied onto the ?rst sub-layer as described 
in Example 4, to form a second sub-layer of the drug-polymer 
layer and to complete the formation of the drug-polymer 
layer. FolloWing the formation of the drug-polymer layer, a 
topcoat layer and a ?nishing coat layer formulations can be 
prepared and applied to form the topcoat and ?nishing coat 
layers, as described in Example 4. 

EXAMPLE 6 

[0105] A ?rst composition can be prepared by mixing the 
folloWing components: 
[0106] (a) betWeen about 1.0 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0107] (b) the balance, cyclohexanone solvent. 
[0108] About 70 pg of the Wet composition can be applied 
onto the surface of a bare stent to form an optional primer 
layer. 
[0109] A second composition can be prepared by mixing 
the folloWing components: 
[0110] (c) betWeen about 0.1 mass % and about 15 mass %, 
for example, about 1.0 mass % of PBMA; 
[0111] (d) betWeen about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0112] (e) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
of about 20: 19: 10 by mass. 
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[0113] About 75 ug of the wet second composition can be 
applied onto the dried primer layer, followed by drying, to 
form a ?rst sub-layer of a drug-polymer layer. Following 
formation of the ?rst sub-layer of the drug-polymer layer, a 
portion of the ?rst sub-layer can be masked (about 50% of the 
length of the ?rst sub-layer can be masked). 
[0114] A third composition can be prepared by mixing the 
following components: 
[0115] (f) between about 0.1 mass % and about 15 mass %, 
for example, about 1.5 mass % of PBMA; 
[0116] (g) between about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0117] (h) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
ofabout16:15:8 by mass. 
[0118] About 75 ug of the wet third composition can be 
applied onto the dried ?rst sub-layer, followed by drying, to 
form a second sub-layer of the drug-polymer layer. Following 
formation of the second sub-layer of the drug-polymer layer, 
a portion of the second sub-layer can be masked and the steps 
repeated until the drug-polymer coating has a total of about 
300 ug of PBMA and about 200 ug of estradiol. 
[0119] A ?nal composition can be prepared, containing: 
[0120] (i) between about 1.0 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0121] (j) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
of about 20:19: 10 by mass. 
[0122] About 200 ug of the wet ?nal composition can be 
applied onto the drug-polymer layer, followed by drying, to 
form the topcoat layer. 

EXAMPLE 7 

[0123] An optional primer layer canbe formed as described 
in Example 1 . A ?rst composition can be prepared by mixing 
the following components: 
[0124] (a) between about 0.1 mass % and about 15 mass %, 
for example, about 1.5 mass % of PBMA; 
[0125] (b) between about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0126] (c) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
ofabout16:15:8 by mass. 
[0127] About 75 ug of the wet ?rst composition can be 
applied onto the dried primer layer, followed by drying, to 
form a ?rst layer of a drug-polymer layer. Following forma 
tion of the ?rst layer, a portion of the ?rst layer, for example, 
about 50% of the length of the ?rst layer, can be masked. 
[0128] A second composition can be prepared by mixing 
the following components: 
[0129] (d) between about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0130] (e) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
of about 20:19: 10 by mass. 
[0131] About 200ug of the wet second composition can be 
applied onto the ?rst layer, followed by drying, to form a 
second layer. 
[0132] A third composition can be prepared by mixing the 
following components: 
[0133] (f) between about 0.1 mass % and about 15 mass %, 
for example, about 1.0 mass % of PBMA; 
[0134] (g) between about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
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[0135] (h) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
of about 20: 19: 10 by mass. 
[0136] About 75 ug of the wet third composition can be 
applied to the stent, followed by drying, to form a third layer. 
Following formation of the third layer, a portion of the third 
layer, for example, about 50% of the length of the third layer 
can be masked. 
[0137] A fourth composition can be prepared by mixing the 
following components: 
[0138] (i) between about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0139] (j) the balance, a mixture of solvents, the mixture 
including xylene, FLUX REMOVER, and acetone in a ratio 
ofabout 20:19:10 by mass. 
[0140] About 100 ug of the wet fourth composition can be 
applied to the stent, followed by drying to form a fourth layer. 
[0141] A ?fth composition can be prepared by mixing the 
following components: 
[0142] (k) between about 0.1 mass % and about 15 mass %, 
for example, about 1.0 mass % of PBMA; 
[0143] (1) between about 0.5 mass % and about 2.0 mass %, 
for example, about 1.0 mass % of estradiol; and 
[0144] (m) the balance, a mixture of solvents including 
xylene, FLUX REMOVER, and acetone in a ratio of about 
20:19:10 by mass. 
[0145] About 75 ug of the wet ?fth composition can be 
applied onto the stent, followed by drying, to form a ?fth 
layer. 
[0146] A sixth composition can be prepared by mixing the 
following components: 
[0147] (n) between about 0.1 mass % and about 15 mass %, 
for example, about 2.0 mass % of PBMA; and 
[0148] (o) the balance, a mixture of solvents, xylene, FLUX 
REMOVER, and acetone in a ratio of about 20: 1 9: 1 0 by mass. 
[0149] About 200 ug of the wet sixth composition can be 
applied, followed by drying, to form a topcoat layer. 

EXAMPLE 8 

[0150] A ?rst composition was prepared by mixing the 
following components: 
[0151] (a) about 3.0 mass % of EVAL; 
[0152] (b) about 25 mass % of ethanol; and 
[0153] (c) the balance, DMAC solvent. 
[0154] The ?rst composition was applied onto the stent to 
form a primer layer as described in Example 1. The primer 
layer had solids of about 40 [Lg 
[0155] A second composition was prepared by mixing the 
following components: 
[0156] (d) about 2.0 mass % of EVAL; 
[0157] (e) about 1.0 mass % of EVEROLIMUS; 
[0158] (f) about 25 mass % ofpentane; and 
[0159] (g) the balance, DMAC solvent. 
[0160] The second composition was applied onto the dried 
primer layer to form a drug-polymer layer as described in 
Example 1. The drug-polymer layer was dried for about 1 
hour at a temperature of about 800 C., to form the dry reservoir 
layer having solids of about 834 [Lg 
[0161] A third composition was prepared by mixing the 
following components: 
[0162] (h) about 4.0 mass % of EVAL; 
[0163] (i) about 20 mass % of pentane; and 
[0164] (j) the balance, DMAC solvent. 
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[0165] The third composition Was onto the dried drug-poly 
mer layer, to form a topcoat layer, as described in Example 1. 
The drug-polymer layer Was dried for about 1 hour at a 
temperature of about 80° C., to form the dry reservoir layer 
having solids of about 100 pg. 
[0166] The stent coated as described in Example 8 Was 
expanded. Immediately upon the expansion, the cracks devel 
oped across the entire coating, as shoWn by the microphoto 
graph presented in FIG. 4. 
[0167] While particular embodiments of the present inven 
tion have been shoWn and described, it Will be obvious to 
those skilled in the art that changes and modi?cations can be 
made Without departing from this invention in its broader 
aspects. Therefore, the appended claims are to encompass 
Within their scope all such changes and modi?cations as fall 
Within the true spirit and scope of this invention. 

What is claimed is: 
1. A stent having a coating, the coating comprising a ?rst 

region including a thermoplastic polyacrylate material and a 
therapeutic substance and a second region free from any 
therapeutic substances disposed on the surface of the stent 
and beneath the ?rst region, additionally including a third 
region disposed over the ?rst region, the third region includ 
ing a thermoplastic polyacrylate material and optionally a 
therapeutic substance. 

2. A stent having a coating, the coating comprising a ?rst 
region including a thermoplastic polyacrylate material and a 
therapeutic substance and a second region free from any 
therapeutic substances disposed on the surface of the stent 
and beneath the ?rst region, Wherein the ?rst region has a 
variable thickness along at least a segment of the length of the 
stent. 

3. A stent having a coating, the coating comprising a ?rst 
region including a thermoplastic polyacrylate material and a 
therapeutic substance and a second region free from any 
therapeutic substances disposed on the surface of the stent 
and beneath the ?rst region, 

Wherein the concentration of the substance is greater in a 
?rst area of the ?rst region than in a second area of the 
?rst region. 

4. A stent comprising a coating, Wherein the coating com 
prises a ?rst, second, and third layers disposed over one 
another Wherein the second layer includes a thermoplastic 
polyacrylate material, 

Wherein at least one of the layers includes a therapeutic 
substance, 

Wherein the ?rst layer is disposed on the outer surface of 
the stent, and 

Wherein the third layer comprises a polymer selected from 
the group consisting of ?uorinated polymers, poly(eth 
ylene-co-vinyl alcohol), polydioxanone, poly(glycolic 
acid-co-trimethylene carbonate), polyphosphoester, 
polyphosphoester urethane, polycyanoacrylates, poly(t 
rimethylene carbonate), poly(iminocarbonate), co-poly 
(ether-esters), polyalkylene oxalates, polyurethanes, 
silicones, polyisobutylene, ethylene-alphaole?n 
copolymers, vinyl halide polymers and copolymers, 
polyvinyl ethers, polyvinylidene chloride, polyacryloni 
trile, polyvinyl ketones, polyvinyl aromatics, ethylene 
methyl methacrylate copolymers, acrylonitrile-styrene 
copolymers, ABS resins, polyamides, alkyd resins, 
polyoxymethylenes, polyimides, polyethers, epoxy res 
ins, polyurethanes, rayon, rayon-triacetate, ?brin, 
?brinogen, cellulose, collagen, hyaluronic acid, cellu 
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lose acetate, cellulose butyrate, cellulose acetate 
butyrate, cellophane, cellulose nitrate, cellulose propi 
onate, cellulose ethers, and carboxymethyl cellulose. 

5. The stent of claim 4, Wherein the therapeutic substance is 
contained in the second layer and optionally the third layer 
but not the ?rst layer. 

6. The stent of claim 4, Wherein the ?rst layer and the third 
layer include the therapeutic substance but not the second 
layer. 

7. The stent of claim 6, Wherein the ?rst layer is disposed on 
a primer layer, the primer layer being disposed on the surface 
of the stent. 

8. The stent of claim 4, Wherein the ?rst layer includes a 
polyacrylate material, and Wherein at least one of the layers is 
free from any therapeutic substances. 

9. The stent of claim 8, Wherein the ?rst layer is disposed on 
the outer surface of the stent and is free from any therapeutic 
substances. 

10. A stent comprising a coating containing an active agent 
or a combination of active agents, the coating having a vari 
able thickness along at least a portion of the length of the stent 
so as to provide a concentration gradient of the active agent or 
agents along from a thin region of the coating to the thick 
region of the coating. 

11. A method of coating a stent comprising forming a 
coating on the stent, the coating including a ?rst region having 
a thermoplastic polyacrylate material and a therapeutic sub 
stance and a second region free from any therapeutic sub 
stances disposed on the surface of the stent beneath the ?rst 
region, 

Wherein the second region comprises a polymer selected 
from polydioxanone, poly(glycolic acid-co-trimethyl 
ene carbonate), polyphosphoester, polyphosphoester 
urethane, polycyanoacrylates, poly(trimethylene car 
bonate), poly(iminocarbonate), co-poly(ether-esters), 
polyalkylene oxalates, polyurethanes, silicones, poly 
isobutylene, ethylene-alphaole?n copolymers, vinyl 
halide polymers and copolymers, polyvinyl ethers, poly 
vinylidene chloride, polyacrylonitrile, polyvinyl 
ketones, polyvinyl aromatics, ethylene-methyl meth 
acrylate copolymers, acrylonitrile-styrene copolymers, 
ABS resins, polyamides, alkyd resins, polyoxymethyl 
enes, polyimides, polyethers, epoxy resins, polyure 
thanes, rayon, rayon-triacetate, ?brin, ?brinogen, cellu 
lose, collagen, hyaluronic acid, cellulose acetate, 
cellulose butyrate, cellulose acetate butyrate, cello 
phane, cellulose nitrate, cellulose propionate, cellulose 
ethers, and carboxymethyl cellulose. 

12. A method of coating a stent, comprising forming at 
least three layers of coating on a stent, 

Wherein the second layer includes a thermoplastic poly 
acrylate material, 

Wherein at least one of the layers includes a therapeutic 
substance, 

Wherein the ?rst layer is disposed on the outer surface of 
the stent, and 

Wherein the third layer comprises a polymer selected from 
the group consisting of ?uorinated polymers, poly(eth 
ylene-co-vinyl alcohol), polydioxanone, poly(glycolic 
acid-co-trimethylene carbonate), polyphosphoester, 
polyphosphoester urethane, polycyanoacrylates, poly(t 
rimethylene carbonate), poly(iminocarbonate), co-poly 
(ether-esters), polyalkylene oxalates, polyurethanes, 
silicones, polyisobutylene, ethylene-alphaole?n 
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copolymers, vinyl halide polymers and copolymers, 
polyvinyl ethers, polyvinylidene chloride, polyacryloni 
trile, polyvinyl ketones, polyvinyl aromatics, ethylene 
methyl methacrylate copolymers, acrylonitrile-styrene 
copolymers, ABS resins, polyamides, alkyd resins, 
polyoxymethylenes, polyimides, polyethers, epoxy res 
ins, polyurethanes, rayon, rayon-triacetate, ?brin, 
?brinogen, cellulose, collagen, hyaluronic acid, cellu 
lose acetate, cellulose butyrate, cellulose acetate 
butyrate, cellophane, cellulose nitrate, cellulose propi 
onate, cellulose ethers, and carboxymethyl cellulose. 

Jan. 1, 2009 

13. A method of coating a stent comprising depositing a 
coating on the stent Wherein the coating has a variable thick 
ness along at least a segment of the length of the stent. 

14. A method of coating a stent, comprising, 
depositing a ?rst layer on the stent, the ?rst layer including 

a ?rst therapeutic substance; 
masking a region of the ?rst layer; and 
depositing a second layer on the ?rst layer not covered by 

the masking layer, the second layer including a second 
therapeutic substance. 

* * * * * 


