
(19) 

US 20090297605A1 

(12) Patent Application Publication (10) Pub. N0.2 US 2009/0297605 A1 
United States 

Atkinson et a]. (43) Pub. Date: Dec. 3, 2009 

(54) COMPOSITION AND DEVICE FOR IN VIVO Publication Classi?cation 
CARTILAGE REPAIR (51) Int Cl 

A61K 9/10 (2006.01) 
(76) Inventors: Brent L. Atkinson, Lakewood, CO A61K 9/14 (200601) 

(US); Pedro Bittman, Zurich (CH); A61K 38/02 (2006.01) 
James J- Benedict, Golden, CO (52) us. Cl. ............ .. 424/484; 424/489; 514/2; 977/906 
(US); John Ranieri;Aust1n; TX 
(US); Marsha L. Whitney; Austin; (57) ABSTRACT 
TX (Us); Donald Chickering’ The composition as described serves for in vivo cartilage 
Framlnghem, MA (Us) repair. It basically consists of a naturally derived osteoinduc 

tive and/ or chondroinductive mixture of factors (e. g. derived 
Correspondence Address: from bone) or of a synthetic mimic of such a mixture com 

(21) 

(22) 

(63) 

HOWREY LLP-HN 
C/O IP DOCKETING DEPARTMENT, 2941 
FAIRVIEW PARK DRIVE, SUITE 200 
FALLS CHURCH, VA 22042-7195 (US) 

Appl. No.: 12/463,108 

Filed: May 8, 2009 

Related US. Application Data 

Continuation of application No. 11/433,968; ?led on 
May 15; 2006; now abandoned; which is a continua 
tion of application No. 10/386,946, ?led on Mar. 11; 
2003; now abandoned; which is a continuation of 
application No. 09/485,594; ?led on Sep. 13; 2000; 
now Pat. No. 6,582,471; ?led as application No. PCT/ 
EP98/05100 onAug. 12; 1998. 

bined with a nanosphere delivery system. A preferred mixture 
of factors is the combination of factors isolated from bone; 
known as BP and described by Poser and Benedict (W0 
95/ 13767). The nanosphere delivery system consists of nano 
spheres de?ned as polymer particles of less than 1000 nm in 
diameter (whereby the majority of particles preferably ranges 
between 200-400 nm) in which nanospheres the combination 
of factors is encapsulated. The nanospheres are loaded with 
the mixture of factors in a weight ratio of 0.001 to 17% (w/w); 
preferably of 1 to 4% (w/w) and have a release pro?le with an 
initial burst of 10 to 20% of the total load over the ?rst 24 
hours and a long time release of at least 0.1 per day during at 
least seven following days. The nanospheres are composed of 
eg ((D;L)lactic acid/glycolic acid)-copolymer (PLGA). The 
loaded nanospheres are e.g. made by phase inversion. The 
composition is advantageously utilized as a device compris 
ing any biodegradable matrix in which the nano spheres 
loaded with the factor combination is contained. 
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COMPOSITION AND DEVICE FOR IN VIVO 
CARTILAGE REPAIR 

[0001] This application is a continuation of US. Ser. No. 
11/433,968, ?led May 15, 2006, Which is a continuation of 
US. Ser. No. 10/386,946, ?led Mar. 11, 2003, Which is a 
continuation ofU.S. Ser. No. 09/485,594, noW issued as US. 
Pat. No. 6,582,471 on Jun. 24, 2003, Whichis a § 371 ?ling of 
International Application No. PCT/EP98/05 100. All applica 
tions are incorporated herein by reference. 

BACKGROUND OF THE INVENTION 

[0002] Articular cartilage, an avascular tissue found at the 
ends of articulating bones, has no natural capacity to heal. 
During normal cartilage ontogeny, mesenchymal stem cells 
condense to form areas of high density and proceed through a 
series of developmental stages that ends in the mature chon 
drocyte. The ?nal hyaline cartilage tissue contains only chon 
drocytes that are surrounded by a matrix composed of type II 
Collagen, sulfated proteoglycans, and additional proteins. 
The matrix is heterogenous in structure and consists of three 
morphologically distinct Zones: super?cial, intermediate, and 
deep. Zones differ among collagen and proteoglycan distri 
bution, calci?cation, orientation of collagen ?brils, and the 
positioning and alignment of chondrocytes (Archer et al., J. 
Anat. 189(1): 23-35, 1996; Morrison et al., J Anat, 189(1): 
9-22 1996, MoW et al., Biomaterials 13(2): 67-97, 1992). 
These properties provide the unique mechanical and physical 
parameters to hyaline cartilage tissue. 
[0003] In 1965, a demineraliZed extraction from bovine 
long bones Was found to induce endochondral bone formation 
in the rat subcutaneous assay (Urist Science 150: 893-899. 
1965). Seven individual factors termed Bone Morphogenetic 
Proteins (BMPs) Were isolated to homogeneity and. because 
of signi?cant sequence homology classi?ed as members of 
the TGFB superfamily of proteins (WoZney, et al., Science 
242: 1528-34, 1988; Wang et al., Proc. Nat. Acad. Sci. 87: 
2220-2224, 1990). These individual recombinantly-produced 
factors also induce ectopic bone formation in the rat model 
(Luyten et al, J. Biol. Chem. 264: 13377-80. 1989; Celeste et 
al., Proc. Nat. Acad. Sci. 87: 9843-50, 1990). In addition in 
vitro tests have demonstrated that both BMP-2 and TGFB-l 
induce mesenchymal stem cells to form cartilage (Denker. et 
al., Di?'erentiation 59(i): 25-34. 1995; Denker et al., 41stAnn. 
Orthop. Res. Society 465: 1995). Both BMP-7 and BMP-2 
have been shoWn to enhance matrix production of chondro 
cytes in vitro (Flechtenmacher J Arthritis Rheum. 39(11): 
1896-904.1996: Sailor et al. J Orthop. Res. 14: 937-945, 
1996). From these data We can conclude that not only are the 
BMPs important regulators of osteogenesis but that they also 
play crucial roles during chondrogenic development in vitro. 
[0004] A partially-puri?ed protein mixture from bovine 
long bones termed BP (Bone Protein), also induces cartilage 
and bone formation in the rat subcutaneous assay (Poser and 
Benedict. WO95/ 13767). BP in combination With calcium 
carbonate promotes bone formation in the body. In vitro, BP 
induces mesenchymal stem cells to differentiate speci?cally 
to the cartilage lineage. in high yields, and to late stages of 
maturation (Atkinson et al., J. Cellular Biochem. 65: 325 
339, 1997). 
[0005] The molecular mechanism for cartilage and bone 
formation has beenpar‘tially elucidated. Both BMP and TGFB 
molecules bind to cell surface receptors (the BMP/TGFB 
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receptors), Which initiates a cascade of signals to the nucleus 
that promotes proliferation, differentiation to cartilage, and! 
or differentiation to bone (Massague Cell 85: 947-950, 1996). 
[0006] In 1984, Urist described a substantially pure, but not 
recombinant BMP, combined With a biodegradable polylactic 
acid polymer delivery system for bone repair (US. Pat. No. 
4,563,489). This system blends together equal quantities of 
BMP and polylactic acid (PLA) poWder (100 pg of each) and 
decreases the amount of BMP required to promote bone 
repair. 
[0007] HunZiker (US. Pat. No. 5,368,858; US. Pat. No. 
5,206,023) describes a cartilage repair composition consist 
ing of a biodegradable matrix, a proliferation and/ or chemo 
tactic agent, and a transforming factor. A tWo stage approach 
is used Where each component has a speci?c function over 
time. First, a speci?c concentration of proliferation/chemot 
actic agent ?lls the defect With repair cells. Secondly, a larger 
transforming factor concentration transforms repair cells into 
chondrocytes. Thereby the proliferation agent and the trans 
forming agent may both be TGFB differing in concentration 
only. In addition, the patent discloses a liposome encapsula 
tion method for delivering TGFB-l serving as transformation 
agent. 
[0008] Hattersley et al. (WO 96/39170) disclose a tWo fac 
tor composition for inducing cartilaginous tissue formation 
using a cartilage formation-inducing protein and a cartilage 
maintenance inducing protein. Speci?c recombinant carti 
lage formation inducing protein(s) are speci?ed as BMP-13, 
MP-52, and BMP-12, and cartilage maintenance-inducing 
protein(s) are speci?ed as BMP-9. In one embodiment, 
BMP-9 is encapsulated in a resorbable polymer system and 
delivered to coincide With the presence of cartilage formation 
inducing protein(s). 
[0009] Laurencin et al., (US. Pat. No. 5,629,009) disclose 
a chondrogenesis-inducing device, consisting of a poly anhy 
dride and polyor‘thoester, that delivers Water soluble proteins 
derived from demineraliZed bone matrix, TGFB, EGF, FGF, 
or PDGF. 

[0010] The results of the approaches to cartilage repair as 
cited above are encouraging but they are not satisfactory. In 
particular, the repair tissue arrived at is not fully hyaline in 
appearance and/ or it does not contain the proper chondrocyte 
organization. Furthermore, previous approaches to cartilage 
repair have been addressed to very small defects and have not 
been able to solve problems associated With repair of large, 
clinically relevant defects. 
[0011] One reason that previous approaches failed to 
adequately repair cartilage may be that they Were not able to 
recapitulate natural cartilage ontogeny faithfully enough, this 
natural ontogeny being based on a very complicated system 
of different factors, factor combinations and factor concen 
trations With temporal and local gradients. A single recombi 
nant groWth factor or tWo recombinant groWth factors may 
lack the inductive complexity to mimic cartilage develop 
ment to a su?icient degree and/or the delivery systems used 
may not have been able to mimic the gradient complexity of 
the natural system to a satisfactory degree. 
[0012] Previous approaches may also have failed because 
groWth factor concentrations Were not able to be maintained 
over a su?icient amount of time, Which Would prevent a full 
and permanent differentiation of precursor cells to chondro 
cytes. The loss of groWth factor could be caused by diffusion, 
degradation, or by cellular intemaliZation that bypasses the 
BMP/TGFB receptors. Maintaining a su?icient groWth factor 
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concentration becomes particularly important in repair of 
large sized defects that may take several days or several Weeks 
to fully repopulate With cells. 
[0013] The object of this invention is to create (J. compo 
sition for improved cartilage repair in vivo. The inventive 
composition is to enable in vivo formation of repair cartilage 
tissue Which tissue resembles endogenous cartilage (in the 
case of articular cartilage With its speci?c chondrocyte spatial 
organiZation and super?cial, intermediate, and deep cartilage 
Zones) more closely than repair tissue achieved using knoWn 
compositions for inducing cartilage repair. A further object of 
the invention is to create a device for cartilage repair Which 
device contains the inventive composition. 
[0014] This object is achieved by the composition and the 
device as de?ned by the claims. 

BRIEF DESCRIPTION OF THE INVENTION 

[0015] The inventive composition basically consists of a 
naturally derived osteoinductive and/or chondroinductive 
mixture of factors (e.g, derived from bone) or of a synthetic 
mimic of such a mixture combined With a nanosphere deliv 
ery system. A preferred mixture of factors is the combination 
of factors isolated from bone, known as BP and described by 
Poser and Benedict (W0 95/ 1 3767). The nano sphere delivery 
system consists of nanospheres de?ned as polymer particles 
of less than 1000 nm in diameter (Whereby the majority of 
particles preferably ranges betWeen 200-400 nm) in Which 
nanospheres the combination of factors is encapsulated. The 
nano spheres are loaded With the mixture of factors in a Weight 
ratio of 0.001 to 17% (W/W), preferably of 1 to 4% (W/W) and 
have an analytically de?ned release pro?le (see description 
regarding FIG. 2) shoWing an initial burst of 10 to 20% of the 
total load over the ?rst 24 hours and a long time release of at 
least 0.1 per day during at least seven folloWing days, prefer 
ably of 0.1 to 1% over the folloWing 40 to 60 days. The 
nanospheres are composed of e. g. (lactic acid-glycolic acid) 
copolymers (Poly-(D,L)lactic acid-glycolic acid) made of 20 
to 80% lactic acid and 80 to 20% of glycolic acid, more 
preferably of, 50% lactic acid and 50% of glycolic acid. 
[0016] The loaded nanospheres are e.g. made by phase 
inversion according to MathioWitZ et al. (Nature, 386: 410 
413, 1997) or by other methods knoWn to those skilled in the 
art (Landry, PhD Thesis, Frankfurt, Germany). 
[0017] The inventive composition is advantageously uti 
liZed as a device comprising any biodegradable matrix 
including collagen type I and II, and hyaluronic acid in Which 
matrix the nano spheres loaded With the factor combination is 
contained. The matrix can be in the form of a sponge, mem 
brane, ?lm or gel. The matrix should be easily digestible by 
migrating cells, should be of a porous nature to enhance cell 
migration, and/ or should be able to completely ?ll the defect 
area Without any gaps. 
[0018] It is surprisingly found that the inventive composi 
tion consisting of an osteoinductive and/ or chondroinductive 
combination of factors (e. g, derived from natural tissue) 
encapsulated in nanospheres as speci?ed above, if applied to 
a defect area of an articular cartilage, leads to the transforma 
tion of virtually all precursor cells recruited to the repair area 
to chondrocytes, and furthermore, leads to a homogenous 
chondrocyte population of the repair area and to a chondro 
cyte order and anisotropic appearance as observed in endog 
enous hyaline cartilage. These ?ndings encourage the pros 
pect that the inventive composition may lead to signi?cant 
improvements also regarding repair of large defects. 
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[0019] As mentioned above, instead of an osteoinductive 
and/or chondroinductive mixture of factors derived from 
bone (BP), the inventive composition may comprise natural 
factor mixtures derived from other tissues (e.g. cartilage, 
tendon, meniscus or ligament) or may even be a synthetic 
mimic of such a mixture having an osteoinductive and/or 
chondroinductive effect. Effective mixtures isolated from 
natural tissue seem to contain a combination of proliferation, 
differentiation, and spatial organiZing proteins Which in com 
bination enhance the tissue rebuilding capacity more effec 
tively than single proteins (e.g. recombinant proteins). 
[0020] The speci?ed, analytically de?ned release pro?le of 
such factor mixtures from nanospheres results in the forma 
tion of concentration gradients of proliferation and differen 
tiation factors, Which obviously mimics the complex gradi 
ents of factors observed during natural development very 
Well. The nanosphere extended release pro?le is su?icient to 
provide groWth factor during the time frame that repair cells 
arrive into the matrix. The release pro?le obviously leads to a 
homogenous population of a matrix With precursor cells, to 
full differentiation of virtually all of the precursor cells to 
chondrocytes, and to the formation of an endogenous hyaline 
cartilage structure. 
[0021] Another advantage of the inventive composition is 
that When the nanospheres are placed in a matrix to form a 
device for cartilage repair, they are randomly distributed and 
remain in place When in a joint cartilage defect. During cel 
lular in?ltration and differentiation, the nanospheres are in 
the correct position over the correct time frame. 

[0022] Nanospheres have been demonstrated to adhere to 
the gastrointestinal mucus and cellular linings after oral 
ingestion (MathioWitZ et al., Nature, 386 410-413 1997). We 
envisage that nanospheres also adhere to cartilage precursor 
cells and furthermore, may also adhere to BMP/TGFB recep 
tors located on the cell membrane. This property alloWs local 
iZed high-ef?ciency delivery to the target cells and/or recep 
tors. Because of the nanosphere small siZe and the chemical 
properties, they are more effective than liposomes or diffu 
sion controlled delivery systems. The e?icient delivery to the 
receptors Will facilitate chondrogenesis. 
[0023] Derived from the above ?ndings, We envisage the 
folloWing mechanism for cartilage repair using the effect of 
the inventive composition. During the ?rst 24 hours (initial 
burst) 10 to 20% of the total load of the factor mixture is 
released from the nanospheres into the matrix and diffuses 
into the synovial environment. Following the initial burst, the 
nanospheres begin to release factors at a sloW rate, Which 
produces gradients of proliferation, differentiation, and spa 
tial organiZing proteins. In response to such gradients, pre 
cursor cells migrate to the defect site. The loaded nanospheres 
adhere to cartilage precursor cells and to the BMP and TGFB 
receptors to provide localiZed highly e?icient delivery. The 
precursor cells become differentiated to chondrocytes and 
secrete type II collagen and cartilage-speci?c proteoglycans. 
The composition of the present invention stimulates differen 
tiation of virtually all of these cells to overt chondrocytes and 
induces an ordered cartilage structure Which closely 
resembles hyaline cartilage. Furthermore, We envisage is that 
this release system Will alloW homogenous repair of large 
defect sites and repair of defects from patients With loW 
quantities of precursor cells, 
[0024] For in vivo cartilage repair, the inventive device 
consisting of a matrix and the loaded nanospheres is placed in 
a chondral lesion that Was caused by trauma, arthritis, con 
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genital, or other origin. The damage can result in holes or 
crevices or can consist of soft, dying, or sick cartilage tissue 
that is removed surgically prior to implantation of the device. 
Because of the unique properties of the inventive device pre 
cursor cells populate the matrix, differentiate to chondro 
cytes, and form hyaline cartilage. 
[0025] Application of the inventive composition (Without 
matrix) eg by injection can be envisaged also, in particular in 
the case of small defects. Thereby at least 2 pg of the com 
position per ml of defect siZe is applied or at least 20 ng of the 
osteoinductive and/ or chondroinductive mixture encap su 
lated in the nanospheres is applied per ml defect siZe. 
[0026] The inventive composition and the inventive device 
are suitable for repair of cartilage tissue in general. in particu 
lar for articular cartilage and for meniscus cartilage. 

BRIEF DESCRIPTION OF THE FIGURES 

[0027] The folloWing ?gures illustrate the physical and 
chemical parameters of the inventive composition, the in vitro 
cartilage inductive activity of BP released from nanospheres 
and in vivo repair of an articular cartilage defect using the 
inventive device. 
[0028] FIG. 1 shoWs a scanning electron micrograph of 
BP-loaded nanospheres; 
[0029] FIG. 2 shoWs the release pro?le (cumulative release 
vs. time) of the inventive composition; 
[0030] FIG. 3 shoWs the release pro?le of the inventive 
composition compared With release pro?les of nanosphere 
delivery systems loaded With other proteins; 
[0031] FIG. 4 shoWs the volume of a cartilage defect vs. the 
days required for populating the defect With repair cells; 
[0032] FIG. 5 shoWs micromass cultures in the presence or 
absence of nanospheres loaded With BP; 

DETAILED DESCRIPTION OF THE INVENTION 

[0033] FIG. 1 shoWs a scanning electron micrograph of 
BP-loaded nanospheres. The microparticle siZes range from 
100-1000 run With the majority of individual particles rang 
ing betWeen 200-400 nm. 
[0034] The release rate pro?le of the inventive composition 
Was determined by in vitro analysis of BP delivered from 
nanospheres. These nanospheres Were made by phase inver 
sion according to the method as disclosed by MathioWitZ et al. 
(Nature 386, 410-414, 1997) of ((DL)lactic acid/glycolic 
acid)-copolymer coring the tWo acids in a Weight ratio of 
50:50 and they Were loaded With 1% and With 4% of BP. 
[0035] For determination of the release rate pro?le, the 
nanospheres Were placed in a sterile saline solution and incu 
bated at 37° C. BP released into the supernatant Was measured 
using a BCA assay (Pierce). BP released from the nano 
spheres as speci?ed shoWs tWo successive and distinct pro?le 
parts: a fast release (initial burst) of approximately 10 to 20% 
of the loaded BP over the ?rst 24 hours and a sloW release of 
0.1 to 1% per day (cumulative 40% to 50%) over 40 to 60 days 
(FIG. 2). 
[0036] The release is intermediate betWeen Zero-order and 
?rst-order kinetics. Both the 1% and 4% encapsulated BP 
have similar release pro?les. 
[0037] For attaining release rate pro?les as speci?ed above 
and as necessary for the improved results in cartilage repair 
the nanospheres are to be adapted accordingly When using 
factor mixtures other than BP. Thereby, e. g the composition of 
the nanosphere copolymer, the molecular Weight of the poly 
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mer molecules and/or the loading percentage of the nano 
spheres may be changed. The optimum nano sphere character 
for each speci?c case has to be found experimentally Whereby 
the release rate pro?le is analyZed in vitro as described above. 

[0038] In the same Way, the nanosphere delivery system can 
be modi?ed regarding the percentage of BP to be released in 
the ?rst 24 hours, percentage of BP to be released after 24 
hours and/or length of time after the ?rst 24 hours during 
Which the remainder of BP is released. In addition, the per 
centage of BP loaded to the nanospheres is of course variable 
too, Whereby for obtaining the results as described for the 
speci?ed composition, all the modi?cations are to be chosen 
such that the resulting delivery keeps Within the range as 
speci?ed. 
[0039] All of the above parameters can be modi?ed to 
account for the patient’s age, sex, diet. defect location, 
amount of blood present in the defect, and other clinical 
factors to provide optimal cartilage repair. For example, 
nanospheres With longer release rates are used for treating 
larger defects and/or for patients With feWer precursor cells 
(e.g. older patients or patients With degenerative symptoms). 
In contrast, patients With larger quantities of progenitor cells 
and/or smaller defects may require a shorter release rate pro 
?le. 

[0040] FIG. 3 shoWs the release pro?le as shoWn in FIG. 2 
for nanospheres as speci?ed above loaded With BP and With 
other proteins (same loading percentages) such as BSA (bo 
vine serum albumin) or lysoZyme. The drastically different 
release characteristics shoWs that the pro?le is dependent on 
the protein type also. The same is valid for a more hydropho 
bic mixture of bovine bone derived proteins (PIBP). 
[0041] FIG. 3 illustrates the singularity of the inventive 
combination consisting of the speci?c delivery system (nano 
spheres as speci?ed above encapsulating the factors) and the 
speci?c protein mixture (BP) Which is obviously the key to 
the improved results in cartilage repair as observed When 
using the inventive composition or device. 
[0042] To determine the length of time required for precur 
sor cell repopulation of different siZed defects, the folloWing 
calculation Was performed. We estimate that approximately 
50,000 cells are recruited to the defect/day. Since the cellular 
density of cartilage is about 4><107 cells/ml, a 10 [1.1 volume 
defect Will take approximately 8 days to ?ll With cells. FIG. 4 
plots the number of days required to ?ll different volume 
defects With cells. The Figure assumes an in?nite supply of 
cells and a constant rate of cell attraction to the defect site, 
The graph demonstrates that the larger a defect siZe is, the 
more time is required to completely ?ll it With cells. Since a 
60 [1.1 volume defect Will take over 45 days to ?ll, this Figure 
demonstrates the necessity for a long term release of factors to 
induce differentiation of the precursor cells over up to a tWo 
month period. 
[0043] To determine Whether BP bioactivity is harmed by 
the encapsulation process and to determine Whether the 
released BP Was fully bioactive, the folloWing assay Was 
performed. Previously, it Was demonstrated that 10T1/2 
micromass cultures exposed to BP induce formation of a three 
dimensional spheroid structure that can be observed macro 
scopically in tissue culture Wells (Atkinson et al., J. Cellular 
Biochem. 65: 325-339, 1997). BP concentrations equal or 
greater than 20 ng/ml Were required for spheroid formation. 
No spheroid forms in the absence of BP or at concentrations 
less than 10 ng/ml (see folloWing table). In this assay, 10T1/2 
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mesenchymal stem cells act as in vitro models for the precur 
sor cells recruited to a natural defect. 

[0044] We employed the same assay to test the bioactivity 
of BP released from 1% loaded nanospheres. BP Was eluted 
from nanospheres at 370 C. in a 5% CO2 humidi?ed incuba 
tor. After 24 hours 16% BP is released; and betWeen 24 hours 
and 7 days, 7% BP Was released (FIG. 2). The supernatant 
Was collected, serial dilutions Were made, and the supernatant 
Was added to 10T1/2 micromass cultures. BP released from 
nanospheres at both time points formed spheroids at concen 
trations greater than 20 ng/ ml, but not at concentrations 
betWeen 0 and 10 ng/ml (see following table). Non-encapsu 
lated BP also formed spheroids at concentrations greater than 
20 ng/ml, but not at concentrations betWeen 0 and 10 ng/ml. 
We conclude that both nanosphere encapsulation and release 
of BP does not inhibit BP bioactivity. 

Spheroid formation (— = no spheroid 
formation; + = spheroid formation : 

BP concentration ng/ml 

state ofused BP 0-10 20-1000 

non-encapsulated BP — + 

released from nanospheres (24 h) — + 
released from nanospheres (168 h) — + 

[0045] To determine the effect of BP sloW release in the 
direct presence of micromass cultures, the following assay 
Was performed. Nanospheres Were Washed for 24 hours and 
the supernatant Was discarded. The nanospheres Were then 
added to micro mass cultures at a quantity such that 10 or 25 
ng/ml of BP Would be released over 24 hours, Release of 25 
ng/ml resulted in spheroid formation Whereas release of 10 
ng/ml did not form spheroids (FIG. 5). Similarly, the addition 
of 10 ng of non-encapsulated BP per ml did not form a 
spheroid Whereas the addition of 25 ng of non-encapsulated 
BP per ml did form a spheroid. Regarding the speci?c in vitro 
set-up, We conclude that sloW release of BP over 24 hours is 
as effective as a single dose of BP. 

[0046] To determine Whether the BP released from nano 
spheres Was as chondrogenic as non-encapsulated BP, sphe 
roids Were analyZed for type II collagen and proteoglycan 
content. 10T1/2 spheroids from the above assay that had 
formed With 1 ug of released BP per ml or 1 ug of non 
encapsulated BP per ml Were tested histologically With Azure 
and H+E stains and immunocytochemically With antibodies 
to type II collagen after 7 days. Both encapsulated and non 
encapsulated BP induced cartilage markers such as type II 
collagen, proteoglycan, and round cell shape. In addition, no 
qualitative differences Were observed betWeen encapsulated 
and non-encapsulated BP With respect to cell quantity, viabil 
ity, morphology, or organiZation. We conclude that BP retains 
full chondrogenic capacity after release from nanospheres. 
[0047] The in vitro models used for determining the chon 
droinductive effect of BP differ from the in vivo case by the 
fact that in the in vitro case the precursor cells are present in 
an appropriate number and in an appropriate distribution 
Whereas in the in vivo case the precursor cells ?rst have to 
populate the defect and for this reason have to migrate into the 
defect. Only in the latter case and for achieving repair carti 
lage Which resembles natural cartilage to a high degree, it is 
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essential for the BP to be released over a prolonged time 
period according to a speci?c release pro?le. 

EXAMPLE 

[0048] The folloWing example shoWs that BP released from 
nanospheres induces cartilage repair in chondral defects in 
vivo Whereby virtually all cells recruited to the defect become 
chondrocytes, Whereby the cell structure obtained is ordered, 
and Whereby a hyaline matrix is built up. 
[0049] Using a sheep model, unilateral defects of 0.5 mm 
Width, 0.5 mm depth and 8 to 10 mm length Were created in 
the trochlear groove of the patella. The defects did not pen 
etrate the subchondral bone. The sheep. employed in this 
study Were seven years old and displayed degenerative symp 
toms, including brittle bones, chondromalacia, and subchon 
dral cysts. Because of their advanced age and degenerative 
symptoms, these animals probably have decreased numbers 
of precursor cells. The defects Were then dressed according to 
HunZiker and Rosenberg (J. Bone Joint Surg. 78A(5): 721 
733. 1996) With minor changes. Brie?y. after enZymatic pro 
teoglycan removal With Chondroitinase AC, 2.5 ul of a solu 
tion containing 200 units Thrombin per ml Was placed in the 
defect. Then. a paste Was ?lled into the defect. the paste 
containing per ml: 60 mg Sheep Fibrinogen (Sigma), 88 mg 
Gelfoam (Up john) and either 10 ug of BP-nanospheres or 10 
ug of BP-nanospheres plus 80 ng rhIGF-l (R+D Systems). 
[0050] The nanospheres used Were the nanospheres as 
speci?ed in the description regarding FIG. 2 and they Were 
loaded With 1% (W/W) of BP. 
[0051] Assuming that the in vitro determined release rate is 
approximately the same as for the in vivo case. 10 to 20 ng BP 
per ml Were released during the ?rst 24 hours and approxi 
mately 0.1 to 1 ng per day for the folloWing approximately 60 
days. 
[0052] After eight Weeks, necropsies Were performed. The 
repaired cartilage histology shoWed that virtually all of the 
precursor cells Were differentiated to chondrocytes through 
out the defect. In addition, there Was an ordered cartilage 
appearance With cells on the top being more ?attened mor 
phologically than cells in the center and With the presence of 
ordered. stacked chondrocytes in the loWest Zone. The 
repaired cartilage Was fully integrated into the endogenous 
tissue. In addition. the cartilage repaired With only BP-nano 
spheres Was not signi?cantly different from the cartilage 
repaired using BP-nanospheres plus IGF-l. 
[0053] In conclusion, these results demonstrate that BP 
released from nanospheres is su?icient for cartilage repair 
and that no additional factor is required (such as eg recom 
binant factor IGF-l). Using the inventive device constitutes a 
one step method for cartilage repair, Whereby the nano sphere 
release of BP is suf?cient for differentiation of virtually all of 
the precursor cells to chondrocytes and for induction of an. 
ordered cartilage structure. 
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24. A composition comprising: 
a chondroinductive protein mixture; and 
a delivery system having an initial ?rst release rate (% total 

protein mixture load/time) greater than a sub sequent 
second release rate (% total protein mixture load/time). 

25. The composition of claim 24, Wherein the ?rst rate is 
greater than 10% per day. 

26. The composition of claim 24, Wherein the second rate 
is less than 1% per day. 

27. The composition of claim 24, Wherein the delivery 
system has a third release rate. 

28. The composition of claim 27, Wherein the third release 
rate is greater than 0.1% per day. 

29. The composition of claim 27, Wherein the third release 
rate occurs temporally before the second release rate. 

30. The composition of claim 24, Wherein the protein mix 
ture comprises a bone derived protein. 

31. The composition of claim 24, Wherein the delivery 
system comprises nanospheres. 

32. The composition of claim 24, further comprising a 
matrix. 

33. The composition of claim 32, Wherein the matrix com 
prises a collagen. 

34. A composition comprising: 
a chondroinductive protein mixture; and 
a delivery system having an initial ?rst release rate greater 

than 10% total protein mixture load per day and a sub 
sequent second release rate less than 1% total protein 
mixture load per day. 

35. The composition of claim 34, Wherein the delivery 
system has a third release rate. 

36. The composition of claim 35, Wherein the third release 
rate is greater than 0.1% per day. 

37. The composition of claim 35, Wherein the third release 
rate occurs temporally before the second release rate. 

38. The composition of claim 34, Wherein the protein mix 
ture comprises a bone derived protein. 

39. The composition of claim 34, Wherein the delivery 
system comprises nanospheres. 

40. The composition of claim 34, further comprising a 
matrix. 

41. The composition of claim 40, Wherein the matrix com 
prises a material selected from the group consisting of type I 
collagen, type II collagen and hyaluronic acid. 

42. The composition of claim 40, Wherein the matrix com 
prises type I collagen. 

43. A composition comprising: 
a bone derived chondroinductive protein mixture; 
a biodegradable matrix including collagen; and 
a nano sphere delivery system having an initial ?rst release 

rate greater than 10% total protein mixture load per day 
and a subsequent second release rate less than 1% total 
protein mixture load per day. 
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