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(57) ABSTRACT 

A method of manufacture of a Wristband includes the steps of 
providing a bottom substrate. First circuit elements are depos 
ited on the bottom substrate. A dielectric material is deposited 
at predetermined areas on the bottom substrate. A remainder 
of the circuit is deposited on the bottom substrate and dielec 
tric materials. A transponder chip is secured to the bottom 
substrate to form a transponder. A second substrate is a?ixed 
to the bottom substrate such that the dielectric material and 
transponder are disposed between the bottom substrate and 
second substrate. 
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METHOD OF MANUFACTURE OF AN 
IDENTIFICATION WRISTBAND 

CONSTRUCTION 

RELATED APPLICATIONS 

[0001] This application is a continuation of US. applica 
tion Ser. No. 11/488,278, ?led Jul. 18, 2006, Which claims the 
bene?t of US. Provisional Application No. 60/700,695, ?led 
on Jul. 18, 2005. 

[0002] The entire teachings of the above applications are 
incorporated herein by reference. 

BACKGROUND OF THE INVENTION 

[0003] Disposable Wristbands have long been used for such 
things as identi?cation, access control, age veri?cation, 
among other purposes. Such Wristbands have typically been 
made from materials such as polyester, paper, or vinyl. The 
physical presence of a Wristband of particular color or design 
is used to identify the Wearer as a member of a particular 
group. These colored Wristbands have been used to control 
access to restricted areas or for other purposes in large 
croWded venues such as a sports stadium. For example, 
patrons Who provide proof of legal drinking age are issued a 
Wristband of a particular color, to indicate that they have 
permission to access a beer sales area. 

[0004] In recent years, such Wristbands have been aug 
mented With Radio Frequency Identi?cation (RFID) technol 
ogy. RFID extends the usefulness of such Wristbands, as they 
can each be programmed With a unique code that quickly and 
easily identi?es the Wearer. RFID also adds neW functionality 
to such Wri stbands. As one example, they can be used to locate 
the Wearer. Thus, With the installation of appropriate radio 
location equipment, a lost child Wearing an RFID Wristband 
can be easily found, or prevented from leaving an amusement 
park unless accompanied by an authoriZed adult. 
[0005] RFID Wristbands are also used to alloW the purchase 
of items Without the exchange of currency or need for a 
credit/ debit card, or to alloW secure communication and mon 

etary exchange among patrons. With this type of RFID Wrist 
band, a patron can request the Wristband be credited for 
purchases up to a preselected amount. Purchases can then be 
made by presenting the Wristband at a special RFID reader, 
instead of using cash or credit/debit cards. These Wristbands 
can also be coded so that a Wearer Would be prevented from 
making certain purchases, or from making a single purchase 
above a chosen limit. This feature can be used to control 
purchases by children, for example, so they are encouraged to 
spend their allotted funds Wisely. 
[0006] HoWever, even such RFID Wristbands are suscep 
tible to misuse and unauthoriZed use. Some Wristbands are 
easily removed, and yet still function after removal. A Wrist 
band that still functions after it has been removed provides the 
opportunity for patrons to exchange Wristbands. This could 
provide patrons With the opportunity to give access to a 
restricted area to an unauthorized patron. A patron issued an 
“adult” Wristband that alloWs access to beer sales, for 
example, could remove and give or sell that Wristband to a 
patron not of legal drinking age. As another example, a 
thoughtlessly discarded Wristband that still has funds credited 
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to it could be retrieved and used by an unauthoriZed individual 
to purchase goods or services using someone else’s account. 

SUMMARY OF THE INVENTION 

[0007] Wristbands of the type described above are typically 
intended to be disposable, and may only be used for a feW 
hours. As such, What is needed is a Way to manufacture such 
a Wristband to include RFID functionality and security fea 
tures, Without greatly impacting the overall cost. 
[0008] The method of manufacture of the Wristband 
includes providing a bottom substrate. First circuit elements 
are deposited on the bottom substrate. The ?rst circuit ele 
ments are cured. A dielectric material is deposited at prede 
termined areas on the bottom substrate. A remainder of the 
circuit is deposited on the bottom substrate and dielectric 
materials. A transponder chip is secured to the bottom sub 
strate to form a transponder. A second substrate is a?ixed to 
the bottom substrate such that the dielectric material and 
circuitry are disposed betWeen the bottom substrate and sec 
ond substrate. 

[0009] The present invention is a design and a construction 
technique for such a Wristband. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0010] The foregoing and other objects, features and 
advantages of the invention Will be apparent from the folloW 
ing more particular description of preferred embodiments of 
the invention, as illustrated in the accompanying draWings in 
Which like reference characters refer to the same parts 
throughout the different vieWs. The draWings are not neces 
sarily to scale, emphasis instead being placed upon illustrat 
ing the principles of the invention. 
[0011] FIG. 1 is a plan vieW ofone embodiment ofa Wrist 
band according to the present invention not shoWing a top 
substrate; 
[0012] FIG. 2 is a cross section of the Wristband; 

[0013] FIGS. 3A and 3B are an exploded vieW ofthe Wrist 
band shoWing a top layer and bottom layer; 

[0014] 
[0015] FIG. 5 is a top plan vieW of the bottom layer ofthe 
Wristband of FIG. 1 illustrating the antenna and placement of 
the RFID integrated circuit chip; 
[0016] FIGS. 6A through 6D are a top plan, side elevation, 
bottom plan and perspective vieW respectively of one 
embodiment of a snap insert portion to be used With the 
Wristband of FIG. 1; 

[0017] FIGS. 7A through 7D are a top plan, sectional, bot 
tom plan and perspective vieW respectively of one embodi 
ment of a snap retainer portion to be used With the snap insert 
portion of FIGS. 6A-6D; 
[0018] FIG. 8 is a vieW of a crossover portion illustrating 
hoW a circuit trace can connect to a terminal of an RFID 

integrated circuit chip, Without shorting, to conductors of the 
antenna portion in accordance With one embodiment accord 
ing to the present invention; 
[0019] FIG. 9 is a How chart for the processing steps used to 
manufacture the Wristband in accordance With one embodi 
ment of the present invention. 

FIG. 4 is a top plan vieW of the top layer; 
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DETAILED DESCRIPTION OF THE INVENTION 

[0020] A description of example embodiments of the 
invention follows. 
[0021] FIG. 1 is a general illustration of a disabling Radio 
Frequency Identi?cation (RFID) Wristband 300 constructed 
according to the presenting invention. Wristband 300 is in the 
form of an elongated band 310 With opposite ends 314, 316 
that are brought together and fastened to form a closed loop 
around a Wearer’s Wrist or other body part. 
[0022] Wristband 300 contains a transponder 32, Which is 
comprised of an antenna 30 operatively coupled to a Radio 
Frequency Identi?cation (RFID) circuit 22. Antenna 30 is 
coupled to one or more conductive Wires acting as transpon 
der disabling Wires 34 such that current Will ?oW through 
conductive Wire(s) 34 in the path illustrated by arroW 330 
When transponder 32 is functioning. In the illustrated embodi 
ment, conductive Wire(s) 34 include a top conductor 35 and a 
bottom conductor 36, Which are joined at a node 37. As Will be 
described in more detail beloW, if a discontinuity becomes 
present in any of transponder disabling Wires 34, then tran 
sponder 32 Will become disabled. Hence, conductive Wire 34 
is also referred to herein as a transponder disabling Wire 34. 
[0023] Wristband 300 also preferably includes a mechani 
cal non-reusable tamper-resistant locking mechanism 320 to 
fasten band 310 upon itself at end 314 and to prevent the user 
from attempting to open the locking mechanism 320 to 
remove the Wri stband 300 Without rendering those tampering 
efforts visually evident. 
[0024] Locking mechanism 320 comprises a barbed peg 
318 disposed on band 310 at end 314. A locking hole 322 is 
disposed on ?ap 28 at end 314 of band 310 across a fold line 
26 from barbed peg 318. A number of adjustment openings or 
adjustment holes 24 extend along band 310 in a direction 
toWards end 316. Adjustment holes 24 are used to adjust the 
Wristband 300 to conform to body parts of different circum 
ferences. 
[0025] When ends 314, 316 are brought together, the 
barbed peg 318 is arranged to pass through a selected hole 24 
as required for a snug ?t. The ?ap 28 is then folded along 
imaginary fold line 26 and barbed peg 318 is then passed 
through locking hole 322. Peg 318 is shaped to resist removal 
from the locking hole 322 Without also destroying the locking 
mechanism 320 and rendering it incapable of being refas 
tened. Alternatively, or in addition, adjustment holes 24 can 
be designed to replace or supplement locking hole 322 by 
con?guring them in such a Way that attempts to remove the 
Wristband from the barbed peg 318 Would also destroy the 
hole 24, thereby disabling the Wristband and rendering it 
incapable of being refastened. 
[0026] As mentioned previously, Wristband 300 also 
includes a transponder 32. Transponder 32 contains an 
antenna 30 and an RFID integrated circuit (IC) chip 22. The 
transponder 32 responds to an RF interrogation signal and in 
response emits an RF signal representative of information 
pre-stored or preprogrammed into RFID integrated circuit 
chip 22. For example, the information could include the date 
the Wristband 300 is issued, the date the Wristband 300 
expires and Will no longer be usable for access, the age status 
of the Wearer, and Whether the Wristband 300 can be used for 
purchasing goods or services. Any other desired information, 
depending on the context in Which the Wristband is to be used, 
may be pre-stored or pre-programmed in the transponder. The 
signal may also be used to access information stored in a 
database. 
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[0027] Being a passive-type RFID, the transponder 32 also 
derives a poWer signal from antenna 30 that supplies poWer to 
the rest of the RFID integrated circuit chip 22. In the preferred 
embodiment, the antenna 30 has the form of a continuous 
electrically conductive coil. 
[0028] One or more transponder disabling Wires 34 also 
extend aWay from the area occupied by the transponder 32. 
The transponder disabling Wires 34 form an electrically con 
ductive path, from antenna 30 out to end 316 and back to 
antenna 30, along substantially the entire length of the band 
12 of Wristband 300. As Will be explained in detail beloW, the 
transponder disabling Wires 34 are arranged to connect the 
components of transponder 32 and/or form portions of the 
components themselves, such that transponder disabling 
Wires 34 must remain intact for the transponder 32 to operate. 
[0029] In one embodiment, one or more of the transponder 
disabling Wires 34 may function as part of antenna 30. In such 
an embodiment, consideration should be given to the distance 
betWeen the sections of the loop antenna and transponder 
disabling Wires 34 in order to minimize inductance that can 
lead to possible interference With the operation of the other 
components of transponder 32. 
[0030] Transponder disabling Wires 34 are preferably, but 
not necessarily, made from printed conductive ink that is 
robust enough to Withstand normal handling but fragile 
enough that they Will be broken if a user attempts to remove 
the Wristband. Alternatively, transponder disabling Wires 34 
may be a thin Wire such as copper Wire, a thin foil, or other 
suitable electrically conductive material that Will form an 
electrically continuous path but Will break as a result of tam 
pering. Forming transponder disabling Wires 34 With fran 
gible Zones, Where stresses from tampering attempts are most 
likely to occur, may facilitate breakage of the transponder 
disabling Wires. Of course, if the user attempts to remove the 
Wri stband 300 With a cutting implement, the conductor form 
ing transponder disabling Wires 34 Will also be severed. 
[0031] Turning attention to FIG. 2, in a preferred embodi 
ment the Wristband is formed from tWo layers of a polymeric 
substrate material such as PET or other ?exible plastic mate 
rial. HoWever, Dupont Te?onTM, Teslin® or vinyl are 
examples of otherpossible materials. For comfort reasons it is 
preferred to have at least the bottom layer 220, Which forms 
the substrate for the entire Wristband 300, exhibit a loW coef 
?cient of friction and generally ?exible nature, as it is that 
layer that Will most likely come in close contact to the Wear 
er’s skin. 
[0032] As described in detail beloW, the bottom layer 220 is 
used as a substrate on Which are printed a circuit 230 that 
includes certain elements of transponder 32 such as the 
antenna 30 and certain circuit Wiring, such as the disabling 
Wire(s) 34. Conductive ink is used to form the antenna 30 and 
Wiring 34. 
[0033] The top layer 210 is typically formed of the same 
material as the bottom layer 220. It is used as a cover-lay for 
the Wristband, and should readily accept printing inks so that 
identifying graphics, advertisements, or the like, can be 
printed thereon. 
[0034] A pressure sensitive adhesive (PSA) 240 is used to 
bind the top 210 and bottom 220 layers. Alternative sealing 
techniques may also be used, such as heat sealing, radio 
frequency sealing, ultrasound sealing, or a hot-melt adhesive. 
[0035] Turning to FIGS. 3A-7D Wristband 300 is described 
in greater detail. FIG. 3A shoWs an exploded vieW of the 
Wristband prior to assembly of the tWo layers 210, 220. The 
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bottom layer 220 is seen With the printed side up, after instal 
lation of the RFID integrated circuit chip 22, but prior to 
installation of snap insert 418 that includes the barbed peg 
318 described above, and also prior to installation of snap 
retainer 422 that includes part of the locking hole 322. 
[0036] A slit 352, formed by matching slits 352a, 352b, is 
formed in or near end 314 of Wristband 300 to accommodate 
any extra length of band material from far end 316 after the 
band is fastened together. Flaps 28a, 28b form ?ap 28 When 
bottom 220 is joined to top 210. 
[0037] FIG. 3B is a more detailed vieW illustrating more 
vieW of the Wristband in the area of the antenna and the 
integrated circuit chip shoWing a crossover and more detail of 
the fastener. Hole A is shoWn for snap insert 418 and hole B 
for snap retainer 422. Corresponding holes C and D are 
formed in top layer 210 to receive snap insert 418 and snap 
retainer 422. 

[0038] As seen in FIGS. 6A-6C, snap insert 418 includes a 
base 420 and a peg 318 extending from base 420. Base 420 is 
signi?cantly greater in diameter than peg 318 and signi? 
cantly greater in diameter than either one of hole A or hole D. 
In this Way, When assembled, as discussed beloW, base 420 
anchors peg 318 to Wristband 300. 

[0039] Similarly, as seen FIGS. 7A-7D, snap retainer 422 
includes a locking hole 320 formed in a base 424. Base 424 
has a diameter substantially greater than the diameter of the 
opening to hole 322 and substantially greater than the diam 
eter of holes B and C. In this Way, base 424 anchors snap 
retainer 422 to Wristband 300 When assembled. It should be 
noted that the interior of hole 322 is sloped toWards a retaining 
portion 324 to receive the surfaces of barbed peg 318, but 
prevent barbed peg 318 from being removed from receiving 
portion 324. 
[0040] FIG. 8 illustrates still more detail of the construction 
of the Wristband 300 near the antenna 30 and the RFID inte 
grated circuit chip 22. The antenna 30 is de?ned as a set of 
individual Wire traces 380-1, 380-2, 380-n that form a Wire 
coil; Wire traces 380 thus form a progressively smaller loop 
Within a single printed circuit layer. 
[0041] HoWever, it is necessary to connect one terminal 371 
of the chip 22 to one end of the antenna coil 30, and another 
terminal 372 of the chip 22 to the other end of the antenna coil 
30 and/or the transponder disabling Wires 34 (in the illus 
trated embodiment, the transponder disabling Wired 34 is 
connected to terminal 372, so that transponder disabling 
Wires 34 is placed in electrical series With the coiled traces 

380). 
[0042] To alloW for this, Without having the individual Wire 
traces 380 of antenna 30 short against one another, a dielectric 
is used to form a crossover or bridge 390. As such, another 
conductive trace 385 can be placed over the dielectric bridge 
390, completing the connection to terminal 371. 
[0043] FIG. 9 illustrates the steps of a process that can be 
used to manufacture the Wristband 300. Reference can be 
made back to FIGS. 2-8 While examining the steps of the 
process. 

[0044] In a ?rst step 900 of the process, a conductive ink is 
printed in a ?rst pattern to de?ne elements of the antenna 30 
and the disabling Wire 34 on the substrate formed by bottom 
layer 220. The substrate that forms bottom layer 220 is pref 
erably pre-treated, such as by heating, such that further pro 
cessing Will not Warp or shrink the substrate once circuit 
manufacturing has begun. 
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[0045] After the ?rst printing step, a curing step 902 is 
performed, Wherein heat and/or ultraviolet light is applied to 
cure the conductive ink on bottom layer 220. 
[0046] In a next step 904, a dielectric material is applied in 
selected areas over the cured bottom layer. The dielectric is 
used to isolate certain conductive portions of the circuitry 
from other portions. For example, the dielectric is formed in 
the area of crossover or bridge 390. HoWever, it can also be 
used in other areas for other bridge elements. It may be also 
desirable to use dielectric to isolate other circuitry and/or 
de?ne vias betWeen multiple printed circuit layers on bottom 
layer 220. For example, a serpentine pattern used for the 
transponder disabling Wire 34 that encircles the holes may be 
de?ned on multiple printed circuit layers isolated by such 
dielectric. 
[0047] The dielectric layer is then cured via UV light or 
heat in step 906, depending on the nature of the dielectric 
material. 
[0048] Next, another printing step 908 may be used to print 
a second set of conductive traces that de?ne further circuitry 
such as the crossover trace 385 on crossover or bridge 390 or 

conductive vias betWeen printed layers, folloWed by a curing 
step 910. 
[0049] Additionally, electronic components may be formed 
in steps. For example, a capacitor may be formed in steps 904 
through 910 by printing tWo conductive parallel plates sepa 
rated by dielectric layers, as is Well understood in the art. 
[0050] Additional dielectric layers and conductive ink lay 
ers may be patterned as desired to provide further circuitry 
de?nition by repeating steps 904 through 910. 
[0051] In a next step 912, the RFID integrated circuit chip 
22 is placed in the proper location on the bottom layer 220. 
The RFID integrated circuit chip 22 is preferably held in place 
in the desired location using a Z-axis conductive adhesive, 
anisotropic conductive adhesive (ACA), or non-conductive 
paste (NCP). Alternatively, the RFID integrated circuit chip 
22 may be connected using a soldering technique if proper 
steps are taken not to melt bottom layer 220. The RFID 
integrated circuit chip 22 can be any one of any number of 
different commercial off the shelf RFID integrated circuit 
chips, such as those available from Texas Instruments or 
Philips. 
[0052] As desired, additional electronic components may 
be placed on bottom layer 220 in step 912 such as a thin-?lm 
battery. 
[0053] In lamination steps 913, 914, and 916 the top layer 
210 is laminated to the bottom layer 220 using a pressure 
sensitive adhesive (PSA) type adhesive. The adhesive may be 
applied ?rst to one layer or the other, and then the tWo layers 
subjected to pressure such as by rollers. If no pre-treatment of 
the adhesive is required, then the cover layer 210 may come 
pre-coated With a PSA. Lamination integrity should be main 
tained such that no voids or vacancies or separation of layers 
occurs and/or damage to the RFID integrated circuit chip 22. 
[0054] If precision lamination is required, an optional cut 
ting stage 913 may be required to create registration holes. 
These registration holes Will subsequently be utiliZed during 
the lamination process to precisely align top and bottom 
layers 210,220. The registration holes may be cut using a die 
cut or laser process, for example. 
[0055] Alternatively, With more sophisticated equipment, 
layer alignment may be conducted by printing ?ducials in an 
early printing stage and using a vision alignment system 
during lamination. 
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[0056] In a next step 918 the outer dimensions of the Wrist 
band are de?ned by cutting the lamination using a die cut or 
laser process as before. In addition, the holes 24, and holes for 
snap insert 418 and snap retainer 422 are formed. 
[0057] A next step 920 is to install the snap insert 418. The 
snap insert 418 (e.g., the male portion of the fastener 320) is 
then placed through a hole formed in the end of the band 300. 
Note the orientation of the snap insert 318 from the draWings 
such as FIG. 3Bithat is, the snap insert 318 should be 
inserted from the unprinted side of bottom layer 220, such 
that the catch portion is visibly protruding on the printed side. 
[0058] In a next step 922, the snap retainer 422 (the female 
portion of the fastener 320) is inserted into Wristband 300, 
from the same direction that the snap insert Was placed. 
[0059] The snap portions 418, 422 may be inserted in steps 
920, 922 either manually or by machine process as long as the 
snaps are fully inserted and secure. Optionally, snap portions 
418, 422 may be pre joined such that only one of insertion 
steps 920, 922 need be executed to secure both snap portions 
418, 422 to the assembly. 
[0060] In an alternative embodiment, an adhesive fastening 
mechanism may be used. This can be carried out by applying 
a PSA to the outer-side of top layer 310 at distal end 316 of 
Wristband 300. 
[0061] Various changes can be made to the invention With 
out departing from its true spirit and scope. For example, in 
one embodiment the top layer 210 is actually made someWhat 
thicker than the bottom layer 220. This places conductive 
circuitry into compression more readily When the Wristband 
300 is fastened around a Wearer’s Wrist. That is, When such a 
band is installed around a Wearer’s Wrist, With the thinner 
bottom layer 220 carrying the conductive components such as 
the RFID integrated circuit chip 22, antenna 30, and disabling 
Wire 34, these Will be placed into mechanical compression 
rather than into mechanical tension. This is because these 
components are closer to the inside of bend center than the 
outside of the bend center. Most conductors, particularly per 
colation conductors such as conductive inks, are mechani 
cally stronger in compression than in tension. As such, this 
construct markedly increases the durability of Wristband 300. 
[0062] In addition, note a further advantage of the layout 
described herein in having the crossover portion 390 of the 
circuit laid out perpendicular to a lengthWise, longest axis of 
the Wristband 300. This exposes the crossover 390 to less 
stress than it Would be otherWise, alleviating a further pos 
sible failure point, and increasing robustness of the Wri stband 
300. 
[0063] It should be further noted that Wristband 300 Will be 
most susceptible to failure near the RFID integrated circuit 
chip 22 and cross-over 390 areas of Wristband 300. In an 
improvement to Wristband 300, bottom and/or top substrate 
220, 210 are created such that they vary in thickness. This can 
be achieved by adding an additional layer of PET, for 
example, Which is commonly referred to in the art as a “stiff 
ener.” The RFID chip 22 and crossover or bridge 390 are then 
placed such that they are near the part of Wristband 300 
containing the stiffener. The stiffener causes a non-uniform 
distribution of stress along Wristband 300, such that more 
stress is concentrated aWay from the stiffener When Wri stband 
300 is ?exed. As such, RFID integrated circuit chip 22 and 
cross-over 390 are placed under less stress during Wristband 
?exion, substantially increasing circuit durability. 
[0064] The antenna 30 can also be formed in other Ways. 
For example, it can be formed by depositing copper and/or 
etching a copper layer. After electrodepositing a copper layer 
an additional over coating of tin or SnPb (solder) can be over 
coated to help improve the mechanical integrity of the circuit. 
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[0065] Other con?gurations are possible that use crossover 
or bridge 390 in different Ways. For example, an alternative 
format in Which the RFID integrated circuit chip 22 may be 
provided from the manufacturer is on a metal bridge or 
“strap.” This strap is insulated on its underside such that it can 
be laid over the antenna in lieu of a dielectric and cross-over 
trace. In this manner, the crossover or bridge 390 can be 
achieved at the same time as the chip is placed doWn. This 
reduces the number of print passes and layers required to 
manufacture the device. 
[0066] While this invention has been particularly shoWn 
and described With references to preferred embodiments 
thereof, it Will be understood by those skilled in the art that 
various changes in form and details may be made therein 
Without departing from the scope of the invention encom 
passed by the appended claims. 
What is claimed as neW and desired to be protected by 

Letters Patent of the United States is: 
1. A method of manufacture of a Wristband comprising the 

steps of: 
providing a bottom substrate; 
depositing ?rst circuit elements on the bottom substrate; 
curing the ?rst circuit elements; 
depositing a dielectric material at at least one predeter 
mined area on the bottom substrate; 

depositing a remainder of the circuit on the bottom sub 
strate and dielectric material; 

securing an RFID integrated circuit chip to the bottom 
substrate to form a transponder With the ?rst circuit 
elements and the remainder of the circuit; 

af?xing a top substrate to the bottom substrate such that the 
dielectric material and transponder are disposed 
betWeen the bottom substrate and second substrate. 

2. The method of claim 1, further comprising the step of 
pre-treating the bottom substrate to prevent Warping or 
shrinkage during manufacture. 

3. The method of manufacture of claim 1, Wherein the ?rst 
circuit elements are deposited on the bottom substrate by 
printing a pattern With conductive ink. 

4. The method of claim 3, Wherein the ?rst circuit elements 
include elements of an antenna and a disabling Wire. 

5. The method of manufacture of claim 1, further compris 
ing the step of curing the dielectric material. 

6. The method of manufacture of claim 1, Wherein said 
dielectric material forms a bridge forportions of the transpon 
der. 

7. The method of manufacture of claim 1, Wherein the chip 
is secured to the bottom substrate by use of one of conductive 
adhesive, anisotropic conductive adhesive, non-conductive 
paste, or solder. 

8. The method of manufacture of claim 1, Wherein the 
second substrate is ?xed to the bottom substrate utiliZing a 
pressure sensitive adhesive. 

9. The method of manufacture of claim 1, further compris 
ing the step of installing a snap insert to the bottom and 
second substrate, and installing a snap retainer in the bottom 
and second substrate. 

10. The method of manufacture of claim 1, further com 
prising the step of providing stiffeners at preselected portions 
at either one of said bottom or top substrates. 

11. The method of manufacture of claim 11 Wherein the 
stiffener is provided at a position overlying at least one of the 
transponder chip or dielectric material. 

* * * * * 


