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EARTH-BORING METAL MATRIX ROTARY 
DRILL BIT 

RELATED APPLICATIONS 

[0001] This patent application claims priority to Us. Pro 
visional Patent Application Ser. No. 61/090,767, ?led Aug. 
21, 2008 Which is incorporated herein by reference in its 
entirety. 

BACKGROUND 

[0002] Rotary drill bits are commonly used for subterra 
nean drilling of bore holes or Wells. Many types of drills and 
associated methods have been employed for such drilling. A 
common type of drilling employs a rotary drill bit a?ixed to 
the end of a drill string. Many types of rotary drill bits are 
used, including a ?xed-cutter bit (often referred to as a “drag” 
bit), Which typically includes a plurality of cutting elements 
secured to a face region of a bit body. The drill string includes 
tubular pipe and equipment segments that couple the drill bit 
located at the bottom of the borehole to other drilling equip 
ment at the surface. A rotary table or top drive may be used for 
rotating the drill string and the drill bit Within the borehole. 
Alternatively, the shank of the drill bit may be coupled 
directly to the drive shaft of a doWn-hole motor, Which then 
may be used to rotate the drill bit. 
[0003] Fixed-cutter type drill bits generally have either a 
disk shape or a substantially cylindrical shape, particularly on 
the cutting end that houses the cutting elements. The cutting 
elements each have a cutting surface that is generally made 
from a hard, super-abrasive material, such as polycrystalline 
diamond, often in the form of a substantially circular end 
surface of the element, and are often referred to as “polycrys 
talline diamond compact” (PDC) cutters. Many forms of such 
bits are possible; hoWever, the cutting elements are often 
fabricated separately from the bit body and then ?xed into 
pockets formed in its outer surface. The cutting elements may 
be ?xed in any suitable manner, such as, for example, by use 
of a bonding material, including various adhesives or, more 
typically, various braZe alloys. The bit body is secured to a 
hardened steel shank having an American Petroleum Institute 
(API) thread connection for attaching the drill bit to the drill 
string. In use, the cutting elements and their cutting surfaces 
are placed in contact With the earth formation to be drilled. As 
the bit is rotated, the cutting elements progressively shear 
aWay the surface of the underlying formation to form the 
borehole. 
[0004] The bit body of a rotary drill bit may be formed from 
steel; hoWever, such bit bodies experience abrasive Wear, the 
rate of Which can vary signi?cantly as a function of the 
drilling environment. In order to reduce the Wear and extend 
their life, bit bodies have also been made from particle-matrix 
composite materials. 
[0005] Particle-matrix composite bit bodies have been fab 
ricated in graphite molds With machined cavities. Additional 
?ne features may be added to the cavity of the graphite mold 
by hand-held tools. Inserts or cores made from sand, clay or 
other materials may also be used to obtain the desired con 
?guration of some features of the bit body. Where necessary, 
preform elements or displacements (Which may be made 
from any suitable material, including ceramic components, 
graphite components, or resin-coated sand compact compo 
nents) may be positioned Within the mold and used to de?ne 
various features, including internal passages, cutting element 
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pockets, junk slots, and other external topographic or internal 
features of the bit body. The cavity of the graphite mold is 
?lled With hard particulate carbide material (such as tungsten 
carbides, titanium carbides, tantalum carbides, etc.). The pre 
formed steel blank is then positioned in the mold at the appro 
priate location and orientation, Which typically is at least 
partially submerged in the particulate carbide material Within 
the mold. 
[0006] The mold then may be vibrated or the particles oth 
erWise packed to increase the packing density of the carbide 
poWder and produce the poWder form. A matrix material, 
such as a copper-based alloy, is melted and introduced to the 
carbide poWder so as to cause in?ltration of the poWder form 
by the molten matrix material. The mold and bit body are 
alloWed to cool to solidify the matrix material and bond the 
steel blank to the particle-matrix composite material forming 
a croWn. The mold and any displacements are removed from 
the bit body. Destruction of the graphite mold typically is 
required to remove the bit body. 
[0007] After the bit body has been removed from the mold, 
the bit body may be secured to the steel shank. Thread forms 
may be machined on an exposed surface of the steel blank to 
provide a threaded connection betWeen the bit body and the 
steel shank. Once the steel shank is threaded onto the bit body, 
a Weld may then be provided along the interface betWeen the 
bit body and the steel shank. 
[0008] While steel blanks afford a generally acceptable 
means of connecting the steel shank and the bit body, shifting 
of the blank in the mold during in?ltration can occur resulting 
in misalignment of the blank With respect to the bit body, 
thereby causing the bit body to be unusable, or requiring 
additional machining or other reWork of the bit body. Further, 
introduction of the blank as an additional component requires 
that it be degreased or otherWise cleaned prior to in?ltration to 
ensure a metallurgical bond betWeen the blank and the metal 
matrix. Still further, depending on the material used for the 
blank, interaction betWeen the blank and matrix material may 
lead to the formation of phases at the interface betWeen them 
that can result in crack formation and propagation during use 
of the bit. 
[0009] While bit bodies that include particle-matrix com 
posite materials offer signi?cant advantages over all-steel bit 
bodies in terms of abrasion and erosion-resistance, the loWer 
strength and toughness of such bit bodies limit their use in 
certain applications. Improvement of the particle-matrix 
composite to increase the toughness, strength or other prop 
erties Would increase the applications Where such bit bodies 
may be used. 

SUMMARY 

[0010] In general terms, a rotary drill bit having a bit body 
that includes a plurality of particle-matrix composite layers 
With cast microstructures and an attached shank is disclosed. 
The bit body may be employed to improve the incorporation 
of a metal blank or shank into the bit body to reduce the 
possibility of misalignment or of not forming the necessary 
metallurgical bond or of forming undesirable phases at the 
interfaces betWeen the bit body and these components. The 
bit body may also be employed to improve the toughness, 
strength or other properties of the particle-matrix composite 
and expand the number and types of applications in Which 
they may be used, or extend their operating lifetimes. 
[0011] In one aspect, an earth-boring rotary drill bit 
includes a bit body, With a ?rst region con?gured to carry a 
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plurality of cutters for engaging a subterranean earth forma 
tion of a ?rst particle-matrix composite material and a second 
region con?gured for attachment to a drill string of a second 
particle-matrix composite material having a second material 
composition, and an annular shank extending from the second 
region. Each of the ?rst particle-matrix composite material 
and second particle-matrix composite material has a cast 
microstructure. 

[0012] In another aspect, an earth-boring rotary drill bit 
includes a bit body having a ?rst region con?gured to carry 
one or more cutters for engaging a subterranean earth forma 

tion, the ?rst region comprising a ?rst particle-matrix com 
posite material having a ?rst material composition; and a 
second region con?gured for attachment to a drill string, the 
second region comprising a secondpar‘ticle-matrix composite 
material having a second material composition differing from 
the ?rst material composition. Each of the ?rst particle-matrix 
composite material and second particle-matrix composite 
material is substantially formed of a plurality of hard particles 
dispersed throughout a matrix material, Wherein the matrix of 
the ?rst particle-matrix composite and the matrix of the sec 
ond particle-matrix composite each have a cast microstruc 
ture. 

[0013] In yet another aspect, an earth-rotary drill bit 
includes a bit body having a ?rst region con?gured to carry 
one or more cutters for engaging a subterranean earth forma 

tion, the ?rst region comprising a ?rst particle-matrix com 
posite material having a ?rst material composition, and a 
plurality of regions con?gured for attachment to a drill string, 
the plurality of regions comprising a corresponding plurality 
of particle-matrix composite materials having a correspond 
ing plurality of material compositions differing from the ?rst 
material composition. Each of the ?rst particle-matrix com 
posite materials and plurality of additional particle-matrix 
composite materials is substantially formed of a plurality of 
hard particles dispersed throughout a matrix material, 
Wherein the matrix of the ?rst particle-matrix composite and 
the plurality of additional particle-matrix composites each 
have a cast microstructure. A shank extends from at least one 
of the plurality of regions, the shank comprising an attach 
ment portion con?gured to attach the shank to a drill string 
and a bit body portion for attaching the shank to a bit body. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0014] The folloWing is a brief description of the draWings: 
[0015] FIG. 1 is a schematic partial cross-sectional vieW of 
an exemplary embodiment of an earth-boring rotary drill bit 
disclosed herein; 
[0016] FIG. 2 is a schematic partial cross-sectional vieW of 
a second exemplary embodiment of an earth-boring rotary 
drill bit disclosed herein; 
[0017] FIG. 3 is a schematic par‘tial cross-sectional vieW of 
a third exemplary embodiment of an earth-boring rotary drill 
bit disclosed herein; 
[0018] FIG. 4 is a schematic par‘tial cross-sectional vieW of 
a fourth exemplary embodiment of an earth-boring rotary 
drill bit disclosed herein; 
[0019] FIG. 5 is a schematic par‘tial cross-sectional vieW of 
a ?fth exemplary embodiment of an earth-boring rotary drill 
bit disclosed herein; and 
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[0020] FIGS. 6A-F are schematic par‘tial cross-sectional 
vieWs illustrating a method of making an earth-boring rotary 
drill bit disclosed herein. 

DETAILED DESCRIPTION OF A PREFERRED 
EMBODIMENT 

[0021] The illustrations presented herein, are not meant to 
be actual vieWs of any particular material, apparatus, system, 
or method, but are merely idealiZed representations of that 
Which is disclosed herein. Additionally, elements common 
betWeen ?gures may retain the same numerical designation. 
[0022] As used herein, the term “[metal]-based alloy” 
(Where [metal] is any metal) means commercially pure 
[metal] in addition to metal alloys Wherein the Weight per 
centage of [metal] in the alloy is greater than the Weight 
percentage of any other component of the alloy. Where tWo or 
more metals are listed in this manner, the Weight percentage 
of the listed metals in combination is greater than the Weight 
percentage of any other component of the alloy. 
[0023] As used herein, the term “material composition” 
means the chemical composition and microstructure of a 
material. In other Words, materials having the same chemical 
composition but a different microstructure are considered to 
have different material compositions. 
[0024] As used herein, the term “tungsten carbide” means 
any material composition that contains chemical compounds 
of tungsten and carbon in any stoichiometric or non-stoichio 
metric ratio or proportion, such as, for example, WC, W2C, 
and combinations of WC and W2C. Tungsten carbide 
includes any morphological form of this material, for 
example, cast tungsten carbide, sintered tungsten carbide, and 
macrocrystalline tungsten carbide. 
[0025] An exemplary embodiment of an earth-boring 
rotary drill bit 10 having a bit body that includes a multi-layer 
particle-matrix composite material is illustrated in FIG. 1. 
The bit body 12 is secured to a shank 20, such as a steel shank. 
The bit body 12 includes a croWn or ?rst region 14, a body 
portion or second region 15 and a steel blank 16 that is 
partially embedded in the croWn 14 and body portion 15. The 
croWn 14 includes a ?rst particle-matrix composite material 
such as, for example, particles of tungsten carbide embedded 
in a copper alloy matrix material. 
[0026] The body portion 15 includes a second particle 
matrix composite material such as, for example, particles of 
tungsten carbide embedded in an iron-base alloy matrix mate 
rial, such as steel. The ?rst particle-matrix composite material 
has a ?rst material composition and the second particle-ma 
trix composite material has a second material composition, 
Wherein the ?rst material composition and the second mate 
rial composition are different material compositions. Many 
other material compositions are possible for both croWn 14 
and body portion 15 and any suitable combination of particles 
and matrix materials may be used. The particle-matrix com 
posite material of the ?rst region 14 may include a plurality of 
hard particles dispersed randomly throughout a matrix mate 
rial. The hard particles may comprise diamond or ceramic 
materials such as carbides, nitrides, oxides, and borides (in 
cluding boron carbide (B 4C)) and combinations of them, such 
as carbonitrides. More speci?cally, the hard particles may 
comprise carbides and borides made from elements such as 
W, Ti, Mo, Nb, V, Hf, Ta, Cr, Zr, Al, and Si. By Way ofexample 
and not limitation, materials that may be used to form hard 
particles include tungsten carbide (WC, W2C), titanium car 
bide (TiC), tantalum carbide (TaC), titanium diboride (TiBZ), 
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chromium carbides, titanium nitride (TiN), vanadium carbide 
(VC), aluminium oxide (A1203), aluminium nitride (AlN), 
boron nitride (BN), and silicon carbide (SiC). Furthermore, 
combinations of different hard particles may be used to tailor 
the physical properties and characteristics of the particle 
matrix composite material. The hard particles may be formed 
using techniques knoWn to those of ordinary skill in the art. 
Most suitable materials for hard particles are commercially 
available and the formation of the remainder is Within the 
ability of one of ordinary skill in the art. 

[0027] The matrix material of the particle-matrix compos 
ite material may include, for example, cobalt-based, iron 
based, nickel-based, iron and nickel-based, cobalt and nickel 
based, iron and cobalt-based, aluminum-based, copper 
based, magnesium-based, and titanium-based alloys. The 
matrix material may also be selected from commercially pure 
elements such as cobalt, aluminum, copper, magnesium, tita 
nium, iron, and nickel. By Way of example and not limitation, 
the matrix material may include carbon steel, alloy steel, 
stainless steel, tool steel, Had?eld manganese steel, nickel or 
cobalt superalloy material, and loW thermal expansion iron or 
nickel based alloys such as INVAR®. As used herein, the term 
“superalloy” refers to an iron, nickel, and cobalt based-alloys 
having at least 12% chromium by Weight. Additional exem 
plary alloys that may be used as matrix material include 
austenitic steels, nickel based superalloys such as 
INCONEL® 625M or Rene 95, and INVAR® type alloys 
having a coe?icient of thermal expansion that closely 
matches that of the hard particles used in the particular par 
ticle-matrix composite material. More closely matching the 
coe?icient of thermal expansion of matrix material With that 
of the hard particles offers advantages such as reducing prob 
lems associated With residual stresses and thermal fatigue. 
Another exemplary matrix material is a Had?eld austenitic 
manganese steel (Fe With approximately 12% Mn by Weight 
and 1.1% C by Weight). 
[0028] The material composition of the second region 15 of 
the bit body may include, for example, any of the previously 
described matrix materials of the particle-matrix composite 
material used for the ?rst region 14 of the bit body 12. Alter 
natively, the material composition of the second region 15 of 
the bit body 12 may include a particle-matrix composite 
material in Which hard particles are randomly dispersed 
throughout a matrix material. The hard particles and the 
matrix materials may be selected from those previously 
described in relation to the ?rst region 14 of the bit body 12, 
other than the combination selected for ?rst region 14. The 
material composition of the second region 15 of the bit body 
12, hoWever, may be selected to facilitate machining of the 
second region 15 using conventional machining techniques. 
Such conventional machining techniques may include, for 
example, turning, milling, and drilling techniques, Which 
may be used to con?gure the second region 15 of the bit body 
12 for attachment to the shank 20. Exemplary combinations 
of matrix materials include the use of Cu-based alloys as the 
?rst material composition in the croWn 14 Ni-based alloys in 
the second material composition in body portion 15. Another 
exemplary combination includes the use of Fe-based alloys as 
the ?rst material composition in croWn 14 and Cu-based 
alloys as the second material composition in body portion 15. 
Yet another exemplary combination includes the use of Cu 
based alloys as the ?rst material composition in croWn 14 and 
Fe-based alloys as the second material composition in body 
portion 15. The layers of particle-matrix composite materials 
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Will have a cast microstructure Which Will include one or 
more of dendrites in one or more of the matrix materials or 

interface layers betWeen the matrix materials, various inclu 
sions or other impurities generally associated With a casting 
process, porosity associated With the casting process or sub 
sequent solidi?cation of the matrix materials, or other aspects 
of the composition or morphology of the matrix materials or 
hard particles. For example, the existence of a cast tungsten 
carbide having the cast morphology and composition W2C, 
Which is metastable and desirable foruse because of its higher 
hardness relative to the more stable WC and thus used in 
relatively larger particle siZes, and suitable for use in an 
in?ltration process because of the generally shorter times at 
high temperature prior to solidi?cation and cooling of the 
matrix material (in contrast With other methods of making a 
particle-matrix composite materials such as various poWder 
metallurgy processes that typically employ much longer 
times at high sintering temperatures. 
[0029] The bit body 12 is secured to the steel shank 20 by 
Way of a threaded connection 22 and a Weld 24 extending 
around the drill bit 10 on an exterior surface thereof along an 
interface betWeen the bit body 12 and the steel shank 20. The 
steel shank 20 includes an API threaded connection portion 
28 for attaching the drill bit 10 to a drill string (not shoWn). 
[0030] The bit body 12 includes Wings or blades 30, Which 
are separated by external channels or conduits also knoWn as 
junk slots 32. Internal ?uid passageWays 42 extend betWeen 
the face 18 of the bit body 12 and a longitudinal bore 40, 
Which extends through the steel shank 20 and partially 
through the bit body 12. NoZZle inserts (not shoWn) may be 
provided at face 18 of the bit body 12 Within the internal ?uid 
passageWays 42. 
[0031] A plurality of PDC cutters 34 may be provided on 
the face 18 of the bit body 12. The PDC cutters 34 may be 
provided along the blades 30 Within pockets 36 formed in the 
face 18 of the bit body 12, and may be supported from behind 
by buttresses 38, Which may be integrally formed With the 
croWn 14 of the bit body 12. 
[0032] The steel blank 16 shoWn in FIG. 1 is generally 
cylindrically tubular. Alternatively, the steel blank 16 may 
have a fairly complex con?guration and may include external 
protrusions corresponding to blades 30 or other features on 
and extending on the face 18 of the bit body 12 (not shoWn), 
or a plurality of annually spaced slots Which facilitate conti 
nuity of the ?rst particle-matrix composite material and the 
second particle-matrix composite material betWeen an inner 
surface 17 and outer surface 19 of steel blank 16. 
[0033] During drilling operations, the drill bit 10 is posi 
tioned at the bottom of a Wellbore and rotated While drilling 
?uid is pumped to the face 18 of the bit body 12 through the 
longitudinal bore 40 and the internal ?uidpassageWays 42. As 
the PDC cutters 34 shear or scrape aWay the underlying earth 
formation, the formation cuttings mix With and are suspended 
Within the drilling ?uid and pass through the junk slots 32 and 
the annular space betWeen the Wellbore and the drill string to 
the surface of the earth formation. 
[0034] A method of making earth boring rotary drill bits 
having multi-layer particle-matrix composite bit bodies of the 
type described herein is described in FIGS. 6A-6F. Referring 
to FIG. 6A, bit bodies that include a multi-layer particle 
matrix composite material, such as those described herein 
may be fabricated in graphite molds 100. The cavities 102 of 
the graphite molds may be conventionally machined With a 
?ve-axis machine tool. Fine features may then be added to the 
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cavity of the graphite mold by hand-held tools. Additional 
clay Work may also be required to obtain the desired con?gu 
ration of some features of the bit body. Where necessary, 
preform elements or displacements 104 (Which may include 
ceramic components, graphite components, resin-coated 
sand compact components and the like) may be positioned 
Within the mold and used to de?ne the internal passageways 
42, cutting element pockets 36, junk slots 32, and other exter 
nal topographic features of the bit body. 
[0035] The cavity 102 of the graphite mold is ?lled, as 
shoWn by arroW P, With hard particulate material 106 of the 
types described herein as shoWn in FIG. 6B. This may include 
particulate material With the single range of siZes, or a single 
material With a plurality of siZe ranges along the depth of 
cavity 102 (i.e., along its longitudinal axis 108). The hard 
particles may also comprise a plurality of different hard par 
ticle materials. For example, the hard particles may have a 
?rst hard particle composition, siZe distribution or both in the 
?rst region of the mold 110 and a different hard particle 
composition, siZe distribution or both in the second region 
112. Further, the hard particles may include more than tWo 
hard particle compositions, siZe distributions, or both, in any 
number. Once loaded into the mold cavity 102, hard particles 
106 may be compacted or otherWise densi?ed, such as by 
vibrating the mold, to decrease the amount of space betWeen 
adjacent particles of the particulate material and form particle 
precursor 114 that Will be in?ltrated by the respective matrix 
materials in the manner described herein. An insert, such as 
preformed steel blank 16 may then be positioned in the mold 
at the appropriate location and orientation. A steel blank 16 
typically is at least partially embedded in the particulate 
material Within the mold. 

[0036] A ?rst matrix material, such as a copper-based alloy, 
is melted and poured into the mold cavity as illustrated by 
arroW M1. The particulate precursor 1 14 is in?ltrated With the 
?rst molten matrix material M1 to form a ?rst molten particle 
matrix material mixture 116. The mold and bit body 12 may 
be cooled to solidify the ?rst matrix material and form the ?rst 
particle-matrix composite in the ?rst region 110. In another 
exemplary embodiment, the process may also proceed With 
out solidi?cation of the matrix material. Whether or not to 
solidify the ?rst matrix material prior to in?ltration of a sec 
ond matrix material Will depend upon factors such as the 
relative melting points, densities, the desired microstructure 
of the bit body, including the interface layers formed betWeen 
the particle-matrix composite layers, and the like. It is desir 
able that mixing of the ?rst matrix material and any subse 
quent matrix materials be controlled and limited so as to avoid 
the complete intermixing of the matrix materials and main 
tain separate layers of the respective matrix materials; hoW 
ever, a randomly intermixed structure of the matrix materials 
may also be employed. In FIG. 6C, the ?rst particle-matrix 
material mixture 116 is illustrated as being in a molten state 
just prior to in?ltration of the subsequent matrix layer. The 
second matrix layer (M2) is melted and poured into the mold 
so as to in?ltrate the particle precursor 114 in the second 
region With a molten second matrix material, thereby forming 
a molten second particle-matrix material 118 mixture. The 
hard particle precursor 112 may extend part Way or fully into 
the second region of the mold. As discussed above With 
respect to the ?rst matrix material, the second matrix material 
may be solidi?ed prior to any further in?ltration or casting 
into the mold, or such casting or in?ltration may be performed 
prior to solidi?cation of the second matrix material or ?rst 
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matrix material or both of them. Casting is used herein to 
designate addition of a molten matrix material into a portion 
of the mold cavity that does not include particle precursor 
112, but With respect to the addition of a molten material to 
the mold cavity generally, the terms may be used interchange 
ably. Similar to considerations described above With respect 
to the ?rst matrix material, Whether the second matrix mate 
rial is solidi?ed prior to any subsequent in?ltration or casting 
is determined using the same criteria as described above With 
respect to the ?rst matrix material; hoWever, the design con 
siderations are With respect to the second matrix material and 
any other matrix materials Which are subsequently added to 
the mold. As illustrated in FIG. 6D and FIG. 6E, both the ?rst 
matrix material and second matrix material are illustrated as 
being still molten upon addition of a molten third matrix 
material (M3) 120. The third matrix material may be a metal 
alloy as illustrated in FIG. 6E, or may also include hard 
particles in the melt Which is poured into the mold. Further, 
the hard particle precursor 112 may also extend part Way or 
fully into the third region of the mold (not shoWn). Where the 
third region comprises a metal shank, such as a steel shank, as 
shoWn in FIG. 5, it may be desirable that the material cast into 
the third region be a metal alloy, such as an Fe-based alloy, 
including various grades of steel. Referring to FIGS. 6E and 
6F, upon ?lling the mold, the bit body 12, including any 
integrally formed shank, is cooled to solidify the matrix mate 
rials and form a multi-layer particle matrix composite having 
a ?rst particle-matrix material layer 122, second particle 
matrix material layer 124 and third particle-matrix material 
layer 126. The embodiment used to illustrate the method is 
most similar to the drill bit illustrated in FIG. 5, but is equally 
applicable With adjustment of the number of layers employed 
to all of the bit con?gurations illustrated in FIGS. 1-5. 

[0037] If the respective matrix materials are immiscible in 
their molten state, or have substantially no solid solubility in 
the solid state over the temperatures at Which the drill bit is 
used, a relatively distinct boundary or interface betWeen each 
of the respective matrix materials and particle-matrix mate 
rials Will be expected With a cast microstructure as described 
herein. If, hoWever, adjacent matrix materials have at least 
limited solubility, they Will have an interface layer betWeen 
them, such as ?rst interface layer 122 or second interface 
layer 124, Which includes one of the solid solution or a plu 
rality of phases of the respective matrix constituents having a 
predetermined thickness and a cast microstructure. The pre 
determined thickness and cast microstructure Will depend on 
many factors, including, Without limitation, the relative melt 
ing temperatures, phase equilibrium characteristics of the 
constituents of adj acent matrix materials, the rate of cooling, 
Whether the matrix material Which Was added to the mold ?rst 
(and any subsequently added matrix material) Was solidi?ed 
prior to addition of the subsequent matrix material or mate 
rials, the cooling rate and direction during solidi?cation of the 
interface layer, factors affecting nucleation of the matrix 
materials during solidi?cation and other aspects of the matrix 
or particle materials. This being the case, the interface layers 
betWeen the respective matrix materials may be controlled to 
provide desirable strength and toughness characteristics at 
these locations and avoid the development of brittle phases, 
porosity, or other microstructural features, Which have a pro 
pensity to crack along the interface layers. 
[0038] Referring again to FIG. 1, the mold may also include 
an insert, such as steel blank 16 upon solidi?cation, the steel 
blank 16 is bonded to at least one or more of the particle 
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matrix composite materials forming the crown 14 or body 
portion 15 upon cooling of the bit body 12 and solidi?cation 
of the matrix material. Once the bit body 12 has cooled, the bit 
body 12 is removed from the mold and any displacements are 
removed from the bit body 12. Destruction of the graphite 
mold may be required to remove the bit body 12. 

[0039] After the bit body 12 has been removed from the 
mold and any secondary operations desired to form the bit 
body 12 or steel blank 16 have been employed, such as 
machining or grinding, the bit body 12 may be secured to the 
steel shank 20. As the particle-matrix composite material 
used to form the croWn 14 is relatively hard and not easily 
machined, the steel blank 16 is used to secure the bit body to 
the shank. Threads may be machined on an exposed surface of 
the steel blank 16 to provide a threaded connection 22 
betWeen the bit body 12 and the steel shank 20. The steel 
shank 20 may be screWed onto the bit body 12, and a Weld 24 
then may be provided along the interface betWeen the bit body 
12 and the steel shank 20. 

[0040] The PDC cutters 34 may be bonded to the face 18 of 
the bit body 12 after the bit body 12 has been cast by, for 
example, braZing, mechanical, or adhesive af?xation. Alter 
natively, the cutters 34 may be bonded to the face 18 of the bit 
body 12 during forming of the bit body 12 if thermally stable 
synthetic or natural diamonds are employed in the cutters 34. 

[0041] An earth-boring rotary drill bit 50 of a second exem 
plary embodiment of the present invention is shoWn in FIG. 2. 
The rotary drill bit 50 has a bit body 52 that includes a 
tWo -layer particle-matrix composite material. The rotary drill 
bit 50 may also include a shank 70 attached to the bit body 52. 

[0042] The shank 70 includes a generally cylindrical outer 
Wall having an outer surface and an inner surface. The outer 
Wall of the shank 70 encloses at least a portion of a longitu 
dinal bore 66 that extends through the rotary drill bit 50. At 
least one surface of the outer Wall of the shank 70 may be 
con?gured for attachment of the shank 70 to the bit body 52. 
The shank 70 also may include a male or femaleAPl threaded 
connection portion 28 for attaching the rotary drill bit 50 to a 
drill string (not shoWn). One or more apertures 72 may extend 
through the outer Wall of the shank 70. These apertures are 
described in greater detail beloW. 

[0043] The bit body 52 of the rotary drill bit 50 is formed 
from and composed of a tWo-layer particle-matrix composite 
material as described herein. Furthermore, the composition of 
the particle-matrix composite material is selectively varied 
Within the bit body 52 to provide various regions Within the bit 
body that have different, custom tailored physical properties 
or characteristics. 

[0044] By Way of example and not limitation, the bit body 
52 may include ?rst region 54 having a ?rst material compo 
sition and a body portion or second region 56 having a second 
material composition that is different from the ?rst material 
composition. The ?rst region 54 may include the longitudi 
nally-loWer and laterally-outWard regions of the bit body 52. 
The ?rst region 54 may include the face 68 of the bit body 52, 
Which may be con?gured to carry a plurality of cutting ele 
ments, such as PDC cutters 34. For example, a plurality of 
pockets 36 and buttresses 38 may be provided in or on the face 
68 of the bit body 52 for carrying and supporting the PDC 
cutters 34. Furthermore, a plurality of blades 30 and junk slots 
32 maybe provided in the ?rst region 54 of the bit body 52. 
The body portion or second region 56 may include the longi 
tudinally-upper and laterally-inWard regions of the bit body 
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52. The longitudinal bore 66 may extend at least partially 
through the second region 56 of the bit body 52. 
[0045] The second region 56 may include at least one sur 
face 58 that is con?gured for attachment of the bit body 52 to 
the shank 70. By Way of example and not limitation, at least 
one groove 60 may be formed in at least one surface 58 of the 
second region 56 that is con?gured for attachment of the bit 
body 52 to the shank 70. Each groove may correspond to and 
be aligned With an aperture extending through the outer Wall 
of the shank 70. A retaining member 80 may be provided 
Within each aperture in the shank 70 and each groove 60. 
Either mechanical interference, a Weld joint or braZe joint, or 
a combination of them betWeen the shank 70, the retaining 
member 80, and the bit body 52 may prevent longitudinal 
separation of the bit body 52 from the shank 70, and may 
prevent rotation of the bit body 52 about a longitudinal axis 
L5O of the rotary drill bit 50 relative to the shank 70. 
[0046] In the embodiment shoWn in FIG. 2, the rotary drill 
bit 50 includes tWo retaining members 80. By Way of example 
and not limitation, each retaining member 80 may include an 
elongated, cylindrical rod or pin that extends through an 
aperture in the shank 70 and a groove 60 formed in a surface 
58 of the bit body 52. 
[0047] The mechanical interference betWeen the shank 70, 
the retaining member 80, and the bit body 52 may also pro 
vide a substantially uniform clearance or gap betWeen a sur 
face of the shank 70 and the surfaces 58 in the second region 
56 of the bit body 52. By Way of example and not limitation, 
a substantially uniform gap of betWeen about 50 microns 
(0.002 inches) and about 150 microns (0.006 inches) may be 
provided betWeen the shank 70 and the bit body 52 When the 
retaining members 80 are disposed Within the apertures in the 
shank 70 and the grooves 60 in the bit body 52. 
[0048] A braZing material 82 such as, for example, a silver 
based or nickel-based metal alloy may be provided in the 
substantially uniform gap betWeen the shank 70 and the sur 
faces 58 in the second region 56 of the bit body 52. As an 
alternative to braZing, or in addition to braZing, a Weld 24 may 
be provided around the rotary drill bit 50 on an exterior 
surface thereof along an interface betWeen the bit body 52 and 
the steel shank 70. The Weld 24 and the braZing material 82 
may be used to further secure the shank 70 to the bit body 52. 
In this con?guration, if the braZing material 82 in the substan 
tially uniform gap betWeen the shank 70 and the surfaces 58 
in the second region 56 of the bit body 52 and the Weld 24 
should fail While the rotary drill bit 50 is located at the bottom 
of a Well bore-hole during a drilling operation, the retaining 
members 80 may prevent longitudinal separation of the bit 
body 52 from the shank 70, thereby preventing loss of the bit 
body 52 in the Well bore-hole. 
[0049] As previously stated, the ?rst region 54 of the bit 
body 52 has a ?rst material composition and the second 
region 56 of the bit body 52 has a second material composi 
tion that is different from the ?rst material composition. The 
?rst region 54 may include a particle-matrix composite mate 
rial. The second region 56 of the bit body 52 may include a 
metal, a metal alloy, or a particle-matrix composite material. 
By Way of example and not limitation, the material compo 
sition of the ?rst region 54 may be selected to exhibit higher 
erosion and Wear-resistance than the material composition of 
the second region 56. The material composition of the second 
region 56 may be selected to facilitate machining of the 
second region 56. The manner in Which the physical proper 
ties may be tailored to facilitate machining of the second 
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region 56 may be at least partially dependent of the method of 
machining that is to be used. For example, if it is desired to 
machine the second region 56 using conventional turning, 
milling, and drilling techniques, the material composition of 
the second region 56 may be selected to exhibit loWer hard 
ness and higher ductility. Alternatively, if it is desired to 
machine the second region 56 using ultrasonic machining 
techniques, Which may include the use of ultrasonically-in 
duced vibrations delivered to a tool, the composition of the 
second region 56 maybe selected to exhibit a higher hardness 
and a loWer ductility. In some embodiments, the material 
composition of the second region 56 may be selected to 
exhibit higher fracture toughness than the material composi 
tion of the ?rst region 54. In yet other embodiments, the 
material composition of the second region 56 may be selected 
to exhibit physical properties that are tailored to facilitate 
Welding of the second region 56. By Way of example and not 
limitation, the material composition of the second region 56 
may be selected to facilitate Welding of the second region 56 
to the shank 70. It is understood that the various regions of the 
bit body 52 may have material compositions that are selected 
or tailored to exhibit any desired particular physical property 
or characteristic, and the present invention is not limited to 
selecting or tailing the material compositions of the regions to 
exhibit the particular physical properties or characteristics 
described herein. 

[0050] Certain physical properties and characteristics of a 
composite material (such as hardness) may be de?ned using 
an appropriate rule of mixtures, as is knoWn in the art. Other 
physical properties and characteristics of a composite mate 
rial may be determined Without resort to the rule of mixtures. 
Such physical properties may include, for example, erosion 
and Wear resistance. 

[0051] The particle-matrix composite material of the ?rst 
region 54 may include a plurality of hard particles dispersed 
randomly throughout a matrix material as described herein. 

[0052] The material composition of the second region 56 of 
the bit body may include, for example, any of the previously 
described matrix materials of the particle-matrix composite 
material used for the ?rst region 54 of the bit body 52. Alter 
natively, the material composition of the second region 56 of 
the bit body 52 may include a particle-matrix composite 
material in Which hard particles are randomly dispersed 
throughout a matrix material. The hard particles and the 
matrix materials may be selected from those previously 
described in relation to the ?rst region 54 of the bit body 52, 
other than the combination selected for ?rst region 54. The 
material composition of the second region 56 of the bit body 
52, hoWever, may be selected to facilitate machining of the 
second region 56 using conventional machining techniques. 
Such conventional machining techniques may include, for 
example, turning, milling, and drilling techniques, Which 
may be used to con?gure the second region 56 of the bit body 
52 for attachment to the shank 70. For example, features such 
as the grooves 60 may be machined in one or more surfaces 58 
of the second region 56 of the bit body 52 to con?gure the 
second region 56 of the bit body 52 for attachment to the 
shank 70. 

[0053] The second region 56 of the bit body 52 may be 
substantially formed from and composed of the same material 
used as matrix material in the particle-matrix composite 
material of the ?rst region 54. 
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[0054] In another embodiment, both the ?rst region 54 and 
the second region 56 of the bit body 52 may be substantially 
formed from and composed of a particle-matrix composite 
material. 
[0055] The matrix material of the second region 56 maybe 
substantially identical to the matrix material of the particle 
matrix composite material of the ?rst region 54. Alternatively, 
the matrix material of the particle-matrix composite material 
of the second region 56 may differ from the matrix material of 
the particle-matrix composite material of the ?rst region 54. 
[0056] The methods of forming earth-boring rotary drill 
bits described herein may alloW the formation of novel drill 
bits having bit bodies that include particle-matrix composite 
materials that exhibit superior erosion and Wear-resistance, 
strength, and fracture toughness relative to knoWn particle 
matrix composite drill bits. The methods alloW for attachment 
of the shank to the bit body With proper alignment and con 
centricity provided therebetWeen. The methods described 
herein alloW for improved attachment of a shank to a bit body 
having at least a croWn region that includes a particle-matrix 
composite material by precision machining at least a surface 
of the bit body, the surface being con?gured for attachment of 
the bit body to the shank. 
[0057] With continued reference to FIG. 2, the shank 70 
includes a male or female API threaded connection portion 
for connecting the rotary drill bit 50 to a drill string (not 
shoWn). The shank 70 may be formed from and composed of 
a material that is relatively tough and ductile relative to the bit 
body 52. By Way of example and not limitation, the shank 70 
may include a steel alloy. 
[0058] As the particle-matrix composite material of the bit 
body 52 maybe relatively Wear-resistant and abrasive, 
machining of the bit body 52 may be dif?cult or impractical. 
As a result, conventional methods for attaching the shank 70 
to the bit body 52, such as by machining cooperating posi 
tioning threads on mating surfaces of the bit body 52 and the 
shank 70, With subsequent formation of a Weld 24, may not be 
feasible or desirable. 

[0059] As an alternative to conventional methods for 
attaching the shank 70 to the bit body 52, the bit body 52 may 
be attached and secured to the shank 70 by braZing or solder 
ing an interface betWeen abutting surfaces of the bit body 52 
and the shank 70. By Way of example and not limitation, a 
braZing alloy 74 may be provided at an interface betWeen a 
surface 58 of the bit body 52 and a surface 84 of the shank 70. 
Furthermore, the bit body 52 and the shank 70 may be siZed 
and con?gured to provide a predetermined stand off betWeen 
the surface 58 and the surface 84, in Which the braZing alloy 
74 may be provided. 
[0060] Furthermore, interfering non-planar surface fea 
tures may be formed on the surface 58 of the bit body 52 and 
the surface 84 of the shank 70. For example, threads or lon 
gitudinally-extending splines, rods, or keys (not shoWn) may 
be provided in or on the surface 58 of the bit body 52 and the 
surface 84 of the shank 70 to prevent rotation of the bit body 
52 relative to the shank 70. 

[0061] During all in?ltration or casting processes, refrac 
tory structures or displacements (not shoWn) may be used to 
support at least portions of the bit body and maintain desired 
shapes and dimensions during the solidi?cation process. 
Such displacements may be used, for example, to maintain 
consistency in the siZe and geometry of the cutter pockets 36 
and the internal ?uid passageWays 42 during the sintering 
process. Such refractory structures may be formed from, for 
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example, graphite, silica, or alumina. The use of alumina 
displacements instead of graphite displacements may be 
desirable as alumina may be relatively less reactive than 
graphite, thereby minimiZing atomic diffusion during solidi 
?cation. Additionally, coatings such as alumina, boron 
nitride, aluminum nitride, or other commercially available 
materials may be applied to the refractory structures to pre 
vent carbon or other atoms in the refractory structures from 
diffusing into the bit body during solidi?cation. 
[0062] As previously discussed, several different methods 
may be used to attach the shank 70 to the bit body 52. In the 
embodiment shoWn in FIG. 2, the shank 70 may be attached 
to the bit body 52 by braZing or soldering the interface 
betWeen the surface 58 of the bit body 52 and the surface 84 
of the shank 70. The bit body 52 and the shank 70 may be 
siZed and con?gured to provide a predetermined standoff 
betWeen the surface 58 and the surface 84, in Which the 
braZing alloy 74 may be provided. Furthermore, the braZing 
alloy 74 may be applied to the interface betWeen the surface 
58 of the bit body 52 and the surface 84 of the shank 70 using 
a furnace braZing process or a torch braZing process. The 
braZing alloy 74 may include, for example, a silver-based or 
a nickel-based alloy. 
[0063] A shrink ?t may also be provided betWeen the shank 
70 and the bit body 52 in alternative embodiments. By Way of 
example and not limitation, the shank 70 may be heated to 
cause thermal expansion of the shank While the bit body 52 is 
cooled to cause thermal contraction of the bit body 52. The 
shank 70 then may be pressed onto the bit body 52 and the 
temperatures of the shank 70 and the bit body 52 may be 
alloWed to equilibrate. As the temperatures of the shank 70 
and the bit body 52 equilibrate, the surface 84 of the shank 70 
may engage or abut against the surface 58 of the bit body 52, 
thereby at least partly securing the bit body 52 to the shank 70 
and preventing separation of the bit body 52 from the shank 
7 0. 

[0064] In another alternative embodiment, a friction Weld 
may be provided betWeen the bit body 52 and the shank 70. 
Mating surfaces may be provided on the shank 70 and the bit 
body 52.A machine may be used to press the shank 70 against 
the bit body 52 While rotating the bit body 52 relative to the 
shank 70. Heat generated by friction betWeen the shank 70 
and the bit body 52 may at least partially melt the material at 
the mating surfaces of the shank 70 and the bit body 52. The 
relative rotation may be stopped and the bit body 52 and the 
shank 70 may be alloWed to cool While maintaining axial 
compression betWeen the bit body 52 and the shank 70, pro 
viding a friction Welded interface betWeen the mating sur 
faces ofthe shank 70 and the bit body 52. 
[0065] In yet another alternate embodiment, commercially 
available adhesives such as, for example, epoxy materials 
(including inter-penetrating netWork (IPN) epoxies), polyes 
ter materials, cyanoacrylate materials, polyurethane materi 
als, and polyimide materials may also be used to secure the 
shank 70 to the bit body 52. 
[0066] A circumferential Weld 24 may also be provided 
betWeen the bit body 52 and the shank 70, separately or in 
combination With the Welding, braZing and pin attachments 
described herein, that extends around the rotary drill bit 50 on 
an exterior surface thereof along an interface betWeen the bit 
body 52 and the shank 70. A shielded metal arc Welding 
(SMAW) process, a gas metal arc Welding (GMAW) process, 
a plasma transferred arc (PTA) Welding process, a submerged 
arc Welding process, an electron beam Welding process, or a 
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laser beam Welding process may be used to Weld the interface 
betWeen the bit body 52 and the shank 70. Furthermore, the 
interface betWeen the bit body 52 and the shank 70 may be 
soldered or braZed using processes knoWn in the art to further 
secure the bit body 52 to the shank 70. 
[0067] FIG. 3 illustrates a third exemplary embodiment 
Which is similar to that of FIG. 2, except that the bit body 
includes a third region 57 and the joint does not employ pins 
or rods to secure the bit body 52 to the shank 70. The third 
region 57 may include any of the metal matrices described 
herein Without hard particles, or in an alternate embodiment, 
may incorporate a plurality of hard particles added to the melt 
used to cast this region, or alternately by in?ltration of a 
particle precursor Which extends into the third region of the 
bit body Which in this instance includes an attachment por 
tion, namely a protrusion from the bit body 52 that is adapted 
to be attached to the mating recess formed on the end of the 
shank 70 proximate the bit body 52. This embodiment is 
particularly adapted to employ the various Welding, braZing, 
and adhesive joints described herein for attachment of the bit 
body and shank. 
[0068] A fourth and ?fth exemplary embodiment of an 
earth-boring rotary drill bit 150 having a multi-layer particle 
matrix bit body are shoWn in FIGS. 4 and 5, respectively. The 
drill bit 150 includes a unitary structure 151 that includes a bit 
body 152,154 and an integrally formed shank 156. The uni 
tary structure 151 is substantially formed from and composed 
of a multi-layer particle-matrix composite material as 
described herein. In this con?guration, it may not be neces 
sary to use a separate shank to attach the drill bit 150 to a drill 
string, as the shank 156 may be formed integrally With the 
unitary structure 151 using the method described herein. 
[0069] The bit body 152,154 includes blades 30, Which are 
separated by junk slots 32. Internal ?uid passageWays 42 
extend betWeen the face 158 of the bit body 152,154 and a 
longitudinal bore 40, Which at least partially extends through 
the unitary structure 151. NoZZle inserts (not shoWn) maybe 
provided at face 158 of the bit body 152 Within the internal 
?uid passageWays 42. 
[0070] The drill bit 150 may include a plurality of PDC 
cutters 34 disposed on the face 68 of the bit body 152, 154. 
The PDC cutters 34 may be provided along blades 30 Within 
pockets 36 formed in the face 158 of the bit body 152, 154, 
and may be supported from behind by buttresses 38, Which 
may be integrally formed With the of the bit body 152, 154. 
Alternatively, the drill bit 150 may include a plurality of 
cutters each comprising an abrasive, Wear-resistant material 
such as, for example, cemented tungsten carbide. 
[0071] The unitary structure 151 may include a plurality of 
regions. Each region may comprise a particle-matrix compos 
ite material having a material composition that differs from 
other regions of the plurality of regions. For example, the bit 
body 152, 154 may include a croWn 152 of a ?rst particle 
matrix composite material having a ?rst material composi 
tion, a body portion 154 of a second particle-matrix compos 
ite material having a second material composition and an 
integrally formed shank 156 of a third particle-matrix com 
posite material having a third material composition. The 
material compositions of all three regions may be different as 
described elseWhere herein. Alternately, the matrix material 
of the second and third regions may be the same, and the 
particle precursor used to form the bit body in the manner 
described herein may be formed to ?ll the second region, 
While extending partially, fully or not at all into the third 
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region. For example, in the embodiment of FIG. 4, the particle 
precursor generally does not extend into the third region, such 
that the shank 156 may be formed of metal alloy, such as steel, 
and extends along, and is integrally formed With and bonded 
to both the croWn or ?rst region 152 and body portion or 
second region 154. In another example, in the embodiment of 
FIG. 5, the particle precursor has a different con?guration 
such that the shape of the second region is different, but the 
particle precursor still does not extend into the third region, 
such that the shank 156 may be formed of metal alloy, such as 
steel, that extends from, and is integrally formed With and 
bonded to, body portion 154. 
[0072] The integral shank 156 may include a particle-ma 
trix composite material having a third material composition 
that is different from the ?rst material composition of the ?rst 
region and second material composition of the second region. 
In this con?guration, the material composition of the bit body 
152,154 may exhibit a physical property that differs from the 
physical property exhibited by the material composition of 
the shank 156. For example, the ?rst material composition, 
second material composition, or both of them, may exhibit 
higher erosion and Wear resistance relative to the third mate 
rial composition, and the third material composition may 
exhibit higher fracture toughness relative to the ?rst material 
composition. 
[0073] The drill bits 150 shoWn in FIGS. 4 and 5 include 
three distinct regions, each of Which comprises a particle 
matrix composite material having a unique material compo 
sition. In alternative embodiments, the drill bit 150 may 
include additional regions, each having a unique material 
composition. Furthermore, a discrete boundary is identi?able 
betWeen each of the distinct regions of the drill bit 150 shoWn 
in FIGS. 4 and 5. In alternative embodiments, a continuous 
material composition gradient may be provided throughout 
the unitary structure 151 to provide a drill bit having a plu 
rality of different regions, each having a unique material 
composition, but lacking any identi?able boundaries betWeen 
the various regions. In this manner, the physical properties 
and characteristics of different regions Within the drill bit 150 
may be tailored to improve properties such as, for example, 
Wear resistance, fracture toughness, strength, or Weldability 
in strategic regions of the drill bit 150. It is understoodthat the 
various regions of the drill bit may have material composi 
tions that are selected or tailored to exhibit any desired par 
ticular physical property or characteristic, and the present 
invention is not limited to selecting or tailing the material 
compositions of the regions to exhibit the particular physical 
properties or characteristics described herein. 

[0074] While the description herein presents certain pre 
ferred embodiments, those of ordinary skill in the art Will 
recogniZe and appreciate that it is not so limited. Rather, many 
additions, deletions and modi?cations to the preferred 
embodiments may be made Without departing from the scope 
of the invention as hereinafter claimed. In addition, features 
from one embodiment may be combined With features of 
another embodiment While still being encompassed Within 
the scope of the invention as contemplated by the inventors. 
Further, the invention has utility in drill bits and core bits 
having different and various bit pro?les as Well as cutter 
types. 
[0075] The foregoing invention has been described in 
accordance With the relevant legal standards, thus the descrip 
tion is exemplary rather than limiting in nature. Variations and 
modi?cations to the disclosed embodiments may become 

Aug. 5, 2010 

apparent to those skilled in the art. Accordingly, the scope of 
legal protection afforded Will be determined in accordance 
With the folloWing claims. 
We claim: 
1. An earth-boring rotary drill bit comprising: 
a bit body having a ?rst region con?gured to carry one or 
more cutters for engaging a subterranean earth forma 
tion, the ?rst region comprising a ?rst particle-matrix 
composite material having a ?rst material composition; 
and a second region con?gured for attachment to a drill 
string, the second region comprising a second particle 
matrix composite material having a second material 
composition differing from the ?rst material composi 
tion, each of the ?rst particle-matrix composite material 
and second particle-matrix composite material substan 
tially formed of a plurality of hard particles dispersed 
throughout a matrix material, Wherein the matrix of the 
?rst particle-matrix composite and the matrix of the 
second particle-matrix composite each have a cast 
microstructure; and 

a shank extending from the second region, the shank com 
prising an attachment portion con?gured to attach the 
shank to a drill string and a bit body portion for attaching 
the shank to the bit body. 

2. The rotary drill bit of claim 1, Wherein the hard particles 
comprise diamond, or metal or semi-metal carbides, nitrides, 
oxides, or borides. 

3. The rotary drill bit of claim 1, Wherein the matrix mate 
rials comprise cobalt-based alloys, iron-based alloys, nickel 
based alloys, cobalt and nickel-based alloys, iron and nickel 
based alloys, iron and cobalt-based alloys, aluminum-based 
alloys, copper-based alloys, magnesium-based alloys and 
titanium-based alloys. 

4. The rotary drill bit of claim 1, Wherein the matrix of the 
?rst material composition has a ?rst melting temperature and 
the matrix of the second material composition has a second 
melting temperature and the ?rst melting temperature and 
second melting temperature are different. 

5. The rotary drill bit of claim 1, Wherein the ?rst melting 
point is loWer than the second melting point. 

6. The rotary drill bit of claim 1, Wherein the ?rst melting 
point is higher than the second melting point. 

7. The rotary drill bit of claim 1, Wherein the matrix of the 
?rst material composition comprises a Cu-based alloy and the 
matrix of the second material composition comprises a Ni 
based alloy. 

8. The rotary drill bit of claim 1, Wherein the matrix of the 
?rst material composition comprises a Fe-based alloy and the 
matrix of the second material composition comprises a Cu 
based alloy. 

9. The rotary drill bit of claim 1, Wherein the matrix of the 
?rst material composition comprises a Cu-based alloy and the 
matrix of the second material composition comprises a Fe 
based alloy. 

10. The rotary drill bit of claim 1, further comprising a steel 
blank having a loWer portion that is metallurgically bonded to 
the second region and an upper portion that is attached to the 
bit body portion of the shank. 

11. The rotary drill bit of claim 1, Wherein the bit body 
portion of the shank has one of a recessed portion or a pro 
truding portion and the second region has one of a protruding 
portion or a recessed portion, respectively, such that the 
recessed portion is con?gured to matingly engage and attach 
the protruding portion. 
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12. The rotary drill bit of claim 9, wherein the recessed 
portion and the protruding portion are attached by at least one 
of a Weld joint, braZe joint, threaded joint, adhesive joint or 
pinned joint using one or more attachment pins, or any com 
bination thereof. 

13. The rotary drill bit of claim 1, Wherein the matrix of the 
?rst material composition and the matrix of the second mate 
rial composition have substantially no solid solubility, and 
have an interface betWeen them With substantially no inter 
diffusion of the matrix materials. 

14. The rotary drill bit of claim 1, Wherein the matrix of the 
?rst material composition and the matrix of the second mate 
rial composition have at least limited solid solubility, and 
have an interface betWeen them comprising one of a solid 
solution or a plurality of phases of the respective matrices 
having a predetermined thickness and a cast microstructure. 

15. The rotary drill bit of claim 1, further comprising a third 
region extending from and integrally formed With the second 
region, Wherein the third region comprises cobalt-based 
alloys, iron-based alloys, nickel-based alloys, cobalt and 
nickel-based alloys, iron and nickel-based alloys, iron and 
cobalt-based alloys, aluminum-based alloys, copper-based 
alloys, magnesium-based alloys and titanium-based alloys. 

16. The rotary drill bit of claim 15, further comprising a 
plurality of hard particles dispersed throughout the metal as a 
matrix, Wherein the hard particles comprise diamond, or 
metal or semi -metal, nitrides, oxides, or borides, and Wherein 
the metal and hard particles comprise a third particle-matrix 
composite. 

17. The rotary drill bit of claim 15, Wherein the third region 
comprises the shank. 

18. The rotary drill bit of claim 1, Wherein the cast micro 
structure of at least one of the matrix of the ?rst particle 
matrix composite and the matrix of the second particle-matrix 
composite comprises a plurality of dendrites. 

19. An earth-boring rotary drill bit comprising: 
a bit body having a ?rst region con?gured to carry one or 
more cutters for engaging a subterranean earth forma 
tion, the ?rst region comprising a ?rst particle-matrix 
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composite material having a ?rst material composition; 
and a second region con?gured for attachment to a drill 
string, the second region comprising a second particle 
matrix composite material having a second material 
composition differing from the ?rst material composi 
tion, each of the ?rst particle-matrix composite material 
and second particle-matrix composite material substan 
tially formed of a plurality of hard particles dispersed 
throughout a matrix material, Wherein the matrix of the 
?rst particle-matrix composite and the matrix of the 
second particle-matrix composite each have a cast 
microstructure. 

20. An earth-rotary drill bit comprising: 
bit body having a ?rst region con?gured to carry one or 

more cutters for engaging a subterranean earth forma 
tion, the ?rst region comprising a ?rst particle-matrix 
composite material having a ?rst material composition, 
and a plurality of regions con?gured for attachment to a 
drill string, the plurality of regions comprising a corre 
sponding plurality of particle-matrix composite materi 
als having a corresponding plurality of material compo 
sitions differing from the ?rst material composition, 
each of the ?rst particle-matrix composite materials and 
plurality of additional particle-matrix composite mate 
rials substantially formed of a plurality of hard particles 
dispersed throughout a matrix material, Wherein the 
matrix of the ?rst particle-matrix composite and the 
plurality of additional particle-matrix composites each 
have a cast microstructure, and 

a shank extending from at least one of the plurality of 
regions, the shank comprising an attachment portion 
con?gured to attach the shank to a drill string and a bit 
body portion for attaching the shank to a bit body. 

21. The rotary drill bit of claim 20, further comprising a 
steel blank having a loWer portion that is metallurgically 
bonded to a plurality of the plurality of regions and an upper 
portion that is attached to the bit body portion of the shank. 

* * * * * 


