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A rework method of a gate insulating layer of a thin ?lm 
transistor includes the following steps. First, a substrate 
including a silicon nitride layer, which serves as a gate insu 
lating layer, disposed thereon. Subsequently, a ?rst ?lm 
removal process is performed to remove the silicon nitride 
layer. The ?rst ?lm removal process includes an inductively 
coupled plasma (ICP) etching process. The ICP etching pro 
cess is carried out by introducing gases including sulfur 
hexa?uoride and oxygen. The ICP etching process has an 
etching selectivity ratio of the silicon nitride layer to the 
substrate, which is substantially between 18 and 30. 
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DISPLAY PANEL AND REWORK METHOD 
OF GATE INSULATING LAYER OF THIN 

FILM TRANSISTOR 

BACKGROUND OF THE DISCLOSURE 

[0001] 1. Technical Field 
[0002] The present disclosure relates to a rework method of 
a gate insulating layer of a thin ?lm transistor (TFT) and a 
display panel manufactured thereby, and more particularly, to 
a reWork method that an inductively coupled plasma (ICP) 
etching process is carried out by introducing gases of sulfur 
hexa?uoride and oxygen to remove a silicon nitride layer 
serving as a gate insulating layer and a display panel manu 
factured thereby. 
[0003] 2. Description of the PriorArt 
[0004] A liquid crystal display panel mainly includes an 
array substrate, a color ?lter (CF) substrate, and liquid crystal 
molecules ?lled betWeen the array substrate and the CF sub 
strate. A plurality of pixels are disposed on the array substrate 
(also called the TFT substrate) in an array, and each of the 
plurality of pixels is formed With a TFT device to control 
sWitch function of each of the plurality of pixels. The array 
substrate has to be formed by multiple steps of deposition, 
lithography, and etching to provide a gate, a gate insulating 
layer, a semiconductor layer, a drain/ source, and to pattern a 
pixel electrode and a passivation layer. 
[0005] Generally in the process of manufacturing the array 
substrate, When a ?lm formed by a non-chemical related 
process, such as a physical vapor deposition (PVD) process or 
lithography fails due to an unquali?ed ?lm quality or a 
machinery crash, this ?lm can be removed and another quali 
?ed ?lm can be formed by a reWork process. On the other 
hand, if the ?lms are formed by a chemical related process, 
such as a chemical vapor deposition (CVD) process, the 
entire substrate has to be discarded once the ?lm formation 
fails, the ?lm quality is abnormal, or the machine crashes. 
Therefore, the manufacturing cost Will be increased and the 
array substrate yield Will be adversely affected. 

SUMMARY OF THE DISCLOSURE 

[0006] The present disclosure provides a reWork method of 
a gate insulating layer of a TFT and a display panel manufac 
tured by the reWork method to solve the conventional prob 
lems of high costs. 
[0007] In accordance With an embodiment of the present 
disclosure, a reWork method of a gate insulating layer of a 
TFT including the folloWing steps is provided. First, a sub 
strate includes a silicon nitride layer and the silicon nitride 
layer is disposed on a surface of the substrate to serve as a gate 
insulating layer. It is folloWed by performing a ?rst ?lm 
removal process to remove the silicon nitride layer on the 
substrate. The ?rst ?lm removal process includes performing 
an ICP etching process to etch aWay the silicon nitride layer. 
The ICP etching process is carried out by introducing gases 
including sulfur hexa?uoride With a How rate that is sub stan 
tially betWeen 300 sccm and 500 sccm, and oxygen With a 
How rate that is substantially betWeen 150 sccm and 350 
sccm. The process pressure of the ICP etching process is 
substantially betWeen 80 mtorr and 160 mtorr and the process 
poWer of the ICP etching process is substantially betWeen 
2000 Watts (W) and 3000 W. 
[0008] In accordance With another embodiment of the 
present disclosure, a reWork method of a gate insulating layer 
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of a TFT including the folloWing steps is provided. First, a 
glass substrate includes a silicon nitride layer and the silicon 
nitride layer is disposed on a surface of the glass substrate to 
serve as the gate insulating layer. It is folloWed by performing 
a ?rst ?lm removal process to remove the silicon nitride layer 
on the glass substrate. The ?rst ?lm removal process includes 
performing an ICP etching process to etch aWay the silicon 
nitride layer, and the ICP etching process has the etching 
selectivity ratio of the silicon nitride layer to the substrate is 
substantially betWeen 18 and 30. 
[0009] In the present disclosure, the reWork method of the 
gate insulating layer of the TFT removes the silicon nitride 
layer, Which serves as the gate insulating layer, by the ICP 
etching process. Given the manufacturing conditions pro 
vided by the present disclosure, the ICP etching process has a 
high etching selectivity ratio of silicon nitride to glass. As a 
result, the silicon nitride layer is able to be removed Without 
damaging the glass substrate in order to facilitate the folloW 
up rework process. 
[0010] These and other objectives of the present disclosure 
Will no doubt become obvious to those of ordinary skill in the 
art after reading the folloWing detailed description of the 
preferred embodiment that is illustrated in the various ?gures 
and draWings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0011] FIG. 1 is a How chart ofa reWork method ofa gate 
insulating layer of a TFT according to a preferred embodi 
ment of the present disclosure. 
[0012] FIGS. 2 to 5 are schematic diagrams illustrating the 
reWork method of the gate insulating layer of the TFT accord 
ing to a ?rst preferred embodiment of the present disclosure. 
[0013] FIGS. 6 to 9 are schematic diagrams illustrating the 
reWork method of the gate insulating layer of the TFT accord 
ing to a second preferred embodiment of the present disclo 
sure. 

[0014] FIG. 10 illustrates a thickness difference betWeen 
the glass substrate not covered by the gate and that covered by 
the gate after the silicon nitride layer is etched aWay. 
[0015] FIG. 11 is a schematic diagram illustrating a display 
panel according to a preferred embodiment of the present 
disclosure. 

DETAILED DESCRIPTION 

[0016] Referring to FIG. 1, Which is a How chart of a reWork 
method of a gate insulating layer of a TFT according to a 
preferred embodiment of the present disclosure. As shoWn in 
FIG. 1, a reWork method of a gate insulating layer of a TFT in 
the present embodiment includes the folloWing steps. 
[0017] step 10: provide a substrate including a gate and a 

silicon nitride layer, Which serves as a gate insulating layer, 
disposed on a surface of the substrate and the gate; 

[0018] step 12: perform a ?rst examination process to deter 
mine Whether a ?lm formation of the silicon nitride layer is 
normal or not; if yes, proceed to step 14; if no, proceed to 
step 16; 

[0019] step 14: proceed to the folloW-up processes; 
[0020] step 16: perform a ?rst ?lm removal process to 
remove the silicon nitride layer of the substrate; 

[0021] step 18: perform a second ?lm removal process to 
remove the gate; 

[0022] step 20: perform a Wet cleaning process to remove 
chemical residues on the substrate; 
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[0023] step 22: perform a dry cleaning process to remove 
organic particles on the substrate; 

[0024] step 24: perform a rinsing process to clean the sur 
face of the substrate; and 

[0025] step 26: perform a second examination process to 
determine Whether there is any residue on the surface of the 
substrate or not; if yes, proceed to step 20; if no, proceed to 
step 28; 

[0026] step 28: perform a reWork process to form another 
gate and another silicon nitride layer on the substrate in 
sequence; proceed to step 12 again after the reWork process 
to con?rm Whether the ?lm formation of the silicon nitride 
layer that is re-formed is normal or not. 

[0027] Referring to FIGS. 2 to 5 along With FIG. 1, FIGS. 2 
to 5 are schematic diagrams illustrating the reWork method of 
the gate insulating layer of the TFT according to a ?rst pre 
ferred embodiment of the present disclosure. As shoWn in 
FIG. 2, a substrate 30 is provided ?rst, and the substrate 30 is, 
but not limited to, a glass substrate in the present embodi 
ment. The substrate 30 may be made of other materials. The 
substrate 30 includes a gate 32 as Well as a silicon nitride layer 
34 disposed on a surface of the substrate 30 and the gate 32 to 
serve as a gate insulating layer. For example, the gate 32 may 
be made of, but not limited to, AliNd alloy/Mo, Al/Mo, 
Mo/Al/Mo, Ti/Al/Ti; conductive materials of other mono 
layer or composite layers are possible as Well. Additionally, 
the silicon nitride layer 34 is formed on the substrate 30 by a 
CVD process. Subsequently, a ?rst examination process on 
the substrate 30 is performed to determine Whether a ?lm 
formation of the silicon nitride layer 34 is normal or not. If the 
?lm formation of the silicon nitride layer 34 is normal, fol 
loW-up processes Will be conducted. Otherwise, if the ?lm 
formation of silicon nitride layer 34 fails or the ?lm quality is 
abnormal due to a machinery crash or other unexpected rea 
sons, folloW-up ?lm removal processes and reWork processes 
Will be performed. 
[0028] As shoWn in FIG. 3, When the ?lm formation of 
silicon nitride layer 34 fails or the ?lm quality is abnormal in 
the ?rst examination process, the ?rst ?lm removal process 
Will be performed on the substrate 30 to remove the silicon 
nitride layer 34 on the substrate 30. The ?rst ?lm removal 
process includes performing an ICP etching process to etch 
aWay the silicon nitride layer 34. In the present embodiment, 
the ICP etching process is carried out by introducing gases 
including sulfur hexa?uoride With a How rate that is sub stan 
tially betWeen 300 standard cubic centimeter per minute 
(sccm) and 500 sccm, and oxygen With a How rate that is 
substantially betWeen 150 sccm and 350 sccm. The process 
pressure of the ICP etching process is, but not limited to, 
substantially betWeen 80 mtorr and 160 mtorr and the process 
poWer of the ICP etching process is, but not limited to, sub 
stantially betWeen 2000 W and 3000 W. In addition, When the 
substrate 30 is the glass substrate, the ICP etching process has 
an etching selectivity ratio of the a silicon nitride layer 34 to 
the glass substrate is substantially betWeen 18 and 30 for 
instance, the etching selectivity ratio of a silicon nitride layer 
34 to the glass substrate is substantially 24 so that the silicon 
nitride layer 34 can be etched aWay Without damaging the 
surface of the substrate 30. 
[0029] As shoWn in FIG. 4, after the silicon nitride layer 34 
is removed, the second ?lm removal process is performed to 
remove the gate 32. Different processes may be selected for 
the second ?lm removal process depending upon the material 
of the gate 32. For example, When the gate 32 is made of, but 
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not limited to, AliNd alloy/Mo, Al/Mo, Mo/Al/Mo, Ti/Al/ 
Ti, the second ?lm removal process may include a Wet etching 
process by using a mixed solution of acetic acid, nitric acid, 
and phosphoric acid as an etching solution. Moreover, When 
the gate 32 is made of Ti/Al/Ti, the second ?lm removal 
process may include a Wet etching process by using a mixed 
solution of nitric acid and hydrochloric acid as an etching 
solution. HoWever, the second ?lm removal process is not 
limited to a Wet etching process, it is possible to use a dry 
etching process according to a result of the ?lm removal 
process. After removing the gate 32, a cleaning process is 
performed on the substrate 30. The cleaning process may 
include a Wet cleaning process, a dry cleaning process, and a 
rinsing process, Wherein the Wet cleaning process removes 
chemical residues on the substrate 30 by a rinsing liquid, the 
dry cleaning process removes organic particles on the sub 
strate 30 by a ultraviolet light, and the rinsing process cleans 
the surface of the substrate 30 by deioniZed (DI) Water so that 
the adherence betWeen the substrate 30 and the folloW-up 
layers Will be increased. Subsequent to the cleaning process, 
the second examination process is performed to determine 
Whether there is any residue on the surface of the substrate 30 
or not. If there is, the cleaning process may be repeated, the 
parameters of the Wet cleaning process, the dry cleaning 
process, and the rinsing process may be adjusted, or else, the 
step sequence and the number of times of the cleaning process 
may be changed till that there is no residue on the surface of 
the substrate 30. 

[0030] As shoWn in FIG. 5, When there is no residue on the 
surface of the substrate 30, a reWork process Will be per 
formed. Another gate 36 and another silicon nitride layer 38 
are formed in sequence on the substrate 30. After the silicon 
nitride layer 38 is formed, the ?rst examination process may 
be conducted again to determine Whether the ?lm formation 
of the silicon nitride layer 38 is normal or not. If the ?lm 
formation of the silicon nitride layer 38 is considered normal, 
it may proceed to the folloW-up processes. OtherWise, if the 
?lm formation of the silicon nitride layer 38 fails or the ?lm 
quality is abnormal, folloW-up ?lm removal processes and 
reWork processes Will be performed till that the ?lm forma 
tion of the silicon nitride layer becomes normal. 

[0031] The sequence of the reWork process of the gate 
insulating layer of the TFT and the formation of the gate 
insulating layer may be changed in the present disclosure. 
That is, the reWork process of the gate insulating layer of the 
TFT may be performed immediately after the gate insulating 
layer is formed, or it may be performed after the further 
layers, such as the semiconductor layer, is formed. Referring 
to FIGS. 6 to 9, FIGS. 6 to 9 are schematic diagrams illus 
trating the reWork method of the gate insulating layer of the 
TFT according to a second preferred embodiment of the 
present disclosure. In order to simplify the description as Well 
as to compare the similarities and dissimilarities of the tWo 
embodiments, the difference betWeen those is highlighted. 
First, as shoWn in FIG. 6, a substrate 50, such as, but not 
limited to, a glass substrate, is provided. The difference 
betWeen the present and the ?rst embodiments lies in that the 
substrate 50 includes a gate 52 and a silicon nitride layer 54 to 
serve as the gate insulating layer, and in addition to them, the 
substrate 50 further includes at least a semiconductor layer 56 
disposed on the silicon nitride layer 54. The semiconductor 
layer 56 may be an amorphous silicon layer, a microcrystal 
line silicon layer, a monocrystalline silicon layer, a polycrys 
talline silicon layer, a silicon carbide layer, an oxide semicon 
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ductor layer, other suitable materials, or a stacked layer 
including the previously-mentioned material layers. Subse 
quently, a ?rst examination process is performed on the sub 
strate 50 to determine Whether a ?lm formation of the semi 
conductor layer 56 and/or the silicon nitride layer 54 is 
normal or not. If the ?lm formation of the semiconductor 
layer 56 and/or the silicon nitride layer 54 is considered 
normal, it Will proceed to the folloW-up processes. OtherWise, 
if the ?lm formation of the semiconductor layer 56 and/or a 
silicon nitride layer 54 fails or the ?lm quality is abnormal 
after the examination process, it Will be folloWed by the 
subsequent ?lm removal and reWork processes. 
[0032] As shoWn in FIG. 7, When the ?lm formation of the 
semiconductor layer 56 and/or the silicon nitride layer 54 fails 
or the ?lm quality is abnormal in the ?rst examination pro 
cess, a ?rst ?lm removal process Will be performed on the 
substrate 50 to remove the semiconductor layer 56 and the 
silicon nitride layer 54 on the substrate 50. The ?rst ?lm 
removal process includes performing an ICP etching process 
to etch aWay the semiconductor layer 56 and the silicon 
nitride layer 54. In the present embodiment, the ICP etching 
process is carried out by introducing gases including sulfur 
hexa?uoride and oxygen, Wherein a How rate of sulfur 
hexa?uoride is substantially betWeen 300 sccm and 500 
sccm, and a How rate of oxygen is substantially betWeen, but 
not limited to, 150 sccm and 350 sccm. The process pressure 
of the ICP etching process is substantially betWeen, but not 
limited to, 80 mtorr and 160 mtorr and the process poWer of 
the ICP etching process is substantially betWeen 2000 W and 
3000 W. Additionally, in the process of etching aWay the 
silicon nitride layer 54, the ICP etching process has an etching 
selectivity ratio of the silicon nitride layer 54 to the glass 
substrate is substantially betWeen 18 and 30. For example the 
etching selectivity ratio of the silicon nitride layer 54 to the 
glass substrate is substantially 24 so that the silicon nitride 
layer 54 can be etched aWay Without damaging the substrate 
of the substrate 50. It is to be noted that the ICP etching 
process may etch aWay the semiconductor layer 56 and the 
silicon nitride layer 54 all together in the present embodi 
ment, but the present disclosure is not only applied to this 
embodiment. In another Word, the semiconductor layer 56 
and the silicon nitride layer 54 may be removed in separate 
processes. 
[0033] As shoWn in FIG. 8, a second ?lm removal process 
is then performed to remove the gate 52 subsequent to remov 
ing the semiconductor layer 56 and the silicon nitride layer 
54. Different processes may be selected for the second ?lm 
removal process depending upon the material of the gate 52, 
Which is omitted in the description. Next, a cleaning process 
is performed on the substrate 50, and types and sequences of 
the cleaning process have been speci?ed above. As shoWn in 
FIG. 9, it is folloWed by a reWork process, and forming 
another gate 58, another silicon nitride layer 60 as Well as 
another semiconductor layer 62 on the substrate 50. 
[0034] As described previously, in the present disclosure 
the ICP etching process is used to remove the gate insulating 
layer When it is abnormal and then another gate insulating 
layer is formed by the reWork process. It is to be noted that the 
ICP etching process is carried out by introducing gases 
including sulfur hexa?uoride and oxygen. The gas ?oW rate, 
process pressure, and process poWer are all controlled in a 
range described beloW: 
[0035] The How rate of sulfur hexa?uoride is substantially 
betWeen 300 sccm and 500 sccm; 
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[0036] The How rate of oxygen is substantially betWeen 150 
sccm and 350 sccm; 

[0037] The process pressure of the ICP etching process is 
substantially betWeen 80 mtorr and 160 mtorr; and 

[0038] The process poWer of the ICP etching process is 
substantially betWeen 2000 W and 3000 W. 

[0039] Given the manufacturing conditions provided by the 
present disclosure, the etching selectivity ratio of the ICP 
etching process to the silicon nitride layer can be set to a range 
betWeen 18 and 30, such as 24. As a result, during the process 
of etching aWay the silicon nitride layer, the surface of the 
substrate Will not be damaged and the substrate may be reused 
in the reWork process of the silicon nitride layer. Referring to 
FIG. 1 0, FIG. 1 0 illustrates a thickness difference betWeen the 
glass substrate not covered by the gate and that covered by the 
gate after the silicon nitride layer is etched aWay. As shoWn in 
FIG. 10, the differences betWeen the original thickness of the 
glass substrate and the thickness of the glass substrate after 
the ICP etching process are measured at 25 different locations 
on the glass substrate. The differences are substantially 
ranged betWeen 90 A(angstrom) and 230 A, and the average 
value of the thickness differences of the glass substrate is 
around 144 A. The experimental result shoWs that given the 
manufacturing conditions of the ICP etching process pro 
vided by the present disclosure, the ICP etching process can 
have an excellent etching selectivity ratio of silicon nitride to 
glass. As a result, the thickness of the glass substrate Will only 
be slightly decreased and the silicon nitride layer is being 
etched aWay so that a superior evenness of the substrate 
surface can be maintained. Due to the improved evenness of 
the glass substrate after removing the silicon nitride layer, a 
good exposure effect of a photoresist is able to be achieved in 
lithography for forming other layers in the folloWing reWork 
processes. 

[0040] Referring to FIG. 11, FIG. 11 is a schematic diagram 
illustrating a display panel according to a preferred embodi 
ment of the present disclosure. As shoWn in FIG. 11, the 
display panel 100 of the present embodiment may be a liquid 
crystal display panel, an organic luminescent display panel, 
an electrophoretic display panel, or other typed display pan 
els. The display panel 100 includes a TFT 102, and the TFT 
102 includes a silicon nitride layer 104 to serve as a gate 

insulating layer. In the present embodiment, the silicon 
nitride layer 104 of the TFT 102 is formed by the previously 
mentioned reWork method of the gate insulating layer of the 
TFT. 

[0041] In summary, the silicon nitride layer formed by a 
CVD process is removed by the reWork method of the gate 
insulating layer of the TFT by an ICP etching process in the 
present disclosure. Given the manufacturing conditions pro 
vided by the present disclosure, the ICP etching process can 
have a high etching selectivity ratio of the silicon nitride layer 
to the substrate so that the silicon nitride layer is able to be 
etched aWay Without damaging the glass substrate. Moreover, 
even after removing the silicon nitride layer, the thickness 
evenness of the glass substrate Will still be maintained so that 
the subsequent reWork processes can be conducted smoothly. 
Therefore, the present disclosure can prevent the conven 
tional problems of the glass substrate With an abnormal ?lm 
formation caused by discard of the silicon nitride layer from 
happening, Which further prevents an increased cost. 
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[0042] Those skilled in the art will readily observe that 
numerous modi?cations and alterations of the device and 
method may be made while retaining the teachings of the 
disclosure. 

1. A rework method of a gate insulating layer of a thin ?lm 
transistor (TFT), comprising steps of: 

providing a substrate, the substrate including a silicon 
nitride layer disposed on a surface of the substrate to 
serve as a gate insulating layer, and a gate disposed 
between the substrate and the silicon nitride layer; 

performing a ?rst ?lm removal process to remove the sili 
con nitride layer on the substrate, the ?rst ?lm removal 
process comprising performing an inductively coupled 
plasma (ICP) etching process to etch the silicon nitride 
layer, wherein the ICP etching process is carried out by 
introducing gases including sulfur hexa?uoride with a 
?ow rate that is substantially between 300 sccm and 500 
sccm, and oxygen with a ?ow rate that is substantially 
between 150 sccm and 350 sccm, and wherein a process 
pressure of the ICP etching process is substantially 
between 80 mtorr and 160 mtorr, and a process power of 
the ICP etching process is substantially between 2000 W 
and 3000 W; and 

performing a second ?lm removal process to remove the 
gate. 

2. The rework method of claim 1, wherein the ?ow rate of 
sulfur hexa?uoride is substantially 400 sccm, the ?ow rate of 
oxygen is substantially 200 sccm, the process pressure of the 
ICP etching process is substantially 120 mtorr, and the pro 
cess power of the ICP etching process is substantially 2500 W. 

3. The rework method of claim 1, wherein the substrate 
includes a glass substrate. 

4. The rework method of claim 3, wherein the ICP etching 
process has an etching selectivity ratio of the silicon nitride 
layer to the substrate is substantially between 18 and 30. 

5. The rework method of claim 4, wherein the ICP etching 
process has the etching selectivity ratio of the silicon nitride 
layer to the substrate is substantially 24. 

6. (canceled) 
7. The rework method of claim 1, further comprising form 

ing another gate and another silicon nitride layer on the sub 
strate in sequence following the step of performing the second 
?lm removal process. 

8. The rework method of claim 1, wherein the substrate 
further comprises a semiconductor layer disposed on the sili 
con nitride layer, and the ?rst ?lm removal process further 
comprises removing the semiconductor layer. 

9. The rework method of claim 8, wherein the semiconduc 
tor layer includes an amorphous silicon layer. 

10. A display panel comprising a TFT, the TFT including a 
silicon nitride layer to serve as a gate insulating layer, wherein 
the silicon nitride layer is formed by the rework method of 
claim 7. 
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11. A rework method of a gate insulating layer of a TFT, 
comprising steps of: 

providing a glass substrate, the glass substrate including a 
silicon nitride layer disposed on a surface of the glass 
substrate to serve as a gate insulating layer; and 

performing a ?rst ?lm removal process to remove the sili 
con nitride layer on the glass substrate, the ?rst ?lm 
removal process comprising performing an ICP etching 
process to etch the silicon nitride layer, wherein the ICP 
etching process has an etching selectivity ratio of the 
silicon nitride layer to the glass substrate is substantially 
between 18 and 30. 

12. The rework method of claim 11, wherein the ICP etch 
ing process has the etching selectivity ratio of the silicon 
nitride layer to the glass substrate is substantially 24. 

13. The rework method of claim 11, wherein the ICP etch 
ing process is carried out by introducing gases including 
sulfur hexa?uoride with a ?ow rate that is substantially 
between 300 sccm and 500 sccm, and oxygen with a ?ow rate 
that is substantially between 150 sccm and 350 sccm, and 
wherein a process pressure of the ICP etching process is 
substantially between 80 mtorr and 160 mtorr, and a process 
power of the ICP etching process is substantially between 
2000 W and 3000 W. 

14. The rework method of claim 11, wherein the ?ow rate 
of sulfur hexa?uoride is substantially 400 sccm, the ?ow rate 
of oxygen is substantially 200 sccm, the process pressure of 
the ICP etching process is substantially 120 mtorr, and the 
process power of the ICP etching process is substantially 
2500 W. 

15. The rework method of claim 11, wherein the glass 
substrate further comprises a gate disposed between the glass 
substrate and the silicon nitride layer, and the rework method 
further comprises performing a second ?lm removal process 
to remove the gate. 

16. The rework method of claim 15, further comprising 
forming another gate and another silicon nitride layer on the 
glass substrate in sequence following the step of performing 
the second ?lm removal process. 

17. The rework method of claim 11, wherein the glass 
substrate further comprises a semiconductor layer disposed 
on the silicon nitride layer, and wherein the ?rst ?lm removal 
process further comprises removing the semiconductor layer. 

18. The rework method of claim 17, wherein the semicon 
ductor layer includes an amorphous silicon layer. 

19. A display panel comprising a TFT, the TFT including a 
silicon nitride layer to serve as a gate insulating layer, wherein 
the silicon nitride layer is formed by the rework method of 
claim 16. 


