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(57) ABSTRACT 

This is a composite guideWire for use With a catheter for 
accessing a targeted site in a lumen system of a patient’s body. 
The guideWire core or guideWire section may be of a stainless 
steel or a high elasticity metal alloy, preferably a NiiTi alloy, 
also preferably having speci?ed physical parameters. The 
composite guideWire assembly is especially useful for 
accessing peripheral or soft tissue targets. The invention 
includes multi-section guideWire assemblies having super 
elastic alloy or stainless steel ribbon braided reinforcements 
along a least a portion of the core. A variation of the inventive 
guideWire includes a braid and a tie layer (and one or more 
lubricious polymers on the tie layer exterior) to enhance the 
guideWire’s suitability for use Within catheters and Within the 
interior of vascular lumen. 
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COMPOSITE BRAIDED GUIDEWIRE 

RELATED APPLICATIONS 

[0001] This is a continuation of co-pending U.S. applica 
tion Ser. No. 08/640,259, ?led Apr. 30, 1996, Which is a 
continuation-in-part of US. application Ser. No. 08/451,917, 
?led May 26, 1995, abandoned, the entire disclosures of 
Which are incorporated herein by reference. 

FIELD OF THE INVENTION 

[0002] This invention is a surgical device. It is a composite 
guideWire for use in a catheter and is used for accessing a 
targeted site in a lumen system of a patient’s body. The 
guideWire core or guideWire section may be of a stainless steel 
or a high elasticity metal alloy, preferably a NiiTi alloy, also 
preferably having speci?ed physical parameters. The com 
posite guideWire assembly is especially useful for accessing 
peripheral or soft tissue targets. The invention includes multi 
section guideWire assemblies having super-elastic alloy or 
stainless steel ribbon braided reinforcements along a least a 
portion of the core. A variation of the inventive guideWire 
includes a braid of the exterior of the core Wire With a tie layer 
and one or more lubricious polymers on the exterior to 
enhance the guideWire’s suitability for use Within catheters 
and Within the interior of vascular lumen. 

BACKGROUND OF THE INVENTION 

[0003] Catheters are used increasingly as a means for deliv 
ering diagnostic and therapeutic agents to internal sites Within 
the human body that can be accessed through the various of 
the body’s lumen systems, particularly through the vascula 
ture. A catheter guideWire is used for guiding the catheter 
through the bends, loops, and branches forming the blood 
vessels Within the body. One method of using a guideWire to 
direct the catheter through the tortuous paths of these systems 
of lumens involves the use of a torqueable guideWire Which is 
directed as a unit from a body access point such as the femoral 
artery to the tissue region containing the target site. The 
guideWire is typically bent at its distal end, and may be guided 
by alternately rotating and advancing the guideWire along the 
small vessel pathWay to the desired target. Typically the 
guideWire and the catheter are advanced by alternately mov 
ing the guideWire along a distance in the vessel pathWay, 
holding the guideWire in place, and then advancing the cath 
eter along the axis of the guideWire until it reaches the portion 
of the guideWire already advanced farther into the human 
body. 
[0004] The di?iculty in accessing remote body regions, the 
body’s periphery or the soft tissues Within the body such as 
the brain and the liver, are apparent. The catheter and its 
attendant guideWire must be both ?exible, to alloW the com 
bination to folloW the complicated path through the tissue, 
and yet stiff enough to alloW the distal end of the catheter to 
be manipulated by the physician from the external access site. 
It is common that the catheter is as long as a meter or more. 

[0005] The catheter guideWires used in guiding a catheter 
through the human vasculature have a number of variable 
?exibility constructions. For instance, US. Pat. Nos. 3,789, 
841; 4,545,390; and 4,619,274 shoW guideWires in Which the 
distal end section of the Wire is tapered along its length to 
alloW great ?exibility in that remote region of the guideWire. 
This is so, since the distal region is Where the sharpest turns 
are encountered. The tapered section of the Wire is often 
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enclosed in a Wire coil, typically a platinum coil, to increase 
the column strength of the tapered Wire section Without sig 
ni?cant loss of ?exibility in that region and also to increase 
the radial capacity of the guideWire to alloW ?ne manipulation 
of the guideWire through the vasculature. 
[0006] Another effective guideWire design is found in US. 
Pat. No. 5,095,915 Which shoWs a guideWire having at least 
tWo sections. The distal portion is encased in an elongated 
polymer sleeve having axially spaced grooves to alloW 
increased bending ?exibility of the sleeve. 
[0007] Others have suggested the use of guideWires made 
of various super-elastic alloys in an attempt to achieve some 
of the noted functional desires. 
[0008] US. Pat. No. 4,925,445 to Sakamoto et al. suggests 
the use of a tWo-portion guideWire having a body portion 
relatively high in rigidity and a distal end portion Which is 
comparatively ?exible. At least one portion of the body and 
the distal end portions is formed of super-elastic metallic 
materials. Although a number of materials are suggested, 
including NiiTi alloys of 49 to 58% (atm) nickel, the patent 
expresses a strong preference for NiiTi alloys in Which the 
transformation betWeen austenite and martensite is complete 
at a temperature of 10° C. or beloW. The reason given is that 
“for the guideWire to be useable in the human body, it must be 
in the range of 10° to 20° C. due to anesthesia at a loW body 
temperature.” The temperature of the human body is typically 
about 37° C. 
[0009] Another document disclosing a guideWire using a 
metal alloy having the same composition as a NiiTi super 
elastic alloy is WO91/15152 (to Sahatjian et al. and oWned by 
Boston Scienti?c Corp.). That disclosure suggests a 
guideWire made of the precursor to the NiiTi elastic alloy. 
Super-elastic alloys of this type are typically made by draW 
ing an ingot of the precursor alloy While simultaneously heat 
ing it. In the unstressed state at room temperature, such super 
elastic materials occur in the austenite crystalline phase and, 
upon application of stress, exhibit stress-induced austenite 
martensite (SIM) crystalline transformations Which produce 
nonlinear elastic behavior. The guideWires described in that 
published application, on the other hand, are said not to 
undergo heating during the draWing process. The Wires are 
cold-draWn and great pain is taken to assure that the alloy is 
maintained Well beloW 300° F. during each of the stages of its 
manufacture. This temperature control is maintained during 
the step of grinding the guideWire to form various of its 
tapered sections. 
[0010] US. Pat. No. 4,665,906 suggests the use of stress 
induced martensite (SIM) alloys as constituents in a variety of 
different medical devices. Such devices are said to include 
catheters and cannulas. 
[0011] US. Pat. No. 4,969,890 to Sugita et al. suggests the 
production of a catheter having a main body ?tted With a 
shape memory alloy member, and having a liquid injection 
means to supply a Warming liquid to alloW the shape memory 
alloy member to recover its original shape upon being 
Warmed by the ?uid. 
[0012] US. Pat. No. 4,984,581 to Stice suggests a 
guideWire having a core of a shape memory alloy, the 
guideWire using the tWo-Way memory properties of the alloy 
to provide both tip-de?ecting and rotational movement to the 
guideWire in response to a controlled thermal stimulus. The 
controlled thermal stimulus in this instance is provided 
through application of an RF alternating current. The alloy 
selected is one that has a transition temperature betWeen 36° 
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C. and 45° C. The temperature 36° C. is chosen because ofthe 
temperature of the human body; 45° C. is chosen because 
operating at higher temperatures could be destructive to body 
tissue, particularly some body proteins. 
[0013] US. Pat. No. 4,991,602 to AmplatZ et al. suggests a 
?exible guideWire made up of a shape memory alloy such as 
the nickel-titanium alloy knoWn as nitinol. The guideWire is 
one having a single diameter throughout its midcourse, is 
tapered toWard each end, and has a bead or ball at each of 
those ends. The bead or ball is selected to alloW ease of 
movement through the catheter into the vasculature. The 
guideWire is symmetrical so that a physician cannot make a 
Wrong choice in determining Which end of the guideWire to 
insert into the catheter. The patent suggests that Wound Wire 
coils at the guideWire tip are undesirable. The patent further 
suggests the use of a polymeric coating (PTFE) and an anti 
coagulant. The patent does not suggest that any particular 
type of shape memory alloy or particular chemical or physical 
variations of these alloys are in any manner advantageous. 
[0014] Another catheter guideWire using NiiTi alloys is 
described in US. Pat. No. 5,069,226, to Yamauchi, et al. 
Yamauchi et al. describes a catheter guideWire using a NiiTi 
alloy Which additionally contains some iron, but is typically 
heat-treated at a temperature of about 4000° to 5000° C. so as 
to provide an end section Which exhibits pseudo-elasticity at 
a temperature of about 370° C. and plasticity at a temperature 
beloW about 800° C. A variation is that only the end portion is 
plastic at the temperatures beloW 800° C. 
[0015] US. Pat. No. 5,171,383 to Sagae et al. shoWs a 
guideWire produced from a super-elastic alloy Which is then 
subjected to a heat treatment such that the ?exibility is 
sequentially increased from its proximal portion to its distal 
end portions. A thermoplastic coating or coil spring may be 
placed on the distal portion of the Wire material. Generally 
speaking, the proximal end portion of the guideWire main 
tains a comparatively high rigidity and the most distal end 
portion is very ?exible. The proximal end section is said in the 
claims to have a yield stress of approximately 5 to 7 kg/mm2 
and an intermediate portion of the guideWire is shoWn in the 
claims to have a yield stress of approximately 11 to 12 
kg/mm2. 
[0016] Published European Patent Application 0515201 
A1 also discloses a guideWire produced at least in part of a 
super-elastic alloy. The publication describes a guideWire in 
Which the most distal portion can be bent or curved into a 
desired shape by a physician immediately prior to use in a 
surgical procedure. Proximal of the guide tip, the guideWire is 
of a super-elastic alloy. Although nickel-titanium alloys are 
said to be most desirable of the class shoWn in that disclosure, 
no particular physical description of those alloys is disclosed 
to be any more desirable than another. 
[0017] Published European Patent Application 0,519,604 
A2 similarly discloses a guideWire Which may be produced 
from a super-elastic material such as nitinol. The guideWire 
core is coated With a plastic jacket, a portion ofWhich may be 
hydrophilic and a portion of Which is not. 
[0018] Examples of NiiTi alloys are disclosed in US. Pat. 
Nos. 3,174,851; 3,351,463; and 3,753,700. 
[0019] None of these disclosures suggest the guideWire 
con?guration described beloW. 

SUMMARY OF THE INVENTION 

[0020] This invention is a guideWire, preferably a 
guideWire suitable for introduction into the vasculature of the 
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brain, and a method for its use. The guideWire is of tWo 
particular components and may comprise others. The ?rst 
component is a core Wire of either a superelastic alloy or a 
stainless steel. The second component is a ribbon braid also of 
either a superelastic alloy or a stainless steel. 
[0021] Desirable super-elastic alloys includes NiiTi 
alloys and particularly those having speci?c physical charac 
teristics, e.g., a stress-strain plateau at about 75:10 ksi and 
another at 2517.5 ksi (each measured at 3% strain) When the 
stress-strain relationship is measured to a strain of 6%. 
[0022] A highly desirable variation of the inventive 
guideWire comprises a long Wire having a proximal section, 
an intermediate section, and a distal section. The guideWire 
further may have an eccentricity ratio of 1:10_4. The distal 
end section is typically the most ?exible of the sections and is 
often at least about three centimeters long. The ?exible distal 
end section may be partially tapered and covered by a coil 
assembly Which is connected to the distal end of the 
guideWire at its distal tip. The coil assembly may be attached 
to the distal tip by soldering, perhaps after plating or coating 
the distal end section With a malleable or solderable metal, 
such as gold. 
[0023] The guideWire With its braid covering may be coated 
or covered With a polymer or other material to enhance its 
ability to traverse the lumen of the catheter. A lubricious 
polymer may be placed directly upon the core Wire or upon a 
“tie” layer. The tie layer may be a shrink-Wrap tubing or a 
plasma deposition or may be a dip, spray, or fusion spray 
coating of an appropriate material. The tie layer may also be 
radio opaque. 
[0024] One desirable composite involves a distal core por 
tion of a super-elastic alloy and a more proximal section or 
sections of another material or con?guration, e.g., stainless 
steel Wire or rod, stainless steel hypotube, super-elastic alloy 
tubing, carbon ?ber tubing, etc. 
[0025] Ideally, there Will be one or more radiopaque mark 
ers placed upon the guideWire, e.g., at its distal tip and poten 
tially along the length of the intermediate section. These 
markers may be used both to enhance the guideWire’s radio 
pacity and its ability to transmit torque from the proximal end 
to the distal end While maintaining a desired ?exibility. 
[0026] This invention also includes a catheter apparatus 
made up of the guideWire core and a thin-Walled catheter 
designed to be advanced along the guideWire through the 
vasculature for positioning at a desired site. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0027] FIG. 1 shoWs a schematic side vieW (not to scale) of 
the major components of the inventive guideWire. 
[0028] FIG. 2 is a partial cutaWay side vieW of a guideWire 
having a braid covering distally. 
[0029] FIG. 3 shoWs a typical stress-strain diagram for a 
NiiTi alloy displaying objective criteria for selection of 
alloys for the inventive guideWire. 
[0030] FIGS. 4 and 5 are partial cutaWay side vieWs of 
portions of various guideWires made according to the inven 
tion having composite cores. 
[0031] FIGS. 6A and 6B together form a partial cutaWay 
side vieW of a composite guideWire made according to the 
invention. 

DESCRIPTION OF THE INVENTION 

[0032] FIG. 1 shoWs an enlarged side vieW of a guideWire 
made according to the invention. The guideWire (100) is made 
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up of the Wire core formed of a ?exible torqueable Wire 
?lament material and has a total length typically between 
about 50 and 300 centimeters. The proximal section (102) 
preferably has a uniform diameter (along its length) of about 
0.010 to 0.025 inches, preferably 0.010 to 0.018 inches. The 
relatively more ?exible distal section (104) extends for 3 to 30 
centimeters or more of the distal end of the guideWire (100). 
There may be a middle section (106) having a diameter inter 
mediate betWeen the diameter of the tWo portions of the Wire 
adjoining the middle section. The middle section (106) may 
be continuously tapered, may have a number of tapered sec 
tions or sections of differing diameters, or may be of a uni 
form diameter along its length. If middle section (106) is of a 
generally uniform diameter, the guideWire core Will neck 
doWn as is seen at (108). The distal section (104) of the 
guideWire (100) typically has an end cap (110), a ?ne Wire 
coil (112), and a solderjoint (114). The ?ne Wire coil (112) 
may be radiopaque and made from materials including but not 
limited to platinum and its alloys. The end cap (110) may be 
radiopaque to alloW knowledge of the position of the coil 
(112) during the process of inserting the catheter and traversal 
of the guideWire through the vasculature. 
[0033] At least some portion of the guideWire core has 
included thereon a braid placed generally on the outside sur 
face of the core and often extends to the distal tip of the core. 
This braid is not seen in FIG. 1 but Will be discussed in more 
detail beloW. The braid is constructed of a number of ribbons 
and, in general, is typically metallic. Preferred as ribbon 
materials are stainless steels and superelastic alloys, but high 
performance polymers such as polyaramids are useful in 
some situations. 

[0034] All or part of the guideWire proximal section (102) 
and middle section (106) and distal section (104) may be 
coated With a thin layer (116) of polymeric material to 
improve its lubricity Without adversely affecting the ?exibil 
ity or shapeability of the guideWire. This invention includes 
portions or sections of the guideWire described above having 
the noted polymeric tie layer described beloW and a slippery, 
e.g., a hydrophilic polymeric coating thereon. 
[0035] FIG. 2 shoWs a partial cutaWay of the inventive 
guideWire (100) shoWing the core Wire (130), the supporting 
ribbon braid (132), and the polymeric covering (134). Not 
shoWn in FIG. 2 because it is only a very thin layer, is the 
applied polymeric (often hydrophilic polymeric) coating 
exterior to the polymeric covering (134). As is noted else 
Where, this structure may be placed in any portion of the ?nal 
guideWire assembly. 

GuideWire Core 

[0036] The inventive guideWire assembly is typically used 
in a catheter Which is made up of an elongate tubular member 
having proximal and distal ends. The catheter is about 50 to 
300 centimeters in length, typically betWeen about 100 and 
200 centimeters in length. Often, the catheter tubular member 
has a relatively stiff proximal section Which extends along a 
major portion of the catheter length and one or more relatively 
?exible distal sections Which provide greater ability of the 
catheter to track the guideWire through sharp bends and turns 
encountered as the catheter is advanced through the tortuous 
paths found in the vasculature. The construction of a suitable 
catheter assembly having differential ?exibility along its 
length is described in Us. Pat. No. 4,739,768. 
[0037] Super-elastic alloys, particularly NiiTi alloys, 
retain their super-elastic properties during traversal through 

Jun. 16, 2011 

the vasculature and yet are su?iciently pliable that they pro 
vide the physician using the guideWire With enhanced “feel” 
or feedback and yet do not “Whip” during use. That is to say, 
as a guideWire is turned it stores energy during as a tWist and 
releases it precipitously as it “Whips” to quickly recover the 
stored stress. The preferred alloys do not incur signi?cant 
unrecovered strain during use. We have also found that if the 
eccentricity of the Wire, i.e., the deviation of the cross-section 
of the guideWire from “roundness” (particularly in the middle 
section) is maintained at a very loW value, the guideWire is 
much easier to steer or direct through the vasculature. 

[0038] The materials used in the guideWires of this inven 
tion are of shape memory alloys Which exhibit super-elastic/ 
pseudo-elastic shape recovery characteristics. These alloys 
are knoWn. See, for instance, U.S. Pat. Nos. 3,174,851 and 
3,351,463 as Well as 3,753,700; the ’700 patent describes a 
material because of the higher modulus of the material due to 
an increased iron content. These metals are characterized by 
their ability to be transformed from an austenitic crystal struc 
ture to a stress-induced martensitic (SIM) structure at certain 
temperatures, and return elastically to the austenitic structure 
When the stress is removed. These alternating crystalline 
structures provide the alloy With its super-elastic properties. 
One such Well-knoWn alloy, nitinol, is a nickel-titanium alloy. 
It is readily commercially available and undergoes the auste 
nite-SlM-austenite transformation at a variety of temperature 
ranges between —200 C. and 300 C. 

[0039] These alloys are especially suitable because of their 
capacity to elastically recover almost completely to the initial 
con?guration once the stress is removed. Typically there is 
little plastic deformation, even at relatively high strains. This 
alloWs the guideWire to undertake substantial bends as it 
passes through the body’s vasculature, and yet return to its 
original shape once the bend has been traversed Without 
retaining any hint of a kink or a bend. Nevertheless, compared 
to similar stainless steel guideWires, less force need be 
exerted against the interior Walls of the vessels to deform the 
guideWire of the invention along the desired path through the 
blood vessel thereby decreasing trauma to the interior of the 
blood vessel and reducing friction against the coaxial cath 
eter. 

[0040] A guideWire, during its passage through the vascu 
lature to its target site, may undertake numerous bends and 
loops. The desirability of enhancing the ease With Which a 
guideWire may be tWisted to alloW the bent distal tip to enter 
a desired branch of the vasculature cannot be overstated. We 
have found that one factor in enhancing such ease of use, that 
is, in enhancing the controllability of the guideWires is by 
controlling the eccentricity of the cross-section of the middle 
portion of the guideWire. We have found that by maintaining 
the middle portion of the guideWire (106 in FIG. 1) to an 
eccentricity ratio of 1:10_4, the guideWire is signi?cantly 
more controllable than those Which fall outside this ratio. By 
“eccentricity”, We mean that at any point along the guideWire 
the ratio of the largest diameter at that cross-section to the 
smallest diameter of the Wire at that cross-section. 

[0041] To achieve these results of high strength and 
enhanced control even While alloWing feedback to the attend 
ing physician during use, We have found that the folloWing 
physical parameters of the alloy are suitable. In a stress-strain 
test as shoWn on a stress-strain diagram such as that found in 
FIG. 3 the stress found at the midpoint of the upper plateau 
(UP) (measured, e.g., at about 3% strain When the test end 
point is about 6% strain) should be in the range of 75 ksi 
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(thousand pounds per square inch):10 ksi and, preferably, in 
the range of 75 ksi:5 ksi. Additionally, this material should 
exhibit a loWer plateau (LP) of 25:75 ksi, preferably 2012.5 
ksi, measured at the midpoint of the loWer plateau. The mate 
rial preferably has no more than about 0.25% residual strain 
(RS) (When stressed to 6% strain and alloWed to return) and 
preferably no more than about 0.15% residual strain. 

[0042] The preferred material is nominally 50.6%:0.2% Ni 
and the remainder Ti. The alloy should contain no more than 
about 500 parts per million of any of O, C, or N. These alloys 
often contain up to about 7% of one or more members of the 

iron group of metals, e.g., Fe, Cr, Co, etc. Typically such 
commercially available materials Will be sequentially mixed, 
cast, formed, and separately co-Worked to 30-40%, annealed 
and stretched. 

[0043] By Way of further explanation, FIG. 3 shoWs a styl 
iZed stress-strain diagram shoWing the various parameters 
noted above and their measurement on that diagram. As stress 
is initially applied to a sample of the material, the strain is at 
?rst proportional (a) until the phase change from austenite to 
martensite begins at (b). At the upper plateau (UP), the energy 
introduced With the applied stress is stored during the forma 
tion of the quasi-stable martensite phase or stress-induced 
martensite (SIM). Upon substantial completion of the phase 
change, the stress-strain relationship again approaches a pro 
portional relationship at (c). The stress is no longer applied 
When the strain reaches 6%. The measured value (UP) is 
found at the midpoint betWeen Zero and 6% strain, i.e., at 3% 
strain. If another terminal condition of strain is chosen, e.g., 
7%, the measured value of (UP) and (LP) Would be found at 
3.5%. 

[0044] Materials having high UP values produce 
guideWires Which are quite strong and alloW exceptional 
torque transmission but cause a compromise in the resulting 
“straightness” of the guideWire. We have found that 
guideWires having high UP values in conjunction With high 
LP values are not straight. These guideWires are dif?cult to 
use because of their tendency to “Whip” as they are turned. 
Again, that is to say, as a guideWire is turned it stores energy 
during as a tWist and releases it quickly. The dif?culty of using 
such a Whipping guideWire should be apparent. Materials 
having UP values as noted above are suitable as guideWires. 

[0045] Furthermore, materials having values of LP Which 
are high, again, are not straight. LoWering the value of LP 
compromises the ability of the guideWire to transmit torque 
but improves the ease With Which a straight guideWire may be 
produced. LoWering the LP value too far, hoWever, results in 
a guideWire Which, although round, has poor tactile response. 
It feels someWhat “vague” and “soupy” during its use. The LP 
values provided for above alloW excellent torque transmis 
sion, straightness, and the valuable tactile response. 
[0046] The values of residual strain discussed above de?ne 
materials Which do not kink or otherWise retain a “set” or 
con?guration after stress during use as a guideWire. In addi 
tion to the core Wires made of super-elastic alloys, this inven 
tion also covers guideWire cores comprising various stainless 
steels. Suitable stainless steels include those typically used in 
medical devices, e.g., 304SS, 306SS, 3l2SS, and 316SS. 
Most preferred are 304SS and 316SS. In comparison to the 
guideWire cores made of superelastic alloys, comparable 
stainless steel cores are more able to transmit torque and are 
typically stiffer. The trade-off is that stainless steels are much 
more likely to lack the elasticity of the superelastic alloys. 
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[0047] The core may be an assembly of components such as 
is shoWn in FIGS. 4 and 5. These Figures depict only a feW of 
the various arrangements contemplated under this invention. 
FIG. 4 shoWs a guideWire assembly having a composite core 
made up of a superelastic alloy portion (142) and a stainless 
steel distal section (144). The braid (146) in this instance 
might be a superelastic alloy. A radio-opaque coil (148) is also 
seen in the draWing. A polymeric covering (150) is also vis 
ible in the draWing. This combination of metallic components 
has the folloWing bene?ts: the small stainless steel distal 
section (144) is readily shapeable by a physician using the 
device; the superelastic braid (146) inhibits the guideWire 
section containing the small stainless steel distal section 
(144) from kinking; the more proximal superelastic section 
does not kink during the manipulation necessary to introduce 
the guideWire to the target site. 
[0048] Another desirable variation of a composite core 
Wire (152) is seen in FIG. 5. In this variation, the more 
proximal section (154) is stainless steel to provide proximal 
stiffness. A tubing member is depicted but a solid core mem 
ber may be used With some provision for a joint to the adjoin 
ing superelastic alloy section (156). An exterior braiding 
(158) is also shoWn. That braiding may be a stainless steel for 
stiffness, a superelastic alloy for kink resistance (particularly 
Within the joint region (1 60)), or even a radio -opaque metal or 
alloy to alloW observance of the guideWire during passage 
Within the body. 
[0049] This invention involves, in large part, the melding of 
the optimum qualities of the various physical parameters of 
the respective alloys to result in a guideWire assembly With 
greater overall effectiveness. 
[0050] FIGS. 6A and 6B together depict a preferred 
embodiment of the invention. It is a guideWire including a 
composite core having sections of various alloys and speci? 
cally has a stainless steel distal tip section (172) to alloW that 
tip to be easily shaped by the user. The middle portion (174) 
of the guideWire comprises a super-elastic alloy. The mid 
section (174) passes through a signi?cant length of the most 
tortuous vasculature during a procedure and hence is the most 
signi?cant candidate for that alloy. The mo st proximal section 
(176) is used primarily for pushing and for transmitting tWist 
ing (“torquing”) motions betWeen the proximal end and the 
distal end. Consequently, the choice for materials in the more 
proximal end (176) is often stainless steel. If a more ?exible 
path is to be accessed in the vasculature, the choice of mate 
rials for the more-proximal end (176) may be a super-elastic 
alloy. Also depicted in the preferred embodiment in FIGS. 6A 
and 6B is a ribbon braid member (178) placed concentrically 
about the core Wire. The braid (178) need not be the complete 
length of the core; it need be only over the portion requiring 
the enhanced physical characteristic. For instance, in proce 
dures through vasculature having great tortuosity near a 
major vessel, e.g., liver vasculature, the proximal section 
need not be reinforced With a braid. The braid may variously 
be a super-elastic alloy such as nitinol, a stainless steel, a 
polymeric material such as is noted elseWhere here, carbon 
?ber, etc. Preferred are superelastic alloys and stainless 
depending upon the usage. 
[0051] The core assembly depicted in FIGS. 6A and 6B is 
typical of guideWires used to access targets in the vasculature 
of the brain. It, hoWever, is only “typical” and forms no 
critical portion of the invention. The core assembly has tWo 
tapering regions (180, 182) to help With the transition 
betWeen various regions of the core. As can be seen in the 
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Figures, the tubular braid follows the core Wire such that the 
maximum radial gap betWeen the tubular braid and the core 
Wire is less than the Wall thickness of the tubular braid. The 
core Wire may taper for signi?cant regions or over short 
distances. Such decisions are Within the purview of the 
guideWire designer. Similarly, selection of a polymeric coat 
ing (184) is a matter of choice for the designer. The distal tip 
(186) and radio-opaque coil (188) are relatively common 
features on contemporary guideWires. 

Braids 

[0052] The braids used in this invention are exterior to the 
surface of the guideWire core and are used to provide speci?c 
physical strengths of various types, e.g., torsional rigidity, 
stiffness, kink resistance, composite elasticity, etc. The braid 
may be placed directly upon the Wire core or may be used With 
a thin layer of a polymer betWeen the braid and core Wire to 
provide a level of adhesion betWeen the tWo. Other methods 
of bonding the braid to the core may be used, e.g., gluing, 
soldering, Welding, etc., and the bonding may be continuous 
or at intervals along the core body. 
[0053] Although the braid (132) most desired is shoWn in 
FIG. 2 and has a single siZe of ribbon, the braid need not be so 
limited; multiple siZes of ribbon may be used as desired. The 
major limitations are simply the siZe, e.g., diameter, of the 
overall braid as ?nally constructed and the desired added 
stiffness to be added to the guideWire. 
[0054] The braids typically useful in this invention com 
prise an even number of ribbons: one half of the ribbons 
Wound one Way, i.e., clockWise, and the remainder are Wound 
the other Way. A typical braid Will be of eight to 16 ribbons. 
The braid may have a single pitch, an angle of a constituent 
ribbon measured against the axis of the braid, or it may have 
a pitch Which varies along the axis of the braid. 
[0055] Preferred super-elastic alloys include the class of 
titanium/nickel materials knoWn as nitinolialloys discov 
ered by the US. Navy Ordnance Laboratory. These materials 
are discussed at length in US. Pat. Nos. 3,174,851 to Buehler 
et al., 3,351,463 to RoZner et al., and 3,753,700 to Harrison et 
al. Commercial alloys containing up to about 5% of one or 
more other members of the iron group, e.g., Fe, Cr, Co, are 
considered to be encompassed Within the class of superelastic 
Ni/Ti alloys suitable for this service. 
[0056] When using a superelastic alloy, an additional step 
may be desirable to preserve the shape of the stiffening braid. 
For instance, With a Cr-containing Ni/Ti superelastic alloy 
Which has been rolled into a 1x4 mil ribbon and formed into 
a 16-member braid, some heat treatment is desirable. The 
braid is placed onto a mandrel, usually metallic, of an appro 
priate siZe. The braid is then heated to a temperature of 650° 
7500 F. for a feW minutes, possibly (but not necessarily) 
annealing the constituent ribbon. After heat treatment, the 
braid retains its shape and the alloy retains its superelastic 
properties. The braid may also be Wound directly onto the 
core if so desired. 

[0057] Metallic ribbons that are suitable for use in this 
invention are desirably betWeen 0.25 mil and 3.5 mil in thick 
ness and 2.5 mil and 12.0 mil in Width. By the term “ribbon”, 
We intend to include elongated shapes, the cross-section of 
Which are not square or round and may typically be rectan 
gular, oval or semi-oval. They should have an aspect ratio of 
at least 0.5 (thickness/Width). In any event, for superelastic 
alloys, particularly nitinol, the thickness and Width may be 
someWhat ?ner, e.g., doWn to 0.25 mil and 1.0 mil, respec 
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tively. Currently available ribbons include siZes of 1 mil><3 
mil, 1 mil><4 mil, 2 mil><6 mil, and 2 mil><8 mil. 

[0058] The ribbons making up the braid (206) shoWn in 
FIG. 2 may also contain a minor amount of non-superelastic 
materials. Although metallic ribbons are preferred as the 
ancillary materials because of their strength-to-Weight ratios, 
?brous materials (both synthetic and natural) may also be 
used. Preferred, because of cost, strength, and ready avail 
ability, are stainless steels (SS304, SS306, SS316, etc.) and 
tungsten alloys. In certain applications, particularly smaller 
diameter catheter sections, more malleable metals and alloys, 
e.g., gold, platinum, palladium, rhodium, etc., may be used.A 
platinum alloy With a feW percent of tungsten is preferred 
partially because of its radiopacity. 
[0059] Suitable non-metallic ribbons include high perfor 
mance materials such as those made of polyaramids (e.g., 
KEVLAR) and carbon ?bers. 
[0060] The braids utiliZed in this invention may be made 
using commercially available tubular braiders. Whenever the 
term “braid” is used herein, We mean tubular constructions in 
Which the ribbons making up the construction are Woven in an 
in-and-out fashion as they cross to form a tubular member 
de?ning a single lumen. The braids may be made up of a 
suitable number of ribbons, typically six or more. Ease of 
production on a commercial braider typically results in braids 
having eight or sixteen ribbons. 
[0061] The braid shoWn in FIG. 2 has a nominal pitch angle 
of 45°. Clearly the invention is not so limited. Other braid 
angles from 200 to 600 are also suitable. An important varia 
tion of this invention is the ability to vary the pitch angle of the 
braid either at the time the braid is Woven or at the time the 
braid is included in the guideWire section or sections. 

[0062] The braid (132) may be rough to the touch if not 
covered or further processed. Procedures such as rolling, 
sanding, or grinding may be used to smooth the surface of the 
braid if so desired. Removal of any produced particulates is, 
of course, necessary. Whether the outer surface of the braid 
(132) is smoothed or not, it is quite desirable to place an outer 
layer of a lubricious polymer on the exterior of the braiding. 
The variation shoW in FIG. 2 utiliZes the tie layer (134) 
discussed elseWhere herein and has a thin layer of a hydro 
philic polymeric layer placed on the exterior of the tie layer 
(134). The hydrophilic polymeric layer is not depicted on the 
draWing because the layer is typically too thin to see. The tie 
layer (134) and its associated hydrophilic polymeric layer 
may be (but need not be) of the same composition throughout 
the resulting guideWire assembly. 

GuideWire Core Coatings 

[0063] All or part of the guideWire core and braid may be 
covered or coated With one or more layers of a polymeric 
material. The coating is applied typically to enhance the 
lubricity of the guideWire assembly during its traversal of the 
catheter lumen or the vascular Walls. 

Coating Materials 

[0064] As noted above, at least a portion of the guideWire 
core and braid may simply be coated by dipping or spraying 
or by similar process With such materials as polysulfones, 
poly?uorocarbons (such as TEFLON), polyole?ns such as 
polyethylene, polypropylene, polyesters (including polya 
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mides such as the NYLON’s), and polyurethanes; their blends 
and copolymers such as polyether block amides (e.g., 

PEBAX). 
[0065] It is often desirable to utiliZe a coating such as dis 
cussed just above on the proximal portion of the guideWire 
and a coating such as discussed beloW on the more distal 

sections. Any mixture of coatings placed variously on the 
guideWire is acceptable as chosen for the task at hand. 

[0066] The guideWire core and braid may also be at least 
partially covered With other hydrophilic polymers including 
those made from monomers such as ethylene oxide and its 
higher homologs; 2-vinyl pyridine; N-vinylpyrrolidone; 
polyethylene glycol acrylates such as mono-alkoxy polyeth 
ylene glycol mono(meth)acrylates, including mono-methoxy 
triethylene glycol mono (meth)acrylate, mono-methoxy tet 
raethylene glycol mono (meth)acrylate, polyethylene glycol 
mono (meth)acrylate; other hydrophilic acrylates such as 
2-hydroxyethylmethacrylate, glycerylmethacrylate; acrylic 
acid and its salts; acrylamide and acrylonitrile; acrylamidom 
ethylpropane sulfonic acid and its salts cellulose, cellulose 
derivatives such as methyl cellulose ethyl cellulose, car 
boxymethyl cellulose, cyanoethyl cellulose, cellulose 
acetate, polysaccharides such as amylose, pectin, amylopec 
tin, alginic acid, and cross-linked heparin; maleic anhydride; 
aldehydes. These monomers may be formed into homopoly 
mers orblock or random copolymers. The use of oligomers of 
these monomers in coating the guideWire for further polymer 
iZation is also an alternative. Preferred precursors include 

ethylene oxide; 2-vinyl pyridine; N-vinylpyrrolidone and 
acrylic acid and its salts; acrylamide and acrylonitrile poly 
meriZed (With or Without substantial crosslinking) into 
homopolymers, or into random or block copolymers. 

[0067] Additionally, hydrophobic monomers may be 
included in the coating polymeric material in an amount up to 
about 30% by Weight of the resulting copolymer so long as the 
hydrophilic nature of the resulting copolymer is not substan 
tially compromised. Suitable monomers include ethylene, 
propylene, styrene, styrene derivatives, alkylmethacrylates, 
vinylchloride, vinylidenechloride, methacrylonitrile, and 
vinyl acetate. Preferred are ethylene, propylene, styrene, and 
styrene derivatives. 
[0068] The polymeric coating may be cross-linked using 
various techniques, e.g., by light such as ultraviolet light, 
heat, or ioniZing radiation, or by peroxides or am compounds 
such as acetyl peroxide, cumyl peroxide, propionyl peroxide, 
benZoyl peroxide, or the like. A polyfunctional monomer 
such as divinylbenZene, ethylene glycol dimethacrylate, tri 
methylolpropane, pentaerythritol di- (or tri- or tetra-) meth 
acrylate, diethylene glycol, or polyethylene glycol 
dimethacrylate, and similar multifunctional monomers 
capable of linking the monomers and polymers discussed 
above. 

[0069] Polymers or oligomers applied using the procedure 
described beloW are activated or functionaliZed With photo 
active or radiation-active groups to permit reaction of the 
polymers or oligomers With the underlying polymeric sur 
face. Suitable activation groups include benZophenone, 
thioxanthone, and the like; acetophenone and its derivatives 
speci?ed as: 
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where R1 is H, R2 is OH, R3 is Ph; or 

[0070] R1 is H, R2 is an alkoxy group including 4OCH3, 
4OC2H3, R3 is Ph; or Rl:R2:an alkoxy group, R is Ph; 
or 

[0071] Rl:R2:an alkoxy group, R3 is H; or 

[0072] R1:R2:c1, R3 is H or c1. 
Other knoWn activators are suitable. 

[0073] The polymeric coating may then be linked With the 
substrate using knoWn and appropriate techniques selected on 
the basis of the chosen activators, e.g., by ultraviolet light, 
heat, or ioniZing radiation. Crosslinking With the listed poly 
mers or oligomers may be accomplished by use of peroxides 
or am compounds such as acetyl peroxide, cumyl peroxide, 
propionyl peroxide, benZoyl peroxide, or the like. A poly 
functional monomer such as divinylbenZene, ethylene glycol 
dimethacrylate, trimethylolpropane, pentaerythritol di- (or 
tri- or terra-) methacrylate, diethylene glycol, orpolyethylene 
glycol dimethacrylate, and similar multifunctional mono 
mers capable of linking the polymers and oligomers dis 
cussed above is also appropriate for this invention. 

[0074] The polymeric coating may be applied to the 
guideWire by any of a variety of methods, e.g., by spraying a 
solution or suspension of the polymers or of oligomers of the 
monomers onto the guideWire core or by dipping it into the 
solution or suspension. lnitiators may be included in the 
solution or applied in a separate step. The guideWire may be 
sequentially or simultaneously dried to remove solvent after 
application of the polymer or oligomer to the guideWire and 
crosslinked. 

[0075] The solution or suspension should be very dilute 
since only a very thin layer of polymer is to be applied. We 
have found that an amount of oligomer or polymer in a solvent 
of betWeen 0.25% and 5.0% (Wt), preferred is 0.5 to 2.0% 
(Wt), is excellent for thin and complete coverage of the result 
ing polymer. Preferred solvents for this procedure When using 
the preferred polymers and procedure are Water, loW molecu 
lar Weight alcohols, and ethers, especially methanol, pro 
panol, isopropanol, ethanol, and their mixtures. Other Water 
miscible solvents, e.g., tetrahydrofuran, methylene dichlo 
ride, methylethylketone, dimethylacetate, ethyl acetate, etc., 
are suitable for the listed polymers and must be chosen 
according to the characteristics of the polymer; they should be 
polar because of the hydrophilic nature of the polymers and 
oligomers but, because of the reactivity of the terminal groups 
of those materials, knoWn quenching effects caused by oxy 
gen, hydroxyl groups and the like must be recogniZed by the 
user of this process When choosing polymers and solvent 
systems. 
[0076] Particularly preferred as a coating for the guideWire 
cores discussed herein are physical mixtures of homo-oligo 
mers of at least one of polyethylene oxide; poly 2-vinyl pyri 
dine; polyvinylpyrrolidone, polyacrylic acid, polyacryla 
mide, and polyacrylonitrile. The catheter bodies or substrates 
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are preferably sprayed or dipped, dried, and irradiated to 
produce a polymerized and crosslinked polymeric skin of the 
noted oligomers. 
[0077] The lubricious hydrophilic coating is preferably 
produced using generally simultaneous solvent removal and 
crosslinking operations. The coating is applied at a rate alloW 
ing “sheeting” of the solution, e.g., formation of a visibly 
smooth layer Without “runs”. In a dipping operation for use 
With most polymeric substrates including those noted beloW, 
the optimum coating rates are found at a linear removal rate 
betWeen 0.25 and 2.0 inches/sec, preferably 0.5 and 1.0 
inches/sec. 
[0078] The solvent evaporation operations may be con 
ducted using a heating chamber suitable for maintaining the 
surface at a temperature between 2500 C. and the glass tran 
sition temperature (T g) of the underlying substrate. Preferred 
temperatures are 5000 C. to 12500 C. Most preferred for the 
noted and preferred solvent systems is the range of 7500 to 
11000 C. 
[0079] Ultraviolet light sources may be used to crosslink 
the polymer precursors onto the substrate. Movement through 
an irradiation chamber having an ultraviolet light source at 
90-375 nm (preferably 300-350 nm) having an irradiation 
density of 50-300 mW/cm2 (preferably 150-250 mW/cm2) 
for a period of three to seven seconds is desired. Passage of a 
guideWire core through the chamber at a rate of 0.25 to 2.0 
inches/ second (0.5 to 1.0 inches/ second) in a chamber having 
three to nine inches length is suitable. When using ionizing 
radiation, a radiation density of 1 to 100 kRads/cm2 (prefer 
ably 20 to 50 kRads/cm2) may be applied to the solution or 
suspension on the polymeric substrate. 
[0080] Exceptional durability of the resulting coating is 
produced by repetition of the dipping/ solvent removal/irra 
diation steps up to ?ve times. Preferred are tWo to four rep 
etitions. 

Tie Layers 

[0081] We have found that it is often desirable to incorpo 
rate a “tie” layer as a coating betWeen the outer polymeric 
surface and the braid to enhance the overall adhesion of the 
outer polymeric surface to the guideWire assembly. Of course, 
these materials must be able to tolerate the various other 
solvents, cleaners, sterilization procedures, etc., to Which the 
guideWire and its components are placed during other pro 
duction steps. 
[0082] FIG. 2 shoWs a typical guide Wire core section (100) 
made according to the invention having a metallic core (130), 
a braid (132), a polymeric tie layer (134), upon Which a 
lubricious coating is placed. 
[0083] Choice of materials for such tie layers is determined 
through their functionality. Speci?cally, the materials are 
chosen for their a?inity or tenacity to the outer polymeric 
lubricious or hydrophilic coating. Clearly, the tie layer mate 
rial must be ?exible and strong. The tie layers may be placed 
onto the guideWire center in a variety of Ways. The polymeric 
material may be extrudable and made into shrinkable tubing 
for mounting onto the guideWire through heating. It may be 
placed onto the guideWire core by dipping, spraying, shrink 
Wrapping of polymeric tubing or other procedure. One quite 
desirable procedure involves the placement of a polymeric 
tubing of a fusible polymer, e. g., polyurethane, on the 
guideWire core Which, in turn, is covered With a heat shrink 
tubing such as polyethylene. The outer tubing is shrunk doWn 
and the inner tubing is fused onto the guideWire core to form 
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a tie layer. The tie layer is preferably 0.0004" to 0.003" in 
thickness. The melt temperature of the tie layer polymer 
desirably is appropriately chosen to fuse at the heat shrink 
temperature of the outer tubing. The outer shrink tubing is 
then simply peeled off, leaving the tie layer exposed for 
treatment With the lubricious coating. 
[0084] We have found that various NYLON’s, polyethyl 
ene, polystyrene, polyurethane, and polyethylene terephtha 
late (PET) make excellent tie layers. Preferred are polyure 
thane (Shore 80A-55D) and PET. Most preferred is 
polyurethane. It is additionally desirable to use a number of 
sections of polyurethane having differing hardnesses. For 
instance, the distal section may have a tie layer of Shore 80A 
polyurethane; the proximal shaft might be Shore D55 poly 
urethane. 
[0085] These materials may be formulated or blended to 
include radio opaque materials such as barium sulfate, bis 
muth trioxide, bismuth carbonate, tungsten, tantalum or the 
like. 
[0086] As noted above, another manner of applying a tie 
layer is by heat-shrinking the tubing onto the braid. The 
guideWire core and the exterior braid is simply inserted into a 
tubing of suitable sizeioften With a small amount of a 
“caulking” at either end to seal the tubing. The tubing is cut to 
length and heated until it is suf?ciently small in size. The 
resulting tubing tie layer desirably is betWeen about 0.0005 
and 0.01 5 inches in thickness. The thinner layers are typically 
produced from polyurethane or PET. The layer of lubricious 
polymer is then placed on the outer surface of the shrunk 
tubing. 
[0087] Another procedure for preparing or pretreating 
guideWires prior to receiving a subsequent coating of a poly 
mer, preferably a polymer Which is lubricious, biocompat 
ible, and hydrophilic, is via the use of a plasma stream to 
deposit a hydrocarbon or ?uorocarbon residue. The proce 
dure is described as folloWs: the guideWire core and braid is 
placed in a plasma chamber and cleaned With an oxygen 
plasma etch. It is then exposed to a hydrocarbon plasma to 
deposit a plasma-polymerized tie layer on the guideWire core 
to complete the pretreatment. The hydrocarbon plasma may 
comprise a loWer molecular Weight (or gaseous) alkanes such 
as methane, ethane, propane, isobutane, butane or the like; 
loWer molecular Weight alkenes such as ethene, propene, 
isobutene, butene or the like or; gaseous ?uorocarbons such 
as tetra?uoromethane, trichloro?uoromethane, dichlorodif 
luoromethane, tri?uoro-chloromethane, tetra?uoroethylene, 
trichloro?uoroethylene, dichlorodi?uoroethylene, tri?uoro 
chloroethylene and other such materials. Mixtures of these 
materials are also acceptable. The tie layer apparently pro 
vides C4C bonds for subsequent covalent bonding to the 
outer hydrophilic polymer coating. Preferred ?oW rates for 
the hydrocarbon into the plasma chamber are in the range of 
500 c.c./min. to 2000 c.c./min. and the residence time of the 
guideWire in the chamber is in the range of 1-20 minutes, 
depending on the chosen hydrocarbon and the plasma cham 
ber operating parameters. PoWer settings for the plasma 
chamber are preferably in the range of 200 W to 1500 W. 

[0088] A tie layer of plasma-produced hydrocarbon residue 
having a thickness on the order of 10p. thick is disposed 
betWeen braid and coating. This process typically produces 
layers of hydrocarbon residue less than about 1000p. in thick 
ness, and more typically less than about 1000p. The tie layer 
effectively bonds the outer layer to the guideWire core While 
adding very little additional bulk to the guideWire. 
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GuideWires made according to this invention therefore avoid 
the siZe and maneuverability problems of prior art 
guideWires. 
[0089] The pretreated guideWire may be coated With a poly 
mer using a procedure such as described above. For example, 
the pretreated guideWire may be dipped in a solution of a 
photoactive hydrophilic polymer system, i.e., a latently pho 
toreactive binder group covalently bonded to a hydrophilic 
polymer. After drying, the coated guideWire is cured by 
exposing it to UV light. The UV light activates the latently 
reactive group in the photoactive polymer system to form 
covalent bonds With crosslinked CiC bonds in the hydro 
carbon residue tie layer. The dipping and curing steps are 
preferably repeated often enough, typically tWice, to achieve 
the appropriate thickness of the hydrophilic coating layer. 
[0090] One highly preferred variation of the invention 
involves a guideWire With metal core, preferably 0.010" to 
0.025" diameter stainless steel or high elasticity alloy (such as 
nitinol) and a braid of stainless steel or a high elasticity alloy. 
The exterior surface of the guideWire is a biocompatible coat 
ing of a polyacrylamide/polyvinyl-pyrrolidone mixture 
bonded to a photoactive binding agent. 
[0091] A preferred photoactive hydrophilic polymer sys 
tem is a mixture of a polyacrylamide and polyvinylpyrroli 
done. The polyacrylamide system provides lubricity, and the 
polyvinylpyrrolidone system provides both lubricity and 
binding for durability. As an alternative, hoWever, the hydro 
philic biocompatible coating may be polyacrylamide alone, 
polyvinylpyrrolidone alone, polyethylene oxide, or any suit 
able coating knoWn in the art. In addition, a coating of hep 
arin, albumin or other proteins may deposited over the hydro 
philic coating in a manner knoWn in the art to provide 
additional biocompatibility features. 
[0092] The guideWire may be cleaned by using an argon 
plasma etch in place of the oxygen plasma etch. The thickness 
of the plasma-polymeriZed tie layer may also vary Without 
departing from the scope of this invention. 
[0093] Although preferred embodiments of the present 
invention have been described, it should be understood that 
various changes, adaptations, and modi?cations may be made 
therein Without departing from the spirit of the invention and 
the scope of the claims Which folloW. 

What is claimed is: 
1. A guideWire suitable for guiding a catheter Within a body 

lumen, comprising: 
an elongated, ?exible core Wire having a ?rst section 

including a stainless steel alloy, and a second section 
including a super-elastic alloy; and 

a tubular braid covering at least a portion of the core Wire, 
the tubular braid having a length extending across a join 
betWeen the ?rst and second sections. 

2. The guideWire of claim 1, further comprising a third 
section including a stainless steel alloy. 
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3. The guideWire of claim 2, Wherein the braid extends 
across a join betWeen the second and third sections. 

4. The guideWire of claim 1, Wherein the braid includes a 
super-elastic alloy. 

5. The guideWire of claim 4, further comprising a poly 
meric layer situated exterior to at least a portion of the braid. 

6. The guideWire of claim 5, Wherein the polymeric layer 
comprises a hydrophilic polymer. 

7. The guideWire of claim 1, Wherein the tubular braid is 
coaxially disposed about the core Wire such that the maxi 
mum radial gap betWeen the tubular braid and the core Wire is 
less than the Wall thickness of the tubular braid along the 
entire length of the tubular braid. 

8. The guideWire of claim 7, Wherein the braid is in direct 
contact With the core Wire along the length of the braid. 

9. The guideWire of claim 8, Wherein the braid is formed by 
directly Winding the braid onto the core Wire. 

10. The guideWire of claim 1, further comprising a layer of 
polymer betWeen the braid and the core Wire that bonds the 
braid to the core Wire. 

11. The guideWire of claim 1, Wherein the braid is glued to 
the core Wire. 

12. The guideWire of claim 1, Wherein the braid is Welded 
to the core Wire. 

13. The guideWire of claim 1, Wherein the braid is bonded 
to the core Wire and Wherein the bonding is continuous. 

14. The guideWire of claim 1, Wherein the braid is bonded 
to the core Wire and Wherein the bonding is at intervals. 

15. The guideWire of claim 1, Wherein the distance betWeen 
the guideWire and the tubular braid is uniform along the 
length of the tubular braid. 

16. The guideWire of claim 1, Wherein the ?rst section 
includes a tubular member. 

17. The guideWire of claim 16, Wherein the second section 
includes a protrusion extending at least partially into the 
tubular member at the join. 

18. A guideWire suitable for guiding a catheter Within a 
body lumen, comprising: 

an elongated, ?exible core Wire having a ?rst section 
including a stainless steel alloy, a second section includ 
ing a super-elastic alloy, and a third section including a 
stainless steel alloy, the core Wire having a ?rst join 
betWeen the ?rst and second sections and a second join 
betWeen the second and third sections; and 

a tubular braid covering at least a portion of the core Wire, 
the tubular braid having a length extending across at 
least one of the ?rst and second joins. 

19. The guideWire of claim 18, Wherein the braid includes 
a super-elastic alloy. 

20. The guideWire of claim 19, Wherein the ?rst section 
includes a tubular member and the second section includes a 
protrusion extending at least partially into the tubular member 
at the ?rst join. 


