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PAPER, AND PLASTICS Disclosed is a method for manufacturing environment-con 

servative plant ?ber as substitute for Wood, paper, and plas 
tics, Which includes the steps of having agricultural surpluses 
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various products. The manufacturing process of the method 
releases completely no Waste Water and Waste gas. The prod 
ucts made of the particles are completely recyclable for re 
use. Environmental conservation and reduction of energy 
consumption can be realized. 
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METHOD FOR MANUFACTURING AND 
SHAPING ENVIRONMENT-CONSERVATIVE 
PLANT FIBER AS SUBSTITUTE FOR WOOD, 

PAPER, AND PLASTICS 

TECHNICAL FIELD OF THE INVENTION 

[0001] The present invention generally relates to a method 
for manufacturing and shaping environment-conservative 
plant ?bers as substitute for Wood, paper, and plastics, and 
more particularly to a method for manufacturing plant ?bers 
as substitute for Wood, paper, and plastics by using various 
agricultural surpluses and/or plant Wastes. 

DESCRIPTION OF THE PRIOR ART 

[0002] With the progress of industrial technology, plastic 
and paper-made objects are commonly used for their being 
inexpensive and easy to use. HoWever, plastics are not natu 
rally decomposable and incineration of plastics may release 
harmful gases, Which cause pollution to the natural environ 
ment. In respect of paper or pulps, the great demand of Wood 
or pulps occurring recently causes mass destruction of Woods 
and forests. Due to the fact that forestation is generally very 
sloW, the supply of Wood can hardly meet the demand of Wood 
and pulps. Consequently, the destruction or logging of forest 
eventually leads to severe damage to the biological environ 
ment, Which in turn brings about increase of the contents of 
carbon dioxides in the atmosphere, increasing the tempera 
ture of the Earth and Worsening the greenhouse effect of the 
Earth. Due to such reasons, the plastic industry is putting a 
great effort to the development of decomposable plastics and 
for the Wood and pulp industry, various recycled and substi 
tute pulps and plyWood of different forms are getting attrac 
tive for the industry in order to reduce the consumption of 
natural Woods and forests. HoWever, no matter hoW hard such 
an effort has been made to help preserve the natural resources, 
consumption of the natural resources is inevitable. Further, 
paper recycling processes produces Waste Water of high alka 
linity, Which leads to pollution to Water resources. Thus, it is 
desired to have a solution for properly utiliZing various Wastes 
to produce environment-conservative material in order to 
overcome the problems discussed above. 

SUMMARY OF THE INVENTION 

[0003] The primary objective of the present invention is to 
provide a method for manufacturing and shaping environ 
ment-conservative plant ?bers as substitute for Wood, paper, 
and plastics, and more particularly a method for manufactur 
ing ?ber particles and products of boards and paper by using 
various agricultural surpluses and/or plant Wastes so as to 
realiZe the purposes of environmental conservation and 
reduction of energy consumption. 
[0004] According to the present invention, a method for 
manufacturing environment-conservative plant ?ber as sub 
stitute for Wood, paper, and plastics comprises grinding agri 
cultural surpluses and/or plant Wastes to poWders and added 
With starch, a plasticiZer, and additives, Wherein the agricul 
tural surpluses and/or plant Wastes take a percentage of 
63-73%, the starch takes a percentage of 15%-20%, the plas 
ticiZer takes a percentage of 7%, and the additives take a 
percentage of 5%-10%. The method comprises the steps of 
mixing the poWders of the agricultural surpluses and/ or plant 
Wastes With the starch, the plasticiZer, and the additives 
according to desired percentages for su?icient mixture by 
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using a high speed mixing machine, deposited into a dual 
screW machine for pressurization and blending, pulverized by 
a pulveriZation machine, processed by an extrusion machine, 
subjected to temperature control by using a mold temperature 
controller to a temperature Within the range of 160-1800 C., 
and then deposited in a cooling system for cooling to com 
plete Workable environment-conservative plant ?ber par 
ticles. The Workable plant ?ber particles can be processed by 
an extruding machine of an injection molding machine to 
form lumbers, boards, and paper for making various products 
for substituting plastics, Wood, and paper, including angles 
and boards for indoor decoration, or corrugated paper box, or 
can be processed by a vacuum molding machine to form 
package boxes for internal and external uses, or alternatively, 
the Workable plant ?ber particles can be directly processed by 
an injection molding machine to form various plastic substi 
tute products to have the Workable plant ?berparticles replac 
ing plastics, Wood, and paper in making various product. As 
such, effects of environmental conservation and reduction of 
energy consumption can be realiZed. 
[0005] The foregoing objectives and summary provide only 
a brief introduction to the present invention. To fully appre 
ciate these and other objects of the present invention as Well as 
the invention itself, all of Which Will become apparent to those 
skilled in the art, the folloWing detailed description of the 
invention and the claims should be read in conjunction With 
the accompanying draWings. Throughout the speci?cation 
and draWings identical reference numerals refer to identical 
or similar parts. 
[0006] Many other advantages and features of the present 
invention Will become manifest to those versed in the art upon 
making reference to the detailed description and the accom 
panying sheets of draWings in Which a preferred structural 
embodiment incorporating the principles of the present 
invention is shoWn by Way of illustrative example. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0007] FIG. 1 is a block diagram shoWing a How chart of a 
method according to the present invention. 

DETAILED DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

[0008] The folloWing descriptions are exemplary embodi 
ments only, and are not intended to limit the scope, applica 
bility or con?guration of the invention in any Way. Rather, the 
folloWing description provides a convenient illustration for 
implementing exemplary embodiments of the invention. 
Various changes to the described embodiments may be made 
in the function and arrangement of the elements described 
Without departing from the scope of the invention as set forth 
in the appended claims. 
[0009] Referring to FIG. 1, the present invention provides 
an environment-conservative plant ?ber to substitute the con 
ventionally used Wood, paper. According to the present inven 
tion, agricultural surpluses and/or plant Wastes are used and 
subjected to pulveriZation or cutting to pieces, and are then 
ground to a poWder form that is mixed With starch, plasticiZer, 
and additives for subsequent processing With various pro 
cesses. The agricultural surpluses as used herein include, but 
not limited to, rice grains, Wheat grains, coconut husks, 
bagasses, and the likes. The plant Wastes include, but not 
limited to, Wood chips, branches, leaves, toxicant-free 
Wooden furniture and pallets, and the likes. Starch used in the 
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present invention includes industrial starch. Plasticizer is 
plasticizing particles. Additives include dispersing agent, 
bonding agent, and resins. The agricultural surpluses or plant 
Wastes take a percentage of 63%-73%; starch takes a percent 
age of 1 5%-20%, plasticizer takes a percentage of 7%, and the 
additives are of a percentage of 5%40%. The process of 
manufacturing includes the following steps. The agricultural 
surpluses and/orplant Wastes are ?rst ground to 60-200 mesh, 
mixed With starch, plasticizer and additives With a desired 
ratio in a fully mixed manner, according to the types of 
product, by using for example a high speed mixing machine 
to provide a viscous form, deposited into a dual screW 
machine for pressurization and blending for complete mix 
ture in a high temperature and high pres sure, extruded to form 
a bar shape or a pellet shape, pulverized by a pulverization 
machine, processed by an extrusion machine, subjected to 
temperature control by using a mold temperature controller to 
a temperature Within the range of 160-1800 C., and then 
deposited in a cooling system for cooling and pelletization by 
airstreams to complete Workable environment-conservative 
plant ?ber particles. 
[0010] For Workable plant ?ber particles formed of agricul 
tural surpluses and/ or plant Wastes that are ground to 60-100 
mesh according to the present invention, they can be sub 
jected to a process of extrusion directly using an extrusion 
machine and feeding through a mold temperature controller 
and a cooling system for direct manufacture of lumbers and 
boards, or can be used to manufacture various Wood substitute 
materials, such as angles and boards used in indoor decora 
tion or handrail of stairWays, fumiture, plyWood boards, and 
medium density ?ber (MDF) boards. Further, the plant ?ber 
lumbers or boards of the present invention contains no form 
aldehyde and can be used to replace high-end lumbers, 
boards, and furniture for indoor decoration made in an envi 
ronmentally conservative manner. Further, ?re retardants can 
be added to manufacture ?re-proof construction materials. 
[0011] For Workable plant ?ber particles formed of agricul 
tural surpluses and/or plant Wastes that are ground to 100-150 
mesh according to the present invention, they can be sub 
jected to a process of injection molding directly using an 
injection molding machine to make various plastic substitute 
products, including toothbrush handles, combs or disposable 
products, such as blood lancets, pregnancy test sticks, and 
barrels of ballpoint pens. 
[0012] For Workable plant ?ber particles formed of agricul 
tural surpluses and/or plant Wastes that are ground to 150-200 
mesh according to the present invention, they can be used to 
make paper board, cartons, and paper cases, or can be sub 
jected to a process by using vacuum molding machine to form 
various package boxes for internal and external uses and 
various paper products, such as paper slippers, corrugated 
paper cases, inner linings for electronic products, inner lin 
ings for footWear, inner linings for clothing packing, and the 
likes. 
[0013] These products of the present invention can be 
directly used to replace Wood, paper, and plastics so that they 
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meet the needs for environmental conservation. Further, most 
of the raW materials are agricultural surpluses and/or plant 
Wastes that are generally of no further use so that Waste of 
resources can be reduced, providing an effect of reduction of 
energy consumption. Most importantly, the manufacturing 
process of the present invention generates and releases no 
Waste Water and Waste gas and thus causes no pollution to 
Water resources and the natural environment. Further, the 
products made of materials according to the present invention 
are completely recyclable for re-use. 
[0014] While certain novel features of this invention have 
been shoWn and described and are pointed out in the annexed 
claim, it is not intended to be limited to the details above, 
since it Will be understood that various omissions, modi?ca 
tions, substitutions and changes in the forms and details of the 
device illustrated and in its operation can be made by those 
skilled in the art Without departing in any Way from the spirit 
of the present invention. 

1 claim: 
1. A method for manufacturing environment-conservative 

plant ?ber as substitute for Wood, paper, and plastics, com 
prising processing a raW material that is formed of poWders of 
agricultural surpluses and/or plant Wastes added With starch 
and additives, Wherein the agricultural surpluses and/ or plant 
Wastes take a percentage of 63-73%, the starch takes a per 
centage of 15%-20%, and the additives take a percentage of 
5%40%, a plasticizer being further added in a percentage of 
7%, the method comprising the steps of the agricultural sur 
pluses and/or plant Wastes being ground and then mixed With 
the starch, the plasticizer, and the additives according to 
desired percentages by using a high speed mixing machine, 
deposited into a dual screW machine for pressurization and 
blending, pulverized by a pulverization machine, processed 
by an extrusion machine, subjected to temperature control by 
using a mold temperature controller to a temperature Within 
the range of 160-1800 C., and then deposited in a cooling 
system for cooling and pelletization by airstreams to com 
plete Workable environment-conservative plant ?ber par 
ticles. 

2. The method according to claim 1, Wherein the agricul 
tural surpluses and/or plant Wastes are ground to 60-100 
mesh, and are then directly subjected to extrusion by an 
extruding machine to make lumbers, angles, and boards. 

3. The method according to claim 1, Wherein the agricul 
tural surpluses and/or plant Wastes are ground to 100-150 
mesh, and are then directly subjected to injection molding by 
an injection molding machine to make plastic substitute prod 
ucts. 

4. The method according to claim 1, Wherein the agricul 
tural surpluses and/or plant Wastes are ground to 150-200 
mesh, and are then used to make paper boards, cartons, and 
paper cases or are processed by a vacuum molding machine to 
form packages boxes for internal and external uses. 
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