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This invention relates to the die casting of 
metals or other substances and more particular 
ly to the die casting of metals, such as molten 

" brass, which have a highly corrosive action on 
6 steel. - . - ' 

. It is well known certain metals such as‘ 
brass, aluminum, zinc alloys free from aluminum. 
and others, when in a molten condition, have a 
highly corrosive action on the steel parts of die 

10 casting apparatus with which they come in con 
tact. To avoid contact with the‘ steel as far as 
possible, such metals; in the past, have been cast 
indie casting apparatus into which the metal 
in molten form is poured by hand with a ladle. 

15 Automatic machines for the die casting of such 
metals have not proved satisfactory because of 
the corrosion of the'moving parts as the result 
of prolonged contact with the molten metal. It ~ 
is a principal object of this .invention to avoid 

2“ this disadvantage. _ s 

-It has been suggested that one remedy would 
1 consist in making such parts of ceramic mate 

_ rial. Such suggestion has not resulted in solving 
u the problem because of the difficulty of vmaking 

tight Joints .between materials which have such 
‘ different rates of thermal expansion as ceramic 
materials and the metal which must be used to 
stand the high molding pressures used. 

0 _ The present invention satisfactorily solves the 
problem by using a heated ceramic tube leading 
from the molten bath and by making only mo 
mentary contact between this tube and the cold 
metal parts of the‘die casting apparatus. An 

85 object of the invention is to employ a proper 
choice'of materials, an arrangement of parts and 
a sequence of operations as will prevent the cor 
rosive action from occurring. . 
Further objects of the invention reside in the 

- 4o provision of very great pressure to force the 
molten material into the die; the speedy, con 
tinuous and automatic operaton of the machine; 
a uniformity of the density and other physical 
properties of the molded material, and'an im 

45 provement in the life of the mold or die. 
Still a further object of .the invention is the 

provision of a machine which can easily be at 
tached to a hand fed die casting apparatus to 
render such apparatus automatic ‘and capable 

50 of use with molten materials which have a pro 
nounced corrosive effect on the moving parts of 
iszhet apparatus with which they come in con 
ac . 

These and other objects of the invention will 
55 be more apparent from the following speci?ca 

(Ci. 22-68) 
tion and claims when read in conjunction with 
the. accompanying drawings, in which: ‘ ' 

Fig. i is a side elevation, partly in section, 
showing one modification of the invention. 

Fig. 2 is an enlarged detail view in cross sec- '5 
tion of the feed tube and feed collar. . 

Fig. 3 is an enlarged detail view, partly in 
section, of the water cooled plunger. . r 

Fig. 4 ‘is a longitudinal cross sectional detail 
of the water cooled plunger. 4 ' . 

Fig. 5 is a side elevation partly in section, 
showing a modi?ed form of the. invention. 
With particular reference now to, that form of 

the invention illustratedin Figs. 1-4, a stationary 
, die plate 2 is rigidly mounted on the rods 3 which 15 

. in turn are mounted on a suitable support (not 
shown). There are four of the rods 3. A mov- - 
able die plate 4 is slidably mounted on' the rods 
3 and may be moved towards or away from the 
stationary die plate 2 by suitable means, such as 20 
by a hydraulically operated cylinder 5, the piston 
of which, is connected to the movable die plate 4 _ 
vby the rod 8. 1 I 
A removable splitdie is adapted to have its 

sections ‘I, 8 attached to the die plates v4 .and 2 25 

1o 

. respectively. 

Die casting apparatus is known in which the 
stationary die plate is provided with a central 
opening connected withv an opening in the die 
section 8 and in which molten metal is introduced 30 
into the opening in the die plate by hand with a 
ladle. The molten metal is then forced into the 
die by a plunger such as 9 in Fig. 1 operated 
by an hydraulically operated cylinder H. r . 
Machines so ‘constructed have even been used 35 

with such molten metals as have a corrosive ef 
fect on the metal parts of the device. Where so 
used, however. the operation has only been suc- ’ 

- cessful when the molten metalis poured into the 
opening in the-stationary die plate 2 by handv with 40 
a ladle. - 

The mechanism which will now be described 
will render automatic the operation of a die cast- I 
ing machine'of the type described above and 
will make it possible to employ such a‘ machine 45 
in the production of die cast articles made from 
molten metal or other substances which have a 
deleterious corrosive effect on the working parts 
of a die casting apparatus. - _ ‘ 

Disposed beneath the die casting apparatus is 50 
a furnace I3 preferably ?red by a gas or oil 
burner M. The furnace may obviously be ?red by 
other means. 
Within‘the furnace I3 is a_crucible l5 of ce 

ramic material, which crucible is adapted to hnld 55 



2 
a considerable supply of molten metal or other 
material to be cast. The furnace I3 is topped 

- by a cover l3 having a loading opening I‘! through 

10 

15 

‘ material in the bath up through the feed pipe - 
20 

23 

which the crucible can be filled when the supply 
therein becomes depleted. The loading opening 
is closed by the plate II when the apparatus is 
in operation. . 

The furnace cover l3 also acts as a cover for 
the crucible IS, a. suitable packing or sealing 

_ gasket 13 being provided between the vupper edge 
of the crucible and the cover IE to render the‘ 
crucible pressure tight. This is necessary, since 
preferably, the molten material is conveyed to 
the die by means of air pressure or the like sup 
plied to the crucible through the pipe 2! leading 
to' a source of compressed air and controlled by 
the valve 22. The air pressure when supplied 
to the crucible above the bath forces the molten 

or tube 23 which leads to a passage connecting 
with the split die ‘I, 3, as will now be described. 
The feed tube 23 is of ceramic material and 

extends down into the molten material in the 
crucible l5 through an opening in the cover l3. 
That portion of the feed tube 23 which extends 
above the cover I3 is electrically heated (see Fig. 
2) by means of a coil of electrical resistance wire 
24 connected to a suitable source of electricity 
(not shown). The upper portion of the feed tube 
23 above the furnace is encased in a steel tube 23. 
insulation material 23 being disposed between re 
sistance wire 24 and the steel encasing tube 25. 
The feed tube or pipe 23 is mounted for slight 

vertical movement in both. directions and is held 
in vertical position by the sleeve 21 secured to 

- the cover l3 (Fig. 1). 
The upper end of the steel encased feed tube 

23 is tapered to engage a frusto-conically shaped 
opening 23 in a feed collar 23 when the feed tube 

a 23 is in its uppermost position to which it is 

10 

33 

urged by means of the coil spring 3|. _ The lower 
end of this coil spring abuts against the sleeve 21 
.while the upper end presses against an abutment 
ring 32 secured to the steel tube casing 23. 

It will be seen from Fig. 1 that the feed collar 
23 is disposed between the die section 3 and the 
stationary die plate 2, or more particularly be 
tween the die section 8 and a sleeve 33, disposed 
in a central opening in the stationary die plate 2, 
in which sleeve the plunger 3 is adapted to move. 
The opening in the sleeve'is in alignment with a 
through opening 34 in the feed collar 23 and a 
corresponding opening 35 in the die section 3, so‘ 
that upon operation, the plunger 3 may pass 
through the sleeve 33 and the openings-34 and 33. 
The opening 34 in the feed collar 23 connects‘ 

with the opening 23 therein so thatwhen the 
feed tube 23 is in its uppermost position molten, 
material may be forced through it to the feed col 
lar 23 and thence to the'die section 3. 
The molten material is forced and packed in 

the die ‘I, 3 by operation of the plunger 3._ Opera 
.tion of the plunger toward the die also actuates 
a mechanism for lowering the tube 23 from the 
feed collar for a purpose to be described.. 
This lowering mechanism consists of a striker’ 

bar 33 secured to and travelling with the plunger 
3. The free end of this striker bar is adapted to 
engage one arm 31. of a double armed lever 33 
pivoted at 33 on the stationary die plate'2. The 
stationary die plate 2 is provided with a cutout 
to provide space for the lever. The other‘ arm 
4| of the lever is bifurcated or yoked and passes 
around the feed tube 23 directly above the abut- - 
ment ring 32. 

2,103,:00 
‘when the double armed'lever 33 is actuated by 

the striker bar 33 the bifurcated arm 4! engages 
the abutment ring 32 and lowers the feed tube 
23 against the action of the spring 3| about one 
half an inch. } v _ 

With reference now to Figs. 2, 3 and 4, the feed 
collar 23 and the plunger 3 are water cooled. 
Fig. 2 shows a passage 42 adapted to be traversed 
with water from a source (not shown). Figs. 3 
and 4 show that the plunger 3 may be provided 
with a bore 43 which is divided longitudinally by 
a partition 44 except at the end. The plunger is , 
provided with inlet and outlet openings 45 and 
43 respectively. Water from a suitable source 
may be circulated through the inlet opening 
through the bore ?rst above and then below the 
partition 44 and thence escape through the outlet 
opening 43. - ' 

It is an important'feature of the invention that 
the plunger 3 and the feed collar 23 be main 
tained in a cool state while the feed tube 23 be 
kept at a temperature greater than the melting 
point of the metal or material being cast. This 
will be manifest from the following description 
of the operation of the apparatus. ' 
The .crucible I 5 is tilled with_metal or other 

material to be cast and the opening 11 is closed 
tightly by the plate l3. The ‘furnace is ?red by 
the burner l4 until the metal. in the crucible be 
comes molten.‘ The temperature-of the metal is 
maintained somewhat above its melting point. 
The die halves ‘I and 3 are closed by the hy 
draulically operated cylinder 5 acting on the rod 
3. The plunger 3 is in retracted position which 
is the position illustrated in Fig. l. The plunger 
3 and the feed collar 23 are maintained at a 
cool temperature by water cooling as described. 
The ceramic feed tube 23 is maintained at a 

temperature above the melting point of the metal 
to be cast. Its upper end is seated in the conical 
opening 23 in the feed collar 23. ' . 
Valve 22 is opened to permit air under pressure 

to enter the crucible l5 through the pipe 2|. The 
compressed air forces the molten metal through 
the ceramic feed tube 23 and into the opening 
34 in the feed collar 23, and thence through the 
opening 33 in the die section 3 where the metal 
commences to freeze at once. 
Hydraulic cylinder H is immediately operated 

to move the plunger 3 forward and force'the 
molten metal through the constricted openings 
l3 into the die cavities l2. Simultaneously valve 
22 is turned to shut off the compressed air and 
to vent the space in the crucible above the molten 
metal so that the molten metal in the tube 23 
falls back into the crucible IS. 
The striker bar 33 is so adjusted that as soon 

as the plunger 3 has closed the conical opening 23 
in the feed collar 23, the striker bar 33 moves 
lever 33 so that its arm 4| engages the ring 32 
and lowers the ceramic tube 23 about a half inch 
against the action of the spring 3 l. _ The ceramic 
feed tube 23 must, however, remain seated in 
the feed collar 23 until the opening 23 therein 
is closed by the plunger 3, so that the excess of 
molten metal in the opening 34 in the feed collar 
23 may escape back down the ceramic feed tube. 

15 

20 

so_ 

35 

40 

339 

After a brief interval to assure solidi?cation‘ , 
ofthe metal in the die, the moving die plate 4 
is retracted by the cylinder 5, and the plunger 
3 is moved further forward to eject the ?nished 
casting and the smallv slug of surplus metal left 
in the opening 33. The hydraulic cylinder | I is 
then operated to retract the plunger l3 to the 
position shown in the drawings,v and as the end 

70 
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- in a downward direction by the spring I 8I con of the plunger 8 starts to uncover the opening 
28 in the feed collar 28, the strikerv arm 88 re 
leases the lever 88 to allow the ceramic tube 28 
to seat itself again in the frusto-conical opening 
28 in the feed collar, under the action of the 
spring 8|. . 
' The cycle is then repeated inde?nitely. stops. 
ping only occasionally to replenish the supply 
of metalin the crucible I5. ~ - 

It will be observed that the quantity of metal 
subjected to the great pressure of the plunger 

' and solidi?ed is measured by the volume of the 
openings 84, 88 up to the edge of the frusto 
conical opening 28 nearest the ‘die 8. This vol 
ume may be adjusted by the use of intermediate 
collars between the feed collar 29 and the die 8. 
Because of the momentary contact of the hot 

ceramic tube 28 and the cold feed collar 28, it 
will be manifest that any tendency to leakage 
vat the frusto-conical seat 28 will be prevented 
by momentary freezing of the molten metal con 
tacting the cold feed collar 29. The continuous 
ly supplied heat keeps the ceramic feed tube 28 
open at all times and prevents accretionson 
theoutside of the tube which might prevent tight 
seating in the opening 28. All metallic parts of 
the machine are kept at a low‘ temperature to 
prevent corrosive attack by the molten metal. 

' Sincethe path of the molten metal consists only 
of a short cylindrical hole, the metal as it freezes. 

, onto the metallic parts of the machine is stripped 

45 

off clean by the action of the plunger. 
It will also be apparent that, if instead of mo 

mentary contact, the feed tube 28 remained in 
continuous contact with collar 29, thermal con 
ditions would so equalize themselves that. tube 
23 could not be kept above the melting point 
of the metal- to be cast without allowing the tem 

_ perature of collar ‘II to rise enough so that the 
molten metal instead of freezing quickly at the 
contacting surface would seriously corrode the 
metal feed collar. Similarly, if with continuous 
contact of feed tube'and feed collar, water cool 
ing kept collar 29 at a proper low temperature 
there would be some freezing of molten. metal in ‘ 
ceramic tube 28, which would plug the tube. 

_ These considerations explain how certain designs 
for automatically loaded die casting machines, 
(some of which have been‘ patented) resembling 
the machine of this invention in general aspect, 
have proven unworkable because of the failure I 
to maintain, by intermittent contact, the neces 
sary thermal conditions. Such machines may be 
satisfactory for use on‘ lead alloys, or even on 
zinc alloys which have had their-corrosive action 
on steel greatly reduced by the addition of alumi 
num to the zinc, but they cannot be used in cast 
ing brass or other metals which have a strong 
corrosive action on steel. > . ' 

A modi?cation of the ‘invention is illustrated 
in Fig. 5.. This modi?cation is similar to the in 

' vention as illustrated in Figs. 1-4 and described 

I stead of disposing the‘ furnace beneath the ap- - 

'10 

"up 

above except for "the following particulars. In 

paratus, it is here disposed to one side. The ce 
ramic feed tube‘ I28 in this embodiment extends 
upwardly and its upper end is then bent over 
and down so that the molten metal is introduced 
from above. In this embodiment the‘feed collar 
.29 and sleeve 88 of Fig. l are made integrally with 
the collar portion to the rear. ' This collar por 
tion I I28 is provided with a frusto-conical open 
ing-on its-vupperv side in ‘which the end of'i‘the" 
tube I28 is seated. . 
The tube I28 in this instance is normally urged 

3 

nected at one end to the sleeve I21 and at the 
other to a hook I80 secured to the tube. 
The striker bar I88 upon operation‘ of the 

plunger 8 strikes the arm I81 of the double armed 
lever which is pivoted as at I89, so that the other 
arm I88 raises the tube I28 by engaging the ring 
I82 secured thereto. The feed tube is thus raised 
out of the frusto-conical seat. A c'utout is pro 
vided in the stationary die plate 2 to provide room 7 
for the lever arm I81. . 

10 

The reference numeral I48 indicates a suction . 
tube ‘which communicates with the air space‘ 
above the metal in the crucible liand acts to 
withdraw molten metal from the feed tube im 
mediately 'after the plunger has passed the 
frusto-conical opening in which the tube is 
seated. T I ~ 

In operation, the sequence of ‘action of the 
parts is similar to that described in connection 
with the ?rst embodiment. _ . ' 
Moreover, some advantage in the soundness 

of the castings may be obtained in both embodi 
ments by using (instead of air pressure to force 
the molten metal through the ceramic tube 
and into the die) a vacuum, attached to a single 
vent outlet of the die. - Such an outlet has been 
indicated by the reference numeral “I in Fig. 4. 
The object is to evacuate the air. partially from 
.the diev cavities l2, the hole 85 in the die, and 

15 

20 

25 
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the hole 84 in the feed collar and the tube, and ' 
to draw molten metal. into the holes 84, 88 pre 
paratory to forcing the metal into the die ,cav» 
ities by the plunger. 
method over the use of air pressure applied to 
the surface of the molten metal in the crucible 
lies in the fact that at the moment of applied‘ 

, pressure by plunger 9, the partial vacuum in the 

The advantage of this’ 

die cavities provides less resistance to the ‘corn-l . 
plete ?lling of the cavities than would result it 
they were full of air at?atmospheric pressure as 
in the alternative method. . 
Both of these methods may be used simul 

taneously, however; that is, the vacuum maybe 
used to evacuate air from‘ the die cavities and 
to draw the molten metal up through‘the ceramic 
tube, and compressed air applied to the surface 
.of the metal bath may be used to force the 
metal up. ' 

‘ ' It will be apparent that the invention v‘disclosed 
can be used with machines varyinggreatly in 
design from the rmes shown. For example, the 
die might be spit horizontally instead of ver 
tically, with the hole inv which the plunger op 
erates, entering the die on the parting line at the 
side of the die. Or, the plunger might operate 

. in a ‘vertical plane, the ceramic tube being curved 
‘ so as to enter from the side, the die being either 
center or side gated, and positioned either‘above 
or below the plunger. - j‘ , Y I 

' Also, insteadvof the ceramic tube moving in a 

40. 

bath ofmolten metal it‘ might be ?rmly ?xed ’ 
with respect to the crucible, and the whole as 
semblymoved into and out of contact with the 
feed collar. . 
By placing the crucible ‘and furnace beside the 

die instead of below it,-a shorter path of‘ the 
_molten metal from the crucible to the feed collar 
may be provided. 
in some cases. ' ‘ _ 

The invention can also be used for’ the produc 
tion of continuous bars of the section of openings 
84,-88. by'omitting the moving ‘die plate 4, and by 

' might be of advantage 

1 reciprocating , the plunger 8 without completely 

_ ejecting the solidi?ed slug or bar. ~ 
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Regardless of form, however, the invention 

makes use of a new principle, namely, the intro 
duction of hot casting material into a cold pres 
sure chamber adjacent a die by momentary com 

I tact of the chamber with a heated duct con 
nected to a source of hot casting material. I do 
not intend to be limited to the detail descriptions 
and illustrations of the invention or to any 
speci?c molding materials, except in accordance 
with the claims which follow. 
Having now described my invention, 'what I 

claim as new and desire to secure by Letters 
Patent of the United States is: 

1. In a die casting apparatus having a die, a 
pressure chamber communicating with said die, 
a source of molten material, and a duct leading 
from. said source of material; means for main 
taining said pressure chamber ‘at a temperature 
substantially cooler than the temperature of the 
material to be cast, means for maintaining said 
duct at a temperature substantially equal to the 
melting point of said material, means for bring 
ing said duct and said pressure chamber into 
momentary contact, and means for causng said 
material to pass through said duct and into said 
pressure chamber during said momentary contact. 

2. A die casting apparatus comprising a die, 
and a pressure chamber communicating with said 
die, said pressure chamber having an opening 

U therein, a plunger adapted to enter said pressure 
chamber and force molten material into said die, 

. a source of molten material, a duct one end of 
which is disposed in said source, the other end of 
said duct extending to the vicinity of said pres 
sure chamber, means for maintaining said pres 
sure chamber at a temperature substantially 
cooler than the temperature of said molten ma 
terial, means for maintaining said plunger at a ' 
temperature substantially cooler than the tem 

Q‘. perature of said molten material. electrical re 
sistance means for maintaining that portion of 

' said duct above said source at a temperature sub 
stantially equal to the melting point of said ma 
terial, means for bringing said duct and the open- . 
ing in said pressure chamber into momentary 
contact, and means for forcing molten material 
from said source through said duct and into said 
pressure chamber during said momentary contact. 

3. Avdie casting apparatus comprising a die, a 
pressure chamber communicating with said die, 
said pressure chamber having an opening there 
in, a plunger adapted to enter said pressure 
chamber and force molten material into said die, 

_ a source of molten material, a duct one end of 
55 which is disposed in said source, the other end of 

said duct extending to the vicinity of said pres 
sure chamber, means for maintaining said pres 
sure chamber at a temperature substantially 
cooler than the temperature of said molten ma 
terial, means for maintaining said plunger at a 
temperature substantially cooler than the tem-' 
perature of said molten material, electrical re 
sistance means for’ maintaining that portion of 
said duct above said source at a temperature sub 
stantially equal to the melting point of said ma 
‘terial, means for bringing said duct and the open 
ing in ‘said pressure chamber into momentary 
contact, means for forcing moltenmaterial from 
said source through said duct and into said pres 
sure chamber during said momentary contact, 

- and means actuated by movement of said plunger 
toward said pressure chamber and breaking said 
momentary contact. " r 

4'. A die casting apparatus as de?ned in claim 
a 1, said duct being of ceramic material, the por 

2,195,300 
tion above said source including the part which ' 
contacts with said pressure chamber being en 
cased in metal to protect said duct from shock. 

5. A die casting apparatus as de?ned in claim 
1, said duct being of ceramic material and the 
portion thereof above said source being heated 
by an electrical resistance which surrounds the 
same and which is encased in-a steel‘ tube in- ’ 
sulated from said resistance, said steel tube ex 
tending to the upper end of said duct to protect 
said end at the time of contact with the pressure 
chamber. . 

6. In an apparatus for forming molten or 
plastic metals, comprising a die, a pressure cham- ' 
ber adjacent said die and communicating there 
with, a source of molten material; an in?exible 
pipe duct one end of which is disposed in said 
source andithe other end of which extends to the 
vicinity of said pressure chamber, means for 
momentarily contacting said duct and said pres 
sure chamber by moving said duct longitudinally 
while maintaining said pressure chamber and 
said source in ?xed spacial relation to each other, 
and means for causing said material to pass 
through said duct’ and through said pressure 
chamber and into said die during said momentary 
contact. 

7. In a pressure casting machine of the type 
having a melting pot, a pressure chamber for 
receiving a discharged ?uid metal under pressure, 
and a pressure passage connected to said chamber 
for transferring ?uid metal thereinto from the 
melting pot, means for maintaining the pressure 
passage at a temperature high enough to pre 
vent solidi?cation of metal in the pressure pas 
sage, said means including a heating element to 
heat said passage and mechanism for causing 
only momentary contact between said pressure 
passage and said chamber, whereby the tempera 
ture of said passage is not lowered by prolonged ' 
contact with the cool pressure ‘chamber. 

8. In an apparatus for forming molten or 
plastic materials comprising a die, a pressure 
chamber adjacent said die and communicating 
therewith, a source of molten material, and a duct 
for conducting said material from said source to 
said pressure chamber; one end of said duct be 
ing disposed in said source and the other end of 
which extends to the vicinity of said pressure 
chamber, ‘a separable joint connection between 
said duct and said pressure chamber, means ‘for 
forcing molten material from said source past 
said separable joint by the use of low pressure, 
means for subsequently completing the passage 
of said molten material into said die by the use 
of a high pressure in said'pressure chamber, said 
low pressure being insu?lcient to cause leakage at 
said separable Joint and said high pressure being 
greater than could be borne by said separable 
joint without leakage. ,_ . 

9. In a die casting apparatus having a die, a 

is 

source of ‘molten material, a pressure chamber 4 
adjacent said die and communicating therewith, 
and means' for conveying ‘the molten material 

a from said source to said pressure chamber; said 
means comprising a ceramic tube adapted to con 
nect said source with said pressure chamber, 
means for maintaining said tube at a tempera 
ture substantially equal to the melting point of 
the material to be cast, means for water cooling 
said pressure chamber, and means to effect a 
momentary connection between said tube and 
said pressure during which connection molten 
material may be introduced into said chamber 
from said source.‘ 
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into momentary contact with a pressure chamber 
communicating with a die, maintaining said 
pressure chamber at a temperature substantially 
less than the melting point of the material used, 
maintaining said passage at ,a temperature sub- . 
stantially equal tothe melting point of said ma 

10 terial, forcing under pressure-said material‘ in 

9,195,880 " ' " 

I 10. The methodoi forming articles from molten 
‘ or plastic materials whichv comprises bringing a 

' passage leading from a source of'molten material 

molten form through said passage and into‘ said 
pressure chamber ‘during said momentary con; 
tact, and then forcing said material from said - 

‘pressure chamber into said die under greater 
pressure, the removal of said passage from said > 
pressure‘ chamber occurring before either sub- . _ 
stantially changes its above described thermal ' ' 
conditions. 

' ‘ ' Y . Jdmwnnansmt 110 


