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To all whom it may concern: 
Be it known that we, WILLIAM H. WAHL 

and EDWARD Y. ELTONHEAD, both of Phila 
delphia, Pennsylvania, have invented a new 
and useful Improvement in Galvanizing, of 
which the following is a speci?cation. 
Our invention consists in scaling and clear 

ing iron objects prior to coating the same with 
‘zinc or other metals by subjecting the objects 
to an acidulated aqueous solution of chloride 
of zinc, as described hereinafter. 

In preparing the bath we dissolve chloride 
of zinc in water and add from ?ve to ten per 
cent. of mnriatic acid, the solution being after 
ward concentrated by evaporation until it has 
become of a sirupy consistency. This concen 
tration is not absolutely essential; but we 
have found the acidulated chloride to be more 
active in the performance of its duties, when 
deprived of a portion of its water, and the ac 
tion is facilitated by the application of heat. 

‘We may remark here that a cheap way of 
making this solution is to utilize the precipi 
tated zinc - iron alloy of galvanizing - baths, 
which is commonly called “ dross,” by convert 

' ing it into a chloride of zine, and then dissolv 
ing this cheap chloride in water and adding 
the proper amount of acid. The iron objects 

are immersed 'in this solution, and are per 
mitted to remain therein until entirely freed 
from the scale or oxide. This may require 
from fifteen minutes to two hours, according 
to the thickness and tenacity of the scale on 
the surface of the iron. 
While the chloride of zinc alone or the acid 

alonepossesses the property of clearing scale 
from the surface of iron, we‘have found that 
when combined each ingredient enhances the 
activity ofthe other, and consequently that the 
clearing effect is more rapidly accomplished 
by the acidulated bath than by the chloride 
or acids applied separately. 

“Te claim as our invention 
The mode herein described of scaling and 

clearing iron objects prior to galvanizing the 
same-that is to say, subjecting them to a 
bath of an acidulated aqueous solution of 
chloride of zinc, as set forth. 

In testimony whereof we have signed our 
names to this speci?cation in the presence of 
two subscribing witnesses‘. 

‘WILLIAM H. WAHL. 
EDWARD Y. ELTONHEAD. 

Witnesses: _ 

WILLIAM J. OooPER, - 
-HARRY SMITH. 


